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Moreover, besides the dissociative adsorption, H»S molecules can also interact with surface -OH
groups (bonded to Ti**) to give rise to hydrogen bonds.

2.2.2. UV-Vis Spectroscopy

The UV-Vis spectrum of S-doped TiO; (red curve) as compared to pure TiO, (black curve), is
shown in Figure 5. From this, a wide shift of the absorption edge for the S-doped TiO, sample towards
higher wavelengths (lower energies) is clearly detectable, together with an additional wide absorption
centered at around 390 nm.

P25
S-TiO,

(@hy)”

Kk (a.u.)

Figure 5. UV-Vis spectra of S-doped TiO; (red curve) and pure TiO; (black curve) used as a reference
material. The Tauc plot of both samples is shown in the inset. An example of a Tauc Plot is
reported in ref. [49].

In particular, the band gap shift is emphasized by the Tauc plot (see inset in Figure 5), where the
intercepts with the abscissa axis of the extrapolation of the linear part of the curves clearly highlight a
red shift of the absorption edge for S-doped TiO; (see black and red dotted lines for TiO, and S-doped
TiO,, respectively).

In general, this energy red-shift is associated with a change of TiO, electronic structure, after
the treatment with H,S, which causes the S — O exchange at the surface of TiO, [50,51]. Taking into
consideration this aspect, it is well known that the formation of doping states involves additional
electronic levels that can be formed between the valence (VB) and the conduction (CB) bands, thus
reducing the electron transition energy [21,52]. Along this line, the features in the UV-visible range can
be ascribed to the presence of additional electronic states above the valence band edge of pure TiO,,
due to S species, as well supported by XPS measurements [52,53]. These states can be attributed to
sulfur 3p atomic orbitals mixing with the VB of TiO,. In addition, another plausible mechanism to
explain the observed absorption shift could also involve O vacancies caused by the thermal treatment
at 673 K under vacuum conditions [54].

The S-doped TiO, sample was testedfor the photodegradation of methylene blue (MB) in
water solution under solar light irradiation as compared to the TiO, P25 benchmark (Figure S4,
Supplementary Materials). In this figure, the MB C/Cj vs. time plots of S-TiO; and of the TiO, P25
are shown. Although the MB photodegradation of S-doped TiO; is definitely high, under solar light
irradiation its photocatalytic activity is lower than that of pure TiO, P25. We think that the explanation
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for this lower photocatalytic performance in the degradation of MB is the balance of two opposite
effects. The first one, associated with the sulfur doping which allows the solar light harvesting,
is beneficial. However, the defective surface, as a result of the heavy H,S treatment, has a strong,
definitely detrimental effect in the charge separation efficiency. It is safely concluded that, upon the
adopted HjS conditions (673 K, vacuum), the non-reversible surface modification does not help to
increase the photocatalytic efficiency with respect to the TiO, P25 powder used as a starting material.

3. Materials and Methods

TiO, (P25, Evonik), in pellet form, was activated at 673 K for 30 min under dynamic vacuum, then
oxidized in an oxygen (40 Torr) atmosphere at the same temperature for 30 min, twice. By keeping the
temperature at 673 K, the obtained sample was sulfided in an H,S atmosphere (30 Torr) for 1 h, twice,
and then outgassed. The sample was further sulfided following the same method.

FTIR spectra of CO adsorbed at 100 K on TiO, and S-doped TiO, at decreasing coverages were
obtained in an IR cell designed for liquid nitrogen flowing, and were recorded by means of a Bruker
IFS-28 spectrometer, equipped with a Mercury Cadmium Telluride (MCT) cryogenic detector, with
a resolution of 4 cm~! (64 interferograms were averaged for each spectrum). The spectra were acquired
in the 4000400 cm ! interval, where the fundamental vibration modes are observed.

Raman spectra were recorded using a Renishaw Raman InVia Reflex spectrophotometer equipped
with an Ar+ laser emitting at 514 nm, using both static and rotating configurations.

UV-Vis measurements were collected by using a UV-Vis-NIR spectrophotometer (Varian Cary
5000, equipped with a reflectance sphere. Due to their strong optical absorption, the samples were
diluted in BaSO,4 powder.

X-ray diffraction patterns were collected by means of a diffractometer (PANalytical PW3050/60
X'Pert PRO MPD) with a Ni-filtered Cu anode, working with a reflectance Bragg-Brentano geometry,
by using the spinner mode. The mean crystal sizes were calculated from XRD measurements by
Scherrer’s equation: L = KA/ cosf (A is the X-ray wavelength, f is the full width at half maximum
(FWHM) of the diffraction line corrected by the instrumental broadening, 6 is the diffraction angle, and
K s a constant assumed to be 0.9). Peak fitting of XRD patterns was adopted, using the Pseudo-Voigt
function of anatase (101) and rutile (110) XRD peaks.

High resolution transmission electron microscopy images were acquired with a JEOL 3010-UHR
instrument operating at 300 kV, equipped with a 2 k x 2 k pixels Gatan US1000 CCD camera.

N, adsorption-desorption experiments were carried out at 77 K (Micromeritics ASAP 2020
instrument) to determine the Brunauer-Emmett-Teller (BET) surface area. The surface area of the
samples was determined after outgassing at RT, overnight.

For the photodegradation test, the same quantities of S-doped TiO, and TiO, powder (used as
a reference) were dispersed in aliquots of a methylene blue (MB) water solution 12.5 mg/L and kept in
the dark for 1 h at RT. After exposure, for increasing times, to a solar lamp (SOL2/500S lamp, Honle
UV technology, Munchen, Germany) ranging from ultraviolet to infrared radiation (295-3000 nm),
the dispersions were centrifuged for 30 min at 10,000 rpm. Photocatalytic degradation of MB was
investigated by means of UV-Vis spectroscopy in the transmission mode. The integrated intensity of the
adsorbed MB manifestations (C) was used to obtain C/Cy vs. time plots, where Cj is the concentration
at the initial intensity before illumination (Figure S4).

4. Conclusions

In this work, S-doped TiO, samples were synthesized by means of H,S treatment at 673 K.
From several ex situ investigations, including XRD, Raman spectroscopy, and HRTEM, the structure
and morphology of samples were obtained. In particular, even if XRD and Raman analyses, due
to detection limits, did not give sensitive information concerning the effects of H,S dosage on TiO,,
HRTEM images showed remarkable changes of TiO, particle shapes as a consequence of H,S, which
causes strong erosion of the faces, corners, and edges of the nanoparticles. This impressive action was
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also confirmed by FTIR spectra, where remarkable differences in the relative intensity of all peaks
in S-doped TiO,, when compared to pure TiO,, were observed. Moreover, the changes in the OH
groups range can be ascribed to oxygen-sulfur exchange phenomena, explained with the dissociative
adsorption of H,S on TiO;.

Finally, UV-Vis spectroscopy demonstrated how also the electronic structure of TiO; can be deeply
modified by H,S. The red shift of the S-doped TiO, absorption edge can be explained with additional
extrinsic electronic levels introduced by the sulfur doping. This affected the optical properties of TiO,,
whose absorption edge was extended to the visible-light region.

From all these considerations, it can be safety concluded that H,S treatment of TiO,, to achieve an
S-doped TiO, material, has a deep and strong effect on TiO,, such as on the morphological, surface,
electronic, and optical properties. However, the photocatalysis efficiency of TiO, in the degradation of
methylene blue is not improved by the H,S treatment at the adopted conditions, due to the strongly
defective surface of S-doped TiO, which decreases the charge separation efficiency.

Supplementary Materials: The following are available online at www.mdpi.com/2073-4344/7/7/214/s1,
Figure S1: EDAX spectrum of TiO, /H,S, Figure S2: Particle size distributions (PSDs) of TiO, P25 (left panel) and
of S-TiO, (right panel), Figure S3: Time dependence of C/C\ upon solar light exposure of S-TiO; (red line) as
compared to the TiO, P25 (black dotted line), for photodegradation of methylene blue, Figure S4: FTIR spectra,
recorded before CO dosage, of TiO, (black curve) and TiO,/H;S (red curve), Table S1: Mean crystal sizes of
anatase and rutile nanoparticles in TiO, P25 and S-TiO;, samples, as obtained from XRD peak broadening (black
and red patters in Figure 1).
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Abstract: Computational modeling of titanium dioxide nanoparticles of realistic size is extremely
relevant for the direct comparison with experiments but it is also a rather demanding task.
We have recently worked on a multistep/scale procedure to obtain global optimized minimum
structures for chemically stable spherical titania nanoparticles of increasing size, with diameter from
1.5 nm (~300 atoms) to 4.4 nm (~4000 atoms). We use first self-consistent-charge density functional
tight-binding (SCC-DFTB) methodology to perform thermal annealing simulations to obtain globally
optimized structures and then hybrid density functional theory (DFT) to refine them and to achieve
high accuracy in the description of structural and electronic properties. This allows also to assess
SCC-DFTB performance in comparison with DFT(B3LYP) results. As a further step, we investigate
photoexcitation and photoemission processes involving electron/hole pair formation, separation,
trapping and recombination in the nanosphere of medium size by hybrid DFT. Finally, we show
how a recently defined new set of parameters for SCC-DFTB allows for a proper description of
titania/water multilayers interface, which paves the way for modeling large realistic nanoparticles in
aqueous environment.

Keywords: nanospheres; simulated Extended X-ray Adsorption Fine-Structure (EXAFS); excitons;
trapping; titania/water interface; SCC-DFTB; B3LYP

1. Introduction

TiO, nanoparticles are fundamental building blocks in photocatalysis [1-4]. Their theoretical
description is indeed relevant and requires the size of the model to be as realistic as possible, for direct
comparison with experimental samples.

TiO, nanoparticles are most typically obtained from sol-gel synthesis. Several studies have proven
that shape and size can be successfully tailored by controlling the conditions of preparation and by
using ad-hoc surface chemistry [5-7]. The minimum energy shape was predicted by Barnard et al. [8]
by Wulff construction, for dimensions below 10 nm, to be a decahedron in the anatase phase, exposing
mainly (101) and small (001) facets. However, growth determining factors are pH and particle density.
An excessive dilution may cause a partial dissolution of titania nanocrystals leading to the formation
of spherical nanoparticles [9]. Those, analogously to nanotubes and nanorods, are characterized by a
high curvature profile and, thus, expected to be more reactive towards molecular adsorption.

The majority of the computational first-principles studies are devoted to bulk or surface slabs
of anatase TiO, [10]. Few works have dealt with the decahedral faceted nanoparticles [11-16]
but none with spherical ones. Modelling nanoparticles of realistic size (few nanometers) by
first-principles calculations is very demanding and a global optimization is hardly feasible [17]. Ours is
a multistep/scale approach [18] where we propose first to apply a less expensive but still rather
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accurate method based on density functional theory (DFT), which is the self-consistent-charge density
functional tight-binding (SCC-DFTB) [19], to perform a global structure optimization search of the
nanoparticles; then to run a further DFT relaxation to determine structural and electronic properties
with first-principles level accuracy. For the latter, we use hybrid functionals since they are known to
better describe electronic structure details of TiO, materials [20-22]. SCC-DFTB has been demonstrated
to be a powerful tool for the quantum mechanics study of many system involving TiO, [23-26].
The method retains most of the physics of standard DFT at an extremely reduced computational cost.

Furthermore, we would like to describe the interaction of such nanoparticles with light and their
photoactivation producing energy carriers (excitons) and charge carriers (electrons and holes). The aim
is to improve the general understanding of the processes at the basis of light energy conversion into
chemical species with intrinsic redox potential that are those triggering the redox reaction at the oxide
surface [14,27-30].

It is generally accepted that water, as the surrounding environment where titania nanoparticle
work in photocatalytic processes, plays an active role [31-39]. It is, therefore, fundamental to describe
accurately the dynamical water layers arrangement on the surface and how water molecules may enter
the photoactivated reaction chain [40].

In the following, we will present a critical review of our work, relative to the topics highlighted and
discussed above: in Section 2, we present the Computational methodology; in Section 3, we describe
how to obtain realistic spherical nanoparticles models; in Section 4, we discuss the description of the
photoexcitation processes; and, in Section 5, we analyze how the water environment can be modeled
with sufficient accuracy.

2. Computational Details

To tackle the surface complexity of the TiO, spherical nanoparticles and maintain a high degree
of accuracy, different levels of theory are necessary. Nowadays, density functional theory (DFT) is the
most used method to properly describe equilibrium geometries and electronic structures. However,
many interesting features of the system are accessible only at certain size and time scale. For example,
to explore the potential energy surface related to the different configurations of the TiO, spherical
nanoparticles through molecular dynamics and simulated annealing processes, an approximated
method has to be used. The self-consistent-charge density functional tight-binding (SCC-DFTB)
approach is a DFT-based quantum mechanical method, which retains a quantum description of the
system at a considerably reduced computational cost. Thus, in addition to geometry optimizations
and electronic structure calculations, SCC-DFTB also enables molecular dynamic simulations for large
systems with a reasonable time length.

2.1. Electronic Structure Calculations

The choice of a specific density functional is based on the aim of the study. Standard
generalized-gradient approximation (GGA) functionals may be sufficient to describe equilibrium
geometries or adsorption energies, however a correct description of the electronic structure of
semiconducting oxides requires the inclusion of a certain portion of exact exchange. The use of
such hybrid functionals in a plane-wave code is extremely cumbersome, thus localized basis function
codes are preferred. The CRYSTAL14 code [41] has been used for most of the density functional theory
(DFT) calculations, employing all-electron Gaussian basis sets [O 8-411(d1) Ti 86-411 (d41) and H
511(p1)] and the B3LYP [42,43] and the HSE06 [44] hybrid functionals. For periodic systems, reference
DEFT calculations were carried out with the Quantum ESPRESSO [45] simulation package, using the
PBE functional [46], ultrasoft Vanderbilt pseudopotentials and a plane-wave basis set with a cut off of
30 Ry (300 Ry for the charge density).

The optimized lattice parameters for bulk TiO, anatase are 3.789 A and 3.766 A for a and
9.777 A and 9.663 A for ¢, respectively, for BBLYP and HSE06, which are in good agreement with the
experimental values [47].
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A 64/2 x 64/2 x 1 TiO, anatase bulk supercell with 864 atoms was employed to model the
exciton and the related distortions in the bulk. The (101) anatase surface has been taken as a reference
for: (i) surface energies; and (ii) interaction with water. (i) We employed the CRYSTAL14 code
and a minimal cell slab of ten triatomic layers with 60 atoms, where the periodicity was set along
the [101] and [010] directions and not in the direction perpendicular to the surface. (ii) A 1 x 2
supercell three-triatomic-layer slab (72 atoms) has been used within the Quantum ESPRESSO code,
where the replicas in the direction perpendicular to the surface were separated by 20 A in order
to avoid any interaction between images. For the k-point sampling, a1l x 1 x 6,a8 x 8 x 1 and
a2 x 2 x 1 Monkhorst-Pack grid was used for the bulk, the minimal slab cell and the 1 x 2 slab
supercell, respectively.

Anatase TiO, nanospheres have been carved from a bulk supercell following the procedure
already described in a previous work by some of us [17]. Nanoparticles have been considered as
molecules in the vacuum with no periodic boundary conditions. Therefore, when an excess electron
or hole is introduced in the system, no background of charge is necessary. In the case of open-shell
systems, spin polarization is taken into account.

Trapping energies (AEap) for excitons, extra electrons and holes are calculated as the total energy
difference between the trap optimized geometry and the delocalized solution in the neutral ground
state geometry.

The total densities of states (DOS) of the nanoparticles have been simulated with the convolution
of Gaussian functions (o = 0.005 eV) peaked at the value of the Kohn-Sham energies of each orbital.
Projected densities of states (PDOS) are built using the following procedure, based on the molecular
orbitals coefficients in the linear combination of atomic orbitals (LCAO): summing the squares of
the coefficients of all the atomic orbitals centered on a certain atom type results, after normalization,
in the relative contribution of each atom type to a specific eigenstate. Then, the various projections are
obtained from the convolution of Gaussian peaks with heights that are proportional to the relative
contribution. The zero energy for all the DOS is set to the vacuum level, i.e., the energy of an electron
at an infinite distance from the surface of the system.

2.2. SCC-DFTB Approach

The self-consistent-charge density functional tight-binding method (SCC-DFTB) is based on the
approximation of the Kohn-Sham (KS) DFT formalism. Assuming a second-order expansion of the
KS-DFT total energy with respect to the electron density fluctuations, the SCC-DFTB total energy is
defined as:

_ 1 1
E;CC-DFTE Y e+ 5 vafp (Rag) + 5 Y YupDaBap (1)
i ap ap

where the first term contains the one-electron energies ¢; from the diagonalization of an approximated
Hamiltonian matrix and represents the attractive part of the energy, whereas the second term
approximates the short-range repulsive energy, given by the sum of the pairwise distance-dependent
potential vffp (Rqp) between the pair of atoms & and 8, and Agy and Aqg are the charges induced on
the atoms & and 8, which interact through a Coulombic-like potential -y,g. For more information on
the details of the SCC-DFTB method, see Refs. [19,48,49].

For all the SCC-DFTB calculations, we employed the DFTB+ simulation package [50]. We initially
made used of the “matsci-0-3” Slater—Koster parameters, which have been shown to be well-suited
for the study of anatase TiO; in Ref. [24]. Subsequently, to better describe the titania/water/water
interface, we combined the “matsci-0-3” parameters for Ti-O and Ti-Ti interactions with the parameters
in the “mio-1-1" set [19] for O-O, O-H and H-H interactions in what we have named as “MATORG" set.
Furthermore, we modified the 7,4 function to improve the description of H-bonding, using a hydrogen
bonding damping function (HBD), in which a { = 4 parameter has been used [51]. In this work, we
refer to this HBD modified Slater-Koster parameters set as “MATORG+HBD” [40]. From now on,
DFTB will be used as a shorthand for SCC-DFTB.
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To perform the simulated annealing procedure, we carried out Born-Oppenheimer DFTB
molecular dynamics (MD) within the canonical ensemble (NVT). The integration of the Newton’s
equations of motion has been done with the Velocity Verlet algorithm, using a relative small time
step of 0.5 fs to ensure reversibility. A Nosé-Hoover chain thermostat with a time constant of
0.03 ps was applied to reach the desired temperature during the temperature-annealing simulations.
The simulation time length of the annealing processes was made commensurate to the size of the
nanosphere. Thus, we used a simulation time up to 45 ps for the 1.5 nm, 24 ps for the 2.2 nm, 14 ps for
the 3.0 nm and 11 ps for the 4.4 nm nanosphere. In the case of the titania/water interface, each MD
simulation has been performed for 25 ps.

For the molecular dynamics of the titania/water interface, a 1 x 3 supercell anatase (101) slab
(108 atoms) with a monolayer (ML), a bilayer (BL) and a trilayer (TL) of water, composed of 6, 12 and
18 water molecules, respectively, was used. The desired temperature of the thermostat was set to a
constant low value (160 K) to avoid the desorption of surface water molecules.

2.3. Structural Analysis

The extended X-ray adsorption fine structure (EXAFS) simulated spectra has been simulated via a
Gaussian convolution of peaks (o = 0.0005 A) centered at the length of the distance between each Ti
atom and other atoms (O or Ti) in the first, second, and third coordination shells. Projections have been
computed considering only the distances centered on specific Ti atoms with a certain coordination
sphere. In the text, we also report the surface-to-bulk ratio, defined as the ratio between the number of
Ti and O atoms at the surface of the nanosphere and the number of Ti and O atoms in the bulk.

3. Modelling Realistic TiO, Nanoparticles

We carved TiO; spherical nanoparticles from large bulk anatase supercells. The radius of the
sphere is set to a desired value and only atoms within that sphere are considered, whereas those outside
the sphere are removed. Some very low coordinated Ti sites are found to be left at the surface of the
model that must be removed or saturated with OH groups; analogously monocoordinated O must be
removed or saturated with H atoms. Therefore, we use a number of water molecules to achieve the
chemical stability of the nanoparticle. We try to keep the number of water molecules as low as possible.
Since we aim at modelling nanoparticles of realistic size, we range from spheres with diameter of
1.5 nm up to 4.4 nm. These contain from 300 up to almost 4000 atoms. The exact stoichiometry of the
prepared nanoparticles [(TiOZ)lm'ﬁHzO, (TiOZ)ZZ?,'lOHzO, (TiOZ)399~12H20, and (T102)1265~26Hzo] is
reported in Figure 1.

Structural relaxation by geometry optimization from the “as-carved” and chemically stabilized
models is not an efficient approach because we found that it leads to local minimum structures,
which are far from the global minimum one. For this reason, we have drastically changed our approach
and decided to use a less computationally expensive, but still rather accurate, DFT-based method
(DFTB) and to run some molecular dynamics simulations starting from the “as-carved” structures
at increasing temperature (up to 700 K in some cases). This approach allows moving from the local
minimum structure basin, close to the “as-carved” structure, and to further sample the configuration
space. The thermally equilibrated structures obtained with this approach, and then fully relaxed,
are much more stable to any surface modification (i.e., addition of a molecular adsorbate) because
those are true global minima on the potential energy surface of the TiO, nanospheres. This multi-step
procedure can be rather easily and reasonably applied to nanospheres of increasing size, and certainly
up to the one with a 4.4 nm diameter (~4000 atoms). Once the fully relaxed nanospheres are prepared,
we can investigate structural and electronic properties at the DFTB level of theory. However, to assess
the accuracy of DFTB in this specific context, we must perform a benchmark study against hybrid DFT
model calculations. Those were obtained by full atomic relaxation starting from the DFTB thermally
annealed and optimized spheres. Note that we performed this further DFT(B3LYP) optimization for
all four nanospheres. For the very large one (~4000 atoms) it was an extremely expensive procedure,
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but we consider it worth because a successful benchmark against DFT will assess DFTB reliability for
the investigation of structural and electronic properties of spherical TiO, nanoparticles, as the basis for
future developments.

(TiO,),, - 6H,0

Figure 1. DFT(B3LYP) optimized structures, after simulated annealing at DFTB level, of the different
nanospheres considered in this work. For each one, the stoichiometry, the approximate diameter and
the position of the Ti atoms with different coordination are reported (Tiy in red, Tis. in green, Tig. in
black, Tiz.(OH) in magenta and Tis.(OH) in cyan).
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3.1. Structural Properties

Our study is not only meant to validate the DFTB methodology with respect to an accurate hybrid
DFT method, but also to highlight how the enhanced curvature present in small TiO, nanospheres, in
analogy to that in nanotubes and nanorods, affects both the coordination of the surface atoms and their
geometrical environment. The different coordination types are illustrated in Figure 1 and their relative
percentage is reported in Table 1. Flat anatase surfaces and faceted nanoparticles are dominated by
Tig. and Tis., whereas it is evident that on spherical nanoparticles different types of coordination
exist that are expected to play a key role in the processes of chemical adsorption. The structural
distortions induced by the nanosize and by the high curvature are investigated through the analysis
of the simulated direct space X-ray absorption fine structure spectra (EXAFS) for bulk and for the
nanospheres models of different size, as obtained with both DFT(B3LYP) and DFTB calculations
(Figure 2). Those provide the distribution of the distances for each Ti atom with the neighboring O or
next neighboring Ti atoms. Figure 2a,b show the EXAFS spectra for the bulk case. Here, no distribution
is observed since crystalline bulk is characterized by two Ti-O distances (two lines on the left side),
which are attributed to equatorial and axial O atoms resulting from a Dygq point symmetry at each
Ti center [DFT(B3LYP): Ti-Oeq = 1.946 A and Ti-O,x = 2.000 A; DFTB: Ti-Oeq = 1.955 A and Ti-Oy =
1.995 A], and single Ti---Ti distances at regular lattice positions [DFT(B3LYP): first shell 3.092 A, second
shell 3.789 A; DFTB: first shell 3.090 A, second shell 3.809 A].

Table 1. Amount of Ti atoms with different coordination for the variously sized nanospheres, as
optimized at DFTB level, in terms of their number and percentage with respect to the total number of
Ti atoms, is reported. Corresponding values for the optimized nanosphere at the DFT(B3LYP) level are
in parenthesis, only when different from DFTB.

DFTB [DFT(B3LYP)] Number % Number % Number % Number %

Ti Site 1.5 nm 2.2 nm 3.0 nm 4.4 nm
) 20 19.8
Tige 19 (188) 36 16.1 53 13.3 106 8.4
) 20 19.8 43 19.2 69 17.3
Tise @) (08 @49 (220 (5 (163 126
) 28 12.6 72 18
Tiee
16c)up 20 19.8 (24) (108) (75) (188) 157 124
) 9% 431 181 434
Tigc 29 28.7 4] 21) (182) 45.6) 791 62.5
Tize(OH) 8 7.9 8 3.6 16 4 20 16
Tig(OH) 4 4 12 5.4 8 2 32 2.5

Figure 2cj reports the EXAFS simulated spectra for the nanospheres of increasing size.
With respect to bulk, we register a variety of distances due to the lattice distortion and diversity
of coordination sites. For this reason and to improve the level of information provided, we present
a convolution of peaks and project it on each type of coordination site. In the case of DFT(B3LYP)
(left colomn), the first broad peak on the left, related to first neighbor Ti-O distances, is predominantly
made up of Tig.-O bond lenghts. Low coordinated sites contribute to the shorter Ti-O distances than
in the bulk (red, yellow, brown lines), whereas Tis. and Tis. species contribute to the range of bulk
values and to the longer Ti-O distances up to 2.2-2.3 A (blue, green lines). It is evident that, as the size
increases, the relative portion of Tig, sites increases (blue line) with a distribution of Ti-O distances
that becomes increasingly more peaked at the bulk values (see Figure 2i). It is clear that the EXAFS
spectrum of the nanosphere with a diameter of 4.4 nm already quite largely resembles that of bulk
anatase, since the surface-to-bulk ratio (0.43) is rather reduced with respect to the other nanospheres
(1.70 > 0.94 > 0.83). The other peaks, for the second and third coordination spheres of Ti:--Ti and of

175



Catalysts 2017, 7, 357

Ti---O, are also quite broad, except for the largest nanosphere, where they are rather sharp and centered
at the bulk values. In the case of DFTB (Figure 2b,d,fh,j), similar considerations hold, although a
noticeable difference is that the larger Ti-O,x bonds concentrate at the value of about 2.25 A. Thisis a
surface distortion effect, which becomes progressively lower as the size of the nanosphere increases.

DFT(B3LYP) DFTB

E 8 8
37a Bulk o 7tb Bulk o
6 - 61 .
.E i: Ti-Ogq Ti-—-Ti Ti—Ti |1 i: Ti-Ogq Ti-——Ti Ti=Ti |]
% g: Ti-0,, i g: Ti-O, ]
S 4L - 11 g
§° ’
c 1.5 nm d 1.5 nm
i plaer ! | i
e 2.2nm f 2.2nm
0
8
g — Total W
8 T
» 4c
a MW - T'se /\M/\/\
5 — Tig,
z 3.0 nm Ti, OH h 3.0 nm
2 Ti, OH
: W \f\u\,@/\j\/w
A\ A /'\/f/
i 4.4nm j 4.4 nm
15 2 25 3 35 4 15 2 25 3 35 4
Distances (A) Distances (A)

Figure 2. Distances distribution (simulated EXAFS) computed with DFT(B3LYP) and DFTB for bulk
anatase (a,b), computed with DFT(B3LYP) for the: 1.5 nm (c); 2.2 nm (e); 3.0 nm (g); and 4.4 nm
(i) nanospheres; and computed with DFTB for the: 1.5 nm (d); 2.2 nm (f); 3.0 nm (h); and 4.4 nm
(j) nanospheres.

Hybrid functional B3LYP simulated EXAFS spectrum for the 2.2 nm nanoparticle was compared
to the corresponding one obtained from the fully optimized 2.2 nm nanoparticle by the semilocal
PBE functional in Figure S1. It is interesting to note that the two curves almost overlap, showing an
excellent agreement between the two methods.

3.2. Electronic Properties

The electronic properties of a semiconducting oxide with a relatively large band gap as TiO,
are not simply described by any quantum mechanical method. Standard DFT methods severely
underestimate the band gap value, whereas hybrid DFT, as a consequence of the contribution of exact
exchange in the exchange functional, provide values in closer agreement with experiments [22]. DFTB
has been tested for bulk TiO; calculations and found to be in excellent agreement with experimental
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data and DFT Hubbard corrected values [23]. Therefore, DFTB is expected to perform well when
investigating TiO, nanoparticles.

In the following, we present a comparison of the density of states (DOS) for the nanospheres
of different size, as shown in Figure 3, that have been obtained with DFT(B3LYP) and DFTB on the
corresponding fully relaxed structures. Considering that nanoparticles are finite systems, one could not
really define true band states and band gaps. We have decided to distinguish between very localized
states (molecular orbitals) and delocalized on several atoms of the nanoparticle (pseudo band states).
These two definitions, based on a threshold value of 0.02 for the maximum squared coefficient of
each eigenstate (max.), lead to two different values of gap: the HOMO-LUMO gap and the BAND
gap, which are reported in Table 2. We observe a decreasing trend with both DFT(B3LYP) and DFTB
methods. The BAND gap values progressively approach the bulk Kohn-Sham value of 3.81 eV for
DFT(B3LYP) and of 3.22 eV for DFTB (the experimental band gap for bulk anatase is 3.4 eV at 4 K) [52].
This is in line with experimental data [53] based on UV-Vis optical techniques the band gap of TiO,
nanoparticles increases with decreasing size, due to quantum confinement effects.

DFT(B3LYP) DFTB
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Figure 3. DFT(B3LYP) and DFTB total (DOS) density of states for different size nanosphere, 1.5 nm
(black), 2.2 nm (red), 3.0 nm (green), and 4.4 nm (blue). For each nanosphere, the DOS has been
normalized to the number of TiO, units to have comparable DOS intensities. The maximum atomic
orbital coefficient (max.) of each eigenstate is also reported. High values of max, correspond to localized
states, while low values correspond to delocalized states.
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Table 2. HOMO-LUMO electronic gap (AEg_1) and electronic BAND gap AEganp (expressed in
eV) calculated for nanospheres of different size and for bulk anatase with both DFT(B3LYP) and

DFTB methods.
MODEL AEg 1 AEpanD
Nanospheres DFT(B3LYP) DFTB DFT(B3LYP) DFTB
1.5nm 423 3.12 4.81 3.62
2.2nm 413 3.11 4.31 3.55
3.0 nm 4.00 2.95 413 3.42
4.4 nm 3.92 2.95 3.96 3.33
BULK - - 3.81 322

The DOS curves shown in Figure 3 for the different nanospheres further confirm a band gap
opening going from the largest one (bottom panel) to the smallest one (upper panel). Additionally,
we present the value of max, for each eigenstate because we wish to highlight the degree of
localization/delocalization of the states making up the DOS. The higher the value of max,, the higher
the localization. DFT(B3LYP) results show some localization at the band edges (top of the valence band
and bottom of the conduction band) and in the range of OH groups in the low energy range (at about
—14 eV). DFTB results are qualitatively similar, although some excess localization can be observed.
In Figure S2 of the Supplementary Materials we have also reported and compared the total DOS for
the anatase bulk TiO; calculated at DFT(B3LYP) and DFTB level of theory.

We may conclude this section devoted to the preparation and description of models for TiO,
spherical nanoparticles with the following summarizing remarks: spherical models carved from bulk
supercells must be made chemically stable by the introduction of some hydroxyl groups that saturate
highly undercoordinated sites; such rough models must then undergo a simulated thermal annealing
(with DFTB method) that allows to achieve global minimum stable structures; those must be then
further optimized either with DFTB or, to reach even higher accuracy, with a hybrid DFT method
(here B3LYP). Although some fine details are different, the general picture we obtain with DFTB is
rather similar to that from DFT(B3LYP), which assesses DFTB as a reliable method to investigate
nanoparticles of large realistic size (up to 4000 atoms, corresponding to a diameter of 4.4 nm). This will
allow for further future development and for the study of nanoparticles” surface functionalization.

4. Modelling Photoactivation of TiO, Nanoparticles

Titanium dioxide is still considered the reference system in the research fields of photocatalysis and
photovoltaics for its ability to convert light photons into chemical energy. In the very beginning of the
photocatalytic process in a semiconductor, when the material is irradiated with light, an electron/hole
pair or “exciton”, is initially formed [54,55]. Then, if the coupling with lattice vibrations is strong
enough, the exciton may become self-trapped (self-trapped exciton, STE) on few atoms of the crystal,
reducing significantly its mobility. Finally, the photoexcited charge carriers may: (i) migrate towards
the surface of the semiconductor as trapped electrons or holes and express their intrinsic redox activity;
or (ii) recombinate radiatively and emit a photoluminescence photon.

In this regard, the quantum confinement of an exciton in a nanoparticle with a dimension of few
nanometers may significantly influence its size and localization [56]. Furthermore, in a TiO, spherical
nanoparticle, the close presence of highly undercoordinated surface sites may be a driving force for the
process of excitons separation into electrons and holes or, on the contrary, may accelerate the radiative
recombination via exciton self-trapping processes.

The study of photoexcited charge carriers in nanoparticles, although very demanding, must be
performed by using a hybrid functional method (here B3LYP), since any other local or semilocal
functional, and therefore also DFTB, would not properly describe the degree of electron/hole
localization as a consequence of the self-interaction problem inherent in those methods [57]. DFT+U
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approach could be an alternative viable route; however, hole trapping was found to required very high
and unphysical U values [58].

4.1. Free/Trapped Excitons and Radiative Recombination

We first recall the nature of the self-trapped exciton (STE) in bulk anatase, as shown in Figure 4
and reported in more detail in a previous work [27]. When the system is allowed to relax from the fully
delocalized exciton initial condition (Figure 4b), two different self-trapped excitons can be localized,
which differ for the O atom of the TiOg octahedron involved in the trapping: this can be either the

equatorial O with respect to the electron trapping Ti (Ti3+-Oeq_ in Figure 4c) or the axial one (Ti**-Oax ™
in Figure 4d).
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Figure 4. (a) Schematic representation of the processes involving the electron/hole couple: the
vertical excitation Sy — Tj, the self-trapping relaxation in the bulk structure and the two different
photoemissions T1°9 — Sy and T;™ — Sp. (b—d) 3D spin density plots of the anatase bulk supercell, as
obtained with the B3LYP functional, for the vertical triplet state (b), trapped triplet equatorial (c) and
axial (d) exciton in the bulk. The spin density isovalue is 0.01 a.u. (0.0005 a.u. for the vertical triplet).

The trapping energy (AEirap), that is defined here and in the following as the energy difference
between the fully relaxed trapped system state and the fully delocalized solution in the system
ground state geometry, is more negative by —0.1 eV for the axial exciton (see Table 3). The computed
photoluminescence (PL) energies for the decay of these two self-trapped excitons are given in Table 3.
Noteworthy, the average PL is 2.24 eV, in very good agreement with the experimental value of 2.3 eV [59].

Table 3. Trapping Energy (AEgap) of the exciton in the triplet state and the corresponding
photoluminescence (PL) in the axial and equatorial configuration for bulk anatase and for the
nanosphere. All energies are in eV.

Bulk Nanosphere
, AEtra ~059 065
3+ — P
T -Oax PL 1.99 1.96
. _ AE 049
Ti**-Ocq PL 235

In the spherical anatase nanoparticle model, the vertical excitation does not lead to a fully
delocalized solution as for bulk (Figure 5a), but the resulting exciton partially localizes on a portion
of the curved surface, even if the nanosphere is in its ground state optimized structure. After atomic
relaxation, the exciton becomes trapped in the core of the nanosphere (Figure 5b). As for bulk, the axial
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solution is favored, with trapping and photoluminescence energies similar to the bulk values (Table 3).
Thus, to summarize, a confinement effect in the nanosized systems is observed for the “Franck-Condon”
exciton, but not for the self-trapped exciton in the core.

Figure 5. 3D spin density plots of the spherical TiO, nanoparticle, as obtained with the B3LYP
functional, for the vertical triplet state (a), trapped triplet exciton (b) and state (c) with the hole
and the electron at the best trapping sites. The spin density isovalue is 0.01 a.u. (0.002 a.u. for the

vertical triplet).

As a next step, if the electron/hole couple has enough energy to separate, the charge carriers
may migrate to the surface, where many trapping sites are available. Indeed, as we will discuss
in Section 4.2, the most stable configuration for the electron and the hole are a subsurface Tig, site
and a surface Oy, site, respectively. Considering these as trapping sites for the electron and the hole,
the trapping energy of the separated exciton, shown in Figure 5c, amounts to —0.79 eV, significantly
larger than the one of the bound exciton in the core (—0.65 eV). Therefore, there is a favorable energy
gradient for the electrons and holes to separate and to move towards the surface, which is the driving
force for separation and migration processes.

4.2. Separated Carriers Trapping

When the charge carriers are far apart in different regions of the nanosphere, as in Figure 5c,
they behave almost like isolated charges. Thus, it is possible to study the relative stability of electron
or hole trapping sites introducing a single extra electron or extra hole in the system [28].

Within an anatase spherical nanoparticle, we observed that the excess electron, when added to the
system in its ground state geometry, fully delocalizes on all the Ti centers (see Figure 6a), except those
in the outermost atoms on the curved surface. This is used as the reference system for the evaluation
of the trapping energy (ABtrap)-

After atomic relaxation in the presence of this extra electron, the spin density localizes on several
Ti atoms within the central three atomic core layers (see Figure 6b), with an energy gain of —0.11 eV.
In other words, a quite stable large polaron, involving few atomic layers, is formed. This partially
trapped intermediate situation, also referred to as “shallow trap” [3], cannot be observed in periodic
models of bulk and slabs.

We also investigated the electron localization at “deep traps”, i.e., single atomic Ti sites in the
nanosphere. The trapping energy and the electron localization are shown in Table 4. Unexpectedly, no
trapping has been observed on undercoordinated Ti atoms, i.e., four-fold coordinated at the equator
of the nanosphere (Tig2142t°7), four-fold coordinated Ti with a terminal OH (Tis.(OH)) and five-fold
coordinated (Tis,) sites, except for a very small trapping energy (—0.09 V) in the case of the Tig tquator
site (see Table 4).
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Figure 6. Front and top view of the 3D plots of spin density of: (a) an extra electron added to the
neutral ground state structure (isovalue = 0.001 a.u.); (b) a trapped delocalized electron (isovalue =
0.005 a.u.); and (c) an electron trapped on a subsurface six-fold coordinated titanium atom (isovalue
=0.001 a.u.) in the anatase nanosphere model, as obtained with the B3LYP functional. Below each
structure, the energy gain (AEtmp) relative to (a) is given.

Table 4. Trapping energy (AEyap) for electrons at different sites in the spherical anatase nanoparticles,
as obtained with B3LYP functional. The reference zero for AEtrap is obtained by adding one electron to
the nanosphere in its neutral ground state geometry, with no atomic relaxation. The charge localization
(%electron) is also given. The sites nomenclature is defined in the text.

Position AEtrap (eV) %electron
TiyCquator —0.09 88%
Tis(OH) No trapping
Tisc No trapping
Tig Subsurf —0.40 85%
Tig. 0" —0.13 62%
Coredeloc ~0.11 19%

On the contrary, the best electron trap is the fully coordinated Tig site on the subsurface (Tig *"P5""f

in Table 4 and Figure 6c) with a AEap of —0.40 eV. Noteworthy, the electron delocalization in the core
of the nanoparticle (Cored€1¢ in Table 4 and Figure 6b) has been found to be less favored than complete
or full localization on a single subsurface Ti site (—0.11 vs. —0.40 eV), indicating an energy gradient,

181



Catalysts 2017, 7, 357

and thus a driving force, for the migration and localization of photoexcited electrons towards atoms
near the surface.

Concerning the hole trapping on spherical TiO, nanoparticles, if one electron is removed without
any atomic relaxation (vertical ionization), only some regions of the nanoparticles are involved,
as shown in Figure 7a. Since this solution cannot be seen as a delocalized band-like state of a free
(or untrapped) hole, its total energy cannot be used as the reference to compute trapping energies
(AEgap)- Thus, in the following we will use adiabatic ionization potentials (IPs) for comparisons, since
they correlate with trapping energies: the smaller the adiabatic IP, the larger the trapping energy of the
considered site. In the core of the nanosphere, the hole almost completely localizes (90%) on the central
three-fold coordinated O atom (O3.°"*-** in Figure 7b and Table 5). Differently from what found for
electrons and discussed above, we could not identify any delocalized “shallow trap” state for holes.
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Figure 7. Front and top view of the 3D plots of spin density of: (a) an excess hole resulting from a vertical
ionization of the model (isovalue = 0.001 a.u.); (b) a trapped hole in the core (isovalue = 0.01 a.u.);
and (c) a hole trapped on a two-fold coordinated oxygen atom (isovalue = 0.01 a.u.) in the anatase
nanosphere model, as obtained with the B3LYP functional. Below the structures with a trapped hole
the adiabatic ionization potential (IP*?) as a measure of the hole trapping ability is given.
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Table 5. Adiabatic ionization potential (IP2%) for holes at different sites of the spherical anatase
nanoparticle, as obtained with B3LYP functional. The charge localization (%hole) is also reported. The
sites nomenclature is defined in the text.

Position P24 (eV) %hole
Oy debe 7.74 89%/11%
O, Sebe 7.52 92% /8%

O coreax 7.68 90%
Tiz.(OH) No trapping

Tiy(OH) No trapping

Tis.(OH) 7.81 85%/15%

If we allow the hole to reach the curved surface of the nanosphere, several types of O sites are
available for trapping. Among them, the most stable one is a two-fold O atom bridging a Tis. and
a Tig. atom (05> Table 5 and Figure 7c). A second type of two-fold O on the surface, between a
Tige and a Tig. atom (see Op. % in Table 5), can also trap the hole but less efficiently than a O3
site. It is worth underlining that the migration of holes from the nanosphere core to the surface is
energetically favourable by —0.12 eV.

Finally, one should note that on the surface of a spherical nanoparticle there are several hydroxyl
groups that may be stable hole trapping sites. However, as reported in Table 5, we were not able to
localize the hole on the hydroxyl group of a Tiz.(OH) and Tis.(OH) sites on the nanosphere surface.
On the contrary, we could trap the hole on a Tis.(OH) site, formed upon dissociation of a water
molecule on a Tis., probably because a OH bound to a fully coordinated Ti site is more electron rich
than one bound to an undercoordinated Ti atom. Nonetheless, the OH trapping site is less effective
by 0.29 eV than the most stable Oy hole trapping site. Therefore, in vacuum, the OH groups are not
good trapping sites, but the scenario may change in an aqueous medium, where water molecules
may enhance the trapping properties of the hydroxyl groups, through binding as a ligand to TIOH or
H-bonding to the hydrogen of the OH.

4.3. Comparison with Experiments

Experimental data on trapped charges in anatase TiO, are available in literature and they can be
compared with calculations performed with the spherical nanoparticle models shown above. First,
the calculated values of the trapping energy relative to a free electron in the conduction band are in
good agreement with the experimental observations for both shallow (delocalized) [60-63] and deep
(localized) [64—-66] electron trapping states.

Moreover, the degree of electron localization can be probed through the hyperfine coupling
constant (ajs,) with the next-neighboring 170 in the electron paramagnetic resonance (EPR) spectrum.
High values of ajs, are expected for localized electrons, low values for delocalized ones. Indeed,
the computed ajs, is 6.7 MHz for an electron localized on the innermost Ti atom of the NP (see Tig “°"™
Table 4), whereas it is 3.9 MHz for an electron delocalized in the NP core (Cored¢!c in Table 4),
in good agreement with experimental observations of a significant decrease of ajs, going from a fully
localized electron on a single Ti ion (as in the Ti3*(H,0)s complex) [67] to shallow electron traps in
anatase nanoparticles [68]. For the most stable hole trap on the surface, the computed EPR parameters
(g =1[2.004,2.015,2.019] G and A = [31, 30, —97] G) are in excellent quantitative agreement with the
g- and A-tensor data available in the experimental literature [69,70]. Hence, we may conclude that a
correct localization of both charge carriers is provided by the computational models and methods.

Finally, we employed the transition level approach [27,71] to estimate the electronic transition
energies of the charged traps, since this methodology produces accurate results for excitations of
defects in solids. In the case of electrons, the calculated transition from the trap level of the best
electron trap (TigSUPsutf in Table 4) to the conduction band minimum (CBM) is 1.25 eV, in accordance
with the experimental value of 1.37 eV, measured with transient absorption (TA) spectroscopy [72].
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In the case of holes, we computed a transition from the valence band maximum to the trap level for
the best hole trapping site (05> in Table 5) of 2.59 eV, to be compared with a reported experimental
value of 1.9 eV in the experimental TA spectrum [72]. This inconsistency between the computed and
experimental results may arise because these experiments have been performed in an aqueous solution
and, as mentioned in Section 4.2, the presence of water layers on the nanoparticle may influence the
hole trapping ability of the system, as reported in a recent experimental work [35].

To conclude this section devoted to the study of the life path of energy carriers (excitons) and
charge carriers (electron and holes) in spherical TiO, nanoparticles by hybrid DFT(B3LYP), we can
summarize as follows: the photoexcited exciton self-trapping is a favorable process but electron and
hole can then separate to migrate towards the surface where they can be highly stabilized. In particular,
for electrons, we observed that deep trapping at subsurface fully coordinated Ti sites is favored with
respect to shallow trapping in the core. In the case of holes, only deep traps were observed with a
surface Oy (Ti5.-O-Tig.) being the preferential hole trapping site. Computed electron paramagnetic
resonance (EPR) parameters and optical transitions for those electron/hole traps are in good agreement
with experimental data.

5. Modelling Surface Interaction with Water

Understanding the interaction of water with TiO, anatase surface [73] is essential since
TiO,-based technologies, including photocatalysis, normally operate in an aqueous environment. Many
computational studies based on DFT methods have tackled the interaction between the most exposed
anatase TiO; (101) surface and water layers [74-76] revealing how the surface complexity influences
the water-titania interface.

However, the study of the dynamical behavior of real size TiO, nanoparticles (i.e., with diameter
in the range 2-8 nm) [53,69,77-80] in a realistic aqueous environment and with sufficiently long
simulation times, is currently not feasible with DFT methods.

As regards DFTB, from a technical point of view, its performance in the description of a certain
system critically depends on the parameterization of the element-pairs interaction of the atoms
involved. In the case of Ti-containing compounds, two different sets of parameters are available:
“mio-1-1/tiorg-0-1” [23] and “matsci-0-3" [24]. The first set has been developed to handle the interaction
of low index surfaces of both anatase and rutile with water and small organic molecule, but no
assessment has been done for the anatase TiO; (101) surface. The second set has been thought to
describe bulk TiO; structures and chemical reactivity of (101) anatase and (110) rutile surfaces with
isolated molecule and monolayers of water. However, this set has been never tested for the description
of bulk water, which is essential for a correct characterization of titania/water-multilayers interfaces.

Recently, we have shown [40] that if these two sets are properly combined in a new one, referred
to as “"MATORG”, with some further improvement coming from the inclusion of an empirical
correction [51] for a finer description of the hydrogen bonding (“MATORG+HBD”), it is possible
to achieve a DFT-like description of the interaction between water-multilayers and anatase TiO, (101)
surface. In the following, we will shortly present the performance of this new set of parameters
for the static and dynamic description of TiO, /water interface by comparison with previous DFT
results. The positive assessment of DFTB methods for studying this type of solid/liquid interface is
extremely important because it gives a solid basis for its application on large realistic nanoparticles in
an aqueous environment.

5.1. Bulk Water and Anatase TiO, Description

The correct description of the titania/water-multilayers interface is tightly related to the method
ability of properly describing the two components separately. Bulk TiO, lattice parameters have
been calculated with DFTB and compared, in Table 6, with DFT and experimental values reported in
literature [17,47,81,82]. The agreement is extremely good. The MATORG+HBD set gives an extremely
accurate a value and only slightly overestimates the c lattice parameter and consequently the c/a ratio.
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Table 6. Lattice parameters @ and ¢ and their ¢/a ratio for bulk TiO; anatase. Values computed with the

DFTB and DFT methods are reported and compared with the experimental values. In parenthesis, the

absolute errors referred to the experimental data are shown.

Method Reference a(A) c(A) c/a(A)
DFTB-MATORG+HBD  This work 3.796 (+0.014)  9.790 (+0.288) 2,579 (+0.067)
DFT(PBE) This work 3789 (+0.007)  9.612 (+0.110) 2537 (+0.025)
DFT(PBE) Ref. [81] 3.786 (+0.004) 9.737 (+0.235) 2.572 (+0.060)
DFT(B3LYP) Ref. [82] 3.783 (+0.001)  9.805(+0.303)  2.592 (+0.080)
DFT(B3LYP) Ref. [17] 3.789 (+0.007)  9.777 (+0.275)  2.580 (+0.068)
DFT(HSE06) Ref. [17] 3.766 (—0.016)  9.663 (+0.161)  2.566 (+0.054)
Exp. Ref. [47] 3.782 9.502 2.512

To assess the reliability of DFTB method and MATORG+HBD parameters for the description
of bulk water, two different features are evaluated: the H-bond strength and the radial distribution
function (RDF). We estimate the H-bond strength (AEy_,,4) by the water dimer binding energy
and report it in Table 7, together with the equilibrium O-O distances (Rp.0) of the water dimer.
DFTB results are compared with those obtained with standard and hybrid DFT [83], CCSD [84] and
experiments [85,86]. The description of the H-bond with the MATORG+HBD set is extremely good,
very close to the first-principles and experimental references.

Table 7. Water dimer binding energy (AEy_p,,,4) and oxygen-oxygen distance (Ro.o). Values obtained
with DFTB (MATORG+HBD), higher-level methods (CCSD, PBE and B3LYP) and experiments are
reported. In parenthesis, the absolute errors referred to the experimental data are shown.

Method Reference AEQ pona (€V) Ro.o (A)
DFTB-MATORG+HBD This work 0.199 (-0.037) 2.815 (—0.157)
DFT(PBE) Ref. [83] 0.222 2.889
DFT(B3LYP) Ref. [83] 0.198 2.926
CCSD Ref. [84] 0.218 2912
Exp. Refs. [85,86] 0.236 2.972

The radial distribution functions (RDF) of oxygen—oxygen (Oy-Oy) and hydrogen-hydrogen
(Hw-Hy) by DFTB with the MATORG+HBD set of parameters are compared with the experimental
ones in Figure 8 [87].

T T T T T T T T T T T T T T T T T T T T T T

4 --- Exp. — 4 --- Exp.

— DFTB-MATORG+HBD — DFTB-MATORG+HBD

0,:0,3(
H,H, 00

Figure 8. Comparison of the: oxygen-oxygen (Ow-Oy) (a); and hydrogen-hydrogen (Hy-Hy) (b) radial
distribution functions (RDF) obtained experimentally (dashed black line) and calculated with the
DFTB-MATORG+HBD method.
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In the experiment, the first intermolecular peaks for r(Oy-Oy) and r(Hy-Hy) are found to be
located at 2.77 and 2.31 A, respectively. In excellent agreement, with the MATORG+HBD set, the first
peak position of the Oy -Oy RDF is at 2.75 A (Figure 8a). The experimental /theoretical curves partially
overlap for distances lower than 3.30 A: the water density depletion zones are very similar and the
second intermolecular peak is at 5.25 A, not too far from the experimental data (4.55 A). Regarding
the Hy,-H,, radial distribution function (Figure 8b), the experimental curve is well reproduced by
MATORG+HBD, with the first intermolecular peak located at 2.34 A.

5.2. Static Description of TiO,/Water Interface

The molecular (undissociated, H,O) and dissociated (OH, H) adsorption of water on the anatase
TiO; (101) surface has been investigated at different water coverages (low, 6 = 0.25 and full, 6 = 1).
The adsorption energy per molecule (AE;’%) has been calculated with MATORG and MATORG+HBD
and compared with DFT(PBE) results and experimental measurements in Table 8.

Table 8. Values calculated with DFT and DFTB methods of the adsorption energies per molecule
(AE;’;”SI ) of water on the TiO, (101) anatase slab in the molecular (H,O) and dissociated (OH, H) state.
Different coverages are considered (low, 8 = 0.25 and full, 6 = 1). The experimental adsorption energy of
the water monolayer on the (101) surface is also reported. The absolute errors (in parenthesis) reported
for DFTB are calculated with respect to the PBE values from this work.

Method Reference Coverage, 0 AE%;’, H,0 (eV) AE;"’;’SI, OH, H (eV)
orvore mewot 0P AR dnem
DFTB-MATORG+HBD  This work 0‘12 > :8:{;(1) E:g:(l)g; :8:2(1) 2:8:83
DFT(PBE) This work 0‘125 :g:g; igfé
DFT(PBE) Ref. [88] 0'125 :8:;3 jﬁ
Exp. Refs. [89,90] 1 -0.5/-0.7

The DFTB method predicts the molecular adsorption mode of a single water molecule
to be favored with respect to the dissociated one. This is in line with several experimental
observations [73,89-91] and previous DFT data [10,88]. In the full coverage regime (6 =1),
the MATORG set also correctly reproduces the binding energy decrease for the molecular adsorption
mode and the increase for the dissociated one. However, the MATORG set tends to overestimate
adsorption energies with errors up to 0.41 eV. This discrepancy is almost solved with the inclusion of
the HBD correction, which reduces the error values to less than 0.13 eV.

5.3. Dynamic Description of TiO/Water Interface

The study of complex and realistic TiO, (nano)systems in aqueous environment is strongly related
to the ability of the method used to describe the titania/water-multilayers dynamic behavior. To assess
the performance of the MATORG+HBD set of parameters, first-principles simulations must be used as
reference. We will use Car—Parrinello molecular dynamics (CPMD) DFT(PBE) simulations [75] and
other DFT(PBE) structural investigations [92] of water layers on the TiO, (101) anatase surface, which
already exist in the literature.

In Figure 9, we show the 0 K optimized geometries starting from the last snapshot of each
molecular dynamics trajectory performed with the MATORG+HBD set, in the case of the fully
undissociated water monolayer (ML), bilayer (BL) and trilayer (TL) of water on the (101) TiO, anatase
surface, respectively.
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Figure 9. DFTB-MATORG+HBD structures of a monolayer (ML), a bilayer (BL) and a trilayer (TL) of
water on the (101) TiO, anatase surface. Dashed lines correspond to H-bonds.

For the ML, each water molecule (in yellow in Figure 9, left panel) binds a Tis. of the surface
and establishes two H-bonds with the O, with an adsorption energy per molecule (AE%"SI in Table 9),

calculated with the MATORG+HBD method, of —0.70 eV, in very good quantitative agreement with
the DFT(PBE) references [74].

Table 9. Values calculated with DFT and DFTB methods of the binding energy per molecule (AE;";"SI
in eV) of the water monolayer (ML), bilayer (BL) and trilayer (TL) on the (101) TiO, anatase surface
after an optimization run from the last snapshot of the MD simulation. The binding energy (AE;’;C;’ is
defined as the difference between the total energy of the titania/water interface equilibrium structure
and the sum of the total energy of six isolated water molecules plus the total energy of the optimized

slab with one water layer less.

AEmal Vv
Water Configuration ads ©V)
DFTB-MATORG+HBD DFT(PBE) ? DFT(PBE) P
ML -0.70 -0.62 ~0.69
BL -0.73 -0.67 ~0.65
TL -0.53 -0.53 ~0.56

2 This work; P from Ref. [74].

In the BL configuration, the water molecules of the first layer are bound to Tis. atoms of the
surface and form two H-bonds with two molecules of the second layer. The water molecules of the
second layer (in blue in Figure 9, middle panel) have only one H-bond with an Oy of the titania surface,
with the other H atom pointing towards the vacuum. For the BL, the MATORG+HBD adsorption
energy is —0.73 eV, in agreement with DFT(PBE) results (see Table 9).

The TL case is more complicated, since the third water layer (in green in Figure 9, right panel)
is too mobile to allow for a unique structure definition. We added a third water layer on the BL
equilibrium structure with a MATORG+HBD adsorption energy of —0.53 eV (see Table 9), again in
very good agreement with the DFT(PBE) previous study.

Finally, to analyze the behavior of the titania/water-multilayers interfaces during the MD
simulations, the distribution p(z) of the vertical distances between the O atoms of the H,O molecules
and the Tis. plane of the surface, together with their time evolution (z(t)), were extracted from the MD
trajectory, as shown in Figure 10, and compared to DFT(PBE) CPMD results [75].
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Figure 10. DFTB-MATORG+HBD distribution p(z) and time evolution z(t) of the distances between
the water molecules (O atoms) of the monolayer (ML), bilayer (BL) and trilayer (TL) and the titania
surface (Tis. atoms). In cyan diamonds, values calculated with DFT(PBE) Car-Parrinello simulations
are shown.

In the case of the ML (Figure 10, top panel), the agreement with the Car—Parrinello (PBE) molecular
dynamics data is satisfactory: as it can be seen from the time evolution of perpendicular distances,
the molecules librate around their equilibrium site and give a total p(z) distribution very similar to the
reference with the peak shifted by only 0.1 A to shorter values.

Regarding the BL molecular dynamics simulation (Figure 10, central panel), the agreement with
the CPMD (PBE) is extremely good. In the CPMD DFT(PBE) case, the position of the p(z) distribution
peak is at 2.15 A for the first water layer and at 2.98 A for the second one, whereas in the MD with
MATORG+HBD, those are at 2.11 A and at 3.08 A, respectively. The BL configuration is very stable
since none of the water molecule has left its initial equilibrium position in the whole simulation time.

For the water TL (Figure 10, bottom panel) we observe again a very good agreement between the
DFT(PBE) and DFTB curves: the first two water layers in the MATORG+HBD molecular dynamics
are vertically ordered in their initial equilibrium. On the contrary, the third layer water molecules are
very mobile interacting with the second layer through H-bond. The range of the third layer vertical
distances evaluated with MATORG+HBD is 3.6 < z < 5.1 A, thus shorter than the one calculated with
DFT(PBE) (~4 <z < 6 A).

To conclude this section, we have shown that the description by the parametrized DFTB method
with the MATORG+HBD set of the titania/water-multilayers interface (static and dynamic calculations)
is in very good agreement with DFT(PBE) results. In particular, the MATORG+HBD set correctly
describes the key aspects of the multilayer water adsorption on TiO, surface, properly balancing the
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surface/water and water/water interactions. Based on this assessment and on the computational
efficiency of DFTB, we conclude that this method enables the study of large and realistic TiO,
nanostructured systems into an aqueous environment.

6. Concluding Remarks

In the sections above, we have presented an overview of current possibilities, as explored by
our group with state-of-the-art DFT and DFT-based (DFTB) methodologies, for the description of
realistic nanoparticles in water solution for photoapplications. It is evident that, when the size of
the nanoparticle becomes relatively large (about 4000 atoms), to achieve a diameter size close to the
smallest TiO, nanoparticles used in practical applications (4.4 nm), the feasible limit for hybrid DFT
calculations is almost reached. We showed that DFTB method can be used to obtain global minimum
structures and to provide a reasonable description of both structural and electronic properties of
these complex systems. Additionally, DFTB method is found to also yield a satisfactory accuracy
for the description of the water layers on top of TiO, surfaces, which allows introducing the water
environment explicitly into the calculations. However, we have shown that the DFT level of theory is
still mandatory when one wants to describe photoexcitation processes taking place in the nanoparticles
or on its surface, such as exciton formation, charge carrier trapping or electron transfer to adsorbates.

Supplementary Materials: The following are available online at www.mdpi.com/2073-4344/7/12/357/s1,
Figure S1: Comparison of the distances distribution (simulated EXAFS) computed with DFT(PBE), in black
and DFT(B3LYP) in red, for the 2.2 nm NS produced at 300 K, Figure S2: DFT(B3LYP) and DFTB total (DOS)
density of states for anatase bulk TiO,. The maximum atomic orbital coefficient (max.) of each eigenstate is
also reported.
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