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Figure 4. XRD patterns of the intercalated products washed with different solvents at different
temperatures. a. S3; b. the intercalated product washed with cold DI H2O (25 ◦C); c. the intercalated
product washed with hot DI H2O (50 ◦C); d. the intercalated product washed with cold ethanol (25 ◦C).

3.2. The Effect of Ultrasonic Cleaning on the Stability of the Intercalated Product

Figure 5 shows the XRD patterns of the intercalated products after being treated with and without
ultrasonic waves during the washing procedure. The solvent used in the washing procedure was cold
DI H2O. It can be seen that ultrasonic cleaning had no obvious effect on the intercalation result.

Figure 5. XRD patterns of the intercalated products: a. washed with ultrasonic cleaning; b. washed
without ultrasonic cleaning.

3.3. The Stability of the Intercalated Product in the Solution

Intercalation is not the final procedure in the fabrication of polymer/clay nanocomposites or
pillared composites. The intercalated products need to be used as raw material for the next step.
Therefore, it is necessary to keep the intercalated product stable in the solution. In this part, the stability
of intercalated product in the solution was tested by putting the intercalated product in DMSO solvent,
and in a solution of CTAB (DMSO was used as the solvent and the amount of CTAB was 15 times
the CEC of S3) at 80 ◦C for 24 h in a water bath, separately. Figure 6 shows the XRD patterns of the
final products. The d-space of the intercalated sericite in the mixed solution of CTAB and DMSO
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was 5.79 nm, and the peak patterns were sharp, which means good crystallinity of the final product.
The d-space of the intercalated sericite in the DMSO only reached 3.03 nm, and the diffraction peaks
were much flatter. Therefore, it is clear that the stability of the intercalated product in the mixed
solution of CTAB and DMSO was much better than in DMSO.

Figure 6. Stability test of the intercalated products in the solution: a. the intercalated sericite was used
as raw material and DMSO was used as a solvent, at 80 ◦C for 24 h; b. the intercalated sericite was
used as raw material, CTAB (the amount of CTAB was 15 times the cation exchange capacity (CEC) of
S3) and DMSO were used in the solution at 80 ◦C for 24 h.

A hot solvent such as DMSO can dissolve CTAB and move CTAB out from the interlayer, causing
the disorder of CTAB in the interlayer. However, the mixed solution of CTAB and DMSO can ensure a
saturated solution of CTAB (the amount of CTAB was 15 times the CEC of S3, much higher than the
solubility of CTAB in this temperature), and maintain the stability of CTAB in the interlayer with the
help of osmotic pressure. Therefore, if the intercalated sericite needs to be used in a subsequent step,
sufficient CTAB should be put into the solution in order to keep the intercalated CTAB stable inside
the interlayer.

3.4. The Choice of Raw Material for the Intercalation Based on Stability, Intercalation Rate, and Other
Experimental Conditions

Figure 7 shows the XRD patterns of different raw materials used in the intercalation. When S3
was used as a raw material, CTAB was used as an intercalation agent in DMSO solvent at 80 ◦C for
24 h. When the intercalated sericite was used as a raw material, CTAB was used as an intercalation
agent in the DMSO at 80 ◦C for 3 h. It can be seen that it did not matter what the raw material was,
the intercalation result was almost the same. The d-space was maintained between 4.88 and 4.99 nm,
and both peak patterns were sharp and symmetrical.
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Figure 7. XRD patterns of different raw materials used for the intercalation: a. raw material was S3,
CTAB was used as intercalation agent in DMSO solvent; b. raw material was intercalated S3, CTAB was
used as intercalation agent in DMSO solvent.

The intercalation rates were calculated, and are shown in Table 1. From Table 1, it can be seen that
both the intercalation rates were relatively high, ranging from 94.83% to 98.20%.

Table 1. The intercalation rate using different raw materials.

S3 Intercalated S3

Intercalation rate (%) 98.20 94.83

The usage of reagents and the experiment time are listed in Table 2. Obviously, the intercalated S3
consumed more reagent and had a longer experiment time. Based on these factors, S3 should be chosen
for the intercalation. The intercalation did not improve by repeating it. The intercalated product made
from S3 was stable, consumed less reagent, took less time, and had a higher intercalation rate.

Table 2. The usage of reagents and experiment time with different raw materials for the intercalation.

S3 Intercalated S3

The amount of CTAB 15 times the CEC of S3 30 times the CEC of S3
Experiment time 24 h 24 h + drying time + 3 h

3.5. Properties of the Sericite/Polymer Nanocomposites

Different amounts of stable intercalated sericite, using the optical conditions mentioned above
(0.1 wt%, 0.5 wt%, 1 wt%, 1.5 wt%, and 2 wt%), were added into epoxy resin to produce sericite/epoxy
nanocomposites. In Figure 8, it can be seen that when the amount of sericite was less than 1 wt%,
mainly exfoliated nanocomposites were formed. The interlayer spacing could be expanded to more
than 8.8 nm, with the sheets of sericite distributed uniformly in the matrix. As the amount of sericite
increased to 1.5 wt%, diffraction peaks emerged at 2θ < 2◦, which means that part of the sericite
was not exfoliated in the epoxy resin matrix, while the interlayer spacing still increased substantially.
The increased amount of sericite increased the background of the previous d002 value of sericite, which
means the exfoliation is not that completed, with part of sericite lamellar still in order degree.
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θ / °  
Figure 8. XRD patterns of the sericite/epoxy resin with different amounts of intercalated sericite added.

The tensile strength, flexural strength, and impact strength of the sericite/epoxy nanocomposites
with different amounts of sericite added were also tested and compared with pure epoxy resin with no
sericite added. In Figure 9, it can be seen that the mechanical strength of the nanocomposites increased
substantially compared with pure epoxy resin. The mechanical strength was best when the amount of
sericite was 1%. The tensile strength (105 MPa) increased by 110% compared with pure epoxy resin
(50 MPa), the flexural strength (110 MPa) increased by 41% compared with pure epoxy resin (78 MPa),
and the impact strength (35 kJ/m2) increased by 94% compared with pure epoxy resin (18 kJ/m2).

Figure 9. The effect of the added amount of intercalated sericite on the mechanical properties of
the composites.

Figure 10 shows TEM images of the sericite/epoxy nanocomposites (the amount of sericite was
1 wt%). The dark textures are sericite layers, while the light parts are epoxy resin. The sericite
interlayers were still parallel while most of them were exfoliated to a relatively large extent with

208



Polymers 2019, 11, 900

the distance at 20 nm or more. Together with the XRD patterns, this result proves the formation of
exfoliated sericite/epoxy nanocomposites.

Figure 10. TEM images of the sericite/epoxy nanocomposites (the amount of sericite was 1 wt %).
(a) scale bar 20 nm; (b) scale bar 100 nm.

When compared with virgin epoxy resin, the sericite/epoxy resin nanocomposites had better
mechanical properties. The results above also suggest that there is an optimum clay concentration
for the nanocomposite, which was 1% in our case. Compared with epoxy resin, sericite is more
naturally resistant to straining due to its high modulus. Moreover, when the added amount of sericite
was less than (or equal to) 1%, mainly exfoliated sericite/epoxy nanocomposites could be formed,
with most of the sericite lamella distributed uniformly in the epoxy resin. Therefore, the mechanical
properties of sericite/epoxy nanocomposites improved dramatically when compared with pure epoxy
resin. As the amount of sericite increased, the relative amount of intercalation/exfoliation of the
sericite gradually increased with an increase in the sericite content, which means that the dispersion
of sericite in epoxy resin was not as good as before, leading to decreased mechanical properties.
The modifier of sericite—CTAB in our case—helped change the surfaces of sericite from hydrophilic to
hydrophobic, leading to good adhesion between sericite and epoxy resin, which was the precondition
to the improvement of the nanocomposite mechanical properties.

4. Conclusions

In summary, the intercalated sericite by cetyl trimethylammonium ion was stable during the
washing procedure with cold (room-temperature) DI H2O. Hot DI H2O and ethanol could de-intercalate
CTAB in the interlayer. Ultrasonic cleaning had no effect on the stability of the intercalated product.
If the intercalated product needs to be used in a subsequent reaction step, a sufficient amount
(larger than the solubility of CTAB) of CTAB should be put into the solution in order to prevent the
de-intercalation of CTAB from the interlayer. The intercalated product made from S3 was stable,
consumed less reagents, and had a higher intercalation rate compared with twice-intercalated products.
The sericite/epoxy nanocomposites produced with stable intercalated sericite had better mechanical
properties than pure epoxy resin. Mainly exfoliated sericite/epoxy nanocomposites with the layers of
sericite dispersed very well in the epoxy resin were formed when the amount of sericite was 1 wt%
or less based on the XRD and TEM results. Stable intercalated sericite is the precondition of a good
adhesion between sericite and epoxy resin, which leads to good nanocomposite mechanical properties.
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Abstract: CO2 has been regarded as one of the most promising blowing agents for polystyrene (PS)
foam due to its non-flammability, low price, nontoxicity, and eco-friendliness. However, the low
solubility and fast diffusivity of CO2 in PS hinder its potential applications. In this study, an attapulgite
(ATP)/polypyrrole (PPy) nanocomposite was developed using the in situ polymerization method
to generate the hierarchical cell texture for the PS foam based on the supercritical CO2 foaming.
The results demonstrated that the nanocomposite could act as an efficient CO2 capturer enabling
the random release of it during the foaming process. In contrast to the pure PS foam, the ATP/PPy
nanocomposite reinforced PS foam is endowed with high cell density (up to 1.9 × 106) and similar
thermal conductivity as the neat PS foam, as well as high compression modulus. Therefore, the in
situ polymerized ATP/PPy nanocomposite makes supercritical CO2 foaming desired candidate to
replace the widely used fluorocarbons and chlorofluorocarbons as PS blowing agents.

Keywords: supercritical CO2; polystyrene foam; blowing agent; in situ polymerization; attapulgite/
polypyrrole nanocomposite

1. Introduction

Polystyrene (PS) foam is one of the most popular and low-cost polymeric foams that is widely used
in many applications such as household materials, food containers, lightweight composites, toy models,
and packaging [1–6]. As is well known, the blowing agent applied during the foaming process is the
key factor for achieving PS foam of good quality. Recently, with the rising environmental concerns
from currently used blowing agents such as fluorocarbons (FCs) and chlorofluorocarbons (CFCs),
carbon dioxide (CO2) has attracted tremendous interests from the scientific and industrial communities.
Compared with FCs and CFCs, CO2 at its supercritical state (T = 31 ◦C and P = 73.8 bar/1074 psi)
can be competitive because it is inexpensive, non-flammable, nontoxic, environmentally friendly,
and chemically inert [7–10]. However, CO2 also has some drawbacks, in that it is usually processed at
higher pressures and easily escapes from the polymer matrix, which induces processing instability and
shaping contraction. These will result in an uncontrollable foam density and cell morphology of PS
foam, thus leading to poor thermal and mechanical properties [11–13]. In this case, it is requisite to
develop an efficient strategy to manage CO2 for PS foaming.

Polymers 2019, 11, 985; doi:10.3390/polym11060985 www.mdpi.com/journal/polymers212
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In a traditional process based on supercritical CO2 foaming, a large quantity of CO2 is dissolved
in PS that can modify the rheological properties of PS in the barrel of the extruder, then resulting in
extensive expansion during the relaxation at the die. Consequently, the reduction of viscosity decreases
the mechanical constraints and the operating temperature within the extruder [14–16]. It was found
that CO2 can decrease the viscosity of PS without otherwise changing their pseudoplastic behavior.
The viscosity data for the PS based on supercritical CO2 foaming follow the ideal viscoelastic scaling,
whereby the set of viscosity curve can be scaled to a master curve of reduced viscosity vs. reduced
shear rate identical to the viscosity curve for the pure PS [17]. It was also reported that CO2 could
blow the PS-based composites. Pang et al. studied the effect of CO2 as the processing medium to
improve the in situ compatibilization of polypropylene/PS blends via reactive extrusion. CO2 had
been proved to enable an improved phase dispersion and thus the mechanical properties of the
polypropylene/PS through two functions: CO2-assisted phase dispersion and CO2-promoted in situ
compatibilization [18,19]. In addition, the PS/carbon-based nanoparticle composites with different
shapes or dimensions were prepared using supercritical CO2 as the foaming agent, of which the
nucleation mechanism was well analyzed by the classical nucleation theory [20].

In this study, attapulgite (ATP) and polypyrrole (PPy) have been in situ polymerized to give a
nanocomposite to assist CO2 for PS foaming, where the ATP/PPy nanocomposite is expected to act as a
“CO2 capturer” to control the CO2 releasing during foaming [21]. The ATP-PS foams possessed cells
of the similar three-petal shape as the neat PS foam, while the ATP/PPy nanocomposites reinforced
PS foams displayed significantly different cellular structure. As demonstrated in the SEM images,
it was found that the ATP/PPy nanocomposites reinforced PS foams were composed of multi-petal
(≥3) and hierarchical petal-in-petal textures. The foam density and cell size features of the ATP/PPy
nanocomposites reinforced PS foams were significantly different from the pure PS foam. This could be
understood from the fact that the uniquely fibrous ATP with PPy could form the separated pathways
for CO2 during the foaming process, interfering with its spontaneous release. As a result, the ATP/PPy
nanocomposites reinforced PS foams were endowed with similar thermal conductivity, as well as up to
8.06 ◦C higher thermal decomposition temperature (TDT) and 181% higher compression modulus,
compared to 415.78 ◦C and 1.09 MPa of the neat PS foam. The ATP/PPy-PS foam with these excellent
performances opens enormous opportunities for them to be used in the lightweight composite,
microwave absorption, energy, and catalytic applications.

2. Materials and Methods

2.1. Materials

Pyrrole, Ammonium persulfate (APS), Sodium hexametaphosphate (SHMP), (3-Aminopropyl)
triethoxysilane (KH-550), and other chemicals were purchased from Aladdin Chemistry Co., Ltd.
(Shanghai, China). All chemicals were of analytical reagent grade used without further purification.
PS (Nova 1600) was provided by NOVA Chemical, Inc. (Painesville, OH, USA). Deionized (DI) water
was used throughout this study.

ATP was purified from the crude mineral ores (Gansu, China) as follows: First, the crude mineral
ores were put into the planetary ball mill (QM3SP4L, Shanghai Xinnuo Instrument Equipment Co.,
LTD, Shanghai, China) and ball milled at 400 rpm for 8 h. The resulting solid was further ground in an
agate mortar for 10 min, followed by sifting fine ATP (400 mesh) from the ores. After that, the fine
ATP was dispersed in DI water then ultra-sonicated for 30 min to obtain the uniform dispersion.
Subsequently, the ATP dispersion was centrifuged at 5000 rpm for 30 min. Finally, further air-drying
was conducted at 105 ◦C overnight to complete the purification (Figure 1).
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Figure 1. Digital camera images of (a) the crude mineral ore of attapulgite (ATP), (b) purified ATP and
(c) the ATP/polypyrrole (PPy) nanocomposite. Scale bar: 1 cm.

2.2. Foam Extrusion of ATP/PPy Nanocomposite Reinforced PS

At first, the ATP/PPy nanocomposites were prepared according to the chemical oxidation for the
preparation of PPy. Specifically, 0.9 g of purified ATP was dispersed in 500 mL of DI water under
magnetic stirring overnight at ambient temperature. Pyrrole monomers of desired amount and 500 mL
of HCl (2 M) were subsequently introduced into the previous solution, under vigorous magnetic
stirring for another 24 h at 5 ◦C. Then a mixture of APS (13.02 g) and 100 mL of DI water was added
in to initiate the polymerization for about 16 h, during which the temperature of which was kept at
5 ◦C. The obtained suspension was washed with deionized water three times and centrifuged to obtain
the sediment. Finally, the sediment was collected and freeze-dried to give the powdery ATP/PPy
nanocomposite (Figure 1c).

The ATP/PPy nanocomposite reinforced PS foams were prepared by a modified method as
originally presented by Castro and co-workers [10]. Foaming was done using a twin screw extruder
equipped with a pelletizer die as shown in Figure 2 (Leistritz ZSE-27; D = 27 mm; L/D = 40).
The temperature zones of the extruder barrel were kept at 160 ◦C in the feed zone and 180 ◦C at the die
tip. The extruder was typically run at 100 rpm. The 2.0, 2.8, and 3.3 wt% of ATP/PPy nanocomposite
were selected to reinforce the PS foams, thus being labeled as ATP/PPy-PS 1, 2, and 3, respectively.
For a comparison purpose, pristine PS and PS reinforced by the purified ATP alone were also prepared,
denoting as PS foam and ATP-PS 1, 2, 3 (with respectively 2.0, 2.8, and 3.3 wt% of purified ATP
included). The visual observations of neat PS, ATP-PS 3, and ATP/PPy-PS are presented in Figure 3
(optical camera images).

 

Figure 2. The continuous foaming extrusion process for the fabrication of the polystyrene (PS) foam in
this study.
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Figure 3. Optical camera images (upper: top view, lower: cross section view) of (a) neat PS foam,
(b) ATP-PS 3, (c) ATP/PPy-PS 3. Scale bar: 1 cm.

The cell size and cell density of all PS foams (Figure 4, scanning electron microscopy, SEM images)
were determined by using both the inverted microscope (equipped with a 4× objective lens, ECLIPSE
Ti2-U, Nikon Corporation, Tokyo, Japan) and SEM (S3400N, Hitachi Co., Ltd., Tokyo, Japan). At least
70 cells were taken into account to determine the average cell size and cell density. The obtained
morphological properties and densities of the neat PS foam, ATP-PS foams, and ATP/PPy-PS foams are
summarized in Table 1. Specifically, the foam density of each sample was calculated according to the
following equation from the ASTM D792 standard [22]:

FoamDensity =
Mair × ρwater

Mair −Mwater
(1)

where Mair is the apparent mass of the sample in air, Mwater is the apparent mass of the sample in
water, and ρwater is the density of water.

Figure 4. Cont.
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Figure 4. The optical microscopy images showing the cell size and cell density of (a) neat PS foam,
(b) ATP-PS 3 and (c) ATP/PPy-PS 3, scale bar: 500 μm. Top view scanning electron microscopy (SEM)
micrographs of (d) neat PS foam, (e) ATP-PS 3 and (f) ATP/PPy-PS 3, scale bar: 2 μm. (g) Cell density
test of ATP-PS foam and ATP/PPy-PS foams.

Table 1. Density and morphological properties of neat PS foam, ATP-PS foam, and ATP/PPy-PS foam.

Sample Foam Density (g/cm3) Cell Size (mm) Cell Density (cells/cm3)

neat PS 0.070 ± 0.004 0.52 ± 0.06 (3.5 ± 0.2) × 103

ATP-PS 1 0.188 ± 0.015 0.40 ± 0.03 (8.3 ± 0.2) × 104

ATP-PS 2 0.132 ± 0.008 0.53 ± 0.02 (4.2 ± 0.2) × 104

ATP-PS 3 0.159 ± 0.016 0.56 ± 0.04 (1.3 ± 0.1) × 104

ATP/PPy-PS 1 0.052 ± 0.004 0.19 ± 0.01 (1.9 ± 0.1) × 106

ATP/PPy-PS 2 0.058 ± 0.007 0.27 ± 0.02 (3.7 ± 0.2) × 105

ATP/PPy-PS 3 0.055 ± 0.003 0.22 ± 0.01 (3.5 ± 0.1) × 105

2.3. Thermal and Mechanical Properties

Thermogravimetric analysis (TGA) was carried out using a Simultaneous TGA/differential
scanning calorimetry (DSC) analyzer (TGA/DSC 3+, Mettler Toledo, Greifensee, Switzerland) with
temperature scanning from ambient to 800 ◦C at a heating ramp of 10 ◦C/min. Besides this, TDT for
all samples was defined as the temperature where 50% of weight loss was viewed. Also, the thermal
stability of samples was evaluated by differential scanning calorimetry (DSC, TGA/DSC 3+, Mettler
Toledo, Switzerland) while flowing N2 over a range of 25–800 ◦C and with a heating rate of 10 ◦C/min.
In addition, the thermal conductivity was evaluated by using Thermal Constants Analyzer (TPS-500s,
Hot Disk AB Co., Gothenburg, Sweden) at room temperature under 20 mW within 10 s.

The compressive properties measurements were carried out using an electronic universal testing
machine (Inspekt table blue 5 kN, Hegewald & Peschke, Nossen, Germany) at a testing speed of
1 mm/min for all samples according to the ASTM D1621-16 standard. The sample size is 40 mm ×
20 mm × 16 mm.

All the above tests were performed on at least five samples from each set of measurements.

3. Results and Discussion

3.1. Foam Morphology

The morphology of the foam samples was examined to investigate the effect of the ATP/PPy
nanocomposites on CO2 for foaming PS. The optical images compare the cell size and cell density of PS
foam with others, which illustrate the ATP-PS foam is made up of many three-petal flowers, which is
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similar to that viewed for neat PS foam, whereas the ATP/PPy-PS foam exhibits significantly different
multi-petal and hierarchical-petal flower textures (Figure 4a–c). The unique texture of ATP/PPy-PS
foam was further determined by SEM (Figure 4d–f). With the addition of ATP/PPy nanocomposite,
the obtained foams displaying increased cell density than both the PS foam and the ATP-PS foam as
graphed in Figure 4g. In contrast to 3.5 × 103 of the PS foam, the cell density of the ATP/PPy-PS foams
increased 500-fold to within 3.5 × 105–1.9 × 106. Meanwhile, as listed in Table 1, both the foam density
and average cell size for the ATP/PPy-PS foams were decreased to 0.052–0.058 g/cm3 and 0.19–0.27 mm,
respectively, from 0.132–0.188 g/cm3 and 0.40–0.56 mm for the ATP-PS foam. To our knowledge, this
may be attributed to that the positive effect brought by overdosage of ATP or ATP/PPy can cause many
drawbacks such as low diffusion and long contact time on the supercritical CO2 foaming [23].

On the basis of these results, we propose that the reinforcement of ATP/PPy nanocomposites
may be attributed to the physical confinement of them. On one hand, after the inclusion of the
nanocomposites, the initial geometry of PS during foaming was changed as the nanocomposites would
occasionally stand in the way where the PS cells growing. As a result, it is possible for CO2 to get split
or disorder, correspondingly generating the cells of multi-petal and hierarchical-petal flower textures.
This constraint effect of the nanocomposites can be understood by regarding them as the CO2 capturer
to manage its releasing other than the usual manner [24–26]. On the other hand, both the rod-like
ATP and fibrous PPy may mislead CO2 to flow on more directions. Herein, ATP functions as a good
substrate for other polymers, such as PPy in this study or polyaniline in our previous papers, to get
improved performances [27,28].

3.2. Thermal and Mechanical Properties

The thermal properties are crucial for PS-based materials. As addressed above, the incorporation
of ATP or ATP/PPy nanocomposites in PS can facilitate the random releasing of CO2, however,
the increased thermal conductivity was simultaneously observed (Figure 5a). The highest thermal
conductivity was of 0.054 W/(mK) for ATP-PS 1, 38% higher than 0.039 W/(mK) of the neat PS
foam, which hinders the potential application of ATP-PS, though further increasing the content of
ATP in the ATP-PS foams exhibits a decreased trend. This may be due to that, although ATP is a
thermally conductive clay (~0.68 W/(mK)), it is also easy to get agglomerated to embody decreased
heat transfer. In other words, the obtained ATP-PS foams with higher ATP content sacrificed their
thermal conductivity to gain increased applicable potential. Note that the thermal conductivity curve
of the ATP/PPy-PS foams is much different from that of the ATP-PS foams, which linearly grows
along with the content of the ATP/PPy nanocomposite. On one hand, the inclusion of comparably
thermally non-conductive PPy in the foam can compromise ATP. On the other hand, the growth of
fibrous PPy on ATP in the nanocomposites avoids ATP to agglomerate [29,30]. Besides this, TGA is
applied to estimate the thermal stability of these foams according to their thermogravimetric behavior
(Figure 5b). As shown in Figure 5c, it can be clearly observed that all foams shared similar TGA curve
patterns, while ATP/PPy-PS 1 exhibited the highest TDT, which is ~8 ◦C higher than that of the PS
foam. Encouragingly, all ATP/PPy-PS foams outperformed the ATP-PS foams with respect to TDT.
This manifests that ATP has a limited effect on PS here, unless nanocomposited with PPy to form the
thermostable interactions between Fe2O3 (7.53 wt%) in ATP and PPy chains [31]. Increasing the dosage
of ATP shows a similar trend as seen in Figure 5a, suggesting that the inclusion of highly thermally
conductive ATP in the foams facilitates their decomposition under heating. Note that the TDT curve
of the ATP/PPy-PS foams is similar to that of ATP-PS foams, though significantly different from its
thermal conductivity data. These effects most likely due to the relatively thermal stable dopant anion
of PPy, which can increase the TDT of the ATP/PPy-PS foams [32]. In addition, the thermal behavior
of all foams was also evaluated by DSC. As elucidated in Figure 5d, the DSC profiles of the PS foam,
the ATP-PS foams, and the ATP/PPy-PS foams are alike, indicating that they were based on the same
degradation mechanism as the decompositions of neat PS [33].
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Figure 5. (a) Thermal conductivity, (b) thermogravimetric analysis (TGA, the partial curves within the
temperature range of 370–450 ◦C were zoomed in as shown in the inset), (c) thermal decomposition
temperature (TDT) and (d) differential scanning calorimetry (DSC) analyses of neat PS foam, ATP-PS
foams, and ATP/PPy-PS foams, respectively.

As a foam material, mechanical properties are also highly desired. Figure 6a shows the compression
modulus of all foams; the ATP-PS foams and the ATP/PPy-PS foams present up to 4.18 (383%) and
3.06 MPa (281%), respectively, much higher than 1.09 MPa (100%) of the neat PS foam. The compression
modulus data of the ATP-PS foams and the ATP/PPy-PS foams are inconsistent with the cell density
value of them as listed in Table 1. This may be due to that the calculated cell density calculation
concerns all cells in three dimensions, whereas the compression modulus is only directly related
to the vertical dimension. Furthermore, the open-cell percentage of the ATP/PPy-PS foams varies
a lot from the others, 63.71–78.96% vs. 33.95% and 31.00–40.07% (Figure 6b). This difference can
be clearly told in the respective top view SEM images as demonstrated in Figure 6c–i. As reported
earlier, materials with open cellular structures are known to exhibit low modulus [34]. Therefore,
we believe that when the close-cell statue is maintained, the compression modulus of the ATP-PS
foams can be significantly increased from that of the neat PS foam, in agreement with the changing
trend of their cell density. The introduction of aromatic tertiary amine groups on the surface of ATP
leads to the parallel alignment of aromatic rings in the PS chains that conduces to the effective load
transfer between the ATP surface and PS matrix [35]. On the other hand, once it is reversed into the
open-cell statue, as happened on the ATP/PPy-PS foams, the contribution of the significantly changed
cell density to the compression modulus may be compromised to some extent. Nonetheless, the highly
open-cell ATP/PPy-PS foams still outperform their nonporous or poorly porous counterparts in regard
to the application of microwave absorption as well as the accessibility of the active surface of the
materials [36–40].

218



Polymers 2019, 11, 985

Figure 6. (a) The compression modulus measurements of neat PS foam, ATP-PS foams, and ATP/PPy-PS
foams, according to the ASTM D1621-16 standard. (b) Corresponding open-cell percentage of all foams,
with respective top view SEM images of (c) neat PS foam, (d–f) ATP-PS 1, 2, 3 and (g–i) ATP/PPy-PS 1,
2, 3, scale bar: 2 μm.

4. Conclusions

In summary, the in situ polymerized attapulgite/polypyrrole nanocomposite has been successfully
introduced into the supercritical CO2-based PS foam. The optical graphs and SEM images of all
foams demonstrated that even though the typical foam structure of PS was formed throughout the
others, of which the foam density and cell size features were significantly different. By combining
the nanocomposites, the thus-obtained foams exhibited the cells of significantly different multi-petal
and hierarchical-petal flower textures, along with more than 500 times higher (1.9 × 106) cell density
than the pure PS foam. This may be attributed to that the nanocomposite could act as an efficient CO2

capturer so enables the random release of it during the foaming process. Also, the thermal behavior
and mechanical properties of the ATP/PPy-PS foams were investigated, which were endowed with up
to 8.06 ◦C higher TDT and 281% higher compression modulus than those of the neat PS foam. Overall,
the ATP/PPy nanocomposite reinforced PS foams fabricated in this study will open up numerous
opportunities for a range of applications based on the supercritical CO2 foaming.
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Abstract: Studies on composition optimisation showed that the mixing of nanoclays to whey
protein-isolate (WPI)-based coating formulations offers an effective strategy to reduce the oxygen
permeability of coated polymer films. The scaling up of the various processing stages of these
formulations was undertaken to prove their industrial feasibility. The aim was to investigate the effect
of various preparation methods at different production scales (pilot- and semi-industrial scale) on the
barrier performance and morphological properties of the applied nanocomposites. A nano-enhanced
composition was converted into a so-called “ready-to-use” formulation by means of a solid-state
pre-dispersion process using ball-milling. The process yielded a nearly dust-free, free-flowing powder
containing agglomerated particles, which can easily be mixed with water. The preparation of a coating
formulation using the ready-to-use granules and its upscaling for roll-to-roll converting at pilot- and
semi-industrial scale was also successfully implemented. The effects of both the production at various
scales and ultrasound treatment on the morphology and barrier performance of the nanocomposites
were characterized by transmission electron microscopy, scanning electron microscopy, as well as
oxygen permeability measurements. Results have shown that the addition of nanoclays to WPI-based
coating formulations ultimately led to significantly reduced oxygen permeabilities to 0.59 cm3,
100 μm·m−2·d−1·bar−1 (barrier improvement factor, BIF of 5.4) and 0.62 cm3, 100 μm·m−2·d−1·bar−1

(BIF of 5.1) in cases of pilot- and semi-industrial-processed coatings, respectively, compared to a
reference without nanoclay. In both cases, a similar degree of nanoparticle orientation was achieved.
It was concluded that the solid state pre-dispersion of the nanoplatelets during the production of the
ready-to-use formulation is the predominant process determining the ultimate degree of nanoparticle
orientation and dispersion state.

Keywords: dispersion; coatings; whey protein isolate; nanocomposites; nanoclay, barrier; morphology

1. Introduction

The ability of protein-based films and coatings to act as a superior barrier against the permeation
of oxygen in packaging materials has attracted a great deal of attention in recent years, as extensive
research has demonstrated [1–11]. Research has shown that the application of coating formulations
based on native whey proteins followed by in-line denaturation, in contrast to the application of
preliminary denatured whey proteins formulations, allows the processing of formulations with much
higher solid contents while still providing an optimum barrier against oxygen [12,13].

Polymers 2019, 11, 1410; doi:10.3390/polym11091410 www.mdpi.com/journal/polymers222



Polymers 2019, 11, 1410

While currently being currently routed to commercialisation, whey protein-based coatings offer
several advantages compared to conventional petrochemically-sourced oxygen barrier materials, such
as poly (ethylene–co–vinyl alcohol) (EVOH), as they are extracted from renewable resources and, despite
usually being biodegradable, also offer the opportunity to be recycled [14]. Indeed, upon the enzymatic
removal of whey protein-based coating layers from multilayer films and laminate, these coatings can
contribute to end-of-life product management as a sub sequential film, and laminate delamination
allows for the separate recycling of the materials [15]. Moreover, when applied on biodegradable
polymeric substrates, e.g., poly (lactic acid) (PLA), the design and production of compostable packaging
concepts is possible [16]. These aspects enable converters in the plastics packaging sector to cope with
the EU action plan for a circular economy, which was adopted by the European commission in 2015
and supports the goal that all plastic packaging is recyclable by 2030 [17].

However, protein-based films still have drawbacks that need to be addressed in order to allow
them to be competitive with conventional established materials in the market place. This particularly
includes the excellent but still higher oxygen permeability of neat whey protein isolate (WPI) in
comparison to petroleum-based high barrier materials, such as poly (ethylene–co–vinyl alcohol)
(EVOH) or copolymers of poly (vinylidene chloride) [18].

One effective strategy to address this drawback is the application of nanocomposites [19–22].
Among other biopolymers, nanocomposites based on whey proteins have become a promising field
of research [23–28]. Amongst other researchers, we have studied nanocomposite coatings for their
ability to improve the barrier performance of these coatings by extending the pathway and time and
reducing the effective volume fraction for diffusing molecules, which is generally referred to as the
tortuous-path effect [29]. In order to fully take advantage of these effects, the uniform and nanoscale
dispersion of the nanoparticles is required [30]. In the case of layered silicates, the formation of a
nanocomposite depends on several factors, such as the nature and type of the matrix, their compatibility,
as well as the dispersion process [31]. True nanocomposites with enhanced properties comprise an
intercalated or exfoliated structure, in contrast to phase-separated micro composites, which do not
achieve enhanced barrier properties [31,32]. Previously published studies have compared different
coating formulations and been dedicated to selecting a suitable plasticiser and nanoparticle type and
concentration necessary to obtain optimized oxygen barrier performance with an emphasis on the
processability of the nano-enhanced formulations [33,34].

The present study goes one step further than the prior art in the upscaling of nano-enhanced
whey protein-based coating formulations and focuses on the influence of the dispersion process
of a ready-to-use coating formulation on the final oxygen barrier performance and morphology of
nanocomposite coatings processed at different scales.

2. Materials and Methods

2.1. Materials

WPI was obtained from Agropur Ingredients (Saint-Hubert, Laval, QC, Canada; previously
Davisco Food International Inc.). Aqueous nanoclay dispersions were provided by ITENE, Valencia,
Spain, as described in our previously published results [34]. The plasticising agent, as selected in a
prior published study that focused on formulation optimization [34], was purchased from Panreac S.A.,
Barcelona, Spain to be used as a plasticiser for the WPI-based film-forming formulations. As a substrate
for the coatings, chemically pre-treated poly (ethylene terephthalate) (PET) with thicknesses of 23
and 100 μm, respectively (PLASTIKA-ANDREJ MESOJEDEC S.P., Polje, Slovenia), were respectively
used for the application of coating formulations using a pilot-scale and a semi-industrial-scale
processing environment.
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2.1.1. Preparation of WPI-Based Ready-to-Use Formulations by High-Energy Ball-Milling

WPI was mixed, using a high-energy ball-milling approach, with plasticizer and nanoclay
according to a coating formulation that was selected based on previously published results [33,34].
Dry ball-milling of the formulation constituents in form of a fine powder (WPI, plasticizer and
nanoclay) was performed by a proprietary process of MBN, specifically adapted for the manufacturing
of ready-to-use formulations for biopolymer nanocomposites. The homogeneous dispersion of
formulation constituents as well as an exfoliation effect of the utilized nanoclay was achieved in
dry conditions, without the addition of any solvent. The fine and light-weighted powder obtained
was then agglomerated in form of granules by using a minimum amount of water, which highly
reduced the dustiness of the mixture. The ready-to-use formulation, which is in form of granules, just
needs to be mixed with water, as described below, for obtaining the feedstock dispersion for coating
processes. In order to be able to interpret the results achieved with the nano-enhanced WPI-based
coating formulation, a pristine ready-to-use formulation was also milled and agglomerated without
the addition of nanoclay.

2.1.2. Coating Preparation, Application, and Drying

Coating formulations for pilot- and semi-industrial-scale processing with and without
nanoparticles were obtained by mixing agglomerated ready-to-use formulations with deionized
water. In contrast to pilot- and semi-industrial-scale, coating formulations based on pre-dispersed
ready-to-use granules were not prepared for lab-scale coatings. Instead, the formulation constituents
were mixed and the aqueous nanodispersions were dispersed altogether. The solid content was kept at
about 18.2% (w/w, referred to the total weight of the aqueous formulation) for all coating formulations.
The nanoparticle concentration was at about 15% (w/w, relative to the WPI content of the ready-to-use
formulation [34]). This corresponds to a final nanoparticle concentration of approximately 9% (w/w,
relative to the dry coating weight of the WPI/plasticiser solids).

Lab-Scale

For lab-scale processing, aqueous protein-plasticizers formulations with (in that case using the
above mentioned clay dispersions from ITENE) and without nanoparticles were mixed at 23 ◦C and
130 rpm in a magnetic stirrer for 24 h.

In order to understand the effect of an ultrasonication treatment on the intercalation/exfoliation
state of the used nanoclay, some of the coating formulations were treated with an ultrasound horn
for up to 240 min at 20 μm of amplitude. Treatment by ultrasound was realized by recirculation of
the prepared sample. While the treatment with ultrasound was taking place, the sample was agitated
with a magnetic stirrer at 100 rpm. The ultrasonic system was from ISM-Industrial Sonomechanics
(Miami, FL, USA) and included a 1200 W ultrasonic generator, piezoelectric transducer, a full-wave
Barbell Horn, and an 80 mL reactor chamber with cooling jacket. Subsequently, about 5 mL of these
still native coating formulations were then applied on a 100 μm chemically pre-treated PET film using
a wired-rod (Lumaquin, Barcelona, Spain, 100 μm wet-film thickness).

In order to understand the effect of an ultrasonication treatment on the intercalation/exfoliation
state of the used nanoclay, samples coated with and without ultrasound-treated formulations have
been compared in terms of their dispersion quality and gas barrier performance. For this purpose, a
nanodispersion provided by ITENE (Valencia, Spain) was mixed with a WPI-based aqueous formulation
and treated with an ultrasound horn for variable times of up to 240 min at 20 μm of amplitude. Samples
were taken at different time-intervals. Treatment by ultrasound was realized by recirculation of the
prepared sample. While the treatment with ultrasound was taking place, the sample was agitated with
a magnetic stirrer at 100 rpm.

The coatings were dried in a stove at (50 ± 2) ◦C for 5 min and then kept at ambient conditions
(57% RH and 20.7 ◦C) for at least 15 h. Each coating was carried out in four replicas. Although the
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drying procedure is far from the optimal that induces in-process denaturation to maximise oxygen
barrier properties, it allows one to obtain comparative results to show the effect of nanoparticles.

Pilot-Scale

For pilot-line processing, the aqueous coating formulations obtained using the ready-to-use
granules were mixed at 23 ◦C and 200 rpm in an electrically heatable stirrer (Thermomix 31-1, Vorwerk
Deutschland Stiftung & Co. KG, Berlin, Germany) for 30 min, and then at 90 ◦C and 400 rpm for another
30 min. The heat-treatment induces the denaturation of the native whey proteins. Subsequently, both
formulations, with and without nanoparticles, were transferred into a 2.5 L glass bottle and cooled
down to room temperature using a water bath and an electrical stirrer at 200 rpm. Both formulations
were degassed in an ultrasonic bath (DT 514 H, Ultrasonic peak output: 860 W, bandelin electronic
GmbH & Co. KG, Berlin, Germany) at 25 ◦C and 37 kHz for 30 min to allow incorporated air to escape.

Pre-denatured WPI-based coating formulations were applied on a 23 μm chemically pre-treated
PET film using a reverse-gravure coating system by a pilot-scale lacquering and lamination line
(available at Fraunhofer IVV, Freising, Germany) at width of 360 mm. The ceramic-coated anilox roller
had a helically-engraved (Hachure) surface with 14 lines per centimeter and an angle of 45◦ diagonally
to the main axis, resulting in a theoretical wet-film coating volume of approximately 90 mL·m−2.
The web-speed during the coating application was 5 m·min−1, whereas the rotational speed of the
gravure-roll was 6 m·min−1.

The coatings were dried convectively using hot air at a temperature of 120 ◦C in an in-line
drying-tunnel with a dwell-time of approximately 90 s. For both coating formulations, with and
without nanoparticles, single-, double-, and triple-layer coatings were performed at dry layer thicknesses
of approximately 10, 17, and 30 μm, respectively. This leads to a multiple drying of the first and the
second-layer coatings.

Semi-Industrial-Scale

For the semi-industrial processing-line, the aqueous coating formulations obtained using the
ready-to-use granules were mixed at 23 ◦C and 2 rpm for 30 min with a three-bladed propeller stirrer
(diameter 10 cm). The still native WPI-based coating dispersions were then put to rest over night to
allow incorporated air to escape. Prior to coating application, a quantity of the aqueous nano-enhanced
formulation was exposed to an ultrasonication-treatment (1200 W, 20 μm amplitude) similar to the
lab-scale trials with the aim to investigate a possible effect on the barrier performance and layer
morphology of the resulting coatings. However, in order to avoid possible re-agglomeration of the
particles that were already exfoliated during solid-state pre-dispersion of the ready-to-use formulation,
its exposure was limited to a 1 min time-interval.

Native WPI-based coating formulations were applied on a 100 μm chemically pre-treated PET film
using an engraved application roller on a semi-industrial coating machine (available at the company
Lajovic Tuba d.o.o., home built with support from IRIS Technology Solutions, Barcelona, Spain).

The coatings were dried using a specifically built convective and infrared drying section, which
provides a finely adjustable temperature profile, following previously published research results [12]
and patented conditions [13]. These conditions ensure an optimal in-process denaturation of the native
whey protein fraction of the coating formulation. Further visual understanding of the in-line drying
process is available in the supplementary materials section.

2.2. Methods

2.2.1. Transmission Electron Microscopy

To ascertain the need for a sonication of the liquid coating formulations, transmission electron
microscopy (TEM) was performed on selected samples coated in lab scale at the UCD Conway Institute
of Biomolecular and Biomedical Research (University College Dublin, Dublin, Ireland), using protocols
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developed previously for delicate biological samples to avoid degrading the biopolymer coatings,
whereby fixation is performed in two steps, first by glutaraldehyde fumes, then by Osmium fumes.
The sample is then plunged into acetone, followed by a multi-step substitution by an epoxy resin, and
then a final polymerization step is carried out.

2.2.2. Scanning Electron Microscopy

To determine the layer thicknesses of the coated samples and the intercalation/exfoliation state
of the nanoparticles within the WPI-based matrix, specimens taken from pilot and semi-industrial
scale produced coatings were prepared for scanning electron microscopy (SEM) investigations.
Specimens were cut into small pieces and adhered between two silicon-wafers using a conductive
two-component-adhesive and were then cured in a vise to maintain a minimal pressure for at least
30 min at ambient conditions. The cross-sectional interfaces were prepared by an Ar+-ion beam, using
a cross-section polisher IB-19530CP (JOEL Ltd., Akishima, Japan). Samples were coated with a thin
gold layer to reduce electrical charging of the non-conducting polymeric layers. SEM images were
taken using a SEM JSM-7200F (JOEL Ltd., Akishima, Japan) at various accelerating voltages and
magnifications. Layer thicknesses of the investigated samples could be determined using a software
package (JOEL Ltd., Akishima, Japan).

2.2.3. Oxygen permeability

The coulometric oxygen permeability (OP) measurements were performed at 23 ◦C and 50% RH
using an Ox-Tran® 2/20 measurement device from Mocon, Brooklyn Park, MN, USA according to
DIN 53380-3. A two-fold determination was performed in all cases. The oxygen permeability values,
Qcoating, for the applied coatings were calculated according to

1
Qcoating

=
1

Qtotal
− 1

QPET
(1)

where Qtotal is the oxygen permeability measured for the coated PET substrate. QPET is the oxygen
permeability of the PET, and it is measured as 48.7 and 12.5 m3·m−2·d−1·bar−1 at 23 ◦C and 50% RH for
the PET layer thicknesses of 23 and 100 μm, respectively. In order to allow direct comparisons between
the different coatings independent of the coating layer thicknesses, the oxygen permeability, Qcoating,
was calculated for a layer thickness of 100 μm (Q100) by

Q100 = Q× d
100

(2)

where d is the dry coating layer thickness.

3. Results

3.1. Effect of Ultrasound-Treatment on Lab-Scale Coating Quality Prepared from Liquid
Nanoparticles Suspensions

At lab scale, nanocomposite coatings of an initially native nano-enhanced formulation were
produced with the aim to determine the effect of an additional ultrasound-treatment on the dispersion
quality of the aqueous WPI-based coating formulation. As a reference, a formulation produced with
the exact same coating process parameters, but without nanoparticles, was prepared as previously
described (Lab-Scale).

Transmission electron microscopy (TEM) was used to analyse the layer morphology of untreated
coatings and coatings, which were treated with ultrasonication for 240 min (Figure 1). For coatings that
were treated by ultrasonication, it seems that fewer nanoparticle agglomerates were present in the dry
coatings, and more individual nanoplatelets, instead of nanoplatelet-stacks, achieved an intercalated
or exfoliated state (Figure 1b).
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(a) (b) 

Figure 1. Transmission electron microscopy (TEM) image of coated samples produced at lab scale (6000×
magnification) (a) without ultrasonication-treatment and (b) after 240 min of ultrasonication-treatment
at 20 μm amplitude.

Nevertheless, as TEM micrographs cannot lead to a quantitative conclusion, the study was
complemented by X-ray diffraction and oxygen permeability measurements. X-ray diffraction
measurements on cast-film samples obtained from the same coating formulations did not reveal any
relevant diffraction peak, confirming the absence of short distance organisation also observed by the
TEM micrographs. There is no difference in the oxygen permeability values measured for the coated
specimens produced with and without using ultrasonication treatment, despite a more homogeneous
distribution of the nanoparticles (Figure 1b).

3.2. Oxygen Barrier Performance of Coatings Based on Ready-to-Use Formulations

Oxygen barrier performance measurements were performed for WPI-based nanocomposite
coatings processed at pilot- and semi-industrial-scale at Fraunhofer-IVV and TUBA, respectively.
Figure 2 shows the oxygen permeability (Q100) of the coating layer at 23 ◦C and 50% RH. The
permeability values were calculated for a coating layer thickness of 100 μm according to Equations (1)
and (2) in order to be able to compare the barrier performance of the various coatings with each other.

Barrier performance measurements for the samples produced at semi-industrial scale have shown
that for these coatings, an average oxygen barrier performance improvement of a factor of about
5.1 ((0.62 ± 0.03) cm3·m−2·d−1·bar−1 at 23 ◦C and 50% RH) could be achieved due to the addition of
nanoclay, in comparison to pristine coatings. On the other hand, no significant difference in the oxygen
barrier performance was observed for the coatings pre-treated by ultrasonication. The absence of
a significant effect on the barrier performance due to ultrasound treatment might be explained by
the efficiency of the solid-state pre-dispersion process. During the high-energy ball-milling process,
resulting high shear-rates likely lead to the intercalation of polymeric protein chains between exfoliated
nanoplatelets. Good compatibility between the surface of the studied nanoplatelets, owing to their
partially polar surface, and the highly polar WPI-based matrix [33], as well as the ability to form
interfacial interactions between nanofiller and WPI via hydrogen bonding [35], favor the dispersion
of the particles and probably contribute to maintaining their dispersed state. It seems likely that
upon reconstitution of the ready-to-use mix with water, the pre-dispersed nanoplatelets remain
homogeneously dispersed within the WPI matrix, as they are stabilised by intermolecular interactions
with protein side chains.
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Figure 2. Oxygen permeability (Q100 at 23 ◦C and 50% RH of WPI-based coatings calculated for a
coating layer thickness of 100 μm. Effects of nanoparticle (NP) addition, number of coating/drying
steps (1×, 2×, and 3× coating), ultrasound treatment (US, with and without (w/o)), and manufacturing
environment (pilot-, semi-industrial-scale) on the WPI-based coating formulations prepared using
novel ready-to-use agglomerates are shown. The data shown represent mean values of a two-fold
measurement ±minimum/maximum deviation (range of variation).

At pilot-scale, coating trials were performed using the same nano-enhanced/pristine ready-to-use
formulations, except that they were heat-treated prior to their coating on PET, as described in Section 3.2.
The aim was to determine the effect of the number of coating/drying runs (single, double, or triple
coating) on the oxygen permeability of the produced coatings. As expected, these coatings ultimately
showed a very similar Q100 value of about 0.59 cm3·m−2·d−1·bar−1 at 23 ◦C and 50% RH, compared
to the coatings produced at semi-industrial scale. However, it has to be noted here that the extent of
barrier improvement in the case of pilot-scale processed coatings highly depended on the number of
coating/drying runs.

After application of a single coating layer of the nano-enhanced formulation, the oxygen
permeability was reduced by a factor of about 2.8, in comparison to pristine WPI coatings, which
had a Q100 value of about 3.2 cm3·m−2·d−1·bar−1 (Figure 2). By the application of the second coating
layer, the Q100 value was reduced down to 0.7 cm3·m−2·d−1·bar−1, resulting in a barrier improvement
factor of about 4.5. After the application of a third coating layer, the Q100 value was reduced to a value
of about 0.59 cm3·m−2·d−1·bar−1, which corresponds to a barrier improvement factor of about 5.4 in
comparison to the permeability (Q100) of pristine WPI (Figure 2).
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The improvement of the barrier performance against oxygen permeation, which, in case of
pilot-scale coatings, was only achieved after a second and third coating/drying step, can likely be
attributed to a lower residual moisture content of the coatings due to longer corresponding drying
times. High moisture contents lead to a swollen biopolymer matrix, as residual water molecules cluster
between highly polar side chains of the hydrophilic WPI and plasticiser molecules, consequently
increasing the free volume within the WPI matrix [34,36]. The significance of the residual water content
with regard to the possible barrier improvement against oxygen permeation is also underlined by the
fact that coatings produced at semi-industrial-scale, in contrast to pilot-scale, already result in low
oxygen permeabilities after the first coating and drying step, which might be explained by a better
drying performance of the combination or infra-red and convective air dryers at semi-industrial-scale,
resulting in optimal in-line process denaturation conditions for the whey proteins [12,13].

Two other aspects need to be discussed regarding the oxygen barrier performance of the studied
nanocomposite coating formulations. Firstly, the reduction of the effective volume available for the
diffusing gas molecules due to the volume fraction that is occupied by the nanofiller and, secondly, an
increase in the effective path length that the diffusing gas molecules, have to be covered due to the
incorporated filler material [29].

The effectiveness of the nanoparticles to significantly increase the diffusion path, the so-called
tortuosity-effect, largely depends on the shape of the particles, where in an optimum case for barrier
improvement platelet-shaped particles are oriented parallel to the plane of the film, and on their
uniform distribution within the polymeric matrix. To prove the hypothesis of a lowered volume that
is available for diffusion processes and a prolonged diffusion path due to nano-filler addition, the
microstructure of the studied coatings has been examined by scanning electron microscopy (Figure 3).
In Figure 3, Images 1a and 1b as well as 2a and 2b show specimen of coatings produced by double
or triple coating at pilot-scale (IVV), respectively, whereas the images 3a and 3b show specimen of
coatings produced at semi-industrial-scale (TUBA). Inorganic materials are perceived as lighter shades,
whereas the organic polymer matrix as well as cavities are depicted in darker shades.

Although few nanoparticle agglomerates are visible in all studied specimen, SEM images generally
show a homogenous distribution of the added nano-filler within the WPI-based matrix. Based on these
images, it can be concluded that in fact volume fraction available for the diffusing gas molecules was
effectively reduced due to the volume fraction that is occupied by the nanofiller, and that the effective
diffusion path for permeating gas molecules was significantly increased, which led to a reduction in
oxygen permeability compared to pristine coatings without any nanofiller. However, despite their
homogenous dispersion, no apparent differences regarding the orientation or intercalation/exfoliation
state of the nanoparticles could be identified for specimens produced at semi-industrial and pilot-scale,
either at a magnification of 20,000× (Images 1a, 2a, and 3a.) or at a higher magnification (50,000×)
(Images 1b, 2b, and 3b).

This indicates that despite the differences in the preparation method of the aqueous coating
formulations at the different production scales, for the most part viscosity differences due to the
sequence of the processing steps (since the viscosity of the WPI-based dispersions increases after
heat-treatment due to denaturation-associated unfolding of proteins) as well as differences regarding
the applied shear-rates (the ultimate degree of particle orientation and the intercalation/exfoliation
state of the particles) are mainly affected by the solid state pre-dispersion of the nanoplatelets by means
of high-energy ball-milling during the production of the ready-to-use formulation.
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Figure 3. Scanning electron microscopy (SEM) images, at different magnifications, (a) at a magnification
of 20,000 and (b) at a magnification of 50,000, of whey protein-isolate (WPI)-based nanocomposite
coatings produced at both (1,2) pilot- and (3) semi-industrial-scale.

4. Discussion

The present study highlights the potential of the studied ready-to-use coating formulations to
be utilized at an industrial scale. Homogeneous and nano-scale dispersion of nanoparticles within
the continuous (bio)polymer matrix is an essential feature in the formation of (bio-)nanocomposite
coatings [30]. More precisely, in the case of layered silicates, to really take advantage of the addition of
layered-silicate nano-fillers into a biopolymer matrix, an intercalated or exfoliated structure, which
refers to an intermingling of the two phases, has to arise in order to significantly improve the properties
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of the resulting nanocomposites compared to traditional microcomposites, in which the two phases
remain separated [20,31,32].

The successful implementation of the nano-enhanced, ready-to-use formulations prepared within
this work demonstrates their applicability at different scales and processing conditions. However, it
should be noted here that the application of a single coating in contrast to the necessity of multiple coating
and drying steps to achieve the desired barrier performance and the in-process partial denaturation
of the WPI, compared to time-consuming and costly pre-denaturation processes, is industrially far
more feasible.

A significantly reduced oxygen permeability of about 0.6 cm3, 100 μm·m−2·d−1·bar−1 in case of
pilot- and semi-industrial-processed coatings represents an improvement factor against the permeation
of oxygen of about 5.4 and 5.1, respectively, in comparison to the corresponding pristine reference
coatings. The barrier performance against oxygen permeation of nano-enhanced coatings produced at
pilot- or semi-industrial-scale seems to be independent of the shear-rates applied during the coating
application with different coating units.

A previous publication that studied the addition of layered-silicates into a WPI-based matrix
reported a higher oxygen barrier improvement factor of up to 7.1 [34]—for coatings using the same
nanofiller concentration as well as plasticiser type and concentration as in the present study, with
an absolute oxygen permeability (Q100 coating monolayer) of about 0.6 cm3, 100 μm·m−2·d−1·bar−1.
Whereas the absolute permeability value that was achieved by the addition of the nanofiller was the
same as previously reported, the relative improvement factor was lower in the present study (factors
5.4 to 5.1), as the pristine reference coating (without any nanofiller-addition) already had a lower
oxygen permeability due to the processing method (lab-scale [34] vs. pilot-scale (this study)) and
drying procedure, as previously described (Lab-Scale and Pilot-Scale).

Moreover, it should be mentioned here that the used nano-filler material had an aspect ratio of
about 70, as previously published by another study [37]. In the case of rectangular, platelet-shaped
particles, the aspect ratio was between their diameter and thickness. Further optimization potential
lies in the usage of nanoclays with higher aspect ratios, which will likely result in even more
pronounced tortuosity effects at even lower nanofiller-loadings than already achieved within this work,
as demonstrated in another study [33] with a different layered-silicate.

In terms of their oxygen barrier performance, WPI-based nanocomposite coatings could therefore
have the potential to eventually substitute commercially available petroleum-based oxygen barrier
materials, such as certain grades of poly (ethylene–co–vinyl alcohol) with high ethylene contents (EVOH
44%) or certain halogen-containing poly (vinylidene chloride) copolymers, in multi-layer packaging
applications. These high-performance materials exhibit oxygen permeabilities in the magnitude of
about 0.24 to 0.11 cm3, 100 μm·m−2·d−1·bar−1, respectively.

The process yielded a nearly dust-free, free-flowing powder containing agglomerated particles that
was easily reconstituted with water. The preparation of a coating formulation using the ready-to-use
granules and its upscaling for roll-to-roll converting at pilot- and semi-industrial scale was successfully
implemented. The effects of production at various scales and of ultrasound treatment on morphology
and barrier performance of the WPI-based nanocomposites were characterized by transmission electron
microscopy, scanning electron microscopy, as well as oxygen permeability measurements. In both
cases, a similar degree of nanoparticle orientation could be achieved. It was concluded that the
solid state pre-dispersion of the nanoplatelets during production of the ready-to-use formulation
is the predominant factor affecting the ultimate degree of nanoparticle orientation and dispersion
state. Thereby, the most challenging process step for the upscaling of nanoclay/whey protein isolate
coatings is the fabrication of the pre-dispersed “ready-to-use” granules. This process step facilitated a
homogeneous distribution of nanoparticles within the final dry WPI matrix without the need of applying
high shear-rates after mixing the “ready-to-use” granules with water prior to its coating. Several
other factors, such as type of the coating application system, coating speed, or drying conditions for

231



Polymers 2019, 11, 1410

maintaining protein denaturation, as well as the rheology of the nano-enhanced formulations, still need
to be considered during the different upscaling stages, as shown in previous publications [12,18,34].

However, one has to bear in mind that images obtained by SEM offer only very limited information
due to the small quantity of material investigated and possible heterogeneities of the material.
Additionally, it has to be noted that residual moisture within highly hygroscopic biopolymer matrices,
at relevant pressures during the imaging process, evaporates, and can influence the microstructure of
the material that is investigated.

5. Conclusions

This study showed that the utilization of ready-to-use coating formulations in form of pre-dispersed
agglomerates offers several advantages for flexible film converters in regard to the processability of
nano-enhanced WPI-based coating formulations.

Barrier performance measurements revealed that due to the presence of nanoclay within the
biopolymer matrix, the oxygen permeability (Q100) of WPI-based nanocomposite coatings could be
decreased significantly, in the case of coating formulations processed at both pilot- and semi-industrial
scales. However, for coatings produced at pilot scale without a specifically adjusted drying process,
the ultimate oxygen barrier performance highly depended on effective drying times, as shown by an
increasing barrier performance after the second and third drying step.

The utilization of prolonged ultrasound treatment of the aqueous nano-enhanced coating
formulations produced at lab scale demonstrated that it had an effect on the homogenous dispersion of
larger nanoparticle agglomerates; however, no significant differences regarding the oxygen barrier
performance were observed. This approach was shown to be less efficient than the use of a solid-state
pre-dispersion, as this process is more feasible at an industrial scale and also does not require a further
in-line ultrasonication process.

Images obtained by SEM indicated that the nanoparticle orientation and its state of
intercalation/exfoliation in the case of both coatings produced at pilot- or semi-industrial-scale
were quite similar. The obtained cross-sectional images of the nanocomposite coatings suggest that the
effective diffusion path for permeating gas molecules was significantly increased and the available
volume for diffusion processes was significantly reduced by the addition of the nano-filler into the
polymeric matrix.

This leads to the conclusion that the ultimate degree of nanoparticle orientation and its
intercalation/exfoliation state is mainly affected by the effectiveness of the solid state pre-dispersion
of the nanoplatelets by means of ball-milling during the production of the ready-to-use formulation.
The coating application and drying methods are additional factors, with a less important contribution
allowing the achievement of similar oxygen permeabilities (Q100) after a single native protein coating
in semi-industrial-scale vs. a triple pre-denatured coating at pilot scale.

In addition to the easy handling during processing of the studied ready-to-use formulations,
their usage offers various additional advantages for converters, i.e., the possibility to use native, low
viscosity WPI-based dispersions, which enable the handling of high solid content formulations (up to
~25% (w/w) ready-to-use formulation); their effective drying using patented process conditions; as well
as a reduced dustiness of the ready-to-use formulations, leading to a greater nano-safety for operators
by allowing the handling of agglomerated nanocomposite powder instead of free nanoparticles [38].
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