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Figure 8. I − V curves for poly(dA)-poly(dT) and poly(dG)-poly(dC) various disorder strengths w and
pitch-size values n. For weak disorder, the cut-off voltage reduces with n, showing semiconducting
behaviour. For strong disorder, the current is considerably enhanced with increasing n, giving a
insulator to metal transition. Reproduced from Ref. [121], S. Kundu and S. N. Karmakar, Conformation
dependent electronic transport in a DNA double-helix, AIP Adv. 2015, 5, 107122 [121] http://dx.doi.
org/10.1063/1.4934507, CC BY 3.0.
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The effect of cytosine methylation disorder on the I − V curves of a single stranded
GAGCTGACGTTCACGG segment retrieved from the first sequenced human chromosome
(chromosome 22) has been studied within the WM in Ref. [123]. The effect of all possible single,
double, and triple methylation defects (out of the totally four C sites) is addressed. It is demonstrated
that even a single methylated site reduces the currents by one order of magnitude. This reduction
is directly associated with the fact that such sites act as additional impurity centers. The observed
sensitivity of the saturation current on the position of the methylated cytosine is related to the impact
of methylation on the hopping integrals to the neighboring bases. Thus, for a single methylation defect,
the saturation current is strongly suppressed when cytosine is connected with guanine; for two defects,
this suppression is smaller; for three methylations, the non-methylated base is the one that acts as
a defect, hence the suppression of the saturation current will be larger when the cytosine has both
hopping amplitudes to the neighboring bases enhanced by methylation. These results suggest the
feasibility of using I − V curves to develop biosensors for the purpose of diagnosis.

There also exist efforts aiming to examine the potentiality to utilize the charge transport
characteristics of nucleic acids as a tool to probe several diseases or disorders. In Ref. [124], the I − V
characteristics of twenty seven single-stranded microRNA chains (with 21 to 23 nucleotides) related to
the autism spectrum disorder have been studied. The authors classified the chains into five groups
according to their conductivity (from high to negligible), suggesting that a kind of electronic biosensor
can be developed to distinguish different profiles of autism disorders.

In Ref. [125], a similar treatment was employed to study DNA sequences related to the
Huntington’s Disease. A segment of the human chromosome 4p16.3 was modified by the addition of
a variant number of CAG repeats, the number of which determines whether a person does or does
not have Huntington’s Disease; repeats smaller than 27 are normal; repeats between 27 and 35 are
rarely associated with the disease, but it may expand in paternal transmission; repeats between 36
and 39 are associated with reduced penetration, so individuals may or may not develop the disease;
40 and above are associated with the disease [126]. The increasing presence of periodicity leads to
enhanced transmission and thus to more efficient electronic transport. I − V calculations revealed that
the above-mentioned groups based on the number of repeats can be characterized by different value
ranges for the saturation currents, indicating a promising method for identifying Huntington’s disease.

7. Conclusions

This review was devoted to tight-binding (TB) modeling of nucleic acid sequences like DNA and
RNA. We briefly presented the TB approach and discussed its various submodels: wire, ladder,
extended ladder, fishbone (wire), and fishbone ladder. We addressed various types of orders
(periodic, quasiperiodic, fractal) or disorder (diagonal, non-diagonal, random, methylation) and
explained how these various types of order or disorder affect charge transport. We proceeded to a
discussion of aperiodicity, quasicrystals and the mathematics of aperiodic substitutional sequences.
Specifically, we discussed the notions of primitive substitutions, Perron–Frobenius eigenvalue, induced
substitutions, and Pisot property. We explained how the energy structure of nucleic acid wires is
affected by order or disorder. We also discussed the corresponding transmission coefficients, focusing
on the effects of coupling the nucleic acids to external leads, and demonstrating that, apart from
the internal degree of order or disorder of a given sequence, there are several other factors that can
significantly affect their charge transport properties. We also discussed the effects that various types of
order or disorder induce on the current–voltage curves and presented some efforts aiming to examine
the potentiality to utilize the charge transport characteristics of nucleic acids as a tool to probe several
diseases or disorders. The sensitivity that the results demonstrate regarding the choice of the nucleic
acids sequence, the recruited models and parametrizations, the way the systems are coupled to external
leads, the nature of the leads, the environmental conditions, etc, indicate that much work is needed in
order to reach a thorough description of the effect the combination such a multitude of factors has on
charge transport. Furthermore, other factors, such as the sequence geometry or the use of modified
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nitrogenous bases could be potentially used to tailor the above-mentioned properties of nucleic acids
and analogues.
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Abbreviations

The following abbreviations are used in this manuscript:

DNA Deoxyribonucleic Acid
RNA Ribonucleic acid
G Guanine
A Adenine
C Cytosine
T Thymine
U Uracil
TB Tight-Binding
WM Wire Model
LM Ladder Model
ELM Extended Ladder Model
FM Fishbone Model
FLM Fishbone Ladder Model
DOS Density of States
IDOS Integrated Density of States
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Abstract: Unlike periodic and random structures, many aperiodic structures exhibit unique
hierarchical natures. Aperiodic photonic micro/nanostructures usually support optical multimodes
due to either the rich variety of unit cells or their hierarchical structure. Mainly based on our recent
studies on this topic, here we review some developments of aperiodic-order-induced multimode
effects and their applications in optoelectronic devices. It is shown that self-similarity or mirror
symmetry in aperiodic micro/nanostructures can lead to optical or plasmonic multimodes in a series of
one-dimensional/two-dimensional (1D/2D) photonic or plasmonic systems. These multimode effects
have been employed to achieve optical filters for the wavelength division multiplex, open cavities
for light–matter strong coupling, multiband waveguides for trapping “rainbow”, high-efficiency
plasmonic solar cells, and transmission-enhanced plasmonic arrays, etc. We expect that these
investigations will be beneficial to the development of integrated photonic and plasmonic devices for
optical communication, energy harvesting, nanoantennas, and photonic chips.

Keywords: quasiperiodic order; self-similarity; quasiperiodic photonic micro/nanostructures;
fractal-like photonic micro/nanostructures; quasiperiodic or fractal-like plasmonic structures

1. Introduction

Motivated by the discovery of quasicrystal [1], much research has been conducted on aperiodic
systems in recent years [2–11]. Aperiodic structures broaden the regime of ordered systems beyond
periodic structures, and thereby play a significant role in a wide range of science and engineering
disciplines. Unlike periodic and random structures, many aperiodic structures exhibit unique
hierarchical natures. For these aperiodic structures, on one hand, the lack of periodicity may create
fascinating features on some occasions, such as extraordinary optical transmission and enhanced
transmission resonances, etc. On the other hand, aperiodic order can be artificially imposed during
sample fabrication and can be precisely controlled. These properties have opened a new avenue for
the design of novel devices based on aperiodic structures. Among them, optoelectronic devices based
on the multimode effects, which can be induced by aperiodic order, have attracted much attention
because of their potential in optical communication [12,13], energy harvesting [14], nanoantennas [15],
and so on.

In this review, we mainly summarize the research work in our group concerning the
aperiodic-order-induced multimode effects, which have been demonstrated by both theoretical and
experimental observations. Moreover, several optoelectronic devices have been designed on the basis
of the multimode effects in either one-dimensional (1D) or two-dimensional (2D) aperiodic structures.
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2. Aperiodic Structures

In order to design optoelectronic devices based on aperiodic structures, proper aperiodic lattices
should be chosen. These are usually obtained by following the substitution rules. Several typical
aperiodic structures are introduced in this section, ranging from one dimension to two dimensions.

2.1. One-Dimensional Aperiodic Structures

A representative example of 1D aperiodic structures is the Fibonacci structure, which follows
Fibonacci sequence as shown in Figure 1a [16]. This sequence can be constructed by applying the
substitution rule A→AB and B→A repeatedly. By intentionally varying the growth sequence and
the number of building blocks, a standard two-component Fibonacci structure can be generalized to
a k-component Fibonacci structure [17]. The feature of this k-component Fibonacci structure is related
to k, which can show periodic (k = 1), quasiperiodic (k ≤ 5), or only aperiodic ordering (k > 5).

The Thue–Morse sequence is another well-known 1D aperiodic sequence. It can be structured
by repeating two building blocks (A and B) applying the substitution rules A→AB and B→BA
(Figure 1b) [18]. The initial few generations Sn of the Thue–Morse sequence have the following forms:
S0 = {A}, S1 = {AB}, S2 = {ABBA}, S3 = {ABBABAAB}, and so on. The Thue–Morse lattice is not
quasiperiodic but deterministically aperiodic, which shows the properties of an intermediate between
periodic and quasiperiodic lattices [19,20].

On the basis of various substitution rules, many other 1D aperiodic sequences have been proposed.
For example, the Rudin–Shapiro sequence can be produced by repeated application of the substitution
rule AA→BBAB and BB→BBBA [21], and the period-doubling sequence can be structured by using the
substitution rule A→AB and B→AA [22]. In addition, a kind of quasiperiodic superlattice structures
called the precious mean sequences were reported by Birch et al., which can be produced by A→AnB
and B→A [23], whereas the metallic mean sequences can be generated by the inflation rule A→ABn

and B→A [24].

2.2. Two-Dimensional Aperiodic Structures

Substitution rules used in 1D quasiperiodic structures can be extended to two dimensions.
A simple way to obtain a 2D quasiperiodic lattice is to alternate the iterations of 1D inflation rules
along different spatial dimensions. For example, as shown in Figure 1c, a 2D Fibonacci quasi-lattice
can be structured by using two complementary 1D Fibonacci inflation maps along the horizontal and
vertical directions, respectively (fA: A→AB, B→A; fB: A→B, B→BA) [25].

Another way to construct 2D quasiperiodic structures is by employing aperiodic tilings.
These tilings are composed of collections of polygons, which could cover a plane without gaps
and overlaps with a lack of translational symmetries [26]. Various aperiodic tilings have been proposed
before, such as Penrose tiling [27] and square Fibonacci tiling [28], etc. Figure 1d illustrates a Penrose
tiling; this tiling is composed of two types of rhombuses. A Penrose construction possesses a long-range
quasiperiodic order but lacks translational symmetry. In this case, the notion of repetitiveness mainly
shows local isomorphism instead of periodic arrangements [8].

2.3. Fractal Patterns

Fractal patterns exhibit self-similarity, where a structure is repeated over multiple spatial scales.
Similar to quasi-crystalline order, certain motifs of the self-similar samples contain the whole structure
enfolded within them [29]. A typical fractal design is the Koch snowflake fractal. It can be obtained
by repeatedly constructing new triangles based on the middle segments of previous triangles; therefore,
fractals can be defined by iteration. A triadic Koch snowflake fractal with an iteration of 3 is shown in
Figure 1e [30]. Figure 1f shows another typical fractal pattern, i.e., the Sierpinski carpet pattern. It consists
of hierarchically-arranged iteratively-shrinking squares, showing different sizes at different scales [31].
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Figure 1. Schematic description of the typical aperiodic structures. (a) Fibonacci structure [16].
(b) Thue–Morse structure [18]. (c) 2D Fibonacci structure [25]. (Inset: Inflation rules of the first two
generations of a 2D Fibonacci sequence). (d) Regular Penrose tiling [27]. (e) Koch snowflake fractal [30].
(f) Sierpinski carpet pattern [31].

3. Aperiodic-Order-Induced Multimode Effects in Photonic Micro/Nanostructures

Photons in periodic dielectric structures such as photonic crystals can be considered as a counterpart
to electrons in solids. As analog of electronic band structures, photonic band structures possess
bandgaps in which photons are prohibited from propagating. In view of the fact that numerous
photonic devices are required to work at specific wavelengths or photonic modes, the introduction of
photonic band structures with multiple modes is desirable for designing these devices. Studies on
the multimode effects have been extended to various aperiodic structures including quasiperiodic
structures, symmetric self-similar structures, and others. The multimode effects in aperiodic structures
offer a new platform for using photons with various frequencies at the same time.

3.1. Multimode Effects Induced by Self-Similarity

Multiple fundamental photonic band gaps (PBGs) can exist in some aperiodic dielectric multilayers.
A typical example is in the Thue–Morse structure (Figure 2a) [32], in which the self-similarity of the
structure imparts a trifurcation feature on the resonant transmissions around the central frequency.
In the Thue–Morse multilayer, the amount of the completely transparent states can be counted [33].
We define Rn as the amount of the resonant transmission mode around the central frequency (where n
represents the number of the generation). Then we obtain:

Rn+2 = Rn + Rn+1 + Rn (n ≥ 3) (1)

considering the initial conditions R3 = 1 and R4 = 3. Finally, we have:

Rn = 2Rn−1 − 1± 1 = 1 +
2n−1 ± 1

3
, where

{
+ f or even n
− f or odd n

, . (2)

which is the number of PBGs around the central frequency ω0. According to Equation (2), the inner
feature of the Thue–Morse structure determines the mode amount of resonant transmissions. That is to
say, special positional correlation between two blocks in the Thue–Morse structure causes resonant
transmission. Multiple PBGs can coexist at the same frequency range in these structures, which is
intuitively shown in the photonic band structures in Figure 2b. Moreover, the number of PBGs can be
increased by tuning the refractive index contrast. This theoretical analysis was verified by measuring
Thue–Morse SiO2/TiO2 multilayers in the range of visible and near-infrared frequencies [34].

101



Symmetry 2019, 11, 1120

Similar to the Thue–Morse structures, photonic quasicrystals can also support multiple modes
because of their self-similarity properties [35,36]. For example, a photonic quasicrystal with
eighth-generation Fibonacci series made by two blocks of Ta2O5 and SiO2 was constructed (Figure 2c).
From the transmission spectra calculated by the transfer matrix method, three photonic modes could
be observed in the dispersion map shown in Figure 2d, as demonstrated experimentally [37].

 

Figure 2. Aperiodic structures and their optical band diagrams: (a,b) Thue–Morse multilayer
structure [32,34], and (c,d) Fibonacci multilayer structure [37].

3.2. Multimode Effects in Symmetric Aperiodic Structure

As mentioned previously, multiple modes appearing in photonic quasiperiodic structures have
been demonstrated in both calculations and experiments [17,37,38]. However, low transmission
coefficients in these work limit their potential applications. A feasible way to realize multiple
perfect transmissions is to introduce internal symmetry into a 1D aperiodic dielectric multilayer
structure [39–41]. For example, a photonic crystal with two types of layers can be arranged in a binary
Fibonacci-class (FC(n)) sequence. Then, binary symmetric Fibonacci-class (SFC(n)) can be constructed
as shown in Figure 3a. SiO2 and TiO2 were chosen as two elementary layers with the thickness of
a quarter wavelength (λ0/4), and the transmission coefficient for the two different systems can be
calculated by the transfer matrix method (Figure 3b,c), which shows that the transmission coefficient of
the symmetric Fibonacci structure behaves rather differently from that of the Fibonacci structure [39].
As shown in Figure 3, the localization property of optical waves can be influenced by the symmetric
internal structure in a quasiperiodic system, which is demonstrated by the sharp transmission peaks
with transmission coefficients near unity. That is to say, with the help of symmetric internal structures
in the quasiperiodic system, a perfect transmission of the optical wave can replace the initially poor
transmission. This improvement is benefited from the positional correlations in the system. Moreover,
the resonant transmission can be varied to a certain frequency by tuning the aperiodic structures
(Figure 3d). For example, as shown in Figure 3e, the transmission coefficients vary in different
symmetric multilayers with defects (SMD) [41].
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Figure 3. Multimodes in symmetric aperiodic structures. (a) Schematic of the symmetric Fibonacci-class
(SFC(1)) multilayer structure. (b) The transmission coefficient of Fibonacci-class (FC(1)) (13 layers)
and (c) SFC(1) (26 layers) systems. (d) Symmetrical fifth-generation Fibonacci TiO2/SiO2 multilayer
film. (e) The measured (upper row) and calculated (lower row) transmission coefficient T as a function
of the wave number for the symmetric TiO2/SiO2 mutilayers with defects in the central gap with
different layers (SMD V2, SMD V3, and SMD V4 from left to right). (Adapted from ref. [39] (a–c) and
ref. [41] (d,e)).

4. Optoelectronic Devices Based on One-Dimensional Aperiodic Structures

The application diversity of modern optoelectronic and photonic devices requires novel
functionalities and the tunability of band structures enabled by a unique alignment of materials.
By introducing 1D aperiodic order into multilayer structures, some optical modes can be generated at
the desired frequencies, which can be applied in constructing functional components such as optical
filters, multiband waveguides, and so on.

4.1. Optical Filters for the Wavelength Division Multiplexing (WDM) Systems

The propagation of photons with a certain range of energies can be suppressed by PBGs in
photonic crystals. Tunable structural parameters are more plentiful in quasiperiodic designs than
those in periodic structures, which can be used to control the propagation of light waves with high
transmittivity at desired frequencies. Moreover, by combining with mirror symmetry of the structures,
resonant transmission will definitely occur, which makes it possible to fabricate multiwavelength
narrow band optical filters. For example, an optical filter could be fabricated by following k-component
Fibonacci structures. According to the calculated results, the optical transmission coefficient shows
a plentiful structure, which depends on the different incommensurate interval sequences k, the layer
number N, and the frequency of the light (Figure 4). The transmission coefficient can be tuned
by changing the layer number and the number of k; this property makes it useful in the design of
high-performance optical filters [40–42].
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Figure 4. Transmission coefficient T as a function of the phase with the different incommensurate
intervals k in k-component Fibonacci structures. The number of layers N are as follows: (a) N = 28,657;
(b) N = 27,201; (c) N = 31,422; (d) N = 29,244; (e) N = 233; (f) N = 277; (g) N = 250; and (h) N = 245,
respectively. (Adapted from ref. [42]).

4.2. Open Cavities for the Light–Matter Strong Coupling

Recently intensive studies have been carried out on light–matter interactions, especially their strong
coupling. Apart from the studies on interactions between a single excitonic mode with an individual
photonic mode, there has been some work on multimode coupling where the excitonic mode couples
with multiple photonic modes. Photonic quasicrystals possess multiple optical modes and thus present
a platform for showing multimode light–matter interaction. In order to demonstrate it experimentally,
a Fibonacci sequence composed of SiO2/Ta2O5 multilayers was chosen and J-aggregates on the top
surface of structure offered excitons (Figure 5a) [37]. Figure 5b shows the measured transmission
spectrum, where three peaks of different optical modes are recognized. The Rabi splitting and newly
generated hybrid polariton bands can be verified from the dispersion map of the hybrid system,
clearly showing successive coupling between the modes H, C, and L and the excitons (Figure 5c,d).
By varying the substitution rule of the photonic quasicrystal, the open-cavity system can be optimized
to provide the various photonic modes in need. By introducing this design, multimode photon–exciton
strong couplings can be realized, which may inspire some potential applications, such as optical
spectroscopy and multimode sensors.

 

Figure 5. Multimode photon-exciton coupling. (a) Schematic of a Fibonacci photonic quasicrystal with
J-aggregates on the top surface. (b) Experimentally measured transmission spectra of the photonic
quasicrystal; the modes labeled C, L, and H correspond to three peaks. (c) Transmission spectra of the
sample under various incident angles. Polariton bands were traced by dashed lines. (d) Dispersion map of
the sample. Calculated dashed lines fit the polariton bands and Rabi splitting. (Adapted from ref. [37]).
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4.3. Multiband Waveguides for Trapping “Rainbow”

In telecommunications and optoelectronics, optical waveguides play a significant role because of
their abilities to confine and guide the light waves. However, conventional hollow-core designs have
disadvantages such as narrow transmission bands and detrimental dispersive resonances. Introducing
a self-similar dielectric waveguide (SDW) is a useful approach to achieve multiband transmission and
overcome baneful dispersive resonance, and even to guide the light waves with spatial separation [43].
As shown in Figure 6a, the SDW is designed as a hollow core surrounded by a coaxial Thue–Morse
multilayer. In the photonic band structure, multiple transmission bands appear because of the intrinsic
self-similar furcation of the structure. In this case, the propagated light with different resonant
frequencies are separated in various cladding layers as shown in Figure 6b. Therefore, different modes
are separated spatially, forming a “rainbow” trapped in the SDW (Figure 6c). Moreover, both the
transmission modes and the photonic bands can be modulated by altering the temperature in an SDW
infiltrated by liquid crystal [44]. These designs can be applied to fabricate compact photonic devices,
such as integrated spectrographs, color-sorters, and temperature-sensitive optical circuit switches.

 

Figure 6. Multiband waveguide. (a) Structure of a self-similar dielectric waveguide (SDW),
where a coaxial Thue–Morse multilayer consisting of two building blocks was employed to cover
a hollow core. The lower figure manifests refractive-index distributions in the SDWs. (b) Photonic bands
and transmission modes in the SDW. (c) The electric-field time-average energy density distribution in
the SDW for different modes. (Adapted from ref. [43]).

4.4. Solar Cells with Multi-Intermediate Band Structures

Numerous designs have been developed to improve the performance of solar cells.
The enhancement of efficiency may originate from additional photon-induced transitions between
the designed intermediate levels, as shown in Figure 7a [45]. Therefore, additional photons whose
energies are lower than the original band gap in the solar cell can be absorbed, due to the transitions
between bands in the multiband structure. In this way, various intermediate band structures can yield
different efficiency limits for solar cells as shown in Figure 7b. It is shown that aperiodic semiconductor
superlattices can produce these intermediate energy bands. For example, the continuous minibands in
the In0.49Ga0.51P/GaAs superlattices can be split by introducing aperiodic order, such as that of the

105



Symmetry 2019, 11, 1120

Thue–Morse sequence, the Fibonacci sequence, or even the random case (Figure 7c). This approach by
introducing a multi-intermediate band structure may produce low-dimensional high-performance
photovoltaic devices based on electronic band gap engineering, and can also be used in other ranges
such as optoelectronics.

 

Figure 7. Enhancement of solar cells caused by photon-induced transitions in multi-intermediate
band structures. (a) Various radiation transitions between intermediate multiband structures in the
designed solar cell. (b) Limiting efficiency η for three model solar cells with diverse intermediate
multiband structures (k = 1,2,3). (c) Electronic miniband structures of several periodic and aperiodic
In0.49Ga0.51P/GaAs superlattices. The inset shows the band-edge diagram of the In0.49Ga0.51P/GaAs
interface (at room temperature). (Adapted from ref. [45]).

5. Optoelectronic Devices Based on Two-Dimensional Aperiodic Structures

Combining typical 2D aperiodic structures (such as Penrose tiling or fractal patterns) with
optoelectronic devices is a feasible way to achieve resonant transmission or absorption enhancement,
which can improve the optical response of devices and pave the way toward the integration of devices
on a chip.

5.1. Aperiodic Plasmonic Aperture Arrays with Extraordinary Optical Transmission

As we know, much attention has been paid to the resonant transmission of light through
subwavelength apertures for its potential applications in photolithography, displays, and near-field
microscopy. The phenomena originate from the effect in which surface plasmon polaritons (SPPs)
mediate light transmission through the periodic structure. Actually, resonantly enhanced transmission
can be achieved not only in periodic structures but also through 2D quasiperiodic aperture arrays
(Figure 8a) [46]. The broad transmission of a single aperture can interact with the discrete resonances
caused by diffraction from the array, thus the spectral peaks described by Fano interference at terahertz
frequencies occur, as shown in Figure 8b.

In addition to quasiperiodic structures, geometric self-similarity can also be employed to make
multiple resonant transmission [47,48]. A Sierpinski carpet fractal-featured metallic thin film was
fabricated as shown in Figure 8c. The existence of extraordinarily high transmission at specific
wavelengths in infrared frequencies was verified by the transmission spectra. This high transmission

106



Symmetry 2019, 11, 1120

was determined by the hierarchy of apertures of various sizes. Therefore, this unique structure may
play an important role in the miniaturization and integration of plasmonic circuits.

 
Figure 8. Transmission through aperiodic aperture arrays. (a) A Penrose quasicrystal constructed
of thin and thick rhomb tiles. (b) Transmission of the Penrose-type quasicrystal perforated films
with different side lengths. (c) Scanning electron micrograph of an aluminum film perforated with
a Sierpinski carpet fractal-featured aperture array. (d) Transmission of the metallic Sierpinski carpet
structure. (a,b) are obtained experimentally; (c–e) are simulated results. (Adapted from ref. [46] (a,b)
and ref. [47] (c,d)).

5.2. Solar Cell with a Plasmonic Fractal

The keys to fabricating high-performance solar cells are to extend the absorption of sunlight
irradiation to broader bandwidths and increase the power conversion efficiency. A feasible way to
enhance broadband absorption is to introduce silver nano cuboids with a fractal-like pattern atop
a silicon solar cell, as shown in Figure 9 [49]. The incident light with different wavelengths could
couple into various cavity modes and surface plasmon modes in the structure. In this system, the cavity
modes originate from Fabry–Perot resonances at the longitudinal and transverse cavities, while the
surface plasmon modes exist at the silicon–silver interface. Benefitting from the various feature sizes
in the fractal structure, low-index and high-index surface plasmon modes are excited simultaneously.
Eventually, broadband absorption can be achieved in this solar cell. By tuning the geometry of the
fractal and applying an additional SiO2 antireflection layer, the quantum efficiency of the solar cell
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could be improved further. Therefore, these kinds of plasmonic fractal structures can be applied to
design miniaturized compact photovoltaic devices with high performance.

Figure 9. Solar cell with a plasmonic fractal to achieve broadband absorption. (a) Schematic of the
solar cell with a plasmonic fractal. Including a Ag fractal-like pattern, a Si absorbent layer, and a silver
back reflector. (b) Absorbance spectra of the solar cell with or without the antireflection coating (ARC).
(c) Quantum efficiencies of the 50 nm thick silicon solar cells: ref-1 (bare Si film); ref-2 (Si film with Ag
back reflector); solar cells with base-periodicity patterns (P1 = 100 nm, P2 = 200 nm, P3 = 400 nm);
solar cells with a plasmonic fractal and additional dielectric ARC. (Adapted from ref. [49]).

6. Conclusions

Mainly based on the recent work in our group, we have briefly reviewed the
aperiodic-order-induced multimode effects in photonic and plasmonic micro/nanostructures and
their applications in optoelectronic devices. We present the multimode effects in a series of 1D/2D
photonic or plasmonic aperiodic structures. These multimode effects have been employed to achieve
optical filters for the WDM systems, open cavities for light–matter strong coupling, multiband
waveguides for trapping “rainbow”, high-efficiency plasmonic solar cells, transmission-enhanced
plasmonic arrays, and other devices. The investigations can be applied to the design of integrated
photonic and plasmonic devices, which achieve potential applications in areas of optical communication,
optical data storage, energy harvesting, nanoantennas, photonic chips, and so on.
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