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Ultrasonic waves are nowadays used for multiple purposes in many different �elds
from the non-destructive inspection of materials to sonochemical synthesis of materials and
welding. Usually, ultrasonic applications are divided into low intensity/high frequency
ultrasound and high intensity/low frequency ultrasound. Low intensity ultrasound trans-
mits energy through the medium in order to obtain the information about the medium or
to convey information through the medium [ 1]. It is successfully used in non-destructive
inspection, ultrasonic dynamic analysis, ultrasonic rheology, ultrasonic spectroscopy of
materials, process monitoring, applications in civil engineering, aerospace and geological
materials and structures and in the characterization of biological media [ 2]. Nowadays,
it is an essential tool for assessing metals, plastics, aerospace composites, wood, concrete
and cement [3]. High intensity ultrasound deliberately affects the propagation medium
through the high local temperatures and pressures generated [ 4]. It is used in industrial
processes such as welding, cleaning, emulsi�cation, atomization, etc.; chemical reactions
and reactor induced by ultrasonic waves; synthesis of organic and inorganic materials;
microstructural effects; heat generation; accelerated material characterization by ultrasonic
fatigue testing; food processing, environmental protection [ 5].

The Special IssueUltrasound for Material Characterization and Processingcollects eleven
papers, one review and ten research papers, with the aim to present recent advances in
ultrasonic wave propagation applied for the characterization or the processing of mate-
rials. Both fundamental science and applications of ultrasound in the �eld of material
characterization and material processing have been gathered.

As regards low intensity ultrasound, Waldner et al. [ 6] in their review entitled “ Ultra-
sonic liquid penetration measurement in thin sheets—physical mechanisms and interpretation”,
give an overview on the three possible mechanisms for ultrasonic liquid penetration (ULP)
measurements for the characterization of intrinsic properties of porous sheets. The re-
view discusses the interpretation of ULP results, which are complex, as the ultrasound
signal can be affected by several mechanisms. Then, it describes the individual physical
mechanisms leading to different shapes of the ultrasound intensity curves, and provides
measurements con�rming that the measured ultrasound intensity is linked to the liquid
penetration regime into the structure.

Acquaticci et al. [ 7] in the paper entitled “ Ultrasound Axicon: systematic approach
to optimize focusing resolution through human skull bone” propose a numerical approach
for designing axicon lenses for many high-resolution applications, such as mapping or
detection. The aim is to generate a focused ultrasound �eld by plane transducer using
axicon lens, which can be suitable for focused ultrasound through human skull bone. The
numerical simulations help to �nd the optimized parameters for the proposed system
design. The sound �eld testing using hydrophone shows the performance of the proposed
method by comparing the cases with and without a human skull phantom.

Lin et al. [ 8] in the paper entitled “ Effects of loading and boundary conditions on the perfor-
mance of ultrasound compressional viscoelastography: a computational simulation study to guide
experimental design” present a �nite element analysis of compressional viscoelastography.
This ultrasonic imaging technique is used for measuring the viscoelastic properties of
biomaterials and tissues and it is based on the analysis of the creep behavior of a material
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under an external mechanical compression. The authors demonstrate that loading condi-
tions (the distribution of the applied compressional pressure on the surface of the sample)
and boundary conditions (the �xation method used to stabilize the sample) can severely
affect the measurement accuracy of the viscoelastic properties of materials.

Ryuzono et al. [9] in the paper entitled “ Topology optimization-based damage identi�cation
using visualized ultrasonic wave propagation” present a new damage identi�cation method
in structures based on topology optimization in combination with visualized ultrasonic
wave propagation. The proposed method is applied to an aluminum plate with an arti�cial
crack and the estimated damage state and the sensitivity of the objective function were
compared with numerical predictions.

Lionetto et al. [ 10] in the paper entitled “ Out-of-plane permeability evaluation of carbon
�ber preforms by ultrasonic wave propagation” present a novel experimental set-up, based
on ultrasonic wave propagation, for the determination of the out-of-plane permeability
of carbon �ber reinforcements, which is the dominant property in the infusion of large
and �at panels with a high thickness. An accurate characterization of the reinforcement
permeability is fundamental in order to estimate the optimum process parameters for
manufacturing high-quality components. The experimental results, obtained in unsteady
conditions, have been compared with those obtained in steady conditions by a traditional
gravimetric method and validated by some analytical models. The work demonstrates the
feasibility and potential of the proposed set-up for permeability measurements thanks to
its non-invasive character and the one-side access.

In the area of structural mechanics, concrete structures and nondestructive testing
Zima et al. [ 11] in the paper entitled “ Numerical study of concrete mesostructure effect on lamb
wave propagation” analyze the propagation of guided wave in concrete plates accounting
for the heterogeneous structure of concrete. The in�uence of aggregate ratio and particle
size on dispersion curves representing Lamb wave modes is analyzed by several concrete
models with randomly distributed aggregates, generated by means of the Monte Carlo
method. The study shows that Lamb wave propagates with different velocities in homo-
geneous and heterogeneous models and the difference increases with aggregate ratio and
particle size. This result demonstrates the potential of the method for the monitoring of
concrete structures.

Wang et al. [12] in the paper entitled “ Monitoring the Setting Process of Cementitious
Materials Using Guided Waves in Thin Rods” demonstrate the reliability of an ultrasonic
method based on embedded guided waves to monitor the early-age properties of mortar
and concrete samples through continuous attenuation monitoring. The technique is able to
eliminate the effects of coarse aggregates, which makes it of great potential to be directly
applied in situ to the fresh concrete. The method has the potential to be used when additives
are added to concrete, thus changing its rheological properties.

Concerning the applications of high intensity ultrasound, Frederick et al. [ 13], in
the paper entitled “ Disassembly study of ultrasonically welded thermoplastic composite joints
via resistance heating”, demonstrate a novel concept in the disassembly of ultrasonically
welded thermoplastic composite joints. The recycling of thermoplastic composite joints
is realized by resistance heating via a nanocomposite �lm located at the welded interface.
This electrically conductive �lm, containing multi-walled carbon nanotubes, is able to
promote joint disassembly through a combination of nanocomposite and matrix melting
and weakened �ber–matrix interface.

Shan et al. [14], in the paper entitled “ Building of longitudinal ultrasonic assisted turning
system and its cutting simulation study on bulk metallic glass”, present an experimental-
numerical study on a novel machining technology, longitudinal ultrasonic assisted turning.
After presenting this technology, they establish a two-dimensional �nite element model
of the ultrasonic assisted turning, aimed at studying the effect of ultrasonic vibration on
cutting force under different cutting speeds on bulk metallic glasses. The latter are a new
kind of material, which are made by rapid condensation of alloy with excellent properties
such as high strength, high hardness and corrosion resistance, but they are hard to be
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machined. The results demonstrate that longitudinal ultrasonic vibration can signi�cantly
reduce the average cutting force as well as the von Mises stress when the turning speed is
below the critical turning speed.

Shi et al. [15], in the paper entitled “ Effects of ultrasonic bending vibration introduced by
an L-shaped ultrasonic rod on the microstructure and properties of a 1060 aluminum alloy strip
formed by twin-roll casting”, present a new type of ultrasonic generator to assist the process
of continuous casting and rolling of aluminum alloy. A novel L-shaped ultrasonic rod
is designed to introduce an ultrasonic bending vibration into the aluminum melt. The
ultrasonic bending vibration improves the microstructure of the 1060 aluminum alloy cast
rolling strip, characterized by grain re�nement, and consequently its properties.

Shi et al. [16], in the paper entitled “ Effect of ultrasonic bending vibration introduced
by the L-shaped ultrasonic rod on solidi�cation structure and segregation of large 2A14 ingots”,
propose a new design of L- shaped ceramic ultrasonic wave guide rod for the introduction
of ultrasonic bending vibration during the solidi�cation of the 2A14 aluminum alloy. The
authors demonstrate the advantages in terms of grain re�nement, deagglomeration of the
secondary phase, and improving the ingot macrostructure.
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Abstract: Ultrasonic liquid penetration (ULP) measurements of porous sheets have been applied for a
variety of purposes ranging from determining liquid absorption dynamics to surface characterization
of substrates. Interpretation of ULP results, however, is complex as the ultrasound signal can be
a� ected by several mechanisms: (1) air being replaced by the liquid in the substrate pores, (2) air
bubbles forming during penetration, and (3) structural changes of the substrate due to swelling
of the substrate material. Analyzing tailored liquids and substrates in combination with contact
angle measurements we are demonstrating that the characteristic shape of the ULP measurement
curves can be interpreted in terms of the regime of liquid uptake. A fast and direct decline of the
curve corresponds to capillary penetration, the slope of the curve indicates the penetration speed.
A slow decline after a previous maximum in the signal can be related to di � usive liquid transport
and swelling of the substrate material.

Keywords: liquid penetration; ultrasound transmission; capillary penetration; porous sheets

1. Introduction

Ultrasound attenuation measurements during liquid penetration have originally been reported
to be able to determine the degree of sizing in paper [ 1] and correlations to liquid absorption
measurements (Bristow absorption test) have been found [2]. Since then, ultrasonic liquid penetration
(ULP) measurements have been applied to study di � erent aspects of interactions between liquids and
porous, sheet like materials (paper, membranes, and thin �lms). Things investigated were for example
network hydrophobization (sizing) [ 3–6], kinetics of liquid absorption (wetting and penetration) [ 7–10],
evaluating water /grease barrier properties [11–14], as well as predicting print quality [ 15–18] and
gluing strength [ 19]. The method has even been used to characterize the structure of the paper substrate,
e.g., surface pores and roughness [20–23].

In these publications, a wide range of liquids and substrates were combined, ranging from all kinds
of papers to membranes and �lms on the substrate side and from water, to alcohols, oils, glues, coating
colors, inks, and all kinds of mixtures on the liquid side. There is hardly any limit to combinations
of substrates and liquids that can be combined and investigated with ULP. The only requirement for
a sample to be measurable seems to be that attenuation is not too high so that a signal can still be
detected at the receiver. This is a� ected by a combination of factors like sample thickness, porosity,
pore size, and other material properties like density and elasticity. Furthermore, the signal frequency is
playing a large role. For samples measured with 2 MHz, thickness was between 40 � m and 2 mm,
pore size was between 0.01 and 100� m, and porosity was between 2% and 90%.

The measurement principle is shown in Figure 1a. The sample is �xed on a sample holder with
two-sided adhesive tape. When the test is started, the sample holder is quickly immersed into the
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test liquid. As soon as the sample is completely immersed, a high frequency (typically 1 or 2 MHz),
low energy ultrasound signal is transmitted through the sample in thickness direction and the changes
in transmission are recorded over time. The signal is a pulse with an initial pulse length in the sender
of about 1 � s. At the receiver, the pulse builds up over seven oscillations and declines over seven
oscillations. Consequently, no di � erence compared to a continuous wave regarding the interference
should be seen in practice [24].

��
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Figure 1. Ultrasonic liquid penetration (ULP) measurement: ( a) measurement principle: the sample
is immersed in the liquid; ultrasound is transmitted through the sample in thickness direction and
the transmitted signal intensity I is recorded over time; ( b) typical ULP curves of water and an
isopropanol-water mixture (IPA) on sized copy paper on �at sample holder showing the relative
change of the ultrasound intensity at the receiver; the two liquids lead to di � erent curve shapes; and (c)
di � erent types of sample holders: smooth sample holder (left), sample holder with grooves (right;
drawing not to scale).
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Figure 1c shows two types of sample holders. On the �at sample holder (left) the sample backside
is completely covered with the tape, while the sample is not in contact with the tape in the grooves of
the grooved sample holder. Unless otherwise stated measurements discussed in this paper were made
with the �at sample holder.

Figure 1b shows two typical ultrasound transmission curves of water and an isopropanol–water
mixture on a sized copy paper on the �at sample holder. The curves show the ultrasound transmission
intensity over time, as a percentage of the maximum ultrasound signal collected. Thus, only the
changes of the signal during penetration a � ect the shape of the curve. In Figure 1b, the curve for
water initially exhibits an increase in intensity, followed by a decline. The curve for isopropanol /water
immediately declines rapidly. In order to be able to interpret these curves, it is necessary to understand
mechanisms that in�uence the signal during liquid penetration. Several mechanisms are said to have
an impact on the signal during liquid penetration (compare for instance [ 5,6,15,22]):

� Air being replaced by the liquid;

� Air bubbles forming during penetration;

� Structural changes of the substrate (paper) due to swelling of the �bers.

However, it is not very well understood how these processes a � ect the signal transmission,
how the individual mechanisms are related to the shape of the measurement curves, and which of the
mechanisms has the strongest impact. Without this understanding, interpretation of results is di � cult.
For instance, the time to the maximum intensity has been interpreted as the wetting time (e.g., [ 3,5,15]),
but no correlation with wetting measured via contact angle measurements could be found [ 8]. Therefore,
the aim of this paper is to clarify how these mechanisms in�uence ultrasound transmission, which of the
mechanisms is dominant in certain circumstances and �nally, to provide a guideline for interpretation of
the result curves. To be able to improve the understanding of how the individual mechanisms in�uence
ultrasound transmission during liquid penetration, �rst, fundamentals of ultrasound transmission and
liquid penetration are discussed. Then we will discuss the individual physical mechanisms leading to
di � erent shapes of the ultrasound intensity curves, and provide measurements con�rming that the
measured ultrasound intensity is indeed linked to the liquid penetration regime into the structure.
Finally, we describe di � erent parameters describing liquid penetration in thin substrates obtained from
ULP measurements.

2. Fundamentals of Ultrasound Transmission

On its way through the sample, the ultrasound wave is attenuated, i.e., the amplitude and
ultrasound intensity decrease. The ultrasound intensity is de�ned as the energy �ow rate transmitted
through a unit area perpendicular to the propagation direction and is proportional to the square of
the amplitude [ 25]. Attenuation is mainly caused by thermal and viscous losses, re�ection occurring
at phase boundaries, and scattering. Thermal and viscous losses have only a negligible impact in
the measurement setup shown in Figure 1a [24]. Since the signal attenuation within a material is not
relevant, attenuation is dominated by re�ection and scattering at material interfaces.

2.1. Attenuation Due to Re�ection

Attenuation of the ultrasound signal due to re�ection at phase boundaries occurs if two adjacent
media have di � ering wave impedances. The larger the wave impedance di � erence, the more re�ection
occurs. The wave impedance can be calculated for many materials with: [ 26]

Z = � � c, (1)
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With Z being the wave impedance (kg /m2s), � the material's density (kg /m3), and c the speed of
sound in the material (m /s). For the case of perpendicular incidence of an ultrasonic compressional
wave the re�ection coe � cient R at the boundary is: [ 26]

R =
Z1 � Z2

Z1+ Z2
(2)

Z1 and Z2 being the wave impedances of the two media. Equation (2) shows that less re�ection
occurs if the wave impedances of the two media are similar. Table 1 shows the wave impedances for air,
water, and pulp �bers in paper calculated from density and speed of sound. During the penetration of
a paper sample with water, the ultrasound signal can be re�ected at the boundaries between air and
water, air and �bers, and water and �bers. From the wave impedances, the re�ection coe � cient at
each type of boundary can be calculated (see Table2).

Table 1. Wave impedances for air, water, and pulp �bers.

Medium Speed of Sound (m /s) Density (kg /m3) Wave Impedance (kg /m2s)

air 1 343 1.29 442.47
water 1 1490 998 1,487,020
�ber 2 1493 1500 2,239,548

1 values at 20 � C taken from [ 27]; 2 values based on [28].

Table 2. Re�ection coe� cients for air, water, and �ber boundaries.

Rair,water Rair,�ber Rwater,�ber

0.9988 0.9992 0.0408

The re�ection coe � cients show that at an air-�ber boundary most of the signal was re�ected.
The same is true for air–water boundaries. If the air within a paper sample is completely replaced
by water, water–�ber boundaries are replacing the air-�ber boundaries. The re�ection coe � cient for
water-�ber boundaries was much lower, yielding a better signal transmission. This means that in
general the received ultrasound signal should increase when the air in the sample is replaced by the
test liquid during penetration. Please note that the wave impedance value for �bers should not be
understood to be valid for all paper �bers, since the speed of sound in the �bers largely depends on
the manufacturing process (compare [29]).

The system of air, water, and pulp �bers is used as an example for a liquid penetrating into a
porous material. Since solids and liquids generally have more similar wave impedances compared to
gases [27], the considerations made above are also valid for other porous solids being penetrated by
any kind of liquid. In conclusion, displacement of air by liquid in the substrate pores thus can only
be responsible for an increase in ultrasound intensity over time, the curves however often show a
(pronounced) decrease.

2.2. Attenuation Due to Scattering

Liquid penetrating into a porous substrate represents a very inhomogeneous system in which
water, �bers /pores, and air bubbles are distributed irregularly. In such an inhomogeneous system,
scattering of the ultrasound signal in�uences the received signal [ 27]. Since the transmitted ultrasound
intensity is normalized in the results, only factors that could change the scattering behavior during
penetration are relevant.

As argued above, the air being replaced by the liquid should generally lead to a signal increase due
to the lower re�ection coe � cient of a solid–liquid boundary. However, if the air cannot escape during
penetration, air bubbles could be entrapped within the porous substrate and constitute additional
scattering centers, ultimately leading to a signal decrease. Daun [24] showed how bubbles of di � erent
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sizes impact scattering (see Figure2). The scattering cross section thereby refers to the ratio of the total
scattered power and the intensity of the incoming signal. The total scattered power is obtained by
integrating the scattered intensity in each direction over the surface of a sphere. Taking resonance of
bubbles into account, small bubbles of a critical size can increase scattering e� ects by several orders
of magnitude. Figure 2 also shows that resonance e� ects depend on the frequency of the ultrasound
signal. For 1 MHz the scattering peak is at a bubble radius of about 3.2 � m, for 2 MHz at 1.5 � m.
Daun concluded that “the scattering due to resonance is the dominant mechanism for scattering”.
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For ULP measurements this means that the signal will be a� ected strongly if air bubbles of a
critical size are formed and entrapped during penetration. Those entrapped bubbles scatter the signal
and lead to a sharp decrease in signal transmission. First, the pore size of the substrate limits the
maximum possible bubble size and thus also determines if bubbles of a critical size will be created.
Second, the degree of scattering always also depends on the measurement frequency as the resonance
shows sharp peaks for certain bubble size–frequency combinations.

3. Fundamentals of Liquid Penetration

In order to be able to understand mechanisms that in�uence the ultrasound signal during
penetration, a fundamental understanding of liquid penetration dynamics is necessary. In general,
penetration of a liquid into a porous substrate takes place by capillary �ow into the pores. Assuming
cylindrical pores, the �ow can be described with the Lucas–Washburn equation. It can be derived from
the Poiseuille equation for laminar �ow: [ 30]

dh
dt

=
r2Dp

8� h
, (3)

where h (m) is the distance travelled by the liquid, r (m) the capillary radius, � (Ns/m2) the liquid
viscosity, and Dp (N /m2) the driving pressure di � erence. If gravity e� ects are negligible—as is the
case for small pores in the micrometer range like in paper [ 31]—the driving pressure di � erence is the
capillary pressure. It can be described with the Laplace equation: [ 32]

Dp =
2
 Lcos�

r
, (4)
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With 
 L (N/m) being the surface tension of the liquid and � (� ) the contact angle of the liquid
with the solid. Substituting Equation (4) into Equation (3) and integrating over time leads to the
Lucas–Washburn Equation:

h =
p

t �

r
r
 Lcos�

2�
(5)

This equation indicates two important relations. First, it shows that the penetration depth (and thus
the penetration volume) is proportional to the square root of time. Second, the penetration is driven by
the contact angle between the liquid and the solid. Equation (4) shows that the capillary pressure is
only positive if cos � > 0, i.e.,� < 90� . If � > 90� the liquid is not sucked into the capillaries, but instead
an external pressure needs to be applied so that the liquid enters the pores. Therefore, the contact angle
between the liquid and the solid is the key criterion to determine if capillary penetration is possible.

Penetration into a real porous substrate is much more complex than penetration into cylindrical
pores. Nevertheless, the Lucas–Washburn equation well illustrates the fundamental requirements for
penetration in porous materials.

If capillary penetration is not possible, the liquid in contact with a porous substrate can still enter
the pores as vapor, via surface wetting, by penetration within the porous paper �bers, or by di � usion.
That is especially relevant if the substrate interacts with the liquid, as is the case for aqueous liquids
and paper. The transport of water vapor through paper is most likely primarily driven by surface
di � usion [30]. That means that water can enter the paper also if it is heavily sized and the contact angle
is more than 90� . However, in that case there will be no liquid front �lling the pores as is the case for
capillary penetration. Instead water molecules will di � use along or within the �ber surface, causing
them to swell.

4. Changes in Ultrasound Transmission During Liquid Penetration

Based on the theoretical considerations made above, three cases of liquid penetration can be
distinguished, each yielding a characteristic ULP curve shape. First, we distinguished between signal
increase and decrease. As indicated earlier, a signal increase would be the general case to be expected
if the air in the sample is displaced by the test liquid. A decrease can occur in certain cases due to
entrapped air bubbles or swelling of the �bers.

4.1. Case 1—Signal Increase

A signal increase can be explained by a decrease of the re�ection coe� cient if the air in the sample
is homogeneously replaced by the test liquid. The ultrasound signal is re�ected to a large extent at
air-solid boundaries and air-liquid boundaries, but much less at liquid-solid boundaries. When the
sample is being �lled with liquid, less and less of the signal is re�ected and thus, the signal increases.

Figure 3 illustrates a liquid penetration process yielding an increasing ultrasound signal.
The exemplary ULP curve is measured with a hydrophilic polyethylene membrane in contact with
water. At the start the ultrasound signal is re�ected to a large extent due to an air �lm present at the
surface of the substrate (Figure 3b—image 1). When the sample is wetted by the liquid, the air �lm
at the surface disappears and thus less re�ection occurs (Figure 3b—image 2). Once the sample is
soaked by the liquid, less and less re�ection occurs, and the signal continues to increase. Since the
sample backside is closed, the air within the sample possibly cannot escape as it is pushed back by the
penetrating liquid front. Air bubbles may form. However, if the bubbles are not in a size range critical
for resonance, they will not stop the signal increase. For non-resonating air bubbles to lead to a signal
decrease, more air-liquid boundaries would have to form than air-solid boundaries were present at the
beginning. That is not to be expected.
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Figure 3. General case of a liquid penetrating into a porous substrate. No swelling or critical air bubbles
occur. (a) The ULP curve of a hydrophilic polyethylene membrane in contact with water. ( b) Graphical
illustration of three stages during liquid penetration of the substrate as a function of time. Air �lm
between liquid and surface (1), surface wetting of substrate (2), and full capillary penetration of the
substrate (3).

As mentioned earlier, cases with and without capillary penetration should be distinguished.
A signal increase can occur in both cases. The starting situation for both cases is the same. However,
if capillary penetration is not possible, the liquid will not penetrate the substrate and thus not advance
any further than in Figure 3b—image 2. Since the air �lm at the surface of the sample is removed
nonetheless, the signal will still increase at the start also without capillary penetration. An example of
such a case is a CaCO3-polyethylene composite in contact with water (see Section 5).
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4.2. Case 2—Signal Decrease Due to Critical Air Bubbles

In general, one would expect the ultrasound signal to increase during penetration. However, some
substrates exhibited a steep decrease of the ultrasound signal immediately after getting into contact
with the liquid. This is often the case for substrates where capillary penetration is possible and takes
place rapidly. Such a behavior can be explained by air bubbles of a critical size. As mentioned before,
if the air within the sample cannot (completely) escape, air bubbles will form during penetration.
If the size of the air bubbles is in a critical range for resonance, they will drastically reduce ultrasound
transmission (compare Figure 2) and cause the sharp decrease in transmission.

This behavior is typical for hydrophilic (unsized) paper in contact with aqueous liquids. Figure 4
illustrates what happens during capillary penetration of such a substrate. Wetting of the sample
was so fast that it could not be detected by the ULP measurements. Penetration took place rapidly
and air bubbles resonating with the signal form immediately, leading to a steep decrease of the
ultrasound signal.
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Figure 4. Capillary penetration of a liquid into a substrate (paper) with critical air bubbles being
formed. (a) ULP curve of an unsized paper in contact with water. ( b) Graphical illustration of two
points in time during liquid penetration of the unsized paper: immediate wetting of the surface (1),
air bubbles trapped in the substrate lead to ultrasound scattering, and a fast decrease of the signal (2).

In order to prove that the sharp decrease of transmitted signal is indeed caused by enclosed air
bubbles, we compared measurements of hydrophilic paper with water, performed with two di � erent
sample holders. The ULP measurements discussed so far were all performed with a �at sample holder
on which the samples were attached via two-sided adhesive tape (compare Figure 1c left). In this case
the air cannot escape at the backside of the sample and was trapped within the substrate, where air
bubbles started to form. A sample holder with grooves allowed the air to escape at the backside of the
sample (compare Figure 1c right). The adhesive tape was pushed into the grooves with a grooved
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cylinder. Thus, the sample was in contact with the tape only at the peaks between the grooves. Still,
the sample was in contact with the liquid only on the top side. When the liquid then penetrated the
sample, the air was again pushed to the back, but could now escape via the grooves.

Figure 5 compares ULP measurements of unsized paper on the �at and grooved sample holder.
On the �at sample holder (Figure 5a) the air could not leave the sample and air bubbles were entrapped
while the air could leave on the grooved sample holder (Figure 5b). The shape of the two curves
was remarkably di � erent. While the signal decreased strongly due to the air bubbles formed in the
case of the �at sample holder, there was a steep increase of transmission when the air was allowed to
escape. This means that without entrapped resonating air bubbles, the signal increased due to the air
being replaced by the liquid, as predicted in case 1. For the case of capillary penetration together with
resonating air bubbles on a �at sample holder, on the other hand, the changes in signal transmission
were controlled by the rate of formation of entrapped bubbles.
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Figure 5. ULP curves of unsized paper in contact with water. ( a) Unsized paper on a �at sample
holder—air bubbles are entrapped leading to a sharp decrease of the signal. (b) Unsized paper on
grooved sample holder (measurement from [ 16])—air can leave the sample on the backside via the
grooves. Thus, no air bubbles form and the signal increases due to �lling of the substrate pores.

4.3. Case 3—Signal Decrease Due to Swelling

If capillary penetration is possible, a signal decrease is caused by entrapped, resonating air bubbles,
as explained above. However, paper samples where capillary penetration is not possible because they
are heavily sized (� > 90� ) can still exhibit a decrease in signal transmission. Air bubbles cannot be
the reason for the decrease in this case, as there is no liquid entering the substrate pores. This can
be shown when again comparing the �at and the grooved sample holder. Figure 6a shows the ULP
curve of a sized copy paper with water on the �at sample holder, where the air within the sample is
entrapped at the backside. The signal �rst increased until it reached a maximum that was followed by
a slow decrease. The shape of the curve was not changed when using a grooved sample holder that
allows the air to escape (Figure 6b). Thus, enclosed air bubbles could not be the reason for the signal
decrease in this case.

Air bubbles cannot be the reason for a signal decrease if capillary penetration is not possible,
since there is no liquid front advancing through the sample. However, as mentioned earlier, water
can still enter the sample via vapor and surface di � usion, as well as penetration within the paper
�bers (which are porous). In that way, water will di � use into the �bers, �lling voids within the �bers,
causing them to swell. The �lling of the voids should lead to an increase in the speed of sound in the
�bers. That would lead to an increase in the �bers' wave impedance and consequently to an increased
re�ection coe � cient for air–�ber boundaries. As the �bers are still surrounded by air, this would
explain the slowly decreasing ultrasound signal.
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Figure 6. ULP curves of sized paper in contact with water. ( a) AKD (alkyl ketene dimer) sized paper
on �at sample holder—air is entrapped. ( b) Sized copy paper on grooved sample holder (measurement
from [ 16])—air can leave the sample on the backside via the grooves. Both papers have contact angles
of about 100� with water, thus no capillary penetration. The signal decrease is created by �ber swelling,
di � usion, or surface transport of liquid into the substrate (in this case usually paper).

Figure 7 shows the last stage of penetration of water into a sized paper. The �rst two stages were
equivalent to the �rst two stages of case 1 (Figure 3—top and middle row). Initially there was an air
�lm at the paper surface at which the ultrasound signal was re�ected to a large extent. As the liquid
wetted the surface and the air �lm disappeared, ultrasound transmission increased. For a non-swelling
substrate–liquid combination the signal would not decrease again. For paper in contact with a �ber
swelling liquid like water, however, the �bers will take up some liquid, ultimately leading to a decrease
in the signal. In that case, the time of the maximum intensity can be interpreted as the time at which
swelling of the �bers starts [ 33].
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Figure 7. Liquid uptake of a surface hydrophobized paper (no capillary penetration). ( a) ULP curve of
an AKD sized paper in contact with water. ( b) Graphical illustration of the water uptake into the �bers
by vapor and surface di � usion as well as intra-�ber liquid penetration (third stage of liquid uptake;
stages one and two are equivalent to Figure 3b, digits 1 and 2). The density increase within the �bers
leads to a higher ultrasonic re�ection at the �ber-pore interfaces and thus to a decrease of the signal.

Results that con�rmed that �ber swelling was the reason for the decrease in ultrasound transmission
for surface hydrophobized (sized) papers are shown in Figure 8. First, Gabriel [6] found that ultrasound
transmission and wet expansion are strongly correlated especially for sized and coated papers (Figure 8a)
and that they show exactly the same development over time. The wet expansion of a paper sheet is
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directly related to the swelling of the �bers within. Therefore, this correlation is a strong indication
that the decrease of the ULP curve for hydrophobized papers is indeed related to swelling of the �bers.
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Figure 8. ULP measurement results underlining the e � ect of �ber swelling on ultrasound transmission.
(a) Ultrasound transmission intensity I and wet expansion for a coated printing paper in contact
with water. Ultrasound transmission and wet expansion are strongly correlated. ( b) Temperature
dependence of ULP measurements of sized copy paper in contact with water. The high temperature
dependence indicates a high in�uence of the vapor pressure and thus di � usive water transport into the
�bers (both adapted from [ 6]).

Second, Gabriel [6] also found that the ULP results are highly dependent on the temperature
of the test liquid. In Figure 8b 20 percent ultrasound intensity was reached after about 14 s when
measuring water at 23 � C, while it took less than half the time to reach the same relative intensity at 43
� C. The faster decrease at higher temperatures indicates faster water uptake of the �bers. One reason
for that might be the lower viscosity of the liquid. More dramatic, however, is the increase in saturation
vapor pressure, which increased exponentially with temperature. Therefore, Gabriel [ 6] concluded that
the sharper decrease and thus faster liquid uptake at higher temperatures is caused by the intensi�ed
water vapor di � usion into the sample and the �bers. This is another indication that the decrease of
the ULP curve of a surface hydrophobized (sized) paper is determined mainly by the transport of the
liquid into the �bers.

5. Impact of Penetration Mechanism on Curve Shape

As discussed above, ultrasound transmission is in�uenced in di � erent ways depending on whether
capillary penetration of the liquid in the substrate is possible or, if not, by swelling of the substrate
(often paper �bers). Each of the three discussed cases leads to a characteristic curve shape. In order
to prove that capillary penetration and �ber swelling are determining the shape of the ULP curves,
measurements with di � erent test liquids were performed on two substrates. The liquids were designed
so that some of them would penetrate via capillary penetration and some not. One of the substrates
contains �bers that swell when in contact with aqueous liquids, the other not.

5.1. Materials and Methods

Table 3 gives an overview of the test liquids used. They are all based on deionized water with
additives to modify the penetration behavior. Additives us ed were glycerol (AnalaR ® NORMAPUR ®
from VWR, 99.5%), hexanediol (1,2-Hexandiol, Alfa Aesar from Thermo Fisher Scienti�c, 97%), and
isopropanol (EMSURE® ACS from Merck, 99.8%). Glycerol was used to change the contact angle of
the liquid, hexanediol and isopropanol also lowered the surface tension, which also a � ects the contact
angle. Naphthol Blue Black (98%) was used as a dye for better visibility, but does otherwise not change
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the liquid properties (compare [ 34]). In that way, the liquids were tuned so that some of them penetrate
via capillary penetration and others not. To determine whether capillary penetration is possible for a
liquid–substrate combination, contact angle measurements were performed with a Fibro DAT 1100
dynamic contact angle instrument from FIBRO System, Netherlands, according to ANSI /Tappi standard
T 558 om-15. Twenty individual drops with a volume of 4 � L were measured for each liquid–substrate
combination. The contact angle was measured as soon as the drop had completely settled at the surface
(20 ms or 40 ms after �rst drop-surface contact). The non-swelling substrate is a porous composite
consisting of 80 percent calcium carbonate and 20 percent polyethylene. The swelling substrate is an
AKD sized standard all-purpose o � ce paper, consisting of bleached eucalyptus pulp and 14 percent
calcium carbonate as �ller. ULP measurements were performed with a Penetration Dynamics Analyser
2.0 from emtec Electronic GmbH, Leipzig, Germany, using a measurement frequency of 2 MHz and a
�at sample holder. The samples were cut to rectangles of 7 cm � 5 cm and attached to the sample holder
with two-sided adhesive tape. The ultrasonic sensor area used is a circle with a diameter of 35 mm.
Each curve presented has been averaged from four individual measurement curves. Measurement
time was set to 5 s.

Table 3. Test liquids and their components.

Test Liquid Water (w%) Glycerol (w%) Hexanediol (w%) Isopropanol (w%) Dye (w%)

TL1 41.9 48 10 - 0.1
TL2 64.9 25 10 - 0.1
TL3 42.4 57.5 - - 0.1
TL4 74.9 25 - - 0.1
TLC 56.4 42 1.5 - 0.1
H2O 100 - - - -
IPA 84 - - 16 -

5.2. Results and Discussion

The CaCO3-polyethylene composite will not swell when in contact with any of the test liquids.
Therefore, in theory, only the �rst two cases discussed before can a� ect the ultrasound signal. That means
that in general the signal should increase during liquid contact (case 1). A decrease is only possible if
the sample is penetrated via capillary penetration and air bubbles of a critical size for resonance form
(case 2).

Figure 9b shows that the test liquids 3 and 4 as well as deionized water had contact angles of more
than 90� on the CaCO3 -polyethylene composite sheets. That means that capillary penetration was not
taking place for those liquids. The ultrasound transmission curves (Figure 9a) for these three liquids
had a similar shape and all increase continuously throughout the measurement (i.e., case 1). This is
what would be expected of liquids without capillary penetration on a non-swelling substrate.

The center point test liquid (TLC) and the isopropanol–water mixture (IPA) had contact angles of
less than 90� and thus, capillary penetration was possible. In contrast to the other liquids, ultrasound
intensity decreased for those two liquids. This indicates that air bubbles formed during the penetration
of the substrate, which resonate with the signal and attenuate it. Furthermore, the TLC liquid had a
higher contact angle than the IPA liquid. This is in line with the ultrasound transmission decreasing
more slowly for the TLC than the IPA liquid. For a higher contact angle, the capillary pressure was
lower and thus also the driving force for penetration was reduced (compare Section 3), ultimately
leading to slower attenuation of the ultrasound signal.

From the measurements on the CaCO3 polyethylene composite sheets it could be concluded that
the shape of the ultrasound transmission curve is an indicator for the penetration mechanism taking
place for non-swelling substrates, if bubbles of a critical size are formed during penetration. In the
case of capillary penetration with critical bubble formation, the slope of the curve is an indicator for
penetration speed.
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Figure 9. ULP measurements on CaCO3 polyethylene composite sheets. (a) ULP curves; (b) initial
contact angles � (after 40 ms) of the testing liquids on the CaCO 3 polyethylene composite sheets.
Liquids with capillary penetration ( � < 90� ) exhibit a decreasing curve (case 2). Liquids without
capillary penetration ( � > 90� ) show a monotonically increasing curve; the curve is not decreasing
because the substrate cannot swell (case 1; error bars indicate 95 percent con�dence intervals).

As discussed before, the ultrasound signal can be a� ected also by changes in the �bers due to
liquid uptake when it comes to paper in combination with �ber swelling liquids (case 3). This e � ect
is especially relevant for sized papers, where the �ber surface is chemically hydrophobized, which
hinders capillary penetration. Figure 10b shows that again test liquids 3 and 4, as well as water formed
contact angles of more than 90� on the AKD sized paper. The TLC liquid was at the very edge of the 90 �

line. The shape of the ultrasound transmission curves (Figure 10a) of these four liquids matched the
curve described as case 3. The increase of the ultrasound transmission at the beginning was followed
by a decrease caused by di� usive liquid uptake of the �bers. For TL3 and TL4 the decrease was not
very evident because it was rather slow. It would be more prominent at longer measurement intervals.
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Figure 10. ULP measurements on hydrophobized (AKD sized) paper. ( a) ULP curves and (b) initial
contact angles� (after 20 ms) of the testing liquids on the paper. Liquids with capillary penetration
(� < 90� ) exhibit a fast decreasing curve (case 2). Those without capillary penetration ( � > 90� ) show
a slow decrease after a maximum, which indicates liquid uptake into the �bers due to di � usion and
intra-�ber liquid transport (error bars indicate 95 percent con�dence intervals.).

TL3 exhibited the highest contact angle and was also the last to reach its maximum in the
ultrasound transmission. The lower the contact angle of those four liquids, the better is the surface
wetting of the liquid and the faster the maximum of the curve is reached. TLC, which was at the very
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border of the 90� limit, was the �rst to reach its maximum in ultrasound transmission and the signal
decreased faster after the maximum than for the other three liquids with � > 90� . This indicates a faster
liquid uptake of the �bers.

The other three test liquids—TL1, TL2, and IPA—had contact angles below 90 � . For these liquids
capillary penetration took place and they exhibited a curve shape, which matched case 2—capillary
penetration with critical bubble formation. TL2 and IPA had a much lower contact angle than TL1
and demonstrated a steeper decrease in ultrasound transmission as well. Just like for the liquids
with capillary penetration on the CaCO 3 polyethylene composite sheets, the slope of the curve is an
indicator for penetration speed also for paper if capillary penetration takes place.

These measurements suggest that the shape of the ULP curve can be an indicator for the dominating
liquid uptake mechanism for the paper. However, swelling of the �bers could also have a (minor)
impact if capillary penetration is possible. There might be a transitional area close to contact angles of
90� in which both resonating air bubbles and swelling �bers a � ect ultrasound transmission equally.
Furthermore, if paper properties vary signi�cantly throughout the thickness direction (like is the case
for highly calendared or coated papers) interpretation of ULP signals becomes even more complex.
In order to avoid incorrect interpretations of ULP measurements we recommend to always perform
complementary contact angle measurements.

6. Parameters for Evaluation of ULP Measurements

After elucidating the interpretation of the ULP measurement curves, it is useful to de�ne
parameters that describe speci�c aspects of the liquid–substrate interaction. In literature a huge variety
of parameters is used. Most of the parameters used refer to curve shapes of case 3—curves with a
maximum after which the signal declines. Some parameters describe the �rst part of the curve, which
are said to describe surface wetting and surface hydrophobization:

� L = intensity di � erence between the initial and the maximum signal [ 15,16];

� G1 = slope of the curve before the maximum [ 16];

� W = area above the curve until the maximum [ 4,23].

The parameter used most often for this type of curve is the time until the maximum intensity is
reached (tmax) [3–5,8,11–16,23,35], which often has been interpreted as the wetting time. As we pointed
out, it is rather related to the onset of �ber swelling. To describe the curve after the maximum, several
parameters related to the slope of the curve were used, which were interpreted as penetration speed
and thus to be related to (bulk) hydrophobicity and porosity:

� A30/A60 = area above the curve after maximum until 30 /60 s measurement time [3,4,23];

� Slope after maximum [ 8,11,12];

� T95/T60 = time until ultrasound intensity declined to 95 /60 percent (after maximum) [ 5,13,21,22].

For the curves of case 3, we proposed to use the time until the maximum intensity to describe the
�rst part of the curve as a measure for the time after which �bers begin to swell. The slope of the curve
or a time until a certain intensity was reached (e.g., T95) should be used for the second part of the
curve (Figure 11a). For a hydrophobic paper, the slope as well as T95/T60 describe the speed of water
uptake of the �bers via vapor and surface di � usion.

When capillary penetration takes place and the resulting curves do not show a maximum (case 2),
we recommend to use the same parameters to describe the slope of the curve as for the decreasing
branch of curves with maximum (Figure 11b), i.e., T95/T60 or the slope of the curve. These parameters
are a measure for the penetration speed in this case. When calculating the slope of the curve, it is
important to choose a useful time interval for which the slope is calculated. Figure 11b illustrates
a poorly chosen time interval. It is so large that in that interval the slopes of the two blue curves
are equivalent although the dark blue curve is decreasing faster. Therefore, the time until a certain
ultrasound intensity is reached (T95 /T60) seems to be the more reliable parameter.
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Figure 11. Proposed parameters for the evaluation of ULP measurements. (a) Curves with a maximum
(case 3): tmax = time after which �ber swelling starts; slope /T95= speed of water uptake of the �bers
and (b) curves without maximum (case 2): slope /T95 = penetration speed.

7. Recommendations

In addition to the parameters to be used, there are some general recommendations when
performing ULP measurements. First, as mentioned before, we proposed to perform contact angle
measurements with the same liquids and substrates in order to �nd out whether capillary penetration is
taking place for a liquid substrate combination. Measuring the contact angle will support interpretation
of the ULP results.

Second, we wanted to point out the necessity of understanding the processes taking place during
penetration in order to enable a sound interpretation of the results. If new combinations of liquids
and substrates are used, it might not be clear which physical /chemical processes could in�uence
ultrasound transmission during penetration. There might be cases in which the slope of a decreasing
ultrasound curve cannot be simply interpreted as penetration speed. An example for such a case
would be measurements with coagulating inks on primed surfaces, where the ink forms a coagulating
layer once it gets into contact with the paper surface.

If ULP measurements of new combinations of liquids and substrates are to be performed,
a comparison of measurements with a �at and a grooved sample holder might be useful. Comparing
the two sample holders can reveal how strongly ultrasound transmission is in�uenced by entrapped
air bubbles, which is an important information for the interpretation of results.

Furthermore, mostly 1 and 2 MHz have been used to perform ULP measurements and these
frequencies have proved to be suitable for paper. However, other measurement frequencies could
potentially reveal events on di � erent spatial scales [10] and might be needed for substrates other than
paper (e.g., membranes, nanoporous �lms, etc.). In this context it is important to remember that the
bubble size critical for resonance also depends on the frequency of the ultrasound signal.

8. Conclusions

The main mechanisms in�uencing ultrasound transmission during liquid penetration were
examined in order to deliver a basis for sound interpretation of ULP measurement curves. Three cases
could be distinguished each yielding a characteristic curve shape:

1. In general, air being replaced by a liquid in the sample would lead to a continuous increase in
ultrasound signal due to a reduction of ultrasound re�ection at air–substrate boundaries.

2. If capillary penetration of the liquid into the substrate was taking place (indicated by a contact
angle lower than 90� ), a sharp decrease of ultrasound transmission was often observed. This was
caused by enclosed air bubbles forming during penetration. If their size was in a range critical for
resonance e� ects, the ultrasound signal was heavily scattered and thus attenuated. Therefore,
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the ultrasound transmission curve in this case re�ected the rate of air bubble formation during
penetration, which was directly related to the penetration speed of the liquid into the paper.

3. If capillary penetration could not take place, air bubbles could not form, and the signal normally
increased continuously as the air layer between liquid and substrate disappeared. For swelling
substrates like paper, however, another mechanism was taking place. The typical measurement
curve exhibited an increase up to a maximum followed by a decrease in ultrasound transmission.
The signal �rst increased due to liquid replacing the air layer at the paper surface. After some
time, the substrate (�bers) started to take up water via vapor and surface di � usion, which caused
a density increase and thus higher re�ection at the air–�ber interfaces, which resulted in a
decreasing signal. The decrease in ultrasound transmission was proportional to water uptake
of the �bers in this case. This means that the time until the maximum was related to the onset
of �ber swelling. A shorter time to maximum and faster decrease after the maximum means
faster swelling.

With testing liquids tailored to show (or not show) capillary penetration, as indicated by the
contact angle, we were able to prove that a fast falling ULP curve without a maximum indeed indicates
the presence of capillary penetration in the substrate. By comparing the curves between non-swelling
and swelling substrates in the absence of capillary penetration we could demonstrate that the water
uptake in the substrate material (in this case the liquid uptake into the paper �bers due to di � usion
and intra-�ber wetting) corresponds to the slope of the signal decrease after the maximum in the curve.
These results suggest that ULP measurements together with contact angle measurements could be a
means to quantify �rst capillary penetration into substrate pores, and second di � usion induced liquid
uptake in the substrate material (in the absence of capillary penetration).
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Abstract: The use of axicon lenses is useful in many high-resolution-focused ultrasound applications,
such as mapping, detection, and have recently been extended to ultrasonic brain therapies. However,
in order to achieve high spatial resolution with an axicon lens, it is necessary to adjust the separation,
called stand-o� (� ), between a conventional transducer and the lens attached to it. Comprehensive
ultrasound simulations, using the open-source k-Wave toolbox, were performed for an axicon lens
attached to a piezo-disc type transducer with a radius of 14 mm, and a frequency of about 0.5 MHz,
that is within the range of optimal frequencies for transcranial transmission. The materials properties
were measured, and the lens geometry was modelled. Hydrophone measurements were performed
through a human skull phantom. We obtained an initial easygoing design model for the lens angle
and optimal stand-o � using relatively simple formulas. The skull is not an obstacle for focusing of
ultrasound with optimized axicon lenses that achieve an identical resolution to spherical transducers,
but with the advantage that the focusing distance is shortened. An adequate stand-o � improves the
lateral resolution of the acoustic beam by approximately 50%. The approach proposed provides an
e� ective way of designing polydimethylsiloxane (PDMS)-based axicon lenses equipped transducers.

Keywords: ultrasonic lens; axicon lens; focused ultrasound; transcranial ultrasound

1. Introduction

Focused ultrasound (FUS) in pulsed mode is unique among transcranial brain stimulation methods
in combining exceptional spatial resolution (on the millimeter scale) [ 1–3] with the potential to target
subcortical structures (deeper than 10 cm) [4] through the intact skull. It also has potential for inducing
neuronal excitation or suppression without evidence of tissue damage [ 5].

Recently, we demonstrated the advantages of focusing ultrasound (US) through
polydimethylsiloxane (PDMS)-based axicon lenses to selectively drive brain activity [ 6]. The ultrasound
axicon is shown in Figure 1. It has the shape of a cone. As the cone angle (� ) decreases, the focus moves
closer to the lens. Developing low-intensity applications include the opening of the blood–brain barrier
and ultrasonic neuromodulation. Both techniques have recently been extended to human subjects and
are under active research. Spherically FUS transducer has been, until now, the most commonly used for
transcranial focusing ultrasound, but it has a large focal length (several centimeters) that may hinder
its coupling with the head, for example, when the focal plane is too close to skull inner ivory layer.
With spherical segment ultrasound transducers, FUS is commonly delivered through a big plastic bag
containing degassed water placed over the scalp. This is due to the fact that, for cortical stimulation,
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the acoustic beam should be focused a few millimeters deep from the skull surface [ 3]. In this sense,
the great advantage of the axicon lens is its ability to suppress the near-�eld and maintain a very
near focus from the lens face outward. PDMS-based axicon lens a� xed on the face of conventional
transducers makes it possible to build more compact devices without liquids that can regasify or leak,
with a greater spatial resolution.

However, for an axicon lens to o � er high spatial resolution and depth, control is necessary to
adjust the separation between the transducer and axicon lens, called stand-o� (� ), for each particular
case [7]. Given the geometry of the lens, if � is not properly adjusted, internal re�ections can occur,
making the con�guration useless as a focused transducer. The lens reduces the focal length (F) from
the near-�eld distance (N) of the attached US transducer. The relation between axicon lens angle and
the value of F/N produced was described in [ 8] for acrylic plastic /oil combination, but the e � ect of
the stand-o� was not modeled and the adequate value of � was not described elsewhere. In [7], the
stand-o� of the di � erent settings was adjusted experimentally to obtain the best signal-to-noise ratio
(SNR) for ultrasonic contact inspection. In our approach, time domain ultrasound simulations, based
on the k-space pseudo-spectral methods, play a key role in enabling the modeling and systematic
design of ultrasonic axicon lenses with optimum stand-o � for high-resolution ultrasonic applications,
as transcranial stimulation, in high-resolution mapping, and in the evaluation of a wide variety of
defects. Finally, the e� ects of human skull on axicon �elds were tested.

��

 

Figure 1. (a) Exploded model of the axicon lens. The polydimethylsiloxane (PDMS) �lls the conical
cavity of the lens and the stand-o � . An ultrasonic lens is formed by the PDMS /plastic interfaces.
The window is a thin material layer between the conical cavity and the face of the lens; ( b) schematic
ultrasonic beam pattern for transducers with axicon lenses. These are described by its total included
cone angle (� ). Depth of focus (DOF) is the focal region and F is the desired focal length. Both DOF
and F depend on the sound velocity into the material used for the interface.

Skull is generally constituted of three relatively homogeneous layers: The outer and inner tables
of solid ivory bone, and the central layer of diploe of cancellous bone, with a blood- and fat-�lled
porous structure. The dimensions of the blood- and fat-�lled inclusions are random, and an average
thickness in the direction normal to the surface is about 0.6 mm. [ 5], so the fundamental frequency
used was chosen to help alleviate the concerns for acoustic energy absorption or refraction by the skull.
For frequencies lower than about 0.5 MHz, re�ection of sound is the principal cause of insertion loss.
At frequencies between about 0.6 and 0.9 MHz, the absorption loss in the diploe layer begins to limit
sound transmission, so the oscillations are damped out and the insertion loss increases linearly with
frequency. At about 0.9 MHz, the scattering loss in the diploe layer begins to limit sound transmission,
so the insertion loss begins to increase as the fourth power of frequency [5].
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A full-wave nonlinear ultrasound model based on the k-space pseudo-spectral method was
developed and released as part of the open-source k-Wave Acoustics Toolbox [9,10]. This model can
account for the propagation of nonlinear ultrasound waves in homogeneous or heterogeneous media
with power acoustic absorption and without restrictions on the directionality of the waves. The accuracy
of the implementation of nonlinear ultrasound model in the k-Wave Toolbox was validated using
experimental measurements of the ultrasound made with a linear diagnostic ultrasound probe and a
membrane hydrophone [ 11].

A computational model for elastic wave propagation in heterogeneous media can be constructed
based on the solution of coupled �rst-order acoustic equations given in Equations (1)–(3) using the
Fourier pseudo-spectral method. This uses the Fourier collocation spectral method to compute spatial
derivatives, and a leapfrog �nite-di � erence scheme to integrate forwards in time. Using a temporally
and spatially staggered grid, the �eld variables are updated in a time stepping [ 12,13]. To simulate
free-�eld conditions, a perfectly matched layer (PML) is also applied to absorb the waves at the edge of
the computational domain [ 14]. Without this boundary layer, the computation of the spatial derivate
via the FFT causes waves leaving one side of the domain to reappear at the opposite side. The use
of the PML thus facilitates in�nite domain simulations without the need to increase the size of the
computational grid.
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where u is the acoustic particle velocity, � 0 is the medium density, � is the acoustic density, c
is the thermodynamic sound speed, p is the acoustic pressure, and p0 = p(t = 0) is the initial
pressure distribution.

There are two main stages in this work: The de�nition of general design equations for PDMS-based
axicon lenses with optimal stand-o � , through comprehensive ultrasound simulations, for an optimal
transcranial focusing; and the measurements and simulations performed to determine focusing
performance of the proposed lenses, through a human skull phantom.

2. Materials and Methods

In order to develop a design model, axicon lenses with � angles between 80� and 170� in steps
of 5� were simulated with increments of � in steps of � /4 with 8 grid points per wavelength ( � ) in
the stand-o� medium. The �nal pressure �eld along with the RMS beam pattern was calculated.
The normalized cross-section pro�le area at the focus F was determined, for each � . The minimum area
represents the greatest improvement with the optimum stand-o � , which minimizes transmitted energy
outside of the main beam and improves lateral spatial resolution with lower possible sidelobes.

The domain was discretized using a grid point spacing of 250 � m (giving a maximum supported
frequency of 2.06 MHz), and a grid size of 512 � 512 grid points (corresponding to a domain size
of 128 � 128 mm). Simulations were run on an NVIDIA ® GTX 950 graphics processing unit (Santa
Clara, CA, United States) using the MATLAB ® Parallel Computing Toolbox (Natick, MA, United
States). The simulation of all angles/stand-o� combinations can be completed in approximately 60 h.
By default, numbers in MATLAB ® are stored in double precision. However, in almost all cases,
k-Wave does not require this level of precision. In particular, the performance of the PML generally
limits the accuracy to around 4 or 5 decimal places. We use a PML thickness of 20 grid points that
gives a transmission coe� cient of � 100 dB. This corresponds to a reduction in the signal level of
1 � 10� 5, which is signi�cantly less than double precision. Further, there will also be uncertainties in
the de�nition of the materials properties. A list of the main simulation inputs is given in Table A1.
In this work, a heterogeneous medium was de�ned as a layered interface on both sides of the conical
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cavity of the axicon lens as shown in Figure A1. The convective nonlinear e� ects from the convection of
mass was considered. However, at low frequencies and amplitudes, nonlinearity will only have a small
e� ect on the wave �eld. At higher frequencies and amplitudes, this e � ect become more important.

The accuracy of the implementation of ultrasound model with the k-Wave Toolbox was validated
in our previous work [ 6] using experimental measurements of FUS made with the same axicon lens
attached transducer and a needle hydrophone (Force Technology MH28) within a 6-L anechoic test
tank. Our previous study has already shown that there is a good agreement between the simulated
and experimental beam patterns. In this work, we also characterized the acoustic pressure amplitude
of the beam pattern of the axicon lens when FUS was transmitted through a human skull phantom
for experimental validation of simulated transcranial ultrasound propagation. There is negligible
conversion to shear waves in the layers of skull when the incidence angle is within about 20 � of
normal [ 5]. The ability of bone to support shear waves can a� ect transcranial transmission, although the
changes to the intracranial �eld are typically negligible for ultrasound applied at normal or near-normal
incidence. Therefore, we will model only longitudinal waves. The phantom was created from the
parietal portion of a mesh segmented from MRI head image data. Clear Med610 3D printing resin
was used to create the skull bone phantom. The acoustic properties of Stratasys— materials were
recently reported in [ 15]; thus, these measurements were not repeated as part of the current work.
The reported and measured property values, and estimated uncertainty in those measurements, are
shown in Table 1.

To test the e� ects of a human skull on FUS �elds, we inserted a 5 mm thick fragment of parietal
bone phantom between the transducer and the hydrophone, as shown in Figure 2. The transducer
described in our previous work [ 6] has an ultrasonic piezo-disc-type element of 28 mm diameter
(SMD28T21F1000R, Steminc Steiner & Martins, Inc., Davenport, FL, USA) of PZT-4 mounted on
stainless-steel housing operating in thickness mode vibration at 445 kHz. Epoxy (Resoltech 1040,
Resoltech, Rousset, France) resin was used in order to build the conical cavity of the lens with an angle
� of 144� . Degassed PDMS (Sylgard 184, Dow Corning, Midland, MI, USA) was used to �ll the conical
cavity of the lens and for the lens-transducer interface with a stand-o � � of 30 mm. The ultrasonic lens
is formed by the epoxy /PDMS interface. The speci�cations are summarized in Table 2.

Table 1. Compressional and shear speed, attenuation, and density of Clear Med610 material.

Comp. Speed (ms� 1) Shear Speed (ms� 1) Absorption (dB cm � 1) Density (kg m � 3)

2495� 8 1081� 31 3.70� 0.1 1180

��

�º �º �º �º

 

Figure 2. Photograph of the ultrasound test tank showing the axicon lens equipped transducer detail,
parietal bone phantom, and hydrophone.
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Table 2. Speci�cations of the axicon lens characterized.

Parameter Value

Transducer frequency (f) 0.445 MHz
Transducer diameter (D) 28 mm
Transducer near �eld in water (N) 64.75 mm ( � 6 dB)
Ratio of F/N (F/N) 0.16
Axicon lens angle (� ) 144�

Focal length (F) 10.5 mm
Depth of focus (DOF) 11 mm (� 3 dB)/22 mm (� 6 dB)
Focus diameter (dF) 2.5 mm (� 3 dB)/3.5 mm (� 6 dB)
Insertion loss (IL) 8.4 dB
Stand-o� (� ) 30 mm
Encapsulation Echo Reduction (ER) � 12 dB

3. Results

3.1. Estimation of the Axicon Lens Angle

The relation between axicon lens angle � and the value of F/N produced (see Appendix A)
is illustrated graphically in Figure 3. The transducer near �eld length N is given by N = D2f /4c.
The coe� cient of determination R 2 is 0.97 with p-value signi�cance level of < 0.00001. This relation is
for � = � Optimum :

� =
9.9708+ ln

�
F
N

�

5.52�10� 2
[degrees]. (4)
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Figure 3. Illustration of the relation between the axicon lens angle � and the ratio of F/N.

The following relation, based on our study summarized in Table A2 (see Appendix A), was found
experimentally valid for the lens described. The optimum ratio of F /N appears to be between 0.1 and
0.3. This produces focal beam diameters (dF with the axicon lens equipped transducers and d N of a
conventional transducer), and depths of focus (DOF) of similar ratio according to:

F
N

=
dF

dN
=

DOFF

DOFN
. (5)
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For values of F/N > 0.4, some evidence of the original near �eld still remains. As the value F /N
decreases below 0.4, all evidence of the original near �eld is rapidly suppressed in the lens system.
This contrasts with the behavior of spherical lenses where some original near �eld is always present.

We observe that there is an inversely proportional relationship between F /N and �� values, as
shown in Figure 4 for di � erent values of angle � . The relative percentage loss of lateral resolution
(LLR) as a function of �� is shown in the same �gure, where � is the wave number. LLR is relative
to the best lateral resolution that can be achieved with �� value that minimizes energy transmitted
outside of the narrowest possible main beam. Since the speed of sound in PDMS is lower than in water,
as the value of � increases, the wavelengths-weighted average sound speed through the heterogeneous
medium with step discontinuity of velocity decreases, which e � ectively reduces the ratio of F/N.

3.2. Re�ectivity E� ect on the Internal Walls of the Lens Housing

To illustrate the e� ect of outer case and inner isolation (Figure 5) on the lateral resolution of the
lens, the relative percentage LLR as a function of �� , and the normalized lateral beam pro�le are shown
in Figure 6 for two di � erent housing. With a re�ecting housing, without inner sleeve, there will be
more internal re�ections in the lens system, since there are abrupt transitions of acoustic impedance
with the inner walls. As a result, the lateral resolution of the lens decreases, compared to non-re�ective
housing with inner isolation. For example, with a PDMS-based lens at 445 kHz and a cone angle of
130� , assembled with the optimum stand-o � inside a housing of Inconel-625 with internal re�ectivity
of 0.8 dB down, the relative LLR value is reduced by half and energy transmitted outside the main
beam is 10% higher, compared to inner sleeve re�ectivity of 40 dB down.

3.3. Estimation of the Optimum Stand-O�

We found a numerical relationship for � based on the simulation results of 2420 angle/stand-o�
combinations for axicon lenses (see Appendix A). The relation between the optimum value of � (which
improves spatial resolution) and the value of F /N is shown in Figure 7. The linear regression equation
is given by:

� Optimum =
10.921+ ln

�
F
N

�

1.96�102
[meters]. (6)

The coe� cient of determination R 2 is 0.96 with a p-value signi�cance level of < 0.00001.
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Figure 4. (Top) Value of F/N and (Bottom) relative loss of lateral resolution, both, vs. stand-o � given in
number of wavelengths ( �� ) for 445 kHz PDMS-based axicon lens with di � erent angles. (a) � = 140� ;
(b) � = 150� ; (c) � = 160� ; (d) � = 170� .
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��

 

Figure 5. Housing of the axicon lens.

��

 

Figure 6. Outer case e� ect for 445 kHz PDMS-based axicon lens with cone angle� = 130� . (Top) Relative
loss of lateral resolution vs. stand-o� given in number of wavelengths ( �� ) and (Bottom) normalized
pressure amplitudes of the lateral beam pro�le. ( a) Lens housing with re�ectivity of 0.8 dB down;
(b) lens housing with re�ectivity of 40 dB down.
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Figure 7. Illustration of the relation between the axicon lens optimum stand-o � � and the ratio of F /N.
The value of � estimated by linear regression is indicated to obtain the highest lateral resolution for
di � erent lens angles.

As an example, Figure 8 shows the focusing behavior of PDMS-based 144� axicon lens with four
di � erent values of � (a: 0 mm, b: 20.5 mm, c: 34 mm, and d: 45.25 mm). These di� erent settings are
indicated in Figure 9 showing the relative LLR as a function of �� . With a stand-o � of 34 mm, the
lateral spatial resolution improves by up to 40%, compared to the same lens without stand-o � .

The optimum stand-o � predicted by Equation (6) was checked for di � erent frequencies. Figure 10
compares the experimental loss of lateral resolution (LLR) for transducers with acoustic frequencies (f)
of (a) 0.2225 MHz, (b) 0.445 MHz, (c) 0.890 MHz, and (d) 4.45 MHz.

��

 

Figure 8. 445 kHz-Cigar-shaped acoustic focus for di� erent settings of the stand-o� . (a) � = 0 mm;
(b) � = 20.5 mm; (c) � = 34 mm; (d) � = 45.25 mm. (Top) Focusing behavior of the PDMS-based 144�

axicon lens with four di � erent values of � . (Middle) Normalized pressure amplitudes of the lateral
beam pro�le. (Bottom) Normalized pressure amplitudes of the axial beam pro�le, 0 mm indicates
the focus.
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Figure 9. Stand-o� , given in number of wavelengths, vs. relative loss of lateral resolution for 445 kHz
PDMS-based 144� axicon lens. (a) � = 0 mm; (b) � = 20.5 mm; (c) � = 34 mm; and (d) � = 45.25 mm.
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Figure 10. Stand-o� given in number of wavelengths vs. relative loss of lateral resolution for di � erent
frequencies. The value of �� for the optimum stand-o � (red circle) is directly proportional to the
frequency. (a) f = 0.2225 MHz; (b) f = 0.445 MHz; (c) f = 0.890 MHz; (d) f = 4.45 MHz.

3.4. Acoustic-Field Experimental Scan

The hydrophone scans were performed both without and through the phantom. For the scan
with the skull, the starting distance to the transducer was increased to 10 mm to avoid collision
between the skull and hydrophone. Experimental beam patterns produced are shown in Figure 11.
The lateral dimension of FUS beam cross-pro�les measured at � 6 dB drop of the pressure at the focus
was 3.5 mm in the free space condition and 5 mm after transcranial transmission. We also characterized
the acoustic �eld in the axial direction, perpendicular to the lens face and skull. The FUS pressure
half width of the half maximum was 22 mm in the free space condition and 18 mm after transcranial
transmission. Under these conditions, transmission of 445 kHz FUS-axicon lens through the skull led
to an approximately 40% loss in lateral resolution of the acoustic beam, and on the other hand, an
approximately 18% increase in the axial resolution. When FUS was transmitted through the skull, the
acoustic pressure dropped by half. The insertion loss of our skull phantom was approximately � 6 dB.

Intracranial focal characteristics obtained by simulation using the same con�guration of Table 2
for di � erent thicknesses of the skull are indicated in Table 3. There is a good coincidence between the
simulation and the values obtained experimentally in water for the skull thickness of 5 mm, separated
2 mm from the lens, as shown in Table 4.

Table 3. In�uence of the thickness skull in the focus of axicon lenses.

Thickness
Skull (ts)

0.75 mm
ts < � /4

1.25 mm
ts < � /4

1.5 mm
� /4 < ts < � /2

2.5 mm
� /4 < ts < � /2

3 mm
� /2 < ts < �

5 mm
� /2 < ts < �

6 mm
ts > �

F (mm) 10.75 11 11 9.75 8.25 9.5 10.5
dF (mm) 3.5 3.5 3.5 5 4 4 4
DOF (mm) 17 18 18 17.5 17 17.5 17
SLL (dB) � 8.2 � 10.3 � 11.5 � 8.4 � 8.7 � 9.9 � 9.5
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Table 4. Comparison of simulated and scanned acoustic beam properties obtained using a con�guration
of 445 kHz transducer with a 144 � Epoxy/PDMS lens, through the phantom of 5 mm thickness, separated
2 mm from the lens.

Beam Properties Simulated Scanned

dF (mm) 4 5
DOF (mm) 17.5 18
SLL (dB) � 9.9 � 14.4

��

�º �º

 

Figure 11. Ultrasound can be focused through human skull phantom. Experimental measurements
of acoustic pressure �eld emitted from a 445 kHz axicon lens. ( a) Free space without skull; (b) after
transcranial transmission through skull bone phantom. White line indicates the focus.

4. Discussion

Although the analysis was carried out with a single element transducer with no aberration
correction, and a speci�c skull geometry designed to approximate the varied shaped of the skull, it is
expected that the relative in�uence of di � erent medium properties and aspects of medium geometry
will be maintained. Phantom geometry is the major material in�uence on the intracranial �eld and
sound speed is shown to be the most in�uential acoustic property in focus pressure, position, and
volume. From the experimental beam patterns shown in Figure 11, the unexpected focusing property of
the skull in axial axis may be described as a nonlinear e� ect that causes the beam to rotate back toward
the skull insertion point, creating a more compact pressure cigar-shaped acoustic �eld. This was also
observed using segmented-sphere transducers [16,17]. Thus, the skull is not an obstacle for transcranial
focusing of US and may exert an additional acoustic lensing e � ect to enhance spatial resolution under
certain conditions. Out of focus, the sound pressure decreases with a very steep slope. From the
comparison in Table 4, there is a good coincidence between the simulation and the values obtained
experimentally in water for skull thickness of 5 mm, separated 2 mm from the lens. Regarding the
in�uence of the thickness skull in the focus of axicon lenses, since on both sides of the skull there is
a discontinuity in the acoustic impedance, with di � erent velocities of sound propagation, and the
average sound speed is the acoustic property that most in�uences the focal distance, we observe as
expected, small variations in the position, diameter, and depth of focus, for di � erent thicknesses of the
cranial bone, resulting in the average deviations of the focus less than 1 mm.

On the other hand, transmitting FUS through human cranial bone caused an approximately 40%
loss in lateral resolution of the acoustic beam, estimated by the intensity full width at half maximum.
However, this loss of resolution is compensated by adequate stand-o � of axicon lens. In addition, we
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�nd that the PDMS provides a smaller focal zone, which is desirable for neurostimulation [ 6]. All this
allows a higher resolution, comparable to spherical transducers (the most commonly used for ultrasonic
brain therapy), but with the advantage that the near �eld is eliminated, and the focus distance is
shortened. For other applications, a wider focal zone and a line focus such as that obtained with
glycerin or ethylene glycol may be desirable [ 7]. From Equation (5), the elimination of the near �eld,
by means of an appropriate axicon lens, enables transducers featuring the same wavelength/diameter
ratio to produce the same focal spot size. Thus, large diameter, low-frequency transducers may be used.
This is useful for brain stimulation where low frequencies are required for penetration of the skull.

One problem of devices with axicon lenses are the relatively high sidelobes [ 18]. How much this
will a � ect will depend on the proposed applications. With the calculation of the optimum value of � , by
Equation (6), a better lateral resolution is achieved. This relation between axicon lens stand-o� and the
value of F/N is applicable to high-resolution epoxy resin /PDMS lenses or other similar combination.

5. Conclusions

The numerical approach proposed in this paper provides a complete and e � ective way of designing
axicon lenses for many high-resolution applications, such as mapping or detection. This is also suitable
for focused ultrasound through human skull bone. In view of providing better lateral resolution with
lower sidelobes, the use of design programs for this task is not as straightforward. The choice of a
good starting point is an important factor for successful optimization. It is easier to obtain a starting
design using relatively simple formulas and then use it in a lens design program for future analysis
and optimization. We believe that this will be an e � ective way of designing axicon lenses, for example,
to build focused windows to the brain for clinically viable transparent cranial implant for chronic
ultrasonic therapy and stimulation of the brain.
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Appendix A k-Wave Simulations

The simulations are based on the k-space pseudo-spectral method and implemented in MATLAB ®

with the open-source k-Wave toolbox. The functions based on the coupled �rst-order acoustic equations
(named kspaceFirstOrder2D) are named with four input structures (kgrid, medium, source, and sensor).
These structures de�ne the properties of the computational grid, the distribution of medium properties,
stress and velocity source terms, and the locations of the sensor points used to record the evolution of
the wave �eld over time. The propagation of the wave �eld is computed step by step in a 2-D layered
medium, with the pressure values at the sensor elements stored after each iteration. These values
are returned when the time loop has completed. A list of the main simulation inputs is given in
Table A1. One of the advantages of k-Wave is that the spatial gradients are calculated by using FFTs
rather than using a �nite-di � erence stencil. This means that for linear simulations, only two points per
wavelength are required (Nyquist). For nonlinear simulations, the number of points per wavelength at
the fundamental frequency will depend on the highest frequency of interest. The amplitudes of the
harmonics should decay smoothly.
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Table A1. Summary of the simulation inputs for relationships estimation of the axicon lens angle and
the optimum stand-o � .

Field Value

Grid

Number of grid points (N X) 512
Size of the domain (x) 128� 10� 3 m
Grid point spacing (d X = x/NX) 2.5 � 10� 4 m
Number of grid points for the sensor mask 512 � 512
Perfect Match Layer thickness 20 grid points

Transducer

Sinusoidal transducer frequency (f) 0.515� 106 Hz
Radius of the disc transducer (D/2) 28 � 10� 3 m

Target medium (water)

Sound speed (c) 1480 m/s
Density ( � ) 1000 kg/m3

Stand-o� and �lling medium of the Axicon lens cavity (PDMS)

Sound speed (c1) 1030 m/s
Density ( � 1) 1030 kg/m3

Axicon lens cavity medium (epoxy resin)

Sound speed (c2) 2530 m/s
Density ( � 2) 1170 kg/m3

Inner sleeve

Echo Reduction (ER) � 40 dB

Initially, the computational grid is de�ned using the function makeGrid. The time steps used in
the simulation are de�ned by the object property kgrid.t_array. The time array was de�ned using the
function makeTime, which calculate within the simulation functions using the time taken to travel
across the longest grid diagonal at the slowest sound speed, and a Courant–Friedrichs–Lewy (CFL)
number of 0.1, where CFL = c0Dt/Dx. The computational grid is de�ned by:

% size of the computational grid

Nx = 512; % number of grid points in the x (row) direction

x = 128e-3; % size of the domain in the x direction [m]

dx = x/Nx; % grid point spacing in the x direction [m]

% create the computational grid

kgrid = makeGrid(Nx, dx, Nx, dx);

% create the time array

[kgrid.t_array, dt] = makeTime(kgrid, medium.sound_speed);

After the computational grid, the properties of the propagation medium shown in Figure A1 are
de�ned by the objects medium.sound_speed and medium.density. Also, the object medium.BonA
represents the nonlinear properties of the medium. With medium.BonA = 0, k-Wave will include
convective nonlinear e� ects in the model, but not include the nonlinear relationship between the
acoustic pressure and acoustic density. If medium.BonA is unde�ned, k-Wave instead solves
linearized equations.

The parameters medium.alpha_coe� (a0) and medium.alpha_power ( y) describe the power law
acoustic attenuation in the medium, where the attenuation is of the form a= a0 � fˆy. The power law
absorption and acoustic nonlinearity of water is speci�ed by:
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medium.alpha_power = 2; %[dB/(MHzˆy cm)]

medium.alpha_coe� = 2.17e-3; %[dB/(MHzˆy cm)]

medium.BonA = 4.96;

Next, a time varying pressure source is de�ned by assigning a binary source mask to source.p_mask
(which de�nes the position of the source points) along with a time varying source input to source.p.
Here, a single sinusoidal time series is used to drive the transducer element. The pressure source is
de�ned by:

% de�ne a transducer element

source.p_mask= makeLine(Nx, Ny, startpoint, pi /2, 112);

% de�ne a time varying sinusoidal source

source_freq= 0.515e6; % [Hz]

source_mag= 1.0; % [Pa]

source.p = source_mag*sin(2*pi*source_freq*kgrid.t_array);

% �lter the source to remove any high frequencies not supported %by the grid

source.p = �lterTimeSeries(kgrid, medium, source.p);

Finally, to visualize the acoustic beam produced by the axicon lens, a sensor mask covering the
entire computational domain was de�ned. Only the total beam pattern is required, thus at each time
step, k-Wave only updates the maximum and r.m.s. values of the pressure at each sensor point by
setting sensor.record to {`p_�nal', `p_max', `p_rms'}. The sensor mask is given here:

% create a sensor mask covering the entire computational domain

% using the opposing corners of a rectangle

sensor.mask= ones(Nx, Ny);

% set the record mode to capture the �nal wave-�eld and the

% statistics at each sensor point

sensor.record= {`p_�nal', `p_max', `p_rms'};

When the input structures have been de�ned, the simulation is started by passing them
to kspaceFirstOrder2D.

The simulation is invoked by:

% create a display mask to display the transducer

display_mask = source.p_mask;

% assign the input options

input_args = {`DisplayMask', display_mask, `PMLInside', false, : : : `DataCast', `gpuArray-single',
`PlotPML', true, `PlotLayout', true};

% run the simulation

sensor_data= kspaceFirstOrder2D(kgrid, medium, source, sensor, : : : input_args{:});

35



Materials2019, 12, 3433

��

Figure A1. (a) Sound speed mask for the di� erent mediums; (b) density mask for the di � erent mediums.

The computed focal length (F) and optimum stand-o � (� ) values for di � erent lens angles (� ) of
epoxy and PDMS axicon, with a transducer near-�eld distance in the water of 68.2 mm, are shown in
Table A2.

Table A2. Values, obtained by running a 512 � 512 simulation, of focal length (F), ratio of F /N, optimum
stand-o� (� Optimum ), focus diameter (dF), and maximum improvement of lateral resolution (MILR), for
epoxy/PDMS-515 kHz ; 28mm axicon lens with di � erent angles.

Angle �
F

(mm)

F/N
(N = 68.2

mm)

� Optimum
(mm)

�� Optimum
(� = 2 mm)

dF
(mm @-6dB)

MILR
(%)

115� 0.25 0.0037 29.0 14.50 1.50 65
120� 0.50 0.0073 32.0 16.00 2.00 58
125� 2.25 0.033 37.0 18.50 2.50 50
130� 3.75 0.055 38.5 19.25 2.50 51
135� 6.25 0.092 44.5 22.25 2.50 48
140� 9.00 0.13 45.0 22.50 3.00 54
145� 11.00 0.16 45.0 22.50 3.00 49
150� 14.50 0.21 45.5 22.75 3.50 51
155� 19.25 0.28 51.0 25.50 4.00 49
160� 22.75 0.33 51.0 25.50 4.50 47
165� 28.75 0.42 52.5 26.25 5.50 45
170� 33.00 0.48 53.0 26.50 6.00 44
175� 42.50 0.62 52.0 26.00 8.00 51

Appendix B Phantom Design

The Skull phantoms were created for the experimental validation using rapid prototyping
techniques. The phantom was based on a 3D mesh of the parietal portion of the human skull. This was
derived from a human body polygon dataset called “BodyParts3D” [ 19]. BodyParts3D is maintained
by the Database Center for Life Science research located at the University of Tokyo. Polygon data are
extracted from full-body MRI images. The MRI image set that BodyParts3D is based on is called “TARO”.
TARO is a 2 mm � 2 mm � 2 mm voxel dataset of the human male created by the National Institute of
Information and Communications Technology [ 20]. BodyParts3D polygon data are distributed in the
OBJ �le format. The 3D mesh was segmented and smoothed with Meshmixer —.

The phantom was 3D printed in Clear Med610, with a one-layered homogeneous structure, using
a Connex500 polyjet printer (Stratasys—). Although scattering due to the porous structure of the real
skull could be expected to reduce focused transmission (on the other hand, it is possible that the
random scattering reduces too existing destructive interference e� ects), the wavelength corresponding
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to ultrasound frequency used for 445 kHz is 3.37 mm in water, so that for this frequency, the dimensions
of the skull inclusions are smaller than one-half the wavelength and, therefore, ultrasound will not be
severely scattered by these inclusions.

Appendix C Material Characterization

Clear Med610 material was used to create the skull bone phantom described in Section 2 and
Appendix B. The acoustic properties of Clear Med610 are equal to those of the VeroBlack that were
reported in [ 15]; thus, these measurements were not repeated. However, independent measurements of
the sound speed and attenuation of epoxy resin and PDMS were conducted and are shown in Table A3.
To obtain reliable simulations, it is very important to accurately know the propagation velocity of
ultrasound through the materials used for the lens. For materials characterization, both were poured
into cylindrical molds and left to set at 25 � C for 48 h. The velocity of sound in epoxy resin and PDMS
samples was determined by time of �ight technique using an ultrasonic echoscope Digital-Echograph
1090 of Karl Deutsch. This measurement was performed in re�ection mode with 2 MHz probe Karl
Deutsch S6WB2.25. The sound speed in these materials has a weak dependence on frequency, less than
1% measured from 500 kHz to 2 MHz. The Attenuation of ultrasound was determined in re�ection at
the applied frequency of 2 MHz. The dimensions and weight of the test samples were measured by a
micrometer and a digital scale, respectively.

Table A3. Acoustic properties of materials, distilled water, and tissue.

Material
Velocity
(mm/� s@2MHz)

Density
(g/cm3)

Impedance
(MRayl)

Loss
(dB/cm@2MHz)

Epoxy (25 � C) 2.53 1.17 2.96 6.8
PDMS (25 � C) 1.03 1.03 1.06 5.3
Water (20 � C) 1.48 1.00 1.48 0.08

Appendix D Guideline for Axicon Lens Design

This guide is based on design Equations (4)–(6) for Epoxy/PDMS materials combination.

(1) Calculate transducer near �eld, as:

N =
D2f
4c

where D is transducer diameter, f is transducer frequency, and c is sound velocity of the material
under inspection

(2) Select the desired lens focus F and check that:

0.1 �
F
N

< 0.4

Values of 0.1 are rarely used because it gives a very near focus. Values or 0.4 give a pro�le similar
to the transducer but remove the N zone.

(3) Calculate the angle of the axicon lens, as:

� =
9.9708+ ln

�
F
N

�

5.52�10� 2
[degrees].

(4) Calculate the optimum value of stand-o � , as:

� Optimum =
10.921+ ln

�
F
N

�

1.96�102
[meters].
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(5) Focus diameter is:

dF =
D�F
2N

.

(6) Depth of focus is:
DOFF = 2F.

Figure A2 shows the relative LLR as a function of �� for value of F /N between 0.1 and 0.3.
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Figure A2. The relative percentage loss of lateral resolution (LLR) as a function of �� . (a) F/N = 0.092;
(b) F/N = 0.13; (c) F/N = 0.16; (d) F/N = 0.21; (e) F/N = 0.28; (f ) F/N = 0.33.
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Abstract: Most biomaterials and tissues are viscoelastic; thus, evaluating viscoelastic properties is

important for numerous biomedical applications. Compressional viscoelastography is an ultrasound

imaging technique used for measuring the viscoelastic properties of biomaterials and tissues. It

analyzes the creep behavior of a material under an external mechanical compression. The aim of

this study is to use �nite element analysis to investigate how loading conditions (the distribution

of the applied compressional pressure on the surface of the sample) and boundary conditions (the

�xation method used to stabilize the sample) can affect the measurement accuracy of compressional

viscoelastography. The results show that loading and boundary conditions in computational sim-

ulations of compressional viscoelastography can severely affect the measurement accuracy of the

viscoelastic properties of materials. The measurement can only be accurate if the compressional

pressure is exerted on the entire top surface of the sample, as well as if the bottom of the sample is

�xed only along the vertical direction. These �ndings imply that, in an experimental validation study,

the phantom design should take into account that the surface area of the pressure plate must be equal

to or larger than that of the top surface of the sample, and the sample should be placed directly on the

testing platform without any �xation (such as a sample container). The �ndings indicate that when

applying compressional viscoelastography to real tissues in vivo , consideration should be given to

the representative loading and boundary conditions. The �ndings of the present simulation study will

provide a reference for experimental phantom designs regarding loading and boundary conditions,

as well as guidance towards validating the experimental results of compressional viscoelastography.

Keywords: elastography; mechanical properties; viscoelastic properties; creep; stress relaxation

1. Introduction

Ultrasound elastography is an ultrasound-based imaging method for noninvasively
measuring parameters related to the stiffness of materials [1–3]. This imaging technology
was �rst described in the early 1990s [ 4] and subsequently developed into a real-time
method for obtaining the map of parameters related to the stiffness of materials [ 1]. Ul-
trasound elastography is a clinical technique used to diagnose pathological conditions
of various tissues [5], such as breast [6], liver [ 7], prostate [8], thyroid [ 9], tendons [10],
muscles [11], and heel pads [12–14]. In addition, ultrasound elastography can potentially
be used to evaluate the properties of a biomaterial for monitoring its development to
ensure its quality [ 15–17]. It is based on the fact that pathological processes often cause
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changes in the stiffness of tissues [18,19], and the properties of a biomaterial are often
related to its stiffness [15,20]. However, most tissues and biomaterials are viscoelastic [15].
This means that they have both viscous (�uid) and elastic (solid) properties [ 21]. Changes
in the status of tissues and biomaterials often lead to alterations in both the �uid and
solid properties. Therefore, it is important to characterize the viscoelastic properties if
we intend to completely evaluate pathological tissues or the condition of an engineered
biomaterial. In many circumstances, measuring the stiffness alone may not be suf�cient
to completely evaluate the status of tissues and biomaterials. Several studies have shown
that viscosity is a better discriminator than stiffness to differentiate between malignant and
benign tumors [ 22,23]. One study also suggested that considering viscosity can provide
additional important information, rather than just considering stiffness alone [ 24].

In a laboratory setting, the viscoelastic properties of materials are often evaluated by
mechanical material testing systems. Several ultrasound techniques have been designated
by different research groups to evaluate the viscoelastic properties of materials based
on analyzing the creep behavior (increasing strain over time, Figure 1), generally called
viscoelastic creep imaging [25]. In viscoelastic creep imaging, the creep behavior of an
element inside the material can be acquired by applying a constant stress to the material.
The constant stress can be induced by ultrasound acoustic radiation force [16,17,26–32],
or by external mechanical compression on the top surface of the material [ 33,34]. If a
viscoelastic mathematical model is used to curve-�t the creep behavior, the viscoelastic
properties of materials can be quantitatively evaluated. In the design and experimental
setup of viscoelastic creep imaging, several factors should be carefully considered to
achieve the best measurement accuracy and optimal performance of the system.
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Figure 1. Illustration of creep behavior (increasing strain over time).

The present study will investigate the measurement accuracy of compressional vis-
coelastography (a type of viscoelastic creep imaging using external mechanical compression
as the source of excitation) through computational simulations of imaging. The aim of the
present study is to use �nite element analysis to investigate the performance of compres-
sional viscoelastography to measure the viscoelastic properties of homogeneous viscoelastic
materials, and to investigate how loading conditions (the distribution of the applied com-
pressional pressure on the surface of the sample) and boundary conditions (the �xation
method used to stabilize the sample) can affect the measurement accuracy. The results
of the present simulation study provide a reference for experimental phantom designs
regarding loading and boundary conditions, as well as guidance towards validating the
experimental results of compressional viscoelastography.
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2. Materials and Methods
2.1. Principle of Compressional Viscoelastography

The design of the compressional viscoelastography system is shown in Figure 2 (refer
to references [33,34] for a more detailed introduction of the design of this system). The
system uses a circular pressure plate to apply a uniform compressional pressure on the
surface of the material. The pressure and back plates are connected to each other and
attached to the ultrasound transducer. The magnitude of the compressional pressure can
be measured by load cells attached between the two plates. The system has a feedback
control unit that allows for the simultaneous monitoring and control of the compressional
pressure. The movement of the transducer is controlled by a stepper motor. The strain of
an element within the material is measured using ultrasound imaging.

In the measurement, the transducer is moved downward to compress the material at
a constant loading rate until the preset pressure level is reached. The loading rate must
be high to mimic a step load. Once the preset pressure level is reached, the compressional
pressure is maintained as constant through a feedback control system. During the period
when the compressional pressure is maintained as constant, the stress of an element within
the material is constant as well. Therefore, each element within the material exhibits creep
behavior. The measurement processes are illustrated in Figure 3.

In the present study, the Maxwell representation of the standard linear solid model
(hereafter referred to as the standard linear solid model for brevity), as shown in Figure 4,
is used to describe the viscoelastic behaviors of materials. If a step stress excitation is used
to excite the material, the creep behavior (increasing strain over time) described by the
standard linear solid model is [ 35]:

e(t) =
s0

E1

�
1 �

E2

E1 + E2
�e� 1

t c
t
�

(1)

where e(t) is the strain over time of an element within the material; t C = h(E1 + E2)/ E1E2
is the creep time constant (also called the retardation time constant); E1, E2, and h are
parameters relevant to viscoelastic properties; s0 is the stress value of an element within
the material following the step stress excitation at t = 0 (i.e., the beginning of creep); and
s0 is the constant stress value during creep. In the present study, s0 in Equation (1) is
assumed to be the magnitude of uniform compressional pressure applied on the surface
of the material, although this assumption may not be perfectly accurate for each element
within the material since the appropriateness of this assumption depends on the loading
and boundary conditions.

If Equation (1) is used to curve-�t the creep curve of each element within the material,
the E1, E2, and t C of each element can be quantitatively evaluated. Consequently, the spatial
distribution of the viscoelastic properties of the material can be obtained, as described in
the following section.
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Figure 2. Cont.
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Figure 2. The design of a compressional viscoelastography system with different experimental settings. ( a) The surface area
of the pressure plate is half of that of the top surface of the sample, and the sample is placed directly on the testing platform
without any �xation. This setup is associated with the condition in Figure 5d. (b) The surface area of the pressure plate
is half of that of the top surface of the sample, and the sample is secured by a sample container. This setup is associated
with the condition in Figure 5f. (c) The surface area of the pressure plate is equal to that of the top surface of the sample,
and the sample is placed directly on the testing platform without any �xation. This setup is associated with the condition
in Figure 5a. (d) The surface area of the pressure plate is equal to that of the top surface of the sample, and the sample is
secured by a sample container. This setup is associated with the condition in Figure 5c.
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Figure 3. Illustration of the measurement processes of compressional viscoelastography.
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Figure 4. Illustration of the Maxwell representation of the standard linear solid model. E1, E2, and h
are three viscoelastic properties.

2.2. Computational Simulations and Data Analysis

Finite element analysis using ABAQUS 2019 (Dassault Systems, Simulia Corporation,
Johnson, RI, USA) is used to investigate the measurement accuracy of compressional vis-
coelastography when measuring the viscoelastic properties of the material under different
loading and boundary conditions.

Six simulation tests were run in this study. The speci�c settings regarding the loading
and boundary conditions in each simulation test are described below and illustrated in
Figure 5:

(1) Simulation test 1 (Figure 5a): uniform compressional pressure is exerted on the entire
top surface. The bottom is �xed along the vertical direction while the side is not �xed.
This condition is associated with the experimental setup in Figure 2c. Simulation
test 1 is also used to investigate the validity of compressional viscoelastography. See
Appendix A for the result of the validity test.

(2) Simulation test 2 (Figure 5b): uniform compressional pressure is exerted on the entire
top surface. The bottom is �xed along all directions while the side is not �xed.

(3) Simulation test 3 (Figure 5c): uniform compressional pressure is exerted on the entire
top surface. The bottom is �xed along the vertical direction while the side is �xed
along the horizontal direction. This condition is associated with the experimental
setup in Figure 2d.

(4) Simulation test 4 (Figure 5d): uniform compressional pressure is exerted on half of
the top surface. The bottom is �xed along the vertical direction while the side is not
�xed. This condition is associated with the experimental setup in Figure 2a.

(5) Simulation test 5 (Figure 5e): uniform compressional pressure is exerted on half of the
top surface. The bottom is �xed along all directions while the side is not �xed.

(6) Simulation test 6 (Figure 5f): uniform compressional pressure is exerted on half of
the top surface. The bottom is �xed along the vertical direction while the side is �xed
along the horizontal direction. This condition is associated with the experimental
setup in Figure 2b.

The six simulation tests are different in their loading and boundary conditions as
described above, but they have some common settings. In each simulation test, an ax-
isymmetric �nite element model is used, and the radius and thickness of the axisymmetric
model are 50 mm and 50 mm, respectively. Square �nite elements (0.5 mm � 0.5 mm)
are used to mesh the model. The radius and thickness of the imaging region (the region
of the model where data are taken to produce the image, which is chosen as the region
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of the model just below the transducer, with a length of 50 mm) are 25 mm and 50 mm,
respectively, as shown in Figure 2a.

The model is made of linear viscoelastic material. The material is also assumed to be
incompressible, isotropic, and homogeneous. The mechanical properties of the material
are de�ned by four properties, including the modulus of elasticity ( E), Poisson's ratio (set
as a constant of 0.495, the maximum Poisson's ratio that can be set in ABAQUS), and two
parameters in the one-branch dimensionless relaxation modulus:

gR(t) = 1 � g
�

1 � e
� t
t R

�
(2)

where g is a material constant (0 < g < 1), and t R is the relaxation time constant.
The loading rate for applying the compressional pressure is designed to be high (the

time duration from zero to maximum pressure is 1/6 s) to mimic a step load. Once the
maximum pressure (set as a constant of 1000 Pa in each simulation test) is reached, the
maximum pressure is then maintained as a constant for a period of time. During this
period, each element in the model exhibits creep behavior; that is, the strain response of
each element increases with time until the steady state is reached. The creep curve of
each element is sent to MATLAB (R2019a, Mathworks, Natick, MA, USA) for analysis.
The E1, E2, and t C of each element can be obtained by using Equation (1) to curve-�t the
creep curve of each element.h can then be obtained by using the de�nition of the creep
time constant t C = h(E1 + E2)/ E1E2. It has been reported that E is equal to E1, while g is
equal to E2/ (E1 + E2), and t R is equal to h/ E2 [35]. Consequently, the three mechanical
properties of each element (E, g, and t R) set in ABAQUS can be obtained.

Once the value of a mechanical property (E, g, or t R) of each element is assigned
with a speci�c color, the 2D spatial distribution map of that mechanical property of the
axisymmetric image region can be constructed (since the image region is quadrilateral and
the elements within are square). However, this map of the axisymmetric image region is
just half of the map that should be obtained in reality (since the model is axisymmetric).
Therefore, this map of the axisymmetric image region (called the original map here) is
re�ected, and then combined with the original map to produce a full map.

The corresponding error map is also constructed for each mechanical property. The
error value at each element in the error map is calculated by:

error =
jsimulation value � theoretical value j

theoretical value
(3)

where the simulation value is the value of the mechanical property of an element obtained
from the simulation, and the theoretical value is the value of the mechanical property set in
ABAQUS. If the error is less than 10% [36], the measurement is considered to be accurate.

In each simulation test, the mechanical properties are �xed and set as E = 10 kPa,
t R = 5 s, and g = 0.8 (because, in our preliminary study, it was found that the pattern of
the map of a mechanical property is similar regardless of the mechanical properties; in
other words, the pattern of the map of a mechanical property is sensitive to the loading
and boundary conditions but insensitive to the mechanical properties). In the 2D spatial
distribution map of each mechanical property in each simulation test, the percentage of the
region in the map consisting of elements having the simulation value within � 10% [36]
of the theoretical value set in ABAQUS is calculated. The larger this percentage, the more
accurate the measurement, because the wider the region in the 2D spatial distribution map,
the more accurate the value of the mechanical property.
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Figure 5. Illustration of the loading and boundary conditions in each simulation test. ( a) The uniform compressional
pressure is exerted on the entire top surface. The bottom is �xed along the vertical direction while the side is not �xed.
(b) The uniform compressional pressure is exerted on the entire top surface. The bottom is �xed along all directions while
the side is not �xed. ( c) The uniform compressional pressure is exerted on the entire top surface. The bottom is �xed along
the vertical direction while the side is �xed along the horizontal direction. ( d) The uniform compressional pressure is
exerted on half of the top surface. The bottom is �xed along the vertical direction while the side is not �xed. ( e) The uniform
compressional pressure is exerted on half of the top surface. The bottom is �xed along all directions while the side is not
�xed. ( f ) The uniform compressional pressure is exerted on half of the top surface. The bottom is �xed along the vertical
direction while the side is �xed along the horizontal direction.

3. Results

Figure 6 shows the 2D spatial distribution map and corresponding error map for each
mechanical property in each simulation test. Table 1 shows the percentage of the region
in the 2D spatial distribution map consisting of elements with a simulation value within
� 10% of the theoretical value for each simulation test.
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Figure 6. The 2D spatial distribution and corresponding error maps. In the error map, the yellow color means the error is
larger than 10%. (a) Simulation test 1. (b) Simulation test 2. (c) Simulation test 3. (d) Simulation test 4. (e) Simulation test 5.
(f ) Simulation test 6.

Table 1. The percentage of the region in the map consisting of elements with the simulation value within � 10% of the
theoretical value set in ABAQUS. The larger this percentage, the more accurate the measurement.

Simulation Test Number Percentage of the Region in the Map Having Accurate Measurement (%)

E t R g

1 100 100 100
2 37.28 77.50 92.42
3 0 100 0
4 0 93.84 100
5 0 83.16 95.94
6 0 23.24 96.18
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In the �rst simulation test (when the uniform compressional pressure is exerted on the
entire top surface, and the bottom is �xed along the vertical direction while the side is not
�xed), the 2D distribution map for each mechanical property is perfectly homogeneous,
as is the corresponding error map. The error value at each element in the error map is
nearly zero. This means that all three mechanical properties can be accurately measured in
this case.

In the second simulation test (when the uniform compressional pressure is exerted
on the entire top surface, and the bottom is �xed along all directions while the side is not
�xed), g can be accurately measured in most of the region (92.42%), except for a small
region close to the bottom. t R can be accurately measured in 77.5% of the entire region,
except for a region extending from the bottom to near the depth of 40 mm. For E, it can only
be accurately measured in 37.28% of the entire region, between the depth of 5 to 25 mm
approximately, and there is a signi�cant region where each element in this region has an
error larger than 10%.

In the third simulation test (when the uniform compressional pressure is exerted on
the entire top surface, and the bottom is �xed along the vertical direction while the side is
�xed along the horizontal direction), the 2D distribution map for each mechanical property
is perfectly homogeneous. However, only t R can be accurately measured, while E and g
cannot be since each element in the entire region has an error larger than 10%.

In the fourth and �fth simulation tests (when the uniform compressional pressure is
exerted on the half of the top surface, and the bottom is �xed along the vertical direction),
g and t R can be accurately measured, except for a small region close to the top and/or
bottom. E cannot be accurately measured since each element in the entire region has an
error larger than 10%.

In the sixth simulation test (when the uniform compressional pressure is exerted on
the half of the top surface, and the bottom is �xed along the vertical direction while the side
is �xed along the horizontal direction), g can be accurately measured in most of the region
(96.18%). Fort R, it can only be accurately measured in 23.24% of the region. E cannot be
accurately measured since each element in the entire region has an error larger than 10%.

4. Discussion

The �ndings of the present �nite element analysis study provide a reference for
experimental phantom designs regarding loading and boundary conditions, as well as
guidance towards validating the experimental results of a compressional viscoelastography
system, such as the one in the literature [33,34]. The most important �nding is that the
accuracy of compressional viscoelastography for measuring the viscoelastic properties of
materials is only excellent if the compressional pressure is exerted on the entire top surface
of the sample, as well as if the bottom of the sample is �xed just along the vertical direction.
These �ndings imply that in an experimental validation study, the phantom design should
take into account that the surface area of the pressure plate must be equal to or larger
than that of the top surface of the sample, and the sample should be placed directly on
the testing platform without any �xation (such as a sample container). However, in an
experimental design, the sample may slip horizontally under loading if there is no �xation
to stabilize the sample. Fortunately, the slip can be prevented by using a pressure plate
with a surface area signi�cantly larger than that of the top surface of the sample.

In the present study, it was found that the loading and boundary conditions in com-
putational simulations of compressional viscoelastography severely affect the accuracy of
measuring the modulus of elasticity, E. If the compressional pressure is exerted on half
of the top surface of the sample and the boundary condition is more complex than the
abovementioned optimal condition (the bottom of the sample is �xed just along the vertical
direction), E is dif�cult measure accurately. This implies that if the area of the pressure plate
is smaller than that of the top surface of the sample, and if the sample is secured by any
external �xation method (such as the sample container shown in Figure 2b), E may not be
accurately measured. In these kinds of conditions, there will be horizontal strains occurring
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within the sample. The theory used in the present study for analyzing the creep curve,
Equation (1), is a one-dimensional model that only considers the strain component along
the vertical direction. Therefore, if there are horizontal strains within the sample, Equation
(1) may not yield precise measurements; the larger the horizontal strains, the greater the
errors. This may be the reason why an accurate measurement for E cannot be achieved in
the conditions where horizontal strains can develop within the sample. In addition, the
distribution of horizontal strains affects the homogeneity of the 2D spatial distribution map
of E. Figure 7 shows the distribution of horizontal strains in each simulation test. It can be
observed that every test has horizontal strains. If the distribution of horizontal strains is
homogeneous, such as that in the �rst and third tests, the 2D spatial distribution map of E
is homogeneous. On the other hand, if the distribution of horizontal strains is nonhomoge-
neous, the 2D spatial distribution map of E is nonhomogeneous. Therefore, for an accurate
measurement of E in more complex loading and boundary conditions, strain components
along both horizontal and vertical directions must be considered simultaneously, and a
multi-dimensional model must be used for data analysis. The measurements of t R and g
are also signi�cantly affected by loading and boundary conditions. It is interesting to note
that when the compressional pressure is exerted on half of the top surface of the model, the
measurement of g is less affected by the boundary condition. This means that g can always
be accurately measured no matter what the boundary condition is. On the other hand, the
more complex the boundary condition, the more dif�cult the measurement of t R.
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Figure 7. Cont.
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Figure 7. The distribution of horizontal strains in each simulation test. ( a) Simulation test 1. (b) Simulation test 2.
(c) Simulation test 3. (d) Simulation test 4. (e) Simulation test 5. (f ) Simulation test 6.

The initial intention for developing compressional viscoelastography was to measure
the viscoelastic properties of breast tissuesin vivo for the diagnosis of breast tumors [ 33,34].
Unfortunately, in the present study, it has been found that the loading and boundary con-
ditions in computational simulations of compressional viscoelastography severely affect
the measurement accuracy. The measurement can only be accurate if the compressional
pressure is exerted on the entire top surface of the sample, as well as if the bottom of
the sample is �xed just along the vertical direction. However, the loading and boundary
conditions could be much more complex than these optimal conditions when measuring
real tissues in vivo . Therefore, the �ndings indicate that when applying compressional
viscoelastography to real tissues in vivo , consideration should be given to the represen-
tative loading and boundary conditions. Further studies are needed to investigate the
measurement accuracy of compressional viscoelastography on both biomaterials and real
tissues in vivo.

Finite element analysis has been applied to investigate the performance or the effects of
system parameters of ultrasound elastography [ 37–40]. There are also some valuable studies
using finite element analysis to explore magnetic resonance elastography [41–44]. However,
to the best of our knowledge, there are only two studies that h ave used finite element
analysis to investigate the performance of ultrasound comp ressional viscoelastography on
the measurement of the viscoelastic properties of materials [34,45]. It is the authors' belief
that more studies are needed to investigate the performance of ultrasound compressional
viscoelastography to justify its usefulness in clinical or biomedical applications.

Since the present study is based on �nite element analysis, it is very important to
further discuss and explain the simulation settings to ensure that the simulation results are
understood and applied properly. First, the �nite element model used in this study was a
simple axisymmetric model. The �ndings could be successfully applied on biomaterials
since they are often designed as an axisymmetric cylinder. In the future, a more complex
shape for the model should be considered so that the �ndings can be more accurately
applied to samples with different geometries. Second, the magnitude of applied force could
be different across various simulation tests since the magnitude of compressional pressure
was the same, but the area over which it was applied might vary across test. The reason
for applying a constant pressure (but not a constant force) on each test is that the pressure
can be regarded as the force normalized by the area over which it is applied. Therefore,
by applying a constant pressure on each test, similar orders of magnitude of stress and
strain can be induced within the model. Third, the volume of the model relative to the
compression area is an important parameter, but this parameter was outside the scope of
this study. During a compression test by compressional viscoelastography, if the aspect
ratio (diameter/thickness) of the model is much smaller than one, buckling could occur.
Therefore, in order to prevent buckling, the aspect ratio of the model must be larger than
one. This is why the axisymmetric model was designed to have a constant volume with a
radius of 50 mm and a thickness of 50 mm (the associated aspect ratio is two).
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The present study has some further limitations: (1) not all variables relevant to
compressional viscoelastography were investigated. In addition, no noise or imaging
uncertainties were considered in the �nite element analysis in this study; in reality, the
signal of noise and vibration may affect the accuracy of the system. Therefore, the �ndings
of this study only can provide suggestions and references for experimental phantom
designs regarding loading and boundary conditions, but cannot provide global guidance
for every technical aspect relevant to compressional viscoelastography. (2) Only two
types of loading conditions were investigated. It will be valuable to conduct a more
detailed parametric analysis to quantitatively investigate the relationship between the
loading condition and the area of the image region with accurate measurements. (3) Only
homogeneous materials were investigated, and an inclusion phantom was not considered.
(4) There was no experiment to validate the �nite element analysis results of this study.
Both simulations and experiments are important and have their own merits and limitations.
Simulation offers the possibility and convenience to exactly control a condition (for example,
to set the viscoelastic properties of materials as speci�c values) for the analysis of a great
variety of conditions, and can show a relative and general trend to provide guidance for
experimental design. Experiments provide real data showing what happens in reality.
In the future, it is important to investigate if the same results can be observed in real
experiments.

5. Conclusions

In conclusion, the �ndings of the present simulation study will provide a reference
for experimental phantom designs regarding loading and boundary conditions, as well
as guidance towards validating the experimental results of compressional viscoelastogra-
phy (viscoelastic creep imaging using external compression as the source of excitation).
The results show that loading and boundary conditions in computational simulations
of compressional viscoelastography can severely affect the measurement accuracy of the
viscoelastic properties of materials. The measurement can only be accurate if the com-
pressional pressure is exerted on the entire top surface of the sample, and if the bottom
of the sample is �xed just along the vertical direction. These �ndings imply that, in an
experimental validation study, the phantom design should take into account that the sur-
face area of the pressure plate must be equal to or larger than that of the top surface of
the sample, and the sample should be placed directly on the testing platform without
any �xation (such as a sample container). These �ndings indicate that when applying
compressional viscoelastography to real tissues in vivo , consideration should be given to
the representative loading and boundary conditions.
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Appendix A

Simulation test 1 was also used to investigate the validity of compressional viscoelas-
tography. In this investigation, we studied three groups of materials with different me-
chanical properties (Table A1). In group 1, E = 10, 20, and 30 kPa,t R = 5 s, and g = 0.8.
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In group 2, t R = 1, 5, and 10 s,E = 10 kPa, and g = 0.8. In group 3, g = 0.4, 0.6, and 0.8,
E = 10 kPa, and t R = 5 s. For the map of each mechanical property, the simulation value
(the median of the values of all elements) is compared to the theoretical value (the value of
that mechanical property set in ABAQUS) using the following equation:

error =
jsimulation value � theoretical value j

theoretical value

Table A1 shows the results. It can be observed that the theoretical and simulation
values are very close for each case. Figure6a shows the 2D distribution map of each mechan-
ical property and the corresponding error map for simulation test 1. It can be observed that
the map for each mechanical property is perfectly homogeneous, as is the corresponding
error map. The error for each element in the error map is nearly zero. The results show that
the measurement is accurate, justifying the validity of compressional viscoelastography.

Table A1. The results of investigating the validity of compressional viscoelastography. It can be observed that the theoretical
and simulation values are very close for each case.

Theoretical Values Simulation Values Error (%)

Material Number E t R g E t R g E t R g

Group 1
1 10,000 5 0.8 10,001 5.067 0.797 0.01 1.35 0.34
2 20,000 5 0.8 20,003 5.068 0.797 0.01 1.37 0.34
3 30,000 5 0.8 30,006 5.069 0.797 0.02 1.38 0.34

Group 2
1 10,000 1 0.8 10,001 1.014 0.797 0.01 1.35 0.34
2 10,000 5 0.8 10,001 5.067 0.797 0.01 1.35 0.34
3 10,000 10 0.8 10,001 10.135 0.797 0.01 1.34 0.34

Group 3
1 10,000 5 0.4 10,000 5.011 0.399 0.00 0.23 0.34
2 10,000 5 0.6 10,000 5.025 0.598 0.00 0.51 0.34
3 10,000 5 0.8 10,001 5.067 0.797 0.01 1.35 0.34
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Abstract: This study proposes a new damage identi�cation method based on topology optimization,
combined with visualized ultrasonic wave propagation. Although a moving diagram of traveling
waves aids in damage detection, it is di � cult to acquire quantitative information about the damage,
for which topology optimization is suitable. In this approach, a damage parameter, varying Young's
modulus, represents the state of the damage in a �nite element model. The feature of ultrasonic
wave propagation (e.g., the maximum amplitude map in this study) is inversely reproduced in the
model by optimizing the distribution of the damage parameters. The actual state of the damage was
successfully estimated with high accuracy in numerical examples. The sensitivity of the objective
function, as well as the appropriate penalization exponent for Young's modulus, was discussed.
Moreover, the proposed method was applied to experimentally measured wave propagation in an
aluminum plate with an arti�cial crack, and the estimated damage state and the sensitivity of the
objective function had the same tendency as the numerical example. These results demonstrate the
feasibility of the proposed method.

Keywords: non-destructive inspection; damage identification; topo logy optimization; ultrasonic wave
propagation; ultrasonic visualization

1. Introduction

Quantitative non-destructive inspection is important to ensure the reliability and safety of
structures such as aircraft and automobiles [1]. Among the non-destructive inspection techniques,
ultrasonic inspection has been widely used because ultrasonic waves are highly sensitive to a damaged
part and propagate over long distances. The importance of quantitative ultrasonic inspection has been
described for more than 30 years [2].

To undertake quantitative evaluation by ultrasonic inspec tion, it is essential to develop both the
measurement techniques and data analyses. In general, ultrasonic signals contain reflected waves,
diffracted waves, and mode-converted waves, and some kinds of ultrasonic waves such as Lamb waves
and Love waves have dispersive nature [3–5], which makes ultrasonic waveforms challenging to interpret.
Consequently, evaluation of the damage is dependent on the skills of engineers, making misreading
signals and false recognition of defects inevitable. Furthermore, the conventional ultrasonic inspection
process is not automated; thus, the inspections require a lot of time and labor to scan the whole
structure. Numerous studies [ 4,6–13] have been reported about new techniques and data analyses to
overcome these di� culties. For example, ultrasonic arrays [6] have improved the inspection quality
and have reduced the inspection costs by performing beam steering with a wide viewing angle
through controlled transmission of multiple elements. Acoustic emission detection using a �ber-optic
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sensor and mode analysis [7–9] has also been developed to achieve a quantitative evaluation of the
damage in composite laminates. The wavelet-transform has frequently been incorporated with the
signal processing to analyze dispersive waves [4,10,11]. Furthermore, some inverse analyses [4,12,13]
have been presented to estimate the damage quantitatively using the arti�cial neural network and
genetic algorithm.

Aiming at further damage visibility and operability, a visualization method of ultrasonic wave
propagation [ 14–29] has been developed. In this method, ultrasonic waves are generated by illuminating
a specimen surface with a pulsed laser and are received by a �xed transducer [ 14]. Based on the
reciprocity of wave propagation [ 15], the amplitude of each waveform at a particular time plotted in a
contour map yields a moving diagram of the wave propagation from the receiver. The feasibility of this
method was demonstrated by applying it to a crack and an arti�cial hollow in metallic materials [ 15],
delamination in carbon �ber reinforced plastic (CFRP) laminates [ 16–20], a crack in welded steel
plates [21], and disbonds in adhesively bonded CFRP/aluminum joints [ 22]. Frequency and/or
wavenumber domain analysis using the Fourier- or wavelet-transform was introduced into ultrasonic
propagation imaging to easily interpret the visualized results of wave propagation by isolating a
speci�c frequency mode [ 23–25]. Moreover, a fully non-contact ultrasonic inspection [ 26–28] was
demonstrated by replacing a �xed transducer with a laser Doppler vibrometer, and this method
removed ringing due to the resonance of the piezoelectric transducer and made it easy to interpret
scattered waves [28].

Although the visualization method of ultrasonic propagation has high damage visibility and
excellent operability, it is di � cult to evaluate the damage quantitatively. An e � cient automatic
ultrasonic image analysis has been presented using deep learning [29], but at the moment, the main
target of this method is automated damage detection, not quantitative evaluation. A moving diagram
of wave propagation includes wave signals at all illuminating points. Therefore, appropriate analysis
for all wave signals will have the potential to acquire quantitative information about the damage.

Topology optimization [ 30] will be suitable for that purpose, but to our knowledge, there are few
studies that apply it to damage identi�cation. In topology optimization for structural design [ 31–33],
a design domain is discretized by �nite elements, and the material density distribution is assigned
as design variables. Similarly, in damage identi�cation problems, the damage severity is the design
variable instead of the material density, and the damage distribution is inversely estimated by
reproducing an input phenomenon of focus. Based on this idea, Lee et al. [ 34] demonstrated numerical
examples for estimating damage in thin plates and beam models, taking resonant and anti-resonant
frequencies as an objective function. Some numerical examples that focused on natural frequencies
were also reported [35–37]. Niemann et al. [ 38–40] estimated the approximate location of the damage
in CFRP laminates after impact tests. However, this damage identi�cation focusing on frequency
characteristics was not very accurate. The reason for this is the fact that frequency characteristics are
not su� ciently sensitive to damage.

This study proposes a damage identi�cation method using the visualization technique of ultrasonic
wave propagation. To this end, we incorporate topology optimization with a moving diagram of wave
propagation, having high sensitivity to damage. The feature of wave propagation is reproduced in the
analytical model by optimizing the distribution of the damage parameters. As a result, quantitative
information about the damage is estimated. This study is the �rst attempt to integrate the inverse
analysis based on topology optimization with the ultrasonic imaging inspection. The method is �rst
proposed, and its feasibility is then veri�ed using a two-dimensional case of known damage location
and size.
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2. Damage Identi�cation Procedure

2.1. Concept of Damage Identi�cation

Figure 1 presents the sequential process flow of the proposed damage identification method.
The proposed method estimates the damage distribution that reproduces a moving diagram of ultrasonic
wave propagation through the following steps. (1) Ultrason ic imaging inspection is conducted, and an
ultrasonic feature in the moving diagram is adopted as targe t data. A potential damaged site is extracted
from an extensive inspection area as the design domain. (2) An analysis model of the extracted domain is
discretized into finite elements, and the initial damage pa rameter is assigned to each element. (3) Finite
element analysis of ultrasonic propagation is performed, a nd the ultrasonic feature is evaluated at the
present damage distribution. (4) The error between the esti mated ultrasonic feature and the target
data is calculated. Then, (5) the correct number of damage parameters is explored by mathematical
programming. (6) The damage parameters are updated, and the process is repeated from step (3) until
convergence. As a result, the position, size, and shape of damage are obtained on a per-element basis.
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Figure 1. The conceptual �owchart of damage identi�cation based on topology optimization.

2.2. Setup of Optimization Problem

The design domain D is discretized into �nite elements, and the damage parameter di is assigned
to element i:

di =
(

0
1

for i 2 Wd

for i 2 DnWd

damage
no damage

(1)

where Wd is the damaged domain, and DnWd is the intact domain. The solid isotropic material with
penalization (SIMP) method [ 31] is used to relax the damage parameter, and a continuous value from
0 to 1 represents the severity of the damage. With this setting, the damage identi�cation problem is
translated into a distribution problem of the damage parameter in the design domain D.
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The Young's modulus of element i is expressed as a function of the damage parameterdi as:

Ei (di ) = (E1 � E0)di
p + E0, (2)

where E1 and E0 are Young's modulus of a solid (i.e., perfectly intact) and in a void (i.e., perfectly
damaged), and p is the penalization exponent for intermediate damage. Although E0 is initially zero,
elimination of an element (i.e., modi�cation of the model) is cumbersome in the optimization process;
therefore, a small sti� ness (E0 = 0.001 MPa) is assigned to perfectly damaged elements.

The topology optimization problem is de�ned as the minimization of the square error between
the estimated ultrasonic feature and the target data as follows:

min
d

f (d) =
mX

j= 1

�
U j (d) � U j,target

� 2
subject to 0 � di � 1 for i = 1,� � � , n (3)

where U j (d) is the analytically obtained ultrasonic feature at node j with the present damage state
d, U j,target is the ultrasonic feature of target data at an illuminating point, and m and n are the total
number of nodes and elements in the design domain D. The ultrasonic feature in the objective function
should be selected appropriately, depending on the problem. Although a few studies [ 38–40] used
the summation of damage parameters as a constraint condition, no constraint conditions other than
Equation (3) provided better results in the preliminary investigation.

3. Numerical Examples

To verify the feasibility of the proposed method, this section applies it to numerical examples
with known damage. The target data ultrasonic feature U j,target in Equation (3) is obtained by forward
analysis of ultrasonic wave propagation in a target model. To simplify the problem, a penetrating crack
in a metal plate is considered here, and all the analyses are two-dimensional.

3.1. Numerical Models

Figure 2a shows the analysis model. The target plate model was 100� 100 mm, and a penetrating
crack 6 mm long and 1 mm wide was introduced at the center. Four -node quadrilateral solid (plane-stress)
elements were used, and the size of each element was 1� 1 mm. There were 10,000 elements and
10,201 nodes. The crack was expressed as damaged elements with a small Young's modulusE0.
Five period-sinusoidal wave loads multiplied by the Hanning window function were applied to all
nodes on the lower surface; their amplitude and frequency were 1 N and 1 MHz. A non-re�ective
boundary condition [ 41] that removes one re�ection was set on the upper, left, and right surfaces.
The material was assumed to be stainless steel, and its Young's modulus, Poisson's ratio, and density
were 186.6 GPa, 0.306, and 7.86 g/cm3, respectively.

Figure 3 depicts the analyzed ultrasonic wave propagation. The ultrasounds propagated from the
bottom to the top and were di � racted and scattered at the crack. The waves propagating from the
bottom corners were re�ected waves. Figure 3b shows the distribution of the maximum amplitude of
the mean stress. The maximum amplitude had a characteristic distribution near the crack (e.g., high in
the lower area and low in the upper area to the actual crack). Therefore, the crack will be reproduced
by focusing on the maximum amplitude distribution.

The inverse analysis model (i.e., design domain D) was a 10� 10 mm domain (including 100 elements
and 121 nodes), which was extracted from the center of the target model, as illustrated in Figure 2b.
Topology optimization de�nes the same number of design variables as elements in the design domain.
Therefore, the size of the inverse analysis model and the calculation cost are in a trade-o� relationship.
Input loads, similar to those in the forward analysis, were applied to the lower surface of the inverse
analysis model. A non-re�ective boundary condition [ 41] was set on the upper, left, and right surfaces.
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Figure 3. Numerical results of wave propagation on a stainless-steel plate with a crack: ( a) Snapshots
(mean stress); (b) Distribution of the maximum amplitude of the mean stress.

3.2. Damage Identi�cation for Numerical Results

The maximum amplitude of the mean stress was adopted as the ultrasonic feature in the objective
function. Thus, the optimization problem is de�ned as follows:

min
d

f (d) =
mX

j= 1

�
� j,max(d) � � j,max,target

� 2
subject to 0 � di � 1 for i = 1,� � � , n (4)
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where � j,max(d) is the maximum amplitude of the mean stress estimated at node j with the present
damage state d, and � j,max,target is that of the target data at node j obtained by forward analysis
(Figure 3b right) in this section. A constant value of the damage parameter, dini , was initially assigned to
all the elements, and ten inverse analyses were performed using dini from 0.1 to 1.0, with an increment
of 0.1. The penalization exponent p of 3 was used as in previous studies [31,34–36,38]. Sequential
quadratic programming in the MATLAB Optimization Toolbox (R2019a, MathWorks, Inc, Natick, MA,
USA) was used for exploration and updating of the damage parameters. The gradient of the objective
function was calculated by the �nite-di � erence method.

Figure 4a depicts typical damage distributions estimated by the proposed method. The estimated
damage parameters of the elements in the actual damaged domain (T) were smaller than that of most
elements in the actual intact domain ( DnT) in all of the ten cases of the initial damage parameter dini

distribution. This result suggests that the damage in the target can be estimated by the proposed
method; however, the estimated damage states were di� erent depending on the initial damage
parameter dini in the upper area of DnT. Moreover, for example, in the case of dini = 0.5, the damage
parameters smaller than its maximum in T (0.2016) were estimated in nine elements inDnT, which were
erroneously determined to be damaged. Such elements were concentrated in the upper region of D.

��

Figure 4. The optimal solution of the damage state obtained using ultrasonic wave data ( a) from a
single direction and ( b) from two directions.

The reason for this false identi�cation is caused by the low sensitivity of the objective function in
the area above the crack. The objective function was evaluated at various damage states depicted in
Figure 5a. Damaged elements were added to the lower area of DnT in #1–#5 and to the upper area in
#7–#10. Figure5b presents the value of the objective function obtained by forward analysis in these
damage states. The gradient of the objective function within #6–#10 was smaller than that within #1–#6.
Moreover, the maximum amplitude in the area above the actual crack was smaller than that in the
other areas, as shown in Figure 3b, because the di� racted ultrasonic waves propagated with a small
amplitude above the crack as a result of the high directivity of ultrasound. Therefore, the maximum
amplitude hardly changed in the area above the actual crack even if the damage state in that area was
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altered. Consequently, the damage identi�cation results depended on the relationship between the
crack geometry and the direction of ultrasonic wave propagation, and it was di � cult to estimate the
right damage state in the area above the crack with the objective function (4).
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Figure 5. The objective function values obtained using ultrasonic wave data in ( a) the various damage
states (b) from a single direction and ( c) from two directions.

To improve the sensitivity of the objective function, the wave propagation from the top to bottom
(superscript: upper) was considered in addition to that from the bottom to the top (superscript: lower);
thus the optimization problem is re-de�ned as follows:

min
d

f (d) =
mP

j= 1

�
� lower

j,max(d) � � lower
j,max,target

� 2
+

mP

j= 1

�
� upper

j,max (d) � � upper
j,max,target

� 2

subject to 0 � di � 1 for i = 1,� � � , n
(5)

In ultrasonic visualization experiments, ultrasonic propagation data from two directions can easily
be recorded.

Figure 4b depicts the estimated damage states based on Equation (5). The damage parameter
in DnT was always greater than its maximum in T, and thus, the actual damage T was successfully
identi�ed. However, the di � erence of the damage parameter in T and in DnT was small, and this
issue will be discussed in the following section. The sensitivity of the objective function was high in
both the upper and lower areas of the target crack, as shown in Figure 5c. Thus, when the sensitivity
was enhanced in the entire design domain, the proposed method provided the damage identi�cation
results closer to the target damage state.

The above results and discussion demonstrate the feasibility of the proposed method. This study
used the maximum amplitude distribution as the ultrasonic feature, and two sets of ultrasonic
propagation data were required in the objective function to enhance its sensitivity. However, considering
the cost of inspection, it is recommended to estimate damage using a single set of wave propagation data.
To that end, the objective function should be improved and will be investigated in our future study.

3.3. E� ect of the Penalization Exponent

The penalization exponent p in Equation (2) has been discussed in previous studies, because the
relaxation of the design variables yields an intermediate density called a gray-scale element,
which cannot be interpreted physically in structural design problems. To clarify the physical meaning
of the gray-scale element, Bendsøe et al. [42] discussed the range of p based on Hashin-Shtrikman (HS)
bounds [43] and proved that the SIMP method is physically permissible as long as p is greater than a
certain value (e.g., p � 3 for two-dimensional problems with Poisson's ratio of 1 /3). In previous studies
of damage identi�cation based on topology optimization, Nishizu and Neumann et al. [ 35,38–40] set
p = 3, Reumers et al. [36] set p = 1, and Eslami et al. [37] changed p gradually from 3 to 1. An element
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(i.e., microscopic area) will have various Young's modulus depending on the severity of the damage.
Therefore, unlike structural design problems, the intermediate damage parameters are acceptable in
the damage identi�cation problem. Instead, it is essential to set a threshold to distinguish a damaged
from an intact region.

Damage identi�cation using various penalty exponents and the HS upper bound was performed.
Here, the problem is de�ned by Equation (5) and Figure 2; the initial value of the damage parameter,
dini , was 0.5 in all the cases. Figure6a depicts the estimated damage states, and Figure6b shows a
variation of Young's modulus normalized by E1. The inverse analysis did not converge when p was
less than 0.5 or greater than 3. In all converged results, the maximum value of the damage parameter
in T was smaller than its minimum in DnT, and the damage state was estimated appropriately.

��

Figure 6. Comparison of (a) the optimal solution of the damage state and ( b) the values of Young's
modulus as a function of damage parameters with the various penalization exponents and the
Hashin-Shtrikman upper bound [ 43].
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When p was greater than 1 (including the HS upper bound), the damage parameters were almost
uniform in DnT. Furthermore, as p increased, the damage parameters inDnT approached 1, and the
number of gray-scale elements decreased. This is because the gradient of Young's modulus in damage
parameters close to 1 is large whenp = 2 or more, as shown in Figure 6b. Therefore, p should be greater
than 2 to interpret the elements as undamaged physically.

On the other hand, when p was 1 or less, the di� erence of the damage parameter in T and in
DnT was larger than that with p greater than 1. Furthermore, the damage parameter in T became
almost 0. As shown in Figure 6b, when the damage parameter is close to 0, Young's modulus changes
signi�cantly with a small variation in the damage parameter. Therefore, the damage parameter tends
towards 0 in T, and it hardly approaches 0 in DnT. The penalization exponent of 0.5–1 enables setting a
threshold to distinguish between damaged elements from intact ones. For example, when using p = 0.8
and the threshold dth = 0.1, the damaged and undamaged elements were distinguished in all initial
values of the damage parameter. The above discussion indicates that the penalization exponentsp of
0.5–1 are suitable for damage identi�cation.

4. Application

In this section, the feasibility of the proposed method is veri�ed by applying it to the measured
wave propagation in an aluminum plate with an arti�cially generated crack whose position, length,
and width are known. Therefore, the experimentally measured maximum amplitude was used as the
target data � j,max,target in Equation (4).

4.1. Experiment

Figure 7 presents a schematic of the test con�guration. The test piece was an aluminum plate
with dimensions of 500 � 500� 5 mm. A crack 4 mm long and less than 0.3 mm wide was introduced
at the center of it. A 40 � 40 mm region, including the crack, was scanned by an Nd:YAG pulsed
laser (DIVA II, Thales Laser Co., Ltd) at a constant illumination spacing of 0.25 mm ( 160� 160 points).
The pulse duration was 10 ns with 5 mJ energy per pulse, and the diameter of the beam spot was 2 mm.
The ultrasonic wave generated by each illumination was received by a transducer placed 40 mm apart
from the crack. Its resonance frequency was 5 MHz, and a 70� wedge was used. The received signals
were recorded in a computer through an ampli�er and a digital oscilloscope.
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Figure 7. Schematic of an aluminum plate with a crack and the pulsed laser scanning area.

Figure 8a depicts the visualized results of the ultrasonic wave propagation in an aluminum plate
with a crack. The traveling waves were re�ected at the crack, and the amplitude below the crack was
high due to the interference of the traveling and re�ected waves, as shown in the maximum amplitude
map (Figure 8b). In contrast, the di � racted waves propagated with a low amplitude because of the high
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directivity of ultrasound, hence the maximum amplitude above the crack was lesser than that in other
regions. The approximate location of damage was found from the sudden amplitude change; however,
it was di � cult to quantitatively evaluate the length because the maximum amplitude distribution was
rounded o � near the crack tips, as shown in Figure 8b.
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Figure 8. Inspection results by the visualization method of wave propagation on an aluminum plate
with a crack: (a) Visualized results of ultrasonic waves; ( b) Distribution of the maximum amplitude.

4.2. Damage Identi�cation for Experimental Results

Figure 9a shows the two-dimensional analysis model. The dimension of the analysis domain was
50 mm long and 50 mm wide. Four-node quadrilateral solid (plane-stress) elements were used, and the
size of each element was 1� 1 mm. There were 2500 elements and 2601 nodes. Five period-sinusoidal
wave loads multiplied by the Hanning window function were applied to the center point of the
lower surface (i.e., the position of the receiver); their amplitude and frequency were 1 N and 5 MHz.
A non-re�ective boundary condition [ 41] that removes one re�ection was set on the upper, left, and right
surfaces. Young's modulus, Poisson's ratio, and density of the aluminum plate were 69.0 GPa, 0.34,
and 2.70 g/cm3.

The design domain D was a part of the analytical model located 40 mm from the bottom, as shown
in Figure 9b. Its size was 10� 10 mm, including 100 elements. The damage parameters only in the
design domain D were updated, and those in the other areas remained constant at unity. The size of the
element was 1 mm square, and therefore, the location and length of the crack could be identi�ed, but the
width could not be estimated. Equation (4) was used as the optimization problem setting, and the
maximum amplitude distribution on the right of Figure 8b was used as the target data. The initial
value of the damage parameter dini was 0.5. The penalization exponent p = 0.8 was adopted based on
the discussion in Section 3.3.

Figure 10a depicts the estimated damage state. The maximum value of the damage parameter
in T was 0.2950, and there were �ve elements in DnT that had a damage parameter smaller than that
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value. Most of these elements were in the area above the actual crack, and this pattern was similar to
Figure 4a. The sensitivity of the objective function above the damage was evaluated in Figure 10b
in the same manner as in Figure 5. The curve had the same tendency as in Figure5b, and the low
sensitivity in the area above the actual crack caused the misestimation. Nonetheless, as shown in
Figure 10c, when using the threshold dth = 0.1 for distinguishing between the damaged from the intact
region, three elements out of the actual damage region T (four elements) were estimated as damaged,
and all the other elements were estimated as intact.
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Figure 9. Numerical models with the same con�guration as the experiment: ( a) Ultrasonic wave
propagation analysis model; ( b) Inverse analysis model.
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Figure 10. Results of applying the proposed method to experimentally measured wave propagation:
(a) The optimal solution of the damage state; ( b) The objective function values in the various damage
states as with Figure 5; (c) The estimated damage state when using the threshold dth = 0.1.

67



Materials2020, 13, 33

The feasibility of the proposed method was thus demonstrated, though these results were obtained
in simple and ideal model cases. A more detailed investigation will be required for the application of
the present method to real problems.

5. Conclusions

This study proposed a damage identi�cation method of incorporating topology optimization
with the visualization of ultrasonic wave propagation. The distribution of the damage parameter in a
design domain was estimated by reproducing the ultrasonic maximum amplitude map of the target
data. The proposed method was veri�ed by applying it to numerical and experimental examples with
known damage. The conclusions are summarized below:

1. The actual damage state was successfully estimated in the numerical examples. The damage was
identi�ed with high accuracy using ultrasonic propagation data from two directions to increase
the sensitivity of the objective function in the whole design domain.

2. The e� ect of the penalization exponent p for determining Young's modulus and the e � ciency
of the damage identi�cation was investigated. The standard value ( p = 3) in the structural
design problems resulted in moderate damage severity in the actual damaged area. In contrast,
a penalization exponent less than unity resulted in higher damage severity in that area, and the
di � erence between the damage parameter value between `damaged' and `intact' regions was
greater than that in the case of p = 3. The penalization exponent within the range 0.5 � p � 1
enabled setting a threshold to distinguish between damaged elements from intact ones.

3. The proposed method was applied to experimentally measured wave propagation in an aluminum
plate with an arti�cial crack. The actual damaged area was estimated, and the estimated damage
state and the sensitivity of the objective function had the same tendency as a similar numerical
example. This demonstrated the feasibility of the proposed method.

Damage identi�cation in simple and ideal model cases was demonstrated as the �rst attempt.
In our future research, potential of the proposed method will be explored in general cases such as
oblique incident to an embedded crack.
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Abstract: Out-of-plane permeability of reinforcement preforms is of crucial importance in the infusion
of large and thick composite panels, but so far, there are no standard experimental methods for its
determination. In this work, an experimental set-up for the measurement of unsaturated through
thickness permeability based on the ultrasonic wave propagation in pulse echo mode is presented.
A single ultrasonic transducer, working both as emitter and receiver of ultrasonic waves, was used
to monitor the through thickness �ow front during a vacuum assisted resin infusion experiment.
The set-up was tested on three thick carbon �ber preforms, obtained by stacking thermal bonding
of balanced or unidirectional plies either by automated �ber placement either by hand lay-up of
unidirectional plies. The ultrasonic data were used to calculate unsaturated out-of-plane permeability
using Darcy's law. The permeability results were compared with saturated out-of-plane permeability,
determined by a traditional gravimetric method, and validated by some analytical models. The results
demonstrated the feasibility and potential of the proposed set-up for permeability measurements
thanks to its noninvasive character and the one-side access.

Keywords: ultrasound; time of �ight; reinforcement; resin transfer molding (RTM); permeability;
liquid composite molding; material characterization; composite manufacturing

1. Introduction

By combining the attractive features of di � erent constituents, composite materials can be properly
designed for speci�c applications, thus replacing traditional materials in an ever-increasing variety of
products and applications in aerospace, automotive, marine, nanocomposite, construction, etc. [ 1–3].
More recently, the emerging trend towards lightweight, high performance, high functionality and
high sustainability components is driving the research towards nanocomposites, multi-material
hybrid structures and composites derived from renewable resources or from reusing approaches [ 4–9].
The growing demand of polymer matrix composites in several �elds has also driven the research
and development of new manufacturing processes. The challenge of manufacturing high quality and
complex geometry components at relatively low cost and fast cycle times has pushed toward the
development of liquid composite molding (LCM) processes [ 10,11]. These technologies usually involve
the use of dry reinforcement preforms, an assembly of dry �ber layers that have been pre-shaped to
the form of the desired product and bonded together using a binder resin, which are impregnated
by resin injection or infusion into a mold [ 12,13]. Autoclave curing is usually used to limit the �nal
void content, which remains a signi�cant issue, related to the �lling process, �ber wetting and tows
impregnation. To achieve the required mechanical performance of the composite parts, multi-layered
preforms with di � erent architecture are generally used, such as unidirectional non crimped fabric
and plain or twill woven fabric [ 14]. Furthermore, LCM requires low viscosity resins, which upon
crosslinking would be brittle, being made of low molecular weight oligomers. Therefore, the higher
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molecular weight oligomers of the resin formulation, solid at room temperature, are added to the
reinforcement as �ber coating or powders that are soluble in the matrix. These oligomers play also a
role in preform fabrication, acting as low melting tackifying agent able to bind a ply to another upon
heating [15]. The required performances are achieved in the �nal component only if a fast and complete
�lling of the preform with liquid resin is obtained thanks to the optimization of LCM process [ 16,17].
A suitable process design is necessary, which requires knowledge about di � erent parameters a� ecting
the �lling behavior, such as mold geometry, resin viscosity, number and position of inlet and vent
ports, etc. [18]. Besides the previous parameters, one of the most critical is the permeability of the
reinforcement, de�ned as the resistance exhibited by the �brous reinforcement against the resin
�ow [ 19]. This property determines the impregnation of the textile reinforcement with liquid resin
and strongly depends on the reinforcement architecture, �ber orientation and volume fraction and
on the procedure adopted to assemble and stabilize the plies into the preform [ 20]. The variability of
textiles and the preforming operations a � ect the permeability of the �brous reinforcements, resulting
in possible unexpected or unwanted resin �ow patterns [ 21]. Generally, permeability data are not
available from the fabric manufacturer and must be determined depending on the �ber volume fraction.
An accurate characterization of the reinforcement permeability is therefore fundamental to estimate
the optimum process parameters for manufacturing high-quality components.

The permeability, K, of porous media is de�ned by Darcy's law [ 22] correlating the �ow velocity
V, pressure drop, DP, and viscosity, � , in a unidirectional �ow over the length of the porous medium L:

V = �
K
�

DP
L

(1)

The permeability of unidirectional preforms is an anisotropic property and is described by a
second-order tensor [20]. Generally, by accounting for symmetry and assuming no coupling between in-
and out-of-plane �ow, only three components of the permeability tensor are not zero: (i) longitudinal
in-plane permeability K 1, where in-plane refers to the reinforcement ply; (ii) transversal in-plane
permeability K 2, oriented perpendicular to K 1 and lower than K 1; (iii) out-of-plane permeability K 3,
oriented perpendicular to K 1 and K2, lower than K 1 and of the same order of K2 [21].

Di � erent measurement methods of permeability are available in the literature [ 20,23,24]; each is
capable to measure saturated or unsaturated permeability. Saturated permeability is a steady state
permeability measured under a constant �ow rate when the �ber reinforcement is fully saturated
by the test �uid. Unsaturated permeability, also named unsteady-state or transient permeability, is
measured when the reinforcement in the mold is progressively impregnated by a test �uid injected
under a constant pressure [25]. However, there is a complete lack of standardization in the methods and
experimental set-up, and the data, obtained using di � erent methods and di � erent fabric architecture, are
not consistent [25]. Some benchmark studies demonstrated that when the same measuring procedure
is used, the results are very di� erent if di � erent parameters are used, such as in terms of injection
pressure and test �uid [ 26]. Most studies have been focused only on the in-plane permeability [ 27–29],
disregarding the out-of-plane permeability, which is more di � cult to measure accurately [30]. However,
the out-of-plane (or through thickness) permeability is the dominant property in the infusion of large
and �at panels with a high thickness when a resin distribution net is used. Therefore, its determination
is of fundamental importance for the e � ciency and robustness of LCM processes. The traditional
video recording methods used for monitor �ow front in RTM processes and determining in-plane
permeability, cannot work well in the case of through-thickness permeability [ 31].

Several nondestructive methods have been investigated based on thermocouples [32], on the
re�ection at the �ow front of electrical signals from thin metallic wires inside the �bers [ 33] guided
mechanical waves [34], piezoelectric sensors [35] dielectric sensors [36] embedded in the �bers and
pressure sensors positioned in the mold [37,38]. All of these measurement methods require both direct
contact with the resin in order to detect the �ow-front position or complete mold-�lling and sensor
embedded in the preform or into the mold [ 39,40]. The sensor embedding is not always allowed and is

72



Materials2020, 13, 2684

hence limited in application. Mounting sensors into the mold can a � ect the vacuum tightness of the
mold and the sensors usually leave marks on the part surface so they can be only located at the border
but not in the areas of interest [ 39].

Ultrasonic wave propagation has been widely recognized as a nondestructive testing (NDT)
method applied to for the estimation of the physical and mechanical properties or the damage composite
materials [41–45] and for process monitoring of composite materials [ 46,47]. Even the application
of high intensity ultrasound in composite processing and joining present the potential for online
monitoring [ 48–50]. Some research works proved the feasibility of using ultrasonic imaging systems
for �ow front monitoring even if the technique was limited to a single ply or thin preforms due to
the severe attenuation of the ultrasound waves [ 31,51]. Stoven et al. [52] developed a set-up based on
two ultrasonic probes operating in through transmission mode for �ow monitoring and permeability
determination in thickness direction. The ultrasonic based method presents several advantages:
i) absence of any direct contact between the transducer and the composite and of any embedded
sensor as the sound waves can be send through the mold wall; ii) low cost; iii) no disturbance to
the �ber stack and liquid �ow; iv) measurement of unsaturated permeability; v) reduced e � ort for
preparing the experimental set-up; vi) no need of transparent tools; vii) compatible with all the �ber
typologies [ 10,39,53].

Despite the numerous advantages, these ultrasonic based methods are still at a laboratory level
due to the experience required to manage weak acoustic signals and the limitation of the resolution
depth in thick preforms [ 53,54]. Moreover, the ultrasonic set-up described in the literature works in
through transmission method with two ultrasonic transducers acting one as emitter and the other
as receiver of ultrasonic waves [52], but sometimes the two-side access to the composite part is very
di � cult to achieve.

The aim of this work is to present a new experimental set-up for the measurement of unsaturated
through thickness permeability based on the ultrasonic wave propagation in pulse echo mode, i.e.,
by using only one ultrasonic transducer working both as emitter and receiver of ultrasonic waves.
Compared to the ultrasonic based systems previously reported in the literature, the proposed set-up
enables one-side access, which is of great importance in composite manufacturing. This work stands out
of the few previous related papers [ 10,52,53] by using the pulse echo technique with a single transducer,
working both as emitter and receiver of ultrasonic waves, positioned at one side of the preform.
The literature studies, in fact, use the ultrasonic transmission method, which is not always feasible
when the composite is not accessible from both sides. The single ultrasonic probe, coupled to a vacuum
assisted resin infusion (VARI) system, allows in-situ monitoring of unsteady preform impregnation.
The system has been applied to multi-layered carbon �ber preforms. The robustness of the system
has been tested on three di� erent carbon �ber preforms used in aerospace �eld, each obtained by
stacking balanced or unidirectional plies and then tested in vacuum infusion experiments. Saturated
out-of-plane permeability has also been measured by a traditional gravimetric method and the results
obtained by the two techniques have been compared. Finally, another novelty element is the validation
of the permeability data, calculated from ultrasonic measurements, by some analytical models.

2. Materials and Methods

2.1. Materials

The preforms for permeability measurements were obtained using balanced and unidirectional
carbon �ber fabrics and unidirectional (UD) tapes. The preforms investigated in this work are shown
in Figure 1 and their properties are reported in Table 1.
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Figure 1. Preforms for permeability measurements: ( a,d) balanced, (b,e) unidirectional (UD) stitched
and (c,f ) unidirectional (UD) consolidated by AFP.

Table 1. Carbon �ber preform con�guration.

A
Balanced Preform

B
Stitched Preform

C
AFP Preform

Carbon �ber type G0926 HS06K (Hexcel)
BNCF-24KIMS-(0)-196-600

(Cytec)
TX 1100 IMS65

24k(Cytec)
Fiber diameter (� m) 6.9 5.0 5.0

Fiber elastic modulus (GPa) 231 290 290
Fiber areal weight (g /m2) 375 196 200

Number of layers 22 40 40
Nominal preform size (mm 3) 80 � 50 � 8 80� 50 � 8 80� 50 � 8

Preform manufacturing process vacuum bagging vacuum bagging
automated �ber

placement

Preform A was a balanced fabric, produced by Hexcel (Stanford, CA, USA) with the trade name
G0926 HS06K. It was a 0.38-mm-thick 5H satin with HEXTOW AS4C GP 6K with a nominal weight of
375 g/m2, the same weight distribution in warp and weft directions and �lled with an epoxy binder.
The binder content was 4% of the weight of the carbon �ber [ 15]. Preforms A were obtained in
laboratory by vacuum bagging of [0] 22 stacks of G0926 5H satin fabric in an oven during the following
thermal cycle: heating up to 100 � C at 3 � C/min, isotherm for 75 min at 110 � C and cooling to room
temperature at 1.5 � C/min. This cycle was able to dissolve the epoxy powders used as binder and to
give sti � ness to the preforms.

Preform B was a stitched unidirectional carbon fabric, produced by Solvay S.A. (Bruxelles, Belgium)
with the trade name BNFC-24k IMS-(0)-196-600, obtained with IM65 carbon �bers containing a binder
for preform fabrication. Preforms A and B, were provided by Leonardo SpA (Foggia, Italy), according
to the same consolidation cycle.

Preform C was made of an unidirectional TX 1100 IMS65 24 k fabric, produced by Solvay S.A.
(Bruxelles, Belgium) with IM65 carbon �bers. Preforms C, provided by Novotech Aerospace Advanced
Technology srl (Avetrana, Italy), were prepared by automated �ber placement (AFP) using a tape
width of 8 mm.

Permeability experiments were performed at room temperature using polyethylene glycol 400
(PEG400) as test �uid provided by Sigma-Aldrich (Milano, Italy). This latter has been chosen since its
viscosity value at room temperature is in the viscosity range of a thermosetting resin used in resin
infusion processes at high temperature. The viscosity of the test �uid was characterized by rheological
analysis carried out in an ARES parallel plate rheometer with a 50-mm plate diameter (Rheometric
Scienti�c).
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2.2. Experimental Set-Up for Permeability Measurements by Ultrasonic Wave Propagation

The experimental set-up for out-of-plane permeability measurements by ultrasonic wave
propagation is sketched not in scale in Figure 2. The carbon �ber (CF) preform was placed between
two glass plates, each of them containing a hole for the inlet and outlet of the impregnation �uid.
The thickness of the glass plates was 8 mm and 20 mm for the lower and upper plate, respectively.
The higher thickness was chosen in order to avoid overlapping echoes due to the re�ections from
the glass plate and the wet carbon �ber preform. In order to provide the vacuum tightness of the
measurement system, a silicone seal was used. A resin distribution net at the top and bottom side
of the sample allowed a through-thickness unidirectional �ow under a constant injection pressure,
obtained by a Vacuum Assisted Resin Infusion (VARI). Fiber volume fraction was changed by adjusting
the distance between the glass plates. After turning on the vacuum pump, the inlet valve was opened
leading the �uid to �ow from the tank through the preform. Since the measurement was carried
out in unsteady conditions, an unsaturated permeability was determined. During the ultrasonic
measurement, the balance—framed by a red dotted line in Figure 2—was not used.
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Figure 2. Experimental set-up for out-of-plane permeability measurements by ultrasonic wave
propagation: (a) general sketch not in scale; (b) particular of the ultrasonic measurement device.
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An ultrasonic transducer (A109-R Olympus Italia srl, Milano, Italy, center frequency =5 MHz,
active diameter =13 mm) was �xed on the upper glass plate by a probe housing system capable
to keep a constant force on the transducer. The ultrasonic frequency has been chosen as the best
compromise among the wave attenuation and resolution, which increase with frequency, and the
echo damping, which decreases with frequency and can lead to the overlapping of echoes related to
di � erent interfaces. An ultrasonic couplant gel was used to provide the transmission of sound energy
between the transducer and the glass plate. The ultrasonic transducer, connected with a pulser-receiver
(Sofratest, Ecquevilly, France), worked in pulse-echo mode, acting as emitter and receiver of ultrasonic
waves at the same time [55]. The transducer was excited by a broadband pulser with an electric voltage
of 200 V and a pulse duration of 200 nanoseconds. The echoes, sampled at a frequency of 60 MHz,
were composed of 2048 points. The received signals, after digitalization, were automatically recorded
each 0.15 sand displayed by a custom made software. Ultrasonic waves were continuously sent
through the preform and it was possible to measure their time-of-�ight that is the time taken for the
wave to pass the preform and come back to the transducer after re�ection at interfaces characterized by
di � erent acoustic impedances [56]. The two �rst round-trip echoes in the wet preform were considered.
The ultrasonic measurement device has been set-up for carbon �ber preforms up to 10 mm. However,
thicker preforms can be investigated by increasing the thickness of the upper glass plate.

2.3. Experimental Set-Up for Measurement of Saturatedpermeability

The same experimental set-up sketched in Figure2 was used also for the measurement of saturated
permeability. In this case, the ultrasonic probe was not used since a gravimetric measurement method
was adopted. A becher �lled with the test �uid was placed on a balance and, after turning on the
vacuum pump, the inlet valve was opened leading the �uid to �ow through the preform. Out-of-plane
saturated permeability was measured after achieving steady state conditions. When the preform was
saturated with the �uid, the quantity of �uid that entered from the inlet was equal to the quantity that
came out from the outlet. A constant �ow rate, measured by gravimetric method, under a constant
pressure generated by vacuum was produced across the thickness of the di� erent preforms. During the
test, the weight of the �uid was measured as a function of time using a balance with a precision of
10� 4 g.

3. Results

3.1. Rheological Analysis of the Model Fluid

As shown in Figure 3a, PEG400 presents a Newtonian behavior, indicating that its viscosity is
not dependent on the shear rate. The temperature dependence of the viscosity has been modeled by
an Arrhenius like equation, a common approach for oligomers and polymers at a temperature much
higher than their T g [57]:

� = � 0exp
� Ea

RT

�
(2)

where � 0 is a pre-exponential factor, T the absolute temperature, R the universal gas constant and
Ea the activation energy. The nonlinear �tting of PEG 400 viscosity with Equation (2) (see Figure 3b)
provides an Ea value of 36.9 kJ/mol. Depending on the temperature of the infusion, Equation (2) has
been used to determine the value of viscosity needed for permeability calculation from Darcy's law.

76



Materials2020, 13, 2684

�����������������	���������������
�����������	�
�������
�
�������
�����
���� �(�����!���*�(��

��

��

�������������
 �/�)�
�.�
�0�� �
�!�!�������� ���!�� ���<���� ���<�������� ���������� ������ ���<���� �#���������������%�� ���!�� ���<���� ���������� �!���������� ������ �����!�!������������ ���������������������������� �.�� �0��
�������������������������������������������������!�����<�����#���������������%�����!�����<���������������!������������

���������������������������!���%�������%�����������������������������������������������	���������������	���������&���"�'���������
���	�	�� ��

�&������������������ �������6���!�6������������ �������������;���������%�� �<������ �;�������� ���������������������� �!�������� �"�����#���������������� �������������������������� ������
�������������������!�����������������������������"���������������������'���������������������������������!�������������.���'�����0�������������������A�8�+�C�������<�����������������%��������������
�����������������������������������<�����#�����������<�����?�������������%�����!�����<�����!�������������<�����������������������<�����������!�����������������?�����������������<�����?�������������%�����<������
���������������������������������������������������3�<�����������������������������������"�<�������!�����<�����!�������������������<�������������������������������������!�������������������!�����<����
�������������3�<�����������6���!�6���������������������������������������������;���������%���G�)�6�����������������<���������;���������������;�%�����������������"�����<�����!�����������������"�<��������������
�!�������������������!�������������������������������������"�����������<�����!���������������"�����?���������������� ��

�� �������� �� ��
������ ���	�������� ��

��
���� ��

�� ��
��

�� �.�)�0��

���<���������Q�����������<�����!���������������������'�����������<�����!�����������<�����������������������6�������������������������������������������<�����!�����������������������%������ �������������<����
�����������������������!�!�������������.���<�����������������������������������������<�����������������������������"�����������������������������������������<�������!�!�����������!���"�����#�����%�0�����,��
������ ���<���� ������������������ ���<�����=������������ �����������������#�����%���� �3�<���� �!���������� �#���������������%�����
�<������ �;�������� ���������������������� �����������������"�� ������
�
�?���������������.�8�0���� �������������������"���!������ ���<���������������������������������������� �'�� ���%������������ �������������!�����<�����������"�<�������������������� �����!�������������������!��
�����������������������������������������	���"���������D�����!�������������!���������'����

��

�������������
�1�)�
�.�
�0���������"�<�������������������������!�������������������!�������������!�������������!���������'�����.�� �0�����������������������������6���!�6�������������������������;���������%��

�����������!�������������������!���!���;�������#�������������!������������������

�2�������������������"�����<���������<�����������!�����������������������������;�����������������������"���������������������������������������#�����%���<�����"�<�����<�������<�����!���;������
�#�������������!�������������������!�����<�����������!�����������������;�������;�������������������������������"���������!���������������"�����?���������������� ��

��
��

��

����
��

��
��

��
�� �.�D�0��

Figure 3. (a) E� ect of the shear rate on the viscosity of the test �uid at di � erent temperatures;
(b) temperature dependence of the viscosity of the test �uid.

3.2. Saturated Out-Of-PlanePermeability Measurements by VARI Process

Saturated out-of-plane permeability has been determined from gravimetric measurements at
constant �ow rate during a Vacuum Assisted Resin Infusion (VARI) process [ 20]. When steady state
conditions are achieved, the quantity of the �uid that enters the preform is equal to the quantity that
comes out per time unit. The decrease in weight of the �uid is then monitored as a function of the
time. The out-of-plane saturated permeability K 3-sat is thus obtained by plotting the �uid weight as a
function of time, t, according to the following equation:

QAt = Weight =
� K3� satA

�
DP
L

t (3)

where Q is the �ow rate, A is the �ow channel cross-sectional area, � is the �uid density, DP is the
pressure di� erence (the pressure drop in the pipes was neglected, as well as the e� ect of gravity), L is
the specimen thickness, respectively. The �uid viscosity � has been determined according to Equation
(2), accounting for the test temperature. A typical plot of the weight loss as a function of time is
reported in Figure 4a for Preform A.
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Figure 4. (a) Weight loss as a function of time for preform A; ( b) saturated out-of-plane permeability as
a function of �ber volume fraction.
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Considering that the preform is placed between two glass plates at a cavity height h, the �ber
volume fraction of the preform can be obtained according to following equation:

Vf =
nS0

� fh
(4)

where n is the number of plies, � f is the �ber density and S 0 the areal weight of a single ply.
The e� ect of �ber volume fraction on the saturated out-of-plane permeability of all the investigated

preforms is reported in Figure 4b. The values are the average of at least three measurements. As expected,
by increasing the �ber volume fraction, K 3 decreases. The same reinforcement can be characterized
by a di � erent permeability depending on the �ber content, related to the cavity height. The di � erent
K3 values among the di � erent preform typologies can be attributed to the di � erent structure of the
materials. Preform A is a woven UD fabric with stabilizing weft tows, while the Preform B and
C are unidirectional, the former stabilized by stitches, the latter, used in AFP, is a true UD tape.
Comparing preforms A and B, both obtained by vacuum bagging, the same pressure produced a higher
compaction of �bers for preform B than for preform A, thus leading to a higher �ber volume fraction.
The dependence of permeability on �ber volume fraction is di � erent for preform A since it is more
compressible than the other two as a consequence of the presence of a woven fabric in it.

The measured saturated out-of-plane permeabilities are also reported in Table 2. To the best
of author knowledge, a comparison with literature data can be only made between the values
of unidirectional Preform C and the work of Aziz et al. [ 58] who measured K 3-sat by a saturated
unidirectional �ow device on TX 1100 quasi-isotropic preforms produced by automated �ber placement
with di � erent band widths. In particular, at a �ber content of 58%, the obtained saturated permeability
was 0.0831� m2 and 0.0185� m2 on preforms with a band width of 6.35 mm and 12.7 mm, respectively.
The experimental value of 0.702 � m2 obtained in this study on Preform C (produced by automated
�ber placement with a band width of 8 mm) at V f = 58.8% is in the range measured by Aziz et al. [58],
at the same preform material and �ber content, even if the preform architecture is di � erent.

Table 2. Out-of-plane saturated and unsaturated permeabilities for the investigated preforms.

Material V f (%)
Out-Of-Plane Saturated

Permeability ( � m2)
Out-Of-Plane Unsaturated

Permeability ( � m2)

Preform A
51.6 0.688� 0.0290 0.306� 0.032
55.9 0.407� 0.0052 0.143� 0.039
60.5 0.266� 0.0027 0.107� 0.029

Preform B
58.8 0.087� 0.005 0.057� 0.009
62.6 0.034� 0.006 0.035� 0.009
64.4 0.017� 0.005 0.018� 0.009

Preform C
58.9 0.070� 0.010 0.051� 0.003
60.1 0.050� 0.007 0.040� 0.006
62.8 0.021� 0.005 0.029� 0.004

3.3. Out-Of-PlanePermeability Measurements by Ultrasonic Wave Propagation

Unsaturated K 3 permeability has been measured using a single ultrasonic transducer working
in pulse-echo mode, i.e., working either as emitter either as receiver. A dedicated software is able to
visualize and save the echoes and to record the time delay between them (time of �ight). The principle
underlying the measurement is based on the re�ection of the ultrasonic wave at the interface between
two materials of di � erent density and elastic properties [ 59]. Since ultrasounds are almost completely
re�ected at the interface between a solid or a liquid and air, and strongly attenuated by scattering in
porous media, the re�ected ultrasonic signal (echo) from a dry preform is nearly negligible while that
one from a wetted preform is clearly detectable.
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As sketched in Figure 5a, when the infusion has not yet begun and the carbon �ber (CF) preform
is still dry, the ultrasonic wave is almost completely re�ected at the glass /preform interface because
ultrasound is very scarcely transmitted in air. Therefore, in Figure 5a, only one ultrasonic wave path is
sketched by green arrows. The corresponding echogram (Figure 5b) reports the signals relative to the
multiple re�ections back and forth from the upper glass plate. No echo relative to re�ections from the
preform is observed.
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Figure 5. Ultrasonic wave path and corresponding echograms at di � erent stages of the impregnation
process: (a,b) no impregnation; ( c,d) partial impregnation;( e,f ) complete impregnation.

As sketched in Figure 5c, after the beginning of infusion, when the preform is partially impregnated,
a fraction of the ultrasonic wave is transmitted at the glass /wet preform interface and travels through
the wet preform but it is totally re�ected (red arrows) at the �ow front, i.e., at the interface between
the wet preform and the dry preform. The signals relative to the re�ections at the glass /wet preform
interface (echo No.1) and at the wet/dry preform interface (echo No.2) are shown in Figure 5d. The time
di � erence,Dt, between the two peak times relative to the echo from the partial impregnated preform
(No.2) and the echo from the glass plate (No.1) is called time of �ight (TOF)and corresponds to the
time the ultrasonic waves take to travel twice between the glass plate and the impregnation front.

When the preform is �lled, the path of ultrasonic wave is represented by the red arrows in
Figure 5e. Consequently, the echo No.2 in Figure 5f is right shifted while the position of the two echoes
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No.1 and No.3 relative to multiple re�ections at the top glass plate-preform interface remains constant.
Therefore, the recorded time of �ight of the wave re�ected from preform increases since the distance
of the �ow front from the transducer increases. As observable from Figure 5d–f, the TOF of partial
impregnated preform Dt1 is lower than that of completely impregnated preform Dt2. The echo No.2
can be therefore used to monitor the �ow front position through the thickness of the preform.

A custom-made software has been used to record the TOF during the infusion of the carbon �ber
preform. The time of �ight measured during an infusion experiment is reported as a function of the
infusion time in Figure 6a. TOF increases when the infusion starts, then it reaches a plateau value
when the preform is fully impregnated. At this point, it can be deduced that the impregnation of the
preform is complete.
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Figure 6. Preform C at �ber volume fraction of 0.628: ( a) measured ultrasonic time of �ight during the
infusion; ( b) calculated �ow front position from ultrasonic data.

The TOF value can be used to determine the distance xf of the �ow front from the glass plate,
which in the pulse echo mode is given by:

xf =
Dtc
2

(5)

where Dt is the TOF value and c the longitudinal wave velocity in the wet preform. This latter has
been determined for each analyzed preform at each �ber volume content, by applying the inverse rule
of mixture for a composite material with carbon �bers and PEG400 matrix:

c =
1

Vf
cf

+ Vm
cm

(6)

where V f and Vm are the volume fraction of carbon �ber and PEG matrix, respectively, while c f and cm

are the sound velocity of carbon �ber and PEG matrix, respectively. The sound velocity of PEG 400 has
been measured and it is equal to 1507 m/s. The sound velocity of carbon �ber has been estimated from
the elastic modulus and density of the di � erent �bers used for the three preforms according to the
following equation:

cf =

r
E
�

(7)

where � is the density, equal to 1.78 g/cm3 for all the �bers, while the elastic modulus E is equal to
231 GPa for the carbon �bers of preform A and 290 GPa for those of preform B and C (see Table 1).
A sound speed of 11,392 m/s for carbon �bers of preform A and 12,764 m /s for carbon �bers of preform
B and C has been obtained from Equation (7). The ultrasonic velocity value c, calculated according

80



Materials2020, 13, 2684

to Equation (6), is considered constant during the experiment. The eventual presence of microscopic
air bubbles during the �ow does not a � ect ultrasonic velocity but can decreases the amplitude of the
ultrasonic wave [ 46].

The xf values as a function of square root of time, reported in Figure 6b, present an initial linear
behavior which can be used for the determination of unsaturated out-of-plane permeability K 3-unsat

of the preform using the Darcy's equation, valid in the case of one-dimensional �ow and constant
injection pressure:

xf =

s
2K3� unsatDP

�

p
tf (8)

where DP is the pressure di� erence and� the viscosity of the �uid, determined according to Equation
(2), accounting for the test temperature.

The slope obtained from the linear �t of the data can be used for the determination of K 3-unsat,
according to the following equation:

K3� unsat =
(slope)2�

2DP
(9)

The values of saturated and unsaturated permeabilities of all the investigated preforms are
reported in Table 2. The values are the average of at least three measurements. For each preform,
as the �ber volume fraction increases, the permeability values decrease, due to the increased �ber
compaction that leads to a reduced �ow rate under the same pressure gradient. Moreover, at the same
�ber volume fraction and for the same preform, the saturated out-of-plane permeability is higher
than the unsaturated out-of-plane permeability. The discrepancy between saturated and unsaturated
permeabilities, which has been observed also for in-plane permeability, has been explained by many
authors by the void formation during the unsaturated �ow. During the �lling process, the liquid �ow
advancement is not uniform and air is entrapped at the �ow front, creating partially impregnated zone
leading to a change of the hydraulic conductivity [ 25].

The e� ect of �ber volume fraction on the unsaturated out-of-plane permeability of all the
investigated preforms is reported in Figure 7. Preform A is characterized by higher permeability
at similar V f , between 0.585 and 0.605, probably as a consequence of the di� erent architecture of
each ply. The weft tows in preform A, not only limit its compressibility leading to a lower V f at the
same compaction level but are also responsible of the presence of lower resistance pathways to �uid
advancement. On the other hand, lower permeability of preforms B and C at the same V f , can be
attributed to the absence of low resistance pathways. The slightly higher permeability of preform B
compared to C is probably due to the stitching yarns used in preform B to stabilize the UD arrangement
(Figure 1). The impregnation experiments made for the measurement of in-plane permeabilities K 1

and K2 (not reported), indicated that these yarns are more easily wetted by the �uid which �nd a
low resistance pathways inside them [ 60]. On the other hand, the carbon �ber tows of preform C,
obtained using tapes stabilized by a binder also acting as tackifying agent during the lay up, are better
compacted, even if the control of temperature and pressure applied during AFP is less accurate than in
vacuum bagging.

A comparison with literature data is very di � cult since the reported permeability data are
characterized by a strong scattering depending on the measurement method, the �ber preform,
the test �uid and the �uid injection parameters. As also observed also by Konstantopoulos et al. [ 53],
the literature data can be used only as a reference to con�rm that the results of this study lie in the
correct order of magnitude: the unsaturated data obtained by Agougue et al. [ 30], on TX100 preform at
Vf=58% are very close to the results obtained in this work. Despite the di � erent preform architecture
(quasi-isotropic for [ 30] and unidirectional in this study) and the di � erent measurement method,
the same order of magnitude of 100 � m2 is obtained by correcting the value reported by Agogue et
al. [30] by the (1-V f) coe� cient.
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3.4. Mathematical Modeling

The values of out-of-plane permeability, both saturated and unsaturated, of the three di � erent
preforms have been further validated by comparison with the results of predictive models. As recently
reported by Karaki et al. [ 18,61], among the several mathematical models available in the literature
for estimating the permeability of unidirectional reinforcements, the most accurate ones, able to �t
the experimental data of out-of-plane permeability of unidirectional yarns, are those proposed by
Gebart [62] and Berdichevsky and Cai [ 63].

Gebart [62] derived an analytical model to predict the unidirectional permeability starting from
Navier-Stokes equation, considering two �bers arrangements, a quadratic array and a hexagonal array:

K3= C1

0
BBBB@

r
Vfmax

Vf
� 1

1
CCCCA

5
2

r2
f (10)

where V f is the �ber volume fraction, r f the �ber radius and the constants C 1 and V fmax depend on the
�ber packing arrangement according to the values reported in Table 3.

Table 3. Gebart model: constant values for quadratic and hexagonal �ber arrangement.

Fiber Arrangement C 1 V fmax

Quadratic 16
9� �

p
2

�
4

Hexagonal 16
9� �

p
6

�
2�

p
3

Berdichesvky and Cai [63] derived an uni�ed empirical model where Stokes �ow and Darcy �ow
are considered at di� erent regions and the gap between neighboring �bers governs the �ow resistance:

K3 = 0.229r2
� 1.814

Va
� 1

�
0
BBBBBBBBBB@

�
1�

q
Vf
Va

�

q
Vf
Va

1
CCCCCCCCCCA

2.5

(11)

where V f is the �ber volume fraction and V a is equal to 0.9069 and 0.7854 in case of hexagonal or
quadratic �ber arrangement, respectively.
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Models predictions and the experimental results on the unsaturated and saturated permeabilities
are compared in Figure 8, where only the best �t among modeling and experimental data are reported.
A nonlinear �t of the K 3 values as a function of �ber volume fraction has been performed using
Equations (10) and (11), in order to obtain the �ber radius r f , whose values are reported in Table 4.
The quadratic �ber arrangement is not able to properly model the experimental values, as inferred
by the high di � erences reported in Table4, since the obtained �ber radius is higher than the nominal
value, which is equal to 3.35 � m for Preform A and 2.5 � m for Preforms B and C. Therefore, the �t
obtained with the quadratic �ber arrangement with both the models are not reported in Figure 8 for
the sake of clarity.
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Figure 8. Mathematical modeling of unsaturated ( a–c) and saturated permeability ( d–f ) values: (a,d)
preform A; ( b,e) preform B; (c,f ) preform C.

On the other hand, the best �t is always obtained adopting the hexagonal array and Berdichevsky
and Cai model, with di � erences from the nominal �ber radius lower than 15%. Only the best �t of
saturated K3 of preform A, with all models, leads always to �ber radii much larger than the nominal
ones. From Figure 8 it can be observed good agreement among the unsaturated K3 values calculated
by ultrasonic measurement and the model prediction. This can be considered a further validation of
the proposed measurement method, based on ultrasonic wave propagation.

It should be also underlined that the schematization in hexagonal and quadratic array is often ideal
since the �ber distribution is often irregular and falls in between hexagonal and quadratic arrangement.
Fiber clustering, in real preforms, makes reasonable the almost always higher radii obtained from
�tting compared to the nominal ones.
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Table 4. Unsaturated out-of-plane �ber radius obtained from the mathematical modeling of the
experimental K 3 values and percentage di� erence from the nominal �ber radius.

Material
Out-Of-Plane
Permeability

Model
Fiber Radius from
Model Best Fit, r f

(� m)

Nominal Fiber
Radius r fn (� m)

Di � erence
[(r fn � rf )/rf ] � 100

(%)

Preform A

Unsaturated

Gebart-hexagonal 4.57 3.45 +32
Gebart-quadratic 5.45 3.45 +58

Berdichevsky-hexagonal 3.23 3.45 � 6.8
Berdichevsky-quadratic 4.80 3.45 +39

Saturated

Gebart-hexagonal 7.09 3.45 +105
Gebart-quadratic 8.41 3.45 +144

Berdichevsky-hexagonal 4.99 3.45 +45
Berdichevsky-quadratic 7.39 3.45 +114

Preform B

Unsaturated

Gebart-hexagonal 2.89 2.5 +16
Gebart-quadratic 4.04 2.5 +62

Berdichevsky-hexagonal 2.20 2.5 � 12
Berdichevsky-quadratic 3.73 2.5 +49

Saturated

Gebart-hexagonal 3.32 2.5 +33
Gebart-quadratic 4.69 2.5 +88

Berdichevsky-hexagonal 2.53 2.5 +1.2
Berdichevsky-quadratic 4.43 2.5 +77

Preform C

Unsaturated

Gebart-hexagonal 2.81 2.5 +12
Gebart-quadratic 3.87 2.5 +55

Berdichevsky-hexagonal 2.13 2.5 � 15
Berdichevsky-quadratic 3.65 2.5 +46

Saturated

Gebart-hexagonal 3.09 2.5 +24
Gebart-quadratic 4.29 2.5 +72

Berdichevsky-hexagonal 2.35 2.5 � 6
Berdichevsky-quadratic 4.05 2.5 +62

4. Conclusions

An experimental set-up for the measurement of unsaturated through thickness permeability
based on the ultrasonic wave propagation in pulse echo mode was proposed. A single ultrasonic
transducer, working both as emitter and receiver of ultrasonic waves, was used to monitor the
through thickness �ow front during a vacuum assisted resin infusion set-up. The new measurement
method was tested on three thick carbon �ber preforms, obtained by stacking and vacuum bagging
or by automated �ber placement of unidirectional plies. The ultrasonic data were used to calculate
unsaturated out-of-plane permeability applying Darcy's law. The permeability results were compared
with saturated out-of-plane permeability, determined by a traditional gravimetric method.

For each preform, as the �ber volume fraction increased, the permeability values decreased, due to
the increased �ber compaction that lead to a slowdown of the �uid �ow. Moreover, at the same �ber
volume fraction and for the same preform material, the saturated out-of-plane permeabilities were
higher than the unsaturated out-of-plane permeabilities.

Finally, the permeability data were validated by two analytical models: Berdichevsky and Cai
model and Gebart model. The best agreement was obtained using Berdichevsky and Cai model
assuming a hexagonal �ber arrangement.
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Abstract: The article presents the results of the numerical investigation of Lamb wave propagation
in concrete plates while taking into account the complex concrete mesostructure. Several concrete
models with randomly distributed aggregates were generated with the use of the Monte Carlo method.
The in�uence of aggregate ratio and particle size on dispersion curves representing Lamb wave
modes was analyzed. The results obtained for heterogeneous concrete models were compared with
theoretical results for homogeneous concrete characterized by the averaged macroscopic material
parameters. The analysis indicated that not only do the averaged material parameters in�uence
the dispersion solution, but also the amount and size of aggregate particles. The study shows that
Lamb waves propagate with di � erent velocities in homogeneous and heterogeneous models and
the di � erence increases with aggregate ratio and particle size, which is a particularly important
observation for wave-based diagnostic methods devoted to concrete structures.

Keywords: concrete; mesostructure; Lamb wave; heterogeneity; Monte Carlo method; SHM

1. Introduction

Ultrasonic waves have been widely used in diagnostics of engineering structures. Signi�cant
scientists' interest has been focused on the nondestructive evaluation of concrete, which is one of the
most popular construction materials used in the world. Its widespread use entails the need for the
development of e� ective methods of damage detection in the early stage to prevent the development
of signi�cant defects, which would jeopardize the integrity and safety of the entire structure.

So far, a number of various approaches devoted to solving di � erent problems have been proposed.
Ultrasonic waves are most commonly used for crack detection [ 1–7], monitoring the hardening
process [8–11], as well as for the quality assessment of the adhesive connection between concrete cover
and reinforcement [ 12–16]. The method of scanning the surface opening cracks in reinforced concrete
structures using transient elastic waves was developed by Liu et al. [ 1]. The e� ect of the depth of
surface-breaking cracks in concrete plates on Lamb wave propagation was described by Yang et al. [2].
The in�uence of the width of partially closed surface-breaking cracks in concrete structures, the incident
angle of waves with cracks, and the distance from the cracks on travel time and wave amplitude have
been investigated by Pahlavan et al. [3]. Ultrasonic shear-wave tomography was used by Choi et al. [ 4]
to identify horizontal cracks or delamination in concrete pavements, columns, and bridges. Surface
wave propagation was used by Ham et al. [ 5] to assess the volume content of relatively small distributed
defects and to characterize the microcrack networks in concrete. A combination of Rayleigh and
longitudinal waves was employed by Aggelis and Shiotani [ 6] to evaluate the parameters of surface
opening cracks in concrete before impregnation by the epoxy material, as well as to determine the �nal
repair e� ectiveness. Quiviger et al. [7] conducted a simulation study of the in�uence of the depth and
morphology of cracks in concrete on ultrasound di � usion.
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Wave propagation was also e� ectively employed to monitor the concrete hardening process.
The speed of propagation of ultrasound in various concrete samples varying in time of aging was
investigated by del Rio et al. [ 8]. Piezoelectric transducers embedded in concrete structures were
used by Dumoulin et al. [ 9] to monitor the setting and hardening phases of the early-age concrete.
The hardening process of ultra-high-performance concrete was monitored by Lee et al. [ 10] using the
characteristics of individual Lamb wave modes. The correlation between the shear wave velocity and
penetration resistance for mortar mixtures was presented by Liu et al. [ 11].

Several scienti�c papers were devoted to guided waves for the detection of debonding occurring
between concrete and internal or external reinforcement [ 12–15]. Monitoring of the interfacial
debonding of a concrete-�lled pultrusion-GFRP tubular column based on stress wave propagation was
conducted by Yang et al. [12]. The wavelet packet-based energy index was proposed by Jiang et al. [13] to
detect debonding between a steel beam and a carbon �ber-reinforced polymer plate. The time-reversal
method was applied by Zhao et al. [ 14] to detect and localize the debonding along the steel–concrete
interface. Giri et al. [ 15] employed the partial least-squares regression technique for detecting gaps in
the steel–concrete composite specimens.

The above brief review of the literature indicates the multiplicity of investigation strands concerning
wave-based concrete diagnostics carried out in the last decades. However, in the majority of reported
cases, regardless of the considered problem, the diagnostic process requires some reference data
collected for an intact structure, which would be compared to the data obtained for the damaged
specimen. Due to obvious reasons, it is not always possible to make the baseline measurement
for a pristine structure, and thus, the development of reference-free diagnostic procedures is of
particular importance. The main idea of the recently developed reference-free methods is based on
the comparison of the experimental measurement with the theoretical predictions [ 16]. The greater
the di � erence between experimental and theoretical results, the greater the state of deterioration is
expected. However, the discrepancies between experimental measurements and theoretical predictions
were caused not only by the damage occurrence but also the simpli�cation of the theoretical model
of wave propagation in the concrete structure. The theoretical models were usually developed for
homogeneous, isotropic materials characterized by the averaged macroscopic parameters, while the
concrete is a multi-phase, strongly heterogeneous material. The complex mesostructure of the concrete
led to inaccuracies in the wave propagation model. The theoretical predictions di � ered slightly from
the actual results registered for experimental specimens, which, in consequence, led to inaccuracies in
damage size assessment.

Although the papers published by Xu et al. [ 17], Abo-Quadis [ 18], and Ramaniraka et al. [19]
deal with the impact of the concrete mesostructure on waves characteristics, the problem of wave
propagation in heterogeneous materials is still not considered in detail, yet. The existence of aggregates
varying in size, shape, and material parameters, and pores and cracks may lead to additional disturbing
phenomena like scattering, di � ractions, and wave attenuation a� ecting wave amplitude or propagation
velocity, which were commonly used as indicative parameters in the above-mentioned studies.
The wave propagation phenomenon may signi�cantly di � er for two di � erent concrete specimens
despite their identical macroscopic material parameters. Thus, the comprehensive analysis of wave
propagation in concrete specimens taking into consideration their complex mesostructure is crucial for
the further development of wave-based concrete diagnostic methods.

The main contribution of the paper is the analysis of the aggregate size and content on Lamb
wave propagation. The algorithm of the generation of heterogeneous concrete models was developed
and described step by step. Several numerical plate models di� ering in parameters of the internal
mesostructure were developed using the Monte Carlo method. The averaged macroscopic parameters
determined theoretically were compared to material parameters determined based on the shape
of reconstructed dispersion curves for antisymmetric Lamb modes. The results obtained show
that the concrete mesostructure has a signi�cant in�uence on the wave propagation phenomenon.
The wave velocity determined for the homogeneous concrete model di � ered from the velocity in
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the heterogeneous concrete model, even if the averaged material parameters were the same, and
according to the theoretical wave propagation model, di � erences in velocities should not be observed.
The di� culties in exact wave velocity determination must be taken into account, especially if the
developed diagnostic procedure involves monitoring of wave propagation velocity.

2. Theoretical Background

2.1. Theory of Lamb Waves

The existence of Lamb waves was described by Horace Lamb in 1917 [20]. Lamb waves are guided
between two parallel free surfaces and can thus be sustained in thin plates. Due to the dispersive
nature of Lamb waves, their velocity and number of wave modes depend on excitation frequency.
In general, two di � erent mode families can be distinguished: Symmetric and antisymmetric wave
modes. When the wave motion is associated with symmetrical displacement and stresses with respect
to the middle plane, the symmetric wave mode propagates (Figure 1a). Antisymmetric displacements
and stresses are associated with antisymmetric modes propagation (Figure 1b). The relationship
between wavenumber and frequency for symmetric modes and antisymmetric modes can be obtained
by solving the following dispersion equations, respectively:

tan(qd)
tan(pd)

= �
4k2pq

(k2 � q2)2
(1)

tan(qd)
tan(pd)

= �

�
k2 � q2

� 2

4k2pq
(2)

where k is the wavenumber, d is specimen thickness, andp and q depend on angular frequency ! :
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Figure 1. Lamb wave modes: (a) Symmetric mode; (b) antisymmetric mode.

The velocities of shear and longitudinal waves in an in�nite medium denoted as cT and cL can be
calculated based on known material parameters of the medium:

cL =

s
� + 2�

�
(5)

cT =
r

�

�
(6)
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where � and � are Lame's constants. The group velocity is the derivative of angular frequency over
the wavenumber:

cg =
d!
dk

(7)

For the given angular frequency, there is an in�nite number of possible solutions that ful�ll
Equations (1) and (2). The wavenumber k can be real, imaginary, or complex; however, if the plate is
considered unloaded, it is su � cient to consider real values only. The number of possible solutions also
increases with frequency range. For higher frequencies, the number of possible wave modes increases.

2.2. Two-Dimensional Fourier Transform

The shape of dispersion curves can be determined by solving the dispersion equations, but also by
processing the signals captured at the investigated structure. It is possible to measure the amplitudes of
individual Lamb wave modes by using a 2-dimensional fast Fourier transform (2D-FFT) technique [ 21].
In this approach, the time-domain propagation signals recorded at the series of equally spaced positions
along the propagation path are transformed and the data from the time–space plane are converted into
the frequency–wavenumber plane according to the following expression:

Y(k, ! ) =

+ 1Z

�1

+ 1Z

�1

u(x, t)e� i(kx+ ! t)dxdt (8)

where u(x,t) denotes the displacement of the surface.

3. Concrete Model Generation

3.1. Concrete Mesostructure

Concrete is a multi-phase, strongly heterogeneous material and its mesostructure presents strong
randomness characteristics. It consists of aggregates varying in diameter and shape, mortar mix,
interface transition zones (ITZs) located between mortar and aggregates, cracks, and pores. All concrete
components are randomly distributed within its volume. The major part of the concrete mixture
is aggregate particles. They can be divided into two groups by size: Fine ( � 4.75 mm) and coarse
aggregate (>4.75 mm). The content of coarse aggregate in the concrete volume is usually equal to
40–50% and, thus, it largely determines the parameters of the concrete mixture, as well as its cost.
The particle shape depends on the aggregate type. However, after other researchers [17,19,22] and for
the sake of simplicity, in a later part of the paper, we assume that they are spherical.

The next component distinguished at the mesoscopic level is ITZs, which are the regions of the
cement �lm covering the aggregate particles. As the �rst micro-cracks are induced at the interface,
the ITZs are considered as the weak link in the concrete. Their negligible in�uence on guided wave
propagation velocity was presented by Xu et al. [ 17] and, therefore, their existence is omitted in
further investigations.

In this study, we consider a two-phase concrete model comprising mortar matrix and aggregate
particles. In the following sections, the process of model generation is described step by step.
The mesostructure of the concrete is generated using the Monte Carlo method, which allows for
generation of random numbers with a speci�c distribution. The particles' diameters are chosen based
on the a priori known grading curve, and particles' coordinates are generated by taking into account
the certain restrictions related to the model dimensions.

3.2. Aggregate Particles Size

This section discussed the developed algorithm of diameter generation of the particles (Figure 2).
The particle size distribution in concrete is expressed in terms of cumulative percentage passing
through a series of sieves with openings with di � erent sizes. The contribution of particle size fractions
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is usually presented in the form of a grading curve. The most popular and commonly used grading
curve, which lies within the limiting grading curves proposed by design recommendations [ 23], is the
empirical curve proposed by Fuller [ 22,24]. Fuller's curve provides optimum density and strength of
the concrete and is described by the following formula:

P(d) =
 

d
dmax

! n

�100% (9)

where P(d) is the cumulative percentage passing through the sieve with diameter opening d, dmax is
the maximum particle size, and n is the exponential factor with a typical value of 0.4–0.7. The weight
percentage of the individual grading segment can be calculated as

P[ds, ds+ 1] = P(ds) � P(ds+ 1) (10)
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Figure 2. Generation of the aggregate particles.
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The aggregate volume fraction in the concrete mixture is

va =
ma

� aV
(11)

where ma is the mass of aggregate particles,� a is aggregate material density, and V is the volume of
the concrete specimen. The volume of the particles in the grading segment Va[ds, ds+ 1] can then be
calculated as

Va[ds, ds+ 1] =
P(ds) � P(ds+ 1)

P(dmax) � P(dmin )
�va�V (12)

To generate the particle belonging to the grading segment with randomly chosen diameter, one
can use the formula:

dp = � (ds+ 1 � ds) + ds (13)

where � is a uniformly distributed random number in the interval (0,1). The number of particles
generated in this way must ensure that the di � erence between the sum of their volumes and the volume
Va[ds, ds+ 1] is smaller than the volume of the smallest particle vs. belonging to the considered segment:

Va[ds, ds+ 1] �
nX

i

V i
p > Vs (14)

Based on the described relationships, the algorithm of diameter generation of the particles
was performed.

3.3. Particle Placement

Next, the generated particles must be placed into the concrete volume. As mentioned,
they are randomly distributed; however, their placement must satisfy some primary conditions.
First, all particles must be located within the concrete volume, and secondly, none of them can overlap
with each other. Moreover, the placement process should include that the distance si,j between the
centers of adjacent particles must be greater than the sum of their radii because of the mortar �lm
covering the aggregates (Figure 3):

si, j �
di + dj

2
+ 
 i, j (15)

��

��

�‹

�8�Ô�>�@�æ� á � @�æ�>�5�?

��� > � � � @�¦

� � � ���

�� ��������

��������

�P�D�[ �P�L�Q �P�L�Q ������ ��������

�P�D�[ �P�L�Q �P�L�Q ������ ��������

�‹

 
Figure 3. Particle placement in concrete specimen.

In this study, the thickness of mortar �lm is equal to 5% of the sum of the diameters of adjacent
particles [24]:


 i, j = 0.05�
�
di + dj

�
(16)

Additionally, the distance between the particle and the specimen boundary must be at least
equal to:


 i = 0.05�di (17)
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The above conditions imply that the coordinates of the mass center of the particle with diameter d
located within the volume of the concrete plate with thickness h and length l must be generated in the
following way:

xi = � (xmax � xmin ) + xmin = � ( l � 1.1di ) + 0.55di (18)

yi = � (ymax � ymin ) + ymin = � (h � 1.1di ) + 0.55di (19)

where � is the uniformly distributed random number in the interval (0,1).
The algorithm of the particle placement can be summarized in three steps:

� Step I: For the particle with diameter di , generate the coordinates of its mass center.
It is recommended to begin from the largest particles, which signi�cantly facilities the
placement process.

� Step II: Check if the particle covered with the mortar �lm does not overlap with any other
previously generated particle. If it does, generate new coordinates and check again. If particles do
not overlap, generate the coordinates for the next particle.

� Step III: Repeat Steps I and II for all particles.

3.4. Description of Numerical Models

3.4.1. Model Geometry and Material Parameters

The plate model developed in the Abaqus /Explicit environment has the dimensions 50 mm
� 500 mm (Figure 4). The adopted material parameters of the mortar matrix and aggregate are
summarized in Table 1 [17,25]. The calculations were performed for nine models varying in aggregate
ratio and aggregate particle size (Table 2). The grading curves for particular models are presented in
Figure 5. In all cases, the exponential factorn was equal to 0.5. Particles smaller than 4 mm in diameter
were not introduced in any model, to avoid the problems with mesh generation.

��

��

��

��

 

Figure 4. Geometry of numerical models.

Table 1. Material parameters of matric mortar and aggregate particles.

Material Parameter Mortar Matrix Aggregate Particles

Elastic modulus (GPa) 26 60
Poisson's ratio (-) 0.2 0.22
Density (kg /m3) 2100 2700

The models were developed with the use of four-node plane strain elements with reduced
integration (CPE4R). To ensure that the measured signals are dominantly in�uenced by the concrete
mesostructure, a layer of four-node in�nite plane strain elements (CINPE4) with a thickness of 50 mm
was additionally introduced. The layer of in�nite elements allows us to avoid the registering of
re�ection from the edge of the plate. Moreover, they allow the size of the investigated structure to be
reduced. The dimensions of the �nite elements were 1 mm � 1 mm and the length of the integration
step was to Dt = 10� 8 s. The dimensions of the in�nite elements were 1 mm � 50 mm. To visualize the
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di � erences in aggregate particle concentration, the geometries of three exemplary models are presented
in Figure 6. Additionally, Figure 7 shows histograms of the special distribution of the generated
particles for three di � erent aggregate ratios. It can be seen that the distribution is more or less uniform,
which con�rms the random generation of particle placement.

Table 2. Parameters of numerical models.

Model Aggregate Ratio Aggregate Particle Size (mm)

A1 20%
A2 30% 4–12
A3 40%
B1 20%
B2 30% 6–14
B3 40%
C1 20%
C2 30% 8–16
C3 40%

��

 

�� �º

Figure 5. Fuller's curves for concrete models considered in the study.

��

�� �º

 

Figure 6. Geometry of numerical models varying in aggregate ratio: ( a) Model A1, ( b) model A2, and
(c) model A3.
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��

 

Figure 7. Histograms of the special distribution of the generated particles for model ( a) A1, (b) A2, and
(c) A3.

3.4.2. Excitation Function

The excitation function was in the form of a windowed tone burst, which is commonly used in
Lamb wave-based inspections [26]. The tone burst is a modulated sine or cosine function by the Hann
or Gaussian window. The modulation allows the dispersion e � ect to be reduced and provides the
mode purity [ 26]. In this study, the �ve-cycle sine function with carrier frequencies of 25, 50, 100,
and 150 kHz modulated by the Hann window was used. In the numerical model, the excitation was
applied as a concentrated time-dependent force. As, in the actual cases, the actuators and sensors are
usually attached at the surface of the plate, the excitation was applied perpendicularly to the plate
surface. The signals were registered at the series of positions spaced 1 mm apart along the propagation
path with a length of 49.5 cm.

4. Results

4.1. Visualization of Lamb Wave Propagation

Visualization of the propagating wave in the form of magnitudes of displacements at selected
time instants is presented in Figure 8. For comparison, the �gure also contains the results for a
homogeneous plate characterized by mortar parameters (aggregate ratio 0%). It can be seen that in
the case of the homogeneous plate, the displacements of outer surfaces are the same and the map is
symmetrical with respect to the middle plane, which clearly indicates the existence of an antisymmetric
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mode. The presence of an even smaller number of aggregate particles signi�cantly a � ects the observed
wave motion and mode purity. The displacements of the outer surfaces in model A1 are not the
same. Moreover, the symmetry of the displacement map is not sustained (Figure 8b). The symmetry
disruption becomes more visible in the model with a higher aggregate ratio (Figure 8c). In the case
of heterogeneous models, the propagating wave re�ects from the particles characterized by di � erent
material parameters than the mortar matrix. Part of the re�ected wave energy propagates back along
the plate model. Note that, in the case of the homogeneous model after 0.22 ms, wave motion is
not observed at the initial part of the model, while in heterogeneous models, low-amplitude wave
motion resulting from wave interactions with particles is observed in the entire plate volume. It is
noteworthy that additional wave phenomena like di � ractions and re�ections resulting in additional
peaks registered in signals may lead to signi�cant di � culties in interpretation of the results.

��

 

�º

Figure 8. Visualization of wave propagation in ( a) homogeneous concrete plate, (b) heterogeneous
model A1, and (c) heterogeneous concrete model C3.

The aggregate ratio also a� ected the dissipated energy. The wave amplitude is clearly higher
for the model made of pure mortar. The displacements caused by wave motion becomes lower for
increasing aggregate ratio.

4.2. Dispersion Curves

Figures 9 and 10 present the 2-D view of the wavenumber–frequency information, which was
obtained by carrying out the 2D-FFT (see Equation (8)) of the time series registered for four di � erent
excitation frequencies in equally spaced points on the plate surface. The �nal map presents the
dispersion curves representing antisymmetric Lamb wave modes described by Equation (2). Based on
the 2D-FFT results, the shape of the curve for the �rst antisymmetric mode was reconstructed.
For comparison, the wavenumber–frequency information obtained for the homogeneous concrete
model is presented in Figure 9, while Figure 10contains the results for nine heterogeneous models.

As we can see, the aggregate ratio clearly in�uences the visibility of the particular dispersion curves.
In the case of the homogeneous material, the curves can be unambiguously distinguished. The presence
of aggregate particles and aggregate-wave interactions a� ecting the signals' characteristics resulted
in deterioration of the quality of the maps. The map with the worst quality was obtained for model
C3 characterized by the highest aggregate ratio and the largest particles (see Table2). Heterogeneity
hinders the reconstruction of dispersion curves based on wavenumber–frequency information.
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Figure 9. Wavenumber–frequency representation for homogeneous concrete model.
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Figure 10. Wavenumber–frequency maps determined for numerical models of heterogeneous concrete
plates: (a) group A; ( b) group B and (c) group C.
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4.3. Determining the Elastic Modulus of Concrete Plates

To compare the numerical results with theoretical predictions, the elastic modulus was estimated
in two ways. First, the shape of dispersion curves was reconstructed based on numerical results.
Secondly, it was calculated based on known proportions between aggregate particles and mortar matrix.

The elastic modulus identi�cation procedure was developed in a MATLAB environment
using function fminsearch. The procedure of curve shape reconstruction can be summarized in
four steps. In the �rst step, the data obtained from the FEM analysis were transformed in the
wavenumber–frequency domain using a 2D-FFT-based algorithm. Further considerations were
conducted for the limited representative area of data (Figure 10a). In our case, due to the use of
excitation in the form of wave packets with central frequencies of 25, 50, 100, and 150 kHz, the frequency
range, which was taken into account, was 0–250 kHz and the corresponding wavenumber range was
0–1000 m� 1. To optimize the calculation process, the 2D-FFT results were normalized with respect to
the maximum amplitude value for each frequency:

Ŷ(ki , ! i ) =
Y(ki , ! i )

max
�
Y(! i )

	 (20)

The normalization process excluded the unequal in�uence of the individual frequencies. Moreover,
there was no need to use weight functions. Examples of normalized data are shown in Figure 11b.
Normalization was the last stage of data preparation. In the next step, the procedure for determining
the elastic modulus was initiated. In the �rst step, the dependence for the �rst antisymmetric Lamb
mode was calculated for the pre-established Young modulus. The determined values creating a
dispersion curve were considered as the sets ofn pairs of numbers:

K =
�
(D! , k(D! )) , (2D! , k(2D! )) , : : :, (nD! , k(nD! ))

	
=

�
(D! , k1), (2D! , k2), : : :, (nD! , kn)

	
(21)
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Figure 11. The Young modulus determining algorithm: ( a) The 2D-FFT map and the data area selected
for further analysis; ( b) results of the normalization; ( c) visualization of 2D-FFT interpolation along
the dispersion curve; (d) comparison of interpolation results for a pre-selected and �nally appointed
Young modulus values.

100



Materials2020, 13, 2570

Next, the standardized 2D-FFT values for particular angular frequencies were interpolated,
forming a second set of data (Figure 10c,d):

Ŷint = fŶ(D! , k1), Ŷ(2D! , k2), : : :, Ŷ(nD! , kn)g= fŶ1, Ŷ2, : : :, Ŷn,g (22)

Finally, the value of the following function was calculated:

F̂ =
1

n
nP

i
Ŷ2

i

(23)

The procedure was repeated for di � erent values of elastic moduli until the function F̂ reaches
a minimum value. The minimum value of the function F̂ indicated that the dispersion curve that
analytically determined the best coincides with the dispersion curve visible in the map. This procedure
was tested �rst for the homogeneous material with parameters E = 26 GPa,v = 0.2, and� = 2100 kg/m3.
The elastic modulus determined based on numerical results was 25.92 GPa and the percentage error
was 0.309%, which is a satisfactory consistency of results. The analytical dispersion curves for the �nally
determined Young modulus were imposed on the numerical maps by red dashed lines (Figure 10),
while the corresponding values of Young's modulus denoted as EDC

c are summarized in Table 3.

Table 3. Parameters of numerical models.

Model
Aggregate Volume

Fraction (-)
Density
(kg/m3)

EV
c acc. Voigt

Model (GPa)
ER

c acc. Reuss
Model (GPa)

EDC
c Based on Dispersion

Curves (GPa)

homogeneous
concrete model

0 2100 26 26 25.92

A1 0.163 2197.8 31.542 28.650 30.310
A2 0.250 2250.0 34.500 30.290 29.459
A3 0.342 2305.2 37.628 32.250 35.290
B1 0.163 2197.8 31.542 28.650 28.734
B2 0.250 2250.0 34.500 30.290 29.119
B3 0.342 2305.2 37.628 32.250 35.689
C1 0.163 2197.9 31.542 28.650 29.400
C2 0.250 2250.0 34.500 30.290 29.104
C3 0.342 2305.2 37.628 32.250 37.475

The second stage of the analysis involved the theoretical calculation of Young's modulus. There are
several theoretical models, which allow the elastic modulus of two-phase heterogeneous materials to
be estimated. Two most common approaches were proposed by Voigt and Reuss. The use of either
of these two models requires knowledge of the modulus of elasticity of mortar and aggregate and
the volume of aggregates. According to the Reuss model, the elastic modulus is calculated in the
following way:

ER
C =

Em

1 +
�

Em
Ea

� 1
�
Va

(24)

The overall elastic modulus of concrete by Voigt is:

EV
C = Em

�
1 +

� Ea

Em
� 1

�
Va

�
(25)

where Em and Ea are elastic moduli of mortar and aggregate, respectively, and Va is the volume fraction
of aggregate. The elastic modulus calculated for all nine models is summarized in Table 3. Additionally,
the result for the homogeneous concrete model was added for comparison. It can be seen that if
Ea > Em, the Voigt model always predicts higher values of the elastic modulus than the Reuss model.
The experimental study presented in previously published papers showed that these two models
usually de�ne the upper and lower bound of the concrete elastic modulus and the exact value usually
lies between their predictions [ 27]. Indeed, the modulus value predicted on the basis of dispersion
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curves EDC
c lies between theoretically determined boundary values. The di � erences between particular

results, as well as the percentage errors, are reported in Table4.

Table 4. Di � erences between theoretical and numerical results.

Model
The Di � erence
|EV

c � EDC
c | (GPa)

Percentage Error
|EV

c � EDC
c |�100%
EDC

c
(%)

The Di � erence
|ER

c � EDC
c | (GPa)

Percentage Error
|ER

c � EDC
c |�100%
EDC

c
(%)

homogeneous
concrete model

0.08 0.309 0.08 0.309

A1 1.232 4.065 1.66 5.477
A2 5.041 17.111 0.831 2.820
A3 2.338 6.625 3.040 8.614
B1 2.808 9.772 0.084 0.292
B2 5.381 18.479 1.171 4.021
B3 1.939 5.433 3.439 9.636
C1 1.842 6.265 0.750 2.551
C2 5.396 18.540 1.186 4.075
C3 0.153 0.408 5.225 13.943

It can be seen that Young's modulus calculated according to both theoretical models clearly
increased with the volume fraction of aggregate particles. The results obtained using the dispersion
curves do not show the same increasing tendency. As expected, the elastic modulus was found to be the
highest for models A3, B3, and C3, but the value of EDC

c was higher for model A1 than for A2, and that
for model C1 was higher than that for C2. This means that the aggregate presence a� ected wave
propagation velocity. Moreover, the wave-aggregate interactions could a � ect the signal characteristics,
which, in turn, resulted in a change in the shape of the dispersion curves.

Comparing the values of percentage errors reported in Table 4, it is clearly visible that the theoretical
Reuss models are better suited to numerical results obtained by dispersion curves' reconstruction.
The average percentage error for the Reuss model is 5.714%, while for the Voigt model, it is 9.633%.
The greatest di� erences were reported for models with an aggregate ratio of 40%: 8.614% for A3,
9.636% for B3, and 13.943% for C3. One can conclude that the discrepancy between theoretical and
experimental results clearly increases with the number of scatterers, but also with their size.

The presented results indicate that the heterogeneity of concrete in�uences wave propagation
characteristics. The elastic modulus estimated using most common theoretical models di � er from
the modulus estimated based on dispersion curves. Meanwhile, the di � erence in modulus values
leads to discrepancies in wave velocity estimation, which is particularly important if the wave velocity
is used as an indicative parameter in the diagnostic process. To illustrate the di � erences in wave
velocity, the Lamb dispersion equations were solved for model C3, for which the highest error was
noted. Figure 12contains a comparison of the �rst symmetric and antisymmetric modes. Disregarding
the impact of the concrete mesostructure may lead to incorrect velocity determination—for some
frequencies, the discrepancy may reach over 400 m/s.
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Figure 12. Comparison of (a) antisymmetric and ( b) symmetric modes traced for various values of
Young's modulus.
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5. Conclusions

The paper presents the results of the investigation of the in�uence of a concrete mesostructure on
Lamb wave propagation. The numerical calculations of guided wave propagation were performed for
two-phase concrete plate models varying in aggregate ratio and particle diameter size. The random
distribution of aggregate particles was generated using the Monte Carlo method. The diameter size
was generated according to Fuller's grading curve.

The numerical visualization showed that the heterogeneous mesostructure of the concrete plate
a� ected the displacements associated with wave motion. The displacement maps were symmetric
with respect to the middle plane only for a homogeneous concrete plate. The presence of even a small
number of particles disrupted the displacement symmetry, as well as the wave amplitude.

The study also involved the comparison of Young's modulus determined in two di � erent ways:
Theoretically based on two models commonly used for two-phase heterogeneous materials (Reuss
and Voigt model) and numerically by reconstructing the dispersion curves calculated with the use
of time-domain signals registered at the plate surface after wave excitation. The values of elastic
modulus obtained theoretically and numerically di � er, and the discrepancy increased with aggregate
ratio and the size of aggregate particles. The results obtained clearly indicate that a Lamb wave
propagating in an isotropic, homogeneous material characterized by the averaged macroscopic
parameters is characterized by di� erent velocities than the wave propagating in a heterogeneous
material. The discrepancy increased with an increasing number of scatterers associated with more often
wave-aggregate interactions, a� ecting wave propagation. The in�uence of wave-aggregate interactions
also increased with particle size as the diameter approached the wavelength. These observations are
particularly important for diagnostic procedures, which use wave propagation velocity as an indicative
parameter for structural state assessment.
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Abstract: Characterizing early-age properties is very important for the quality control and durability

of cementitious materials. In this paper, an approach using embedded guided waves was adopted

to monitor the changes in the mechanical proprieties of mortar and concrete during setting, and

embedded thin rods with low-cost piezoelectric sensors mounted on top were used for guide wave

monitoring. Through continuous attenuation monitoring of the guided waves, the evolution of

mortar and concrete properties was characterized. Four different kinds of metallic rods were tested

at the same time to �nd out the optimal setup. Meanwhile, shear wave velocities of the mortar and

concrete samples were monitored and correlated to the attenuation, and setting time tests were also

performed on these samples. Experimental results demonstrate that the proposed approach could

monitor the evolution of the setting of cementitious materials quantitatively, and time of the initial

setting could be determined by this technique as well. In addition, it is found that the attenuations of

fundamental longitudinal guided wave mode are almost the same in concrete samples and mortar

samples sieved from concrete, indicating that this technique is able to eliminate the effects of coarse

aggregates, which makes it of great potential for in-situ monitoring of early age concrete.

Keywords: guided waves; setting time; mortar and concrete; early age

1. Introduction

In reinforced concrete structures, the workability and durability of concrete are critical
for the structures to meet desired structural performance [ 1–3]. Furthermore, the evaluation
of properties, such as the setting time of fresh concrete, is critical for assuring quality and
reducing construction time. Conventionally, the penetration test that measures the shear
resistance of the cementitious material was widely used to determine setting times [ 4]. In
addition, research also showed the possibility of using ultrasonic body waves (longitudinal
and shear waves) to characterize the early age properties of cementitious material [5–14].

Lots of research has been conducted to correlate the body wave velocities and material
properties. For instance, many efforts were made, aiming to �nd the relationship between
primary wave velocity and setting times [ 9,11,15–19]. Dumoulin et al. [ 19] used embedded
piezoelectric patches as smart aggregates, to monitor the primary wave velocity evolution
during the setting and hardening phases of concrete, and it was found that it was hard to
extract the primary wave velocity with a good accuracy at very early ages. Besides, water
in the cementitious materials leads to a high primary wave velocity at the early age, which
will shield the velocity originating from the solid portion of the material during setting [ 20].
Moreover, recent research showed that the primary wave velocity in cementitious material
is affected by the presence of air void [11,21]. Research by Zhu et al. showed that the
presence of air void has limited in�uence on the shear wave propagation, and the shear
wave velocities are almost consistent at the initial setting [ 5,21,22], and this consistency
was veri�ed on cement pastes and mortar samples. Liu et al. [ 5] used an embedded
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bender element to monitor the shear wave velocity change during the setting of mortar and
concrete samples, and a strong correlation between the shear wave velocity and penetration
resistance was found. Carette determined the setting time of mortars containing two types
of �y ashes based on the combined monitoring of P and shear waves, and it was found
that shear wave velocity and dynamic elastic properties are the most accurate indicators of
the setting process [23]. However, when it comes to the complexity of the implementation
of the measurement system, the techniques above seem not that attractive.

Ultrasonic guided waves are elastic waves propagating in a plate or rod. Due to its
long propagation range, the guided wave is frequently used in material characterization
and damage detection in plates and pipes [24–28]. For instance, Zima and Kedra [ 27]
carried out a series of numerical studies to �nd out the effect of a concrete mesostructure
on lamb wave propagation in concrete plates, and it was found that the displacements
associated with wave motion are affected by the mesostructure of the concrete plates.
Lee et al. [28] formed an embedded guided wave sensor system by placing two pairs of
collocated identical piezoelectric patches on a steel plate with uniform thickness. The
system was then used for the hardening process monitoring of the ultra-high performance
concrete. It was found that two features of the guided wave, namely the amplitude
attenuation and the time-of-�ight, are more suitable to monitor the behavior of the ultra-
high performance concrete. When a rod is embedded in another medium, part of the
guided wave energy will propagate through the interface, and leaky waves are excited in
the surrounding medium. The attenuation caused by the leakage depends on the properties
of the surrounding materials [ 29]. Thus, it is possible to evaluate the properties of the
surrounding materials by monitoring the attenuation change. The through-transmission
method was adopted by Sharma and Mukherjee [ 30,31] to measure guided waves in a rebar,
and the signal amplitude was used to correlate with P wave velocity and compressive
strength in concrete. Ervin et al. [ 32] used this method to monitor corrosion of rebar
embedded in mortar. However, this method is not applicable when only one side could
be accessed. Vogt et al. [29] investigated the scattering of ultrasonic guided waves at a
point where a free cylindrical waveguide enters an embedding material, and the lowest-
order longitudinal mode was recommended for embedded guided wave monitoring. As
an example, Vogt et al. [33] used a steel wire for guide wave propagation, in a re�ected
manner, to monitor the curing process of epoxy resins, and the re�ected guided wave
signals were analyzed using both the re�ection coef�cient and attenuation method. It
was found that both methods are sensitive to the shear properties at low frequencies.
Sun and Zhu [ 34] improved the dispersion calculation of the embedded rebar and used
the embedded rebar for guide wave propagation to monitor the early age properties of
cement and mortar samples, and in this study the guided wave was generated using an
electric coil and received by a commercial ultrasonic transducer. However, to the authors'
knowledge, only a steel rebar or wire with a �xed diameter was investigated in the studies
above; it would be interesting to make comparisons between rods of different materials
and diameters.

In this paper, a series of experimental tests on mortar and concrete samples with
various mix designs were performed. Four different kinds of metallic rod were tested
simultaneously to �nd out the optimal guided wave setup to monitor the setting process.
Meanwhile, shear wave velocities of the mortar and concrete were monitored, and the
time of setting was also measured from these samples. The relationship between these
measurements was also discussed.

2. Materials and Methods
2.1. Materials

Two types of samples, namely mortar and concrete samples, were mixed, and ordinary
Portland cement was used in both types of samples. The �ne aggregate used in the two
types of samples was river sand, and the relative density of this sand was 2.62. The coarse
aggregate used in concrete samples was a dolomitic limestone with a relative density of
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2.65. As shown in Table 1, the mortar samples were designed to span three water to cement
ratios (w/c = 0.4, 0.45 and 0.5), and the w/c of the concrete sample was �xed to 0.5 to �gure
out the in�uence of coarse aggregate on the guided wave technique.

Table 1. Mixture designs and setting times of mortar and concrete samples.

w/c Sample Type
Coarse Aggregate

Volume (%)
Fine Aggregate

Volume (%)
Initial Setting

Time (min)
Final Setting
Time (min)

0.40 mortar – 51.1 232 342
0.45 mortar – 51.1 264 371
0.50 mortar – 51.1 297 399
0.50 concrete 43.4 28.9 281 384

–not applicable.

2.2. Ultrasonic Test Setup

To �nd out the optimal material with appropriate mechanical properties and dimen-
sions, four different metallic rods (namely steel rods with a diameter of 3.17 mm and
6.35 mm, and aluminum rods with a diameter of 3.17 mm and 6.35 mm) were embedded
into the samples during the tests (see Figure 1a). The length of each rod was 304.8 mm, and
the embedded length was 152.4 mm. A Plexiglas plate with four holes was used to keep
the rods in place and to reduce the moisture evaporation as well. Low cost small piezo
discs (SMD07T02S412, manufactured by STEINER & MARTINS, Inc., Miami, FL. USA)
(see Figure1a,c) bonded on top of the rods were used to excite the rods in the axial direction
and to receive the re�ected signals. In order to get the signals from the four rods alternately,
an Agilent multiplexer 34970A with the plug-in 34903A card (Agilent, Santa Clara, CA,
USA) (see Figure1b) was used to connect these four piezo discs to a pulser-receiver (Olym-
pus 5077PR, Tokyo, Japan) and a digitizer (NI-PXI 5133, Austin, TX, USA). The 34903A card
is simply a set of 20 independent single-pole, double-throw reed relays, and each of the
20 relays could be independently controlled. In this study, only four relays were used and
closed alternately to get the signals from the four rods. In order to reduce the noise ratio,
a total of 200 signals obtained from each rod were averaged separately and then saved
each time.

Meanwhile, shear wave testing was carried out using two shear wave transducers
(Olympus V151, Olympus, Tokyo, Japan) in the same batch of samples independently.
The setup for shear wave testing was the same as the one used in the author's previous
work [ 5], as shown in Figure 1d, the mold was formed by two plastic plates on the sides
and a rubber container in between. A soft foam layer was installed between the internal
container and external plastic plate, aiming to reduce the direct transmitted ultrasonic
waves. Two shear wave transducers were put on each side of the mold. In this setup, the
sample thickness was about 27 mm, and the actual thicknesses will be tested after shear
wave testing. During the shear wave testing, one transducer served as an actuator, and
the other was used as a receiver. Both transducers were connected to an Olympus 5077PR
pulser-receiver (Olympus, Tokyo, Japan), with a gain of 40 dB. A 200 V square wave pulse
sent from the pulser-receiver was used to drive the actuating transducer. The receiving
signals were then sampled at a 10 MHz sampling rate by a NI-USB 5133 digitizer (National
Instruments, Austin, TX, USA), which was also used to transfer digitized signals to the
connected computer. Furthermore, 200 signals were �rst obtained and then averaged, as
used in the guided wave testing setup, to reduce the noise ratio. Both shear wave velocity
tests and guided wave tests were carried out with a 5 min interval until the �nal setting of
the samples.
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��

Figure 1. Ultrasonic Test setups: (a) guided wave testing; ( b) 34903A switching card; (c) 7 mm diameter piezo disc and ( d)
shear wave measurement.

2.3. Penetrometer Tests

In order to determine the initial and �nal setting of the samples, penetration resistance
tests were carried out on the same batch of mortar and concrete samples, according to
ASTM C403 [4]. For concrete samples, sieving is needed, and the sieved mortar was
obtained by wet-sieving the selected portion of concrete through a 4.75-mm sieve and
onto a non-absorptive surface. In the penetration resistance tests, mortar samples were
penetrated using standard needles, and the resistance value was obtained at regular time
intervals. Then a plot of penetration resistance versus time was used to determine the times
of initial and �nal setting. The initial and �nal times of setting correspond to penetration
resistance values of 3.5 MPa and 27.6 MPa, respectively. The setting times of all the mixtures
are also listed in Table 1.

3. Results and Discussions
3.1. Shear Wave Velocity Testing

It has been shown that the propagation of the shear wave is less affected by the
presence of air void in cementitious materials. Thus, only the shear wave velocity is
obtained and analyzed in this study. It was noticed that it is hard to pick the �rst arrival of
shear waves from a single piece of signal in the time domain. Thus, B scan images were
formed by a stack of signals in the time domain together and used to capture the shear
wave arrival. The shear wave arrival time was �rst obtained using a MATLAB (R2019b,
The MathWorks, Inc., Natick, MA, USA) input function to manually pick arrival points at
different ages along the arrival time trend. Then, the shear wave velocity was calculated by
dividing the thickness of the mortar sample, which was 27 mm in this study, over the travel
time of the wave through the sample. Note that a test system time of 4 � s was subtracted
to obtain the actual travel time.
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Figure 2 shows a B scan image of wave propagation evolvement during setting in a
mortar sample (w/c = 0.40), the x-axis and y-axis in the �gure representing the time of
signals and the age of mortar, respectively. It was noticed that at the �rst 2.5 h of setting,
direct transmission waves transmit along the rubber mold are stronger than the waves
propagating directly through the sample. However, by using B scan images, the �rst
arrivals at a very early age can still be obtained.
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Figure 2. B scan image formed from signals getting from a mortar sample (w/c = 0.40).

Shear wave velocities obtained from different w/c mortar samples are shown in
Figure 3, and the times of the initial setting are also marked on the corresponding curves.
It is clearly seen that as w/c increases, a much longer initial setting time is taken, and
it was also noticed that even though the w/c are different, the shear wave velocities are
very consistent (around 410 m/s) at initial setting times. This trend agrees very well with
previous research on cement paste [22].
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Figure 3. Shear wave velocities in different w/c mortar samples.

3.2. Guided Wave Testing

Many guided wave modes exist in a cylindrical rod, and each mode travels at a
different velocity. These wave modes are often categorized into three different types:
longitudinal (L), torsional (T) and �exural (F). Figure 4 shows the dispersion curves of the
phase velocity for the �rst few modes in the 6.35 mm aluminum rod. The fundamental L
(0, 1) mode was identi�ed as most suitable for this study for several reasons. First of all, at
the testing point (see Figure 4), there is mainly axial surface displacement and little radial
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displacement in the rod, which makes the attenuation very sensitive to the shear wave
velocity of the surrounding mortar or concrete. Furthermore, most importantly, the L (0, 1)
mode could be easily excited by the piezo discs adopted in this study and is non-dispersive
at low frequency. The attenuation caused by the surrounding mortar or concrete could be
calculated from:

� = �
1
D

ln f0(
Aemb

A0
) (1)

where D is the embedded depth, A 0 is the signal amplitude before the rod was embedded,
and A emb is the signal amplitude after the rod was embedded.
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Figure 4. Phase velocity dispersion curves for an aluminum rod of 6.35 mm diameter.

Figure 5 shows two sets of representative waveforms for a mortar sample with w/c of
0.40 using different rods, and only the �rst two re�ection echoes were shown. As shown
in Figure 5, amplitudes of the signals getting from the steel rod of 3.17 mm diameter
decrease very slowly in the �rst 4 h. In contrast, the amplitudes of the signals getting
from the aluminum rod of 3.17 mm diameter decrease much faster in the �rst 4 h. This is
probably due to the reason that acoustic impedance mismatch between early age mortar
and aluminum is much smaller than the mismatch between early age mortar and steel.
Thus, more energy is leaked to the surrounding mortar sample in the aluminum rod. This
also implies that the aluminum rod is probably more sensitive and suitable to monitor the
evolution of early age properties of cementitious samples.

The amplitude of the re�ected guided waves was then normalized to the amplitudes
of the waves obtained when the rods were not embedded. Figure 6a shows the normalized
peak amplitudes getting from four different rods as a function of mortar age. It was noticed
that during the �rst 3 h, the peak amplitudes of both the 6.35 and 3.17 mm steel rods
decrease very slowly. As a result, the guided wave attenuation in these two rods does not
increase signi�cantly in the �rst 3 h (see Figure 6b).
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Figure 5. Waveforms at 0.5, 2.0, 4.0, and 6.0 h for a mortar sample with w/c = 0.40 using: (a) a steel
rod of 3.17 mm diameter; (b) an aluminum rod of 3.17 mm diameter.
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Figure 6. Four different rods in mortar sample with w/c = 0.40. ( a) normalized wave amplitude and
(b) attenuation.

Another phenomenon noticed is that the attenuation trends in both steel rods are
almost the same, especially after 5 h of setting. The reason was further investigated, and
wavelet analysis was adopted to see the time-frequency domain difference between the
signals obtained from the 6.35 mm and 3.17 mm diameter steel rods, respectively. As seen in
Figure 7a, the central frequency of the re�ected echoes obtained from the 6.35 mm diameter
steel rod is 135 kHz, corresponding to a frequency-radius product of 428.63 kHz-mm. Sun [34]
has proposed an improved approach to calculate the group vel ocity dispersion curve of rebar
embedded into concrete, based on the PCDISP package [35]. By using Sun's approach, the
theoretical group velocity in steel rod with a frequency-ra dius product of 428.63 kHz-mm was
found to be 4989 m/s. While the group velocity calculated usi ng the experimental data in
this study was 2 � 304.8 mm/(0.2623–0.1403) ms = 4997 m/s, this agrees well with the
theoretical group velocity.
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Figure 7. The wavelet of signals obtained from mortar sample with w/c = 0.40 at the age of 0.5 h. ( a)
steel rod with a diameter of 6.35 mm and ( b) steel rod with a diameter of 3.17 mm.

In the re�ected echoes obtained from the 3.17 mm diameter steel rod, two dominant
central frequencies, 135 kHz and 270 kHz could be observed. Note that the frequency-
radius product of the 270 kHz signal is 428.63 kHz-mm in the 3.17 mm rod, and this product
is the same as the one obtained from the 6.35 mm rod. As the hardening process develops,
the 428.63 kHz-mm product will gradually become the dominant one in the 3.17 mm rod.
Thus, the attenuation trends in both the 6.35 mm and 3.17 mm diameter steel rods are
almost the same after 5 h of setting.

As seen in Figure 6, both the 6.35 mm and 3.17 mm aluminum rods show a rapid
decrease in peak amplitudes in the �rst 4 h. Note that from around four hours, the decrease
rate of the peak amplitude of the 6.35 mm aluminum rod becomes very slow. While the
decrease rate of the peak amplitude of the 3.17 mm aluminum rod remains pretty high, this
continuous rapid change makes the 3.17 mm aluminum rod the best choice within the four
rods for monitoring the setting of cementitious materials. For simplicity, only the results
obtained from the 3.17 mm aluminum rod will be shown in the following sections.

Since there is mainly axial surface displacement and little radial displacement un-
der the low- frequency L (0,1) mode [ 36], shear leakage will control the attenuation
caused by the embedded materials. Therefore, this mode is particularly sensitive to
the shear properties of the embedded materials. Note that the shear wave velocity was
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obtained during the test as well, it would be very interesting to correlate it with the guided
wave attenuation.

Figure 8 shows the correlation formed by shear wave velocity versus the guided wave
attenuation. As seen in the �gure, despite some variations in the very early age, shear wave
velocity still correlates strongly with the guided wave attenuation. Specially, after the very
early age, there is an approximately linear relationship between these two measurements.
Similar relationships, obtained by using steel rod for guide wave propagation, were also
found in the hardening process monitoring of epoxy resins [ 33] and cement pastes [34].

��

 

Figure 8. Correlation between shear wave velocity and attenuation.

To �nd out the in�uence of coarse aggregates on this technique, a w/c = 0.50 concrete
sample was tested in this study. The normalized amplitude and attenuation change during
hydration of a concrete sample, and the mortar sample sieved from concrete are shown
in Figure 9. As shown in the �gure, the developing trends in both materials are almost
identical. This is probably because the rod is very thin compared to the size of coarse
aggregates, and the rod is still mainly surrounded by mortar when embedded in the
concrete sample. This implies that this technique is able to eliminate the effects of coarse
aggregates, which makes it of great potential to be applied to the fresh concrete in the
�eld after a standard setup is established. Another thing that needs to be noted is that
an increasing practice in concrete engineering is the use of additives to reduce the water
dosage, and the rheological properties of concrete samples using additives may be quite
different. Thus, extensive attention should be paid when applying this approach to concrete
samples using additives.

In order to �nd out whether coarse aggregates affect the development and the evolu-
tion of shear waves in concrete, shear wave velocity change during the setting process is
also shown here (see Figure10). As seen in the �gure, the shear wave velocity in concrete
is around 860 m/s at the initial setting time, and it is about 450 m/s higher than the shear
wave velocity in mortar sieved from the same batch of concrete. This is understandable,
because when taking shear wave velocity measurement on concrete samples, the shear
wave has to propagate through the coarse aggregates, whose mechanical properties are
very different from the surrounding mortar. In other words, the effects of coarse aggregates
could not be ignored when taking shear wave velocity measurements.
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Figure 9. Guided waves in concrete and mortar sieved from concrete: ( a) normalized amplitude and
(b) attenuation.
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Figure 10. Shear wave velocities in concrete and mortar sieved from concrete.

4. Conclusions

In this study, an embedded guided wave technique has been adopted to monitor the
setting process of cementitious samples. Specially, four different kinds of rods have been
tested simultaneously to �nd out the optimal guided wave setup. Shear wave velocities
of the mortar and concrete have been monitored and the time of setting has also been
measured on these samples, and the relationship between these measurements has been
discussed. The following conclusions could be drawn from this study.

Within the four rods tested in this study, the aluminum rod with a diameter of 3.17
mm performs the best. It could be adopted to characterize the whole setting process of
cementitious samples with standard water to cement ratios.

By using an aluminum rod in the fundamental mode, a strong correlation between
the attenuation and the shear wave velocity has been shown in mortar samples. This trend
agrees well with the previous embedded guide wave monitoring studies, which used a
steel rod to guide wave propagation.

This technique worked equally well in concrete samples and mortar samples sieved
from the same batch of concrete. This implies that this technique is able to eliminate

114



Materials2021, 14, 566

the effects of coarse aggregates, and is of great potential for �eld setting monitoring of
cementitious materials with standard water to cement ratios.
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Abstract: This manuscript explores the disassembly potential of ultrasonically welded thermoplastic

composite joints for reuse or recycling through resistance heating via a nanocomposite �lm located at

the welded interface. Nanocomposite �lms containing multi-walled carbon nanotubes (MWCNTs)

were characterized for thermo-electrical behavior to assess self-heating. It was generally observed

that maximum temperature increased with MWCNT and �lm thickness. To demonstrate potential

for disassembly, glass �ber/polypropylene adherends were welded with nanocomposite �lms. Shear

stress during disassembly was measured for three initial adherend's surface temperatures. It was

found that the required tensile load decreased by over 90% at the highest temperatures, effectively

demonstrating the potential for disassembly via electrically conductive �lms. Fracture surfaces

suggested that disassembly was facilitated through a combination of nanocomposite and matrix

melting and weakened �ber–matrix interface. Limitations, such as slow heating rates and the loss

of contact at the interface, imply that the method could be more suited for recycling, instead of

repair and reuse, as the heat-affected zone extended through the adherends' thickness at the overlap

during heating.

Keywords: thermoplastic composites; ultrasonic joints; resistance heating

1. Introduction

Thermoplastic composites (TPCs) are used in several industries, such as automotive,
aerospace, and wind energy, because of their high speci�c modulus and strength, frac-
ture toughness, damage tolerance, and impact and corrosion resistance [1–4]. Common
thermoplastic matrices include polypropylene (PP), polyethylene (PE), and polycarbonate
(PC), used in a range of low-cost applications. High-performance thermoplastic matrices
encompass higher temperature polymers, such as polyamide 6 (PA6), polyetherimide
(PEI), polyphenylene sul�de (PPS), and polyether ether ketone (PEEK) [ 5]. In addition,
Arkema recently developed a liquid thermoplastic resin with similar mechanical proper-
ties to thermosetting resins, Elium ®, which enables the use of composite manufacturing
technologies traditionally used for thermosets [ 6]. As thermoplastics can be thermoformed
when heated up above certain temperatures, TPCs have the potential for recycling, reuse
and reshaping into new components, as well as joining through fusion bonding [ 7]. The
latter can eliminate the use of rivets, reducing weight, cost and stress concentration. It is
more time-ef�cient than thermoset adhesive bonding because it does not require surface
preparation. Fusion bonding is categorized into thermal, electromagnetic and friction
welding [ 3]. Ultrasonic welding (USW) is a technique that has gained momentum in the
past few years for TPCs, as it is fast, energy-ef�cient, and suitable for spot and continuous
joining con�gurations [ 8–11].

USW joins adherends by the application of high frequency, low amplitude vibrations
through a sonotrode (or horn) to generate heat via frictional and viscoelastic mecha-
nisms [12,13]. An “energy director” (ED) must usually be placed at the weld interface to
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concentrate heat generation. Triangular protrusions are typically employed in the plastics
industry, but for continuous �ber-reinforced thermoplastics, thin �lms are also suitable
and lead to high strength welds [ 14–18]. Many studies in the literature experimentally
investigated the effect of process parameters (amplitude, force and control mode) and ED
geometry on bond quality [ 10,14,15,19–26] and heat generation [18,27,28]. For instance, it
was reported that using the vertical displacement of the sonotrode could lead to consistent
weld quality using power and displacement curves from the welder. On the other hand,
energy director-less welding was found to be possible when controlling the process through
time. The prediction of temperature pro�les, consumed power, ED �ow, and bond strength
has shown reasonable accuracy through multi-physics modeling and arti�cial intelligence
methods [13,29–35].

While the USW process and bond strength have been extensively studied for a wide
range of TPCs, there is limited research on structural health monitoring and repair of joints.
Prior research has shown the potential for multifunctional, nanocomposite �lms as EDs
for USW [36,37]. Those �lms, rendered electrically conductive by the addition of multi-
walled carbon nanotubes (MWCNTs), enabled USW and structural health monitoring at
the welded interface through electrical resistance changes. Another function they could
ful�ll is localized resistance heating at the interface to facilitate disassembly and repair.

Nanocomposite-based heating elements were recently developed and successfully
used for the resistance welding of TPCs, notably by Brassard et al. [38,39]. MWCNT/PEI
nanocomposite �lms with weight fractions up to 15 wt.% led to an electrical conductivity
of 0.92 S/cm. With 10 wt.% MWCNT, the �lms reached the glass transition temperature
(>217 � C) at an applied voltage of 25 V, demonstrating their Joule heating behavior. How-
ever, infrared camera monitoring revealed non-uniform temperature distribution, likely
due to copper electrodes acting as heat sinks. In the literature, a wider range of studies on
nanocomposite �lms as susceptors for the induction welding of TPCs or induction heating
of adhesives have been carried out. Farahani et al. showed that silver nanoparticle-based
thermoplastic �lms are suitable as susceptors for induction welding, reaching melting
temperature in less than 50 s at 400 A [40,41]. However, the potential for disassembly and
the repair of fusion bonded TPC joints has not been investigated in the literature.

Although they have not been used to join TPCs, reversible adhesives were developed
to facilitate disassembly and the healing of thermoset composite adherends [ 42,43]. Those
adhesives are made of a thermoplastic matrix, containing ferromagnetic nanoparticles
to induce temperature increase through induction heating. Reversible joints provide
the bene�ts of both adhesive and mechanically fastened techniques, including ease of
disassembly. The method was demonstrated with acrylonitrile butadiene styrene (ABS)
and up to 20 wt.% ferromagnetic nanoparticles, but is so far limited to �ber-reinforced
epoxy composites. This means the adherends would not be signi�cantly affected during
the process. In the fusion bonding of TPCs, the disassembly procedure would be expected
to affect the adherends, as the bond line is made of the same thermoplastic as the adherends.
To the best of the authors' knowledge, disassembly studies on welded TPC joints have not
been reported in the literature. Therefore, the aim of this research work is to address this
gap by focusing on two particular topics: (1) assess ease of disassembly for ultrasonically
welded joints by investigating effect of resistance heating temperature; (2) understand
disassembly mechanisms and the extent to which adherends are affected during the process.

This study will demonstrate the potential for disassembly of ultrasonically welded
TPC joints via resistance heating. First, the thermo-electrical characterization of MWCNT-
based nanocomposite �lms containing different �ller weight fractions was investigated
to assess their use as heating elements. Second, ultrasonic welding was used to assemble
glass �ber/polypropylene adherends into a single lap joint con�guration. Disassembly
was carried out with a tensile testing apparatus under a range of applied voltages at the
interface, leading to different interface temperatures. Third, the behavior of the joints
during the disassembly procedure was analyzed through shear stress and temperature
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curves, fractography analysis and extent of heat-affected zone. Finally, the limitations of
this technique and proposed future research directions will be discussed.

2. Materials and Experimental Methods
2.1. Materials

Polypropylene (PP) masterbatches containing multi-walled carbon nanotubes (MWC-
NTs) were used for this study. MWCNT loading ratios equal to 15 wt.%, 20 wt.%, and
25 wt.% were purchased from Cheap Tubes Inc (Brattleboro, VT, USA). Those speci�c ratios
were selected based on preliminary Joule heating experiments, previous work demonstrat-
ing suitability for ultrasonic welding [ 36,37] and literature on high content CNT-based
polymer �lms for sensing, self-heating and resistance welding [ 38,39,44,45].

Glass �ber/polypropylene (GF/PP) adherends were used for ultrasonic welding
and disassembly testing. GF/PP IE 6030 unitape PolystrandTM prepregs with a �ber
volume fraction of 60%, an areal weight of 461 g/m 2 and a tape thickness of 0.33 mm were
purchased from Avient (formerly PolyOne, Englewood, CO, USA).

2.2. Nanocomposite Films and Thermoplastic Composites Fabrication

The nanocomposite �lms (MWCNT/PP) were manufactured with a heated
laboratory press (Dake, Grand Haven, MI, USA). During compression molding, PTFE
(polytetra�uoroethylene)-coated �berglass release �lms and steel shims were placed be-
tween the heated platens to produce a consistent surface �nish and to control the �lms' �nal
thickness. Based on previous work on the effect of ED thickness on USW of TPCs [10,16,46],
shims with thicknesses equal to 0.06 mm, 0.25 mm and 0.50 mm were selected. The molded
nanocomposite �lms were cut into rectangular specimens and stored in sealed bags. For
thermo-electrical characterization, the �lms dimensions were 50 mm � 15 mm, while they
were 30 mm � 25 mm for ultrasonic welding.

GF/PP substrates were manufactured by compression molding with a laboratory
press (Dake, Grand Haven, MI, USA). Eight unidirectional prepreg layers, measuring
254 mm � 254 mm, were stacked in a [0]8 sequence between steel plates, then placed
between the press' heated platens. The laminate was consolidated under 1 MPa at 180� C
for approximately 15 min. During compression molding, a thermocouple was placed at
one edge of the laminate to monitor the temperature between the plies. After demolding,
a laminate with a �nal thickness between 1.8 mm and 1.9 mm was obtained. Prior to
welding, the laminate was cut into rectangular specimens (101.6 mm � 25.4 mm) with a
water-cooled diamond saw (PICO 155 from Pace Technologies). The longer side was cut
along the direction of the glass �bers.

2.3. Thermo-Electrical Characterization

Electrical conductivity and the resistance heating measurement setup is illustrated
in Figure 1a. A voltage was applied through copper electrodes placed at both ends of the
�lms with a Keithley Sourcemeter 2604B (maximum voltage and current of 40 V and 1 A,
respectively), shown in Figure 1b,c. The DC voltages used to gather electrical and thermal
data were 1 V, 2 V, 4 V, 6 V, 8 V, and 10 V. All �lm thicknesses were tested (0.06 mm, 0.25 mm,
and 0.50 mm) to assess their effect on thermo-electrical behavior. The electrical conductivity
of the �lms ( s, in S/cm) was calculated using Equation (1), shown below, where RAvg is the
average resistance (in Ohms),L is the length of the �lm between electrodes (in cm), and A
is the cross-sectional area of the �lm (in cm 2):

s =
L

RAvgA
(1)
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Figure 1. (a) Overall setup used for electrical conductivity and Joule heating measurements. Inset
shows representative 2D temperature plot recorded with infrared camera at 10 V for a 0.50 mm-thick
20 wt.% MWCNT/PP �lm after approximately 1 min; ( b) copper electrodes and nanocomposite �lm
dimensions; (c) example of actual nanocomposite �lm and electrodes placement. Dimensions are not
to scale.

For resistance heating, each voltage was applied for three minutes with 30 s between
voltages, while the Keithley KickStart software (version 2.0, Beaverton, OR, USA) acquired
resistance, power and current data at a rate of 10 data points/second. Two-dimensional
temperature plots were acquired with a FLIR A325sc infrared camera (FLIR Systems,
Spicewood, TX, USA) placed above the �lm, at a rate of 15 Hz (example shown in Figure 1a
in inset). Temperature pro�les were extracted at the center of the �lm. For each applied
voltage, MWCNT weight fraction and �lm thickness, seven to ten samples were tested.

2.4. Ultrasonic Welding Procedure

GF/PP adherends were welded in a single lap con�guration with an overlap area of
25.4 mm � 12.7 mm. A Dynamic 3000 ultrasonic welder (Rinco Ultrasonics, Danbury, CT,
USA) with a maximum power of 3000 W and a constant operating frequency of 20 kHz
was used with a 40 mm diameter titanium sonotrode. The booster and sonotrode gains
were 1:1.5 and 1:3.85, respectively. Both adherends were clamped with aluminum bars
and M8 socket head screws on a baseplate, as shown in Figure2a,b. A nanocomposite
�lm was placed between the adherends to act as the energy director. Films containing
15 wt.%, 20 wt.%, and 25 wt.% MWCNT with a thickness of 0.50 mm were used. Even
though thermo-electrical characterization was performed on three different thicknesses, the
thickest �lms were selected for welding and disassembly because they led to the highest
bond line thickness, as will be discussed in Section 4.1.1.
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Figure 2. Schematic of ultrasonic welding �xture used in this study for GF/PP adherends and
MWCNT/PP energy director �lms: ( a) side view and ( b) top view. Dimensions are not to scale.

For all welds, during the vibration phase, a force of 1000 N and an amplitude of
38.1� m were applied. The duration of the vibration phase was controlled through the
vertical displacement of the sonotrode (also called “travel”) until it reached a value equal to
60% of the initial �lms' thickness. After reaching the prescribed travel value, a consolidation
force of 1000 N, for a duration of 4 s, was applied. Those welding parameters were chosen
based on previous research [36,37]. The power and travel curves with respect to welding
time were acquired for each weld.

2.5. Disassembly of Welded Joints

Following ultrasonic welding, excess polymer at the interface edges was removed
with a razor blade. Two 30 AWG copper wires were connected at the interface with silver
paint (SPI #05002-AB, electrical resistivity of 1.2 � 10� 4 Ohms�cm) to maximize electrical
contact. Painted wires and interface were dried overnight before disassembly experiments.

In order to quantify the shear stress required to disassemble the welded joints, the
samples were tested with a 50 kN tensile machine (TestResources 313, TestResources Inc.,
Shakopee, MN, USA), according to ASTM D1002. A schematic of the test setup is shown in
Figure 3. The specimens were clamped between hydraulic grips at a distance of 60 mm.
The position of both grips was adjusted so that the load direction was aligned with the
overlap direction. A voltage between 14 V and 20 V was applied while monitoring the
surface temperature of the GF/PP adherend with a FLIR A325sc infrared camera (FLIR
Systems, Spicewood, TX, USA). While an external monitoring method does not provide
the same accuracy as an embedded sensor at the interface, it was selected for two reasons:
(1) the ultrasonic welding process may affect the position and integrity of embedded
sensors at the interface due to ultrasonic vibrations (e.g., thermocouples or �ber optic
sensors); (2) temperature measurements might become inaccurate as failure initiation
and propagation occurs at the interface. Disassembly was initiated at a loading rate of
1.3 mm/min when the surface temperature reached either 110 � C, 130� C, or 150 � C at the
center point of the 25.4 mm � 12.7 mm overlap (delineated by a red, dashed rectangle in
Figure 3). Those three temperature values were selected based on simpli�ed 3D thermal
analyses, detailed in Section3 of this manuscript. After disassembly, the extent of the
heat-affected zone (HAZ) was quanti�ed using image analysis with the ImageJ software
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(National Institutes of Health, NIH, version 1.53e, Bethesda, MD, USA). The HAZ area was
measured and its % value was calculated with respect to the overlap area.

Figure 3. Disassembly setup with infrared camera and sourcemeter. The dashed rectangle indicates
the surface area that was monitored for temperature during the tests. Not to scale.

2.6. Scanning Electron Microscopy (SEM)

After disassembly, the microstructure of the fracture surfaces was observed through
SEM. Surfaces were coated with gold using a sputter coater (EMS550X, Electron Microscopy
Sciences, Hat�eld, PA, USA) under a vacuum of 10 � 1 mbar, at 25 mA for 2 min. A high-
performance JSM-6610LV SEM (JEOL Ltd., Tokyo, Japan) was employed to capture images,
at an acceleration voltage of 15 kV.

3. Prediction of Heat-Affected Zone for Disassembly Experiments

Despite the low thickness of the bond line ( � 0.50 mm) and adherends (<1.90 mm),
a lag was expected between the surface temperature and the actual temperature at the
welded interface. A simpli�ed 3D thermal analysis was carried out in the SolidWorks
Thermal Simulation module to predict the temperature at the surface of the adherend (as
shown in Figure 3) for various interface temperatures. The goal of these analyses was to
provide a range of surface temperatures that would guide the design of the disassembly
experiments, based on material properties from the suppliers and found in the literature.

Figure 4a shows the boundary conditions for the thermal �nite element analysis (FEA).
The thickness of the bond line was 0.1 mm (half-thickness of MWCNT/PP interface) and
the GF/PP adherend was 1.8 mm thick. A forced air convection coef�cient of 12 W/m 2�K
was selected for the room in which tests were to be carried out. It was applied to all
adherend surfaces in contact with air. The contact between ED and adherend was de�ned
as “Bonded”. The temperature at the interface was set at three values: 120 � C, 140� C or
160 � C, based on the melting temperature of GF/PP adherends and MWCNT/PP �lms,
between 140 � C and 150 � C [36]. Due to the orthotropic behavior of the adherends (UD
layup), two thermal conductivity values ( ky, kx = kz) were estimated using the rule of
mixture shown in Equation (2) and Equation (3):

ky = (1 � VGF)kPP + VGFkGF, (2)

1
kx,z

=
(1 � VGF)

kPP
+

VGF

kGF
(3)

where VGF is the glass �ber volume fraction, kPP is the thermal conductivity of polypropy-
lene (in W/m �K) and kGF is the thermal conductivity of glass �bers (in W/m �K). The
material properties for the GF/PP adherends are listed in Table 1. The heat capacity,Cp

(in J/kg �K), was calculated based on the rule of mixture, as described in Equation (2).
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The MWCNT/PP �lms were assumed to exhibit isotropic properties with random carbon
nanotubes orientation and distribution. The main thermal properties are listed in Table 1
with the corresponding references in the literature. The nanocomposite �lms' thermal con-
ductivity was estimated to range between 0.55 W/m �K and 0.65 W/m �K based on [47,48],
to account for MWCNT weight fraction and potential variations in dispersion.

Figure 4. (a) Boundary conditions for �nite element analysis used for prediction of temperature
pro�le through the thickness of GF/PP joint. Symmetry was assumed along the ZY plane; and
(b) Example of 3D thermal plot with location of plotted results at the mid-plane, along x-direction at
center of bond line.

Table 1. Main estimated GF/PP adherend and MWCNT/PP �lms thermal properties used in FEA.
Refer to Figure 4a for coordinate system.

GF/PP

VGF
(%)

kGF
(W/m �K)

kPP
(W/m �K)

ky
(W/m �K)

kx, kz
(W/m �K)

Cp
(J/kg �K)

60 a 1.05b 0.15a 0.69 0.31 1.22

MWCNT/PP

MWCNT wt
(%)

kCNT
(W/m �K)

kPP
(W/m �K)

kCNT/PP
(W/m �K)

Cp
(J/kg �K)

15/20/25 3000 c 0.15a 0.55 to 0.65c 1.50c

a: Suppliers' speci�cations sheet (PolyOne and Professional Plastics); b: [5]; c: [47,48].

Figure 5 shows the through-the-thickness temperature pro�les along line A at the
cross-section labeled in Figure4b. The results for 15 wt.% MWCNT/PP �lm at the bond
line are presented, but no signi�cant differences were found for the range of kCNT/PP values
in Table 1. The surface temperature at the center point of the overlap is 112.8 � C, 131.3� C
and 149.9� C for an interface temperature of 120 � C, 140� C and 160 � C, respectively. Given
a temperature gradient around 10 � C, as well as the assumptions and simpli�cations made
for thermal analysis, it was estimated that the disassembly experiments should be carried
out when the surface temperature of the GF/PP adherend reached 110 � C, 130 � C and
150 � C to adequately capture the behavior of the heated joint.
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Figure 5. Predicted through-the-thickness temperature pro�les along line A at the cross-section
labeled in Figure 4b when interface is set at a temperature of 120 � C, 140� C and 160 � C. The bond
line material was 15 wt.% MWCNT/PP.

4. Experimental Results and Discussion
4.1. Nanocomposite Films Characterization
4.1.1. Electrical Conductivity

Figure 6a shows results for electrical conductivity measurements of nanocomposite
PP �lms containing 15 wt.%, 20 wt.%, and 25 wt.% MWCNT, across all three thicknesses.
Overall, values are in the same order of magnitude as previously observed in the literature
for MWCNT/PP �lms [ 49–51], as well as for nanocomposite heating elements designed for
resistance welding with weight fractions above 10 wt.% MWCNT [ 39]. Two general trends
are observed. First, for the same applied voltage, average conductivity generally increased
with CNT weight fraction, more prominently at 1 V and 2 V. Second, for the same weight
fraction, conductivity increased with applied voltage, which indicates non-ohmic behavior.
This is consistent with the literature, where it was observed that MWCNT nanocomposites
exhibit tunneling conductive mechanisms, where a stronger applied electric �eld creates
more conductive pathways through the material [ 52].

However, due to the large standard deviation caused by the variation in resistance
measurements during this time period, statistical signi�cance between means at different
voltages and weight fractions was assessed using a two-way analysis of variance (ANOVA),
followed by Tukey's multiple comparison test. The software GraphPad Prism 9.1.0 was
used to carry out statistical analyses. The level of signi�cance was set at p < 0.05. At 1 V and
2 V, the only signi�cant comparisons ( p < 0.05) were between 15 wt.% and 25 wt.% MWCNT.
At all other voltages, 20 wt.% versus 25 wt.% MWCNT was signi�cant. For the same wt.%
value, the main ANOVA outcomes can be summarized as follows: no signi�cance was
determined between 1 V and 2 V, then between 6 V and 8 V, 6 V and 10 V, and 8 V and 10 V.
Other comparisons between 1 V vs. 4 V, 6 V, 8 V and 10 V, between 2 V vs. 6 V, 8 V and 10 V,
then between 4 V vs. 8 V and 10 V, were determined to be signi�cant. Thus, this con�rms
the general increasing trend with MWCNT weight fraction and applied voltage.
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Figure 6. (a) In�uence of applied voltage on average �lm electrical conductivity for 15 wt.%, 20 wt.%
and 25 wt.% MWCNT; ( b) in�uence of �lm thickness on electrical conductivity (�lled markers) and
resistance (un�lled markers) for 15 wt.%, 20 wt.% and 25 wt.% MWCNT. Representative data shown
when voltage of 2 V was applied.

The effect of �lm thickness was assessed separately and a representative plot is shown
in Figure 6b at an applied voltage of 2 V. Thickness is especially important with respect to
the welding process as it is controlled through the vertical displacement (travel). In our
study, a travel equal to 60% of the initial �lm thickness (0.50 mm) was used, meaning the
�nal bond line thickness would be equal to 0.20 mm at most. For all MWCNT fractions,
the general trend shows a decrease in conductivity with an increase in �lm thickness.
This is opposite to what was observed in the literature for CNT/PDMS nanocomposites
prepared with a centrifugal mixer [ 53]. However, the fabrication method used in our study,
compression molding, can explain this behavior. As no additional mechanical mixing
or solvent-based dissolution was employed, the CNT dispersion is likely not perfectly
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random and uniform across the thickness. This may affect the density of the conducting
channels in the CNT network and in turn, the electrical conductivity.

Corresponding resistance values are reported in Figure 6b as well. As will be explained
in Section 4.1.2, lower resistance leads to higher temperature increase through Joule heating.
This indicates that higher MWCNT fractions or thicknesses would allow for reaching higher
temperatures for the same applied voltage. Based on the trend shown in Figure 6b, a higher
thickness at the weld line would be preferable for the disassembly procedure to insure
the desired temperatures can be reached. Therefore, as was described in Section2.4., the
thickest nanocomposite �lms (0.50 mm) were used as energy directors for the ultrasonic
welding process, leading to the highest bond line thickness.

4.1.2. Resistance Heating

Resistance heating follows Joule's Law, as shown by Equation (4), where P represents
Watts of heating, I is the applied current (in A), V is the applied voltage (in V), and R is the
electrical resistance (in Ohms) [54].

P = IV =
V2

R
, (4)

As Equation (4) shows, for any given voltage the amount of heating is co ntrolled by
the resistance of an object. Therefore, the lower the resistance, the more heat it will generate.
Moreover, under a given voltage, thicker films would heat up more because, as shown by
Equation (5) below, the resistance of an object will decrease with a larger cross-sectional area:

R = r
L
A

, (5)

where r is the resistivity, L is the length (in mm), and A is the cross-sectional area (in mm2).
Examples of thermal pro�les measured for nanocomposite �lms containing 15 wt.% and
20 wt.% MWCNT are shown in Figure 7. The maximum temperature generally increased
with �lm thickness, CNT weight fraction and applied voltage (Equation (4)). In some cases,
slight deviations from this trend were expected based on the large standard deviations seen
in Figure 6a and resulting resistance values. At 15 wt.% MWCNT, maximum temperatures
of 58.0 � C, 78.7� C and 108.0� C were obtained at 10 V, for 0.06 mm, 0.25 mm and 0.50 mm
thickness, respectively. On the other hand, at 20 wt.% MWCNT, maximum temperatures of
80.2 � C, 96.1� C and 116.0� C were obtained at 10 V, for 0.06 mm, 0.25 mm and 0.50 mm
thicknesses, respectively. Figure8 shows a composite of the measured temperature pro�les
during the entire Joule heating experiment, when voltage was increased from 2 V up to
10 V for all �lm thicknesses. Maximum temperatures were obtained at 10 V with 101.6 � C,
102.8� C and 120.2� C for 0.06 mm, 0.25 mm and 0.50 mm �lm thicknesses, respectively.

For the GF/PP adherends and MWCNT/PP �lms used in this study, their melting
temperature (Tm) was measured by differential scanning calorimetry (DSC) in a previous
study [ 36]. The adherends' Tm was 150 � C, while the Tm of the MWCNT/PP �lms varied
between 141 � C and 149 � C. For the purpose of disassembly, it is expected an interface
temperature close to, or slightly above, this range of temperature should be reached through
the energy director (MWCNT/PP �lm). As previously mentioned in Section 4.1.1, the bond
line thickness is expected to be equal to 0.2 mm at most. Therefore, an applied voltage
above 10V would be required for disassembly experiments, based on the trends observed
in Figures 7 and 8.
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Figure 7. Temperature pro�les of MWCNT/PP nanocomposite �lms at different input voltages and thicknesses:
(a–c) 15 wt.% MWCNT, 0.06 mm, 0.25 mm and 0.50 mm thicknesses, respectively; and (d–f) 20 wt.% MWCNT, 0.06 mm,
0.25 mm and 0.50 mm thicknesses, respectively.

Figure 8. Representative temperature pro�les measured for 25 wt.% MWCNT/PP �lms when
voltages from 2 V to 10 V are applied for three minutes each.

4.2. Disassembly Study of Ultrasonically Welded Joints
4.2.1. Tensile Test Results

Feasibility of the disassembly procedure was assessed and quanti�ed using a tensile
testing machine. The lap shear strength (LSS) from load–displacement curves was cal-
culated using the maximum load and the overlap area (25.4 mm � 127 mm). For each
MWCNT weight fraction, disassembly was initiated at three adherend's surface temper-
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atures: 110� C, 130 � C and 150 � C. Figure 9 summarizes the calculated LSS for all cases
and the range of LSS reduction when compared to room temperature tests. It is observed
that, as surface temperature increased to 150� C, the required strength for disassembly was
reduced by up to 94%, corresponding to an applied tensile load below 250 N. The lowest
surface temperature (110 � C) led to a considerable reduction in LSS, but as the interface
temperature likely did not reach melting point, it is not as effective as higher temperatures.
At 130 � C, there is a considerable difference between 15 wt.% MWCNT and 20 wt.% or
25 wt.% MWCNT �lms. There are potentially two causes for this behavior: (1) it was ob-
served that an increase in MWCNT content could lead to lower toughness at the interface
for welded joints [ 36,39,40]; (2) due to the slow crosshead speed during disassembly tests
(1.3 mm/min), the temperature likely continued to increase at the interface, which may
have been more signi�cant at higher MWCNT loadings.

Figure 9. Comparison between lap shear strength of GF/PP welded joints during disassembly
procedure when surface temperature reached 110 � C, 130� C and 150 � C. Interface contained 15 wt.%,
20 wt.% and 25 wt.% MWCNT. Room temperature values are used as a reference, as reported in [36].

To further investigate the joints' behavior during disassembly, the shear stress and
surface temperature curves were simultaneously plotted with respect to time, as seen
in Figure 10. Representative curves are shown for all weight fractions on Figure 10a–c
(15 wt.%, 20 wt.% and 25 wt.% MWCNT), at one surface temperature (110 � C, 130� C and
150 � C). The heat up and disassembly phases are labeled to show the duration of each one.
All tests were initiated after less than two minutes (120 s), with the fastest heat up phase
for 25 wt.% MWCNT/PP �lms. Similarly, the disassembly phase generally lasted less than
two minutes. As the applied load increased at the beginning of the disassembly phase,
the surface temperature, and by extension, interface temperature, continued to increase
as well because the contact at the weld line was not yet severed. However, after failure
initiation (at the stress peak), the temperature slowly started to decrease as the integrity
of the interface was compromised, leading to fewer conductive paths between MWCNTs.
Since the applied voltage was kept constant throughout the disassembly procedure, the
temperature consequently decreased. In some cases, as seen in Figure10c, the disassembly
phase displayed an inconsistent stress curve. One possible explanation is that, upon closer
inspection of the specimens after disassembly, a small crack defect along the direction
of the �bers was found in the adherends at the overlap. As all adherends were visually
inspected after welding and no such defect was detected, it is reasonable to assume the
crack was created during the disassembly process, likely explaining the inconsistent curves
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seen in Figure 10c. Another explanation is the reduced heating capacity resulting from
failure initiation at the interface, and leading to cool down, as observed in the temperature
curve. Cool down could contribute to an increase in stress during the process.

Figure 10. Representative lap shear stress curves (solid lines) of GF/PP welded joints during disas-
sembly procedure with interface containing ( a) 15 wt.% MWCNT at adherend's surface temperatures
of 110 � C; (b) 20 wt.% MWCNT at adherend's surface temperatures of 130 � C; and (c) 25 wt.%
MWCNT at adherend's surface temperatures of 150 � C. Corresponding surface temperature curves
are shown as dashed lines.
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4.2.2. Fractographic and Heat-Affected Zone Analysis

The fracture surface of the disassembled joints was visually observed after the proce-
dure (Figure 11). Samples are shown as they were immediately after the tests; the welds
were not manually separated to avoid in�uencing the appearance of the fractured joints.
The red dashed lines indicate the location of the overlap under heating. Comparison with
fracture surfaces at room temperature is shown on the right-hand side. Due to the tempera-
tures reached during disassembly, all welds exhibited ply squeeze out (�ber squeeze out
with polymer), as more clearly observed right above the upper dashed line in Figure 11a
(110 � C and 130 � C), Figure 11b (110 � C), and Figure 11c (130� C and 150 � C). The visible
fracture surfaces exhibit a combination of cohesive and substrate failure modes: intralami-
nar failure through upper plies, broken �bers in the GF/PP adherend, and failure within
the nanocomposite �lm. The MWCNT/PP �lms melted at the interface, with the most
visible examples marked by the red circled areas in Figure 11b,c.

Figure 12 shows SEM micrographs of fracture surfaces from Figure 11b to further
analyze microstructure. Welds fractured at room temperature (Figure 12a) mostly displayed
broken �bers from the upper plies of the GF/PP adherends, with matrix-�ber debonding
and some matrix torn from the �bers' surface. When disassembly temperature increased
from 110 � C to 150 � C (Figure 12b–d), fracture surfaces also showed bare, broken �bers,
but the thermoplastic matrix exhibited severe softening and drawing behavior with areas
that underwent melting and separation from the �bers. As observed in Figure 11b,c,
the presence of melted nanocomposite �lm was con�rmed (left-hand SEM images in
Figure 12c,d). The porous morphology was shown to be characteristic of the PP matrix
under strain [ 55]. Overall, disassembly at high temperature was facilitated by a combination
of melted nanocomposite �lm at the interface, matrix softening in the adherends, and �ber–
matrix debonding.

An indication of the extent of the heat-affected zone through the GF/PP adherends'
thickness is their change in color and opacity (between the dashed, red lines). The
polypropylene matrix became transparent at its melting point (150 � C), which is more
clearly recognized in Figure 11b at 130� C and 150 � C. The heat-affected area was quanti�ed
using image analysis and is reported in Figure 13 for three images under each parameter
combination. The HAZ area increased by up to 97% with MWCNT content and with initial
surface temperature.

4.3. Discussion on Disassembly Method and Its Limitations

In this study, it was observed that disassembly temperature, controlled via resistance
heating, has an impact on the shear stress of ultrasonically welded joints and their HAZ.
This section compares the mechanical behavior, microstructure and HAZ of specimens
disassembled at every temperature. The lap shear stress was strongly in�uenced by the
disassembly temperature with a drop up to 74% at 110 � C, 93% at 130� C and 94% at 150� C,
compared to room temperature (Figure 9). Unlike fracture surfaces at room temperature,
as shown in Figure 11, disassembled joints displayed a less uniform surface, indicating the
interface reached the melting point, affecting both the nanocomposite �lm at the interface
and the adherends' upper plies. The MWCNT/PP �lms melted at the bond line, with the
most visible examples marked by the red circled areas in Figure 11b,c.

This non-uniformity was con�rmed through SEM micrographs, where signi�cant
matrix softening and drawing was noted (Figure 12), exhibiting ductile failure. The melting
of the nanocomposite �lm was mostly observed at higher temperatures (Figure 12c,d),
with the presence of porosity under temperature and strain increase [ 55]. Similar matrix
drawing was observed for carbon �ber (CF)/PPS joints tested at temperatures above T g,
120 � C and 150 � C [56,57]. The joints were manufactured through ultrasonic or resistance
welding. In the former case, substantial matrix drawing and ductile fracture was con�rmed
through SEM micrographs, leading to a decrease in lap shear strength.
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Figure 11. Representative photographic images of welded GF/PP adherends after disassembly procedure: ( a) 15 wt.%
MWCNT/PP �lm; ( b) 20 wt.% MWCNT/PP �lm, and; ( c) 25 wt.% MWCNT/PP �lm. The dashed red lines show the
location of the overlap for the upper adherend. The circled areas indicate melted nanocomposite �lms. The arrow in
(c) shows the location of a crack in the GF/PP adherend, damaged during the disassembly process. Room temperature
images reproduced with permission from [ 36].
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Figure 12. Representative fracture surfaces and SEM micrographs of samples welded with 20 wt.% MWCNT/PP �lms after
disassembly process: (a) comparison with room temperature fracture surface images, reproduced and modi�ed from [ 36]
with permission; ( b) disassembly at 110� C; (c) disassembly at 130� C; (d) disassembly at 150� C. All scale bars are 100� m.
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Figure 13. Estimated heat-affected zone area in GF/PP adherends after disassembly procedure at
difference surface temperatures, based on adherends' surface color images presented in Figure11.
Two examples of delineated areas are shown in insets.

The HAZ reported in Figure 11, then quanti�ed in Figure 13, is consistent with the
temperature curves in Figure 10b,c, where a temperature above 150� C was reached on the
adherend's surface during the disassembly phase. Nonetheless, the experiments con�rm
resistance heating can facilitate disassembly of ultrasonically welded TPC joints through a
manual process, especially at higher weight fractions (20 wt.% and 25 wt.% MWCNT) and
surface temperatures (130� C and 150 � C). Under the parameters investigated in this study,
welds disassembled at a surface temperature of 130� C with 20 wt.% MWCNT present the
best balance between required shear stress and heat-affected zone.

Given the results presented in this study, a discussion on the limitations of this disas-
sembly method and future work is warranted. It was demonstrated that resistance heating
through an electrically conductive nanocomposite �lm at the welded interface can facilitate
joint disassembly by lowering the required shear stress by more than 90%. However, as
the process is relatively slow (<120 s heat-up phase) and the total interface/adherends
thickness is low (<4 mm), the heat-affected zone extended through the thickness, mostly
at higher temperatures (130 � C and 150 � C). Consequently, disassembly was not uniquely
concentrated at the bond line where the MWCNT/PP �lm was placed, but affected the
GF/PP adherends at the overlap as well. Thus, the method might be better suited for
recycling at end-of-life or reuse of components by cutting off the damaged overlap section.

Finally, as the interface was structurally compromised during disassembly, it partially
affected the ef�ciency of resistance heating. It is expected that a faster cross-head speed
during disassembly, use of highest MWCNT weight fractions (such as 20 wt.% or 25 wt.%)
and control of the applied voltage during the process could mitigate this limitation, as well
as the extent of the HAZ. A faster cross-head speed would reduce the time between the
beginning of the disassembly phase and the peak in the stress curves (Figure10), as well as
the overall duration of the disassembly phase. Therefore, the temperature when failure
initiates and propagates at maximum stress would be lower, potentially limiting the HAZ in
the adherends. Further, if failure were to occur at a faster rate, the interface might not have
time to cool down due to lower heating ef�ciency. Some future research directions include
(1) investigation of disassembly parameters (e.g., crosshead speed, voltage regulation
through constant power output [ 39]); (2) use of thicker adherends to investigate HAZ;
(3) healing of bond-line defects/damage through resistance heating.
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5. Conclusions

In this work, it was demonstrated that resistance heating via an electrically conductive
MWCNT/PP �lm at the welded interface facilitated ultrasonic joint disassembly of TPCs.
Three MWCNT fractions were characterized for thermo-electrical behavior with applied
voltages up to 10V. A maximum temperature of 120 � C was reached at the highest MWCNT
loading and applied voltage. For disassembly experiments, tests were initiated when
the surface temperature of the GF/PP adherend reached either 110 � C, 130� C or 150 � C.
The shear stress during disassembly decreased by at least 93% at the highest MWCNT
weight fraction and surface temperature, compared to room temperature testing. Analysis
of fracture surfaces after disassembly revealed the melting of both MWCNT �lms and
the adherends' matrix at the overlap with signi�cant matrix drawing and �ber–matrix
debonding, effectively facilitating disassembly. At higher temperatures and MWCNT
weight fractions, the heat-affected zone extended through the thickness of the adherends,
owing to the low cross-head speed and the duration of the disassembly phase (<120 s)
during which heat transfer occurred. In order to minimize the extent of the heat-affected
zone area (<60%), while maximizing ease of assembly, a surface temperature of 130� C
with 20 wt.% MWCNT �lms would be recommended for the parameters investigated in
this study.

Overall, this study con�rmed the feasibility of this disassembly method for the �rst
time in the literature. However, this might be better suited for recycling at end-of-life or
reuse of components by cutting off the heat-affected overlap section. Moreover, as the
interface was structurally compromised during disassembly, it affected the ef�ciency of
resistance heating. Faster crosshead speeds during disassembly, the use of the highest
MWCNT weight fractions, and control of the applied voltage during the process could,
however, mitigate these limitations.
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Abstract: Bulk metallic glass (BMG) is a new kind of material which is made by rapid condensation
of alloy. With excellent properties like high strength, high hardness, corrosion resistance, BMG is
increasingly applied in mold manufacturing, weapon equipment and other �elds. However, BMG
is also one of hard-to-machine materials, which is arduous to be processed precisely and e� ciently
by the means of conventional cutting. Compared with conventional cutting, ultrasonic machining
has a multitude of technological advantages such as reducing the cutting force, extending the tool
life, etc. In ultrasonic machining, the ultrasonic electric signal is transformed into high frequency
mechanical vibration on the tool, which changes the relationship between the tool and the workpiece
in the process of machining. In this study, the longitudinal ultrasonic assisted turning (LUAT) system
is established for processing BMG. Its resonant frequency and vibration characteristics are �rst
simulated by modal analysis and harmonic response analysis, and then tested by displacement testing
experiments, so that the suitable frequency and the amplitude for BMG turning can be selected and
veri�ed. On this basis, the two-dimensional turning �nite element model is established to study the
e� ect of ultrasonic vibration on cutting force under di � erent cutting speeds. The research manifest
that during the BMG turning, the assistance of longitudinal ultrasonic vibration can signi�cantly
reduce the average cutting force as well as the von Mises stress when the turning speed is below the
critical turning speed. In addition, the tip of the tool contacts the workpiece discontinuously during
cutting process which makes the instantaneous turning force in LUAT more periodic than that in
conventional turning (CT).

Keywords: bulk metallic glass; ultrasonic assisted turning; �nite element analysis; cutting force

1. Introduction

Bulk metallic glass (BMG), also called amorphous alloy or liquid metal because of its topologically
disordered constituent atoms, is formed by the rapid condensation of alloy. In BMG, the absence of
crystal defects such as grain boundaries and dislocations brings to a series of unique properties [1].
BMG has high strength, high hardness, low thermal expansion coe � cient, low density and favorable
corrosion resistance, which makes it a potential new engineering material [ 2–5]. However, these
excellent properties of BMG on the other hand would lead to poor machinability. For example, during
the cutting process of BMG, the cutting force is considerately large, which can damage the cutting
tools, jeopardize the surface quality and hinders their wide scale application [ 6–8]. Karaguzel et al. [9]
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carried out the orthogonal cutting experiment of BMG, and the cutting force empirical formula of
BMG is �tted by the experimental results and process parameters. Fujita et al. [ 10] examined cutting
characteristics of BMG by tuning with di � erent parameters, presumed a slipping-o� mechanism at
planes of short intervals of BMG. When cutting Zr-based BMG in low speed, there will be adiabatic
shear bands and cavities in serrated chips, while in cutting with high cutting speed or small rake angle
tools, there will be sparks and chip oxidation in the material [ 11–14]. Under ambient temperature,
when BMG breaks, the local temperature of the alloy exceeds the glass transition temperature or even
the melting point [ 15]. It is of great signi�cance to raise new processing methods or improve the
processing technology of BMG for promoting its engineering application.

Ultrasonic assisted machining has been termed as one of hybrid process that uses ultrasonic
vibration during the machining action. Ultrasonic electric signal is converted into high-frequency
mechanical vibration by transducer. The mechanical vibration is ampli�ed by horn and transmitted to
the end of the tool. In the turning process, the relative velocity between the tool tip and the workpiece
changes due to the e� ect of ultrasonic vibration. Lauwers et al. [ 16] investigated the ultrasonic assisted
grinding of ceramics, showed that the vibration resulted in more craters and lowered process force,
making it feasible to increase the productivity. Pujana et al. [ 17] carried out ultrasonic assisted drilling
experiments on titanium alloy, the results manifested that the drilling force decreases about 20%, and
the it decreases with the increase of amplitude. Sui et al. [18] examined high-speed ultrasonic cutting,
and the results showed that the material removal rate of high-speed ultrasonic cutting can be improved
by up to 90% compared with conventional cutting. Maurotto et al. [ 19] applied ultrasonic longitudinal
vibration to titanium alloy cutting. The average cutting force could be reduced by 70% compared with
that of conventional cutting. Nath et al. [ 20] conducted cutting experiments on tungsten carbide by
using elliptical ultrasonic vibration machining, studied the in�uence of tool nose radius on the surface
quality, and obtained a better machining surface at 0.6-mm tool nose radius. Due to the application
of longitudinal ultrasonic vibration, when the instantaneous speed of high-frequency vibration of
the tool tip is greater than the cutting speed, there is contact-separation phenomenon between the
tool tip and the workpiece. This kind of discontinuous contact makes the extrusion of the tool to the
workpiece become high-frequency hammering, which changes the cutting force, cutting temperature,
chip morphology and surface morphology of the machining surface.

A host of researches showed that ultrasonic vibration can improve the processing e � ect of BMG.
Luo et al. [21] applied ultrasonic assisted micro-punch to BMG. The certain areas of BMG are subjected
to the high frequency vibration transmitted by the punch, which leads to viscous �ow. BMG gradually
become soft and a series of shapes and products can be successfully fabricated in relative low pressing
force. Ma et al. [22] proposed ultrasonic assisted forming for BMG processing, which not only forms
BMG rapidly so that the crystallization and oxidation can e � ectively be avoided, but also works in a
large scale range. In ultrasonic assisted punching and ultrasonic assisted forming on BMG, the cutting
force and cutting temperature are e� ectively restrained, and the surface quality and productivity are
improved. Whereas at present, there are few studies in ultrasonic assisted turning on BMG, which is
subject to further investigation.

In this study, a longitudinal ultrasonic assisted turning (LUAT) system is established for processing
BMG at �rst, and its frequency and amplitude are obtained through modal analysis and harmonic
response analysis. A displacement testing experiment is performed to verify the designed system.
Then the critical turning speed of the device is calculated. On this basis, the turning model of BMG is
established, and the turning simulation of BMG under di � erent turning speeds is carried out by using
the LUAT device mentioned above. Finally, the in�uence of longitudinal ultrasonic vibration on the
turning force, von Mises stress and chip forming under di � erent turning speeds during turning BMG
is discussed.
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2. Building of Longitudinal Ultrasonic Assisted Turning System

2.1. Design of the Piezoelectric Transducer and the Ladder Horn

When a force is applied to the piezoelectric crystal in a proper direction, its internal polarization
state will change. An internal electric �eld will then be generated, and a bound charge proportional to the
external force will appear on two surfaces of the piezoelectric crystal. On the contrary, when an external
electric �eld is applied to the piezoelectric crystal, the electric energy can be converted into mechanical
energy through the piezoelectric crystal due to the inverse piezoelectric e � ect. The piezoelectric
transducer is made of this inverse piezoelectric e� ect. Piezoelectric transducer has no eddy loss,
hysteresis loss and resistance loss, which brings it fairly simple structure and high stability. Moreover,
piezoelectric transducer usually has high sensitivity as well as outstanding electromechanical coupling
characteristics. All these superior properties make piezoelectric transducer the most popular transducer
in ultrasonic machining industry. In this investigation, a piezoelectric transducer with Lead Zirconate
Titanate (PZT) is designed to convert electrical signals into ultrasonic vibration. Parameters of PZT are
presented Table1.

Table 1. Parameters of piezoelectric ceramics.

Material Poisson's Ratio ( � ) Density (kg /m3) Young's Modulus (GPa)

PZT-8 0.31 7600 77

The longitudinal sound velocity in PZT slices cPZT can be calculated in Equation (1).

cPZT =

s
E
�

1
1 � � 2

(1)

where, E is young's modulus, � is density and � is Poisson's ratio of PZT-8.
The wavelength in PZT slices � PZT could then calculated by � PZT = cPZT/ f . According to the

design requirements of the longitudinal vibration transducer, the equivalent diameter of the PZT slices
DPZT should less than � PZT/4, considering the inner holes, set the DPZT as 38 mm.

The output power of the PZT transducer is determined by the volume of PZT ceramic slice and its
power capacity. In order to amplify the output power to satisfy the turning process, several pieces of
PZT slices are piled. The number mPZT could be acquired by Equation (2).

mPZT =
P

Pd f � (D2 � d2) t
4

(2)

where Pd is power capacity in W /cm3, f is vibration frequency and D, d and t represent outside diameter,
inside diameter and thickness of ceramic slice, respectively.

The power capacity of PZT ceramic slice Pd is 2–3 W/cm3, the required output power P is set as
800 W, considering the slices need to be piled in pairs, set the number of slices as 4. Four pieces of PZT
slices are piled with copper electrodes separating between them, the polarization of two adjacent slices
are opposite so that the pile could output an overlapped amplitude. The whole transducer used in this
investigation is shown in Figure 1.

139



Materials2020, 13, 3131

��

��

�º

�?�É�Ó�Í

�?�É�Ó�Í
L 
¨
�'
�é

�s
� s 
 F � ê�6

�' �é �ê
�ã�É�Ó�Í �ã�É�Ó�Í
 L � ?�É�Ó�Í �B�¤

�&�É�Ó�Í �ã�É�Ó�Í �v�¤ �&�É�Ó�Í

�I �É�Ó�Í

�I �É�Ó�Í
L
�2

�2�×�B�è�:�&�6 
 F � @�6�;
�P
�v

�2�×

�2�×

 

Figure 1. Structure diagram of the PZT transducer. 1. Back block; 2. electrodes; 3. PZT ceramics; 4.
connect bolt.

The output vibration amplitude the piezoelectric transducer is much less than required. To amplify
the amplitude and to install the turning tool, a two-stage ladder horn is designed. The back end of
the horn is contact with the PZT slices, so the diameter of the back end D1 is 38 mm. The front end
is designed much smaller than the back end and the energy of ultrasound is concentrated on this
comparative smaller area. Due to the energy gathering e� ect, the front end of the horn outputs the
ampli�ed amplitude. The diameter of the front end D2 determines the ampli�cation M. The lessD2 is,
the higher M will be. However, the strength may decrease when D2 is reduced because the horn can be
seen as cantilever structure during turning process and the components of cutting force can lead to
enormous stress concentration on abrupt change in section. To ensure the enough strength and satisfy
the ampli�cation, set D2 as 10 mm. Thus, the area index isN = D1/ D2 = 3.8.

Longitudinal sound wave will bounce back and forth between the back and front end, the
standing-wave e� ect happens when the incident wave and the re�ected wave overlap. At speci�c
points, the amplitude can be decreased to zero. These points can be called as displacement node, which
can be used to �x the horn to the machine tool. Likewise, the amplitude reaches its peak at particular
points, where the turning tool should be installed. The displacement node and the peak point can be
acquired though wave equation which is shown in Equation (3).

@2�
@x2

+
1
S

�
@S
@x

�
@�
@x

+ k2� = 0 (3)

where, � = � (x) is particle displacement function, S = S(x) is cross-section area function,k = ! /
p

E/ �
is circle wavenumber, ! is angular frequency, E is elastic modulus, � is the density of the horn.

In this investigation, the material of horn is 1045 steel, the parameters are listed in Table 2.
Therefore, resonance length� can be acquired as 258 mm, the length of the horn l is half of � so that the
front end located on the peak of the standing wave, outputting the largest amplitude.

Table 2. Parameters of 1045 steel.

Material
Longitudinal Wave

Velocity (mm /s)
Density (kg /m3) Elastic Modulus (GPa)

1045 steel 5.17� 106 7890 21

The displacement node located at the middle of the horn, where a �ange plate is designed to
install the horn to the machine tool. The ladder horn is shown in Figure 2.
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Figure 2. Two-stage ladder horn.

2.2. Modal and Harmonic Analysis of the LUAT System

Modal analysis is carried out to investigate the natural frequency and vibration shape of the
turning system. The front face of the �ange is set to be �xed to ground. After setting the contact region
and meshing, 25 order resonant frequencies were calculated as shown un Figure3. At the 12th, the 18th
and the 19th modal the horn vibrates longitudinally, their resonant frequencies are 9493 Hz, 17,666 Hz
and 18,315 Hz. Figure4 describes these three modal shapes. As presented in �gure, the 19th vibration
mode is in positive agreement with requirements because it outputs the largest relative deformation,
and its maximum vibration occurs at the front end of the horn, whereas the back end and the transducer
only vibrates slightly. More detailed analysis will be examined in harmonic response analysis.

��

 

�� ��

Figure 3. Natural frequency and vibration type of 25 orders of modals.
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(a)�� 9493 Hz 

 

(b)��17,666 Hz 

 

(c) 18,315 Hz  

Figure 4. Modal shape of the �rst three longitudinal vibrations. ( a) 9493 Hz; (b) 17,666 Hz; (c) 18,315 Hz.

In the modal analysis, the vibration mode is relative value, which cannot re�ect the true amplitude
of the ultrasonic turning device at the tool. It is crucial to further analyze the harmonic response of the
device on the basis of the 19th mode to obtain the amplitude at the tool tip. The harmonic response
analysis is then conducted by workbench. Remote force is applied along the horn direction on its back
end. The sweep range is set to between 17,000 Hz and 19,000 Hz (based on the 19th mode) with 100
solution intervals. Figure 5 shows the output displacement curve of the setting frequencies regarding
the turning tool installed on the top of the horn. It could be observed that near to the frequency of
18,260 Hz, the structure is in the state of resonance, where the output displacement reaches the peak as
12 � m.

��

 

�•

Figure 5. Displacement curve of the tool between 17,000 Hz and 19,000 Hz.

The designed LUAT system can output a considerable vibration with an amplitude up to 12 � m
and a frequency of 18,260 Hz in the 19th mode, which is suitable for the turning process.

2.3. Vibration Testing Experiment of the LUAT System

A vibration testing experiment is conducted to verify the designed LUAT system, as shown in
Figure 6. The LUAT system is activated by ultrasonic power supply BP6140. Tuning the frequency
of the power supply so that the LUAT system reaches the resonant frequency, 18,265 Hz, which
outputs the largest amplitude of vibration. Laser displacement sensor KEYENCE LK-H020 (KEYENCE
CORPORATION, Osaka, Japan) is used to measure the displacement of the tool tip installed at the
end of the ladder horn. Figure 6d depicts the displacement of the measured system, the amplitude
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can be calculated as around 12� m. The result of the experiment veri�es the structure design and the
simulations of the LUAT system.

��

�•

 
 

(a) Longitudinal ultrasonic assisted turning (LUAT) 

system 
(b) Layout of displacement testing experiment  

��

(c) Laser displacement sensor (d) Displacement of LUAT 

�º �º

�º

Figure 6. Displacement testing experiment. (a) longitudinal ultrasonic assisted turning (LUAT) system;
(b) layout of displacement testing experiment; ( c) laser displacement sensor; (d) displacement of LUAT.

3. Turning Simulation of Vit1 Bulk Metallic Glass

3.1. Finite Element Modeling of Vit1 BMG Turning Simulation

The accuracy of material model has a great in�uence on the success of simulation. In order to
accurately re�ect the nonlinear problem in the cutting process, it is necessary to comprehensively
consider the stress–strain state of each point in the BMG under the complex strain state. The constitutive
model of the material represents the stress–strain relationship of the material under load and describes
it by mathematical expression. D–P model is a constitutive model of geotechnical materials. It not only
considers the e� ect of intermediate principal stress on material yield, but also explains the experimental
phenomena of “shear expansion e� ect” and “tension compression asymmetry” of metallic glass [ 8,23].
In this study, the D–P model is used as the constitutive model of vit1-metallic glass, and its main
parameters [14,24] are shown in Table 3. Speci�cally, the D–P plasticity is de�ned by dilatancy angle,
friction angle and �ow–stress ratio, d-p hardening is de�ned by yield stress and absolute plastic strain.

Table 3. Related parameters of linear D–P model of BMG.

Material
Dilatancy
Angle ( � )

Friction Angle
(� )

Flow–Stress
Ratio ( � )

Yield Stress
(MPa)

Abs Plastic
Strain ( � )

Vit1 11.902 11.902 1 1194.62 0
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The material parameters of vit1 BMG and turning tool are shown in Table 4. The constitutive
model of metallic glass and the physical parameters of material are introduced into ABAQUS (Dassault
Syst±mes, V² lizy-Villacoublay Cedex, France), and the chip separation criterion is shear criterion.

Table 4. Physical parameters of Bulk metallic glass (BMG) and turning tool.

Material Poisson's Ratio ( � ) Density (kg /m3) Young Modulus (GPa)

Vit1 0.36 6125 96,000

YG-8 0.22 14,700 640,000

Figure 7 shows the parameters and meshing of BMG turning simulation. YG-8 cemented carbide
tool with 10 � rake angle � and 7� relief angle � is chosen, and the nose radiusr" is set as 0.2 mm.
The longitudinal ultrasonic vibration is applied to the tool in the amplitude A paralleling to the relative
turning motion. Due to the short cutting distance, the deformation of the turning tool could be ignored,
and the tool is then set as a rigid body. In order to reduce the amount of calculation and ensure the
accuracy of calculation, the side grid close to the cutting surface is relatively dense, and the side grid of
the principle cutting surface is relatively sparse.
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Figure 7. Parameters and meshing of BMG turning simulation.

3.2. Analysis of LUAT Process

In conventional turning (CT), the absolute speed of the tool tip in the peripheral direction of the
workpiece is a �xed value. The introduction of ultrasonic vibration triggers the tool tip to produce
high frequency reciprocating vibration in the peripheral direction. The average speed in a cycle vu can
be obtained from Equation (4):

vu = 2 � A � f (4)

where, A and f represent the amplitude and the frequency of the tool tip vibration.
According to the modal analysis and harmonic response analysis, the suitable resonant frequency

f is 18,260 Hz, and the displacementA is 12 � m. Consequently, the average speedvu = 438.24 mm/s.
The turning motion is equivalent to the �xed workpiece and the moving tool. At this time, the resultant
velocity v can be regarded as the superposition of the workpiece velocity vw and the instantaneous
velocity of the tool vu which comes from ultrasonic vibration.

v = vw + vu (5)
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Let vu be cosine function and vu = acos! t, then there is:

vu � t =
Z t

0
acos! tdt (6)

Take t as half of the ultrasonic vibration period, then:

a =
vu � t � !
1 � cos! t

(7)

Plugging ! = 2� f , it can be easily obtained that a = 688.04 mm/s. Therefor vu =
688.04 cos 114, 731t, at this time the critical turning speed vt = maxvu = 688.04 mm/s.

The relationship between tool tip and workpiece is a � ected by the critical turning speed vu of tool
tip and workpiece velocity vw. Speci�cally,

� When vw is much larger than vu, the direction of the closing speed v remains unchanged, and the
size is �rst equal to vw, which can be regarded as CT;

� When vw is slightly larger than vu, the tool tip keeps contact with the workpiece, the direction of
closing speed remains unchanged and the size changes periodically;

� When vw is smaller than the maximum value of vu, the direction of closing speed changes
periodically, and the contact separation state of tool tip and workpiece presents high frequency.
At this time, the relationship between the tool and the workpiece is changed from the original tool
extruding the workpiece to the high frequency tool hitting the workpiece.

In the range of 100 mm/s to 1800 mm/s, di� erent vw are selected to carry out the turning simulation
experiment of BMG. The interval is 100 mm /s when vw is below 600 mm/s and then rise to 200 mm/s
when vw is above 600 mm/s.

4. Results and Discussion

The turning simulation was conducted in di � erent turning speeds by LUAT and CT, respectively
in ABAQUS. Then the average cutting force, the instantaneous cutting force and the maximum von
Mises stress are compared and analyzed.

4.1. Analysis of Average Cutting Force

The cutting force of the main turning direction is extracted from 50 sampling points when the tool
is turned for 5 mm for analysis. The average cutting force of the LUAT and the CT at di � erent vw is
shown in Figure 8.
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Figure 8. Average cutting force of LUAT and conventional turning (CT).
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It can be observed from �gure that when vw is small, the average cutting force of LUAT is
signi�cantly smaller than that of CT, and the smaller vw is, the more obvious the reduction of the
average cutting force of longitudinal vibration is. When vw is close to vt , the e� ect of longitudinal
ultrasonic vibration is gradually reduced. When vw is greater than vt , the turning force of LUAT has no
obvious reduction compared with CT.

The reason for this phenomenon can be the contact-separation phenomenon between the tool
tip and the workpiece. In the process of LUAT, the displacement where the tool nose cuts into the
workpiece is extracted, and the displacement curve when the speed is 200 mm/s and 800 mm/s is shown
in Figure 9. Where (a) is the displacement curve at 200 mm/s, when vw is less thanvt , the direction of
resultant velocity changes periodically under longitudinal vibration, and the tip of the tool contacts the
workpiece discontinuously.
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Figure 9. Displacement trajectory of the tool tip. ( a) 200 mm/s; (b) 800 mm/s.

When vw < vt , the duty cycle � = t1/ T, where t1 represents the time when the tool movement
has the same direction with the turning direction in a cycle and T is the cycle. From Equation (5), we
can get,

t1 =
1

� f
cos� 1 (�

vw

vt
) (8)

Then,

� =
1
�

cos� 1 (�
vw

vt
) (9)

It can be seen from Equation (9) that � decreases with the decrease ofvw/ vt , and the decrease of
instantaneous speedvw of workpiece will increase the time when the resultant velocity is opposite to
the main cutting speed in a cycle, and the time ratio of tool tip backward increases in displacement.
The cutting force decreases signi�cantly when the tool tip recedes, and then the average cutting force
decreases.

4.2. Analysis of Instantaneous Cutting Force

In LUAT and CT, 80 sampling points are, respectively extracted when the tool is turning 5 mm
under the condition of vw = 100 mm/s. The instantaneous cutting force in the main turning direction is
compared in Figure 10.
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(a) LUAT (b) CT 

Figure 10. Instantaneous cutting force in main turning direction. ( a) LUAT; ( b) CT.

During the CT process, the tool extrudes the workpiece to deform, the stress and strain continue
to accumulate until the workpiece material fails—this is how the chips generate. Conversely, as shown
in Figure 11, due to the periodic contact separation between tool and workpiece, the stress form of
workpiece changes from extrusion to high-frequency impact, and the peak value of instantaneous
cutting force is signi�cantly larger than that of CT.

��

 
 

(a) Principle of chip formation (b) Simulation results  

Figure 11. Formation of BMG chips. ( a) Principle of chip formation; ( b) simulation results.

Furthermore, due to the contact-separation phenomenon, the periodic change of cutting force
with chip breaking is more obvious. In CT, when the tool contacts the workpiece continuously, the
BMG is still squeezed by the tool when the chip generates. In contrast, during the LUAT, the larger
instantaneous cutting force and the impact of the tool under the contact separation state are more
conducive to the failure of BMG, which promotes the generation of chips.

4.3. Internal Stress Analysis of Workpiece

The von Mises stress �eld obtained at di � erent workpiece speeds from the simulation of LUAT
and CT is shown in Figure 12. It can be noticed that in low-speed turning, the maximum von Mises
stress of LUAT is signi�cantly smaller than that of CT. With the increase of workpiece speed, the
machining stress of LUAT increases gradually. In high-speed turning, the machining stress of LUAT
is similar to that of CT. This is consistent with the observation from the average turning force above.
Lower average turning force has an e� ect on von Mises stress in low speed LUAT. In addition, taking
the contact-separate phenomenon into account, the relationship between the tool and the workpiece
changes from continuously extrusion to discontinuously impact. The lower the turning speed is, the
longer time the tool is separate to the workpiece in a single period, thus the materials in between
can spring-back and release the stress. However, when the turning speed goes up, as the separated
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time decrease, the turning process becomes increasing continuously, hence the spring-back no longer
happen. In short, the e� ect of longitudinal ultrasonic vibration only works at low turning speed when
turning the BMG.

��

Figure 12. Maximum Mises stress of LUAT and CT.

Figure 13 depicts the von Mises stress nephogram of LUAT and CT at di � erent turning speed
in BMG turning. As depicted in �gure, the maximum stress by LUAT in the �rst deformation area
is obviously smaller than that by CT. Due to the phenomenon of discontinuous contact, the local
deformation of the contact surface changes from extrusion to high-frequency impact, accordingly the
stress can be released during separation. This results in the decrease of shear slip deformation and
work hardening in the �rst deformation zone of the BMG. It can be easily observed that there is less
residual stress in machined surface in LUAT, which represents less extrusion and friction during the
turning process, given that the crystallization or even phase transition of BMG can be mitigated.
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(a) 100 mm/s, LUAT (b) 100 mm/s, CT 

  

(c) 200 mm/s, LUAT (d) 200 mm/s, CT  

Figure 13. Cont.
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(e) 300 mm/s, LUAT (f) 300 mm/s, CT 

��

Figure 13. Maximum von Mises stress of LUAT and CT. ( a) 100 mm/s, LUAT (b) 100 mm/s, CT; (c) 200
mm/s, LUAT (d) 200 mm/s, CT; (e) 300 mm/s, LUAT ( f ) 300 mm/s, CT.

Shapes and Von Mises stress in chips of LUAT and CT are depicted in Figure 14, respectively.
During turning process, the BMG would be softened in the crack areas in chips, which can damage the
tool and reduce the machined surface quality. In the case of LUAT, the residual stress in the chip is
less than that in CT, which can improve the chip integrity. In addition, due to the promoting e � ect
of chip formation, the chip of LUAT is more curved than that of CT, which is bene�cial for releasing
the residual stress, promoting chip removal during the turning process and improving the quality
of machining.
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(a) LUAT (b) CT 

��

Figure 14. Shapes and von Mises stress in chips. (a) LUAT; ( b) CT.

5. Conclusions

To improve the turning performance of BMG, �rst, a longitudinal ultrasonic vibration turning
system was designed and then relative modal and harmonic response analysis was conducted.
The analyses indicated that the vibration shape of the system met the design requirements at 19th
mode. Through the experimental test, it turned out that the vibration amplitude of the system can
reach 12� m, which veri�ed the design and the simulation. Therefore, the established LUAT system
can realize ultrasonic assisted turning. Then the critical turning speed was derived, which proved
a key factor of the e� ect of ultrasonic vibration and is determined by the parameters of the turning
system. Finally turning simulations in di � erent turning speeds were conducted on Vit1 BMG described
by D–P constitutive model. For this work, the following conclusions can be drawn:

1. Simulation and theoretical analysis show that there is a critical turning speed in LUAT, which
is determined by the longitudinal ultrasonic device. When the turning speed is lower than the
critical turning speed, the longitudinal ultrasonic vibration can e � ectively reduce the average
cutting force and von Mises stress of BMG cutting processing;
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2. When the longitudinal ultrasonic vibration is applied in low speed turning, the tool and workpiece
will have contact-separation phenomenon, which is conducive to the reduction of average cutting
force and the periodic formation of chips;

3. During the turning process of BMG, the application of longitudinal ultrasonic vibration is
rewarding to the formation of chips, so that the periodicity of instantaneous turning force is more
obvious, which can help to form more regular chips and machined surface morphology;

4. LUAT can remarkably decrease the von Mises stress in both chips and machined surface, especially
in the �rst deformation zone. This reduction is bene�cial to improve the turning process of BMG.
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Abstract: In order to achieve the industrial application of ultrasonic energy in the continuous casting
and rolling production of aluminum alloy, a new type of L-shaped ultrasonic rod was used to introduce
an ultrasonic bending vibration into the aluminum melt in the launder during the horizontal twin-roll
continuous casting and rolling process of a 1060 aluminum alloy. The e � ects of the ultrasonic bending
vibration on the microstructure and properties of the 1060 aluminum alloy cast rolling strip and its
subsequent cold rolling strip were studied experimentally, and the e � ect of the ultrasonic-assisted
re�ning with di � erent amounts of Al-Ti-B re�ner was explored. The results show that under the same
addition amount of Al-Ti-B re�ner, the ultrasonic bending vibration can re�ne the grains of the cast
rolling strip, make the distribution of precipitates more uniform, reduce the slag inclusion defects,
and improve the mechanical properties to a certain extent. The microstructure and properties of the
ultrasonic cast rolling strip with 0.18 wt% Al-Ti-B re�ner or 0.12 wt% Al-Ti-B re�ner are better than
those of the conventional cast rolling strip, but the microstructure and properties of the ultrasonic cast
rolling strip with 0.09 wt% Al-Ti-B re�ner are slightly worse than those of the conventional cast rolling
strip. Moreover, after cold rolling, the e � ect of the ultrasonic bending vibration on the improvement
of the microstructure and properties of the aluminum alloy strip is inherited. A comprehensive
analysis shows that the use of ultrasonic energy in this paper cannot completely replace the e � ect of
the Al-Ti-B re�ner, but it can reduce the addition amount of the Al-Ti-B re�ner by 1 /3.

Keywords: ultrasonic bending vibration; 1060 aluminum alloy; twin-roll casting; microstructure;
mechanical properties

1. Introduction

Aluminum alloy is the most widely used non-ferrous metal structure material in the metallurgy,
chemical, construction, transportation, aerospace, and weapons industries [1,2]. With the application of
aluminum alloys in the high-tech �eld, stricter requirements are imposed on the structure and properties
of aluminum alloys [ 3,4]. At present, grain re�nement by adding an Al-Ti-B re�ner is an e � ective
way to improve the performance of aluminum alloy strips in casting and rolling production [ 5–7].
A large number of researchers have studied and improved the Al-Ti-B re�ner to improve its re�ning
e� ciency [8–11]. However, the addition of the Al-Ti-B re�ner will generate several undesirable
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by-products, including the formation of particle aggregates, local defects, and impurities; in addition,
the re�ner when used as a consumable also increases the cost of the casting and rolling production.

In recent years, the use of additional physical �elds such as ultrasonic vibration or pulsed
magneto-oscillation (PMO) to replace the re�ner used to re�ne the grains has aroused interest among
researchers [12–16]. Xia et al. [17] used ultrasonic vibration to treat a 3003 aluminum alloy in continuous
casting and rolling and found that the e � ect of ultrasonic treatment was better than that of adding
Al-Ti-B re�ner and that the re�ner could be completely replaced, reducing the production cost and
improving the material properties of the strip. Shi et al. [ 18] applied ultrasonic vibration to the
process of 8011 aluminum alloy twin roll casting and rolling, and the research results showed that
through the e � ect of ultrasonic vibration, the grains of the strip were made smaller and the mechanical
properties were improved to a certain extent. Xu et al. [ 19] reduced the amount of Al-Ti-B by applying
a electromagnetic �eld to the cast rolling of the 1100 aluminum alloy. It was found that the re�ning
e� ect of adding 0.1 wt% Al-Ti-B re�ner under the electromagnetic �eld roll-casting conditions was
better than that of adding 0.4 wt% Al-Ti-B re�ner under the conventional roll-casting conditions.

The key to the realization of ultrasonic-assisted metal solidi�cation forming is the introduction of
the ultrasonic wave. High-energy ultrasound can cause a cavitation e � ect and acoustic �ow e � ect in
the melt. With the increase in ultrasonic power, the e � ects will be signi�cantly enhanced [ 20]. Due to
these e� ects, the homogeneity of solute elements and �uidity of the melt can be enhanced, as well as
improving the grain re�nement and melt degassing e � ciency [21–24]. At present, most researchers use
a method of directly introducing ultrasonic waves in the upper part of the melt to treat the metal melt.
The ultrasonic transducer is subjected to direct thermal radiation and a thermal shock from the molten
metal, which often causes the transducer to be detuned or even damaged during the casting process.
In addition, the titanium alloy ultrasonic radiator in contact with the melt is easily eroded [ 25–27].
These have made it di� cult to achieve long-term ultrasonic e � ects in metal melts.

In recent years, our research group has developed a new type of L-shaped ultrasonic rod
which uses a nano ceramic radiator to avoid the ultrasonic transducer being directly a � ected by
high-temperature heat radiation and resist the erosion of metal melt, which can meet the requirements
of long-term continuous work and is conducive to industrial application. Shi et al. [ 28] applied
the L-shaped ultrasonic device to the solidi�cation process of a large 2A14 aluminum alloy ingot
(' 830 mm � 6000 mm). The study showed that it can signi�cantly re�ne the grains of the large
ingot, e� ectively decrease the degree of solute segregation, and improve its mechanical properties.
The mechanical vibration generated by the ultrasonic transducer was conducted by an L-shaped
ultrasonic rod, which formed an ultrasonic bending vibration at the head of the ceramic tool and led to
metal melt. Based on the industrial test, this paper studies the in�uence of ultrasonic bending vibrations
on the microstructure and properties of a 1060 aluminum alloy strip in the casting and rolling process
and explores the ultrasonic-assisted re�ning e � ect of Al-Ti-B re�ner in di � erent usage conditions.

2. Material and Methods

2.1. Experimental Equipment

A new self-made L-shaped ultrasonic rod was used in the experiment, as shown in Figure 1.
The L-shaped ultrasonic rod was composed of a transducer, a �rst-level horn that transmitted
longitudinal mechanical vibrations in the horizontal direction, a second-level horn that transmitted
bending vibrations in the vertical direction, and a ceramic radiator. The material used for the horn was
a TC4 titanium alloy, and the material used for the ceramic radiator in direct contact with the metal
melt was nano-silicon nitride ceramic. The working frequency of the ultrasonic wave was 21 � 0.2 kHz
and the power range was 0–1000 W.
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Figure 1. L-Shaped ultrasonic rod device.

2.2. Experimental Material

The experimental material was the 1060 aluminum alloy with the chemical composition listed in
Table 1.

Table 1. Chemical compositions of the 1060 aluminium alloy (wt%).

Si Cu Mg Zn Mn Ti V Fe Al

� 0.25 � 0.05 � 0.05 � 0.05 � 0.05 � 0.03 � 0.05 0–0.4 Bal.

2.3. Experimental Procedures

The experiment was performed on a horizontal two-roll continuous cast rolling unit. Four groups
of continuous casting and rolling experiments were carried out on the 1060 aluminum alloy: (1) adding
0.18 wt% Al-Ti-B re�ner, conventional casting and rolling; (2) adding 0.18 wt% Al-Ti-B re�ner
and applying an ultrasonic bending vibration; (3) adding 0.12 wt% Al-Ti-B re�ner and applying
an ultrasonic bending vibration; (4) adding 0.09 wt% Al-Ti-B re�ner and applying an ultrasonic
bending vibration. The process of the 1060 aluminum alloy ultrasonic-assisted twin-roll continuous
casting and rolling is shown in Figure 2.
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Figure 2. Schematic (a) and �eld picture ( b) of the continuous casting and rolling of the 1060
aluminum alloy.
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The technological parameters of the twin-roll casting unit were as follows: the roll gap was
5.7 mm, the twin roll casting speed was 0.85 m/min, the pouring temperature of the aluminum melt
measured by the thermocouple was 695 � C, the temperature of the cooling water inlet in the roll was
34 � C, the water outlet was 41 � C, and the water pressure was 0.9 MPa. The parameters of the ultrasonic
equipment were as follows: the power of ultrasonic wave was 800 W, the frequency was 21 � 0.2 kHz,
and the ceramic radiator was inserted into the aluminum melt surface in the launder at about 50 mm.

2.4. Test Method

2.4.1. Microstructure Analysis of the Cast Rolling Strip Samples

The 20� 20 � 6 mm samples were cut at a distance of 20 mm from the edge of the cast rolling
strips. The samples were ground and polished in the MP-2B polishing machine and the morphology,
size, and distribution of the precipitated phases were observed using a Phenom fully automatic
scanning electron microscopy (Phenom-world BV, The Netherlands). Then, the electrolyte (19 mL
water, 38 mL concentrated sulfuric acid, 43 mL phosphoric acid) was prepared for anodic coating.
The current was controlled at 0.2 A, the temperature was controlled at 20 � C~30 � C, and the surface
was observed every 30 s. After the grains appeared, the pictures of the grains on di � erent sides of
the cast rolling strip samples were obtained by a metallographic microscope (OLYMPUS DSX500
metallurgical microscope (Olympus, Japan)).

2.4.2. Microstructure Analysis of the Cold Rolling Strip Samples

In order to investigate the evolution of the microstructure and properties of the cast rolling strip
after cold rolling, 4 groups of cold rolling strips with 0.3 mm thickness were obtained after the cold
rolling of 4 groups of cast rolling strips. The 10 mm � 20 mm rectangular samples were cut in the
middle of the cold rolling strips. After the electrolytic (90 mL of alcohol, 5 mL of water, 7 mL of
perchloric acid) was prepared for electrolytic polishing, the morphology, size, and distribution of
the precipitated phase were observed using a Phenom fully automatic scanning electron microscope
(Phenom-world BV, The Netherlands). Then, an electrolytic (40 mL of water, 1 mL of HF) was prepared
for anode coating, and grain pictures were obtained through a metallographic microscope (OLYMPUS
DSX500 metallurgical microscope (Olympus, Japan)).

2.4.3. Test Mechanical Properties

Refer to the ASTME8M-04 metal material tensile test method for the tensile property test. Standard
tensile samples were cut along the 0� direction of the strip (casting and rolling direction, RD), 45 � , and
90� (transverse casting and rolling direction, TD). The tensile properties of the samples were tested at
room temperature with the MTS 810 universal material testing machine (USA). The strain rate was
2 mm/min.

3. Results and Discussions

3.1. E� ect of the Ultrasonic Bending Vibration on the Grain Microstructure of the 1060 Aluminum Alloy Cast
Rolling Strip and Subsequent Cold Rolling Strip

The microstructure of the 1060 aluminum alloy after continuous casting and rolling is shown in
Figure 3. It can be seen from the �gure that the grains on the upper surface of the cast rolling strips are
obviously elongated and have become �brous; on the longitudinal section of the cast rolling strips,
the grains are also �brous. In comparison, it was found that the �brous grains of the ultrasonic cast
rolling strip tested with the 0.18 wt% Al-Ti-B re�ner and the ultrasonic cast rolling strip tested with the
0.12 wt% Al-Ti-B re�ner were �ner, with average grain sizes of approximately 39.6 � m and 34.5� m,
respectively. The average grain size of the conventional cast rolling strip tested with the 0.18 wt%
Al-Ti-B re�ner was about 50.2 � m, and the grain size of the ultrasonic cast rolling strip tested with the
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0.09 wt% Al-Ti-B was somewhat coarse and unevenly distributed, and the average grain size was about
54.0� m. On the cross section of the cast rolling strips, the grain size of the ultrasonic cast rolling strip
tested with the 0.18 wt% Al-Ti-B re�ner and the ultrasonic cast rolling strip tested with the 0.12 wt%
Al-Ti-B re�ner were �ne and uniform, and the average grain size was about 29.5 � m and 28.6 � m,
respectively. Meanwhile, the average grain size of the conventional cast rolling strip with the 0.18 wt%
Al-Ti-B re�ner was about 33.4 � m, and that of the ultrasonic cast rolling strip with the 0.09 wt% Al-Ti-B
re�ner was coarser and unevenly distributed, with an average grain size of about 35.1 � m.
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�•
�•

�•

�•

 

Figure 3. Grain microstructure of the 1060 aluminum alloy cast rolling strips: ( a–c) the top surface,
longitudinal section, cross section of the strip with added 0.18 wt% Al-Ti-B re�ner and applied
conventional treatment; ( d–f ) the top surface, longitudinal section, cross section of the strip with added
0.18 wt% Al-Ti-B re�ner and applied ultrasonic treatment; ( g–i ) the top surface, longitudinal section,
cross section of the strip with added 0.12 wt% Al-Ti-B re�ner and applied ultrasonic treatment; ( j–l ) the
top surface, longitudinal section, cross section of the strip with added 0.09 wt% Al-Ti-B re�ner and
applied ultrasonic treatment.
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It can be seen from the above comparison that under the same 0.18 wt% Al-Ti-B re�ner addition,
the average grain size of the ultrasonic cast rolling strip was signi�cantly smaller than that of the
conventional cast rolling strip, indicating that the ultrasonic bending vibration could e � ectively re�ne
the grain microstructure of the cast rolling strips. When the Al-Ti-B re�ner addition was reduced
to 0.12 wt%, the average grain size of the ultrasonic cast rolling strip was still smaller than that of
the conventional cast rolling strip, but when the Al-Ti-B re�ner addition was reduced to 0.09 wt%,
the grain sizes of the ultrasonic cast rolling strip also became coarse and uneven, and the average grain
size exceeded that of the conventional cast rolling strip with 0.18 wt% Al-Ti-B re�ner.

The microstructure of the 1060 aluminum alloy cast rolling strip after the subsequent cold rolling
is shown in Figure 4. Compared with the conventional cold rolling strip, the ultrasonic cast rolling strip
with 0.18 wt% Al-Ti-B re�ner or 0.12 wt% Al-Ti-B re�ner had an obvious �ber structure that was �ner
and more uniform, without obvious blocks; the 0.18 wt% Al-Ti-B re�ner-added ultrasonic cast rolling
strip had the �nest �ber structure after cold rolling. However, the 0.09 wt% Al-Ti-B re�ner-added
ultrasonic cast rolling strip had the tendency to coarsen the �ber grains after cold rolling.

��

 

Figure 4. Grain structure after the subsequent cold rolling of the 1060 aluminum alloy cast rolling strip:
(a) the top surface of the strip with added 0.18 wt% Al-Ti-B re�ner and applied conventional treatment;
(b) the top surface of the strip with added 0.18 wt% Al-Ti-B re�ner and applied ultrasonic treatment;
(c) the top surface of the strip with added 0.12 wt% Al-Ti-B re�ner and applied ultrasonic treatment;
(d) the top surface of the strip with added 0.09 wt% Al-Ti-B re�ner and applied ultrasonic treatment.

3.2. E� ect of the Ultrasonic Bending Vibration on the Precipitated Phases of the 1060 Aluminum Alloy Cast
Rolling Strip and Subsequent Cold Rolling Strip

The precipitated phases on the surface, longitudinal section, and cross section of the 1060 aluminum
alloy cast rolling strips under di � erent treatments are shown in Figure 5. It can be seen that on the
upper surface, longitudinal section, and cross section, the precipitated phase of the conventional cast
rolling strip with 0.18 wt% Al-Ti-B re�ner is coarse, unevenly distributed, and enriched, and the slag
inclusion defects are very obvious; meanwhile, the precipitated phases in the ultrasonic cast rolling
strip with 0.18 wt% Al-Ti-B re�ner or 0.12 wt% Al-Ti-B re�ner are more dispersed and uniformly
distributed, and there are no large slag inclusion defects. However, when the addition amount of the
Al-Ti-B re�ner is reduced to 0.09 wt%, the precipitated phases of the ultrasonic cast rolling strip tend to
be coarsened and the slag inclusion defects increase. This shows that the ultrasonic bending vibration
can make the precipitated phases of the 1060 cast rolling strip disperse and uniformly distributed to
a certain extent, and can signi�cantly reduce the slag inclusion defects in the cast rolling strip.
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Figure 5. Precipitated phases of the 1060 aluminum alloy cast rolling strips: ( a–c) the top surface,
longitudinal section, cross section of the strip with added 0.18 wt% Al-Ti-B re�ner and applied
conventional treatment; ( d–f ) the top surface, longitudinal section, cross section of the strip with added
0.18 wt% Al-Ti-B re�ner and applied ultrasonic treatment; ( g–i ) the top surface, longitudinal section,
cross section of the strip with added 0.12 wt% Al-Ti-B re�ner and applied ultrasonic treatment; ( j–l ) the
top surface, longitudinal section, cross section of the strip with added 0.09 wt% Al-Ti-B re�ner and
applied ultrasonic treatment.

The precipitated phases on the surfaces of the 1060 aluminum alloy cast rolling strips after
subsequent cold rolling under di � erent treatments are shown in Figure 6. Compared with the
subsequent cold rolling of the strip with conventional treatment, the ultrasonic cast rolling strip
after cold rolling has a �ne dispersed phase, a regular shape, and a relatively uniform distribution.
This indicates that the solute elements in the material have uniformly di � used into the aluminum
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matrix, which can reduce the degree of component segregation. However, the size, shape, and
distribution of the precipitated phases are not uniform, and there is an obvious solute enrichment
area in the conventional cast rolling strip with the 0.18 wt% Al-Ti-B re�ner addition after cold rolling.
In addition , compared with the three types of ultrasonic cast rolling strips with the addition of the
Al-Ti-B re�ner, the ultrasonic cast rolling strip with added 0.18 wt% Al-Ti-B re�ner or 0.12 wt% Al-Ti-B
re�ner has fewer slag inclusion defects after the cold rolling.

��

 

Figure 6. The precipitated phases of the subsequent cold rolling of the 1060 aluminum alloy cast
rolling strip: ( a) the top surface of the strip with added 0.18 wt% Al-Ti-B re�ner and applied
conventional treatment; ( b) the top surface of the strip with added 0.18 wt% Al-Ti-B re�ner and applied
ultrasonic treatment; ( c) the top surface of the strip with added 0.12 wt% Al-Ti-B re�ner and applied
ultrasonic treatment; ( d) the top surface of the strip with added 0.09 wt% Al-Ti-B re�ner and applied
ultrasonic treatment.

3.3. The E� ect of the Ultrasonic Bending Vibration on the Mechanical Properties of the 1060 Aluminum Alloy
Cast Rolling Strips and Subsequent Cold Rolling Strips

The test results of the mechanical properties of the 1060 aluminum alloy cast rolling strips under
four treatment conditions are shown in Table 2. It can be seen that in terms of tensile strength, adding
the 0.18 wt% Al-Ti-B to the ultrasonic cast rolling strip improves the tensile property by 2%, while the
other three have no signi�cant di � erence. In terms of yield strength, compared with the addition of the
0.18 wt% Al-Ti-B re�ner to the conventional cast rolling strip, the addition of the 0.18 wt% Al-Ti-B
re�ner, 0.12 wt% Al-Ti-B re�ner, and 0.09 wt% Al-Ti-B re�ner to the ultrasonic cast rolling strip caused
a decrease of 0.98%, 0.98%, and 1.83%, respectively. In terms of elongation, compared to adding the
0.18 wt% Al-Ti-B re�ner to the conventional cast rolling strip, adding the 0.18 wt% Al-Ti-B re�ner,
0.12 wt% Al-Ti-B re�ner, and 0.09 wt% Al-Ti-B re�ner to the ultrasonic cast rolling strip caused an
improvement of 6.42%, 2.73%, and 2.71%, respectively. Similarly, percentage reduction of area also
increased by 2%, 2.52% and 1.57%, respectively. In summary, under the action of the ultrasonic bending
vibration, the mechanical properties of the cast rolling strips have been improved to a certain extent.
When the addition amount of the Al-Ti-B re�ner was 0.18 wt%, the mechanical properties of the cast
rolling strip had the greatest improvement.

The mechanical properties of the 1060 aluminum alloy cast rolling strip after cold rolling under
four treatment conditions are shown in Table 3. It can be seen that in terms of tensile strength,
compared with the conventional cast rolling strip with added 0.18 wt% Al-Ti-B re�ner after cold rolling,
the addition of the 0.18 wt% Al-Ti-B re�ner, 0.12 wt% Al-Ti-B re�ner, and 0.09 wt% Al-Ti-B re�ner
to the ultrasonic cast rolling strip after cold rolling all caused an improvement of 6.36%, 5.76%, and
1.68%, respectively. In terms of elongation, compared with the addition of the 0.18 wt% Al-Ti-B re�ner
to the conventional cast rolling strip after cold rolling, the addition of 0.18 wt% Al-Ti-B re�ner to
the ultrasonic cast rolling strip after cold rolling caused an increase of 4.11%, but the addition of the
0.12 wt% Al-Ti-B re�ner or 0.09 wt% Al-Ti-B re�ner to the ultrasonic cast rolling strip after cold rolling
caused a reduction of 8.9% and 4.79%, respectively. This shows that the e� ect of the ultrasonic bending
vibration on the mechanical properties of the cast rolling strip has been extended after the cold rolling,
which is bene�cial to the further processing of the cold rolling strip.
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Table 2. Mechanical properties of the 1060 aluminum alloy cast rolling strips with di � erent treatments.

Samples Direction
Tensile

Strength /MPa
Yield

Strength /MPa
Elongation /%

Reduction in
Area/%

0.18 wt%
Al-Ti-B

conventional

RD (cast rolling
direction)

91.26 64.15 49.8 85.79

45� 84.66 62.46 46.16 88.12
TD (transverse

cast rolling
direction)

90.54 65.57 49.24 85.69

0.18 wt%
Al-Ti-B

ultrasound

RD 93.46 64.18 51.28 87.98
45� 86.02 65.05 46.48 91.58
TD 92.25 61.06 56.76 85.18

0.12 wt%
Al-Ti-B

ultrasound

RD 91.09 62.37 49.88 90.14
45� 84.96 62.29 45.72 90.63
TD 90.95 65.63 53.56 85.36

0.09 wt%
Al-Ti-B

ultrasound

RD 91.74 62.05 49.00 88.02
45� 84.95 62.88 47.48 90.13
TD 90.62 63.75 52.64 85.52

Table 3. Mechanical properties of subsequent cold rolling of the strips of the 1060 aluminum alloy cast
rolling strip with di � erent treatments.

Samples Direction
Tensile

Strength /MPa
Yield

Strength /MPa
Elongation /%

0.18 wt% Al-Ti-B
conventional

RD 150.73 148.10 2.92
45� 145.06 141.40 3.8
TD 153.51 153.00 2.04

0.18 wt% Al-Ti-B
ultrasound

RD 167.02 165.48 2.96
45� 153.5 149.58 3.08
TD 157.38 156.61 3.08

0.12 wt% Al-Ti-B
ultrasound

RD 165.4 165.15 2.61
45� 156.75 154.94 3.25
TD 153.02 153.02 2.12

0.09 wt% Al-Ti-B
ultrasound

RD 152.85 152.22 1.85
45� 149.7 145.92 2.52
TD 154.3 153.53 3.96

3.4. Discussion

According to the experimental research in this paper, it can be concluded that the ultrasonic
bending vibration improves the re�nement e � ciency of the Al-Ti-B re�ner. Compared with the
conventional casting and rolling strip with the 0.18 wt% Al-Ti-B re�ner, the grain size of the ultrasonic
casting and rolling strip with the 0.18 wt% Al-Ti-B re�ner or 0.12 wt% Al-Ti-B re�ner are smaller,
the precipitated phases are dispersed, the distribution is uniform, and the mechanical properties are
also improved. Moreover, after the cold rolling of the casting and rolling strip, the e � ect of the ultrasonic
bending vibration on the improvement of the microstructure and properties of the aluminum alloy
strip is inherited.

Al-Ti-B re�ner plays an important role in the grain re�nement of the aluminum alloy, and the
re�nement e � ect of the re�ner is largely determined by the size and shape of the TiB 2 particles and
TiAl 3 phase. The �ne and uniformly distributed TiAl 3 phase and the dispersed and isolated TiB2

particles are all helpful in improving the re�ning e � ect of the re�ner [ 29,30]. TiB2 particles inoculated
into the melt through the Al-Ti-B master alloys are able to enhance the heterogeneous nucleation of
� -Al grains [ 31–33]. However, TiB 2 particles are small in size and easy to aggregate into clusters,
which are di � cult to separate when added into the melt metal. Due to their high density and being
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easy to deposit, TiB2 particles basically lose the role of the nucleation core, reducing the re�ning
e� ciency and becoming inclusions, thus reducing the quality of the aluminum products [ 34,35].

The ultrasonic bending vibration induced by the L-shaped ultrasonic rod into the aluminum melt
in the launder will produce a signi�cant acoustic �ow e � ect, which will produce an obvious stirring
and scouring e� ect in the aluminum melt. This causes the TiB2 particles to be evenly distributed in
the aluminum melt, reduces the aggregation and precipitation of the TiB 2, and makes the e� ect of
the grain re�nement more obvious. At the same time, the stirring e � ect of the ultrasonic bending
vibration can promote the di � usion of the alloy elements in the aluminum melt and solid solution in
the aluminum matrix, reduce the micro segregation, and inhibit the formation of coarse compounds,
thus strengthening the matrix.

However, when the amount of Al-Ti-B re�ner is reduced from 0.18 wt% to 0.09 wt%, even if
it has the e� ect of the ultrasonic bending vibration the microstructure and properties of the 1060
aluminum alloy cast rolling strip and its subsequent cold rolling strip will deteriorate. This shows
that the ultrasonic energy applied in the continuous casting and rolling process of the 1060 aluminum
alloy in this paper cannot completely replace the role of the Al-Ti-B re�ner. However, it can also be
found from the text that when the amount of Al-Ti-B re�ner is reduced from the conventional 0.18 wt%
to 0.12 wt%, the microstructure and properties of the 1060 aluminum alloy cast rolling strip and its
subsequent cold rolling strip are better than those of the conventional. The ultrasonic energy applied in
this paper can reduce by the 1/3 amount of Al-Ti-B re�ner used during continuous casting and rolling
of the 1060 aluminum alloy, which is conducive to reducing the production costs.

4. Conclusions

(1) When the ultrasonic bending vibration is applied to the 1060 aluminum alloy during continuous
casting and rolling under the condition of the same amount of Al-Ti-B re�ner, the grains of the
cast rolling strip are re�ned, the precipitated phases are dispersed and evenly distributed, the
defects are obviously reduced, and the mechanical properties of the cast rolling strip are improved.
The microstructure and properties of the ultrasonic cast rolling strip with 0.18 wt% Al-Ti-B re�ner
or 0.12 wt% Al-Ti-B re�ner are better than those of the conventional cast rolling strip, but the
microstructure and properties of the ultrasonic cast rolling strip with the 0.09 wt% Al-Ti-B re�ner
are worse than those of the conventional cast rolling strip.

(2) The microstructure and properties of the 1060 aluminum alloy ultrasonic cast rolling strips after
cold rolling with 0.18 wt% Al-Ti-B re�ner or 0.12 wt% Al-Ti-B re�ner are better than those of
the conventional cast rolling strip after cold rolling, but the microstructure and properties of
the ultrasonic cast rolling strip with added 0.09 wt% Al-Ti-B re�ner are worse than those of
conventional cast rolling strip. This indicates that the e � ect of the ultrasonic bending vibration on
the improvement of the microstructure and properties of the aluminum alloy strips is inherited
during the cold rolling process, which is conducive to further processing.

(3) Applying the ultrasonic bending vibration during the continuous casting and rolling of the 1060
aluminum alloy can reduce the addition of Al-Ti-B re�ner by 1 /3. The L-shaped ultrasonic rod is
resistant to high temperatures, and the transducer is not a � ected by the direct high temperature
radiation of the aluminum melt. In addition, the nano ceramic radiator will not be eroded by
long-term contact with the aluminum melt, which can realize continuous industrial production
and reduce the production costs of industrial production.
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Abstract: In order to achieve long-term and stable ultrasonic treatment in the direct chill
semi-continuous casting process, a new L-shaped ceramic ultrasonic wave guide rod is designed
to introduce ultrasonic bending vibration into 2A14 aluminum alloy melt. The e � ect of ultrasonic
bending vibration on the solidi�cation structure and composition segregation of large 2A14 aluminum
alloy ingots ( ' 830 mm � 6000 mm) in the process of semi-continuous casting were studied by
means of a direct reading spectrometer, scanning electron microscope, metallographic microscope,
and hardness test. The ultrasonic ingot treated by bending vibration was compared with the ingot
without ultrasonic treatment and the ingot treated by the traditional straight-rod titanium alloy
wave guide rod. The results show that, during the solidi�cation of 2A14 aluminum alloy, ultrasonic
treatment can signi�cantly re�ne the grain, break up the agglomerated secondary phase, and make its
distribution uniform. The macro-segregation degree of solute including the negative segregation at
the edge of the ingots and the positive segregation in the center can be reduced. Through comparative
analysis, the macrostructure of the ingot, treated by the L-shaped ceramic ultrasonic wave guide
rod, was found to be better than that of the ingot treated by the traditional straight-rod titanium
alloy wave guide rod. In particular, the grain re�nement e � ect at the edge of the ingot was the best,
the secondary phase was smaller, more solute elements can be dissolved into the� -Al matrix, and the
ability of the L-shaped ultrasonic wave guide rod to restrain segregation was stronger at the edge of
the ingot.

Keywords: L-shaped ultrasonic wave guide rod; ultrasonic bending vibration; 2A14 aluminum alloy;
solidi�cation structure; composition segregation

1. Introduction

A 2A14 aluminum alloy is a typical Al-Cu-Mg-Si alloy. Because of its high copper content, it
has high strength and belongs to high strength duralumin [ 1–3]. It has good heat resistance, forging
and welding properties, and it can be manufactured into free forgings, and die forgings with complex
shapes, which are widely used in the �eld of aerospace [ 4–8]. Direct chill semi-continuous casting is
one of the most e� ective technologies to produce large aluminum alloy ingots [ 9]. Due to the uneven
distribution of temperature �eld and �ow �eld in the solidi�cation areas during casting, there are many
problems in the large-scale aluminum alloy ingots, produced by traditional casting methods, which can
easily cause an uneven distribution of solidi�cation structure and solute composition, and defects,
such as coarse grain, composition segregation, hot cracking, and shrinkage cavities. In particular,
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macro-segregation directly a� ects the quality of ingots and the subsequent �nished products ratio of
forging, and increases the material processing loss and production cost [10–13].

At present, applying appropriate ultrasonic vibration in the process of metal solidi�cation is
a good method to reducing casting defects, obtaining good structure and improving mechanical
properties of materials [ 14–17]. Abramov V et al. [ 18] studied the e� ect of the ultrasonic treatment of the
water-cooled transducer on the microstructure and properties of di � erent industrial aluminum based
alloy. The e� ect of ultrasonic treatment on the microstructure of as-cast alloy can be summarized as
follows: Reduction of mean grain size, variation of phase distribution, and better material homogeneity
and segregation control. Eskin et al. [19] introduced ultrasonics into the semi-continuous casting of
aluminum alloy, produced AA2324 aluminum alloy round ingot with a diameter of 1200 mm. It was
found that the grain after ultrasonic treatment was generally re�ned, and the solidi�cation structure
was non-dendrite. Li Xiaoqian et al. [ 20–23] studied the principle and mechanism of ultrasonic
treatment with the straight-rod wave guide rod, analyzed the in�uence of ultrasonic power, frequency,
and insertion depth of ultrasonic rods on the quality of large-diameter ingot, carried out a large number
of casting experiments, and successfully obtained 2XXX and 7XXX ultrasonic large-diameter aluminum
alloy ingots of various sizes.

However, there are some problems in the ultrasonic treatment process, which hinder its wide
application in metallurgical industry. The traditional ultrasonic radiation rod, made of titanium
alloy, was seriously corroded in the molten metal, thereby, reducing its service life and polluting
the aluminum melt [ 24–26]. Moreover, the ultrasonic transducer, connected with the traditional
straight-rod titanium alloy wave guide rod, is directly above the high-temperature metal melt, and the
melt produces direct high-temperature heat radiation to the ultrasonic transducer. This often leads
to the detuning problem of an ultrasonic vibration system or even damage of the transducer during
the casting process, so it is di� cult to achieve long-term stable ultrasonic treatment [ 27,28]. In this
work, to overcome these problems, a new L-shaped ceramic ultrasonic wave guide rod was designed
to introduce ultrasonic bending vibration into 2A14 aluminum alloy melt. The di � erences between
treatment by the L-shaped ultrasonic wave guide rod and treatment by the traditional straight-rod
titanium alloy wave guide rod were compared from the aspects of macrostructure, micro-grain size and
morphology, secondary phase characteristics and composition segregation. The purpose of this paper
is to verify the e � ectiveness of applying the L-shaped ultrasonic wave guide rod on the preparation of
homogeneous large-scale aluminum alloy ingots from the experimental point of view, and then to �nd
out the optimal ultrasonic introduction process, in order to provide certain theoretical guidance for
industrial production.

2. Material and Methods

2.1. Experimental Equipment

A new type of ultrasonic guided wave device which mainly composed of (1) a magnetosteric
transformer, (2) a L-shaped solid horn and (3) a tool head was designed, as shown in the Figure 1.
The working frequency of ultrasonic was 19 � 0.2 kHz, the power variation range was 0–1000 W, and the
amplitude was 10 � m. The L-shaped horn was composed of the �rst level horn, which propagated
the longitudinal vibration horizontally, and the second level horn, which propagated the bending
vibration vertically. The �rst level horn and the second level horn, as well as the tool head, transducer
and L-shaped horn were all connected by thread. The material of the horn was TC4 titanium alloy,
and the material of the tool head in direct contact with the metal melt was nano-silicon nitride
ceramics. The experimental device adopted the L-shaped ultrasonic wave guide rod, which made the
ultrasonic transducer not directly above the high-temperature molten metal, and e � ectively avoided
the direct radiation of high-temperature heat �ow to the ultrasonic transducer, so as to improve the
working stability and reliability of the ultrasonic vibration system. Moreover, the L-shaped solid horn
transformed the sine wave transmitted longitudinally into the distorted wave transmitted transversely,
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so that the tool head inserted into the metal melt had strong ultrasonic transmission on its end face and
side, thus strengthening the mechanical vibration and acoustic streaming of ultrasonic in the melt.

��

 

�Â �Â �Â

Figure 1. Structure of ultrasonic guided wave device.

2.2. Materials

2A14 aluminum alloy is an aluminum alloy with Cu, Mg, and Si as the main alloying elements.
The experimental material was the 2A14 aluminum alloy with the chemical compositions listed in
Table 1.

Table 1. Chemical compositions of the 2A14 aluminum alloy (wt.%).

Element Si Cu Mg Zn Mn Ti Ni Fe Al

Content 0.6–1.2 3.9–4.8 0.4–0.8 � 0.30 0.4–1.0 � 0.15 � 0.10 0.0–0.7 Bal.

2.3. Experimental Process

The technological process of this ultrasonic casting experiment was as follows: The �rst step was
to bake the smelting furnace, and then about 10 tons of commercial purity aluminum were put into
the furnace. The material was heated and melted, and then fully stirred by electromagnetic stirrer.
After the surface scum of the aluminum liquid was removed, metal additives, like Cu and Mg, as
well as master alloy were added into the aluminum melt. Then, the sample was sent to the analysis
room for composition detection and analysis. After the compositions of the molten aluminum alloy
reached the required standard, Al-Ti-B wire rod was added. The molten aluminum was drained into
the hot top mold through the launder, and the casting started after the hydrogen measurement of
the melt was quali�ed. As shown in Figure 2a,b, ultrasonic wave was introduced into the aluminum
melt from the top directly above the center to realize ultrasonic casting. Finally, the large ingot, as
shown in Figure 2c, was transferred to the soaking pit furnace for homogenization treatment for 72 h.
After annealing treatment, the chill layer of about 10 mm thick on the surface of ingots was removed by
lathe. The speci�c casting parameters are shown in Table 2. In order to evaluate the e� ect of ultrasonic
guided wave device ultrasonic treatment, the speci�c experimental conditions and variables were set
as follows: (1) no ultrasonic treatment; (2) the pre-heated L-shaped ultrasonic wave guide rod was
immersed 70 mm below the liquid level of the melt, and the ultrasonic treatment with a power of
500 W was applied; (3) the pre-heated the straight-rod wave guide rod was immersed 70 mm below
the liquid level of the melt, and the ultrasonic treatment with a power of 500 W was applied.
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(a) (b) (c) 

Figure 2. 2A14 aluminum alloy ultrasonic semi-continuous casting: ( a) schematic diagram of casting;
(b) photo of casting site; and (c) ingot product.

Table 2. Casting process parameters of the 2A14 aluminum ingots.

Size/mm
Pouring

Temperature /� C
Cooling

Temperature /� C
Speed of Water
Flow /(L/min)

Speed of Introducing
Ingot /(mm/min)

' 830� 6000 706 24 540 22

A circular section with a thickness of 20 mm was cut at 400 mm away from the head of ingots
with a vertical band saw. A quarter of the section was taken for macrostructure analysis, and a long
strip with a width of 100 mm was cut along the radius direction for spectral analysis. The sampling
locations is shown in Figure 3. The speci�c analysis contents were as follows:

��

  

Figure 3. Sampling locations of ingot samples.

Firstly, the macrostructure of the samples was analyzed. After milling, the samples were polished
with �ne sandpaper, then the surface was cleaned with anhydrous ethanol, and the surface was treated
with Keller's solution for 10–20 s to observe the corrosion e � ect. Then, the strip sample was milled,
and the compositions were detected along the radius direction by the SPECTRO MAXx direct reading
spectrometer. A group of data were measured every 40 mm. Each group of data measured three
points and took the average value of them. Finally, the distribution curve of the alloy elements in the
ingots along the radial direction was drawn by using the measured data. Moreover, the microstructure
analysis was carried out. The sampling positions are shown in Figure 3. The positions A, B, and C
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in the �gure correspond to the structure of the center, the one half radius, and the edge of the ingot
samples, respectively. After the selected samples were polished, they were wiped with a cotton ball.
The secondary phase structure and energy spectrum analysis were carried out using a Phenom fully
automatic scanning electron microscope (Phenom-world BV, Holland). Then, their Vickers hardness
values were measured using a HV-1000A microhardness tester. The applied load was 1 N with the dwell
time of 10 s. Five results were tested for every samples, and after the maximum and minimum values
were discarded, an average of the remaining three values was applied. Finally, the metallographic
microstructure of the samples corroded by Keller's solution was observed using the OLYMPUS DSX500
metallurgical microscope (OLYMPUS Corporation, Japan), and the photos were taken, and the grain
sizes were measured by the OLYMPUS Stream image analysis software. The three-circle intercept
procedure was adopted. The measuring grid consists of three concentric circles of equal distance.
Their total perimeter is 500 mm. This grid was used to measure at least �ve di � erent �elds of view of
any choice for each specimen. The intercept points were counted manually with a mouse, and the
average of the line intercept was calculated automatically by the analysis software.

3. Results and Discussions

3.1. E� ect on Macrostructure

Figure 4 shows the macrostructure of the three casting ingots under di � erent casting processes.
Figure 4a shows that there are many dendrites, and coarse grains in the macrostructure of the ingot,
without ultrasonic treatment. By comparing the images from the a-1 to the a-5 of the Figure, it was
found that the grain near the edge of the ingot is the smallest, and the grain size from the edge
to the center of the ingot is increasing. This is because the direct e� ect of cooling water, near the
edge of the mold, made the under-cooling of the aluminum liquid in the edge area increase sharply,
which induced homogeneous nucleation, thus, forming a large amount of crystal nuclei and �ne
equiaxed grains. However, in the center of the ingot, higher melt temperature produce coarser grains,
mostly because of the de-activation of potent solidi�cation sites. Comparing Figure 4a–c demonstrated
that the macrostructure of the ingots with ultrasonic treatment is smaller and more uniform, compared
with the ingot without ultrasonic treatment. Further comparison between Figure 4b and c shows that
the e� ect of treatment by the L-shaped ultrasonic wave guide rod is slightly better than that of the
traditional straight-rod wave guide rod on the whole. The grain size of the macrostructure of the
ingots with ultrasonic treatment is smaller than that of the ingot without ultrasonic treatment, but the
di � erence between them is not very obvious. This is mainly because a large amount of Al-Ti-B wire
rod were added to the aluminum melt, as grain re�ners during semi-continuous casting, which had
achieved good grain re�nement e � ect. Overall, the grain re�nement e � ect under the synergistic e� ect
of ultrasonic and grain re�ners were signi�cantly better than under by adding only grain re�ners.
The treatment by the L-shaped ultrasonic wave guide rod can not only signi�cantly improve the
re�ning ability of Al-Ti-B re�ner, but also expand the e � ective range of the re�ners.
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Figure 4. Macrostructure of obtained under di � erent processing conditions: (a) no ultrasonic treatment;
(b) treatment by the L-shaped ultrasonic wave guide rod; ( c) treatment by the straight-rod ultrasonic
wave guide rod.

3.2. E� ect on Microstructure

Figure 5 shows the microstructure of the ingots cross-section along the radius under di � erent
processing conditions. It can be seen from the �gure that the grain size of the three ingots is decreasing
from the center to the edge. The dendrites in the center of the conventional ingot are dominant,
the secondary dendrite arms are large, and only a few �ne grains exist. At the one half radius mark,
the number of coarse dendrites decreases and the grain size is smaller. The grain is basically �ne
equiaxed at the edge. After ultrasonic treatment, the grain of the ingots is re�ned to a certain extent,
mainly �ne equiaxed grain with more uniform distribution, especially in the center and at the 1 /2 radius.
Obviously, the closer the distance from the ultrasonic tool head, the better the grain re�nement e � ect,
which shows that the e � ect of grain re�nement of ultrasonic treatment is closely related to its range of
action. From the distribution curve of grain size of the ingots, under di � erent processing conditions in
Figure 6, it can be seen that in the conventional ingot, the grain size in the center is the thickest with an
average grain size of 251.74� m. Under the action of the L-shaped ultrasonic wave guide rod and the
straight-rod ultrasonic wave guide rod, the average grain sizes decreased to 190.62, and 185.81� m,
respectively, and the decreasing amplitude exceeded 60� m. At the edge, the average grain size of
the ingot treated by the L-shaped ultrasonic wave guide rod is 135.96 � m, and the re�ning e � ect is
better than that of the ingot treated by the straight-rod ultrasonic wave guide rod. The mechanism of
ultrasonic grain re�nement can be attributed to the cavitation e � ect and acoustic steam of ultrasonic [29].
The L-shaped ultrasonic wave guide rod had end radiation, but also more side radiation, compared
with the action of the straight-rod ultrasonic wave guide rod, which made the area of ultrasonic
cavitation larger. The shock wave generated in the process of cavitation bubbles collapse had a strong
crushing e� ect on the primary dendrite and growing dendrite structure in the aluminum alloy melt,
which increased the number of crystal nucleus during the solidi�cation process, and the cavitation
e� ect led to instantaneous local lower cold, in part, and heterogeneous nucleation. At the same time,
the instantaneous high-pressure, produced by the collapse and fracture of the cavitation bubbles,
constantly impacted the surface of heterogeneous particles in the melt, increased the contact angle
with aluminum liquid, improved its wettability, activated the heterogeneous particles, and promoted
the nucleation core to increase during solidi�cation and crystallization. A large amount of nuclei was
generated in these areas, thereby, increasing the number of nucleation and re�ning microstructure [ 23].
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There was still a certain sound �ow e � ect at the edge of the ingots, which made the aluminum melt be
stirred continuously and forced the grain to disperse evenly in the melt. At the same time, it made the
temperature �eld and solute �eld more uniform in the mold, and the growth direction of the grain
became relatively uniform, so as to achieve the e� ect of re�ning grain.

��

  

Figure 5. Microstructure of obtained under di � erent processing conditions: (a) Center of ingot without
ultrasonic; (b) 1/2 radius of ingot without ultrasonic; ( c) edge of ingot without ultrasonic; ( d) center
of ingot by L-shaped ultrasonic; ( e) 1/2 radius of ingot by L-shaped ultrasonic; ( f ) edge of ingot by
L-shaped ultrasonic; (g) center of ingot by straight-rod ultrasonic; ( h) 1/2 radius of ingot by straight-rod
ultrasonic; and ( i ) edge of ingot by straight-rod ultrasonic.

��

  
Figure 6. Distribution of grain size of ingots under di � erent processing conditions.

3.3. E� ect on the Secondary Phase

Figure 7 shows the distribution of the secondary phase along the radial direction of the ingots
under di � erent processing conditions. The dark gray area is � -Al matrix, and the white part is the
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secondary phase. In the solidi�cation process of the alloy, the matrix phase formed �rst, and then the
alloy elements precipitated, due to the decrease in solubility of the matrix, forming binary or ternary
eutectic phase structure with Al element. It can be seen from the �gure that the grain size in the
microstructure of the conventional ingot is obviously larger, and there are some dendrites, while the
proportion of equiaxed grain in the ingots by ultrasonic treatment is larger, the grain becomes smaller
and more uniform, the size of the secondary phase is also reduced, the morphology is improved,
and the distribution is more uniform. All of these signi�cantly improved the comprehensive mechanical
properties of the ingots. In the center of the ingots, whether it is the conventional ingot, without
ultrasonic treatment, or the ingots with ultrasonic treatment, the secondary phase agglomeration
phenomenon at the grain boundaries is very obvious and there is still serious segregation. At the one
half radius of the ingots, the ultrasonic treatment broke-up some of the clustered secondary phase,
and branched intergranular secondary phase with a discontinuous distribution appeared. In particular,
the crushing e� ect of the ingot, treated with the L-shaped ultrasonic wave guide rod, was found to
be better than that of ingots treated with the straight-rod ultrasonic wave guide rod, and the coarse
secondary phase on the grain boundary was reduced, but there are still obvious long strip and massive
eutectic phases. At the edge of the ingots, there are relatively few agglomerations of the secondary
phase, and the secondary phase is mainly in the form of �ne mesh. The secondary phase of the ingot,
treated by the straight-rod wave guide rod, is increasingly �ne, distributed in an intermittent network
at the grain boundary of equiaxed grain, and has been basically dissolved in the matrix in some areas.

��

 

Figure 7. Distribution of the secondary phase of the ingots under di � erent processing conditions:
(a) Center of ingot without ultrasonic; ( b) 1/2 radius of ingot without ultrasonic; ( c) edge of ingot
without ultrasonic; ( d) center of ingot by L-shaped ultrasonic; ( e) 1/2 radius of ingot by L-shaped
ultrasonic; ( f ) edge of ingot by L-shaped ultrasonic; ( g) center of ingot by straight-rod ultrasonic;
(h) 1/2 radius of ingot by straight-rod ultrasonic; and ( i ) edge of ingot by straight-rod ultrasonic.
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Figures 8 and 9 show the distribution and the area percentage of the secondary phase in the grain at
the 1/2 radius respectively. The coarse bars and blocks of the secondary phase in the conventional ingot
without ultrasonic treatment have larger proportion and are dispersed in the grain. The secondary
phase in the grain of the ingots by ultrasonic treatment is mainly granular and acicular, and the
distribution is relatively uniform, but there are still a great deal of little block or short rod-like secondary
phase. The application of ultrasonic treatment can re�ne the secondary phase in the grain, break and
re-melt the primary dendrite in the solidi�cation front of the melt, reduce its aggregation and growth,
and promote its uniform distribution.

��

 

Figure 8. Distribution of the secondary phase in the grain at the 1 /2 radius: (a) No ultrasonic treatment;
(b) treatment by the L-shaped ultrasonic wave guide rod; ( c) treatment by the straight-rod ultrasonic
wave guide rod.

��

 

Figure 9. Area percentage of each secondary phase in the grain at the 1/2 radius.

Figure 10 shows the results of line scan analysis of main alloy elements in the ingots under
di � erent processing conditions. It can be seen from the �gure that the main alloy elements Cu, Mg,
and Si, in the ingots without ultrasonic treatment, have obvious segregation at the grain boundary,
and the segregation of Cu element is particularly serious. Also, Cu, Mg, and Si are mainly enriched in
the secondary phase, Al2Cu, which is white. In the ingots treated by ultrasonic, the concentration of
main alloy elements decreased, solute di� usion was promoted, part of Al 2Cu phase dissolved in the
matrix, but a large amount number of Cu element were still segregated at the grain boundary.

Further point scanning analysis was carried out on the � -Al matrix structure of the ingots under
di � erent processing conditions. About 100 points in one grain were selected for scanning, and the
average value of the measured 100 component points was taken as the main content of solute elements
in the matrix. Table 3 shows the content of solute elements in the � -Al matrix structure of the ingots
treated with di � erent processing conditions.

173



Materials2020, 13, 807

��

 

Figure 10. Results and areas of line scan analysis of main alloy elements in the ingots under di � erent
processing conditions: (a) No ultrasonic treatment; ( b) treatment by the L-shaped ultrasonic wave
guide rod; and ( c) treatment by the straight-rod ultrasonic wave guide rod.

Table 3. Content of solute elements in the � -Al matrix structure of the ingots treated under di � erent
processing conditions (Wt.%).

Solute Elements No Ultrasonic L-Shaped Ultrasonic Straight-Rod Ultrasonic

Cu 3.40 3.65 3.68
Si 0.89 1.21 1.17

Mg 0.94 1.07 1.09

3.4. E� ect on MacroSegregation

The segregation rateDC was calculated by the following equation,

DC =
Ci � C0

C0
(1)

where Ci is the mean composition at a speci�c location, C0 is the average (or nominal) alloy composition.
DC > 0 represents positive segregation while DC < 0 represents negative segregation. The segregation
index S is introduced to measure the overall macrosegregation degree of ingots in radial direction,
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S= DCmax � DCmin (2)

where DCmax and DCmin are the maximum, and minimum, segregation rates in the selected direction,
respectively. The larger the S value is, the greater the macrosegregation degree of elements is, and the
more uneven the solute distribution is.

Figure 11shows the variation of segregation rate of Cu, Mg, and Si elements in the cross-section of
the ingots under di � erent conditions, which can clearly and intuitively re�ect the macrosegregation of
the ingots. The ingot without ultrasonic treatment has a large positive segregation in the center, and a
very serious negative segregation near the edge, and the composition distribution curve has a sharp
drop in the melt at the position. The segregation index of Cu, Mg, and Si decreases from 0.078, 0.053
and 0.072 to 0.048, 0.038 and 0.055, respectively after ultrasonic treatment of the L-shaped ultrasonic
wave guide rod within 100 mm from the center. The segregation index of Cu, Mg, and Si decreases
from 0.086, 0.069, and 0.036 to 0.044, 0.025, and 0.014, respectively after ultrasonic treatment of the
straight-rod ultrasonic wave guide rod within 100 mm at the 1 /2 radius. The segregation index of Cu,
Mg, and Si changes from 0.212, 0.016 and 0.276 to 0.143, 0.120 and 0.132, respectively after ultrasonic
treatment of the L-shaped ultrasonic wave guide rod near the edge. The application of ultrasonic
treatment can e� ectively reduce the degree of solute segregation, reduce the negative segregation at
the edge of ingots, reduce the positive segregation in the center, and make the distribution of solute
elements in di � erent parts of ingots tend to be uniform. However, the e � ect of the ultrasound is still
limited, and the distribution of Cu and Si elements in the surface and center areas is still uneven,
and there is a large gap between the two areas. The ability of the L-shaped ultrasonic wave guide rod
in restraining segregation is stronger in the side of ingots, and the ability of the straight-rod ultrasonic
wave guide rod to restrain segregation is stronger in the center and at the one-half radius of ingots.
This is mainly because the L-shaped ultrasonic wave guide rod had not only the end radiation, but also
more side radiation compared with the action of the straight-rod ultrasonic wave guide rod. Especially,
micro jet with high velocity was formed on the side of the ultrasonic rod, which forced the local melt
in the mold to produce convection in the radial direction and played a certain role in stirring the
aluminum melt. Stirring reduced the solidi�cation speeds at the edge of the ingots to a certain extent,
so that the components in the solidi�cation process had more time to di � use, thus, greatly unifying the
solute �eld, reducing the concentration gradient at the solidi�cation front, as well as the concentration
of solute elements. Under the action of strong shock wave and micro jet produced by cavitation e � ect,
the high solute liquid at the solidi�cation front was rapidly di � used, thus reducing the macro negative
segregation at the edge of the ingots [30]. However, due to the rapid attenuation of ultrasound in
the liquid, the e � ect of ultrasonic at the edge of the mold was very weak, compared with that of the
center. Although, it can improve the inverse segregation of solute elements to a certain extent, it cannot
be eliminated fundamentally, and the e � ect is limited. During the solidi�cation process, the positive
segregation on the surface of ingots occurred, while the negative segregation near the surface was
caused by the deformation of dendrite network [ 31]. In the surface area of the ingots, cooling water
was directly sprayed on it, the cooling rate was high, and the temperature gradient in solidi�ed shell
was very large. The thermal shrinkage and volume deformation of the dendrite network at the edge of
ingots were larger than the internal area of ingots, and the resulting liquid-phase �ow towards the ingot
surface was also very obvious, while, the intergranular melt �owed continuously in the direction of
shrinkage. When the ingot moved to the lower part of the mold, the solidi�cation latent heat also made
the rigid mushy zone on the ingot surface partially re-melt. The melt rich in solute elements between
dendrites moved to the shell of the ingots along the gaps driven by extrusion pressure, which resulted
in poor solute area near the surface of ingots and negative segregation. However, the solute elements
were highly enriched on the surface of the ingots, and the composition was signi�cantly higher than
the average value, forming obvious segregation tumor, which reduced the quality of ingot surface.
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(a) (b) (c) 

Figure 11. Variation of segregation rate of Cu ( a), Mg (b), and Si (c) elements in the cross section of
ingots under di � erent processing conditions.

3.5. E� ect on Mechanical Property

Hardness is a comprehensive index to measure the strength, plasticity, fracture toughness,
deformation resistance, and other mechanical properties of aluminum alloy. Figure 12 shows the
hardness test results, along the radial direction of the ingots, under di � erent processing conditions.
It can be seen from the �gure that the hardness values of every position of the ingots, with ultrasonic
treatment, is higher than that of the ingot without ultrasonic treatment, and the values tend to
be consistent. The hardness values rose greatly in the center of ingots treated with the L-shaped
ultrasonic wave guide rod and the straight-rod ultrasonic wave guide rod, increasing by 4.8%,
and 5.6%, respectively. Previous studies have shown that, when ultrasonic treatment is applied to
the solidi�cation process of the aluminum alloy, the cavitation e � ect and acoustic steam increase the
nucleation rate, re�ne the grain, and make the solidi�cation structure more compact and uniform.
At the same time, porosities, inclusions, and other defects are also e� ectively suppressed, and the
volume fraction and size of the secondary phase is reduced, the morphology and distribution of the
secondary phase are improve, and the composition segregation can also be restrained to a certain extent.
The comprehensive e� ect of these factors e� ectively improved the mechanical properties of ultrasonic
ingots. Compared with other positions, the e � ect of grain re�nement in the center of ingots was better,
the secondary phase was smaller and more evenly distributed, and the hardness of aluminum alloy
was greatly improved. At the edge of the ingots, the �ne equiaxed crystal structure increased the
resistance of dislocation movement, thus, increasing the strength. However, due to the existence of
serious negative segregation, the decrease of Cu content resulted in the decrease of the amount of
Al 2Cu in the matrix, and the hardness values of aluminum alloy were not much higher than that at the
1/2 radius of the ingots. The mechanical properties and isotropy of the ingots, treated by ultrasonic,
improved, which is bene�cial to the subsequent processing.
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Figure 12. Hardness test results along the radial direction of the ingots under di � erent
processing conditions.
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4. Conclusions

(1) The macrostructure of the ingots, with ultrasonic treatment, is smaller and more uniform.
The L-shaped ultrasonic wave guide rod had not only the end radiation, but also more side radiation,
compared with the action of the straight-rod ultrasonic wave guide rod and the e � ect of treatment, is
better at the edge.

(2) Ultrasonic treatment can break the agglomerated secondary phase, and the secondary phase of
the ingots treated by the L-shaped ultrasonic wave guide rod is smaller, and more solute elements are
dissolved into the � -Al matrix.

(3) Ultrasonic treatment can e� ectively decrease the degree of solute segregation. The ability of
the L-shaped ultrasonic wave guide rod to restrain segregation is stronger at the edge of ingots, and the
ability of the straight-rod ultrasonic wave guide rod to restrain segregation is stronger in the center
and at half a radius of ingots.

The e� ect is good in applying the L-shaped ultrasonic wave guide rod on the preparation of
homogeneous large-scale aluminum alloy ingots, which will make it possible that the new L-shaped
ceramic ultrasonic wave guide rod can be widely used in metallurgical industry. In our future research,
the mechanical properties of the ingots, the resistance to high-temperature metal melt erosion and
service life of the ultrasonic rod, and the working stability of the ultrasonic system, will be explored.
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