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Enzymatic bioelectrocatalysis relies on immobilizing oxidoreductases on electrode
surfaces, leading to different applications, such as biosensors [1], biofuel cells [ 2], and
bioelectrosynthesis [3]. Based on their intrinsic properties, i.e., high speci�city and high
af�nity for the substrate, enzymes may provide sustainable alternatives to currently used
chemical catalysts for human health monitoring, biopower generation or high-value prod-
uct synthesis. However, enzyme bioelectrocatalysis suffers from low catalytic ef�ciency,
imposing fundamental investigations on mechanisms of enzyme immobilization, including
molecular basis knowledge of the ef�cient electronic communication between enzymes and
the electrode. Bioelectrocatalysis is also limited by long-term stability requiring ground-
breaking strategies for enzyme protection and bioelectrode survival.

The “Enzymatic Bioelectrocatalysis” Special Issue comprises six reviews contributed
by research groups from different countries, covering fundamentals and applications, as
well as the recent research progress in this �eld.

Enzyme immobilization and electron transfer mechanisms are two crucial and closely
interrelated aspects, which ultimately determine the stability and ef�ciency of the bioelec-
trode. On the basis of understanding the parameters governing protein stability, Beau�ls
et al. discuss the major strategies to improve redox enzyme stability, with a focus on the
immobilization as an important route [ 4]. The authors further discuss additional factors
speci�c for bioelectrocatalysis, such as enzyme reorientation, effect of the electric �eld and
protection against reactive oxygen species (ROS) production, that should be considered
to achieve highly stable bioelectrodes undergoing electron transfer. For future directions,
they emphasize the need to screen the diversity for the discovering of new outstanding
enzymes with enhanced stability, as well as the requirement of in situ and in operando
methodologies to get new insights on enzyme behavior in the immobilized state.

Gold and carbon electrodes represent two key materials for enzyme immobilization,
which are respectively reviewed by Xia et al. [ 5] and Yan et al. [6]. Strategies used to ratio-
nalize surface modi�cation for high-performance direct electron transfer (DET) of redox
enzymes are especially discussed. Yan et al. emphasizes the employment of self-assembled
monolayers (SAM) as tunable bridges between redox enzymes and gold electrode surfaces
permitting DET [ 6]. The authors overview the characterization methods of SAMs and
structural properties of common enzymes, highlighting the strategic selection of a speci�c
SAM to control proper enzyme orientation. Xia et al. highlight the key parameters allowing
enzymatic DET on carbon nanomaterials, and review the various methods for the oriented
immobilization. Interestingly, they also present the tools currently developed to probe
redox enzymes [5].

Membrane proteins, constituting 20–30% of all proteins secreted by living organisms, are
a major subject of bioelectrocatalysis. In the review by Zha ng et al., various and eventually
coupled techniques, i.e., electrochemistry, spectroscopy, microscopy, and quartz crystal mi-
crobalance [7] are discussed toward the understanding and use of membrane enzymes active
in bioenergy conversion. Electrode designs with a special f ocus on the specificity required for
membrane proteins are highlighted. Two emerging direction s: (i) the membrane protein based
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hybrid vesicles for improved lifetime and (ii) microorgani sms for microbial electrosynthesis
and semi-artificial photosynthesis, are emphasized for fu ture research.

Regarding to the applications of enzymatic bioelectrocatalysis, Adachi et al. describe
the recent progress in emerging bioelectrochemical �elds such as biosupercapacitor, bio-
electrosynthesis and photo-bioelectrocatalysis [8]. The authors claim how crucial further
research on protein-engineering, rational selection of electrode materials and mediators,
immobilization of enzymes, and layout of electrodes to improve bioelectrocatalysis will
be. The review by Arshi et al. focuses on the development of electrochemically based
enzymatic reactors [9]. Together with the discussion on the mechanisms of electron transfer
involving immobilized enzyme, the authors review the usage of electrochemically based
batch and �ow bio-reactors. They highlight the importance of high surface area electrodes,
enzyme engineering and enzyme cascades, joining the general opinion formulated in the
review by Adachi et al. [ 8]. Finally, both reviews provide some examples of enzyme-based
electrosynthesis especially relevant in a sustainable world.

The common message conveyed from all the contributions of this special issue is that
enzymatic electrochemistry is expected to play an increasingly role towards electrocatalysis
in mild conditions. We look forward to further new developments in this exciting �eld.

Con�icts of Interest: The authors declare no con�ict of interest.
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Abstract: Bioelectrocatalysis using redox enzymes appears as a sustainable way for biosensing, elec-

tricity production, or biosynthesis of �ne products. Despite advances in the knowledge of parameters

that drive the ef�ciency of enzymatic electrocatalysis, the weak stability of bioelectrodes prevents

large scale development of bioelectrocatalysis. In this review, starting from the understanding of the

parameters that drive protein instability, we will discuss the main strategies available to improve all

enzyme stability, including use of chemicals, protein engineering and immobilization. Considering

in a second step the additional requirements for use of redox enzymes, we will evaluate how far

these general strategies can be applied to bioelectrocatalysis.

Keywords: enzyme; metalloenzyme; catalysis; stability; electrochemistry; bioelectrochemistry

1. Introduction

In the search for a more sustainable way of life, our society must adapt nowadays
to reduce the use of harmful products or high carbon energy sources deleterious for our
planet, hence for our lives. Many industrial sectors are concerned by this revolution, from
�ne product synthesis to environmental monitoring, clinical diagnosis or energy produc-
tion. Catalysis of the involved chemical reactions is a key process towards sustainability
by accelerating kinetics, or increasing selectivity. However, chemical catalysts themselves
are very often not produced and used in eco-friendly manner, requiring organic solvents
for their synthesis or being based on metals rare on earth. In that sense, enzymes can be
regarded as sustainable alternatives with great advantages directly linked to their intrinsic
properties required to sustain life [ 1] In particular, many different enzymes are involved
in a variety of reactions in microorganisms where they operate in mild conditions, devel-
oping high catalytic activity and speci�city for their substrate. Their amazing functional
diversity directly originates from the chemistry and polarity of amino acids that fold in
a diversity of structures. In addition, they are produced in mild aqueous conditions and
are totally biodegradable. However, their weak stability and ability to maintain biological
activity during storage and operation, freeze-thaw steps, and in non-physiological environ-
ments lower their attractiveness. Development of strategies to enhance enzyme shelf life
while maintaining catalytic activity have been the subject of many researches during the
last decades [2–4].

Redox enzymes belong to a class of enzymes containing redox cofactors that are
necessary for their activity. These oxidoreductases transform their substrate by exchanging
electrons with their physiological partners in the metabolic chain. Intra-enzyme redox
components can be organic cofactors such as �avin adenine dinucleotide (FAD) for sugar
oxidation [ 5]. They can be metal centers, including copper for oxygen reduction [ 6], iron
and nickel for hydrogen evolution and uptake or CO 2 reduction [ 7–9], manganese for water
oxidation in photosynthesis [ 10], etc. Some others are dependent on nicotinamide adenine
dinucleotide phosphate (NADPH) to realize enzymatic transformations [ 11]. Such enzymes
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have been envisioned as biocatalysts in biosensors [12–14], biosynthesis reactors [15,16],
or biofuel cells [ 17,18]. This domain is referred as Bioelectrochemistry. As for non-redox
enzymes, one of the main limitations in the large-scale development of these biotechnolo-
gies is the weak stability of bioelectrodes based on redox enzymes. In particular, in the
different biotechnological devices listed just before, enzymes may face high temperatures
or high salt concentrations. They may have to operate at gas-liquid interfaces or even at
the three phase boundaries. In addition, to exploit the catalytic properties of these redox
enzymes in biotechnology, a further step is to ensure electron exchange between the protein
and a conductive surface [19–21]. This prerequisite imposes the enzyme adopts certain
con�gurations once immobilized, so that not only the structural conformation and dynamic
remains for substrate accessibility and activity, but also enzyme positioning and orientation
on the solid interface allows electron transfer.

The purpose of this review is to discuss whether general strategies available for all
enzyme stabilization can be applied for the special case of redox enzymes used in bioelec-
trochemistry. To reach this objective, the fundamental bases for all enzyme stabilization
by general reported strategies will be �rst detailed, with a focus on the immobilization
procedure as an important way for stabilization. In a second step, we will emphasize the
particular features of redox enzymes that must be considered before applying any available
stabilization strategies. Ultimately, we will discuss which additional speci�c strategies
must be set up for redox protein, and by extension for bioelectrode, stabilization. Because
the topic is very large, this review will not provide an exhaustive list of references but will
instead aim to highlight major issues related to enzyme and redox enzyme stability with
illustrations taken from papers published during the last few years.

2. Intrinsic (in)Stability of Enzymes

The metabolisms essential for life are catalyzed by enzymes. Over time, these proteins
may have undergone different changes resulting from mutations, which cause enzymes
to evolve to function in a particular cellular environment and will be very sensitive to
exogenous conditions. In addition, in the cell, enzymes can be subjected to various stresses,
which can lead to their denaturation or the formation of aggregates. Thanks to a perfectly
designed proteolysis machine, new fresh proteins are produced to replace the deactivated
proteins. These two fundamental concepts mean that using enzymes outside a cell is
expected to induce some loss of activity and eventually progressive denaturation, which
can be irreversible. The will to exploit enzymes for other works than predicted by evolution,
although highly attractive, imposes �nding out strategies to preserve activity within
durations compatible with fundamental laboratory studies and with applications [ 3]. Before
reaching that objective, the prerequisite is to know which factors affect enzyme activity and
stability. A subtle balance between stability and �exibility is required to maintain activity,
so that stability can be the price to pay against activity. Each enzyme is composed of a
linear chain of amino acids that fold to produce a unique three-dimensional structure which
confers speci�c and unique enzymatic properties. The overall structure of an enzyme is
described according to fours levels which contribute to its speci�c function and stability
(Figure 1). The secondary structure refers to the arrangement of the polypeptide chain (the
primary structure) as random coil, � -helix, � -sheet and turn stabilized by hydrogen bonds
between amino acid residues. While the primary structure is stable thanks to the strength
of the peptide bonds which are unlikely to be broken upon changes in the environmental
conditions, the secondary structure can be altered even during protein storage. The
tertiary structure is the three-dimensional arrangement of the amino acid residues, giving
the overall conformation of the polypeptidic chain. Hydrophobic interactions between
nonpolar chains as well as disul�de bonds and ionic interactions between charged residues
are involved in the stabilization of the tertiary structure. To ful�ll the requirement of
enzyme localization in the cell, hydrophobic and hydrophilic groups are arranged within
the protein. For soluble proteins, hydrophobic side groups tend to be hidden in the protein
core while hydrophilic groups are exposed to the surrounding environment. These amino
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acid residues on the surface of the enzyme are more likely to be sensitive to the external
environment than the core amino acids.

�†
�…

Figure 1. The four levels of protein structures determine the enzyme function.

Denaturation occurs upon unfolding of the tertiary structure to a disordered polypep-
tide where residues are no longer arranged for functional or structural stabilizing interac-
tions [22]. This process may be reversible. Irreversible loss of activity may also occur upon
external stresses. This leads to two different concepts to evaluatein vitro stability of a pro-
tein. The thermodynamic stability refers to the ability for a protein to unfold/refold after
being subjected to stresses (elevated temperature, extreme pH, or high organic solvent con-
centration). Methods to evaluate this stability range from scanning calorimetry to circular
dichroism (CD) and �uorimetry. Kinetic stability represents the duration of enzyme activity
before irreversible denaturation and is measured by activity assays. Actually, the native
active state of an enzyme is in equilibrium with the partially denatured, enzymatically
inactive state, and the folded/unfolded transition involves mainly intramolecular hydro-
gen bonds and hydrophobic interactions. This scheme is most certainly more complicated
since it was shown that a protein can oscillate between many different folded/unfolded
con�gurations. Each oscillation is governed by the second thermodynamic law, the entropy
decreasing as the protein folds, and hydrogen bond formation contributing to the enthalpy.
Each strategy that tends to increase rigidity in the enzyme architecture decreases entropy
and enhances stability [23]. Thermodynamic instability of enzymes can be partly attributed
to the lack of rigidity within the tertiary structure, caused by �exible random coils in
contrast to stable � -sheets [24]. In addition to higher rigidity and compact packing, the
presence of� -helices with antiparallel arrangement contributes to stability. Water is the
natural environment in which protein molecules do exist and operate, and water molecules
play a key role in maintaining the entropic stability of the enzyme structure.

Any engineering towards enzyme structural rigidi�cation must maintain the hydra-
tion shell and �exibility required for activity. Based on enzyme structural features, many
different agents are potential enzyme “killers”. When temperature increases, the enzyme
tends to unfold in a cooperative process. Disul�de bridges can be broken by reducing
agents, extreme pHs are going to affect hydrogen bonding and salt bridges, high salt
concentration may aggregate the protein, while charged components may form bonds
with charged amino acids modifying the tertiary structure. Organic solvents or detergents
will alter hydrophobic interactions, and stability of enzymes in organic solvents will be
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dependent on the ability of the solvent to strip the essential hydration layer from the
protein surface [25,26]. Last but not least, mechanical stress or radiation may disrupt the
delicate balance of forces that maintain protein structure [ 27]. Stabilizing the enzyme
means preventing these changes.

3. Strategies for All Enzyme Stabilization

Enzyme stability involves a balance between intramolecular interactions of functional
groups and their interaction with the protein environment. Water, as many protein natural
solvent, plays a key role in enzyme stability by controlling the hydration shell structure
and dynamics and by providing required plasticity for activity [ 28]. As a direct conse-
quence, many stabilization strategies target water activity in the environment of the enzyme
or inside the protein moiety, with the main objective of decreasing the enzyme motion
(Figure 2). However, this enhanced stability should not be achieved at the expense of
activity, so a delicate balance must be maintained between rigidi�cation and suf�cient
plasticity controlled by water. As another mere general rule, stabilization over one stress
tends to enhance stability against another stress.

Figure 2. Strategies for all enzyme stabilization.

3.1. Addition of Stabilizers in the Medium
3.1.1. Chemical Stabilizer Addition

It has been known for long time that addition of polyols and polysaccharides such as
trehalose, glycerol, dextran, etc. helps stabilizing enzymes [29–32]. Protective effect of poly-
ols was reported in many recent studies in different experimental situations and exposition
to stresses (high pressure or high temperature, presence of non-aqueous solvents) [33–37].

Generally speaking, polyols stabilize proteins either in the dried state by serving as
water substitutes and preventing dehydration through hydrogen bonding, or in solution by
altering protein-solvent interactions [ 38]. Several mechanisms are discussed to account for
the effect of such chemical additives on the protein stabilization [ 23]. Hydrophilic polyols
tend to strengthen hydrophobic interactions among nonpolar amino acid residues resulting
in a more compact and spherical enzyme form with smaller surface area, preventing protein
dynamics and enhancing stability. Compressibility of proteins, a crucial thermodynamic
parameter that determines �exibility, is affected by polyol addition [ 39]. One accepted
mechanism is based on the different sizes between water and stabilizing molecules that
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preferentially exclude the latter from the protein surface. The preferential hydration of
proteins causes an unfavorable free energy change that the proteins tend to minimize by
favoring the more compact state over the structurally expanded state. Protective effect
is also explained in terms of in�uence of additives on water activity that results in an
increase of structural organization of water molecules contributing to the conservation of
low energy interactions favoring native protein conformation [25].

Surfactants, maltodextrine, sodium azide, or special buffers have also been used
as additives to maintain the native structure of proteins through puri�cation steps [ 25].
Dimethyl sulfoxide (DMSO) acts as a stabilizer because it is preferentially excluded from the
protein surface [22,40,41]. Addition of DMSO but also of glycerol or ethylene glycol serve as
cryoprotectants preventing protein solutions from freezing at � 20 � C and allowing multiple
use of a unique sample without freeze-thaw cycles [ 38,42]. Adding polymers in solution
such as poly(ethylene glycol) (PEG), alginate, or chitosan maintains a hydration shell
around the protein according to the exclusion mechanism [ 38,43–45]. Addition of polymers
also prevents protein aggregation by modifying protein-protein interactions and increasing
medium viscosity, thus decreasing enzyme motion. Macromolecular crowding, which
is the natural environment of enzymes in vivo , can explain the stabilizing effect of some
additives [ 46–49]. It can be mimicked in vitro through the addition of high concentrations
of macromolecules such as dextran or PEG [50] and would favor the folded state of proteins
and compact conformation through the excluded volume effect [ 51–55]. However, the
stabilizing effect of in vitro crowding would not be universal as the properties of all
macromolecules in vivo are �nely regulated under different physiological conditions [ 56].
Aggregation under crowded conditions can be enhanced because the activity of water is
decreased, and the refolding rate of proteins as a consequence of increased viscosity is
also decreased.

3.1.2. Salt Effect

Salt addition affects protein stability according to a combination of binding effect,
screening of protein surface electrostatic potential, and effect on protein/water interface.
Salts may contribute to hydrophobic interaction strengthening in proteins, hence to sta-
bilization, but salt binding to amino acids on the protein surface decreases the repulsion
between proteins and induces aggregation. The salting out process, or salt-induced pre-
cipitation, depends on the structure of the protein and in particular on the population of
hydrophilic amino acid residues. It also largely depends on the salt concentration. The
effect of salts on protein stabilization has been tentatively explained on the basis of the
Frank Hofmeister series [4,57–59] (Figure 3A). This series early ordered anions and cations
composing salts according at �rst to their ability to precipitate lysozyme, and later to
their ability to stabilize protein secondary and tertiary structure. They were respectively
classi�ed at that time as water-structure formers (kosmotropes) or water-structure breakers
(chaotropes). Kosmotropes and chaotropes would be nowadays more understood as a
characterization of the degree of hydration, and different models are developed to consider
the various effects observed experimentally [ 60]. Ionic liquids (IL) would follow the same
tendency as salts where kosmotropic anions and chaotropic cations stabilize the enzyme,
while chaotropic anions and kosmotropic cations destabilize it [ 61]. While they can be
considered as eco-friendly solvents, many proteins are inherently inactive in ILs, requiring
the addition of water for activity recovery. This suggests ILs could affect the internal
water shell [61,62].

Recent examples in the literature illustrate the effect of salts on enzyme stability, and
most of them agree with the Hofmeister series. Changes in the secondary structure of
two proteins with helical and beta structural arrangement, respectively, were followed by
Fourier Transform Infra-Red spectroscopy (FTIR) in the presence of various salts. It was
shown that the stabilization effect of the salt follows the Hofmeister series of ions, although
some exceptions were observed with formation of intermolecular � -sheets typical of amor-
phous aggregates [62]. Glucose oxidase (GOx) stability was studied using microcalorimetry
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in the presence of various salts [63]. At high salt concentrations (over 1 M), it was shown
that the Hofmeister effect on the temperature of inactivation was determined by the ion-
speci�c effect on the protein/water interface. Correlation between stability and activity of
lysozyme in the presence of various salts from the Hofmeister series suggested a role of
local stability/�exibility in enzyme activity [ 64]. The thermal stability of Aspergillus terreus
glucose dehydrogenase (GDH) was substantially improved by kosmotropic anions, retain-
ing more than 90% activity after 60 min of heat treatment at 60 � C. The stabilizing effect
followed the Hofmeister series and was anion concentration-dependent and strongly re-
lated to the structural stabilization of the enzyme, which involved enzyme compaction [ 65]
(Figure 3B). It was further shown that salts can stabilize proteins not only in vitro but
also in vivo or intracellularly, the stabilization level correlating with the Hofmeister series
of ions [66].

�†

Figure 3. Salt effect on enzyme stability. (A) Hofmeister series and effect on protein properties.
(B) Stabilization effect of kosmotropic anions and cations on Aspergillus terreusGDH. Residual
activity after 1 h incubation at 50 � C as a function of added anions and cations. Reproduced with
permission from [65].

3.2. Chemical Modi�cation of Enzymes, Directed Evolution

More than 95% of all charged components are located on the surface of proteins,
consisting mostly of hydrophilic moieties, while most of the hydrophobic ones are buried
deep inside the core. As already discussed above, the physico-chemical microenvironment
of the protein will be sensed intrinsically through those moieties, demonstrating the protein
surface to be an attractive target for protein engineering to enhance protein stability. The
efforts toward engineering enzyme catalysts with increased stability can be divided into
two groups: (i) chemical protein modi�cation and (ii) protein engineering, such as site-
directed mutagenesis and directed evolution. The combination of these two approaches is
appealing for improving the catalytic properties of enzymes.

3.2.1. Chemical Modi�cation of Enzymes

Chemical protein modi�cation can be achieved either by modi�cation of one sort of
amino acid on the protein surface or by polyfunctional modi�cation using reticulating
agents or by conjugation to water-soluble polymers. One widely used method consists
in reticulation through cross linking via glutaraldehyde (GA) that increases the protein
rigidity and mimics disul�de physiological bonds or salt bridges [ 25]. Activity is however
very often affected. Stabilization of proteins through cross-linked-enzyme-aggregates
(CLEAs) will be further discussed below in Section 4 [ 67,68]. Conjugation through water-
soluble polymers such as PEG, chitosan, alginate, dextran, etc. has also been widely
reported [ 38,69,70]. Those polymers present either one functionality or are bifunctional to
enable reaction with N- or C-terminal or with one individual amino-acid residue on the
protein. Increase in the half-life of proteins is frequently observed [ 71,72]. Other polymers
responding to temperature stimuli can tailor the temperature dependence of enzyme
stability [ 73]. Two different methods can be carried out to synthesize the bioconjugate. In
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the “grafting to” strategy, the polymer is �rst synthetized; then, an end-group functionality
is attached to one amino-acid on the protein surface. As an example, a mono-PEGylated
arginase was constructed by linkage of PEG-maleimide to a cysteine residue on the enzyme
surface [74]. The protein was protected against proteases thanks to the shielding effect of
PEG, allowing the modi�ed arginase to operate as a promising anticancer drug candidate.
In the “grafting from” method, radical polymerization occurs at sites attached to the
protein. A recent work describes the ligation of Atom Transfer Radical Polymerization
(ATRP) initiators to lysine residues on the surface of a laccase [75]. The polymer-enzyme
hybrid obtained by this “grafting-from” procedure showed enhanced solvent and thermal
stability, as well as a clear enhancement of activity in a much wider pH range than the
free enzyme. Combination of PEGylation and chemical modi�cation by GA can also be
ef�cient [ 76]. GOx was �rst PEGylated to provide steric protection; then, it was cross-
linked with GA which stabilized the tertiary and quaternary structures. Intermolecular
crosslinking-induced aggregation was prevented by the PEG shield. The GA-modi�ed
PEGylated GOx retained 73% of activity after 4 weeks at 37 � C against 8.2% for the control
(Figure 4).

 

Figure 4. PEGylation of GOx (B) followed by chemical modi�cation ( C) enhances enzyme stability,
while preventing intermolecular crosslinking contrary to direct cross-linking ( A). Reprinted with
authorization from [76].

3.2.2. Enzyme Engineering

Protein engineering is another relevant strategy to enhance stability [ 4,77,78] (Figure 5).
Rational design takes bene�t of structures and sequences of already known stable proteins.
Through identi�cation of amino acids which are assumed to participate in (de)stabilization,
new variants of proteins of interest are created through site-directed mutagenesis [ 79]. As an
example, asparagine is a thermolabile residue prone to deamination which can be mutated
into threonine or isoleucine, with similar geometry but more thermostable. Replacement
of lysines (or histidines) by arginine residues increases thermostability by increasing in-
tramolecular or inter-subunit salt bridges. Otherwise, we will discuss further in this review
the interest in the screening of biodiversity to search for more stable enzymes such as in
extremophilic organisms. However, because the production of extremophile enzymes may
be delicate, genes from hyperthermophiles can be implemented into suitable mesophilic
hosts, coupling advantages of high productivity and high thermostability [22,80]. Use of
directed evolution to design more stable enzymes is now common. With this method,
mutant libraries are created by random changes, and the most promising variants are
subjected to further rounds of evolution [ 81–85]. Rational approach based on molecular
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dynamic (MD) and QM/MM simulations may help in identifying and redesigning variants
with increased stability [86].

 

Figure 5. Protein engineering methods to improve enzyme stability. Reprinted with permission
from [87].

3.3. Screening of the Biodiversity and Outstanding Properties of Extremophiles

Screening in the biodiversity for “exotic” enzymes such as extremophiles presenting
unusual and/or outstanding properties is an attractive strategy to be considered. Although
this research topic is increasingly growing, there is no doubt that Nature still retains
many secrets that would allow new opportunities for stable biocatalysis. However, the
harsh conditions required for the growth of extremophiles very often limit their laboratory
studies. Extremophiles have evolved to survive in ecological niches presenting extreme
temperatures (thermophiles and psychrophiles living at high (>80 � C) and low (<20 � C)
temperatures, respectively), extreme pH (acidophiles and alkalophiles), high pressures
(barophiles), high salt concentrations (halophiles), or in the presence of heavy metals
(metallophiles)). These extreme environments are found in deep-sea hydrothermal vents,
hot springs, volcanic areas, or mine drainage [88–90]. Ancestral microorganisms are
another source of stable enzymes because distant ancestors of current organisms were
thermophiles and would be composed of proteins that are more thermostable than their
current homologues [91–93].

Extremophilic enzymes present speci�c structural characteristics that afford them
to resist in extreme conditions. Interestingly, the same structural features often induce
enhanced stability of such enzymes at normal conditions or in the presence of non-aqueous
solvents. Moreover, “extremostable” enzymes, thermostable, halostable, acidostable, etc.
isolated from extreme environments or obtained by protein engineering can support
large number of mutations due to their robustness, leading to eventually even more
stable enzymes.

3.3.1. Thermophiles

Thermostability refers to two different concepts: thermotolerance, which is the tran-
sient ability to maintain activity at high T � , and thermostability, which is the ability to
resist irreversible inactivation at high T � [94]. In addition to the ability to resist to high
temperatures, thermostable enzymes usually also present higher resistance to chemical
denaturants and extreme pHs. Such cross-adaptations are highly interesting to get stable
enzymes in many different extreme conditions. Furthermore, due to their stability at
elevated temperatures, enzymatic reactions are faster and less susceptible to microbial
contaminations. Many different structural characteristics have been demonstrated to be
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involved in thermostability. Compared to mesophiles, protein packing, a high number of
hydrophobic residues, increased helical fold content, a high number of disul�de bonds,
density of internal hydrogen bonds and salt bridges, and distribution of charged residues
on the surface are some of the features often shared by thermostable enzymes [95–97].
Proportion of certain amino acids is also signi�cantly different between extremophiles
and mesophiles. For instance, in thermostable enzymes, lysines are replaced by arginines;
asparagine/glutamine content is lower while proline content is higher [ 22,98–100]. The
most widespread explanation is that these structural features contribute to reducing the
�exibility of the enzyme and to allowing optimal conformation at higher temperatures
than mesophiles, with no denaturation [ 101]. MD simulations con�rmed that hydrophobic
packing and electrostatic interaction network provided by salt bridges explain enzyme ther-
mostability [ 102]. Dimerization can also be a key factor for enhanced thermostability [103].

3.3.2. Halophiles

Halophiles grow in the presence of high concentrations of salts. In order to avoid
osmotic shock, they accumulate inorganic salts or small organic molecules in the cytoplasm
until the intracellular osmolarity equals the extracellular ion concentration [ 101]. They
also require their proteins to operate under extreme ionic conditions. Actually, halophilic
enzymes require high salt concentrations for activity and stability (1–4 M range) [ 104].
Stabilization of proteins in high salinity environments is linked to the interaction of hy-
drated ions with negatively charged surface residues. A highly ordered shell of water
molecules is formed that protects the protein and prevents denaturation [ 105]. Compared
to non-halophilic proteins, halophilic enzymes present less non-polar residues and more
charged residues on the protein surface, a higher frequency of acidic (Asp and Glu) over
basic residues (Lys), and low hydrophobicity [ 105] (Figure 6). This high surface charge
is neutralized mainly by tightly bound water dipoles [ 22]. Such excess of acidic over
basic amino acid residues makes them more �exible at high salt concentrations in con-
ditions where non-halophilic proteins tend to aggregate [ 106,107]. Halophilic proteins
seem to be specially adapted to have multiple crossover adaptations, especially to pH
and temperature.

 

Figure 6. Coulombic surface maps for both sides of the Salinibacter ruber(Sr), Haloarcula mori-
mortui (Hm), Haloferax volcanii(Hv) and Methylobacterium extorquens(Me) malate dehydrogenases.
The halophilic structures display negative surface areas (in red), a common feature of halophilic
proteins. Reprinted with permission from [101].
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3.3.3. Cross-Stabilities of Extremophiles

Many examples are reported in the recent literature that highlight the enhanced and
cross-stabilities of extremophilic enzymes. Thermostability can be accompanied with pH,
salts, metals, or solvent resistance [108,109]. Key enzymatic reaction may bene�t from
these cross-stabilities. Transformation of cellulose into biofuels is a promising eco-friendly
process. However, it requires the enzymes involved in the process to be thermostable,
halostable and organic solvent-stable. A cellulase presenting all these characteristics was
identi�ed through metagenomic from a deep sea foil reservoir which could be a valuable
candidate [110]. Hydrogen is considered as an energy vector for a low carbon economy.
Its production and conversion by enzymes should be promoted through operation on a
wide range of temperatures. The hyperthermophilic hydrogenase (HASE) from Aquifex
aeolicuswas demonstrated not only to be able to operate at high temperatures for H 2
oxidation but was also much more stable at room temperature than the HASE from Ralstonia
eutropha, a mesophilic homologue [ 111] (Figure 7). The structure of this hyperthermostable
enzyme reveals more salt-bridges compared to mesophilic HASE, that contribute to its
thermostability [112].

Figure 7. A. aeolicusand R. eutrophaare two homologous NiFe HASEs with different thermostability.
(Left ) Structural alignment of mesophilic R. eutropha(blue) and hyperthermophilic A. aeolicus(green)
HASEs, (right ) remaining activity of the two HASEs after 360 s incubation at increasing temperatures.
Adapted with permission from [111].

4. Strategies for Enzyme Stabilization in the Immobilized State

The discussion above has emphasized that the less �exible enzymes are, the most stable
they are. In line with this assessment, it is quite straightforward that the immobilization
of an enzyme on a support will decrease the movement of the protein, tightening the
structure by single or multipoint binding and hence will increase its stability. The extent of
the stabilization will depend on the enzyme, the nature of the support and the mode of
enzyme attachment to the support (simple adsorption, covalent attachment, entrapment
in pores, etc.) This means that the support must be amenable to surface modi�cation for
further enzyme attachment. The material acting as a support must also be biocompatible,
stable, and able to host high enzyme loadings. A delicate balance between stability and
activity of the enzyme will be engaged, with an additional advantage of immobilization
being that the support itself can help in the stabilization by consumption of inhibitors
or by providing buffer properties as examples [ 47]. In the following, we will especially
discuss immobilization strategies that can enhance enzyme stability. We will not report
an exhaustive list of the coatings that can simply prevent enzyme leaching, but we will
emphasize the role of the support structuration on the enzyme conformation, hence its
stability, although both concepts are closely linked. We will extend the discussion to modes
of immobilization that do not require any carrier, like cross-linking of enzyme aggregates
(Figure 8).
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Figure 8. Strategies for enzyme stabilization in the immobilized state.

4.1. Some Fundamentals on Enzyme Immobilization on a Solid Support
4.1.1. Various Types of Interactions

The key point to develop immobilization strategies able to enhance protein stability
is to understand how the interactions between the support and the immobilized enzyme
may modulate the enzyme internal motion and conformation. The speci�c structural
features of enzymes make their immobilization process very different from rigid particles
that simply attach to or detach from a support with certain adsorption and desorption
probabilities. The interactions that drive protein adsorption range from high energy
covalent bonds (disul�de bridges 320 kJ/mol) to electrostatic interactions (35–90 kJ/mol),
hydrogen bonds (8–40 kJ/mol), van der Waals interactions and hydrophobic interactions
(4–12 kJ/mol) [ 113]. Using the concept of “hard” and “soft” proteins based on structural
rigidity scale, it can be categorized that adsorption of “hard” proteins will be driven by
electrostatic interactions, while “soft” proteins will be able to adsorb either on hydrophobic
or hydrophilic surfaces [114].

4.1.2. Enzyme Orientation on the Surface

Upon immobilization of an enzyme onto a support, several processes are going to
take place: change in the state of hydration of the enzyme surface, enzyme structural
rearrangements, redistribution of charge groups, or surface aggregation [ 115]. These are
slow processes since they involve a whole cascade of rotations. While proteins can rotate
freely in solution, they will adopt on a surface one preferential orientation that exposes
one part of the enzyme to the surface and the other part to the bulk solution. However,
the �nal orientation can be very different from requirements for optimal activity. Favored
orientation is linked to the minimum free energy resulting from attractive coulomb and
van der Waals interactions, hydrogen bonds, and the entropy gain of solvent molecules
or counter ion release [115]. In addition, rotation of the enzyme can occur even in the
adsorption state when local conditions change [ 116]. In the case of immobilized enzyme, it
was expected that only the amino acids on the surface of the enzyme will sense the support.
However, by looking at the rigidity pro�le obtained by Brownian dynamics simulations, it
was very recently shown that even amino acids in the core of the enzyme can be affected
depending on the surface charge of the support [117].
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4.1.3. Conformation Changes upon Immobilization

While electrostatic interactions between the enzyme and the support may drive the
adsorption process and prevent enzyme leaching, strong interactions between two charged
entities can affect the structure of the enzymes. Flattening of the structure was for exam-
ple observed when proteins were immobilized on gold metal [ 118], while no change in
the secondary structure was detected when immobilization occurred on a gold surface
modi�ed by a self-assembled-monolayer (SAM) of thiol [ 116]. In the course of adsorption,
protein density increases on the surface, and enzyme/enzyme interactions may surpass
enzyme/support interactions. Low surface coverage can induce modi�cation of the confor-
mation because the enzyme molecules maximize their contact surface. At higher enzyme
loading, it can be expected that protein-protein interactions decrease the interaction with
the surface and preserve enzyme conformation. Protein–protein interactions may otherwise
induce repulsion between the neighbors which increases with the decrease of the distances
between the adsorbed proteins. A variety of methods exists to gain information on the con-
formation of the enzyme in the immobilized state including CD, surface plasmon resonance
(SPR), ellipsometry, �uorescence, and Raman and FTIR spectroscopies. However, charac-
terization methods that can separate effects due to complex coupled mechanisms upon
enzyme immobilization are lacking, and data often result in spatial and temporal averages.

4.1.4. Adsorption Versus Multipoint Attachment

Adsorption of proteins on surfaces is a straightforward protocol that is susceptible to
maintain high enzyme activity, but it may induce enzyme leaching. Covalent attachment
�xes the enzyme on the surface, thus preventing enzyme leaching, but must be carefully
considered because the mode of attachment can greatly affect the protein structure, hence
both stability and activity. Different protocols can be used to attach an enzyme covalently to
a support [ 20]. The most widely used methods are maleimide and carbodiimide coupling,
amine aldehyde condensation and various click chemistry reactions. They allow covalent
coupling between one available functional group naturally available or engineered on the
surface of the enzyme and a complementary function created on the support where the
enzyme is immobilized [ 20]. A spacer can be added to induce some �exibility required
for the activity [ 119]. Multipoint attachment has been widely suggested to be more suit-
able than one-point attachment for increased stability because of reduced dynamics of
the protein [ 120–122]. On the other hand, a multipoint attachment is challenging, and
both the reactive groups on the support and on the enzyme must be carefully chosen to
prevent steric hindrance. Furthermore, the decrease in the essential motion of the folded
enzyme state required for catalysis often affects the activity. Stabilization factors more
than 1000 were for example reported for formate dehydrogenase or alcohol dehydrogenase
after immobilization on activated glyoxyl-agarose, while activity decreased by 50 and 10%,
respectively [123].

4.2. Nanomaterials for Stabilizing Enzyme in the Immobilized State

Interest in nanomaterials is increasingly growing thanks to their intrinsic physicochem-
ical properties that allow to envision many applications when combined with enzymes for
energy conversion, biosensing, drug delivery, etc. The most attractive feature of nanoma-
terials is their large surface-to-volume ratio that enables enhanced catalysis thanks to an
increased loading of enzymes. Nanomaterials are easily functionalized for further enzyme
attachment via classical covalent coupling or click chemistry. However, they also present
heterogeneity in terms of size of particles [ 124], number of sites on the surface available for
enzyme attachment, or local curvature that will greatly in�uence enzyme immobilization.
Particle agglomeration, caused by low colloidal stability of the particles in buffer, can also
hamper the storage stability of the immobilized biosystems [125].

Nanoparticles (NP) are widely used in medicine, cosmetics, or food industries. Hence,
the effect of enzyme immobilization on NPs on both activity and stability has been largely
studied over the last ten years. Enhanced thermal or storage stability are reported, the
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reasons being often related to the mode of attachment of the enzyme [126,127]. As examples,
enhanced thermal and long term stabilities, resistance to urea or to acidic conditions were
shown for GOx on ferritin [ 128] or on Fe3O4-based NPs [129], for lipase on Fe3O4-based
NPs [130], for galactosidase on ZnO-NPs [131], or for cellulase on magnetic NPs [ 132]. The
linkage to the NP was assumed to prevent unfolding of the enzyme no matter of the NP
intrinsic property.

Other aspects that account for enzyme stability enhancement on NPs need to be
discussed. One of the challenges is the control of the number of grafted enzymes, which
may have a direct impact on enzyme �exibility, hence stability. Beyond conjugation of the
enzyme to the NP that can affect aggregation, role of the charge, size, and morphology of
the NP, local pH and ionic strength may be key parameters involved in the stabilization
process [127]. For instance, NP size was shown to have a direct effect on the stability of the
enzyme [133]. Varying the size of NPs induces the variation of the NP surface curvature,
that will offer distinguished surface of contact for the enzyme. High NP surface curvature
(diameters of NP less than 20 nm) was shown to preserve enzyme native conformation [ 134].
Smaller area for protein contact as well as suppression of unfavorable protein–protein
lateral interactions are most probably the reasons that can account for stabilization effect
of nanomaterials [135,136]. Curvature-based stabilization of enzymes can be extended
to other nanomaterials such as carbon nanotubes (CNT) [4,135]. Morphology of the NP
was also reported to tune the enzyme stability. For example, switching from nanospheres
to nanorods decreases enzyme stability, most probably because of the impact of the �at
cylindrical axial surface of nanorods [137].

4.3. Encapsulation in Porous Materials
4.3.1. Key Role of Pore Size

Porous materials are attractive and versatile supports for enzyme stabilization. Once
encapsulated, the enzyme should be protected from the environment, while being able to
be attached via suitable chemical modi�cation of the walls of the pores. The chemical con-
ditions used for the porous material synthesis, as well as pore size and interconnectivity in
the matrix for diffusion of substrate and product in and out, while ensuring that the protein
cannot diffuse out are main issues to be considered. Depending on the materials and the
synthetic procedure, the diameter of pores can be tuned and adapted to a speci�c enzyme.
We should distinguish here micro, meso and macroporosity that are described by the
diameter of pores being, respectively, less than 2 nm, between 2 and 50 nm and more than
50 nm. While mesopores are required for enzyme encapsulation, macroporosity will enable
substrate diffusion. Hence, getting a material with hierarchical porosity is highly desirable
in most cases. In general, pore size close to enzyme size favors stabilization. Multipoint
interactions may be one explanation for such a result [ 138]. It was also suggested that mod-
i�cation of the water structure in nano-containers can induce higher enzyme stability [ 23].
Given the average size of enzymes in the range of about 3–10 nm, some microporous
materials with controlled pore size and geometry are unfortunately not suitable for enzyme
encapsulation. This is the case of silica �lms presenting vertically aligned pores [ 139],
or of the well-known silica SBA15 porous matrix [ 140]. However, porous materials, with
pore size compatible with enzyme diameter, can be obtained by different strategies [ 141].
Carbonization of MgO-templated precursors yields a pore size-tunable material (from
around 30 to 150 nm) with interconnected mesopores [142]. Increased half-life stability was
shown when the pore size was the closest to the hydrodynamic enzyme diameter [143].

4.3.2. Metal-Based Porous Matrix

Nanoporous gold (NPG) can be obtained by acidic treatment of alloys containing
20–50% gold, or by electrochemical treatment (dealloying process). NPG structure presents
interconnected ligaments and pores of width between 10 and several hundred nm. NPG
displays various surface curvatures that offer a different environment for enzyme im-
mobilization. Different enzymes have been immobilized in NPG for various purposes
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showing a pore size-dependent enhanced stability as compared to enzyme in solution [ 144].
Alternatively, enzymes can be encapsulated in gold nanocages within a 3D gold network
obtained by in situ reduction of gold salts in the presence of the enzyme [ 145]. Complexes
formed between cations such as Cu(II) and protein molecules can serve as nucleation sites
for micrometer-size particles with unique �ower petal-like morphology. Enzymes con�ned
in such structures exhibit enhanced stability [ 146]. Other hierarchical materials presenting
mesoporous structures can be obtained by using networks of CNT or nano�bers [19].

Polymeric metal-organic-frameworks (MOFs) are matrices currently under great con-
sideration. They consist of metal ions or clusters coordinated to organic ligands to form
two- or three-dimensional structures. Cavities of mesoporous MOFs are greatly suitable for
enzyme immobilization. In addition to enhanced enzyme loading and reduced leaching,
the strictly controlled pore size can provide selectivity for substrates. Enzymes can be
immobilized by in�ltration process, requiring MOF pore size larger than protein size. En-
zymes can alternatively be encapsulated in the lattices of the MOF structure by mixing the
enzyme with the metal and the ligand. In this case, encapsulation proceeds through a nucle-
ation mechanism where the enzyme acts as a nucleus for MOF growth, leading to enzymes
protected in pores with size close to the radius of gyration of the protein [ 147]. However,
in the latter case, synthesis conditions must be mild enough to avoid protein denaturation.
It is admitted that the framework around the enzyme maintains the conformation of the
active enzyme species [148]. Many studies report increased stability of various enzymes
when embedded in the pores of MOFs. Enhanced thermal and pH stability was observed
for different enzymes, as well as protection against inhibitors, or maintaining of activity in
non-aqueous solvents [149–154]. MOF can also be used to encapsulate cascade of enzymes
with enhanced stability and spatial control of the proteins inside the lattices [ 155]. However,
care should be taken with solubility of MOFs in the presence of various compounds such
as amino acids, some organic acids or buffers that present high af�nity for the MOF-metal,
inducing leaching of the enzyme via MOF dissolution [ 156,157]. Covalent organic frame-
works, only composed of light elements (H, C, B, N, and O) and covalent bonds, with
higher stability than MOFs, can be alternatives as ef�cient matrices for enzymes [158].

In MOFs, enzymes are statistically entrapped. It should be even more elegant to
encage each individual enzyme with well-de�ned protecting shell surrounding it [ 159].
This strategy, known as single enzyme nanoparticles (SEN), is based on the controlled
formation of a shell of polymer around one enzyme by in situ polymerization from the
enzyme surface. The shell is thin and permeable so that substrates can freely diffuse to
the enzyme core. SEN strategy is reported to enhance thermal stability, organic solvent,
and acid/base tolerance even in aggressive environments [160,161]. Both protection by
biocompatible polymer shell and multipoint covalent attachments within the nanocapsule
were suggested to explain the enhanced enzyme stability. This last strategy recalls less
recent examples reported in Section 2 of this review and based on polymer protection
around the enzyme.

4.3.3. Other Polymeric Matrices

Hydrogels are polymeric networks that are of great interest for protein immobilization
because they present the double advantage of high water content and a tunable porous
structure [ 162]. Natural polysaccharides such as alginate can produce beads when cross-
linked with certain metals. Alginate concentration can be tuned to control the porosity of
alginate beads (in the range 5 to 200 nm diameter) and to �nd the best compromise between
substrate diffusion and enzyme conformation preservation and leaching [ 163]. Enzymes
embedded in DNA hydrogels often show enhanced thermal stability and improved stability
during freeze-thaw cycles or in the presence of denaturants such as organic solvents.
Conformation of the enzyme is proposed to be maintained thanks to extensive inter- and
intra-strand weaving of long DNA building blocks. The hydrophilicity of the hydrogel
further protects the enzyme against organic solvent [ 164]. Gel nano�ber made of Zn 2+ and
adenosine monophosphate was also used to encapsulate an enzyme cascade for glucose
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detection. The biomaterial exhibited enhanced stability against temperature variation,
protease attack, extreme pH, and organic solvents. Porosity and water content of the gel
allowed to maintain 70% of the activity after 15 days storage while free enzymes lost
activity [165].

4.4. Cross-Linked Enzyme Aggregates (CLEAs)

The addition of salts, water miscible organic solvents, or non-ionic polymers to protein
solution induces their precipitation as physical protein aggregates, held together by non-
covalent bonding. Enzyme tertiary structure can be maintained in the aggregates. Note this
is also the traditional procedure for protein puri�cation (in particular see in Section 3 the
discussion about salting-out processes) [166]. Subsequent cross-linking of these physical
aggregates renders them permanently insoluble while maintaining their pre-organized
structure (Figure 9). Covalent binding or cross-linking of enzyme to enzyme to form
aggregates is commonly referred to as CLEAs. CLEAs constitute a simple way of enzyme
immobilization which is carrier-free and can be used in any reaction medium [ 22,167,168].
One more advantage of CLEAs is that they can be formed starting from crude enzyme
preparations and do not require highly puri�ed enzymes. Typical cross-linking agents are
GA, ethylene glycol diglycidyl ether (EGDGE), and dextran, but also polyethyleneimine
(PEI) that can generate covalent bonds between two or more biomolecules in the system
through the enzyme amino and/or carboxyl surface groups [ 169]. FTIR analysis of CLEAs
highlighted changes in the secondary structure of enzymes, with an increase in � -sheet
and � -helix components and a decrease in� -turns compared to free enzymes, showing the
ability of CLEAs to stabilize enzymes [169–171].
�† �… �†

 

Figure 9. (A) formation and redissolution of enzyme aggregates, ( B) stable CLEA preparation.

A wide variety of enzymes, including hydrolases, oxidoreductases, lyases, and trans-
ferases have been used as CLEAs especially for organic synthesis [172,173], displaying
enhanced stability under various conditions: protection against organic solvents [ 174],
enhanced thermostability [175], reduced substrate inhibition [176,177], enhanced stability
in acidic or alkaline conditions [ 178,179] or under storage [ 180]. Magnetic CLEAs combined
the advantages of CLEAs and covalent immobilization onto Fe 3O4 magnetic particles and
may show increased stability to changes of pH and temperature [ 181,182]. Enzyme cascade
can also be combined as CLEAs showing enhanced thermal and pH stability [183,184].
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Despite a high enzyme concentration per unit volume, decrease in activity is often
observed using CLEAs. Diffusional limitation of mass transfer is one of the main issues.
Alteration of the enzyme tertiary structure by one of the components required for CLEA
preparation or steric hindrance within the aggregate of high particle size hampering inner
enzyme activity can also explain the decrease in activity. Hence, the choice of precipitant,
cross-linker, and ratio of cross-linker protein is a critical step for maintaining required
�exibility of the structure for high activity [ 185]. These parameters strongly depend on the
enzyme, making the CLEA technology delicate [174].

4.5. Bio-Surface Display of Enzymes

Bacteriophages, spores, yeast, and bacterial cells can be used as enzyme carriers in so-
called surface protein display systems [186,187]. E. colibacterium is one of the most studied
cells for enzyme surface display. Surface display of the targeted enzyme (the passenger) is
realized by genetically fusing it to a carrier protein, which facilitates export across the cell
envelope (inner membrane and outer membrane separated by the periplasm). The protein
of interest is ultimately secreted and immobilized on the cell wall. Interestingly, enzymes
are thus simultaneously produced and immobilized on the bio-component. The anchoring
motif can be fused to the N- or C- end of the protein, or the protein can be inserted within
the sequence of the anchor protein. The anchor protein must be able to ensure transport
of the heterologous protein through the secretory pathway, proper folding of the fusion
protein, and strong binding at the cell wall surface. Contrary to puri�ed immobilized
proteins, expressing enzymes on cell surfaces is considered advantageous as enzymes can
be used repeated for extended periods with no loss of enzyme activity. Stability of immobi-
lized proteins by such a natural procedure against organic solvents, extreme pH, or high
temperature has been reported [188,189]. Yeast and spores are also currently explored as
enzyme display surfaces allowing enzyme enhanced thermal stability [190,191]. However,
the ef�ciency of the display systems in terms of immobilized enzyme amount and speci�c
activity needs to be improved for envisioning any biotechnological application [192].

5. Specificity of the Stabilization of Redox Enzymes on Elect rodes for Bioelectrocatalysis
5.1. Bioelectrocatalysis: When Enzymes Meet a Foreign Conductive Surface
5.1.1. Electron Transfer in Metabolic Energy Chains

Most cellular functions, such as cell motility, key molecule biosynthesis or transport
across membranes, require energy. Life energy is generated by redox transformations of
nutrients present in the environment or by sunlight to create the proton gradient across
the membrane. This gradient is later used to produce ATP, the universal molecular “coin”
driving metabolic reactions. In these processes, complex but highly speci�c molecular
chains are involved that couple electron transfer (ET) to the diffusion of protons across cell
membranes. Focusing on bacteria, a wide range of energy substrates can be metabolized:
lactate, glucose, H2, H2S, O2, sulfate, fumarate, etc. thanks to the presence of a large
variety of redox enzymes interacting with membrane lipids or with redox proteins acting as
electron shuttles. To enable metabolism achievement, ET must proceed fast through highly
speci�c protein–protein interactions. According to Marcus theory, the distance between
the donor and the acceptor will drive the rate of ET [ 193]. It is admitted that electrostatic
interactions serve for pre-orientation of interacting partners; then, hydrophobic interactions
drive a rearrangement of the transitory complex allowing ET [ 194]. Pre-orientation is
guided by the heterogeneity of charge distribution on the protein surface which induces
dipole moments that can be as high as thousands of debyes [112]. As such, one or more
amino acids de�ning a charged patch on the surface of one protein partner are often
involved for the speci�c interaction with the other partner.

5.1.2. Electron Transfer Mechanisms Involving Redox Enzymes at Electrochemical Interfaces

Redox enzymes can operate very ef�ciently in bioelectrocatalytic processes for the
redox transformation of a variety of substrates. As stated in the introduction of this review,
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various applicative domains are concerned from bioelectrosensing, bioenergy to bioelec-
trosynthesis. One prerequisite is the use of a conductive support, the electrode, to provide
or accept the electrons for the redox transformation to take place. The question directly
arises whether the electrode would gently replace the physiological redox partner? Actually,
many materials used as electrodes (carbon, gold, nano- or porous structures, etc.) can be
chemically functionalized to provide an enzyme environment mimicking the physiological
one. It was clearly demonstrated that the oriented approach of the enzyme to the electrode
surface was guided by electrostatic interactions driven by the enzyme dipole moment. The
example of multicopper oxidases (MCO), the key enzymes for O 2 reduction into water, is
highly relevant in that sense. Four copper sites are involved in the catalytic process, CuT1
being the �rst electron acceptor, and electrons generated travelling intramolecularly to the
trinuclear Cu site where O 2 binds and is reduced. Bilirubin oxidase (BOD) from the fungus
Myrothecium verrucariahas a dipole moment of 910 D at pH 5 pointing positive towards
the CuT1. At the same pH, BOD from the bacterium B. pumilusand laccase (Lac) from
Thermus thermophilushave dipoles moments of 1830 and 860 D, respectively, but pointing
positive opposite to the CuT1. In accordance with this structural feature, ET was obtained
on negatively or positively charged electrodes in the case of M. verrucariaBOD or B. pumilus
BOD and T. thermophilusLAC, respectively [ 116,195,196]. One speci�city of bioelectrocatal-
ysis stems from the substrate and product coming in and out to/from the active site that
may be hampered by the required enzyme orientation for ET. Not only activity but also
stability in case of substrate or product accumulation may be affected [ 197]. This point
is however understudied in bioelectrochemistry. When direct ET (DET) is not possible,
mainly because there is no surface electron relay identi�ed, either because the enzyme 3D
structure is not known or because the active site is electrically isolated in the protein moiety,
mediated ET (MET) can be used instead. Typically, MCOs, enzymes with hemic cofactor
such as cellulose dehydrogenase, and enzymes with surface FeS clusters such as HASEs
are reported to undergo DET, while GOx is only electrochemically addressed through MET.
In this latter case, a small molecule acting as a fast and reversible electrochemical system
will make the electron shuttle between the electrode and the FAD cofactor in the enzyme.
Redox potential of the redox mediator as well as its af�nity for the enzyme will drive the
electrocatalysis. One important question is whether the enzyme will be more stable under
DET or MET processes (Figure 10).

Figure 10. Scheme of a typical bioelectrochemical experiment showing the set up and the adsorption
of a protein on the electrode surface either in a MET or a DET mode. The active site of the enzyme,
the electronic relays and the redox mediator are represented as red squares, dark blue squares,
and light blue spheres, respectively. CE, W, and ref represent counter, working, and reference
electrodes, respectively.
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5.2. Stabilization Strategies for Bioelectrocatalysis
5.2.1. How Far Can General Enzyme Stabilization Strategies Be Extended to Bioelectrocatalysis?

Table 1 reports bioelectrode stability for two main enzymatic reactions, i.e., O 2 reduc-
tion and H 2 oxidation. These two enzymatic reactions have been chosen as relevant for the
development of biofuel cells, devices currently developed as alternatives to platinum-based
fuel cells. As can be seen, many of the strategies detailed in the previous chapters of this
review are involved in bioelectrode stabilization. It should be noted that in most cases
stabilization refers to operational duration. Thus, the stability parameter is mainly evalu-
ated through the percentage of preserved catalytic current. Although crucial for improving
bioelectrocatalysis, only rare studies report enzyme conformational changes upon redox
immobilization of enzymes on electrode.

From the survey of the literature reported in Table 1, general features of enzyme
stabilization inducing bioelectrode stability can be recognized. This is the case for redox
enzymes extracted from extremophiles yielding ef�cient bioelectrocatalysis while expected
to be more stable than their mesophilic homologues even at room temperature. We already
provided in Section 3 one relevant example showing that the NiFe HASE from the hyper-
thermophilic bacterium A. aeolicuswas much more stable than its mesophilic homologue
from R. eutropha[111]. This enhanced stability of the hyperthermophilic enzyme is fruit-
fully exploited to design an H 2/O 2 fuel cell displaying at the same time high catalytic
currents reported to the mass of enzymes (in the order 1 A/mg enzyme), delivering mWs
of power in a range of temperature 20–60 � C, and a half-life for the bioanode of one month,
a quite encouraging stability compared to other reported devices [ 198]. It should be also
mentioned that at the cathodic side, the thermostable BOD from B. pumilusis used which
also shows enhanced stability compared to the widely used M. verrucaria BOD. Other
recent works proved the ef�ciency of extremophilic enzymes in bioelectrochemical systems,
as illustrated in the two following examples. Bacillussp. FNT thermophilic LAC showed
60–80% of remaining activity after two weeks of storage at room temperature when the
activity of mesophilic T. versicolorLAC was zero in the same conditions [ 199]. The activity
of cellobiose dehydrogenase from Corynascus thermophilusretained more than 50% activity
after 5 days of multicycle voltammetry mode and about 30% after 9 days [200].

As for non-redox enzymatic catalysis, stability of enzymatic electrodes requires to
avoid enzyme leaching from the electrode. Entrapment in porous matrices and covalent
immobilization through suitable functionalization of the electrode are ways to improve
redox enzyme-based bioelectrode stabilization. However, it must be considered that the
redox enzyme will sense an electric �eld during a bioelectrocatalytic process and that some
species can be generated through the electrochemical potential application, thus requiring
stabilization strategies more speci�c to bioelectrochemistry. In addition, the electron
exchange between the electrode and the enzyme which is the basis of bioelectrocatalysis
imposes speci�c constraints that may prevent the use of the strategies developed above.
Among these constraints, the host matrix must be conductive, cross-linking that yields
heterogeneities in enzyme orientation can make a population of enzymes incapable of
electron transferring; addition of polyols may electrically isolate the enzyme preventing any
electron transfer, or use of high concentrations of salts in the electrolyte solution can favor
the leaching of the enzymes from the electrode surface. Hence, any stabilization protocols
described above must be evaluated in light of their adaptability to bioelectrochemistry
with redox enzymes.
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Table 1. Bioelectrode stability: cases of multicopper oxidases (MCOs) and hyperthermophilic hydrogenase (HASEs).

Enzyme Bioelectrode Design Electrochemical Conditions Reaction Followed/Purpose Stability

Cerrena unicolor C-139LAC
Enzyme polymerized at a glassy carbon

electrode through cold plasma
Acetate buffer pH 5, 25 � C Rutin biosensing

42% of current is recovered after
8 days at pH 5.

[201]

Streptomyces coelicorLAC
Enzyme adsorbed on zinc oxide NPs
capped with p-amino thiophenol and

attached to graphene oxide
0.1 M phosphate buffer pH 5 Sucralose sensing

83% and 73% of the initial activity after
5 and 10 days, respectively.

[202]

Trametes hirsutaLAC
GreeDo mutant obtained by

combining computational design

Enzyme covalently attached to AuNPs
grafted on graphite electrode

0.1 M acetate buffer pH 4 O2 reduction

80% of initial activity after 96 h
incubation at pH 4

60% of initial activity after 2 h of
continuous operation

[203]

LAC

Enzyme adsorbed on AuNPs
electrodeposited on a screen-printed

carbon electrode (SPCE) modi�ed
with polypyrrole

0.1 M acetate buffer pH 3.5
25 � C

Polyphenol sensing
85% of the initial activity after 1 month

(storage at 4 � C)
[204]

Trametes versicolorLAC

Enzyme and Cu2+co-adsorbed on
pyrene-terminated block polymer on

pyrolytic graphite surface and
graphene papers

0.1 M acetic acid buffer pH 5 Pyrocatechol sensing

70% of original activity upon 90 days
of the freeze-dried powder.

80% of activity after 3 freeze-thaw
cycles.31% activity at 70� C.

96% of the initial activity after 30 days
storage at 4 � C.

[205]

Trametes versicolorLAC
Enzyme entrapped within

graphene-cellulose micro�ber composite
modi�ed SPCE.

0.1 M sodium phosphate
buffer pH 5

Catechol sensing
97% of the initial activity after

130 h storage.
[206]

Trametes versicolorLAC
Enzyme with Cu-nano�owers mixed

with CNTs
0.01 M phosphate buffer

pH 7.4
O2 reduction in a H 2/O 2

hybrid biofuel cell

85% of biofuel cell initial power
density for 15 days at

room temperature.
[207]

LAC
Enzyme absorbed on AuNPs-MoS2
composite glued on a glassy carbon

electrode (GCE) by Na�on
0.2 M acetate buffer pH 4 Catechol sensing

95% initial activity after 15 days of
storage stability.

[208]

Trametes versicolorLAC
Enzyme entrapped in
chitosan-CNT matrix

0.1 M phosphate buffer
pH 7.4, 20 � C

O2 reduction
82% of the initial activity within

10 days.
[209]
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Table 1. Cont.

Enzyme Bioelectrode Design Electrochemical Conditions Reaction Followed/Purpose Stability

Trametes versicolorLAC
Enzyme entrapped with Fe 3O4 magnetic

nanoparticles in chitosan matrix
0.2 M phosphate buffer O2 reduction 50% of the initial activity after 20 days. [210]

Trametes versicolorLAC
Enzyme crosslinked with GA in a matrix

made of room temperature IL-CNTs
50 mM acetate buffer pH 5 Polyphenol biosensing 33% of the initial activity after 20 days. [211]

Bacillus subtilisLAC
Enzyme adsorbed on the electrode

modi�ed with thiol graphene-AuNP
nanocomposite �lm

0.1 M HAc-NaAc buffer
solution pH 4.6, 25 � C

Hydroquinone sensing
87% of the initial current response after

100 days
[212]

Trametes versicolorLAC
Enzyme and nanocopper incorporated in

polyacrylonitrile/polyvinylidene
electrospun �brous membranes

Trichlorophenol removal 68% of the initial activity after 30 days. [213]

Bacillus subtilisLAC
Enzyme covalently bound on

functionalized CNTs
O2 reduction

70% of initial activity after two weeks
of storage at room temperature.

[199]

LAC
Enzyme cross-linked on

electropolymerized L-lysine molecules on
a graphene modi�ed GCE

0.1 M sodium phosphate
buffer pH 6

17� -estradiol sensing
68% of initial activity after 30 days

storage at 4 � C.
[214]

Aspergillus sp.LAC

Enzyme adsorbed on
polypyrrole-modi�ed nanotubes and

SrCuO2 microseeds composite on
graphite electrode

0.1 M phosphate buffer pH 7 2,4-dichlorophenol sensing
80% of initial activity after 14 days of

storage at 4 � C.
[215]

Trametes versicolorLAC
Enzyme deposited by electrospray on

carbon black modi�ed
screen-printed electrodes

0.1 M citric acid/sodium
citrate buffer pH 4.5

Catechol detection

Valuable working and storage stability
of the biosensor that remains 100% of

its performances for up to
25 measurements and can be preserved

at room temperature for at least
90 days.

[216]

LAC
Enzyme mixed with polyvinylacetate and
AuNPs electrospun on platinum electrode

Phosphate buffer Ascorbic acid sensing Stability for 76 days. [217]

LAC
Enzyme adsorbed on
polyaniline/magnetic
graphene composite

pH 5 Hydroquinone sensing 90% initial response after 30 days. [218]

Trametes versicolorLAC
Enzyme embedded in polydopamine NPs

with anchored AuNPs
0.1 M ABS pH 5 Norepinephrine sensing 91% initial response after 30 days. [219]
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Table 1. Cont.

Enzyme Bioelectrode Design Electrochemical Conditions Reaction Followed/Purpose Stability

LAC

Enzyme covalently bound to a composite
made of acrylate microspheres and
AuNPs coated on a carbon paste

screen-printed electrode

0.1 M phosphate buffer pH 5 Tartrazine sensing 51% initial response after 90 days. [220]

Botryosphaeria rhodinaLAC
Enzyme entrapment into nanostructured

carbon black paste electrode
0.1 M phosphate buffer pH 6 Epinephrine sensing 93% initial response after 7 days. [221]

Myrothecium. SpBOD
Enzyme crosslinked into a biogel matrix

made of Na�on deposited on carbon NPs
0.1 M phosphate buffer

pH 7.2, 25 � C
O2 reduction

Electrode potential decrease from
0.37 to 0.31 V after 24 h of operation at

1 mA �cm� 2
[222]

Magnaporthe orizaeBOD
Enzyme entrapped in osmium-based

hydrogels deposited on CNTs modi�ed
by electrografting of aryldiazonium salts

0.1 M phosphate buffer pH 5 O 2 reduction
After 1 day loss of 27% of the initial
activity then stable for several days.

[223]

Myrothecium verrucariaBOD
Enzyme adsorbed on carbon cloth

modi�ed with aminobenzoic acid. Gas
diffusion electrode.

0.1 M phosphate buffer
pH 7.4

O2 reduction
80% of initial activity after 1.3 h of

operation of the H 2/O 2 biofuel cell.
[224]

Myrothecium verrucariaBOD

Enzyme covalently linked to carbon cloth
modi�ed by aminobenzoic acid and

coated with a microporous hydrophobic
Na�on layer. Gas diffusion electrode.

0.1 M phosphate buffer pH 7,
25 � C

O2 reduction
80% of initial current after 6 h of

continuous operation at 0 V
vs. Ag/AgCl.

[225]

Myrothecium verrucariaBOD
Enzyme adsorbed on CNTs and protected

by a carbon-coated magnetic
nanoparticle layer

0.1 M HEPES buffer pH 7, O2 reduction

80% of initial activity after 48 h of
continuous operation at 0 V vs.

Ag/AgCl in the presence of 1 nM
proteinase.

70% initial activity after 30 days of
storage at room temperature.

[226]

Magnaporthe orizaeBOD
Wild type enzyme adsorbed and mutants

covalently bound to a maleimide CNT
modi�ed electrode

200 mM phosphate buffer
100 mM citrate buffer pH 7

O2 reduction

40% and 10% initial activity after
3 days and 6 days, respectively, in the

adsorbed mode.
95% and 52% initial activity after

3 days and 6 days, respectively, in the
covalent attachment mode

[227]
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Table 1. Cont.

Enzyme Bioelectrode Design Electrochemical Conditions Reaction Followed/Purpose Stability

Myrothecium verrucariaBOD
Enzyme adsorbed or electrochemically

deposited on Au polycrystalline electrode
0.1 M acetate buffer pH 5,

25 � C
O2 reduction

Adsorption mode: 5% initial activity
after 100 potential cycles between

0 and 0.8 V vs. Ag/AgCl at 50 mV/s.
Electrochemical deposition mode: 80%

initial activity after 200 cycles

[228]

Myrothecium verrucariaBOD
Enzyme adsorbed on MgOC modi�ed

with 6 amino 2-naphtoïque acid
0.1 M acetate buffer pH 5,

24 � C
O2 reduction 50% of the initial activity after 5 days. [229]

Myrothecium verrucariaBOD

Enzyme covalently bound to reduced
graphene oxide modi�ed by

4-aminobenzoic acid to reduce
its aggregation

0.1 M phosphate buffer pH 7 O 2 reduction 55 h half-life. [230]

Myrothecium verrucariaBOD Enzyme adsorbed on buckypaper CNTs
Phosphate buffer pH 6.5,

25 � C
O2 reduction 10 h half-life [231]

Magnaporthe orizaeBOD
Molecular engineering for covalent

immobilization in macroporous
gold electrode

0.1 M phosphate buffer
pH 7.2, 25 � C

O2 reduction
75% of the initial activity after

incubation for 5 days.
[232]

Myrothecium verrucariaBOD
Mv BOD entrapped with ABTS in

polydopamine layer on CNTs
0.1 M phosphate buffer pH 7,

25 � C
O2 reduction

Mv BOD stable for 22 h of operation at
0.1 V vs. Ag/AgCl.

[233]

Bacillus pumilusBOD
BpBOD: entrapped in pyrenebetaine

on CNTs
50 � C O2 reduction

Rapid drop in activity, almost 0 after
3 h of operation at 0.1 V vs. Ag/AgCl

[233]

Bacillus pumilusBOD
Enzyme entrapment in a carbon felt

modi�ed by pyrene-NH2 modi�ed CNTs
0.2 M phosphate buffer pH 6, O 2 reduction

7 days half-life at 25 � C upon
continuous operation of a H 2/O 2

biofuel cell.
[198]

Pyrococcus furiosusHASE
Enzyme adsorbed onto a CNT modi�ed

carbon felt electrode
50 mM phosphate buffer

pH 7, 50 � C
H2 oxidation

Voltage retains 90% of the initial value
33 h operation in a hybrid fuel cell.

[234]

Desulfovibrio vulgarisHASE
Enzyme embedded in viologen-based

redox hydrogel modi�ed porous
carbon cloth.

0.1 M phosphate buffer
pH 7.4

H2 oxidation
60% of initial activity after 20 h at

0.16 V vs. SHE.
[224]

Desulfomicrobium baculatum
HASE

Oriented covalent immobilization of the
enzyme on modi�ed CNTs

50 mM phosphate buffer
pH 7.6, 25 � C

H2 oxidation
80% of initial activity after 1 h in the

biofuel cell.
[235]
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Table 1. Cont.

Enzyme Bioelectrode Design Electrochemical Conditions Reaction Followed/Purpose Stability

Desulfovibrio desulfuricansHASE
Enzyme embedded in viologen-based

redox hydrogel on carbon
cloth-based electrode

0.1 M phosphate buffer
pH 7.4

H2 oxidation
50% of initial activity after 11 h at

0.16 V vs. SHE.
[236]

Desulfovibrio vulgarisHASE
Enzyme embedded in viologen-based

redox hydrogel and protected by
catalase-GOx layer.

0.1 M phosphate buffer
pH 7.4

H2 oxidation
60% initial activity after 8 h in the

presence of 5% O2 at 0.016 V vs. SHE.
[143]

Aquifex aeolicusHASE
Enzyme adsorption on CNT modi�ed by

� –� stacking with PyrNH 2

0.2 M phosphate buffer pH 7,
25 � C

H2 oxidation
1 month half-life at 25 � C upon

continuous operation of a H 2/O 2
biofuel cell.

[198]

[NiFeSe] Desulfovibrio vulgaris
Hildenborough HASE

Enzyme entrapped in
methylviologen-based redox polymer

�lms deposited on carbon cloths

0.1 M phosphate buffer pH
7.4, room temperature

H2 oxidation
25% and 50% of initial activity

depending on the variant after 7 h in
chronoamperometry experiments.

[237]
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5.2.2. Engineering of Enzymes Seeking for Both Enhanced ET Ef�ciency and Stability

The general engineering procedures developed to enhance enzyme stability can be
adapted for redox enzymes, including introduction of stronger bonds, removal of potential
degradation sites, or oligomeric structure formation [ 238–240]. However, the most inter-
esting strategies here are to obtain enhanced stability and ET ef�ciency at the same time.
Then, the main targets for protein engineering will lie (i) in the vicinity of the active site
or (ii) at speci�c points of the enzyme surface able to anchor it with the best orientation
for the highest ET rate (Figure 11). For strategy (i), the vicinity of the heme cavity of
peroxidase [241] or of the CuT1 site of LAC has been targeted [242,243]. Two recent reports
illustrate this concept. Two alanine residues were mutated to one leucine and one valine.
Not only did the introduction of hydrophobic residues increase the redox potential of the
CuT1 site by 50 mV, but it also protected the CuT1 site from the solvent as well as enhanced
temperature and pH stability of the variant. The mutant was stabilized at the electrode. It
retained roughly 80% of its initial activity after 96 h incubation at pH 4.0 and presented a
half-life of 60 min at 70 � C against 23 min for the wild type protein [ 203]. With the aim of
electricity production directly from seawater recycling, recombinant forms of CotA LAC
from B. licheniformiswere produced [ 244]. A double mutation, one in a region close to the
CuT1 and the other on the surface of the protein, was shown to induce a synergic effect in
bioelectrocatalysis. Conformational changes in the double mutant were proved by CD and
�uorescence that allow the variant to catalyze O 2 reduction in seawater, a very unusual
property for classical LACs. Protein leaching under such high ionic strength conditions
must however be solved.

 
Figure 11. Enzyme engineering strategies for enhanced stability. (Left ) Mutations in the vicinity of
the active site; computer-guided mutagenesis and directed evolution of a fungal LAC in CuT1
vicinity induce enhanced stability at pH 4 compared to the WT. Reproduced with permission
from [ 243]. (Right ) Covalent immobilization of BOD through site-directed mutagenesis and reaction
with maleimide groups on the electrode surface induce enhanced stability of the mutant (black curve)
compared to the WT (red curve). Adapted with permission from [227].

For strategy (ii), covalent immobilization of enzymes at electrodes was realized by pro-
ducing site-directed variants with cysteine residues located at different sites of the enzymes
able to react with maleimide groups immobilized on the electrode. This elegant method
combines controlled orientation of the protein at the electrode for ET, suf�cient �exibility
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for activity, and expected enhanced stability. In the case of cellulose dehydrogenase, 40% of
initial electroactivity was recovered after 2 months of storage while the wild type enzyme
loses progressively its activity within 20 days [ 245,246]. In addition, controlled orientation
allowed investigating mechanistic aspects of the ET. The immobilization method was
extended to BOD from Magnaporthe oryzaeshowing an enhanced stability with almost no
loss of electroactivity for 3 days [227] (Figure 11).

5.2.3. Conductive Porous Material as Redox Enzyme Host Matrices Favoring Fast ET

We discussed in the previous sections how porous materials can be bene�cial for
the stabilization of embedded enzymes. The further requirements for their use as host
matrices of redox enzymes are that either the porous material is conductive to ensure
DET, or redox mediators can be added either diffusing or co-immobilized within the
matrix. We emphasized that MOFs are nowadays considered as very attractive materials.
To ensure electron conduction within MOFs, multicomponent systems can be synthetized
composed of MOFs, enzymes and conductive nanomaterials such as graphene nanosheets
or CNTs [147]. A nice example is provided by Li et al. who encapsulated a LAC in ZIF-8
in the presence of CNTs (LAC@ZIF-8) [247]. Fluorescence measurements highlighted a
negligible enzyme leaching. When compared to free enzyme or to enzyme embedded in
MOF with no CNT, the LAC@ZIF-8 hybrid displayed improved thermal stability, enhanced
resistance to solvents as well improved long-term storage stability. However, although
DET was demonstrated, the catalytic ef�ciency was greatly enhanced by redox mediator
addition, suggesting that a large enzyme population was not directly wired in the hybrid
material. Mesoporous silica nanotubes are another example of a suitable matrix when
coated with a graphene sheet layer to enhance its electrical conductivity. BOD entrapped in
the material was able to reduce O2 in the absence of redox mediators, and the bioelectrode
stored in water at 4 � C for 15 days retained around 80% of initial current [ 248]. The stability
of the bioelectrode was suggested to be linked to the size of the nano-channels (12 nm)
being close to the size of the enzyme, limiting its mobility. Fructose dehydrogenase and
HASE were immobilized in MgOC with pore size in the range 10–150 nm [ 249,250]. DET
occurred between enzymes and the material regardless of the pore size, but a pore diameter
close to the enzyme size enhanced the thermal and long-term stabilities.

The relationship between pore size and stability is shared by non-redox and redox
enzymes. However, for redox ones, the orientation of the enzyme toward the material
wall must also be considered for a direct wiring. In pores presenting a diameter close to
the enzyme size, the distance between electrical relays on the surface of enzymes and the
material will be statistically minimized. Multi-point contacts are expected to occur at the
same time. This means that both stability and ET rates should be enhanced simultane-
ously [ 238,251]. Porous gold obtained either by dealloying processes or anodization is
increasingly used for immobilization of redox enzymes. Their pore sizes are compatible
with ef�cient enzyme entrapment [ 144]. Using electrochemistry, a narrow distribution
of orientation of BOD favorable for enhanced DET was measured [ 252]. A model based
on close packing spheres explained why the curvature of pores was bene�cial for DET.
Unfortunately, no examination of the enzyme conformation in the porous gold material
was provided. Effect of nanomaterial curvature was evocated in another work to explain
LAC properties once immobilized in a CNT network in the presence of ethanol [ 253]. An
improved direct catalytic current for O 2 reduction as well as reduced chloride inhibition
was measured. CD and ATR-IR demonstrated a net difference in the secondary structure
when the enzyme/CNT/ethanol system was immobilized at the electrode as compared
with enzyme in solution. The structure stabilization suggested that ethanol favors contact
between CNT and LAC in its native form with an orientation favorable for DET. Although
not deeply investigated, CNT curvature was suggested to help in the stabilization of the
immobilized dehydrated enzyme.
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5.2.4. Redox Enzyme Encapsulation in Hydrogels for Bioelectrocatalysis

Entrapping redox enzymes into hydrogels is expected to provide a suitable hydrated
environment able to maintain the enzyme in a functional active state. Some examples of
use of a sole polymer for direct electrocatalysis involving redox enzymes were recently
reported [ 254]. Conductive polyaniline (PANi) forms a nanostructured hydrogel once
deposited on an electrode [255]. The PANi hydrogel exhibits a continuously connected
hierarchical 3D network with pore diameter of 60 nm, allowing a short electron diffusion
length. The PANi-formate dehydrogenase electrode was ef�cient for catalytic reduction of
CO2 into formate. Although no exhaustive study of stability was made, conversion of CO 2
was ef�cient for 12 h. However, hydrogel matrices are very often poorly conductive, and
conductive nanostructures or redox mediators must be co-immobilized in the gel to ensure
electron conduction. Chitosan is a natural polyamino-saccharide that forms thin hydrogel
�lms at electrodes through controlled electrodeposition process. The amine groups are
available for attachment to a functionalized electrode or for anchorage of the enzyme.
CNTs mixed with chitosan render the material conductive. Hosting a LAC, the so-built
bioelectrode retained 70% initial current after 60 days of continuous measurement [ 209,256].
The same authors reported an improved bioelectrode using genipin as a cross linker.
The LAC-based electrode was implanted in rats and remained operational for 167 days
in vivo [257].

Alternatively, redox mediators can act as electron relays between the electrode and
the enzyme inside the hydrogel. In the search for enzyme stabilization, Matsumoto et al.
prevented leaching of a biotinylated GDH by immobilizing it into a streptavidine-hydrogel
prepared by click chemistry between sortase A and PEG [258]. In the presence of a ferrocene
derivative as a redox mediator, the so-designed electrode showed improved stability when
compared to the electrode with no hydrogel. One issue was the weak stability of the
hydrogel itself on the electrode. This last result points out one more requirement for
redox enzyme-based electrode stabilization: Not only the enzyme must be stable but the
interaction between the electrode and the hybrid enzyme-host matrix must also be strong
enough to avoid leaching of the whole biomaterial. To ensure stability of the bioelectrode,
hydrogel can be combined within porous conductive material. As an illustration, a hydrogel
formed by cross-linking bovine serum albumin, GOx and arginine was interlocked within
the pores of a carbon cloth [259]. Leaching of enzyme was less than 0.5% of the total amount
of embedded protein within 48 h. UV-Visible spectrometry and CD demonstrated that
90% of the enzyme secondary structure was preserved in the network. In the presence of
ferricyanide as a redox mediator, the current density for glucose oxidation was maintained
for 25 days.

Diffusing redox mediators are however undesirable in many cases, either because they
limit the rate of reaction or because they can be toxic when leaching to the environment in
which the enzyme operates. Redox hydrogels, introduced 30 years ago by Adam Heller, are
now widely exploited for immobilization of a variety of enzymes [ 260]. These hydrogels
combine the advantages of a hydrated matrix ensuring protection of the enzyme and rapid
diffusion of the substrate with the presence of tethered redox moieties (they can be based
on osmium, ruthenium, ferrocene, colbaltocene, quinone, or viologen derivatives) that
can electrically wire the enzyme by electron hopping inside the gel [ 261–263]. The redox
potential of the hydrogel matrix can be adapted to the desired reaction to be catalyzed
by tuning the ligands of the redox moieties. Ferrocene entity was tethered to linear PEI
and used to cross-link GOx [ 264]. Of initial current, 70% and 36% was retained after
21 days of storage and 6 h of continuous operation, respectively. This marked difference
underlines the effect of applied potential on the stability of the bioelectrode, an issue
that we will further discuss in Section 5.3.2. Os-tethered hydrogel embedding GDH was
loaded in porous MgOC deposited by ink-drop-casting on an electrode [ 265]. The high
catalytic currents for glucose oxidation were linked to the controlled pore diameter of the
MgOC matrix that allows high loading of redox polymer and rapid substrate diffusion.
Moreover, the combined advantage of hydrated redox polymer and porous structure
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allowed improved stability. Of initial catalytic current, 44% was recovered after 10 days
of operation against 3% for the hydrogel-enzyme hybrid deposited on a glassy carbon
electrode. Direct oxidation of glucose by Corynascus thermophiluscellobiose dehydrogenase
was compared to the mediated one obtained when the CNT-based electrode was further
modi�ed by an Os-based redox hydrogel [ 200]. MET process generated higher catalytic
currents than DET one proceeding at a lower potential through the FAD cofactor instead of
the heme domain in the case of the DET process. Of the mediated electrocatalytic current,
30% remained after 9 days of CV cycling. In such con�guration, it will be interesting in
the future to get the comparative stability through the DET process. Last but not least,
redox hydrogels have been shown in recent years to act as shields against O2 for sensitive
enzymes. This topic will be further developed below in Section 5.3.3.

5.2.5. When Aggregates or Partially Unfolded Enzymes Operate in Bioelectrocatalysis

We clearly stated in the introduction of this review that the secondary and tertiary
structure of enzymes control their activity. Any change in the conformation was thus
expected to modify the activity, yielding inactive states upon denaturation. We otherwise
underlined that aggregated enzymes, for example in the form of CLEAs, could main-
tain the native conformation showing a stable, although often lower, enzymatic activity.
Efforts to maintain stable enzyme electroactivity are mainly directed toward enzymes
with unchanged conformations. However, and contrary to these strategies, examples of
aggregates or partially unfolded forms of proteins have been reported to promote bioelec-
trocatalytic properties. Aggregated proteins immobilized on nanostructured carbon-based
electrodes may enabled direct electrocatalysis showing enhanced stability compared to
non-precipitated proteins [ 266,267]. Pyranose oxidase was immobilized on a CNT-based
electrode via three different procedures: (i) covalent attachment (CA), (ii) enzyme coating
(EC), (iii) enzyme precipitate coating (CLEA). After 34 days at room temperature, CLEA re-
tained 65% of initial electroactivity toward glucose oxidation, while CA and EC maintained
9.2% and 26% of their initial activities, respectively. LAC aggregates were formed by com-
putational design through production of a new dimeric interface that induces self-assembly
of the protein into crystalline-like assemblies [ 268]. Combined with CNT incorporated in
the aggregates, the bioelectrode showed high direct electroenzymatic rate for O2 reduction
with enhanced thermostability. LAC from T. versicolorwas precipitated in the presence
of Cu2+ yielding �ower-like particles [ 207]. The Cu/LAC nano�owers were integrated
in carbonaceous nanomaterials and tested as catalysts for O2 bioelectroreduction. A well-
shaped direct electroenzymatic signal was observed, demonstrating the functionality of
the electron pathway through CuT1 in the �ower particles (Figure 12). The bioelectrode
delivered 72% initial current after 6 days of daily 2 h discharge, and the H 2/O 2 fuel cell
constructed based on the Cu/LAC �ower-based biocathode maintained 85% initial power
after 15 days of operation.

Figure 12. LAC assembled through Cu-�ower like particles displays direct and stable electrocatalysis
of O2 reduction. (A) SEM image of a Cu/LAC nano�ower, ( B) Catalytic reduction of O 2 (red curve)
by LAC in Cu nano�owers on CNTs, ( C) Operational stability. Adapted with permission from [ 207].
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It was also recently shown that the large sub-unit of a NiFe HASE was able to sustain
H2 oxidation by itself, showing that an incomplete structure still allows catalysis [ 269].
As another illustration, LAC from Aspergillussp. was immobilized on Fe 2O3 NPs [270].
Careful spectroscopic analysis, including FT-IR, �uorescence and EPR, demonstrated a
partial unfolding of the protein which tends to a higher exposure of the CuT1. A large
direct catalytic current in the range of 3 mA/cm 2 was observed, with an electrochemical
CV shape denoting fast ET. However, it should be stressed that heterogeneity of enzyme
population certainly exists at the electrochemical interface, and methods are now required
to distinguish whether the electrochemical activity is actually linked to the unfolded
proteins or to the small fraction of proteins remaining correctly folded.

5.3. Parameters Speci�c to Bioelectrocatalysis Stabilization

Bioelectrocatalysis implies not only the immobilization of the enzyme on a conductive
support but also the application of a potential that the enzyme will sense. Hence, the
stability of a bioelectrode will include the stability of the enzyme in the immobilized state
and the stability of the electrocatalytic response under an electric �eld which is re�ected in
most cases by a measure of a current, a voltage or the impedance of the system. However,
the variation of the electrochemical signal may have different origins. Progressive leaching
of the enzymes from the electrochemical interface can explain a decrease in the catalytic
current, while changes in the conformation or in the reorientation of the enzyme can explain
modi�cation in the catalytic response due to lower electron transfer rates. Methods probing
the relationship between electroactivity and amount of proteins on the electrochemical
interface, as well as the relationship between electroactivity and changes in enzyme con-
formation, are not readily available. Actually, many bioelectrocatalysis-related studies
report a decrease of the catalytic current with time. This decrease has long been named
as “�lm loss”, suggesting that enzyme leaching from the electrode would be responsible
for the current evolution. However, coupling SPR and quartz crystal microbalance with
dissipation (QCM-D) to electrochemistry, it was shown that other phenomena than simple
enzyme desorption must account for bioelectrode instability [271,272]. In the following, we
would like to emphasize some critical parameters that will affect the overall electrocatalytic
response stability and the methods developed to get more insights in the overall process.

5.3.1. Reorientation of the Immobilized Enzyme

We stated just before that one key issue in order to enhance the interfacial ET between
a redox enzyme and an electrode is the orientation of the enzyme on the solid surface
so that the electronic relay on the surface of the protein can be positioned at a distance
compatible with fast ET. In many studies reporting enzyme orientation, hydrophobic or
electrostatic interactions are used to control the enzyme positioning. These interactions
are relevant because they mimic in vivo recognition with the substrate or between redox
partners. LAC, as an example, is involved in transformation of many substrates such as
phenolic compounds. In accordance, the Cu T1 is engaged in a hydrophobic pocket that
can be recognized by the electrode modi�ed by phenyl or anthracenyl groups, leading to
an orientation favoring ef�cient electron transfer [ 273]. The recognition between HASE and
its redox partner cytochrome c3 is another example illustrating electrostatic parameters to
be considered in ET. By NMR docking and by resolving the Poisson–Boltzmann equation,
it was established that a functional complex is formed thanks to a small negatively charged
region on the HASE surface that can interact with the positively charged cytochrome.
Such local electrostatic interaction was able to overcome electrostatic repulsion of the
overall positive charges of the interacting proteins [ 274,275]. The same situation arises
in bioelectrocatalysis, considering the electrode as the redox partner. Local charges are
re�ected by charge heterogeneity on the surface of the enzyme and rationalization can
be obtained through the calculation of the dipole moment direction. This latter will
depend on the pH of the enzyme environment. Hence, it can be expected that an enzyme
takes an orientation favorable to ET at one pH but rotates on the electrode when the
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pH of surrounding solution is modi�ed. It is the most crucial when electrocatalysis
involves proton consumption or production, as it is the case for many electroenzymatic
reactions, thus inducing local changes in pH in the weakly buffered solution and potential
modi�cation of the catalytic signal.

Evidence of the rotation of BOD was demonstrated on gold electrodes modi�ed by
thiol-based SAMs [116]. Both the pH at which the enzyme was adsorbed and the pH of the
electrolytic solution were varied. By doing so, not only the charge of the electrode but also
the charge of the enzyme varied. Coupling electrochemistry to ellipsometry, SPR, and Phase
Modulation Infrared Re�ection Absorption Spectroscopy (PMIRRAS), it was shown that
the global charge of the protein controls the amount of adsorbed molecules as a function of
electrostatic interactions tuned by the pH of adsorption. It was also demonstrated that the
local charge in the vicinity of the CuT1 controls the orientation of the enzyme, hence the
catalytic current for O 2 reduction. Hence, when the amount of enzyme and its orientation
were a priori �xed by adsorption at a �xed pH, the catalytic current recorded in buffers
of various pHs nevertheless varied following rotation of the enzyme to adopt the most
favorable orientation. It was clearly shown that orientation could be reversibly tuned by
changing the pH of the electrolyte, shifting the catalysis from a slow ET rate to a fast one
(Figure 13).

 

��

Figure 13. Reorientation of enzymes on electrode may alter enzyme stability. ( Top) Tuning the pH
of the electrolyte induces rotation of the adsorbed bilirubin oxidase on the electrode surface, hence
induces modi�cation in bioelectrocatalysis for O 2 reduction. Adapted with permission from [ 116].
(Down ) Scheme of the reorientation of enzymes on an electrode induced by surface coverage. The
white sphere represents the active site. Adapted with permission from [115].

Enzyme reorientation, leading to potential bioelectrocatalysis instability, may have
another origin. In the course of protein adsorption, protein-protein interactions are increas-
ingly dominating. Hence, while the adsorption of the �rst proteins in a favorable orientation
for ET can be controlled by electrostatic interactions, the interactions between neighbor-
ing adsorbed proteins may induce reorientation to decrease the repulsive forces [ 115]
(Figure 13). Coupling electrochemistry to QCM and interferometry for studying O 2 reduc-
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tion by BOD on a gold electrode, Blanford et al. clearly demonstrated that an optimum
surface coverage exists yielding the highest stable electrocatalytic current [276]. Although
proof of enzyme reorientation was not provided, QCM-D allowed to conclude that this
optimum was linked to a balance between rate of enzyme adsorption and deformation.

5.3.2. Effect of the Electric Field

Compared to other catalytic processes, the special feature of bioelectrocatalysis lies
in the electric �eld imposed at the electrode interface. Although partially shielded by
the ions present in the solution, the extent of the electric �eld can still reach the size of
immobilized enzymes, especially in weakly supported electrolytes. It should be expected
to have a major impact, but only few studies report the effect of the electric �eld on enzyme
or bioelectrode stability. This lack of information most probably comes from the dif�culty
to determine which effect among protein leaching, denaturation or reconformation can be
responsible for any variation in the electrocatalytic response. The recent use of coupled
methods with electrochemistry will certainly lead to major advancements in that �eld.
Adsorption of MCOs on planar gold electrodes was taken as a model for such studies. It
was shown using electrochemistry coupled to QCM-D that cycling the potential for O 2
reduction by M. verrucariaBOD accelerated mass decrease compared to applying a �xed
potential [ 272]. It was hypothesized that varying the electric �eld near the surface may
distort the adsorbed protein, expelling water and contributing to enzyme denaturation. It
was further shown with the same enzyme that continuous cycling induced more stability
of the bioelectrode than cycling during a same period but at regular intervals, the electrode
being at the open circuit potential (OCP) when not cycling [ 116]. This result suggests a
much lower stability of the bioelectrode when the applied potential was close to the OCP.
Considering the potential of zero charge (E pzc) of the electrode, it could be concluded
that the strong electric �eld generated when holding the potential far away from E pzc

induced bioelectrode destabilization. Kano's group rationalized these experimental data
by modeling the electrostatic interactions between enzymes and electrodes in the electric
double layer [ 275]. Taking the copper ef�ux oxidase (CueO) enzyme as a model enzyme
adsorbed either at bare or butanethiol-modi�ed gold electrodes, the authors demonstrated
how the electrical double layer plays a key role in enzyme stability for bioelectrocatalysis.
It can be argued that the diameter of the enzyme is much higher than the length of the
electrical double layer (5 nm vs. 1 nm at a typical ionic strength for electrocatalysis).
However, the domain of CueO facing the electrode is indeed located in the double layer
and will face an electric �eld whose force depends on the applied potential and on the
Epzc of the electrode. Hence, at the bare gold electrode, the strong electric �eld induced
by an applied potential much more positive than E pzc of the electrode, in addition to
the complementary charges chosen to favor DET orientation, leads to denaturation of
the protein.

Heterogeneity of the electric �eld inside the pores of a porous matrix otherwise affects
enzyme stabilization. A model developed in the group of Kano demonstrated the existence
of an inner pore region where the electric �eld remains low, and where weak electrostatic
forces help in protein stabilization [ 238,277,278]. The higher electric �eld at the entry of
the pore should enhance the ET, while inducing less stability [279,280]. This effect known
as the “edge effect” was recognized early in the history of bioelectrochemical studies
using cytochrome c and graphite and may explain ef�cient bioelectrocatalysis at carbon
nano�bers (CNFs) [281–284].

Finally, it should be mentioned the role of the electric �eld sensed by the enzyme within
the course of mediated electrocatalysis against direct electrocatalysis. A relevant example is
bioelectrocatalytic oxidation of hydrogen by HASEs. It is known that HASEs are reversibly
inactivated at high potentials [ 285]. In a typical cyclic voltammetry experiment where the
enzyme is adsorbed on an electrode, this inactivation results in a decrease in the catalytic
current in the forward scan at a potential higher than ca. � 0.4 V vs. Ag/AgCl at pH 7.
Current recovers when the potential is reversed. It was shown that pushing the potential
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to even more positive values induces an irreversible inactivation of the enzyme [ 286]. Such
inactivation process may have consequences on the operation of fuel cells using HASE
as anode catalyst, requiring regular steps of reducing voltages to reactivate the enzyme.
Alternatively, it was shown that embedding the hydrogenase in a viologen-based hydrogel
protected the enzyme from high potential deactivation. In this MET process, the enzyme
no longer senses the high potential of the electrode but the potential of the viologen redox
couple which is suf�ciently negative to prevent HASE inactivation [ 287–289]. Nevertheless,
the use of redox mediators induces other detrimental effects towards enzyme stability, such
as production of reactive oxygen species (ROS) that will be discussed in the next section.

5.3.3. Protection against Reactive Oxygen Species (ROS) Production

Two electron reduction of O 2 yields the formation of unstable superoxide O 2
�� which

is the precursor for other reactive species including H 2O2 and � OH. Incomplete oxygen
reduction can be encountered in the course of certain enzymatic reactions, or when O2
is directly reduced at an electrochemical interface. A relevant example of ROS produced
by enzymatic reactions is the oxidation of sugars by the �avin-based GOx. Here, O 2 is a
co-substrate of the enzyme and is reduced to H2O2 after the release of D-glucono-� -lactone
within glucose oxidation [ 290]. Identically, oxidation of lactate-by-lactate oxidase produces
H2O2. To avoid any detrimental effect of H 2O2, one solution is to electroenzymatically
reduce this latter by peroxidases [291]. Alternatively, catalase has been used to decompose
H2O2 [292]. Engineering of �avoproteins is also largely reported to decrease O 2 activ-
ity [ 293,294]. Such strategy is particularly useful when the �avoprotein is embedded in
redox hydrogels, where the competition between reaction of the enzyme with the redox
mediator or O 2 occurs within the polymer, decreasing the ef�ciency of the bioelectrocataly-
sis. An additional issue comes from the reduction of O 2 directly by the redox entities of
the polymer.

Reactions other than the oxidation of sugar by GOx embedded in Os-based polymers
can expose enzymes to ROS. Actually, low potential viologen-based redox polymers de-
veloped to protect HASEs against high potential inactivation also serve as shields against
O2 [224,237,288]. However, the viologen-based matrix itself may generate ROS in the
course of the HASE protection mechanism, inducing its progressive decomposition [ 295].
To tackle this issue, a top polymer layer containing both GOx and catalase was used to
ensure a complete HASE protection [143]. Alternatively, iodide was added in the whole
system to induce dismutation of H 2O2. An improvement of the half-life of the HASE in the
presence of O2 was demonstrated [295]. In the case of O2-tolerant HASEs, their speci�c
sensitivity/tolerance to O 2 has been shown to lead to an even greater sensitivity to ROS.
Hence, it was reported that ROS formed by applying low potentials to a HASE-based
carbon felt electrode in the presence of O2 irreversibly deactivated the enzyme contrary
to reversible O2 inactivation [ 111,198] (Figure 14). In this case, a protective upper layer
composed of a 3D porous carbon matrix increased the stability by 4–6 times against ROS
compared to a 2D electrode. It was proposed that the 3D matrix could scavenge ROS before
reaching the enzymes inside the pores.
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Figure 14. Chronoamperometric response for H 2 oxidation by A. aeolicusHASE embedded in a
CNT-modi�ed carbon felt electrode showing the inactivation of the enzyme by ROS electrochemically
produced (A) and protection by a porous matrix ( B). Reproduced with permission from [198].

6. Conclusions and Future Directions

Electrocatalysis involving redox enzymes takes advantage of the high selectivity and
af�nity of the biomolecules, as well as the large diversity of identi�ed enzymes, hence a
large variety of substrates. Possible applications range from implantable medical devices
(insulin pump, neurological stimulator, arti�cial organs, etc.), wearable sensors, and envi-
ronmental diagnostic to energy converting devices or CO 2 capture [16,17,296–299]. Many
strategies are available to enhance enzyme stability in general. However, the speci�city of
redox enzymes that sense an electric �eld and require a controlled orientation to operate on
electrochemical interfaces makes the stability of redox enzymes one of the most important
issues to resolve before a large-scale commercial development of bioelectrocatalysis. The
search for a good balance between stability and activity of enzymes is a prerequisite, even
complexi�ed by the search for ef�cient ET in the case of redox enzymes. Recent examples
in the literature concerning MCOs revealed the dif�culty of getting improved interfacial
ET parameters or improved redox properties while maintaining both the stability and the
activity of the enzyme [ 300,301]. No doubt that protein engineering, which is increasingly
carried out with the aid of innovative solutions based on emerging genetic tools, will offer
new opportunities of producing stable enzymes. There is also no doubt that the screening
of the biodiversity will allow the discovery of redox enzymes with outstanding properties,
which can be applied either directly in bioelectrochemical devices, or as model enzymes
for protein engineering for high stability.

Alternative strategies can be envisioned in case enzyme stability is limiting the targeted
device. The �rst one would be to refresh the bioelectrodes regularly, so as to renew
inactivated enzymes by new active ones. Increasing salt concentration in the medium
was reported to allow LAC desorption, rendering the electrode available for fresh enzyme
adsorption [ 209]. Refreshment of the bioelectrode can also be done by adsorbing the
enzyme on magnetic nanoparticles [302]. Applying a suitable magnetic �eld may allow
assembling or release of the biocatalyst on the electrode. Cosnier et al. proposed to
use enzymes and redox mediators encapsulated in glyconoparticles, both diffusing in
solution [ 303]. This strategy was supposed to allow protein and mediators to freely rotate
for an ef�cient ET and to offer in addition the possibility of easy refreshing of the biocatalyst
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by a simple exchange of the solutions. Although suitable to overcome enzyme instability,
these procedures based on enzyme renewal, however, do not appear to be sustainable
or cost effective. Nanozymes, or bioinspired catalysts, could be desirable alternatives
to enzymes in the future [ 304–307]. Taking bene�t of the fundamental understanding of
bioelectrocatalysis, these synthetic catalysts may provide higher stability while operating
the closest to the enzymatic catalysis.

Should redox enzymes or biosynthetic catalysts be used, novel methodologies must
be developed in order to get new insights in the parameters that limit the stability of bio-
electrocatalysis. In situ and in operandomethods are certainly the most appealing within the
objective of understanding and enhancing bioelectrode stability [ 308,309]. Recent reviews
by Reisner et al. and by Crespilho et al. discussed various methods, and especially coupled
methods, currently available to study bioelectrode interfaces [ 309,310]. Methods allowing
mass or layer thickness quanti�cation, i.e., SPR, QCM-D and ellipsometry, coupled to
electrochemistry will give access to the relationship between enzyme loading or release
and catalytic response [21,116,271,272,311]. Electrochemistry coupled to spectroscopies
(IR (including SEIRA, PMIRRAS), XAS, �uorescence, Raman (including SERRS), EPR, CD,
mass spectrometry) will help in the determination of conformational change once enzyme
is immobilized or as a function of applied potential or current [ 312–317]. Microscopy cou-
pled to electrochemistry will allow the mapping of the electrocatalysis [ 318–320]. Finally,
getting more and more accurate experimental data on enzyme behavior on electrodes may
be implemented in theoretical models that in return will help in bioelectrode rationaliza-
tion [21,117,321–323].
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Abstract: Interfacial electron transfer between redox enzymes and electrodes is a key step for
enzymatic bioelectrocatalysis in various bioelectrochemical devices. Although the use of carbon
nanomaterials enables an increasing number of redox enzymes to carry out bioelectrocatalysis
involving direct electron transfer (DET), the role of carbon nanomaterials in interfacial electron
transfer remains unclear. Based on the recent progress reported in the literature, in this mini review,
the signi�cance of carbon nanomaterials on DET-type bioelectrocatalysis is discussed. Strategies
for the oriented immobilization of redox enzymes in rationally modi�ed carbon nanomaterials
are also summarized and discussed. Furthermore, techniques to probe redox enzymes in carbon
nanomaterials are introduced.

Keywords: direct electron transfer; bioelectrocatalysis; orientation; carbon nanomaterials;
surface modi�cation

1. Introduction

Bioelectrocatalysis, which couples an enzymatic catalysis with an electrode reaction and thereby
transforms the chemical energy of the reactant into electrical energy (or vice versa), plays an important
role in various applications, including biological fuel cells [ 1], biosensors [2], and bio-electrosynthesis [3].
Redox enzymes in solutions usually show signi�cantly high catalytic e � ciency toward their natural
substrates. However, enzymes immobilized on the surface of a solid electrode usually do not enable
su� cient electron transfer kinetics between the redox-active sites and the support owing to electrical
insulation of the redox-active site by the surrounding polypeptides.

In general, mechanisms of electron transfer between enzymes and electrodes are classi�ed into
mediated electron transfer (MET) and direct electron transfer (DET) [ 4] (Figure 1). In an MET-type
system, an extrinsic redox-active species, referred to as a mediator, is utilized to shuttle electrons
between the enzyme redox site and an electrode [5]. In this case, the redox enzyme catalyzes the
oxidation or reduction of the mediator as a co-substrate. The reverse transformation (regeneration)
of the mediator occurs reversibly or quasi-reversibly on the electrode surface. The use of small,
low-molecular-weight electron mediators that require low overpotentials can be bene�cial because
they can enable rapid electron transfer between an enzyme and an electrode with low power loss.
However, the cost, stability, selectivity, and ability to exchange electrons in the immobilized state of
such mediators must also be considered. In contrast, in a DET-type system, fast electron transfer to
or from a solid electrode occurs through the intrinsic electron relay system in the protein [ 6] (such as
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a series of ion-sulfur clusters [7], hemes [8], copper atoms [9], or some amino acid residues [10,11]).
Accordingly, the electrode surface acts as a co-substrate of the redox enzyme, and the enzymatic
and electrode reactions proceed simultaneously. From this viewpoint, a DET-type bioelectrocatalysis
constructed with only an enzyme and an electrode is mostly an ideal system that provides high
selectivity for electrochemical biosensors and a high cell voltage for enzymatic biofuel cells without a
proton exchange membrane.

��

�” �”

Figure 1. Schematic of electron transfer routes of (left ) MET-type and ( right ) DET-type bioelectrocatalysis.

Over the past few decades, signi�cant e � orts have been devoted to improving the performance of
DET-type bioelectrocatalysis, including protein engineering, electrode materials, and bio-interfacial
engineering [12,13]. The interfacial electron transfer rate constant (k), according to Macrus's
theory [14,15],is governed by the potential di � erence, re-organization energy, and most importantly,
the distance between the active center of the enzymes and the electrode surface. The electron transfer
rate constant between the redox site and the electrode decreases exponentially with increasing distance.
Because redox enzymes are sizable proteins with anisotropic properties and their active sites are not
always located in the central region, the distance between the active site and the electrodes should
be varied according to the orientation of the enzymes when immobilizing at the electrode surfaces.
Therefore, controlling the orientation of the enzyme on the electrode surface is a key factor in realizing
a fast interfacial electron transfer [16,17].

Carbon nanomaterials, such as carbon nanotubes (CNTs), graphene, carbon nanoparticles, and their
combinations thereof, have been widely utilized in DET-type bioelectrocatalysis owing to their high
conductivity, chemical stability, and low cost. CNTs are nanowires constituted from one or more layers
of seamlessly rolled graphene (single-walled and multi-walled CNTs, respectively) with large speci�c
surface areas (in a precise sense, with large values for surface-to-weight ratio) and behave electrically
as metals or as semiconductors [18]. Moreover, puri�ed CNTs are usually electrochemically inert and
do not exhibit voltametric response in the potential window commonly used [ 19]. In contrary to CNTs,
graphene is a two-dimensional sheet of sp2 bonded carbon atoms possess unique properties, like ballistic
conductivity, high speci�c surface area, and rapid heterogeneous electron transfer [ 20]. For example,
it has been reported that the speci�c surface area of graphene sheets is frequently larger than that of
single-walled CNTs. Unlike structurally more de�ned CNTs and graphene, structurally less-de�ned
carbon nanoparticles are considered more economical than other carbon nanomaterials because they
are produced commercially in bulk quantities and also often formed as waste byproducts during the
formation of other nanomaterials, such as CNTs [ 21]. In addition to these intrinsic properties mentioned
above, carbon nanomaterials can be easily modi�ed for di � erent purposes through various approaches,
including diazonium grafting, amine electrochemical oxidation, and � -� interactions. An increasing
number of redox enzymes, including glucose dehydrogenase [ 22], fructose dehydrogenase (FDH) [23],
cellobiose dehydrogenase [24], formate dehydrogenase (FoDH) [ 25], hydrogenase (H2ase), bilirubin
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oxidase (BOD), laccase (Lac) [26], cooper e� ux oxidase (CueO) [27], and peroxidase [28], have been
reported to be capable of DET at a suitable carbon nanomaterial-based electrode. Notably, although
many researchers in the previous decades have claimed that glucose oxidase, a well-known enzyme
utilized in glucose biosensors and biofuel cells, achieves a DET capability in carbon nanomaterials,
recent studies have concluded that no evidence supports the idea that native glucose oxidase undergoes
DET in carbon nanotubes or graphene [29–31]. Understanding the mechanisms and roles of carbon
nanomaterials in direct biolectrocatalysis is essential to identifying whether a DET reaction occurs and
for preparing a suitable platform for DET-type bioelectrocatalysis with a high performance.

In this mini review, we start with the signi�cance of carbon nanomaterials in promoting direct
bioelectrocatalysis of redox enzymes. The e� ects of the pore distribution and surface chemical
properties of carbon nanomaterials on DET-type bioelectrocatalysis are emphasized. Following a
summarization of the surface modi�cation of carbon nanomaterials, the oriented immobilization of
redox enzymes in rationally functionalized carbon nanomaterials via di � erent strategies is reviewed.
Techniques to probe the redox enzymes on the carbon nanomaterial surfaces are also described.

2. Signi�cance of Carbon Nanomaterials on Direct Bioelectrocatalysis

2.1. E� ect of Pore Distribution

The primary motivation of using carbon nanomaterials for direct electrocatalysis, at the early stage,
is ascribed to the high enzyme loading because of its large speci�c surface area. Although we agree
that enzyme loading is essential to the performance of direct bioelectrocatalysis, several recent studies
have proposed that the microstructure and the surface physiochemistry of carbon nanomaterials also
play important roles in DET-type bioelectrocatalysis. For example, carbon cryogels with a controlled
average pore radii of 5–40 nm have been utilized for FDH immobilization [ 32]. It has been found that,
although the estimated Brunauer–Emmett–Teller (BET) speci�c surface area of a carbon cryogel with
an average pore radius of 40 nm is the smallest, the DET-type bioelectrocatalytic current of fructose
oxidation in a carbon cryogel with an average pore radius of 40 nm is the highest (~5 mA cm � 2),
compared to those of carbon cryogels with radii of 5, 11, 16, and 26 nm, which have higher BET speci�c
surface areas. Similar results have been obtained for MgO-templated carbon nanomaterial electrodes
using di � erent redox enzymes, including FDH [ 33], BOD [34], and H 2ase [35]. Rather than a high
speci�c surface area, carbon nanomaterials with suitable pore size distributions are apparently more
essential for the DET-type bioelectrocatalysis of redox enzymes.

A theoretical model of a randomly oriented spherical enzyme adsorbed in a planar or
three-dimensional electrode was proposed [36,37] (Figure 2). In that model, spherical pores with a
radius close to that of the enzyme improves the interfacial electron transfer kinetics thanks to increased
probability of orientations with a short distance during the interfacial electron transfer (Figure 2).
This e� ect is referred to as the curvature e� ect of porous structures [12,13]. These porous structures
can be found at the surface of mesoporous carbon materials or can be formed through primary carbon
nanoparticle aggregation. For example, in a comparative study, three types of carbon materials—Ketjen
Black EC300J (KB), Vulcan XC-72R (Vulcan), and high-purity exfoliated graphite J-SP (JSP)—were
utilized as sca� olds for the DET-type bioelectrocatalysis of BOD [ 38]. The results show that the
micropores at the JSP surface are highly e� ective for the DET-reaction of BOD, whereas gaps between
several primary particles in the KB and Vulcan aggregates play important roles as sca � olds for MvBOD.
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Figure 2. Schematic model of an adsorbed enzyme on (A) planar and (B) porous electrodes. Reprinted
from [37]. Copyright (2016), with permission from American Chemical Society.

Notably, the optimization of carbon nanomaterials for DET-type bioelectrocatalysis requires
balancing the ratio of macro-, meso-, and micropores for the construction of a hierarchical
three-dimensional structure e � ective for the mass transport of an electrolyte solution and substrates as
well as the penetration of enzymes into the nanostructures, and enhancing the interfacial electron transfer
kinetics of macromolecular redox enzymes. The dispersion parameter of H 2ase in MgO-templated
carbon with a pore size of 35 nm is notably smaller than that in MgO-templated carbons with a pore size
of 150 nm [35], which can be explained by the curvature e � ect [36,37], as mentioned above. However,
the H2-oxidation bioelectrocatalytic current produced by H 2ase in MgO-templated carbons with a pore
size of 150 nm (~450� A cm � 2) is higher than that in MgO-templated carbons with a pore size of 35 nm
(~50 � A cm � 2) owing to greater enzyme penetration in carbon with larger pores [ 35]. Furthermore,
a hierarchical dual MgO-templated carbon, with a mixture of 33% macropores (150 nm) and 67%
mesopores (40 nm), was prepared for the DET-type bioelectrocatalysis of BOD [39]. The results show
that the oxygen reduction current in dual MgO-templated carbon reached to around 10 mA cm � 2,
which is much higher than that in a MgO-templated carbon electrode with only meso- or macro-porous
structures (~5.6 mA cm � 2 or ~5.1 mA cm � 2). These results clearly show the importance of the pore
distribution in carbon nanomaterials in DET-type bioelectrocatalysis.

2.2. E� ects of Surface Chemistry

Carbon nanomaterials are frequently formed with hydrophobic and chemically inactivate surfaces,
whereas functional groups, such as hydroxyl, carboxyl, and carbonyl, can be formed at the surfaces
of carbon nanomaterials, depending on the preparation and treatment approaches. For example,
carboxyl groups are frequently found in oxidized CNTs, which can be produced by treatment with
acid or peroxides. By contrast, redox enzyme surfaces usually consist of polar amino acids, some of
which can even be charged in a solution. Intricate interactions between carbon nanomaterials and
redox enzymes have been proposed to play important roles in the orientation and interfacial electron
transfer rate of redox enzymes [40]. For example, an improved electron transfer has been reported in
BOD on UV-ozone treated carbon black [41] and carbon nano�ber [ 42] surfaces. UV-ozone treatment
was proposed to produce hydrophobically and negatively oxygenated functional groups in carbon
nanomaterials. In addition, the O 2-reduction current produced from the DET-type bioelectrocatalyst
of TrLac at the CNT decreases with increasing N dopant ratio [ 43]. Strong electrostatic interactions
between N-doped CNTs, which have a positive surface potential, and laccase has been proposed
to cause the denaturation of redox enzymes and/or decrease the DET reaction rate. Furthermore,
the zeta potential (i.e., surface charge density) of graphene oxide has been reported to a� ect the enzyme
adsorption, direct electron transfer, and catalytic current [44]. In a recent study, three types of carbon
nanotubes with di � erent lengths were utilized as platforms for the DET-type bioelectrocatalysis of
three redox enzymes, viz. BOD from Myrothecium verrucaria(MvBOD), CueO from Escherichia coli,
and H 2ase from Desulfovibrio vulgarisMiyazaki F ( DvH2ase) [45]. As a result, di � usion-controlled O 2
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reduction reaction with catalytic current density of ~8 mA cm � 2 in an O2-saturated neutral bu � er was
realized by BOD in CNTs of a length of 1 � m, but the catalytic current densities decreased as the length
of CNTs increased [45] (Figure 3). However, in the cases of CueO and H2ase, the catalytic current
(O2 reduction for CueO and H 2 oxidation for DvH2ase) increases as the length of CNTs increased.
This tendency can be weakened by the addition of Ca(NO 3)2 to the electrolyte. The CNT surface is
negatively charged in neutral solutions owing to the dissociation of the carboxyl group on the CNT
surface, and the number of carboxy groups increases with a decreasing CNT length. It was concluded
through this research that the electrostatic interaction between the region close to the active site of
the enzymes and CNTs is one of the most important factors controlling the enzyme adsorption for
DET-type bioelectrocatalysis.
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Figure 3. (A) Rotating disk linear scan voltammograms (LSVs) of O 2 reduction for MvBOD/CNT1
(solid line ), MvBOD/CNT2 (dashed–dotted line ), and MvBOD/CNT3 (broken line ). The dotted line
represents an LSV on a CNT1 without enzyme. All measurements were carried out in O 2-saturated
phosphate bu� er (0.1 M, pH 7.0, and 25 � C) at ! = 4000 rpm and � = 5 mV s� 1. (B) Relationships
between the steady state current density and the relative amount of carboxy groups at di � erent CNT
surfaces (N -COOH ). Reprint from [45]. Copyright (2017), with permission from Elsevier.

3. Oriented Immobilization of Redox Enzymes in Modi�ed Carbon Nanomaterials

Because the surface physiochemistry of carbon nanomaterials plays a key role in the orientation
of redox enzymes, strategies for the rational surface modi�cation of carbon nanomaterials to provide
suitable platforms for DET-type bioelectrocatalysis of redox enzymes are highly expected. In general,
functional groups at carbon nanomaterial surfaces can be introduced by di � erent approaches, including
diazonium electroreduction [ 46], amine electrooxidation [ 47], � -stacking [48], and in-situ chemical
modi�cation [ 49] (Figure 4). We do not discuss these approaches in detail herein, focusing instead on
strategies to control the orientation of redox enzymes in modi�ed carbon nanomaterials for enhanced
DET-type bioelectrocatalysis.
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Figure 4. Typical strategies for surface modi�cation of carbon nanomaterials. CNTs were utilized here
as representatives of carbon nanomaterials.
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3.1. Modi�cation of Carbon Nanomaterials with Charged Compounds

Electrostatic effects play major roles in enzyme-substrate interactions and in DET-type
bioelectrocatalysis. For example, it has been found that the electrode potential may affect the adsorption
and orientation, and thus, the performance of DET-type bioe lectrocatalysis of redox enzymes [50].
In addition, improved O 2-reduction reactions have been achieved through the adsorption of MvBOD
on negatively charged surfaces, which were produced by the e lectrooxidation of 4-aminobenzoic acid
at the KB [12,47,51], reduced graphene oxide [52], or MgO-templated mesoporous carbon [ 34] modified
electrodes. Specially, the O2 reduction-current densities produced by MvBOD at 4-aminobenzoic acid
functionalized KB modified electrodes is more than 2 times h igher than that at pristine KB modified
electrodes [12,47] (Figure 5A). The net charge of MvBOD is negative at pH 7, whereas the surface close
to the type I copper, the site that is believed to accept electrons from the electrode in the DET reaction
case, is positive at pH 7. The electrostatic interaction between the 4-aminobenzoic acid-functionalized
carbon surface and the positively charged T1 site is proposed to provide an effective orientation for the
DET-type bioelectrocatalysis of MvBOD [47]. Such enhancement can also be found through the adsorption
of MvBOD at naphthoate-functionalized CNT-modified electrode s [53], which were prepared using the
electrochemical reduction of 6-carboxynaphthalenediazonium or by the in-situ chemical modification of
6-amino-2-naphthoic acid onto CNTs. Similar phenomena hav e also been reported in Magnaporthe orizae
BOD (MoBOD), which illustrated improved oxygen reduction reactio ns at 6-carboxynaphthalenediazonium
functionalized CNTs [ 54]. In contrast to MvBOD and MoBOD, BOD from Bacillus pumilus(BpBOD) presents
a negatively charged T1 site. As expected, the O2-reduction current produced by BpBOD at a positively
charged 1-pyrenemethylamine hydrochloride-functionali zed CNT electrode is ~0.4 mA cm� 2, which is
much higher than that at a pristine CNT electrode (~0.05 mA cm � 2) [55]. Similarly, CueO [ 56] and
DvH2ase [51], which have negatively charged active sites for interfaci al electron transfer, show enhanced
DET-type bioelectrocatalysis at a p-phenylenediamine-fu nctionalized KB electrode. Consequently,
improved DET-type bioelectrocatalysis based on an electrostatic interaction has been applied to the
construction of a H 2/Air(O 2) enzymatic biological fuel cell, which consists of a MvBOD-adsorbed
4-aminobenzoic acid-modified KB biocathode and DvH2ase adsorbed p-phenylenediamine-functionalized
KB bioanode, with a high-power density of 6.1 mW cm � 2 [51], which is the highest output of DET-type
biological fuel cells reported thus far.

3.2. Modi�cation of Carbon Nanomaterials with Polycyclic Compounds

Contrary to the charged surface of redox enzymes, the active site of redox enzymes is usually
surrounded by polypeptides to form a substrate-binding “pocket” that is often non-charged and
hydrophobic. Based on this knowledge, by modifying an electrode surface with polycyclic aromatic
compounds, the hydrophobic interactions ( � -� stacking) between the active center “pocket” of the
enzyme and the modi�er may induce a favorable orientation. Anthracene and its derivatives are the
most common groups that are modi�ed into carbon nanomaterials for the oriented immobilization
of redox enzymes. The concept was �rst proposed by Armstrong and his coworkers, who reported
an improved O 2-reduction reaction by the adsorption of laccase at the anthracene-functionalized
pyrolytic graphite “edge” electrode [ 57]. This approach has been further developed for the
orientated-immobilization of laccase at CNTs functionalized with anthracene-2-carbonyl chloride [ 58]
or 1-(2-anthraquinonylaminomethyl) pyrene [ 59]. For example, the optimized O 2-reduction current
density produced by TvLac at an anthracene-2-carbonyl chloride functionalized CNT electrode
is 140� A cm � 2, while no obvious catalytic current can be observed by TvLac at a pristine CNT
electrode [58]. In these studies, polycyclic anthracene groups tailored to carbon nanomaterials
were expected to insert the hydrophobic substrate-binding “pocket” to control the orientation
of redox enzymes for an e� cient interfacial electron transfer. Interestingly, CNTs modi�ed by
1-[bis(2-anthraquinonyl)aminomethyl] pyrene (PyrAQ 2) with two anthraquinone groups showed
greater e� ciency for improvement of DET-type bioelectrocatalysis of laccase than that modi�ed
by 1-(2-anthraquinonylaminomethyl) pyrene (PyrAQ) with only one anthraquinone group [ 60].
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The O2-reduction current density produced by TvLac at PyrAQ2-functionalized CNT electrodes
reached to 0.9 mA cm� 2, which is much higher than that at PyrAQ-functionalized CNT electrodes
(0.35 mA cm� 2) [60]. The increased anthraquinone groups seem to increase the probability of laccases
with a controlled orientation. In addition to anthracene, surfaces functionalized by pyrene [ 61] and
adamantane [62] have been found to be e� cient in controlling the orientation of Lac for the improvement
of DET-type bioelectrocatalysis. (Figure 5B) Furthermore, such improved DET-type bioelectrocatalysis
using a similar approach has also been reported when using FDH in anthracene-functionalized CNTs [ 63]
and Desulfomicrobium baculatumH2ase (DbH2ase) in anthraquinone- or adamantane-functionalized
CNTs [64].

3.3. Modi�cation of Carbon Nanomaterials with Substrate Mimics

Compared to nonspeci�c electrostatic and hydrophobic interactions, interactions between redox
enzymes and their natural substrates are usually highly speci�c. A more e � ective approach is
the direct functionalization of carbon nanomaterials with a natural substrate (or its analogues) of
redox enzymes to control the orientation of the redox enzymes. A signi�cant improvement in the
O2-reduction current has been realized through the adsorption of MvBOD in bilirubin, the natural
substrate of MvBOD, which is a functionalized KB electrode [ 65]. (Figure 5C) A computational study
that combines the density functional theory with docking simulations showed that the modi�cation
of the electrode surface with bilirubin provides an optimal orientation of BOD toward the support
and that bilirubin facilitates the interfacial electron transfer by decreasing the distance between the
electrode surface and the T1 Cu atom [66]. Similar improvements in DET-type bioelectrocatalysis can be
realized through the adsorption of MvBOD at 2,5-dimethyl-1-phenyl-1H-pyrrole-3-carbaldehyde [ 67],
syringaldazine [ 68], or protoporphyrin [ 69], analogues of bilirubin, and functionalized CNT electrodes.
Syringaldazine-functionalized CNTs were also shown to be positively e � ective in improving the
interfacial electron transfer of laccase [68]. Moreover, an improved DET-type bioelectrocatalysis of
FDH at a methoxy-functionalized electrode surface [ 70] based on the speci�c interactions between
FDH and methoxy substituents [ 8] has been reported. The fructose oxidation current produced by
FDH at 2,4-dimethoxyaniline-functionalized KB electrodes reached to 23 � 2 mA cm � 2, which is
the largest measured to date. A recent study proposed that 4-mercaptopyridine functionalized
gold nanoparticle-embedded KB can act as a favorable platform for DET-type bioelectrocatalysis of
FoDH [ 71], probably owing to the attractive interactions between the pyridine moiety and the FeS site
of FoDH. These results suggest that site-speci�c interactions are also e� ective in inducing a suitable
orientation of redox enzymes for DET-type bioelectrocatalysis.

3.4. Oriented Immobilization of Engineered Enzymes in Functionalized Carbon Nanomaterials

The conventional method for oriented immobilization of red ox enzymes is dependent on the natural
properties of redox enzymes. Engineered redox enzymes with specific residues for oriented immobilization
in modified carbon nanomaterials have recently been report ed. Bartlett et al. constructed a site-specific
variant of MoBOD S362C, in which Ser362 at theMoBOD surface close to the TI Cu was replaced by a Cys
residue [72]. The distance between the T1 site and Ser362 is ~1.33 nm. A thiol-maleimide click reaction
between the S362CMoBOD variant and maleimide-functionalized MWCNT was employ ed to construct a
stable bioelectrode. A clear DET-type bioelectrocatalytic O2 reduction wave with a higher current and more
sigmoidal shape was obtained in a S362CMoBOD-modified electrode than that in a native MoBOD-modified
electrode. Such improvements in DET-type bioelectrocatalytic performance can be explained by the
oriented immobilization of the enzyme with a short distance between the active site and the electrodes.
A site-specific surface modification of a fungal Lac with a s ingle covalently bound pyrene group close to
the T1 site showed improved DET-type bioelectrocatalysis i n the CNTs [73]. (Figure 5D) The site-specific
modified pyrene was attached to the CNT through a � -� stacking interaction to control the orientation of
Lac with the T1 site face to the CNT. As a result, a maximum O 2-reduction current density produced by
site-specific pyrene-modified Lac at a CNT electrode is 1.15 mA cm � 2, which is four times higher than that
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produced by native Lac at a CNT electrode (0.27 mA cm � 2). A further improved maximum O 2-reduction
current density of 2.75 mA cm � 2 was realized by immobilizing site-specific pyrene-modifi ed Lac at
� -cyclodextrin-modified gold nanoparticles( � -CD-AuNPs)-functionalized CNT [ 73]. The � -CD-AuNPs
offer host� guest interactions between pyrene groups and � -CD moieties on the AuNPs surface to increase
the number of effectively wired enzymes. A recent study on th e oriented immobilization of site-specific
alkylated Lac in azido-modified CNTs through copper-catal yzed click reactions was reported by the same
group [ 74]. Interestingly, it has been found that the variant with an a lkyne group in the position close to
the T2/T3 site showed a higher O2-reaction current (~3 mA cm � 2) than that with an alkyne group close to
the T1 site (~1.8 mA cm� 2). Although several studies have reported a direct electron transfer from the
electrode to the T2/T3 cluster of Lac in gold electrodes [75], more experimental evidence is needed to
support this finding.
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Figure 5. Examples of oriented immobilization of redox enzymes in modi�ed carbon nanomaterials.
(A) Cyclic voltammograms (CVs) of MvBOD adsorbed in pristine KB (dashed line) and 4-aminobenzoic
acid-functionalized KB (solid line) electrodes in an air-saturated phosphate bu � er (0.1 M, pH 7.0) with
a rotating rate of 2000 rpm. The dotted line shows the cyclic voltammogram of a bare KB electrode
without MvBOD. Reprinted from [ 47] Copyright (2016) with permission from Elsevier. ( B) CVs of TvLac
adsorbed in pristine CNTs (black solid line) and 1-pyrenebutyric acid adamantyl amide-functionalized
CNTs (ADA-CNT, blue solid line) in a stirred oxygen-saturated McIlvaine bu � er (pH 5). The dotted
line shows the cyclic voltammogram of the TvLac adsorbed CNT electrode in an argon-saturated bu� er.
Reprinted from [ 62] Copyright (2016) with permission from American Chemical Society. ( C) CVs of
MvBOD adsorbed in pristine KB (dashed line) and bilirubin functionalized KB (solid lines) electrodes
in an O2-saturated phosphate bu� er (0.1 M, pH 7) with a rotating rate of 4000 rpm. The inset shows the
structure of bilirubin. Reprinted from [ 65] Copyright (2014) with permission from Royal Society of
Chemistry. (D) CVs of the bare UNIK 161 (dotted line), UNIK 161–NHS–pyrene (dashed-dotted line),
and UNIK 161–pyrene (solid line) adsorbed in CNT electrodes in O 2-saturated 0.1 M phosphate bu� er
(pH 5.0). The dotted line shows bare UNIK161 adsorbed CNT electrodes in an argon-saturated bu � er.
UNIK 161 is a variant of the LAC3 enzyme (GENEBANK AAR00925.1) containing lysine, methionine,
and histidine residues replacing arginine R161 (R > K161) and lysines K40 (K > M40) and K71 (K > H71)
in the native sequence, respectively; in addition, UNIK161–NHS–pyrene indicates that the enzyme
was modi�ed with pyrene–NHS, which was randomly attached to UNIK 161 through an activated ester
coupling. UNIK 161–pyrene is produced through the highly selective modi�cations of K161 with pyrene
Rreprinted from [73] Copyright (2016) with permission from American Chemical Society.
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4. Techniques to Probe the Redox Enzymes in Carbon Nanomaterials

Although electrochemical investigations (e.g., rotating disk electrodes) coupled with computational
simulations [ 66,76] and a theoretical analysis of current–potential curves [ 77,78] for an investigation
into DET-type bioelectrocatalysis have been well studied during the past 10 years, techniques to
directly probe the behavior of redox enzymes in carbon nanomaterials are still highly desired [ 79].
Several techniques, particularly a quartz crystal microbalance (QCM) and infrared (IR) spectroscopy,
used to analyze the enzyme adsorption, conformation, and orientation of redox enzymes in carbon
nanomaterials have been proposed and developed during the past decades.

4.1. Quartz Crystal Microbalance

A quartz crystal microbalance (QCM) is a powerful technique commonly used to measure the
adsorption of redox enzymes onto an electrode surface. In general, a QCM instrument operates
by measuring the resonance frequency of a piezoelectric quartz chip. According to the Sauerbrey
equation [80], the frequency of a piezoelectric quartz chip is typically proportional to the mass on
the electrode (assuming a rigid thin �lm). By coating the piezoelectric quartz chip with carbon
nanomaterials, the adsorption behaviors of redox enzymes at the corresponding surfaces can be
obtained. Furthermore, considering the large size and structural �exibility of redox enzymes, QCM with
dissipation (QCM-D) monitoring to further understand the rigidity of enzyme binding, desorption,
reorientation, and conformational changes has been proposed [81]. For example, much greater decreases
in frequency and increases in the dissipation factor have been found for the adsorption of TvLac onto
adamantane-functionalized CNT electrodes than onto pristine CNT electrodes [ 62]. The results indicate
higher enzyme loading and stable immobilization of laccase in adamantane-functionalized CNTs than in
pristine CNT electrodes. A similar study reported by the same group also showed increased frequency
decreases and dissipation factor increases for the adsorption of DbH2ase onto adamantane- and
anthraquinone-functionalized CNT electrodes [ 63]. In combination with electrochemical measurements,
these studies have concluded that the functionalization of CNTs with adamantane or anthraquinone
groups increase the e� ective adsorption of TvLac and DbH2ase for DET-type bioelectrocatalysis
owing to the hydrophobic interaction between the active site pocket of redox enzymes and a
functionalized polycyclic modi�er. A recent study revealed that upon adsorption of TrLac onto
naphthalene-functionalized CNTs, dissipation increased and resonance frequency decreased rapidly,
followed by slow dissipation decrease [ 82].(Figure 6A) The �rst rapid dissipation increase and resonance
frequency decrease are typical behaviors of protein adsorption, whereas the subsequent slow decrease
in dissipation was proposed to be caused by the rearrangement of adsorbed TrLac, which is important
for an electric connection of TrLac to the naphthalene-functionalized CNTs by cross-comparing the
results of an open circuit potential monitoring and dissipation response.

4.2. Infrared Spectroscopy

Infrared (IR) spectroscopy is a well-established experimental technique for analyzing the secondary
structures of proteins [ 83]. IR vibrational spectra contain a wealth of information about the structure
and environment of amino acid side chains, as well as protein conformation and the polypeptide
backbone. For in-situ investigation of the redox enzymes at the electrode surfaces, re�ection-based
methods, particularly attenuated total-re�ectance infrared (ATR-IR) spectroscopy, are the most
commonly used. The strongest features in the ATR-IR spectra of enzymes are typically amide bands
(e.g., amide I at ~1650 cm� 1 and amide II at ~1550 cm� 1) that arise from the amide bonds in the
polypeptide backbone and sensitively encode the secondary structure of the enzyme. Mao et al.
developed an ATR-IR spectroscopy-based method for investigating the e � ects of organic solvents
on the immobilization of TvLac on CNTs [84]. Six typical secondary structures in TvLac with and
without ethanol treatment adsorbed on CNTs were resolved and compared. It has been found that
the content of high-frequency (HF) � -sheets, which corresponds to the �exible � -extend, dropped
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to just above zero after immobilization in the CNTs, while it increased by ~200% in ethanol-treated
TvLac. In addition, a stronger amide II peak was obtained with ethanol-treated TvLac-CNT electrodes,
showing an increased amount of detectable N–H in-plane bending events. The ratio of the amide
I/II peak intensity was reduced at the ethanol-treated TvLac-CNT electrode, compared to that at
the non-treated TvLac-CNT electrodes, indicating a signi�cant orientation change of the adsorbed
TvLac. With improved O 2-reduction currents, ethanol-treated TvLac facilitating a favorable “end-on”
orientation at the CNT surfaces for fast direct electron transfer was proposed. (Figure 6B) Based
on a similar ATR-IR technique, the orientations of the small Lac in carbon nanomaterials were
investigated [ 85]. Consequently, the e� ects of the surface curvature of carbon nanomaterials on the
orientation of adsorbed small Lac in the view of DET-type bioelectrocatalysis was proposed.

 

Figure 6. (A) QCM-D response of naphthalene-functionalized CNTs modi�ed gold surface before and
after TrLac injection. The inset shows the QCM-D response of pristine CNTs modi�ed gold surface
before and after TrLac injection. Reprinted from [ 82] Copyright (2020) with permission from Elsevier.
(B) Two orientations of � -strand at the surface of CNTs predicted from the Amide I /II peak intensity
ratios. Inset: Amide I and II band regions on di � erence IR spectra (corrected by a linear baseline between
1700 and 1500 cm� 1) of the untreated TvLac-CNT �lm (black line) and Ethanol-treated TvLac-CNT �lm
(red line). Yellow arrows represent incident light. Amide bonds (ball and sticks) are in the plane of
� -strand. Reprinted from [85] Copyright (2017) with permission from American Chemical Society.

5. Conclusions

DET-type bioelectrocatalysis is an ideal system that employs redox enzymes as biocatalysts for
energy conversion under extremely mild conditions. The properties of redox enzymes lead to reactions
with high speci�city and high catalytic e � ciency, which are suitable for various electrochemical devices,
including biosensors, biofuel cells, and bioreactors. The major challenges for DET bioelectrocatalysis
are the interfacial electron transfer between redox enzymes and electrodes. Carbon nanomaterials with
high conductivity, large speci�c surface areas, and three-dimensional nanostructures have been widely
utilized for the construction of bioelectrodes with the capability of DET.

In this review, we focused on the rational surface modi�cation of carbon nanomaterials
for improving DET-type bioelectrocatalysis based on an understanding of the e � ects of carbon
nanomaterials on the interfacial electron transfer between redox enzymes and electrodes. Although
a large speci�c surface area is important for increasing the enzyme loading, a suitable pore size
distribution and speci�c surface chemistry of carbon nanomaterials have recently been proposed to play
important roles in the promotion of interfacial electron transfer between redox enzymes and electrodes.
Carbon nanomaterials, with hierarchical porosity that balance the enzyme adsorption, electron transfer,
and mass transfer, are expected to be suitable for high-performance DET-type bioelectrocatalysis.
By contrast, intricate interactions between redox enzymes and carbon nanomaterials play an important
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role in the orientation of redox enzymes. From this perspective, rational surface modi�cation based on
an understanding of the interaction between enzymes and the speci�c modi�er to control the orientation
of the redox enzymes for improved DET-type bioelectrocatalysis has been developed during the past
decades. Typically, charged compounds, polycyclic aromatics, and substrate mimics have usually been
utilized for the construction of functionalized carbon nanomaterials for controlling the orientation
of redox enzymes. Unlike the random surface properties of native enzymes, recently developed
engineered enzymes with speci�c sites that can be immobilized onto modi�ed carbon nanomaterials
with controlled orientations have also attracted increased attention. To further understand the situation
of redox enzymes in carbon nanomaterials, various techniques other than the use of electrochemical
methods alone are highly desired. In particular, QCM-D and ATR-IR spectroscopy have been utilized
to investigate the adsorption, conformational change, and orientation distribution of redox enzymes in
carbon nanomaterials.

Although signi�cant progress has been made in the past decades, several important issues
regarding the DET-type bioelectrocatalysis are still waiting to be tackled. Firstly, detail mechanism of
DET reaction is still instinct. Advanced technology, for example coupling-technique as well as single
molecule analysis, is desired to deeply understand the process of electron transfer between a redox
enzyme and electrode surfaces. Further development in theoretical discussion on this issue is also
expected. Secondly, redox enzyme that capable of DET-type bioelectrocatalysis is limited in number.
Native redox enzymes have usually large and sophisticated three-dimensional molecular structures.
Besides to electrode surface modi�cation discussed in this review, protein engineering to reform redox
enzymes, for example shortening the distance between active site and enzyme surfaces by elimination
of the domains that are not related to the electron transfer, is proposed to improve the performance
of DET-type bioelectrocatalysis e� ectively. Thirdly, stability is continued to be an important issue in
DET-type bioelectrocatalysis for practical applications. Strategies including optimization of enzyme
immobilization approaches, tuning enzyme properties and using suitable electrode materials have
been proposed recently to improve the stability and increase the lifetime of redox enzymes at electrode
surfaces for rapid interfacial electron transfer.
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Abstract: Self-assembled molecular monolayers (SAMs) have long been recognized as crucial
“bridges” between redox enzymes and solid electrode surfaces, on which the enzymes undergo
direct electron transfer (DET)—for example, in enzymatic biofuel cells (EBFCs) and biosensors.
SAMs possess a wide range of terminal groups that enable productive enzyme adsorption and
�ne-tuning in favorable orientations on the electrode. The tunneling distance and SAM chain length,
and the contacting terminal SAM groups, are the most signi�cant controlling factors in DET-type
bioelectrocatalysis. In particular, SAM-modi�ed nanostructured electrode materials have recently
been extensively explored to improve the catalytic activity and stability of redox proteins immobilized
on electrochemical surfaces. In this report, we present an overview of recent investigations of
electrochemical enzyme DET processes on SAMs with a focus on single-crystal and nanoporous
gold electrodes. Speci�cally, we consider the preparation and characterization methods of SAMs,
as well as SAM applications in promoting interfacial electrochemical electron transfer of redox
proteins and enzymes. The strategic selection of SAMs to accord with the properties of the core redox
protein /enzymes is also highlighted.

Keywords: self-assembled molecular monolayers; electron transfer; direct electron transfer;
bioelectrocatalysis; oxidoreductase; gold electrode; metallic nanostructures

1. Introduction

Self-assembled molecular monolayers (SAMs) are surface monolayers that spontaneously bind
to metal surfaces on which, for example, the unique metal-S bonding between metal and thiols
o� ers a versatile pathway to tailor interfacial properties for electrochemical and bioelectrochemical
applications [ 1–4]. Thiol SAMs on metal surfaces are core targets to provide an understanding
of self-organization and interfacial interactions at the molecular level in biological systems [ 5,6].
Bigelow and associates were the �rst to demonstrate well-oriented SAMs adsorbed on a platinum
wire [ 7]. However, SAMs did not attract much attention until Nuzzo and associates discovered
disul�de monolayers on gold substrates in solution, as a phenomenon di � erent from conventional
Langmuir–Blodgett (LB) �lms [ 8]. Besides gold and platinum substrates, SAMs can also form on the
surfaces of other metals including silver, copper, palladium, and mercury [ 9–14]. Gold is, however,
the most extensively investigated because of its chemical inertness, relatively easy handling, and wide
potential window, suitable for a range of electrochemical studies [1,15].

In parallel, the nature of the surface Au-S bond has been under intense focus over a number
of years [1,2,4] and was recently overviewed [ 16,17]. In contrast to molecular Au(I)-S(-I) complexes,
the “aurophilic” e � ect arising from collective interactions among surface Au atoms leads to displacement
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of the 6s Au electrons out of chemical reach and the �lled 5d electrons taking over in Au-S bonding.
The Au-S bond on Au surfaces is thus an intriguing example of (very) strong, aurophilically controlled
van der Waals binding in an Au(0)- � S(0) gold(0)-thiyl bond.

Electron transfer (ET) reactions between an electrode surface and an oxidoreductase are one
of the most important topics in bioelectrocatalysis [ 18–22]. For example, oxidoreductases possess
redox/catalytic center(s) that catalyze the oxidation of fuels on a bioanode (e.g., glucose, fructose,
lactate, and sul�te) [ 20,23–25], which can be assembled with a biocathode undergoing biocatalytic
reduction reactions, typically dioxygen reduction, in enzymatic biofuel cells (EBFCs), allowing
biopower generation [ 26–29]. The bioelectrochemical ET processes are classi�ed into direct ET (DET)
and mediated ET (MET) [ 19,20,30]. The MET-type system utilizes external and arti�cial redox mediators
to shuttle the electrons between the electrode and the oxidoreductase, especially if the redox center(s)
are buried deep inside the protein structure [ 31,32]. In DET-type systems, redox enzymes are able to
communicate directly with the electrode surface if the redox cofactors /centers are spatially close to the
electrode surfaces (generally less than 2 nm), facilitating electron tunneling [ 33]. DET is thus a simpler
mechanism by eliminating the need for external redox mediators, and it is therefore amenable to more
detailed mechanistic analysis.

Oxidoreductase immobilization is crucial to improving electrode reusability and stability [ 19].
To achieve e� cient DET, it is important to consider the detailed surface characteristics of both
enzyme and electrode for favorable enzyme orientation, leading to minimized electron tunneling
distance. A wide range of carbon or metallic supports have been employed for e � ective enzyme
immobilization [ 25,28,34–37]. Physical adsorption and covalent bonding are most commonly used.
SAMs have been introduced into bioelectrocatalysis to serve as a bridge for gentle protein /enzyme
immobilization on gold or other metal surfaces [ 36,38,39]. SAM structures are determined by the
Au-S bond, the surface structure of the metal surfaces, lateral interactions, as well as the solvent and
electrolytes [6]. Use of SAMs avoids the direct contact of enzyme and solid surfaces [40], mimicking
the microenvironment in biological membranes. SAMs exhibit a variety of functional hydrophilic or
hydrophobic terminal groups, such as carboxyl, hydroxyl, amino, and alkyl groups [ 41]. Frequently
used alkanethiol and thiophenol molecules are summarized in Figure 1. In addition, the DET kinetics
can also be governed by tuning the SAM molecular chain length, as the ET rate is strongly controlled by
the tunneling distance [ 42–44]. As an emerging approach, protein engineering provides oxidoreductases
directly with thiol residues, leading to controlled orientations either by direct protein thiol binding or
by thioether bond formation with unsaturated maleimide [45].

Current density and enzyme loading can be promoted using nanostructured materials [3,44,46–48].
Among these, metallic nanomaterials exhibit excellent electronic conductivity and large surface
area, with promising potential in improving the catalytic response and stability of redox
enzymes [25]. Nanoporous gold (NPG), prepared via de-alloying Au alloys or electrodeposition,
with three-dimensional porous architecture and a relatively uniform pore size, is a particular candidate
for immobilizing enzymes in DET [ 25,28,32,49,50]. Moreover, gold nanoparticles (AuNPs) featuring a
spherical nanostructure and large surface areas have been widely studied in bioelectrocatalysis [51–54].
The combination of SAMs and nanostructured gold o � ers new opportunities in bioelectrochemistry
and has been extensively reviewed [21,32,55], but only a few reviews cover SAMs on planar or porous
gold electrodes for controlling enzyme orientation [ 3,19]. DET based on carbon electrode materials
(carbon nanotubes, graphene-based materials) is another major parallel sector, beyond the scope of the
present focused review but recently reviewed elsewhere [18,56–58].

In this review, we review recent studies of SAMs in the DET-type bioelectrocatalysis of both
atomically planar and nanostructured gold electrode surfaces. Preparations of SAMs coupled with
characterization techniques, such as electrochemical, microscopic, and spectroscopic methods, are �rst
overviewed. The use of structurally versatile SAMs and suitable electrode nanostructure supports
achieving well-de�ned orientation for DET is highlighted next. The redox proteins and enzymes to be
discussed are organized as (i) heme-containing proteins, i.e., cytochromes (cyts), fructose dehydrogenase
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(FDH), cellobiose dehydrogenase (CDH), glucose dehydrogenase (GDH), and sul�te oxidase (SOx);
(ii) blue copper proteins, i.e., azurin, copper nitrite reductase (CuNiR), bilirubin oxidase (BOD),
and laccase (Lac); (iii) [FeS]-cluster hydrogenases, i.e., [FeFe]-, [NiFe]-, and [NiFeSe]-hydrogenase.
This classi�cation is warranted primarily by the di � erent nature of the core ET cofactor, but also with
the speci�c secondary and tertiary structures of the protein that envelopes the metallic or non-metallic
catalytic sites. Conclusions and further perspectives are o� ered and discussed in the �nal section.

��

 

��

Figure 1. Frequently used alkanethiols and thiophenols in the formation of self-assembled molecular
monolayers (SAMs) with alkyl, amino, hydroxyl, and carboxyl terminal groups.
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2. Preparation and Characterization of SAM-Based Au- and Other Electrodes

2.1. Preparation of SAMs

A great merit of SAM-forming thiols is that they form spontaneously on electronically soft metal
substrates such as gold surfaces from liquid or vapor media under mild conditions [ 5,59]. Well-de�ned
SAMs are formed by immersing the clean metal surface into a thiol solution, commonly ethanol or
aqueous solution, for a certain period of time (hours to days), followed by washing with the same
solvent. The quality of the SAMs is determined by the variety and concentration of thiol solution,
temperature, soaking time, and the metal surface structure. Vapor deposition is also used to prepare
SAMs, but the SAM morphology is here hard to control. Single-crystal, atomically planar gold
electrodes are the best substrates to investigate the SAM properties, which can then be characterized
using several in situ techniques including electrochemical scanning tunneling microscopy (in situ
STM). Nanomaterials with porous structure and high surface area are also used as substrates [40,60].
It is noteworthy that a potential-assisted method to accelerate the SAM formation process has been
developed [9,61,62]. The potential range is then a key parameter that strongly a � ects the quality of the
SAMs, which can be evaluated simply by the surface coverage.

2.2. Characterization Methods

2.2.1. Electrochemistry

SAMs can be characterized by a range of methods, among which electrochemical methods have
been widely reported [ 59]. Electrochemical methods involve cyclic (CV) and linear sweep voltammetry
(LSV), and electrochemical impedance spectroscopy (EIS). CV of non-redox active SAMs, i.e., capacitive
voltammetry, generally shows decreased double-layer capacitance after SAM adsorption on a metal
surface. LSV and CV records the irreversible reductive (and oxidative) desorption of SAMs at a
negative (or positive) potential. Reductive desorption is well suited to evaluating the surface coverage
and the thermodynamic stability of the SAM Au-S units. The shape and position of the desorption
peaks are sensitive to the crystalline surface structure and the SAM species. EIS can disentangle the ET
resistance from the mass transfer or di� usion resistance. As noted, the ET resistance increases with
increasing chain length because of the increased tunneling distance [63]. Electrochemical quartz crystal
microbalance (EQCM) is an in situ technique, allowing real-time monitoring of the SAM adsorption
process with high sensitivity to the mass changes on the electrode [59].

2.2.2. Microscopy

Electrochemical scanning probe microscopies (SPMs), especially STM and atomic force microscopy
(AFM), have been extensively used to provide structural SAM properties at the single-molecule level.
The principle of STM is based on the quantum tunneling e � ect. A bias voltage is applied across the metal
support and the extremely sharp STM probe, generating tunneling currents, which are transformed to
high-resolution conductivity images when the STM tip is scanned across the SAM-modi�ed metal
support. Zhang and associates have reported extensive in situ STM investigations using a wide range
of alkanethiols on single-crystal gold [ 6,64–66]. In situ STM combined with electrochemical control
can also directly map real-time SAM dynamics and structural features. In situ AFM has also attracted
attention in bioelectrochemistry [ 67]. AFM records complex forces, mapping the structural information
by allowing the tip to directly contact the redox protein /enzyme molecules. High-resolution STM
has been employed to record the SAM thickness and molecular orientations. Contact angle (CA)
measurement is a simple and straightforward method for monitoring the hydrophobic /hydrophilic
properties of SAMs [1,5].
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2.2.3. Spectroscopy

Various spectroscopic techniques are needed to map the complex interactions between SAMs and
the metal support [ 16,17]. X-ray photoelectron spectroscopy (XPS) records the element composition
and the chemical state of the SAMs. The high-resolution XPS spectra of S 2p usually show a doublet
at the binding energy ranging from 160 to 165 eV, attributed to the formation of the Au-S bond
between alkanethiol molecules and the metal support. The functional SAM groups can be identi�ed
by Fourier-transform infrared spectroscopy (FTIR), and Raman spectroscopy can be used to detect
structural changes in SAMs [68]. Surface plasmon resonance (SPR) spectroscopy is a powerful technique
to measure the SAM thickness, showing a change in the tilt angle when the SAM thickness varies.
Notably, the adsorption kinetics can be monitored online by SPR coupled with ellipsometry [62].

3. SAMs and Electrochemical DET of Redox Proteins /Enzymes

SAMs have received considerable early and recent attention as substrates for interfacial
bioelectrochemical DET reactions, and a wide range of metalloproteins have been investigated in terms
of catalytic mechanism and ET kinetics on various SAM-modi�ed electrode surfaces. The redox active
centers of protein/enzymes in DET can be roughly categorized into two major groups: metal-based
(iron, copper and molybdenum centers etc.) [ 20,69–71] and non-metal-based (e.g., �avin adenine
dinucleotide (FAD) and pyrrolo-quinoline quinone (PQQ)) centers [ 44,72,73]. Most, although not
all, DET-capable enzymes harbor multiple redox centers, with internal ET relays via heme groups,
copper clusters, or Fe-S clusters, which shuttle electrons between the electrode surface and the catalytic
cofactors [45,74,75]. In this section, we overview recent studies where SAMs have been used in DET-type
electrocatalysis and discuss how to obtain favorable orientations using versatile SAMs, as well as
how to tune the interactions between the redox protein /enzyme and the SAM-modi�ed electrodes.
Redox proteins/enzymes which can be immobilized in well-de�ned orientations on SAM-modi�ed
supports are illustrated in Figure 2 [ 4,15,19,32,64,67,70,76–81]. We shall overview and discuss some
selected examples from each of these enzyme classes in Sections 3.1–3.3.

��

 

��

Figure 2. (a) Illustration of common proteins /enzymes capable of direct electron transfer (DET) on
electrode modi�ed by self-assembled molecular monolayers (SAMs). The proteins include: horse heart
cytochrome c (cyt c), PDB 1HRC; cellobiose dehydrogenase (CDH) from Neurospora crassa, PDB 4QI7;
gamma-alpha subunit of FAD-dependent glucose dehydrogenase (FAD-GDH) from Burkholderia cepacia,
PDB 6A2U; chicken liver sul�te oxidase (SOx), PDB 1SOX; Pseudomonas aeruginosaazurin T30R1,
PDB 5I28; monomer of Achromobacter xylosoxidanscopper nitrite reductase (AxCuNiR), PDB 1HAU;
bilirubin oxidase from Myrothecium verrucaria(BOD), PDB 2XLL; laccase (Lac) fromTrametes versicolor,
PDB 1KYA; [NiFe]-hydrogenase from DesulfovVibrio VulgarisMiyazaki F ( DvMF), PDB 1UBU. Schematic
view of representative DET processes of (b) mvBOD and (c) SOx on the electrode modi�ed with
negatively and positively charged SAMs, respectively.

69



Catalysts2020, 10, 1458

3.1. Heme-Containing Proteins

3.1.1. Cytochromec

As an electrochemical paradigm redox metalloprotein target, cytochrome c (cyt c) is a soluble
heme protein extensively studied also as a model metalloprotein on thiol SAM surfaces [ 64,82–87].
Comprising 105 amino acid residues, cyt c (horse heart, ca. MW: 12.4 kDa) is an electron transport
protein largely present in eukaryotic cells [ 88]. Cyt cis an ideal model system enabling an understanding
of protein ET mechanisms in electrochemistry and homogeneous solution. The interfacial ET rate
constant (kapp) can be obtained based on the Laviron equation [89]. Electrore�ectance spectroscopy
(ER) has been utilized to obtain more accurate kappdue to the elimination of the capacitive double-layer
charging current [ 83]. Horse heart cyt c is the most studied cytochrome, containing a number of
positively charged lysine residues around the heme edge. Cyt c docks electrostatically with natural
partners including cyt c oxidases/peroxidases. To immobilize cyt c, SAMs with carboxyl terminal
groups are suitable due to favorable electrostatic binding [ 84]. Collinson and associates demonstrated
that horse heart cyt c shows similar orientations on the carboxyl terminated SAM-modi�ed electrode
for both covalent bonding and electrostatic adsorption, but covalent bonding led to more stable
immobilization [ 85]. It was also noted that the formal redox potential (E � ) of electrostatically adsorbed
horse heart cyt c is shifted negatively due to the electrostatic interactions with the negatively charged
SAM surface.

SAMs, consisting of a mixture of long-chain pyridine alkanethiols and short-chain alkanethiols,
enhance the interfacial kapp because of more favorable electronic coupling between cyt c and the
electrodes [84,86] than for pure SAMs. The e � ect of lysine residues on interfacial ET was explored
by substituting lysine residues at speci�c positions. Niki and associates reported that replacement of
lysine-13 with alanine in rat cyt c (RC9-K13A) showed a more than �ve-fold ET rate decrease compared
with replacing lysine-72 and lysine-79 [ 90], which suggests that lysine-13 exhibits optimized coupling
with the carboxyl SAM-modi�ed electrode. Direct bonding to the heme group with axial pyridine or
imidazole ligands onto the gold surfaces is another e � ective method for narrow orientation distribution
of cyt c [84,87]. The tunneling distance-dependent ET was also investigated by surface-enhanced
resonance Raman (SERR) spectroscopy, showing a declining signal with increasing SAM chain length
from 2-mercaptoacetic acid to 16-mercaptohexadecanoic acid [91].

AuNPs enhance the interfacial ET rate of cyt c in bioelectrocatalysis. Insertion of 3–4 nm coated
AuNPs between cyt c and the a SAM-modi�ed Au(111)-electrode surfaces was shown to increase kapp

by more than an order of magnitude [ 89] in spite of an ET distance increase exceeding 50 Å. This raises
issues relating to the mechanism of the AuNP promotion even of simple ET processes, discussed in
detail recently [ 92,93]. Engelbrekt and associates reported ultra-stable starch-coated AuNPs, enabling
a clear redox signal of yeast cyt c on AuNP-modi�ed basal plane graphite (BPG) electrodes but no
signals on bare BPG and Au(111) electrode [94].

Other cytochromes, such as cytb and cyt c4, have also been investigated. Della Pia and associates
reported that ET between the heme group in cyt b562 and the Au(111) electrode can be promoted by
replacing the original aspartic acid residue with a cysteine residue, which provided speci�c protein
orientation through a Au-S bond [ 95]. Chi and associates studied the interfacial and intramolecular ET
kinetics of di-heme Pseudomonas stutzericyt c4 compared with horse heart cyt c (Figure 3) [64]. In situ
STM showed directly that the dipolar cyt c4 is vertically oriented on the carboxyl SAM-modi�ed Au(111)
electrode (Figure 3c), resulting in intriguing asymmetric CVs. The authors could show that electrons
were �rst transferred to the heme with the higher potential and then to the second, low-potential
heme by fast intramolecular ET. Lisdat and coworkers reported extensive studies on a multilayered
protein–enzyme system on SAM-modi�ed gold electrodes [ 96–99]. For example, they described a
sul�te oxidase /cyt c (SOx/cyt c) multilayer system without polyelectrolyte, repeatedly incubating the
prepared cyt c-modi�ed Au electrode into a mixture of SOx /cyt c solution and pure cyt c solution [ 97].
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A notable current density was observed even up to eight SOx /cyt c layers, which could be explained by
the direct electronic interactions between the two proteins.

��

 

�•
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Figure 3. (a) Schematic illustration of P. stutzericyt c4 (left) and horse heart cyt c(right) on SAM-modi�ed
Au(111); in situ STM images of a ! -mercapto-decanoic acid SAM-modi�ed Au(111)-electrode surface
(b) without protein as a reference, (c) with the two-domain P. stutzericyt c4 vertically oriented (sharp
roughly circular spots), and ( d) horse heart cyt c (sharp roughly circular spots) in 5 mM pH 7.0
phosphate bu� er under potential control in constant current mode; scan area, 60 � 60 nm2 Reproduced
with permission from [64]. Copyright 2010, American Chemical Society.

Overall, these reports highlight cyt c as a core electron carrier enabling e� cient ET between
redox enzymes and the electrode surface across suitably chosen SAMs and along with the blue ET
protein azurin as a case for characterization in unique detail, right down to the level of the single
molecule. Many oxidoreductases furthermore rely on cytochrome domains or subunits as “built-in”
ET relays between the catalytically active cofactor and the electrode surfaces and will be discussed in
the following sub-sections [100].

3.1.2. Fructose Dehydrogenase

Although not approaching the degree of detail associated with the simpler ET proteins cyt c and
azurin, the molecular mechanistic mapping of several �avin dehydrogenases has reached an impressive
level of detail over the last few years, represented by fructose dehydrogenase (FDH), CDH, and GDH
in particular. The three enzymes display a common pattern, with a FAD catalytic center where fructose,
cellobiose, and glucose, respectively, is oxidized, and an ET relays temporarily populated ET sites
through which the liberated electrons are transmitted to the electrode surface. As the �rst FAD enzyme
in our overview, Gluconobactersp. FDH is a membrane-bound FAD-dependent oxidoreductase with a
molecular mass around 140 kDa [25,30]. The protein holds three subunits: subunit I (67 kDa) contains
a FAD cofactor, serving as the catalytic center for the two-electron oxidation of D-fructose to keto-D
fructose. Subunit II (51 kDa) has three heme groups with the formal potentials of 0.15, 0.06, and � 0.01 V
vs. Ag/AgCl electrode (sat. KCl), respectively. Only two heme groups with the relatively lower redox
potentials are proposed to participate in DET [ 30]. Subunit III (20 kDa) plays an important role in
maintaining the structural integrity of the enzyme complex. A number of recent studies illustrate the
employment of FDH for the development of biosensors and biofuel cells with high current density and
operational stability [30,81,101,102].
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The three-dimensional crystal structure, especially the enzyme surface properties, is essential
for rational tuning of the redox enzyme immobilization. The detailed crystallography of FDH is still
unclear, but homology models have helped to provide a clearer picture of intramolecular electron
transfer (IET) [103]. Kano and associates constructed FDH variants with glutamine instead of the axial
methionine ligands (M301, M450, or M578) of heme 1c, heme 2c, and heme 3c, respectively, illustrating
that the ET pathway leads from M578 to M450 bypassing M301 [ 104]. Heme 1c with the highest formal
potential of 0.15 V vs. Ag /AgCl electrode was evaluated not to be involved in DET, whereas heme
2c was identi�ed as the ET bridge between FDH and the electrode surface. Heme 3 c with the lowest
formal potential of � 0.01 V vs. Ag/AgCl (sat. KCl) was suggested as a bridge between FAD and heme
2c in the IET process (Figure 4) [30]. In addition, the catalytic current density of FDH was dramatically
increased by deleting the amino acid residues on the N- or C-terminus of subunit II [ 30,105,106].
The deletion not only promotes enzyme loading but also provides more opportunities for favorable
orientations on the electrode surface. Some researchers reported that hydrophobic anthracene groups
anchored on single-walled carbon nanotubes are favorable for enhanced catalytic activity and stability
via the hydrophobic C-terminal region of subunit II [ 101,107]. These studies suggest that orientation
and enzyme loading are crucial for controlling the catalytic activity in DET-type bioelectrocatalysis.

��
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Figure 4. Proposed ET pathway from D-fructose to the electrode surface in the DET of FDH. The ET
route involves FAD, heme 3 c, heme 2c, but not heme 1c. Reproduced with permission from [ 30].
Copyright 2019, Elsevier.

Favorable FDH SAM immobilization rests on the following consideration: the isoelectric point
(IEP) of FDH is 6.59, which means that FDH is overall positively charged in slightly acidic electrolyte [ 81].
Recent studies to improve the catalytic performance of FDH on various SAM-modi�ed electrodes have
been reported [25,41,44,81]. Bollella and associates reported extensive research on the catalytic activity
of FDH on highly porous gold (h-PG) electrodes modi�ed with 4-mercaptobenzoic acid (4-MBA),
4-mercaptophenol (4-MPh), and 4-aminothiophenol (4-APh) SAMs. The data showed that high
bioelectrocatalytic activity and stability of FDH was only observed with -OH terminated SAMs [ 81],
suggesting optimized enzyme orientation on this particular SAM. Negatively charged SAMs may
help to favor FDH coverage due to preferred electrostatic interaction, but this is not necessarily the
most favorable FDH orientation for DET. Murata and associates reached similar conclusions for FDH
immobilized on 2-mercaptoethanol (MET) SAM-modi�ed AuNPs [ 41]. Considering the importance
of the gold nanostructure for the ET rate, the AuNP size is furthermore a crucial parameter. Kizling
and associates synthesized 1.0 to 3.5 nm AuNP clusters functionalized with 1,6-hexanedithiol and
1-butanethiol for investigating the ET mechanism. A channel of “mediated” catalysis, i.e., electron
“hopping”, was observed for the smallest AuNP clusters around 1 nm with the half-wave potential
close to the �rst oxidation potential of the AuNP at the edge of the HOMO-LUMO gap [ 44]. Such a
mode accords with theoretical notions recently reported [ 92]. Siepenkoetter and associates reported
the catalytic performance of covalently bonded FDH on NPG electrodes with varying pore sizes [ 25].
A large number of �ndings thus show that FDH has high a � nity for well-de�ned SAM-modi�ed
electrodes with the polar but electrostatically neutral hydroxyl terminal group as the most e � cient,
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indicating the importance of hydrophilicity of the electrode surface towards the mixed surface charge
distribution of the FDH target enzyme. However, details of the underlying mechanism remain
unknown.3.1.3. Cellobiose Dehydrogenase

The second FAD enzyme, cellobiose dehydrogenase (CDH), is aversatile oxidoreductase for direct
bioelectrocatalysis. CDH contains a catalytic dehydrogen ase domain (DH) harboring a FAD as the
redox center and an ET cytochrome b (CYT) domain to shuttle electrons from the FAD to the electro de
surface [23,45,108]. The two domains are separated in the crystalline structur e, but an integrated IET
pathway can be opened through a flexible and hydrophilic ami no acid linker between the catalytic and
CYT domains [80]. This motif is encountered also for the molybdenum sulfite oxidases, cf. Section 3.1.4.
CDH is extracted from the phyla Basidiomycotaand Ascomycota, divided into class I, class II, and class III,
respectively. Class III CDH from Ascomycotaremains uncertain compared to class I and class II CDH [ 23].

The natural substrates of CDH mainly include cellulose, lactose, and glucose [ 108]. Class I CDH
with short amino acid sequences shows direct, strongly pH-dependent catalytic activity only in solutions
with pH below 5.5 [ 23]. Harreither and associates reported extensive studies on class II CDH from
Chaetomium attrobrunneum (CaCDH ), Corynascus thermophiles (CtCDH ), Dichomera saubinetii (DsCDH ),
Hypoxylon haematostroma (HhCDH ), Neurospora crassa (NcCDH ), and Stachybotrys bisbyi (SbCDH ) [109].
pH-dependent catalytic activity was observed for neutral and slightly alkaline electrolytes with cyt c
and 2,6-dichloroindophenol (DCIP) as electron acceptors. The di� erent electrostatic environment in
class I and II CDH reveals di � erent optimal IET processes, with optimum IET in acidic electrolyte for
class I CDH and neutral or slightly alkaline electrolyte for class II CDH [ 110]. Schulz and associates
demonstrated turnover and non-turnover DET performance of CDH on polycrystalline gold modi�ed
with MUO or 6-MHO [ 23]. A clear catalytic current between the FAD and the electrode surface
was reported. The midpoint potential of bound FAD cofactor was � 163 mV vs. SCE at pH 3.0,
approximately 130 mV less than that of the heme b relay, leading to a much lower onset potential
for lactose oxidation. The authors concluded that the tunneling distance between the FAD cofactor
and the electrode was around 12–15 Å, thereby allowing direct electrochemical communication.
The authors also demonstrated that only class I CDH from Trametes villosa (TvCDH ) and Phanerochaete
sordida (PsCDH ) displayed DET activity, whereas no DET signal was observed for class II CDH
from reconstructed Myriococcum thermophilum (recMtCDH ) and reconstructed Corynascus thermophilus
(recCtCDH ) at low pH.

The IEP of CDH (DH domain ~5, CYT domain ~3) gives a negatively charged surface around the
ET path exit, indicating that positively charged SAMs are suitable for favorable DET [ 110]. Lamberg
and associates anchoredHumicola insolensCDH on various SAMs with di � erent terminal groups for
investigating the e � ects of charge and hydrophobicity [ 111] and found that hydrophilic SAMs were
favorable for high catalytic activities, with lower enzyme orientation variations than for hydrophobic
SAMs. Tavahodi and associates reported a DET-type lactose biosensor ofPsCDH on polyethyleneimine
(PEI)-coated AuNP electrodes (PEI@AuNP) [112]. PEI with positively charged amino groups not only
optimized the orientation of PsCDH on the electrode to increase the IET rate but also gave high enzyme
stability and sensitivity. Bollella and associates reported a lactose biosensor based on DET ofCtCDH
on gold electrodes [113]. The authors demonstrated that BPDT SAMs with two thiol groups can be
used to anchor metal NPs on a gold electrode surface by covalent bonding, showing the best ET rate
on AuNPs /BPDT/Au electrode. A mediator-free HiCDH /MvBOD BFC using a positively charged MHP
SAM for immobilization on AuNP-modi�ed gold electrodes was also reported [ 114]. The half-life time,
i.e.,the time duration over which the activity decreased to half the initial value, was 13 and 44 h with
5 mM glucose and 10 mM lactose in neutral bu � er solution, respectively. Hirotoshi and associates found
an e� cient ET process ofPhanerochaete chrysosporium (PcCDH ) on a mixed 11-AUT/MUO SAM-modi�ed
AuNP electrode [ 46]. Al-Lolage and coworkers addressed the catalytic performance and stability
of Mt CDH by introducing cysteine mutants (E522 and T701) on the protein surface (Figure 5) [ 45].
The cysteine mutant with a surface thiol group made it possible to form stable thioether bonds with
maleimide groups via click-chemistry, thereby controlling the orientations of the Mt CDH mutant on the
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electrode surface and revealing e� cient electrochemical glucose oxidation. Another example reported
by Meneghello and associates clearly indicated that the DET-type bioelectrocatalysis of CDH is highly
sensitive to the cysteine residues introduced at particular positions [ 115]. Experimental results also
showed that divalent cations ( i.e.,Ca2+ and Mg 2+ ) a� ect the IET kinetics [23,115].

��

Figure 5. (a) Structure of Mt CDH with cysteine E522 and T701 mutations shown in blue and green,
respectively; FAD and the heme group are highlighted in yellow and red, respectively. The �exible
chain linking the two domains is in blue; ( b) the maleimide group anchored on an electrode surface
can react with the mutant cysteine residue in the enzyme. Reproduced with permission from [ 45].
Copyright 2017, John Wiley and Sons.

3.1.3. FAD-Dependent Glucose Dehydrogenase

Our �nal FAD enzyme target, glucose dehydrogenase (FAD-GDH), is one of the most widely
known dehydrogenases with a tightly bound cofactor, making it di � erent from NAD + -dependent
GDH. FAD-GDH has been extensively studied as an emerging alternative to glucose oxidase (GOx)
due to its favorable DET capability, insensitivity to dioxygen, and the fact that no hydrogen peroxide is
generated [116–119]. The structure of GDH is analogous to that of FDH, comprising three subunits:
an FAD-dependent catalytic subunit, an ET subunit with three heme groups, and a small “hitch-hiker”
protein used for the �exibility of the catalytic subunit into the periplasm [ 116,120]. The catalytic
subunit harbors a 3Fe-4S cluster close to the ET subunit protein surface, allowing e� cient DET on
the electrode without the need for mediators. Lee and associates demonstrated controlled DET of
bacterial FAD-GDH from Burkholderia cepaciaon three di � erent SAM-modi�ed electrodes, on which
catalytic current density decreases with increasing SAM chain length [ 118]. A glucose biosensor
based on FAD-GDH was reported recently by introducing a gold-binding peptide (GBP) for enzyme
immobilization on a screen-printed electrode (SPE) [ 24]. GBP composed of 12 amino acids exhibiting
a strong binding a � nity to the gold electrode surface was fused to the enzyme terminus, thereby
determining the enzyme orientation on the electrode. Around 10 times higher catalytic response
toward 100 mM glucose was observed with FAD-GDH-GBP /Au compared with normal GDH /Au.

A DET-type glucose biosensor could also be fabricated coupled with electrochemical
impedance spectroscopy (EIS) [120]. Three variable-length thiols, dithiobis(succinimidyl hexanoate)
(DSH), dithiobis(succinimidyl octanoate) (DSO), and dithiobis(succinimidyl undecanoate) (DSU),
were employed to modify the electrode surface. Charge transfer resistance (Rct) was a key parameter
re�ecting the DET e � ciency, with the lowest resistance when FAD-GDH was immobilized on DSH
SAMs because of the shortest tunneling distance. In addition, the steady-state catalytic current
density of FAD-GDH was dramatically increased on AuNPs assembled on the gold electrode [ 73,121].
Ratautas and associates reported high glucose oxidation activities of FAD-GDH extracted from
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Ewingella Americanawithout mediator [ 73,121]. They demonstrated that FAD-GDH immobilized
on 4-ATP-modi�ed AuNPs displayed higher catalytic activity and lower overpotential than on
4-MBA-modi�ed electrodes. Notably, 4-ATP can be oxidized in neutral media and further converted to
4-mercapto-N-phenylquinone monoimine (MPQM), the quinone groups of which could bind covalently
with primary amino groups of the enzyme, thereby enhancing the ET rate. The catalytic response
was found to be positively correlated to the ratio of 4-ATP /4-MBA for electrodes modi�ed by mixed
thiol SAMs [ 121]. PQQ-dependent GDH is still another promising GOx candidate, widely utilized for
glucose biosensors and biofuel cells [35,95,96]. Kim and coworkers prepared a glucose biosensor by
immobilizing positively charged PQQ-GDH on MUA SAM-modi�ed gold electrodes [ 122]. In this
case, PQQ-GDH exhibited higher current density and detection sensitivity via electrostatic adsorption
than via covalent bonding, due to less enzyme inactivation. Covalent bonding could thus enhance
the interactions between enzyme and electrode surface, but the surface enzyme characteristics are the
more critical factors that determine the electrochemical behavior.

3.1.4. Sul�te Oxidase

Sul�te oxidase (SOx) is another heme-containing redox enzyme which has been studied for a
long time. Two kinds of SOx are mainly employed in DET-type bioelectrocatalysis: chicken liver,
cSOx [123], and human, hSOx [124]. SOx acts by a principle resembling that of the FAD enzymes, with a
catalytic center and an electronic relay, but also with some important di � erences. As a metalloprotein,
the catalytic domain is composed of a pyranopterin molybdenum (Mo) cofactor e � ecting two-electron
oxidation of sul�te to sulfate and connected to a N-terminal cytochrome b5 (cyt b5) domain by a �exible
linker [ 123,125]. Although the crystallographic structure of cSOx shows that the distance between
the catalytic Mo domain and the cyt b5 domain is more than 32 Å, rapid internal ET in DET-type
bioelectrocatalysis is still observed [126], e� ected by a conformational change on the electrode surface
via the �exible tether. This “on-o � ” switch enables cyt b5 to be either adjacent or remote from the Mo
cofactor [70,127] in a gated ET mode, which is quite di � erent from the rigidly bound ET relays in the
FDH and GDH enzymes, but similar to the CDH operational mode.

The electrostatic surface charge distributions around both domains are complex and highlight
the importance of subtle tuning of the electrode surfaces [ 124]. A positively charged SAM surface is
favorable for immobilization of hSOx via the Mo domain, directing the smaller heme domain towards
the electrode surface. As noted, a similar pattern with a �exible linker connecting the catalytic and ET
domain applies to CDH [ 80]; cf. Section 3.1.3. Sezer and associates investigated the catalytic activity
of hSOx on a mixed SAM-modi�ed silver electrode, showing a signi�cantly increased SERR signal
when increasing the ionic strength. High ionic strength is favored to shorten the distance between
the Mo cofactor and the heme domain, thereby facilitating both intramolecular and interfacial ET.
Wollenberger and associates reported other studies of the electrochemical behavior of hSOx [127–130].
In situ scanning tunneling microscopy and spectroscopy to single-molecule resolution has, �nally been
reported quite recently and disclosed intriguing patterns of tunneling via the Mo- and heme group
redox centers [130]. AuNPs with a diameter less than 10 nm were covalently bonded on the MUA /MUO
SAM-modi�ed gold electrode, giving a signi�cant enhancement of the interfacial ET rate of hSOx [129].
The interfacial ET rate could be further increased by using SAMs with 3,3 0-dithiodipropionic acid
di(N-hydroxysuccinimide ester) (DTSP) thinner than MUA /MUO SAMs [ 128]. They also reported that
the introduction of BaSO 4 nanoparticles played a signi�cant role in the DET-type bioelectrocatalysis of
hSOx. The electrochemical communication between the active sites ofhSOx and the electrode surface
could be further enhanced by using a positively charged biopolymer. Kalimuthu and coworkers thus
reported direct catalytic activity of hSOx on a chitosan-covered gold electrode [131]. Both non-catalytic
redox signals corresponding to the heme group and catalytic signals in the presence of 4 mM sul�te,
on chitosan-covered MPA-, MSA-, and 4-MBA-modi�ed electrodes were observed. However, there were
no catalytic signals on MUA-based electrodes despite an observed non-turnover feature, highlighting
the importance of rational SAM selection.
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3.2. Blue Copper Proteins

3.2.1. Azurin

Pseudomonas aeruginosaazurin is a simple blue copper protein that undergoes single-ET between the
Type 1 copper atom and the electrode, now developed as a single-molecule “core” target [6,132–136],
as for cyt c characterized and mapped in unique detail. A hydrophobic patch and the disul�de
group at opposite ends of the azurin molecule are both critical for well-de�ned orientations on the
electrode. Chi, Ulstrup, Zhang and associates conducted extensive investigations of the electrochemical
behavior of azurin [ 39,43,51,137]. In situ STM disclosed arrays of well-organized self-assembled
azurin monolayers on single-crystal Au(111)-electrodes mapped to single-molecule resolution [ 51].
Hydrophobic alkanethiol monolayers were employed for gentle immobilization by hydrophobic
interactions with the hydrophobic patch of azurin [ 43]. Notably, exponential decay of the ET rate
constant with increasing chain length was observed for chain lengths longer than six carbon atoms,
re�ecting a dual mechanism, with tunneling dominating for the longer chains [ 39]. The ET kinetics
and redox mechanism of azurin have been analyzed theoretically at di � erent levels, as discussed in
detail elsewhere [6,138]. Inserting 3–4 nm coated AuNPs as for horse heart cyt c [83] results in a 20-fold
enhancement ofkapp (220� 16 s� 1) for azurin compared with the AuNP-free system ( 10.2� 0.4 s� 1) [51].
Armstrong and associates compared the ET kinetics of azurin on the electrode modi�ed with
a synthetic {3,5-diethoxy-4-[(E)-2-(4-ethylphenyl)vinyl]-phenyl} methanethiol or commercial-CH 3

terminal alkanethiol [ 139]. The front hydrophobic ethyl group of SAMs served as the protein-binding
bridge on the surface, yielding a very fast ET rate with a kapp over 1600 s� 1.

3.2.2. Copper Nitrite Reductase

A common feature of the blue multi-copper oxidases is a blue T 1 center for the electron inlet and a T II

or combined T II /TIII catalytic center for the electron “outlet” in the catalytic process (nitrite, or, dioxygen
reduction). Such an electrochemical mode of action is only feasible via an e� cient (short) intramolecular
ET channel. This feature has been mapped in considerable detail for three blue copper enzyme classes,
the copper nitrite reductases, bilirubin oxidases, and the laccases. The trimeric blue copper nitrite
reductase (CuNiR) is crucial in the global nitrogen cycle, catalyzing the single-electron reduction
of nitrite to nitrogen monoxide [ 140]. CuNiR e� ects direct bioelectrocatalysis, including an ET
relay (Cu I) and a catalytic site (CuII ) in each monomer. Ulstrup and associates reported DET-based
electrocatalysis of CuNiR from Achromobacter xylosoxidans(AxCuNiR) on a cysteamine SAM-modi�ed
Au(111) electrode [141]. In situ STM displayed single AxCuNiR molecules but, intriguingly, only in the
presence of nitrite substrate. Further, the combination of varying alkanethiols with charged, neutral,
hydrophilic, and hydrophobic properties showed that mixed hydrophilic /hydrophobic SAMs were the
most favorable for facile AxCuNiR electrocatalysis [142]. In situ AFM is also reported and disclosed
AxCuNiR conformational changes during catalytic reaction [ 67], with the apparent height of AxCuNiR
rising from 4.5 nm in the resting state to 5.5 nm in the nitrite reduction state in the presence of nitrite.

3.2.3. Bilirubin Oxidase

Bilirubin oxidase (BOD) is another well-known blue multicopper oxidase class containing
four copper centers (T1, T2/T3), catalyzing the dioxygen reduction reaction (ORR) into water in
four-electron direct bioelectrocatalysis [ 75,96]. The blue T1 center has a copper atom located closed
to the protein surface for accepting electrons from the natural electron donor (bilirubin) or an
electrode. The external electrons are relayed via a short ligand-bound intramolecular peptide bridge
to the T2/T3 center, where ORR takes place. Target BODs are mainly from Myrothecium verrucaria
(MvBOD) [26,29,75,143–145], Trachyderma tsunodae(TtBOD) [146], Bacillus pumilus(BpBOD) [147],
and Magnaporthe oryzae(MoBOD) [148]. Single-crystal gold electrodes modi�ed with -NH 2, -COOH,
-OH, and -CH 3 terminated SAMs have been studied and show that negatively charged SAMs are
favorable for proper MvBOD orientations due to the highly positively charged region close to the T 1
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center [42]. E� values of T1 (0.69 V vs. NHE) and T2/T3 (0.39 V vs. NHE) in TtBOD have been observed
under aerobic conditions [ 146], but E � of the T2/T3 centers drops to 0.36 V vs. NHE in the resting state
of the enzyme, indicative of an IET pathway from T 1 to T2/T3 triggered by the ORR process.

Characterization of enzyme loading and conformation on the electrode is crucial [ 149]. Lojou and
associates studied the adsorption of MvBOD on both positively (NH 3

+ ) and negatively (COO –) charged
SAM-modi�ed electrodes with no signi�cant di � erence in enzyme loading as disclosed by surface
plasmon resonance (SPR) spectroscopy [26]. DET and MET processes were found to dominate on the
COO- and NH 3

+ surfaces, respectively, consistent with the positively charged surroundings of the
T1 Cu [26]. Polarization-modulated infrared re�ection absorption spectroscopy (PMIRRAS) showed
strong electrostatic interactions between the negatively charged SAMs and the positively charged
MvBOD surface near the T1 Cu [26]. PMIRRAS and SPR ellipsometry were jointly used to demonstrate
the e� ect of electrostatic interactions on the enzyme adsorption, catalytic performance, and stability of
MvBOD at four di � erent pH values (Figure 6) [ 75]. The dipole moment of the enzyme is distinct at
di � erent pH levels, showing a direction towards the T 1 center in neutral or slightly acidic electrolytes
but signi�cantly shifted in the strongly acid electrolyte (Figure 6a). This accords with the di � erent
charge distributions at the T 1 Cu center. PMIRRAS spectra showed the amide I (ca. 1680 cm� 1) and
amide II (ca. 1550 cm� 1) peaks, related to vibrational C =O and N-H modes in MvBOD, respectively,
see Figure 6b. The wavelengths of the two peaks remained unchanged upon enzyme immobilization,
which suggests that the secondary structure of the MvBOD is retained. In addition, amide I /amide
II ratios were similar at di � erent pH levels, further indicating that the orientations of MvBOD were
independent of pH.

��
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Figure 6. (a) MvBOD structure and dipole moments in the pH range 3.6 to 7.5. CuT 2/T3 contains three
copper atoms marked in blue and CuT 1 with a single copper atom marked in gold; ( b) PMIRRAS
signals of MvBOD-modi�ed bioelectrodes with 6-MHA SAM; ( c) Enzyme coverage (G) and enzyme
layer thickness at di � erent pH recorded by SPR ellipsometry; ( d) Cartoon illustration of the charge
distributions of MvBOD at di � erent pH levels, with the CuT 1 center, as well the 6-MHA and
4-ATP SAM-modi�ed electrode surfaces. The neutral electrode surface is indicated with green
stars. Reproduced with permission from [75]. Copyright 2018, American Chemical Society.
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Enzyme loading, critical to catalytic activity, declines as pH increases (Figure 6c [ 75]). The authors
demonstrated that MvBOD on a negatively charged 6-MHA SAM-modi�ed electrode does not form a
saturated monolayer at pH 7.5 but possibly more than a single monolayer at pH 3.6. The electrostatic
interactions between enzyme and SAMs thus not only strongly a � ect the enzyme adsorption, the dipole
moment of the enzyme, and the charge around the T 1 center, but they also determine the enzyme
orientation and catalytic rate (Figure 6d). Gholami and associates immobilized MvBOD on a gold
micro�lm by electropolymerization of TCA [ 150]. Molecular dynamics simulation has provided a
more comprehensive understanding of MvBOD in DET-type bioelectrocatalysis [ 151]. In particular,
MvBOD showed various orientations re�ecting wide charge distributions, representing a “back-on”
and “lying-on” state on positively and negatively charged electrodes, respectively.

Nanostructured gold surfaces are expected to improve the DET current density of BOD [ 29].
However, the apparent and real current densities normalized to the geometric and real gold surface
area, respectively, should be distinguished. In comparison to FDH on 1 nm AuNPs [ 44], this is
particularly important when the gold nanostructures are of larger size than BOD. Pankratov and
associates investigated the size e� ect of sub-monolayer AuNPs (diameter: 20, 40, 60, and 80 nm,
signi�cantly larger than MvBOD) on the bioelectrocatalytic performance of MvBOD [152]. Although
the apparent ORR current density increased with increasing size from 20 to 80 nm (proportionally
to the real surface area), similar values (15� 3 uA cm � 2) for the real current density were obtained.
This can be explained by the fact that the ET rate constant is independent of the AuNP size in this
case, with similar values of 10.3 � 0.5 s� 1 and 10.7� 0.3 s� 1 for the MvBOD-based bioelectrode with
and without AuNPs, respectively. Siepenkoetter and associates immobilized MvBOD on NPG using
diazonium grafting coupled with an MPA SAM [ 28]. NPG electrodes with average pore sizes between
9 and 62 nm were �nally investigated. The maximum apparent ORR current density was achieved
with 10 and 25 nm pores, slightly larger than the enzyme and likely due to a compromise between the
real gold surface area and enzyme loading, but similar real current densities were registered for these
pore sizes.

3.2.4. Laccase

The laccases (Lac) constitute a third important member class of the multicopper oxidases,
containing T 1 and T2/T3 centers [27,153,154]. Similar to BOD, T 1 and T2/T3 Cu centers act as electron
acceptance and ORR centers, respectively. E� of the T1 center from tree Lac is lower than those from
fungal Lac, varying in the range 300 to 800 mV vs. NHE [ 155]. Bioelectrocatalysis of fungal Lac has been
extensively investigated [ 156]. SAMs with speci�c functional groups favor productive orientations of
Lac at the electrode surface. Thorum and associates reported that the overpotential of ORR of Lac from
Trametes versicolor(TvLac) could be decreased by employing an anthracene-2-methanethiol SAM on
gold. The aromatic anthracene presumably penetrates into the hydrophobic pocket close to the T 1

center, facilitating DET [ 157]. Climent and associates investigated the DET-type catalytic activity of
three di � erent Lacs (Coprinus cinereus(CcLac), Myceliophthora thermophila(Mt Lac), and Streptomyces
coelicolor(ScLac)) [38]. In situ STM enabled single-molecule understanding of enzyme–electrode
electronic interactions and the IET process on well-de�ned Au(111) surfaces with various SAMs.
MPA SAMs with the carboxyl terminal group was best for CcLac, while alkyl and amino SAMs were
most suitable for ScLac. No catalytic signal was found for Mt Lac on any SAMs. As for AxCuNiR,
single-molecule in situ STM contrasts were observed only in the presence of enzyme substrate, nitrite,
and dioxygen, respectively. Traunsteiner and coworkers exploited DET-type bioelectrocatalysis of
TvLac using diluted MPA SAMs and a linker molecule of thiolated veratric acid (tVA) that could
approach the T1 site [158]. Optimal catalytic activity was shown when the tVA and MPA SAMs were
mixed uniformly, whereas the catalytic activity decreased dramatically due to the aggregation of tVA.
Molecular dynamics simulations also showed that the positively charged SAMs were more favorable
for the DET of TvLac, with a narrow orientation distribution.
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A recent study evaluated Thermus thermophilus(TtLac), exhibiting a methionine rich domain.
Figure 7 shows the detailed three-dimensional structure and electrostatic charge distributions of the
surface amino acid residues of TtLac [69]. The T1 center, used for transferring electrons to an external
electrode, showed a negatively charged zone. Gold electrodes modi�ed with negatively (-COO � ),
uncharged (-OH), and positively charged groups (-NH 3

+ ) were adopted, with the highest catalytic
current on the positively charged electrode and with no or only weak catalytic signals on the negatively
charged and uncharged electrodes, respectively [69]. Nanostructured materials have been developed
recently to optimize the Lac orientation. NPG modi�ed with 4-ATP SAM could increase the catalytic
performance and stability at high temperatures [ 159]. Cristina and associates reported that AuNPs
(particle size: 5 nm, comparable to the size of the enzyme) served as electronic bridges, thus promoting
DET with a heterogeneous ET rate constant over 400 s� 1 [54]. Nanostructured electrodes consisting of
low-density graphite (LDG) and gold nanorods (AuNRs, average length: 31 � 6 nm, width: 5 � 1 nm)
have, �nally, been prepared to orient Lac for improved ORR [27].

��

�º

 

�º �º

Figure 7. (a) Model structure of TtLac (PDB 2XU9) showing the hairpin domain (magenta), the T 1 and
T2/T3 Cu centers (blue spheres) and all Met sulfurs (yellow spheres); (b) Electrostatic potentials at the
surface of TtLac in the same orientation as in the top panel at pH 5: positive charges in blue, negative
charges in red, and neutral in white. The positive end of the dipole moment vector is shown as a yellow
stick. Reproduced with permission from [69]. Copyright 2020, American Chemical Society.

3.3. [FeS]-Cluster Hydrogenases

Hydrogenases are a class of [FeS] cluster-based metalloproteins which reversibly catalyze the
two-electron reactions of dihydrogen oxidation and evolution [ 71,74]. The commonly reported
membrane-bound hydrogenases can be classi�ed based on their intrinsic catalytic cofactors ([FeFe],
[NiFe], and [NiFeSe]), where hydrogen conversion is combined with [FeS] electron relay to accomplish
the entire ET process. It has been reported that the smallest [FeFe]-hydrogenaseCrHydA1 isolated
from Chlamydomonas reinhardtiiexhibits dioxygen insensitivity and shows high catalytic activity in
dihydrogen evolution [ 160]. The conditions of immobilized [FeFe]-hydrogenase CrHydA1 on a
SAM-modi�ed gold electrode were characterized by in situ surface-enhanced infrared absorption
spectroscopy (SEIRAS) and SPR spectroscopy [160]. Madden and associates investigated the catalytic
activity of [FeFe]-hydrogenase CaHydA from Clostridium acetobutylicumimmobilized on negatively
charged MHA-modi�ed Au(111) electrodes [ 74]. Electrochemical STM showed that the apparent
height of [FeFe]-hydrogenase CaHydA continuously increased when the potential of the STM substrate
was shifted from � 0.4 to � 0.6 V (vs. Ag/AgCl electrode), in which the hydrogen evolution response
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was observed by CV. Notably, the catalysis of hydrogenase is easily quenched by carbon monoxide
and cyanide binding to the Fe active sites.

Membrane-bound [NiFe]-hydrogenase and [NiFeSe]-hydrogenase have attracted considerable
attention due to their resistance to dioxygen, carbon monoxide, as well as to high temperature [ 161].
Armstrong and associates reported a number of studies into the oxygen tolerance of
[NiFe]-hydrogenase [ 162,163]. Typically, the catalytic sites of well-known hydrogenases are quenched
by dissolved oxygen gas due to the high oxygen sensitivity of the internal peptide chains. Modi�cation
of Fe-S clusters by changing two oxygen-sensitive cysteine residues into glycines showed signi�cant
improvements in the long-term dihydrogen oxidation performance [ 162]. The authors demonstrated
that the mechanism of oxygen tolerance mainly relates to removal of oxide species rather than preventing
oxygen access into the protein. Lojou and associates demonstrated that carboxyl-terminated SAMs
were favorable for optimizing the orientations of [NiFe]-hydrogenase from Aquifex aeolicusfor e� cient
DET-type and MET-type bioelectrocatalysis of hydrogen oxidation, whereas hydrophobic SAMs only
resulted in a MET process with the need for methylene blue mediator [ 71]. The electrochemical
behavior of [NiFe]-hydrogenase from Allochromatium vinosum, DesulfoVibrio VulgarisMiyazaki F
(DvMF), and Ralstonia eutrophaH16 has also been reported [164–166].

Immobilization of membrane-bound hydrogenase on the SAM-modi�ed electrode surface
appears promising, but the ET progress of membrane-bound hydrogenase is challenging due to the
complex enzyme structure compared with soluble redox enzymes. Guti ² rrez-S¡ nchez and coworkers
demonstrated that the introduction of a phospholipidic bilayer on positively charged 4-ATP modi�ed
Au electrode surfaces e� ectively controls the orientation of membrane-bound [NiFeSe]-hydrogenase
for hydrogen oxidation (Figure 8) [ 167]. The hydrophobic lipid tail of hydrogenase can be embedded
into the phospholipidic bilayer, thereby reducing the orientation distribution and promoting the ET
process. All these results suggest that SAM-modi�ed electrodes are paramount to provide a versatile
platform for understanding how to tune the right enzyme orientation for DET.
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Figure 8. Schematic illustration of [NiFeSe]-hydrogenase covalently inserted into a phospholipidic
bilayer. Reproduced with permission from [167]. Copyright 2011, American Chemical Society.

4. Conclusions and Perspectives

Redox proteins and enzymes immobilized on solid surfaces are fragile biomolecular entities.
With a few exceptions, they retain ET of enzyme function only in prepared microenvironments
that somehow emulate their natural aqueous /membrane reaction media. Self-assembled molecular
monolayers with multifariously functionalized thiols are close to ideal SAM building blocks which
have emerged as the core class over the last couple of decades. The -SH thiol end ascertains robust Au-S
linking which is now increasingly well understood as dominated by the Au(0)- � S(0) gold-thiyl and
strong van der Waals Au-S interaction. The opposite functionalized end of the SAM thiol molecules
o� ers the choice of hydrophilic or hydrophobic, electrostatically charged or neutral, and structurally
large or small terminal groups, well suited for designed gentle protein /enzyme linking to the solid
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SAM-modi�ed electrochemical surface. The option of varying the length of the SAM-forming molecules
o� ers additional control of the electron tunneling process as well as of the dielectric and other local
environmental properties crucial in the overall control of the electrochemical activity of the immobilized
proteins or enzymes.

We have �rst overviewed the preparation and comprehensive characterization of thiol-based SAMs
on Au surfaces in particular, both per seand as developed in redox protein /enzyme electrochemical
research over the last couple of decades. Preparation is, in principle, straightforward, although the
ultimate SAM properties depend in subtle ways on thiol exposure time, temperature, and other external
controlling factors. A variety of sophisticated SAM surface techniques have brought the understanding
of the fundamental molecular and electronic SAM structure to a high level, ranging all the way
from the ordered domain right down to the single molecule. The techniques include spectroscopy
(XPS, FTIR, SPR, Raman, NEXUS, and others), microscopy (AFM, STM in the electrochemical in
situ/operandomodes), and mass balance techniques (QCM), supported by large-scale electronic
structure calculations [4,6,16,17,66].

Well-de�ned solid SAM-modi�ed Au- and other electrode surfaces are a pre-requisite for the
productive immobilization of bioelectrochemically active DET enzymes. An outstanding challenge
is that polycrystalline Au- and other metallic electrodes are nearly always used, with single-crystal,
atomically planar, e.g. Au(111), electrodes only relatively recently introduced as electrochemical
biomolecular target surfaces. A variety of local low- and higher-index surface structures are
distributed over the polycrystalline Au- and other surfaces, expectedly giving quite di � erent surface
ET activities [92]. This presents a challenge to the microscopic characterization of the pure and
SAM-modi�ed electrode surfaces but at the same time also provides new openings in the way of
more robust protein /enzyme monolayers and higher enzyme activity, if the polycrystallinity can be
controlled such as for NPG and other nanoporous metallic electrodes.

We have next overviewed and discussed adsorption and controlled protein and enzyme orientation
on strategically chosen SAMs, of both simple ET metalloproteins (cyt. c and c4, azurin) and a variety
of much more complex redox metallo- and nonmetalloenzymes (blue copper oxidases, FAD-based
enzymes, cellobiose dehydrogenase, [FeS]-cluster dehydrogenases). We have shown that properly
chosen SAMs can be brought to control e� ciently the enzyme surface orientation in the ways most
favorable both for productive bioelectrocatalysis and for detailed mapping of the molecular mechanisms
involved. We have also shown that, although of more complex molecular /atomic surface structure,
SAM-modi�ed NPG and other nanoporous metallic electrochemical surfaces, structurally characterized
to intermediate levels of resolution, may o � er other advantages. These extend to increased enzyme
stability and even enhanced catalytic e� ciency compared to atomically planar electrode surfaces.

Overall, the present state of detailed structural and mechanistic protein and enzyme
bioelectrochemical mapping has now advanced in impressive detail, approaching the true
level of the single molecule [ 3,4,6,168,169] and supported by large-scale electronic structure
computations [ 16,17,92,138]. With new and rapidly increasing understanding of the complex,
heterogeneous, and anisotropic electrode/SAM/protein /enzyme/aqueous interface, its real exploitation
in the strategic design and development of enzyme biofuel cells, next-generation bioelectrochemical
sensors, and other high-technology applications is rapidly coming close.
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Abstract: Transmembrane proteins involved in metabolic redox reactions and photosynthesis catalyse
a plethora of key energy-conversion processes and are thus of great interest for bioelectrocatalysis-
based applications. The development of membrane protein modi�ed electrodes has made it possible
to e� ciently exchange electrons between proteins and electrodes, allowing mechanistic studies and
potentially applications in biofuels generation and energy conversion. Here, we summarise the most
common electrode modi�cation and their characterisation techniques for membrane proteins involved
in biofuels conversion and semi-arti�cial photosynthesis. We discuss the challenges of applications of
membrane protein modi�ed electrodes for bioelectrocatalysis and comment on emerging methods
and future directions, including recent advances in membrane protein reconstitution strategies and
the development of microbial electrosynthesis and whole-cell semi-arti�cial photosynthesis.

Keywords: membrane protein; bioelectrocatalysis; electrode modifi cation; biofuel cells; photosynthesis;
liposomes; hybrid vesicles; microbial electrosynthesis

1. Introduction

Membrane proteins constitute 20–30% of all proteins encoded by both prokaryotic and eukaryotic
cells. They perform a wide variety of functions, including material transport, signal transduction,
catalysis, proton and electron transport (Figure 1) [ 1]. They are also key to a number of earth's most
fundamental reactions, such as respiration and photosynthesis [ 2,3]. Redox enzymes in the respiratory
chain catalyse a variety of fundamental processes for energy conversion and fuel production, including
H2 oxidation, O 2 reduction, and carbon and nitrogen cycling. Membrane proteins that are involved in
the light reaction of photosynthesis harvest light and facilitate electron transfer essential for solar energy
conversion. The amphiphilic nature of membrane proteins makes them di � cult to isolate, study and
manipulate. Despite these challenges, membrane proteins have been widely advocated and studied
for applications in bioelectrocatalysis, such as biofuel cells [ 4] and semi-arti�cial photosynthesis [ 5].
Here, we will review electrochemical studies of membrane proteins with the view to using these
systems for bioelectrocatalysis. To aid discussion later on, we will brie�y introduce a small selection of
membrane enzymes active in bioenergy conversion, although this is far from a comprehensive list.
We will then summarise the main strategies to immobilise membrane proteins on electrodes and discuss
common techniques used to characterise these electrodes, including electrochemistry, spectroscopy,
spectroelectrochemistry, microscopy and quartz crystal microbalance. Finally, some critical application
challenges and potential future research directions will be highlighted that might �nd application in
bioelectrocatalysis. Speci�cally, we will focus on two emerging directions. One is the reconstitution
of membrane proteins into hybrid vesicles to extend their functional lifetime. The other is the use of
microorganisms for microbial electrosynthesis and semi-arti�cial photosynthesis.
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Figure 1. Representative functions of transmembrane proteins.

2. Membrane Proteins in Biofuel Conversion and Photosynthesis

2.1. Membrane Enzymes in Biofuel Conversion

Nature offers highly specialised enzyme machineries that c an be exploited for (bio)fuel conversion.
Among them, membrane-bound hydrogenases, found in many bac teria, archaea and lower eukaryotes,
are metalloenzymes capable of catalysing the reversible oxidation of H 2 to protons and electrons [6].
Depending on the metal located in the active site, three phyl ogenetically unrelated classes can be
identified: [NiFe], [FeFe] and, less common, [Fe] hydrogen ases. Most hydrogenases are rapidly and
almost completely inactivated by O 2 [7]. However, aerobic or facultative aerobic H 2-oxidising bacteria
have a particular subtype of O 2-tolerant [NiFe] hydrogenase, which withstands the presen ce of O2 and
are membrane-bound hydrogenases (MBHs) [8]. The most studied O2-tolerant [NiFe] hydrogenases
are found in Ralstonia eutropha, Ralstonia metallidurans, Aquifex aeolicus, Hydrogenovibrio marinusand
Escherichia coli. MBHs are multimeric proteins with one large subunit and one small subunit, bound to the
periplasmic side of the cytoplasmic membrane through a tran smembrane protein (b-type cytochrome) [ 8].
The [NiFe] active site, with the same configuration as other [NiFe] hydrogenases, is deeply buried in
the large subunit. MBHs couple oxidation of hydrogen in the l arge subunit to the reduction of either
menaquinone-7 or ubiquinone-8 in the b-type cytochrome in the membrane.

In the respiratory chain, terminal oxidases catalyse the reduction of molecular oxygen to
water without formation of reactive oxygen species (ROS). They oxidise quinones (ubiquinone and
menaquinone oxidases) or cytochromes (cytochrome c oxidases) and can be classed into haem-copper
oxidases [9], bdoxidases [10] or alternative oxidases [11]. For instance, cytochrome bo3 enzymes are
haem-copper oxidases in bacteria such asE. coliand couple oxidation of ubiquinol-8 to the reduction of
oxygen [12]. Cytochrome bdis a quinol-dependent terminal oxidase found exclusively in prokaryotes
and is structurally unrelated to haem-copper oxidases [13].

Nitrate reductases are molybdoenzymes capable of reducing nitrate (NO 3
� ) to nitrite (NO 2

� ).
This enzyme family can be found in eukaryotic and prokaryotic cells. Eukaryotic nitrate reductases are
present in plants, algae and fungi, and are involved in the assimilation of nitrate. Prokaryotic nitrate
reductases are classi�ed into three classes: assimilatory nitrate reductases (Nas), periplasmic nitrate
reductases (Nap) and respiratory nitrate reductase (Nar). The latter are transmembrane enzymes
which use nitrate as the electron acceptor of an anaerobic respiratory chain [14]. Facultative anaerobic
bacteria use these alternative respiratory enzymes in oxygen depleted environments, replacing oxygen
with di � erent electron acceptors [15]. For instance, under anaerobic conditions, E. coliexpresses a
respiratory membrane-bound NarGHI coupled with a membrane-bound formate dehydrogenases
(FDH-N). These two membrane enzymes form the supermolecular formate:nitrate oxidoreductase
system. FDH-N oxidises formate to CO 2, after which electrons are transferred to nitrate with the
formation of a proton-motive force across the cytoplasmic membrane [16].
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2.2. Membrane Proteins in Photosynthesis

Photosynthesis is the natural process by which photosynthetic organisms convert light energy into
chemical forms. The key steps, which include light harvesting, charge separation and electron transport,
occur in the membrane. For oxygenic photosynthesis in algae, higher plants and cyanobacteria,
two photosynthetic complexes are involved: photosystem I (PSI) and photosystem II (PSII) [ 17],
each with a peripheral antenna system: light harvesting complex I (LH I) for PSI and light harvesting
complex II (LH II) for PSII [ 18]. Anoxygenic photosynthesis in bacteria, such as purple bacteria,
is conducted by just one type of photosystem [ 19]. There are two types of light-harvesting complexes
in most purple bacteria. The light-harvesting complex I and reaction centre forms the RC-LH I complex
which is surrounded by multiple light-harvesting complex II [ 20]. In both oxygenic and anoxygenic
photosynthesis, light-harvesting complexes exert the vital function to e � ectively absorb light and
transfer the energy to the reaction centres [21]. Light-harvesting complexes absorb a limited spectral
range depending on their natural pigment. The light-induced charge separation occurs at the reaction
centres: PSII catalyses the light-driven water oxidation to reduce quinones, while the reaction centre of
purple bacteria only catalyses the reduction of quinones (part of the cyclic electron transfer process).
PSI is not catalytically active but instead serves as an “electron pump” which can be potentially coupled
to the other redox catalysts. Electrodes interfaced with photosynthetic proteins have found broad
applications in biosensors, biophotovoltaic cells and solar fuels generation [5,22,23].

3. Membrane Protein Electrode Design

Redox enzymes are molecular electrocatalysts that can function either in solution or while
immobilised on an electrode surface. Immobilising enzymes on the electrodes has several advantages
for electrocatalysis and this review will consider only immobilised systems. It is important that the
enzymes retain their structural integrity and catalytic activity upon immobilisation [ 24]. Unlike soluble
proteins, transmembrane proteins exist within lipid membranes and, consequently, are less stable in an
aqueous environment where the amphiphilic properties of membrane proteins can lead to aggregation
and denaturation. Therefore, it is challenging to retain the stability and function of membrane proteins
in in vitro studies [25]. Suitable detergents or mixed lipid /detergent systems are needed to maintain
an amphiphilic environment surrounding the membrane protein and mimic the original membrane
conditions [ 26,27]. Alternatively, for some multisubunit, heteromeric membrane proteins the solubility
problem can be circumvented by either purifying only the soluble subunits or engineering the protein to
express only the soluble subunits [28]. For instance, the large and small subunits of membrane-bound
hydrogenases can be separated from the transmembrane “anchor” subunit ( b-type cytochrome).
More sophisticated approaches have been developed for the mammalian membrane-bound cytochrome
P450 that has been bioengineered without the hydrophobic membrane anchor domain [ 29]. However,
similar methods are not always applicable for other proteins, either because the catalytic centre is
located in a polytopic membrane subunit or because the water-soluble subunits on their own are not
stable. It is worth mentioning that the activity of certain membrane proteins can be dependent on the
presence of particular annular lipids [ 30] and therefore the strategies that improve the solubility by
removing the need of the membrane environment can have some potential downsides.

Various immobilisation methods have been developed to achieve e � cient electron transfer between
a membrane protein and an electrode. There are several aspects to consider when designing and
assembling (membrane) protein modi�ed electrodes for bioelectrocatalysis: (1) orientation of the protein
on the electrode surface, (2) preservation of the protein structural integrity and functionality, (3) low
overpotential to minimise the energy loss, (4) protein loading of the electrode [ 24,31,32]. Some methods
developed for electrocatalysis using soluble proteins can be adapted to detergent solubilised membrane
proteins. An alternative strategy to the use of detergent is represented by reconstitution of membrane
proteins within a lipid membrane on the electrode surface and several strategies have been developed
to achieve this. We will discuss the most commonly used immobilisation methods.

93



Catalysts2020, 10, 1427

3.1. Unmodi�ed Electrode

Detergent solubilised membrane proteins can be absorbed directly on carbon, metal or semi-conductor
electrodes in an approach known as protein �lm electrochemistry (Figure 2a) [ 33]. A frequently used
electrode material is pyrolytic graphite “edge” (PGE) which has a rough, negatively charged surface,
which can be tailored with polycations such as polymixin B or poly- l -lysine if required. Respiratory
nitrate reductase (NarGHI) isolated from Paracoccus pantotrophusin n-dodecyl � -D-maltoside (DDM)
bu� er was adsorbed onto PGE electrodes and showed direct electron transfer (DET) with the
electrode [34]. The catalytic activity of NarGHI from E. coli was studied over a wide pH range
(5 < pH < 9), nitrate concentrations and in the presence of inhibitor [ 35]. Similarly, purple bacteria
RC-LH I was solubilised in 0.1% lauryldimethylamine N-oxide (LDAO) bu � er and immobilised directly
on a bare Au electrode [36]. RC-LH I did not exhibit DET, but showed photocurrents (~64 nA /cm2)
when ubiquinone-0 and cytochrome c were present in solution, indicating that electron transfer
needs to be mediated by small redox compounds in this system (mediated electron transfer, MET).
Like water-soluble proteins, membrane proteins on bare electrodes often lack a speci�c orientation
and this can impede e� cient electron transfer between electrode and proteins. Making use of the
amphiphilic nature of membrane proteins, a densely packed protein monolayer with de�ned orientation
can be formed on electrode surfaces by Langmuir� Blodgett deposition and this was shown to increase
the electron transfer e� ciency [37–41]. An example of this strategy can be found in Kamran et al.
where detergent solubilised-RC-LH I was �rst pre-assembled in a monolayer at a water-air interface
and then transferred onto a gold-coated electrode, reaching photocurrent values of ~45 � A/cm2 [37].

3.2. SAM Modi�ed Electrode

An electrode surface can be modi�ed to promote protein immobilisation and control the orientation
of the protein on the surface. A common method to functionalise metallic electrode surfaces, in particular
gold electrodes, is to form a self-assembly monolayer (SAM) of thiols (e.g., alkanethiols) (Figure 2b).
By changing the length of the thiol compound (e.g., the alkyl chain), the distance between the protein
and electrode can be controlled. More importantly, by changing the terminal group of the SAM (e.g.,
n-hydroxy-alkanethiol or n-amino-alkanethiol), the surface chemistry of the electrode can be controlled.
As protein binding to surfaces is typically governed by van-der-Waals and electrostatic interactions,
the surface chemistry strongly in�uences the orientation of proteins on the surface [42,43].

Besides tuning the chemistry of the electrode surface, proteins can be genetically engineered to
control their orientation on the electrode through a � nity interactions. RCs from Rhodobacter sphaeroides
in LDAO detergent have been immobilised on SAM-modi�ed electrodes terminated by Ni–NTA
groups. By genetically engineering a poly-histidine tag (His7) at the C-terminus of the M-subunit
of the RC, the primary donor of RC was positioned to face the electrode [ 44]. The histidine tag
can also be engineered on H subunit of RCs to achieve the opposite orientation [45]. The Ni-NTA
modi�ed gold electrodes have also been used to immobilise His-tagged PSII solubilised in DDM
bu� er [46]. A di � erent strategy that has been explored is to modify the gold electrode surface with an
amine terminated SAM for further reaction with terephthaldialdehyde (TPDA). The TPDA modi�ed
SAM reacts with lysine residues from PSI to form covalent imine bonds [ 47]. Such an approach
does not create the same orientational control compared to the His-tag /NTA coupling. Irrespective
of selective orientation on the surface, mediators are often required for e � cient electron exchange
with membrane proteins. Small proteins like cytochrome c are widely used as mediators for PSI and
purple bacteria RC [48]. Water-soluble redox mediators such as 2,6-dichloro-1,4-benzoquinone (PSII),
2,6-dichlorophenolindophenol (PSI), sodium ascorbate (PSI) and ferricyanide (PSI) are also commonly
used to facilitate e� cient electron transfer between the protein and electrode [49].
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Figure 2. Overview of the strategies for membrane protein modi�ed electrodes (not to scale). Proteins
absorbed on (a) an unmodi�ed electrode, ( b) a SAM modi�ed electrode and ( c) a nanoparticle modi�ed
electrode. (d) Immobilisation of membrane proteins within a redox polymer. Examples of lipid
membrane-modi�ed electrodes: ( e) a hybrid bilayer lipid membrane (hBLM), ( f ) a solid supported
bilayer lipid membrane (sBLM), ( g) a tethered bilayer lipid membrane (tBLM) and ( h) a protein
tethered bilayer lipid membrane. (ptBLM). ( i ) Layer-by-layer deposition of alternating charged �lms.
(j ) Multilayered lipid membrane stacks. ( k) 3D structure electrode for protein immobilisation.

3.3. Nanoparticle Modi�ed Electrode

Nanoparticles (NPs) have been shown to enhance interfacial electron transfer between a variety of
electrodes and proteins [50] and gold NP-modified electrodes have been successfully used to study
membrane proteins (Figure 2c), such as terminal oxidases:E. colicytochrome bd(a quinol oxidase) [51],
Paracoccus denitrificanscytochrome aa3 [52] and Thermus thermophiluscytochrome ba3 [53] (two cytochrome
c oxidases). The use of NPs facilitated DET between the electrode and protein, enabling more in-depth
studies on enzyme activity. The size of the NPs significantl y affects the electron transfer rates and
smaller particles reduced the requirement of overpotentia l for O 2 reduction activity by E. colicytochrome
bo3 [54]. The group of Hellwig has recently studied the role of the su rface charge of thiol-modified
gold NPs, the length of the thiols and the effect of phospholi pid composition on the interaction and
DET between NP and the membrane enzyme, cytochrome bd[55]. Both cytochromes bo3 and bdused
in the aforementioned studies were isolated and stabilised in DDM buffer. Besides gold NP, various
other particles have been used for protein immobilisation [ 56]. The Armstrong group used graphite
microparticles to pair electron donor and acceptor membran e enzymes [57]. [NiFe] membrane-bound
hydrogenase was reconstituted with either E. colinitrate reductase (NarGHI) or E. colifumarate reductase
(FrdAB; not a membrane protein) on single microparticles; b oth systems catalysed the reductions of
nitrate or fumarate, respectively, by hydrogen. In 2015, Du ca et al. [58] demonstrated a cascade
electrochemical reduction of nitrate to ammonia by immobil ising E. colirespiratory nitrate reductase
(NarGHI) on an electrode (in polyoxyethylene 9-dodecyl eth er detergent) with Pt or Rh nanoparticles.
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3.4. Redox Polymers

Redox polymers are widely used for wiring redox proteins on electrode surface (Figure 2d) [ 59].
Redox polymers act simultaneously as immobilisation matrix and as redox mediators. High coverages
of proteins can be achieved and the ubiquitous localisation of redox mediators bound to the polymer
matrix negates the need to control protein orientation. These polymer-bound redox mediators overcome
mass transport limitations, typically observed with freely di � using redox mediators. The chemical
and physical properties of the redox polymers can be tailored by tuning the polymer backbone
and the redox mediators. The Schuhmann group has extensively explored Os redox polymers to
“wire” DDM-solubilised PSI [ 60] and PSII [61] on electrode surfaces for photocurrent generation.
A two-compartment cell with a PSII photoanode and a PSI photocathode was constructed to mimic the
Z-scheme of natural photosynthesis and an open-circuit voltage (OCV) of 90 mV was achieved [ 62].
By tuning the redox potential of Os complexes in the redox polymers to match the redox sites of
the proteins (PSII and PSI), the OCV could be increased from 90 mV to 372 mV [63]. Interestingly,
by exploiting the pH-dependent properties of Os-modi�ed polymer, the group of Plumer ² improved
the interfacial electron transfer rates for the PSI photocathode, even exceeding rates observed in natural
photosynthesis [64].

3.5. Membrane Modi�ed Electrode

Because of the nature and functions of the membrane proteins, it is important that their assembly
on electrodes preserves their structural integrity and functionality. In the examples provided so far,
detergents are used to retain stability of the immobilised membrane enzymes. Although detergents are
required to accommodate the amphiphilic nature of membrane proteins, they also have adverse e � ects
to membrane protein stability and are likely to in�uence the electrode-protein interaction. To mimic
the native environment of membrane proteins, electrodes have been modi�ed with model membranes,
as reviewed previously [ 65–67]. These membrane-modi�ed electrodes can be categorised into hybrid
bilayer lipid membrane (hBLM) system (Figure 2e), solid supported bilayer lipid membrane (sBLM)
system (Figure 2f), tethered bilayer lipid membrane (tBLM) system (Figure 2g), and protein tethered
bilayer lipid membrane (ptBLM) system (Figure 2h).

In hBLM systems a phospholipid layer is absorbed onto a self-assembled monolayer (SAM)
of alkylthiols (Figure 2e). This strategy was used by the Hawkridge group to study cytochrome c
oxidase immobilised on gold electrode [ 68,69]. In sBLMs, a lipid bilayer is non-covalently bound to
the electrode surface (Figure 2f). Photosynthetic reaction centres including Rhodobacter sphaeroides
RC [70,71], spinach photosystem I [ 72] and photosystem II [ 73] have been integrated into sBLMs on
pyrolytic graphite. Electron transfer between electrode and the aforementioned proteins was achieved
and showed well-de�ned peaks in voltammetry which corresponded to the redox sites of the proteins.
Noji et al. incorporated Rhodopseudomonas palustrisRC-LH I into sBLMs on an ITO electrode. Anionic
phospholipid like phosphatidylglycerol (PG) were shown to stabilise the charge-separated state of
RC-LH I and enhance the photocurrent [ 74]. In tBLM systems, the membrane is `tethered' to the
lipid-modi�ed electrode surface via a linker (Figure 2g). Cytochrome bo3 has been incorporated into
tBLMs and was shown to retain its catalytic activity [ 75]. We previously included the membrane-bound
[NiFe]-hydrogenases (MBH) from R. eutrophainto a tBLM approach and used electrochemistry to study
the activity of the entire heterotrimeric membrane-bound form of the enzyme [ 76]. In 2016, Pelster
and Minteer isolated mitochondrial electron transport chain (ECT) enzymes, reconstituted them into
liposomes and immobilised them onto a gold electrode in a tBLM. The authors used this reconstructed
mitochondrial inner membrane biomimic to show the interdependence of the di � erent complexes on
bioelectrocatalytic activity [ 77]. In ptBLMs, the membrane protein is �rst anchored to an electrode via
a His-tag/NTA interaction and subsequently reconstituted into a lipid membrane (Figure 2h). Ataka et
al. have immobilised the Rhodobacter sphaeroidescytochrome aa3 (a cytochrome c oxidase) by using a
ptBLM system [ 78–80]. Two opposite protein orientations were compared, by varying the position
of the His-tag. Cytochrome c bound and exchanged electrons with cytochrome c oxidase only when
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the latter was orientated with its subunit II (the binding domain for cytochrome c) facing the bulk
aqueous medium.

3.6. Multi-Layer Assembly, Multilayered Lipid Membrane Stacks, 3D Structure Electrode

An important aspect to improve the performance of bioelectr ocatalysis is catalyst loading on the
electrode surface. For membrane proteins, this can be achieved via two alternative strategies: multi-layer
(membrane) assembly (Figure 2d,i,j) and/or 3D electrode structure (Figure 2k). For a more detailed
discussion on layer-by-layer assembly approach for redox p roteins, we also refer to [65,81]. Multilayer
immobilisation within a redox polymer matrix was already di scussed in Section 3.4. As an example
of a layer-by-layer approach (Figure 2i), PSI has been co-assembled with cytochrome c as mediator
using DNA as an anionic polymer [ 82]. The purple bacteria RC was also co-assembled into a multilayer
architecture by alternating layers of RC with a cationic pol ymer poly(dimethyldiallylammonium
chloride) (PDDA) [ 83,84]. Our group used poly- l -lysine (PLL) as an electrostatic polymer to construct
multilayered lipid membrane stacks (Figure 2j) [ 85,86]. Two membrane proteins, E. colicytochrome
bo3 and R. eutrophaMBH, were incorporated into these lipid membranes stacks. L ipophilic quinones,
the natural substrates of cytochrome bo3 and MBH, diffuse freely between the multilayered membranes
and mediated electron transfer between the proteins and the electrode. Catalytic activity was shown to
increase linearly with the number of membrane layers for at l east up to 5 layers [86].

The high surface area of so-called 3D electrodes can be used to immobilise proteins at high
loading [ 87]. Mesoporous metal electrodes have been shown to increase protein loading compared to
planar electrodes, e.g., rough silver electrode for bacteria RC [88] and nanoporous gold electrode for
PSI [89]. A mesoporous WO 3-TiO2 �lm electrode has been reported for the entrapment for bacterial
RCs [90] and mesoporous indium tin oxide (ITO) electrodes have been used to immobilise PSII [ 91].
The ITO electrode can be modi�ed with SAM to covalently bind and orientate PSII with the electron
acceptor side of towards the electrode surface, enhancing electron transfer kinetics and electrode
stability [ 92]. A hierarchically structured, inverse opal, mesoporous (IO-meso) ITO electrode was
later developed to provide even larger surface areas [93]. These electrodes were combined with
redox polymers to electrically wire PSII with the 3D structure of IO-meso ITO, yielding photocurrent
densities of up to ~410 � A cm � 2 [94]. Mesoporous ITO electrodes were also applied to co-immobilise
cytochrome c and PSI and photocurrent densities >150� A�cm� 2 were achieved [95]. The e� ect of pore
size was studied by comparing photocurrents between mesoporous (20–100 nm) and macroporous
(5 � m) electrodes using 2,6-dichlorophenolindophenol (DCPIP) and ascorbate as redox mediator
for PSI. The macroporous electrode showed three times higher photocurrent than the mesoporous
electrode [96]. The authors observed that the macroporous electrode increased the active surface area
twice compared to the mesoporous electrode with the same PSI mass loading. They concluded that the
increase in photocurrent was due to multilayers of PSI deposited along pore walls and the macropores
enhanced the MET within a single pore.

4. Methods to Characterise Membrane Protein Modi�ed Electrode

The characterisation of electrodes and protein �lms is very often achieved through a combination
of powerful and advanced techniques and their combination with electrochemical tools. In this section,
we will focus on the most commonly used techniques to study membrane proteins on electrode surfaces
and we will report some representative works.

4.1. Electrochemical Methods

Protein �lm electrochemistry (PFE) is a well-established and important technique to study
protein modi�ed electrodes and has proven powerful to probe the thermodynamic, kinetic and
catalytic properties of redox proteins, typically with voltammetry [ 97–99]. PFE is also compatible with
membrane-modi�ed electrode and allows to probe the membrane proteins within detergent solutions,
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polymer matrices or model-membrane environment [ 100,101]. We refer to the following reviews for a
detailed description of PFE methods [102–106].

Besides voltammetry, impedance spectroscopy has been used to study the electrode-membrane
protein interface. The quality and the structure of electrode surfaces modi�ed with planar lipid
membranes (Figure 2e–h) are particularly suitable for investigation by electrochemical impedance
spectroscopy (EIS). EIS can monitor the resistance and the capacitance of a planar membrane covering
the electrode. For ideal planar lipid bilayers on the electrode, the capacitance value should be in the
range of ~0.5 � F�cm� 2 with a resistance of >MW cm2 [107]. Disorders and defects of these bilayers
will result in lower resistance and /or higher capacitance values. For instance, we monitored the
formation of multilayer membrane stacks (Figure 2j) by EIS [ 86] and observed only small reductions
in capacitance upon the formation of each additional bilayer, indicating that the additional lipid
bilayers permeable to ions and thus contain large or many defects. EIS can also provide information
on whether protein incorporation in the membranes a � ects the electrode structure. For instance,
incorporation of cytochrome bo3 into tethered membranes (tBLM, Figure 2g) had almost no e � ect on
the capacitance, indicating that cytochrome bo3 did not induce large defects in the tBLM [ 75]. Similarly,
only small changes in capacitance were observed of a hBLM (Figure 2e) after integrating human enzyme
cytochrome P450, indicating that the hBLM retains its integrity upon protein adsorption [ 108]. Besides
the membrane, the quality of a SAM on metal electrodes is also often evaluated with EIS. Compact,
well-formed SAMs act as ideal insulating layers with high resistance values. The compactness of the
SAM will in�uence subsequent protein immobilisation steps and can determine the thickness of the
SAM, impacting on interfacial electron transfer kinetics.

Protein-�lm photoelectrochemistry (PF-PEC) is a PFE technique which has been developed
for photosynthetic proteins [ 22,109–111]. PF-PEC combines illumination with PFE to investigate
photoactive proteins. Voltammetry and chronoamperometry can be used to illustrate the charge
transfer processes and the kinetics of the light driven reactions. Recently, other electrochemical setups
have been used to investigate photosynthetic proteins, including rotating ring disk electrode (RRDE)
and scanning electrochemical microscopy (SECM). The set-up of RRDE includes a central rotating disc
electrode and a ring electrode surrounding it. The potential on these two electrodes can be controlled
independently and products generated by a protein �lm at the central disk electrode are transferred
to the ring electrode for electrochemical analysis. For instance, oxygenic photoreactivity of PSII was
studied with RRDE [ 112] and products generated by PSII at the central disc, e.g., oxygen and radical
species, were detected by the ring electrode. This study revealed ET pathways that generate reactive
oxygen species and O2 by PSII. SECM employs a microelectrode as a tip above the protein modi�ed
electrode to detect the products generated locally. It was used to monitor H 2 evolution of a PSI-Pt
complex within redox polymer under illumination [ 113]. SECM has also been used to quantify the
reduction of charge carriers (methyl viologen) by PSI and compared this to the photocurrent [ 114].
Methyl viologen is often used as a charge carrier to collect electron from PSI in biophotovoltaic systems,
but reoxidation on the electrode leads to charge recombination. The authors compared PSI on gold
and silicon surfaces, both with Os-based redox polymers. SECM showed that gold and silicon exhibits
di � erent photocurrents due to di � erent charge recombination kinetics, i.e., electron transfer kinetics for
the reoxidation of the methyl viologen radical cation. Finally, by monitoring the photocurrent and
H2O2 generation of a PSI photocathode with SECM, it was shown that light-induced formation of
reactive oxygen species caused degradation of PSI modi�ed electrodes [115].

4.2. Spectroscopic Methods

While electrochemical methods provide information about redox reactions, in situ spectroscopic
methods can be applied to characterise the structure of the protein and the electrode assembly.
Surface-enhanced Raman spectroscopy (SERS) is a surface-sensitive technique for molecules and
proteins immobilised on roughened metallic surfaces, in particular Ag [ 116]. The SERS e� ect is due to
a large increase in the Raman cross-section of molecules in contact with the metal surface, which is
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enhanced at metallic nanostructured surfaces due to local surface plasmon resonance (LSPR) e� ects.
SERS has been used to successfully characterise oxidised and reduced forms of adsorbed cytochromes
(cytochrome c, haemoglobin and myoglobin) under precise potential control with low laser power [ 117].
In 2005, Hrabakova et al. showed that no structural changes occurred to the haem sites (e.g.,aand a3) of
cytochrome c oxidase embedded in a phospholipid bilayer tethered to a functionalised silver electrode
via a histidine-tag [ 118]. In 2011, Weidinger group used SERS to study the electron transfer of MBH
from R. eutrophaH16 [119]. Interestingly, the authors compared the behaviour of the entire enzyme
with just the transmembrane “anchor” subunit ( b-type cytochrome) and determined two independent
pathways for the electrons from the active site of the enzyme to the electrode. A slow rate pathway
crosses all the three subunits of the enzyme, whilst a faster pathway only crosses two subunits and
leaves out the transmembrane anchor subunit which, however, contributes to the stabilisation of the
enzyme on the electrode.

A di � erent variation of conventional infrared spectroscopy is represented by surface-enhanced
infrared absorption spectroscopy (SEIRAS) in which the signal enhancement is due to plasmon
resonance from a nanostructured metal thin �lm [ 120]. The Hellwig group used SEIRAS to characterise
the deposition of gold NPs on gold electrodes, the modi�cation of gold NPs with thiols and, �nally,
the absorption of cytochrome bo3 on these modi�ed electrodes [ 51,54]. Wiebalck et al. characterised
the formation of a tBLM and incorporation of functional cytochrome bo3 from E. coli by SEIRA
spectroscopy [121].

4.3. Spectroelectrochemistry

Spectroelectrochemistry combines electrochemistry and spectroscopic approaches to monitor a
speci�c molecular response while varying the electrode potential [ 122,123]. This can be done with
proteins in solution [ 124] or immobilised on the electrode surface [ 125,126]. Insights into reaction
mechanisms of membrane enzymes could be gained by methods such as UV-vis spectroelectrochemistry
and infrared spectroelectrochemistry. UV-vis spectra of a protein are often speci�c for the redox state
of a cofactor, e.g., haems, FeS clusters or �avins. A common application is a spectroelectrochemical
titration to determine the reduction potential of a cofactor in an enzyme in solution, where results
are usually evaluated by �tting the titration data to the Nernst equation. An example is a study
of the cytochrome bc1 complex where the midpoint potentials of the cofactors were determined
by UV-vis and IR spectroelectrochemical titrations [ 127,128]. The redox potentials of the primary
electron acceptor pheophytin a in photosystem II [ 129] and the primary electron donor P700 in
photosystem I [ 130] were also revealed by UV-vis spectroelectrochemistry with proteins in solution.
UV-vis spectroelectrochemistry can also be used to study proteins on electrode surfaces. For instance,
Haas et al. used UV-vis spectroelectrochemical titrations to determine the midpoint potentials for
cytochrome coxidase either in solution or in a Langmuir-Blodgett monolayer �lm [ 131]. A multi-protein
system was studied with UV-vis spectroelectrochemistry in which an outer-membrane cytochrome,
MtrC from Shewanella oneidensisMR-1 (a peripheral membrane protein), was used as an electron conduit
between an electrode and other redox enzymes. MtrC was shown to be an e� ectively transfer-electron
conduit by monitoring the absorbance of reduced Fe II -haems in MtrC [132].

Infrared (IR) spectroscopy is a powerful technique to detect structural changes of proteins
during or in response to an electrochemical reaction although few studies have been reported for
membrane proteins. Reactions can be triggered either by light or redox potential and infrared
di � erence spectroscopy of proteins is typically measured to investigate the reaction mechanisms.
This approach has been developed for membrane proteins involved in photosynthesis, respiration
and metabolic pathways [ 100]. Electrochemical SEIRA was used to study the conformational changes
of the R. sphaeroidescytochrome c oxidase induced by direct electron transfer in ptBLM system [ 133].
The cytochrome c oxidase was shown to change from a non-activated to an activated state after it
involving enzymatic reaction. By applying periodic potential pulses switching between � 800 mV and
open circuit potential to control the state of cytochrome c oxidase, the kinetics of the conformational
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changes was monitored by time-resolved SEIRA spectroelectrochemistry [134]. The bacterial respiratory
ubiquinol /cytochrome bo3 couple was incorporated into a tethered bilayer lipid membrane (tBLM)
on SAM modi�ed electrode. The transmembrane proton gradient was successfully monitored by
spectroelectrochemical SEIRA [121].

4.4. Microscopy

4.4.1. Electron Microscopy

Electron microscopy (EM) techniques are available to investigate membrane proteins (typically
by cryo transmission electron microscopy, TEM or cryo-EM) and electrode structures (typically by
scanning electron microscopy, SEM) at various scales. However, EM has not been widely used to
study membrane proteins immobilised on electrodes as TEM and SEM are based on di � erent modes of
observation [135]. In 2015, Monsalve et al. [136] used SEM and TEM to characterise the morphology
and size distribution of gold nanoparticles on a gold electrode used for direct absorption of Aquifex
aeolicus[NiFe] membrane-bound hydrogenase surrounded by DDM detergent.

4.4.2. Atomic Force Microscopy

Atomic force microscopy (AFM) is a scanning probe microscop ic technique based on a nanoprobe,
a tip placed at the end of a long and narrow cantilever, that in teracts with the sample surface to measure the
topography of a surface [ 137]. Although AFM has been widely used to study lipid membranes [138–140],
membrane proteins [141–144] and electrochemical systems with soluble proteins [ 145–147], AFM is less
often used to study membrane proteins on electrode surfaces. In 2006, we used tapping-mode AFM to
analyse the distribution of cytochrome bo3 on a tethered bilayer lipid membrane (tBLM) on stripped
gold electrode [75]. AFM combined with Polarisation Modulation Infrared Refl ection-Absorption
Spectroscopy (PM-IRRAS) was used to study the different ori entation of membrane-bound Aquifex
aeolicus(Aa) [NiFe] hydrogenase immobilised on hydrophilic and hyd rophobic SAM on gold electrodes.
This work highlighted that on charged or hydrophilic interf aces, H2 oxidation proceeds through
both direct and mediated electron transfer processes, whil e on hydrophobic surfaces, a mediator
is required [ 148]. In 2014, Guti² rrez-Sanz et al. [149] characterised the functional reconstitution of
respiratory complex I on SAM on gold electrode. Their AFM stu dy showed the formation of a
phospholipid bilayer on SAM modified gold electrode and pro trusions of 6–8 nm height were observed
which were ascribed to the hydrophilic arm of complex I as thi s arm extends outside the membrane.

4.5. Quartz Crystal Microbalance

Quartz crystal microbalance (QCM) is a sensitive mass sensor which utilises acoustic waves
generated by oscillating a piezoelectric, single crystal quartz plate to measure mass changes in the order
of nanograms. The association of QCM with dissipation monitoring (QCM-D) allows to also measure
the energy loss or dissipation (DD) of the system [150]. QCM was used to monitor the di � erent stages
of the ptBLM formation with cytochrome c oxidase from Rhodobacter sphaeroidesas model protein [ 151].
The adsorption of cytochrome c oxidase at the surface decreased the resonance frequency while
increased the dissipation. The Hawkridge group investigated the electrostatic association between
cytochrome c and cytochrome c oxidase immobilised in hBLM with QCM [ 68,69]. The QCM data
revealed the binding of cytochrome c and cytochrome c oxidase at di� erent ionic strength which was
related to the mediated electron transfer. QCM-D was also used to characterise the formation of the
cystamine–pyrroloquinoline quinone–thylakoids layers onto SAMs [152].

5. Membrane Protein Modi�ed Electrodes for Bioelectrocatalysis

The increased demand to produce energy and value-added chemicals from cheap and
environmentally friendly renewable resources has driven the recent advances in bioelectrocatalysis
research towards the development of alternative systems. The applications of bioelectrocatalysis range
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from biosensors, energy conversion devices and bioelectrosynthesis [153–156]. The majority of the
studies employ soluble proteins; however, some membrane proteins with suitable catalytic or electron
transfer properties also �nd applications in bioelectrocatalysis. Some of them show advantages over
soluble proteins or have unique functions. Here, we will discuss the membrane protein electrode
applications in the �eld of bioelectrocatalysis.

5.1. Enzymatic Biofuel Cells (EBCs)

One of the most studied energy conversion devices is the enzymatic biofuel cell (EBC) which uses
oxidoreductase enzymes as biocatalysts to convert chemical energy into electrical energy [ 157–159].
A typical EBC consists of a two-electrode cell in which the bi ofuels (such as H2, formate) are oxidised at the
bioanode and the oxidants are reduced at the biocathode (usually O 2 is reduced to water) [ 160]. Among
these, H2/O2 biofuel cells are one of the most investigated enzymatic systems [161]. Hydrogenases are
promising biocatalysts to fabricate high performance H 2-oxidation bioanodes. However, the extreme
oxygen sensitivity of highly active hydrogenases is one of t he main limitations of hydrogenase based
H2 bioanodes [162]. The O2 sensitive hydrogenase can be protected by a low-potential v iologen redox
polymer matrix [ 163] or enzymatic O 2 scavenger [164]. However, these protection mechanisms either
consume the electron from H 2 oxidation or add chemicals for protection. O 2-tolerant MBH therefore
shows great advantage for H2/O2 biofuel cell. The first membrane-less H 2/O2 cell was assembled by
Armstrong group. Two pyrolytic graphite electrodes, coate d respectively with MBH from R. eutropha
and laccase fromTrametes versicolor(Tv), were immersed in a H 2/air flushed solution. The system reached
an OCV of ~970 mV and a maximum power output of ~5 � W [165]. High OCVs were achieved because
MBH directly exchanged electrons with the electrode and no m ediators were required. The ReMBH
was solubilised from the membrane extracts by 2% Triton-X 11 4 and isolated via a Strep-tag sequence
on the small subunit. It is possible that the MBH was devoid of the transmembrane cytochrome b
anchor and this could explain why there was no need to use medi ators. The ReMBH also showed
CO-tolerance [165]. The same group further improved the performance of the H 2/O2 cell by replacing
the ReMBH with MBH (similarly Strep-tagged on the small subunit) from R. metallidurans, which is
more active and stable to O2 exposure (Figure 3a). The authors emphasised that such a system would
have the advantage to perform H 2 conversion even in H 2-poor mixtures. They also showed that three
cells in series provided a total OCV of 2.7 V which was suffici ent to power a wristwatch for 24 h [166].

As described earlier, we have presented a strategy for using the full heterotrimeric MBH as a
biocatalyst (including the cytochrome b anchor) and have used multi-layer membrane stacks on gold
electrode to increase MBH loading [ 86]. In our approach, we used cytoplasmic membrane extracts
of R. eutrophaand created interconnected layers of membranes with each layer containing anchored
MBHs. Lipophilic quinones were used as mediator, shuttling electron between electrode and protein.
However, the irreversible electrochemical behaviour of the quinone redox reaction increases the
required overpotential for H 2 oxidation, which will limit the power output of the devices and more
research is needed to resolve this.

To optimise EBCs, gas di� usion electrodes have been investigated and enzyme coverage optimised.
The porous structure of the gas di � usion electrode can increase the mass loading of the biocatalyst and
overcome the mass transport limitation of gases. In 2016, Kano group used an O2-tolerant MBH from
Hydrogenovibrio marinusand an O2-sensitive [NiFe]-hydrogenase from Desulfovibrio vulgaris“Miyazaki
F” to create DET-type gas di� usion electrodes [167]. The authors did not speci�cally comment on
whether their enzyme puri�cation methods might have a � ected the presence of the cytochromeb
anchor subunits of MBH. The MBHs were isolated through two di � erent procedures. The large and
small subunits of the O 2-tolerant MBH were isolated through detergent solubilisation and maintained
in 0.025% Triton-X. The O2-sensitive MBH went through a trypsinisation process which could lead to
the separation of the transmembrane cytochrome b anchor. These H2 oxidation electrodes generated
a current density of 10 mA �cm� 2 in the half-cell con�guration. Contrary to the O 2-tolerant MBH,
the O2-sensitive MBH did not show overpotential for H 2 oxidation and, on this basis, was selected
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by the authors as bioanode of a H2/O2 EBC for a further study. Coupling this O 2 sensitive MBH
anode with bilirubin oxidase (BOD) from Myrothecium verrucariaimmobilised on Ketjen black-modi�ed
waterproof carbon papers (KB /WPCC) electrode, a dual gas-di� usion membrane- and mediator-less
H2/air-breathing biofuel cell was constructed (Figure 3b) which showed maximum power density in
the range of 6.1 mW�cm� 2 at 0.72 V [168].
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Figure 3. Schematic representations of enzymatic biofuel cells (EBC). (a) EBC comprises of graphite
electrodes modi�ed with O 2-tolerant MBH of R. metalliduransCH34 (anode) and fungal laccase (cathode)
in aqueous electrolyte exposed to 3% H2 in air. Reprinted with the permission from ref [ 166]. Copyright
(2006), The Royal Society of Chemistry. (b) A dual gas di � usion membrane-free H2/air powered EBC
comprises of a [NiFe]-MBH (anode) and a bilirubin oxidase (cathode). Reprinted with the permission
from ref [168]. Copyright (2016), Elsevier B.V.

The O2-reduction biocathodes for EBC are usually based on multi-copper oxidases like bilirubin
oxidase or laccase which can reduce O2 almost without overpotential [ 169]. Among the membrane
proteins, cytochrome c oxidase has been studied as O2 reduction catalyst. Katz and Willner assembled
a membrane-less glucose/O2 biofuel cell with cytochrome c/cytochrome c oxidase as O2 reducing
cathode [170]. The cytochrome c was assembled on a maleimide modi�ed gold electrode through
a cysteine residue to link cytochrome c oxidase. In a follow-up work, the authors developed an
electroswitchable and tunable biofuel cell. In this case, the cathode was modi�ed with poly(acrylic acid)
loaded with Cu 2+ to covalently attach cytochrome c and link the latter to cytochrome c oxidase [171].
Although cytochrome c was able mediated electron transfer to cytochrome c oxidase for O2 reduction,
only an OCV of 0.12 V was obtained, likely limited by the redox potential of cytochrome c (~0.25 V vs.
SHE), which is much lower than that of H 2O/O2 (0.82 V vs. SHE at pH 7). Although cytochrome c
oxidase is not commonly used for O 2 reducing cathode in biofuel cell, the recent work with gold NPs
by the group of Hellwig has shown renewed possibilities for cytochrome c oxidase as catalyst (see
Section 3.3). Recently, Wang et al. [172] reported that cytochrome c oxidase from acidophilic bacterium
Acidithiobacillus ferrooxidanscan reduce O2 at exceptionally high electrode potentials ( +700 to+540 mV
vs. NHE). The low overpotential for O 2 reduction of this cytochrome c oxidase makes it an attractive
biocatalyst as cathode of biofuel cells in the future.

Besides the use of H2 as fuel for EBC, formate is also a valuable feedstock for biofuel cells because
its redox potential is similar to H 2/H+ . The Kano group reported a mediated electron transfer type
formate/O2 biofuel cell by coupling formate dehydrogenase modi�ed bioanode with BOD modi�ed
biocathode [173]. In nature, some formate dehydrogenases can catalyse the inverse reaction to reduce
CO2 to formate [ 174]. However, to the best of our knowledge, the research in this �eld has been
conducted only on soluble formate dehydrogenases. The ability of CO 2 reduction and the applications
of membrane-bound formate dehydrogenase need to be further explored.

Respiratory nitrate reductase (Nar) catalyses NO3
� reduction to NO 2

� , this is an essential step to
produce NH 3. Today there is no enzyme known to reduce NO 3

� to NH 3 directly [ 175]. DET with nitrate
reductase has been shown to support the electrochemical reduction of NO 3

� to NO 2
� [34,35]. A full

reduction of NO 3
� to NH 3 was demonstrated by a cascade electrocatalysis process which combined

nitrate reductase and noble metal catalyst to reduce NO 2
� to NH 3 [58].
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5.2. Biophotoelectrocatalysis (PEC)

Biophotoelectrodes fabricated on planar carbon or SAM-modi�ed metal electrode usually show low
photocurrent density which limits their applications in bioelectrocatalysis. However, the development of
redox polymer electrodes, layer-by-layer assembly and 3D architectures has enhanced the performance
of biophotoelectrodes [176,177]. PSII is the only natural protein able to catalyse the photooxidation
of water. The electron �ow can be blocked by herbicide compounds since they bind to the terminal
plastoquinone QB of PSII. This inhibition e � ect can be exploited for designing PSII light-driven
biosensor to detect herbicides [178]. A similar approach to detect herbicides was taken with purple
bacteria RCs [179].

As water oxidation biophotocatalyst, PSII attracts more attention for solar energy conversion
to generate electricity or fuels. As mentioned above, PSII photoanodes have been connected to
PSI photocathodes (both in Os redox polymers) to mimic natural photosynthesis Z-scheme for
solar-to-electricity generation [ 62,63]. In a similar approach using a benzoquinone redox polymer, a PSII
photoanode (O2 evolution) has been connected to a bilirubin oxidase cathode for O 2 reduction [ 180].
Recently, PSII was integrated together with PbS quantum dots within a TiO 2 inverse opal electrode to
perform H 2O photooxidation. This was combined with an inverse opal antimony-doped tin oxide
(ATO) cathode modi�ed with bilirubin oxidase to catalyse oxygen reduction. This system achieved a
high open-circuit voltage of about 1V under illumination (Figure 4a,b) [181].

A full water splitting process can be realised by combining a PSII photoanode with a cathode
modified with hydrogenases. In contrast to EBCs (Section 5.1), water-soluble hydrogenases (typically
[FeFe] hydrogenases, but also [NiFe] hydrogenases; H2ases) are most commonly used for water splitting
systems. When combining PSII and H2ases, there is an energy gap between the terminal electron
acceptor QB within PSII and one of the FeS cluster within H2ase. A biophot oelectrochemical cell with
a PSII photoanode and a H2ase cathode thus requires an applied bias voltage of 0.8 V to drive H 2O
splitting [ 93]. This was improved by wiring H2ase and p-Si on an inverse opa l TiO 2 photocathode,
lowering the required applied bias voltage to 0.4 V for H 2O splitting [ 182]. Finally, by integrating PSII
on a diketopyrrolopyrrole dye-sensitised TiO 2 photoanode and connecting it with a H2ase cathode,
a bias-free photoelectrochemical cell for H2O splitting was developed by the group of Reisner [ 183].
Coupling a dye-sensitised PSII photoanode with a W-depende nt formate dehydrogenase (FDH) cathode,
a biophotoelectrochemical cell was constructed for CO2 reduction at a small bias voltage of 0.3 V
(Figure 4c,d) [184]. The latter study showed the possibility for rational desi gn of biophotoelectrochemical
cells for value-added chemicals generation beyond H 2.

Unlike PSII, PSI does not directly catalyse technologically valuable reactions such as water
oxidation. However, photoexcitation of PSI provides the reductive potential to drive reactions with
other catalysts, such as Pt and H2ase [185]. Recent studies show that it is possible to drive H 2 production
from light with PSI and H2ase by electrode design. Photoelectrodes were manufactured in a `layered'
fashion using an Os redox polymer, PSI and, �nally, a polymer /H2ase mix [186]. Photoelectrochemical
H2 production is achieved at an onset potential of +0.38 V vs. SHE. In this study, the PSI was randomly
orientated and did not form a compact layer, likely limiting e � ciency by charge recombination
between the carrier and mediator or electrode. In a more recent study, an anisotropically oriented PSI
monolayer was formed using Langmuir-Blodgett deposition [ 187]. A compact and oriented PSI layer
minimises charge recombination and enables unidirectional electron transfer to H2ase for H 2 evolution.
Combining this PSI /H2ase photocathode with a PSII photoanode created a system able of bias-free
light-driven water splitting [ 187]. Langmuir-Blodgett deposition transfers only a monolayer of PSI and
this might limit the performance of the biophotoelectrode as this limits the loading or coverage of PSI.

One of the limitations with biophotoelectrodes is the limited lifetime of the isolated proteins,
especially PSII [154]. Light-induced formation of reactive oxygen species can further limit the lifespan
of proteins [ 115]. Another limitation of biophotoelectrodes is that photosynthetic proteins only use
a limited range of the solar spectrum which reduces solar conversion e � ciency. The absorption
spectral range can be enhanced by attaching complementary chromophores to light-harvesting complex
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proteins [ 188]. It also can be improved by integrating biological light-harvesting antenna complexes or
organic dyes/synthetic compounds to the RCs [189,190].

��

 

Figure 4. Photoelectrochemical (PEC) cell for electricity or biofuels generation. ( a) Schematic of
the electron transfer steps and energetic level of the components of the light-driven signal chain
composed of TiO2, PbS QDs, redox polymer (POs), and PSII. (b) A scheme of a PEC cell consisting of
an IO-TiO2|PbS|POs|PSII anode and an IO-ATO|PC|BOD cathode. Reprinted with the permission from
ref [181]. Copyright (2019), Wiley. ( c) A schematic representation of a semi-arti�cial photosynthetic
tandem PEC cell coupling CO2 reduction to water oxidation. A blend of POs and PSII adsorbed on a
dpp-sensitized photoanode (IO-TiO 2|dpp |POs-PSII) is wired to an IO-TiO 2|FDH cathode. (d) Energy
level diagram showing the electron-transfer pathway between PSII, the redox polymer (POs), the dye
(dpp), the conduction band (CB) of IO-TiO 2 electrodes, four [Fe4S4] clusters, and the [WSe]-active site
in FDH. All potentials are reported vs. SHE at pH 6.5. Reprinted with the permission from ref [ 184].
Copyright (2018), American Chemical Society.

6. Emerging Methods and Future Considerations

6.1. Extending the Lifetime of Membrane Enzymes

A major drawback of enzymes in EBC is their limited active lifetime, which usually ranges from
few hours to several days [191]. This applies particularly when membrane enzymes in detergent
solutions are used, and functional reconstitution of membrane enzymes into an amphiphilic bilayer,
such as liposome or polymersome vesicles, could represent a strategy to extend the enzyme lifetime.
Liposomes o� er great biocompatibility because they mimic the natural environment of membrane
proteins, but they lack chemical and physical long-term stability [ 192]. Polymersomes o� er a more
robust amphiphilic polymer environment with increased chemical and physical stability [ 193,194].
However, this non-native polymeric environment might be limiting the functional incorporation of a
wider range of membrane proteins [ 195]. Recently, hybrid vesicle systems composed of a mixture of
lipids and block copolymers, have been developed with the rationale to provide a compromise between
the biocompatibility of liposomes and the stability and robustness of polymersomes. In 2016 we showed
that hybrid vesicles, composed of biocompatible lipids and stable PBd–PEO copolymer, supported
higher activity of reconstituted cytochrome bo3 than the proteopolymersomes and signi�cantly extended
the functional lifetime of the membrane enzyme when compared to standard proteoliposomes [ 196]
(Figure 5). In 2018, we achieved increased stability of cytochrome bo3 reconstituted in hybrid vesicles
up to 500 days [197]. Similarly, recent work from Dimova group showed that functional integration
of cytochrome bo3 oxidase in synthetic membranes made of PDMS-g-PEO was capable of lumen
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acidi�cation and such reconstituted system showed to increase the active lifetime and resistance to
free radicals [198]. In 2017, Otrin et al. [199] demonstrated a similar ability to store gradients by
reconstituting cytochrome bo3 together with an ATP synthase in hybrid vesicles constituted of the
same copolymer, PDMS-g-PEO. In 2018, Smirnova et al. presented a method that allowed transfer of a
functional membrane protein, cytochrome c oxidase (cytochrome aa3 or yeast Complex IV), with a
disc of its native lipids into pre-formed liposomes of well-de�ned lipid composition and size using
amphipathic styrene maleic acid (SMA) copolymer [ 200]. This recent advance in using SMA copolymer
for membrane enzymes isolation and reconstitution o � ers the advantage to maintain the native
phospholipids environment surrounding the proteins and, moreover, could reduce time and cost for
enzyme isolation and reconstitution processes by avoiding detergent mediated extraction [ 201]. Further
research into a� ordable puri�cation strategies and extending the stability of commercially-relevant
membrane enzymes is required for membrane enzymes to �nd applications in bioelectrocatalysis.
An alternative approach would be to omit puri�cation altogether and exploit the regenerative capacity
of micro-organisms in microbial electrosynthesis.

��

 

Figure 5. Stability of reconstituted cytochrome bo3 in hybrid vesicles. ( a) Ribbon diagram of
cytochrome bo3. (b) Schematic representation of cytochrome bo3 reactions (c) schematic representation
of proteo-phospholipid /block copolymer hybrid vesicles. ( d) Comparison of cytochrome bo3 activity in
reconstituted hybrid vesicles with increasing polymer content over a period of 41 days. Reprinted with
the permission from ref [196]. Copyright (2016), The Royal Society of Chemistry.

6.2. Microbial Electrosynthesis and Whole-Cell Semi-Arti�cial Photosynthesis

Microorganisms are of great interest for electrochemical applications because of their self-reproduce
nature and diverse metabolic processes. The possibility to use directly the microorganisms overcomes
the need to purify and manipulate the proteins. Many microorganisms are exoelectrogens and can
communicate with electrodes through extracellular electron transfer (EET), either (1) directly through
membrane-bound cytochromes and conductive �laments (nanowires) or (2) via a soluble redox species,
such as �avins, either natively secreted by the microorganism or added as a mediator [202].

6.2.1. Microbial Electrosynthesis

Microbial electrosynthesis is an electricity-driven process which generates chemicals using
microorganisms as catalysts [203]. To date, the most well-studied exoelectrogens are Geobacterspp. and
S. oneidensis[204]. They are dissimilatory metal-reducing bacteria that can reduce extracellular metal
ions (and bulk electrodes) as part of their anaerobic respiration. These electron transfer steps can be
reversed to gain electron from electrode for reductive synthesis, some catalysed by membrane enzymes
in the microorganisms (Figure 6) [ 205,206]. It has been shown that Geobacterspp. can reduce nitrate to
nitrite [ 207], fumarate to succinate [207] and proton to hydrogen [ 208] using electrode as the electron
donor. S. oneidensiswas also shown to electrocatalytically reduce fumarate to succinate [ 209]. It also has
been reported that S. oneidensiscan catalyse CO2 reduction into formic acid with electron input from
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the cathode [210]. The cathodic CO2 reduction in S. oneidensisis associated with the electron uptake
through outer-membrane c-type cytochromes [ 211]. The e� ciency of the microbial electrosynthesis is
mainly limited by the EET. With the genetic engineering of the microorganisms, the EET e � ciency
can be improved [ 212–214]. Advances in synthetic biology allow the rational design of non-natural
functions in order to increase the diversity of products obtainable from microbial electrosynthesis [ 215].
For instance, by engineering genes for an ATP-dependent citrate lyase into Geobacter sulfurreducens,
the microorganism is able to �x CO 2 through a reverse TCA cycle using an electrode as electron
donor [ 216]. A genetically engineered S. oneidensiswith heterologous Ehrlich pathway genes was
shown to produce isobutanol by supplying electricity [ 217]. It has been demonstrated that S. oneidensis
can use electrons supplied by an electrode to reduce O2. This study also showed that the cathodic
reaction can reduce NAD + via proton-pumping NADH oxidase complex I [ 218]. With addition of
a light-driven proton pump (proteorhodopsin) in the S. oneidensisto generate proton-motive force,
the electron transferred from cathode to quinone pool can be used to reduce NAD + to NADH by native
NADH dehydrogenases. This was demonstrated by the reduction of acetoin to 2,3-butanediol via a
heterologous butanediol dehydrogenase (Bdh) which is a NADH-dependent enzyme [219].

��

 

Figure 6. Conceptual model of the bidirectional EET pathways in S. oneidensisMR-1. The solid arrows
indicate the veri�ed electron �ow path, and the dashed arrows indicate the possible electron �ow.
The blue arrows indicate the outward EET pathway, the red arrows indicate the inward EET pathway,
and the green arrows indicate the H + �ow pathway. ( a) The outward EET toward extracellular acceptors
utilizes the metal-reducing (Mtr) pathway. ( b) The inward EET toward intracellular terminal reductase
involves MtrCBA complex, periplasmic FccA, and inner membrane CymA. The cycle of oxidation (Ox)
and reduction (Red) states of self-secreted �avins mediated both outward and inward EET. DMSO,
dimethyl sulphoxide; Omc, outer-membrane cytochrome. Reprinted with the permission from ref [ 220].
Copyright (2020), Taylor & Francis.

6.2.2. Whole-Cell Based Semi-Arti�cial Photosynthesis

Semi-arti�cial photosynthesis has attracted great attention for harvesting solar energy for
electricity or chemical generation [ 5]. Instead of isolated photosynthetic proteins (e.g., PSII),
photosynthetic microorganisms such as algae [221], cyanobacteria [222–225] and purple bacteria [ 226],
or extracted organelles such as thylakoids [227] have been studied for biophotoelectrochemical
systems. The development of 3D structured electrodes increased the loading capacity which enhances
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photocurrents [ 228]. However, low EET rates still limit the e � ciency of these photoelectrodes. It has
been shown that redox polymers can improve electron transfer kinetics between microorganisms
and electrode [221,226]. Furthermore improvement in EET kinetics and new electrode designs for
accommodating microorganisms are required to boost the performance of photoelectrochemical devices
that are based on photosynthetic microorganisms [111].

An emerging direction in the semi-arti�cial photosynthesis is to interface synthetic light-harvesting
materials with non-photosynthetic microorganisms for value-added chemicals [229,230]. As a model
microorganism, S. oneidensishas been widely studied for integration with arti�cial light-harvesting
materials for solar-driven microbial synthesis. The transmembrane cytochrome MtrCAB, helped by
OmcA located on the outside of the membrane, are known to transfer electrons between the interior
of the cell and extracellular materials (Figure 6) [ 231,232]. In the presence of a sacri�cial electron
donor, MtrC and OmcA can be photoreduced by water-soluble photosensitisers including eosin Y,
�uorescein, pro�avine, �avin, and adenine dinucleotide, ribo�avin and �avin mononucleotide [ 233].
In an in vitro approach, it was showed that dye-sensitised TiO 2 nanoparticles can photoreduce MtrC or
OmcA, either in solution or one an electrode surface [ 233–235] and it might be possible to extend this
process to reductive photosynthesis in S. oneidensis[236]. To provide a proof-of-concept, we recently
reconstituted MtrCAB into proteoliposomes encapsulating a redox dye, Reactive Red 120 (RR120),
which can be reductively bleached. Using light-harvesting nanoparticles including dye-sensitised TiO 2

nanoparticles, amorphous carbon dots and nitrogen doped graphitic carbon dots, we observed RR120
reductive decomposition inside the lumen of the MtrCAB proteoliposomes, con�rming that electrons
were transferred from the nanoparticles via transmembrane MtrCAB complex into the liposome
lumen [ 237]. These results show that the rational design of light-harvesting nanoparticles and protein
hybrids can lead to the development of semi-arti�cial photosynthetic systems for solar fuels synthesis.

7. Conclusions

Membrane proteins play an important role for biofuel conversion and photosynthesis, and the
catalytic and electron transfer ability of the membrane proteins makes them attractive for applications
in bioelectrocatalysis. Recent developments in bioelectrochemistry have provided the means to
control and improve electron transfer rate between immobilised proteins and electrodes, stabilising the
activity of immobilised enzymes. High surface areas of so-called 3D electrodes are able to increase
the protein loading, which is desired for bioelectrocatalysis. Despite these enhanced performances,
there is still the need to further optimise this technology for practical use in bioelectrocatalysis devices,
especially for membrane enzymes. Combining several immobilisation strategies would provide
possible solutions. Advances in characterisation techniques enable detailed characterisation of the
structure of the electrode, the electron transfer process, catalytic activity and protein structure, which
in turn provides an in-depth understanding of the catalytic reaction mechanism, aiding the rational
design of the electrode interface for bioelectrocatalysis. Membrane proteins are known to be di � cult to
study and manipulate due to their amphiphilic nature. Preserving their stability and functionality is
crucial for successful application of this technology. Recently developed redox polymers and hybrid
vesicles, composed of lipids and block copolymers, are promising platforms to stabilise membrane
proteins on the electrode surface. Using exoeletrogenic microorganisms for electrosynthesis and
semi-arti�cial photosynthesis is an encouraging research direction, which will simplify time and
cost related with protein puri�cation processes. The ability of microorganisms to regenerate and
self-replicate (at an energy cost), also removes the need to stabilise the biocatalyst. With synthetic
biology, the microorganisms can be further engineered for diverse biofuel and chemical synthesis.
However, the extracellular electron transfer kinetics might still be limiting the e � ciency of the whole-cell
based systems, especially when organisms are used that have not been optimised by evolution for
extracellular electron transfer.
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The overpotential in bioelectrocatalysis has two components: (1) thermodynamics; the di � erence in
the formal potential between the substrate and the electron-donating site, and (2) kinetics; slow kinetics
in the heterogeneous electron transfer (Figure 1). There is no way to avoid the problem concerning the
�rst issue as long as one utilizes natural enzymes. Slow kinetics in heterogeneous electron transfer is
compensated by the so-called overpotential of the electrode in the DET-type reaction and by the large
driving force (that is, increased di � erence in the formal potential) between the enzyme and mediator.
In this review, we will describe several techniques for improving the performance of enzymatic
bioelectrocatalytic systems and summarize recent studies on their applications.

2. Tuning of Nanostructured Electrodes and Protein-Engineering of Redox Enzymes

2.1. Electrode Nanomaterials

In DET-type and enzyme /mediator-immobilized MET-type bioelectrocatalysis, immobilization of
as many amounts of enzymes and mediators as possible on the electrode surface is, in principle, able to
increase the current density of bioelectrocatalytic systems. Therefore, nanostructured electrodes with
a large ratio of the e� ective surface area against the projective surface area are useful and frequently
utilized for bioelectrocatalytic systems. In addition, it is suggested that the heterogeneous electron
transfer kinetics at the top edge of the microstructures of these electrodes is accelerated by the electric
�eld strengthened by the expansion of the electric double layer [ 56] and the charge accumulation as
expected by the Poisson equation [4]. This e� ect is very useful to decrease the overpotential due to the
heterogeneous electron transfer in the DET-type reaction.

Electrode nanomaterials utilized in bioelectrocatalysis are roughly divided into two classes:
carbon and metal. Carbon nanomaterials, such as carbon nanotubes [57–59], carbon blacks [60],
carbon cryogels [61,62], and MgO-templated carbons [43,63,64], have properties to physically adsorb
a large amount of enzymes and mediators at hydrophobic sites and are generally used as platforms
favorable for bioelectrocatalysis. On the other hand, nanoporous gold constructed by anodization [ 27,65–67]
or dealloying [ 68–70] and metallic nanoparticles of gold [ 57,71–78], silver [ 79–81], platinum [ 29–31],
titanium oxide (TiO 2) [80,81], iron oxide (Fe2O3) [82,83], and indium tin oxide (ITO) [ 84] are also widely
used. Compared to carbon nanomaterials, the pore and particle sizes of metallic nanomaterials can
be easily controlled according to several manufacturing methods. In addition, conductive supports,
such as polymer hydrogels, act as nanostructured electrodes [85].

Furthermore, nanostructured electrodes exert another positive effect on DET-type bioelectrocatalysis
from the viewpoint of the enzyme's orientation. The limited catalytic current density ( jcat) in DET-type
reactions is expressed by Equation (5):

jcat = � nEFkc,DETGE,e� , (5)

where F is the Faraday constant, kc,DET is the catalytic constant in DET-type bioelectrocatalysis
(with kc,DET = (nS/ nE)kc,DET(1) , kc,DET(1) being the catalytic constant for single turnover of the enzyme),
and GE,e� is the surface concentration of the e� ective enzyme. Here, “e� ective” means being able to
electrochemically communicate with electrodes. In other words, enzymes of which the electrode-active
sites face away from the electrode are not included because the long-range electron transfer kinetic
constant (k� ) exponentially decreases with an increase in the distance between the electrode surface
and the electrode-active site in an enzyme (d) [86–88], as described by Equation (6):

k� = k�
max exp(� � d), (6)

where k �
max is the rate constant at the closest approach (d= dmin ) and � is the decay coe� cient.

Based on the random orientation model in which enzymes are assumed to be randomly oriented
on electrodes [32,89,90], the enzymes can penetrate into nanostructured electrodes with mesopores,
and the mesoporous electrodes can adsorb a large amount of enzymes suitable for DET-type reactions
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Downsizing e � ects were also investigated in FDH. Heme 1cof FDH is suggested to be uninvolved in
the DET-type reaction, and the downsized FDH without the heme 1 cregion (D1c_FDH) showed a larger
DET-type bioelectrocatalytic current density than the recombinant native FDH (r_FDH) [104,106].
In addition, a further downsized FDH without the heme 1 c and 2c regions (D1c2c_FDH) also
showed DET-type bioelectrocatalytic activity with reduced overpotential due to direct electrical
communication between an electrode and heme 3c with the most negative formal potential [ 104,107].
However, whereas GE,e� was suggested to be increased,jcat of D1c2c_FDH was as large as that of
r_FDH (smaller than that of D1c_FDH), which seemed to be ascribed to a decrease in enzymatic activity
(� kc,DET) of D1c2c_FDH by excessive deletion [104,107]. Thus, it is important to avoid conformational
changes due to deletion and retain enzymatic activity as high as possible. Furthermore, a double
mutant of downsizing and the potential shift (M450Q D1c_FDH) accomplished both an increase in jcat

and an overpotential reduction [104,108,109].

2.2.3. Surface Amino Acid Mutation

It is desirable to tightly immobilize enzymes on electrodes in both DET- and MET-type bioelectrocatalytic
reactions. Cross-linkers such as glutaraldehyde [110], carbodiimide [ 29], and maleimide [ 71] are often
used for the covalent immobilization of enzymes [ 111]. The mutation of amino acid residue(s) located
on the enzyme surface also enhances the cross-coupling reactions and can control the orientation of the
enzyme on a suitable electrode surface. For example, cysteine introduction onto the enzyme surface
close to the electrode-active site can increase the enzyme orientations suitable for DET-type reactions at
thiol- and maleimide-functionalized electrodes by forming (di)sul�de bonds. Holland et al. reported
DET-type bioelectrocatalysis of cysteine-introduced GOD conjugated with maleimide-modi�ed gold
nanoparticles on a gold electrode [71]. In addition, Ferapontova et al. revealed that cysteine mutation
of HRP was e� ective for its orientation on gold electrodes to improve DET-type bioelectrocatalytic
properties [112].

2.2.4. Fusion Protein

DET-type bioelectrocatalysis is sometimes achieved by introducing an electrode-active domain
into a native enzyme. Cellobiose dehydrogenase (CDH) is often used as a model of DET-type
fusion enzymes. CDH has two domains: a larger catalytic dehydrogenase domain and a smaller
electrode-active cytochrome domain. The domains are linked by a �exible polypeptide [ 113]. The fused
cytochrome domain mediates the electron transfer from the catalytic domain to electrodes, such as
a “built-in mediator.” Utilizing the fusion protein-engineering methods, DET-type reactions by
FAD-GDH [ 114,115], pyrroloquinoline quinone (PQQ)-dependent GDH [ 116], and �avodoxin [ 117]
were reported.

3. Novel Bioelectrochemical System

Major applications in enzymatic bioelectrocatalysis are biosensors and biofuel cells. Biosensors are
utilized as analytical devices for food analyses and clinical diagnoses [ 6–14], and biofuel cells
are ecofriendly energy conversion devices in which the chemical energy of fuels is electrically
extracted [11,15–21]. The characteristics, properties, and progress of these devices were previously
summarized in the corresponding reviews cited above. Recently, in addition, novel methods for
bioelectrocatalytic applications are reported as described below.

3.1. Biosupercapacitor

Biosupercapacitors are self-powered energy storage devices using bioelectrocatalysis to charge
capacitors [22]. In the biosupercapacitor, electric power is generated by a biocathode and /or a bioanode.
The fundamental di � erence between biosupercapacitors and biofuel cells is the separation of the output
of the current and bioelectrocatalytic reaction. Expressed as an equivalent circuit, a biosupercapacitor is
a biofuel cell and a capacitor connected in parallel. Regardless of the connection to the external circuit,
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the bioelectrocatalytic reaction injects the electrons into the supercapacitor. When the external circuit
requires the current, the biosupercapacitor provides the current. An advantage of biosupercapacitors
is that a large current can �ow even if the kinetics of the bioelectrocatalysis is inadequate. Additionally,
biosupercapacitors are compatible with the self-powered biosensors [118,119].

The supercapacitor is classi�ed into two types: the electrical double layer capacitor (EDLC) and
the electrochemical pseudocapacitor (EPC). EDLC is the electrode with a large surface area, the electric
charge is accumulated in the electrical double layer at the interface between the electrode and the
electrolyte solution. EPC is constructed with the electrode and the reversible electrode-active redox
species. The externally applied voltage shifts the electrode potential at the anode and a cathode in the
negative and positive directions, respectively, as expressed in the Nernst equation.

Generally, redox-active species are immobilized at the electrode surface. Since an electrochemical
capacitor contains two electrodes and an electrolyte solution, electrochemical capacitors are also
classi�ed into three types: EDLC-EDLC, EPC-EPC, and EDLC-EPC [120]. Therefore, biosupercapacitors
are basically classi�ed into the three types. The EDLC is compatible with DET-type bioelectrocatalysis
and MET-type bioelectrocatalysis is adapted to the EPC. In order to avoid the mixing of mediators,
EPCs in the biosupercapacitor are frequently employed redox polymers as mediators to immobilize at
the electrode surface.

Electrochemically inactive porous electrodes in an electrolyte solution work as the EDLC.
Additionally, DET-type bioelectrocatalytic activity is required for the EDLC-type biosupercapacitor.
The reported materials suitable for the EDLC and the bioelectrode are carbon nanotubes [ 121–123],
porous gold [ 124], gold nanoparticles [ 125], and indium tin oxide nanoparticles [ 126]. Porous electrodes
often show high activity for DET-type bioelectrocatalysis. Therefore, it is considered that the
investigation of bioelectrodes for DET-type biofuel cells will be directly useful for the biosupercapacitor.

The separation of oxidant and reductant is important in EPCs, since the mixing of the two
species causes the cross-reaction discharge. Therefore, in the case of biosupercapacitors using the
MET-type bioelectrocatalysis, careful attention is required to head o � the out�ow of mediators.
As mentioned above, redox polymers are employed as mediators in biosupercapacitors [ 42,127–129].
The immobilization of redox-active proteins at the electrode surface has been investigated for the
improvement of the capacitance of EPC-type biosupercapacitors [130,131].

3.2. Bioelectrosynthesis

Bioelectrosynthesis is a coined term for the generation of renewable energy resources and useful organic
compounds [132]. Particularly, stereoselective enzymatic bioelectrocatalysis is desirable for pharmaceutical
use because pharmaceutical precursors are required to havehigh enantiomeric purity [133,134].

Some useful compounds are reduced forms of redox couples, and reductive conversion is often the
opposite reaction in metabolisms in vivo . In bioelectrocatalysis, on the other hand, several enzymes can
proceed bidirectional electroenzymatic reactions (both the oxidation and reduction of substrate redox
couples), in which the driving forces are reversed depending on pH. For example, H 2ase[135,136],
formate dehydrogenase (FoDH) [75,136–139], carbon monoxide dehydrogenase (CODH) [ 136],
diaphorase (DI) [ 136,140], ferredoxine-NADP + reductase (FNR) [28], and some NAD(P) + -dependent
dehydrogenases [28,140–143] show bidirectional bioelectrocatalytic activities. The characteristic of
these enzymes is that the formal potentials of the substrate redox couples and the cofactors in the
enzymes are relatively close to each other, and thus, the small uphill intramolecular electron transfer
proceeds in acceptable velocity [34]. Bidirectional bioelectrocatalysis is a key reaction for constructing
bioelectrochemical energy/compound conversion systems.

There are mainly two types of bioelectrosynthetic systems: a fuel-cell-type [ 142,144–149] and an
electrolysis-type [28,53,141,143,150–154]. The former realizes a spontaneous production of compounds
without any external power supplies, whereas the latter proceeds relatively rapid reactions due to
an optimally controlled electrode potential to realize di � usion-controlled conditions. We will show
examples of bioelectrosyntheses in the following sections.
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3.2.1. Dihydrogen Production

Dihydrogen (H 2) is a typical clean energy source that emits no harmful products in combustion.
H2ase, a common anodic bioelectrocatalyst for H2 oxidation, can also catalyze proton (H + )
reduction [ 135,136]. The reversible reaction is biased to favor H 2 oxidation, and it is di � cult to
realize a large cathodic current density of H + reduction in DET-type systems. H + reduction with
a large current density was achieved in a H 2ase MET-type system using a viologen polymer as a redox
mediator [ 53]. On the other hand, a dual DET-type bioelectrocatalytic water–gas shift reaction using
CODH and H 2ase (H2O + CO ! H2 + CO2) was reported [ 146]. The system requires no external
power supplies.

3.2.2. Formate Production

Formate/formic acid (HCOO � /HCOOH) is a liquid energy resource with a high energy density due
to its property of being completely oxidized to CO 2. FoDH interconverts HCOO � and CO2 both in DET-
and MET-type systems [75,136–139]. Sakai et al. reported e� cient bioelectrocatalytic CO2 reduction
using FoDH from Methylobacterium extorquensAM1 and a synthesized redox mediator with the low
formal potential on a gas-di � usion electrode [150]. In addition, spontaneous interconversion between
HCOO � and H 2 without any external power supplies was achieved by coupling two bioelectrocatalyses
by FoDH and H 2ase (H2 + CO2 ! HCOO � + H+ ) [147]. The direction of the reaction is controlled by
pH- and concentration-dependent equilibrium potentials of the 2H + /H2 and CO2/HCOO � couples.

3.2.3. Ammonia Production

Ammonia (NH 3) is an industrially bene�cial compound used as a chemical raw material, fuel,
hydrogen storage, and so on [155,156]. Nitrogenase (N 2ase) is an enzyme that catalyzes a nitrogen
�xation from dinitrogen (N 2) to NH 3 using adenosine triphosphate (ATP) hydrolysis energy in
microorganisms under an anaerobic condition [ 155,156]. Particularly, molybdenum-dependent N 2ase,
which comprises a catalytic MoFe protein and a homodimeric MgATP-binding Fe protein, has been
mainly investigated in view of bioelectrocatalysis [ 156,157]. N 2ase reduces not only N2 but also nitrite
(NO2

� ) and azide (N 3
� ) to NH 3 on electrodes, and the MoFe protein disassociated with the Fe protein

shows the DET-type bioelectrocatalytic activity without ATP [ 154]. Furthermore, ATP-independent NH 3

bioelectrosynthesis was improved in the MET-type system using N 2ase and a cobaltocene-functionalized
polymeric mediator [ 51]. On the other hand, Milton et al. reported a NH 3-producing H 2/N2 biofuel cell
using MET-type reactions of N 2ase and H2ase [148]. If the fatal weakness of N 2ase, a lack of oxygen
tolerance, is improved, N 2ase will be expected to have further industrial applications.

3.2.4. NAD(P)+ -Dependent Bioelectrosynthesis

Nicotinamide coenzymes (NAD(P) + /NAD(P)H) play essential roles in the function of many
NAD(P) + -dependent dehydrogenases, but the dehydrogenases need suitable redox mediators in
single-step enzymatic bioelectrocatalysis because the NAD(P)+ /NAD(P)H interconversion requires
high overpotentials at conventional electrodes due to its hydride ion-transfer-type characteristics
that are completely di � erent from two-step single-electron transfer-type electrode reactions. On the
other hand, the introduction of dipaphorase (DI) and FNR, which are bioelectrocatalysts for the
interconversion of the NAD + /NADH and NADP + /NADPH redox couples, respectively, can realize
various NAD(P) + -dependent bioelectrocatalyses with relatively low overpotentials [28,140].

The bienzymatic MET-type system of NAD + -dependent dehydrogenase and DI is kinetically
and thermodynamically investigated and often applied to biosensors [ 40,140,158,159]. In addition,
the coulometric electrooxidation of organic substances was achieved in the same multienzymatic
system mimicking the tricarboxylic acid cycle [ 151]. On the other hand, reductive production of
chiral compounds is useful in many cases. Minteer's group reported various NAD + -dependent
multienzymatic cascade reactions for generating chiral compounds, as shown in Figure 5 [ 149,152,153].
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oxidoreductases can be placed deep within the enzymes, the rate of electron transfer between the redox
centre and the electrode can be restricted and only a limited number of redox enzymes can undergo
direct electron transfer (DET) [ 32]. Direct electron transfer relies on the appropriate orientation of an
enzyme on the electrode surface, the location of the active site within the enzyme and the distance
between the redox centre and the electrode. E� cient rates of electron transfer require that the redox
active site in the enzyme be close to the surface of the electrode, with the appropriate orientation of
the enzyme on the electrode. When the redox site is inaccessible, mediators can be used as electron
shuttles between the electrode and the active site of enzymes (Figure 1a) [33,34].
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Figure 1. Schematic diagram of (a) mediated and (b) direct electron transfer between an enzyme and
an electrode.

2.1. Mediated Electron Transfer

The redox properties of the mediator and of the enzymes need to match in order to have an
e� cient rate of electron transfer. The reduction potential of the mediator (E

�
mediator ) should be more

positive than the redox potential of the prosthetic group of the enzyme (E
�
enzyme) for oxidation to

occur, while for reduction, E
�
mediator should be more negative than E

�
enzyme. The mediator should

undergo fast electron transfer both at the surface of the electrode and with the active site of the
enzyme [34,35]. Properties such as mediator stability, selectivity and the electrochemical reversibility
of the redox couple also need to be considered [33]. Approximately 90% of oxidoreductases utilised
nicotinamide coenzymes to catalyse reactions. For example, alcohol dehydrogenase (ADH) uses the
cofactor nicotinamide adenine dinucleotide (NAD + ) to catalyse the oxidation of substrates such as
cyclohexanol [36], primary and secondary alcohols [ 37] and methionine [ 38]. Due to the high cost of
NAD(P) + , it is important to use an e � cient regeneration system. The direct regeneration of nicotinamide
coenzymes at unmodi�ed electrode surfaces requires the use of high overpotentials that can result in
the formation of dimers of NAD(P) + that are enzymatically inactive. Mediators such as methylene
green, methylene blue [39–42], 2,2-azino-bis-(3-ethyl-benzo-thiazoline-6-sulfonic acid (ABTS) [43],
naphthoquinone [ 44], ferrocenes [45,46], and viologens [ 47] are widely used to regenerate NAD + ,
etc. For example; an indirect NAD(P) + regeneration system utilised ABTS to oxidise alcohols with a
turnover of 1200 h � 1 [48]. A number of enzymes such as dihydrolipoamide dehydrogenase (DLD),
ferredoxin-NADP + reductase (FNR) have been used to regenerate NAD [49–51]. Chen et al. used
reduced methyl viologen (MV � + ) and diaphorase for e� ective NADH regeneration in the production
of NH 3 and for asymmetric amination [ 52]. The mediated electrochemical regeneration of NADH
through methyl viologen was also used in the enzymatic reduction of ketones [ 53]. Badalyan et al.
used the negatively charged viologen derivative [(SPr) 2V� ]¯ as an e� ective mediator for nitrogenase
electrocatalysis [54]. Tosstor� et al. used three di� erent mediators, cobalt sepulchrate, safranin T, and
[Cp*Rh(bpy)(H 2O)]2+ in an NADH regeneration system that was combined with old yellow enzyme
for the asymmetric reduction of C =C [55].
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Redox polymers are used to wire enzymes and also act as an immobilisation matrix facilitating
electron transfer between the electrode and enzyme by transferring electrons within the polymer
matrix. Redox polymers possess a polymeric backbone with attached redox mediators [ 56,57]. Early
reports focused on redox polymers based on osmium complexes with polymer backbones comprised
of poly(vinyl imidazole)s and poly(vinyl pyridine)s [ 58,59]. A range of other redox polymers based
on poly(vinylalcohol), poly(vinyl imidazole), poly(vinyl pyridine) and poly(ethylenimine) modi�ed
with redox species such as ferrocene [60], cobaltocene [61], viologen [ 62] and quinone [ 44] have been
described. For example, Alkotaini et al. used a redox polymer N-benzyl-N 0-propyl-4,4 0-bipyridinium-
modi�ed linear polyethylenimine benzylpropylviologen (BPV-LPEI) and diaphorase for e � ective
cofactor regeneration for the bioelectrosynthesis of the bioplastic, polyhydroxybutyrate (PHB) [ 62].
Szczesny et al. used a viologen-modi�ed redox polymer for the electrical wiring of W-dependent
formate dehydrogenase to reduce CO2 gas to formate [63], whereas Yuan et al. described the
electrochemical regeneration of NADH using a cobaltocene-modi�ed poly(allylamine) redox polymer
and diaphorase. The system produced 1,4-NADH with high yields close to 100% and turnover
frequencies between 2091 and 3680 h� 1 at di � erent temperatures. The system was coupled with ADH
to produce methanol and propanol (Figure 2) [57].
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Figure 2. A schematic of the designed system for the electrochemical regeneration of NADH [57].

2.2. Direct Electron Transfer

Direct electron transfer has a signi�cant advantage in comparison to mediated electron transfer [ 64]
as the use of mediators can cause voltage losses stemming from the di� erence between the redox
potentials of the enzyme and the mediator. In addition, the development and miniaturization of biofuel
cells can be easier as no membrane or compartment is required [51,64,65]. Some oxidoreductases,
such as multi copper oxidases, can undergo direct electron transfer with the electrode. In direct electron
transfer, the distance (d) between the electrode and cofactor plays a key role in the rate of electron
transfer. In an electron transfer reaction, the heterogeneous rate constant k� depends on the distance
between the mediator and the electrode, (Equation (1)) [66,67]:

k� = k�
maximum exp(� � d) (1)

where � is the decay coe� cient, d is the distance between the redox centre of the enzyme and the
electrode and k�

maximum is the rate constant at the closest approach. The orientation of enzymes
on the electrode surface can a� ect d so it is crucial that enzymes have the optimal orientation on
the surface for direct electron transfer [ 67]. In general, the distance should be less than 2 nm.
At longer distances, the rate of electron transfer between the electrode and cofactor is too low [ 35].
DET studies of multi-copper oxidases such as laccase, cellobiose dehydrogenase and pyrroloquinoline
quinone-dependent glucose dehydrogenases have been widely reported [34]. Interprotein electron
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transfer occurs readily in multi-copper oxidases, minimizing the distance for electron transfer and
increasing the rate of electron transfer [68]. For example; the copper T1 site is the primary electron
acceptor site and then transfers electrons via an intermolecular mechanism to other copper sites,
where O2 is reduced [69]. The greatest challenge in direct electron transfer is to enable electrical
communication between the electrode and enzyme. Some methods of enzyme immobilisation can
improve DET [ 35]. For example, Lee et al. used a gold-binding peptide (GBP) to bind glucose
dehydrogenase which facilitates enzyme orientation on the surface of the gold electrode, decreasing
the distance between �avin adenine dinucleotide (FAD) and the electrode surface [ 70]. Cross-linked
hydrogels can be used for enzyme immobilisation on the surface of an electrode. Liu et al. used
an agarose hydrogel to immobilise haemoglobin, myoglobin and horseradish peroxidase on the
electrode surface whereby the proteins could undergo direct electron transfer [ 71]. Kuk et al. reported
the electroenzymatic reduction of CO 2 using NADH-free formate dehydrogenase immobilised on a
conductive polyaniline hydrogel. The hydrogel ampli�ed the electron transfer between the electrode
and enzyme and moreover, it increased enzyme loading [ 72]. Hickey et al. reported successful direct
electron transfer between enzymes (laccase and nitrogenase) and an electrode using carbon electrodes
modi�ed with multi-walled carbon nanotubes and poly(ethylenimine) attached to pyrene moieties.
The system was used for the catalytic reduction of O 2 and the production of NH 3 from N 2 [73]. Much of
the work on the direct electron transfer of redox enzymes has focused on biosensors and biofuel cells
as DET o� ers a number of advantages. DET enables the use of reagentless biosensors, an important
advantage for such devices [74] while with biofuel cells, the absence of a mediator reduces voltage
losses arising from di � erences in the redox potentials of the mediator and the redox enzyme.

3. Immobilisation Strategies

There are �ve general methods of immobilising enzymes; physical adsorption, covalent binding,
immobilisation via ionic interactions, cross linking and entrapment in a polymeric gel or capsule [ 75].
Physical adsorption is the easiest method of immobilisation [ 33,34]. Sakai et al. used a glassy carbon
electrode modi�ed with 4-mercaptopyridine and gold nanoparticles to adsorb formate dehydrogenase
for the oxidation of HCOO � oxidation and the reduction of CO 2 [76]. However, due to weak interactions,
physisorbed enzymes can leach from the electrode surface. Covalent binding onto electrode surfaces
provides very stable enzyme immobilisation [ 75,77]. The most commonly used electrodes in this
method are gold and carbon electrodes [34]. The immobilisation of bilirubin oxidases on nanoporous
gold electrodes was performed by attaching -COOH via diazonium surface coupling to the electrode
surface which was then used for the covalent coupling of bilirubin oxidases [ 78]. Immobilisation via
ionic interactions is commonly used and is dependent on parameters such as pH and the concentration
of salt [75]. The crosslinking of enzymes occurs via a bifunctional agent such as glutaraldehyde which
results in enzyme aggregation, with the enzymes acting as their own carrier [ 75]. Encapsulation
techniques entail the entrapment of enzymes in the pores of polymers, hydrogels and sol–gels. Polymers
are crossed linked in the presence of enzymes, encapsulating the enzymes in the polymers [34,79].
Redox polymers (Section 2.1) were widely used for the immobilisation of enzymes, with immobilisation
occurring via electrostatic interactions, cross linking or /and encapsulation. These polymers are used
for the construction of cathodes and anodes in biofuel cells as they enable the successful electrical
connection of enzymes, providing a stable means of attachment and can be miniaturized [ 80,81].
On account of these advantages, redox polymers are successfully and widely used for the construction
of biofuel cells [ 82], biosensors [83], biosupercapacitors [84] and bioelectrosynthesis [85]. As an example
of a biocatalytic system, Alsaoub et al. constructed a biosupercapacitor using an Os complex modi�ed
polymer to immobilize glucose oxidase and �avin adenine dinucleotide (FAD)-dependent glucose
dehydrogenase at the anode and bilirubin oxidase at the cathode [86].

4. Biocatalytic Reactors

Biocatalytic reactors consist of one of two types of reactor, batch and �ow reactors [87,88].
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4.1. Batch Reactors

Batch reactors are simple and �exible in terms of manufacture. They can vary in size from
small (mL) to large (m 3). Immobilised enzymes can be recovered and reused in batch reactors,
while additional amounts of enzyme can be added if required [ 87,89]. Markle et al. developed a batch
reactor in which deracemization, stereoinversion and the asymmetric synthesis of l-leucine were carried
out by combining enzymatic oxidation using d-amino acid oxidase with an electrochemical reduction
step [90]. Mazurenko et al. used membrane-bound (S)-mandelate dehydrogenase encapsulated in
silica �lm on an electrode surface to prepare phenylglyoxylic acid from an (S)-mandelic acid in a batch
reactor [91]. Ali et al. developed an electrochemical batch reactor for the regeneration of 1,4-NADH
via platinum and nickel nano-particles deposited on the electrode surface [ 92]. While batch systems
are in widespread use in industrial applications, the development of �ow reactors has been the subject
of signi�cant research as outlined below [93].

4.2. Flow Reactors

The use of �ow can increase rates of mass transfer with subsequent increases in the rates of
reaction, decreasing the reaction time and making it feasible to perform reactions at a large-scale using
relatively small scale equipment [ 89]. Kundu et al. constructed a packed microreactor to investigate
the polymerization of polycaprolactone from " -caprolactone in batch and continuous �ow modes.
Polymerization in continuous �ow mode was faster than in batch mode and higher molecular mass
polymers were obtained in continuous �ow mode [ 94]. Using lipase, the time for the resolution of
(� )-1,2-propanediol decreased signi�cantly from 6 h (batch) to 7 min (�ow) [ 95]. Using enzymes
as a catalyst for the production of chemicals on a large scale is limited due to the requirement for
high concentrations of enzyme, a limitation that does not necessarily apply to �ow reactors [ 96].
For example, Cosgrove et al. used galactose oxidase to investigate the oxidation of lactose on a large
scale in batch and �ow systems. In the batch reactor rate of reaction of 0.74 mmol L � 1 h� 1 was reported,
a rate that increased 224-fold in the �ow reactor (167 mmol L � 1 h� 1). Moreover, the concentration of
enzyme decreased considerably from 2.5 mg mL� 1 (batch reactor) to 0.5 mg mL� 1 (�ow reactor) [ 96].
Flow reactors possess additional advantages over batch reactors such as better mixing and thermal
control, improved stability and life time [ 23,97]. A range of studies have described the use of �ow
reactors to prepare intermediates for the preparation of pharmaceutical drugs [ 98], agrochemicals
such as �uorinated and chlorinated organic compounds [ 99] and electronic materials such as iron
silicide–carbon nanotubes used in Li-ion batteries [ 100,101]. A �ow reactor is based on the principle of
using a pump to pump the substrate into a reactor where a product is formed and is then pumped
out of the reactor. Pumps can be divided into two groups, continuous and semi-continuous systems.
Semi-continuous systems need to be re�lled while continuous �ow systems do not require re�lling.
Generally, reactors are fabricated from glass, polymers (e.g., polytetra�uoroethylene, poly�uoroacetate
and polyether ether ketone), stainless steel and metals [23,102].

In general, enzyme immobilisation brings about a number of bene�ts. Lower amounts of enzyme
are required, making the process more cost e� ective [103], while the removal of product from the reactor
is simple and easy. In addition, immobilised enzymes show high stability, selectivity in comparison
with free enzymes [ 23]. As described earlier, there are �ve general methods of immobilising enzymes.
A number of challenges can arise when enzymes are immobilised in a microreactor. The enzymes need
to be stable under conditions of �uid �ow. In addition, during the immobilisation process, clogging
and solid formation should be minimized [ 104]. Enzymes can be immobilised in �ow reactors in a
number of ways. Enzymes can be attached to beads, loaded into the reactor. This approach can result
in high enzyme loadings but requires high back pressures [ 105]. The enzyme can be immobilised on the
walls of reactors [89,106,107], attached to inorganic and polymeric monoliths in the channels [ 108–110]
immobilised on a membrane (a method that is outside the scope of this paper) [111–114].

In order to select the optimal conditions for the immobilisation of an enzyme, the support needs to
be selected. The type of support chosen will determine the immobilisation procedure [ 106]. The process
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of enzyme immobilisation should be cost-e � ective and technologically e� cient. Flow reactors can
be divided into three groups, packed-bed microreactors, monolithic microreactors and wall-coated
microreactors (Figure 3).
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Figure 3. A schematic of (a) packed-bed; (b) monolithic; and ( c) wall-coated microreactors.

4.2.1. Packed-Bed Reactors

Conventional packed-bed reactors su� er from disadvantages such as ine� cient heat and mass
transfer due to the use of large particles (mm in size) in the channels [ 97]. The diameter of the particles
should be less than 1/20th of the channel diameter in order to prevent channelling and ensure even �ow
solution. For microreactors, the diameters of the particles should be less than 50 nm [115]. Enzymes
can be immobilised on porous beads, streptavidin-coated magnetic microbeads, porous resins or
various hydrogels. Oglio et al. designed a pack-bed �ow reactor using immobilised ketoreductase
and glucose dehydrogenase on aldehyde agarose for di� erent ketones reduction. Both enzymes
showed good stability in DMSO and the system was used continuously for a number of weeks [ 116].
A packed bed bioreactor with high selectivity for the continuous production of a range of chiral alcohols
was prepared by immobilising alcohol dehydrogenase fused with HaloTag TM on a resin containing
sepharose beads [117]. A cascade reaction for the synthesis of (1S,2S)-1-phenylpropane-1,2-diol using
a packed bed reactor containing immobilised fusion alcohol dehydrogenase and benzoylformate
decarboxylase was described [118]. Peschke et al. immobilised (R)-stereoselective ketoreductase
LbADH (alcohol dehydrogenase from Lactobacillus brevis) and glucose dehydrogenase (GDH) on
magnetic beads for the preparation of (R)-alcohols. Glucose dehydrogenase was used to recycle the
cofactor. The packed-bed reactor operated continuously for four days [ 119]. However, using beads in
the reactors has disadvantages such as the need for high backpressures to achieve adequate �ow rates.
Moreover, it is di � cult to control a multiphase �ow inside the microreactor [120].

4.2.2. Monolithic Reactors

To address the disadvantages of packed-bed microreactors, monolithic microreactors have
been prepared [93,121]. Monolithic reactors include a network of micro- or mesoporous materials
that can be divided into two groups: inorganic monoliths (such as silica-based monoliths [ 122]) and
polymeric monoliths (such as acrylamide copolymers [ 123] and glycidyl methacrylate copolymers [ 124]).
The porosity of monolithic microreactors enables rapid rates of mass transfer with high �ow rates
possible at low pressures, resulting in improved performance when compared to conventional packed
beds [93]. Biggelaar et al. immobilised ! -transaminases on silica monoliths for the enantioselective
transamination reaction [ 125]. Szymańska et al. developed a silica monolithic �ow reactor for the
esteri�cation of a primary diol by immobilising acyltransferase on silica monoliths [ 126]. Sandig et al.
used novel hybrid monolith materials (monolithic polyurethane matrix containing cellulose beads)
for the immobilisation of lipase. The use of the continuous �ow resulted in an e � cient reactor with a
high turnover number of 5.1 � 106 [127]. Logan et al. immobilized three enzymes (invertase, glucose
oxidase, and horseradish peroxidase) on polymer monoliths in di � erent regions of a micro�uidic
device [128]. Qiao et al. prepared a monolithic and a wall-coated reactor, using L-asparaginase
immobilised on poly(GMA- co-EDMA). A lower value of K M was obtained with the monolith reactor
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(3.8 � M) in comparison to the wall-coated microreactor (7.7 � M) with a lower value for V max also
reported (106.2 vs. 157� Mmin � 1, respectively), indicating that at a lower substrate concentration,
a higher reaction rate was achieved in a monolithic reactor. The monolithic reactor showed a better
a� nity between substrate and enzyme than wall-coated reactors [129].

4.2.3. Wall-Coated Reactors

In wall-coated microreactors, the mass transfer resistance was decreased and �uid �ow through the
channel can occur without di � culties such as pressure drop and channel blocking. Fluid dynamics as
well as heat transfer can be controlled more easily than in other microreactors [ 130]. A disadvantage of
wall-coated microreactors is that lower enzyme loadings occur in comparison with other microreactors.
In order to increase enzyme loadings, di � erent strategies can be used, including the deposition of
nanostructured materials such as gold nanoparticles [ 107], nanosprings [131], graphene oxide [132]
and dopamine [ 133,134] on the wall as well as using multiple layers immobilised with enzymes
attached to the surface of the wall [ 106,135,136]. For example, Valikhani et al. constructed a wall-coated
microreactor with the use of silica nanosprings, comprised of helical silicon dioxide (SiO 2) structures
grown via a chemical deposition process. The nanosprings were attached on to the channel wall and
used to immobilise sucrose phosphorylase. In comparison with the unmodi�ed surface, the loading of
enzyme was signi�cantly increased [ 137]. Bi et al. developed a wall-coated micro reactor in which
polyethyleneimine (PEI) and Candida Antarctica lipase B were alternatively absorbed. The loading of
the enzyme increased with the increasing number of layers, showing good stability and performance
for the synthesis of wax ester [138]. An interesting study was carried out by Britton et al. in which
enzymes were attached on the wall in speci�c separated zones. This type of reactor can be used
for multi-step reactions for the synthesis of products such as alpha-d-glucose1-phosphate [ 139].
For example, Valikhani et al. described the use of sucrose phosphorylase to attach enzymes on the
walls of glass microchannels for the synthesis of alpha-d-glucose1-phosphate [140].

4.3. Electrochemical Reactors

The coenzyme nicotinamide adenine dinucleotide is required as a co-substrate for over
300 dehydrogenases [141]. A number of studies have been carried out to use electrochemical
methods to regenerate the cofactor. Yoon et al. prepared an electrochemical laminar �ow microreactor
to regenerate NADH in the synthesis of chiral L-lactate from the achiral substrate pyruvate (Figure 4).
For this purpose, gold electrodes were deposited on the inside of a Y-shaped reactor, with two separate
streams, one with bu� er and the second with reagents (FAD, NAD + , enzymes and substrate), with the
�ow directed to the cathode. The reduced cofactor, FADH 2 was produced at the cathode and used for
the reduction of NAD + to NADH, resulting in a 41% yield of L-lactate (theoretical yield of 50%) [ 142].

��

Figure 4. Schematic diagram of a laminar Y-shaped microreactor used for the electrochemical
regeneration of NAD + using formate dehydrogenase (FDH) [142].

A �lter-press microreactor with semi-cylindrical channels on the electrode surface resulting in
high surface areas was used to electrochemically regenerate FADH2 (Figure 5) [143].
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Figure 5. A schematic of a �lter-press microreactor. Reprinted from [ 143] Copyright (2020),
with permission from John Wiley and Sons.

As electrochemical cofactor regeneration has, by de�nition, to occur at the surface of the electrode,
scaling up reactions is likely to cause di � usion limitations resulting in reduced rates of reaction [ 23].
This challenge can be addressed by using three-dimensional electrodes in continuous �ow reactors.
Kochius et al. designed a system for the e� cient electrochemical regeneration of NAD + , based on 3D
electrodes with a high working surface area 24 m 2. The anode, comprised of a packed bed of glassy
carbon particles, was surrounded by two cathodes (titanium net) (Figure 6). The oxidation of NADH
was carried out using ABTS as a mediator, with turnover numbers of 1860 and 93 h � 1 for the mediator
and the cofactor, respectively, rates that were signi�cantly higher than previously reported. A space
time yield 1.4 g L � 1 h� 1 was achieved for the three-dimensional electrochemical reactor, a value higher
than that at a two-dimensional cell [48].
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Figure 6. Schematic diagram of the three-dimensional electrode [48].

Ruinatscha et al. fabricated a reactor with three-dimensional porous carbon electrodes with a
surface area to volume ratio of 19,685 m2m� 3 (Figure 7).

The reactor was used to produce FADH 2, which was then coupled with styrene monooxygenases
for the synthesis of styrene oxide. The rate of mass transfer increased in this system and FAD was
reduced at a rate of 93 mM h� 1 producing styrene oxide at a rate of 1.3 mM h � 1 [144]. Due to the bene�ts
of using microreactors for cofactor regeneration, the direct regeneration of NAD + was examined.
Rodr½guez-Hinestroza et al. designed an electrochemical �lter press microreactor for the direct anodic
regeneration of NAD + , via the horse-liver alcohol dehydrogenase-catalysed synthesis of � -alanine
(Figure 8). The platinum and gold electrodes used had 150 microchannels, with a high surface area

148



Catalysts2020, 10, 1232

of 250 cm� 2. NADH was directly oxidized at the gold electrode, with a 92% conversion of NADH
to NAD + . The produced NAD + was used for the enzymatic oxidation of carboxybenzyl- � -amino
propanol [145].
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Figure 7. Schematic diagram of system for a reactor for the regeneration of FAD. Reprinted from [ 144]
Copyright (2020), with permission from Elsevier.
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Figure 8. Schematic diagram of an electrochemical microreactor system and the electroenzymatic
oxidation of carboxybenzyl- � -amino propanol. Reprinted from [ 145]. Copyright (2020), with permission
from Elsevier.

Fisher et al. prepared a multichannel segmented �ow bioreactor in which the oxidoreductase
pentaerythritol tetranitrate reductase (PETNR) was regenerated electrochemically with the use of
methyl viologen as a mediator (Figure 9), replacing NADPH as cofactor. The use of methyl viologen
resulted in rates of substrate reduction that were 15–70% of those observed with NADPH [146].

Mazurenko et al. carried out mediated regeneration NAD + via poly(methylene green) in a
�ow reactor for the synthesis of D-fructose from D-sorbitol using D-sorbitol dehydrogenase [ 142].
Electrochemical methods can also be used to immobilise enzymes on the surface of electrodes for
subsequent use in a �ow reactor. For example; Xiao et al. designed a continuous �ow bioreactor based
on lipase immobilised by the electrochemical generation of a silica �lm nanoporous gold-modi�ed
glassy carbon electrodes (Figure 10a). In addition, � 1.1 V vs. Ag/AgCl was applied on the electrode
surface immersed in tetraethoxysilane and lipase solution. This triggered hydroxyl ion production
that caused tetraethoxysilane condensation on the electrode surface and lipase was entrapped into
silica structure.
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Figure 9. (a) Schematic diagram of a segmented �ow bioreactor system, ( b) 3D representation of
the bioreactor. Reprinted from [ 146] Copyright (2020), with permission from The Royal Society
of Chemistry.
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Figure 10. (a) Schematic diagram of the electrodeposition of a silica layer with entrapped enzyme on
an electrode and (b) an image of the continuous �ow reactor [107].

The modi�ed electrodes were inserted into the �ow reactor (Figure 10b) and used to prepare
p-nitrophenol from 4-nitrophenyl butyrate (4-NPB), with the full conversion of the substrate (0.075 mM
in 2 mL) after eight cycles [107].

5. Strategies for Improving Bioelectrocatalysts

5.1. High Surface Area Electrodes

One method of improving the rate of reaction in electrochemical bioreactors is to use electrodes
with high surface areas to enable high enzyme loadings and consequently higher current densities.
Electrodes can be designed with a range of three-dimensional (3D) architectures. Parameters such as
the method of enzyme immobilisation, the orientation of the enzyme on the support, the porosity of
the support, and di � usional limitations within the pores need to be taken into account [147].

Due to their ease of preparation, porous metal electrodes have been used for a range of
applications. For example, dealloyed nanoporous gold (NPG) can be prepared on the electrode
surface by electro/chemically dissolving Ag from Au /Ag alloys. The resultant pores have diameters
that are su� ciently large to accommodate the enzymes and to enable substrates and products to readily
di � use into and out of the pores. Through changing parameters such as the alloy composition and the
dealloying conditions, the pore diameters can vary over the range of 5–700 nm [ 148]. For example,
dealloyed nanoporous gold (NPG) electrodes modi�ed with osmium polymer as a mediator were used
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for the determination of glucose and lactose [ 149]. Dealloyed nanoporous gold (NPG) electrodes have
also been used for the direct electron transfer of enzymes such as laccase [69]. The immobilisation
of FAD-dependent glucose dehydrogenase, bilirubin oxidases [ 78] and fructose dehydrogenase [150]
were also investigated on porous gold electrodes. Nanoporous gold electrodes are widely used as a
biofuel cell [ 78,151] and biosensor [152]. In the construction of biofuel cells, gold nanoparticles have
been attached to the electrode surface to enhance the e� ciency of the cells [153,154].

Carbon nanotubes have been widely used to modify electrodes [ 155–158]. Carbon nanotubes
possess properties such as high conductivity and surface areas. A simple method for the modi�cation
of electrodes with carbon nanotubes and enzymes is to place a drop of a suspension of enzyme
and carbon nanotubes onto the surface of the electrode surface [77]. Electrode modi�cation with
carbon nanotubes can facilitate direct electron transfer between the electrode and enzymes such
as fructose dehydrogenase [159], or horseradish peroxidase [160], resulting in the preparation of
e� cient biofuel cells [ 161,162]. Jourdin et al. used multiwalled carbon nanotubes to improve the
performance of a microbial system for the bioreduction of carbon dioxide. Multiwalled carbon
nanotube electrodes considerably increased the rate of electron transfer between electrode and
microorganisms by 1.65-fold and the acetate production rate by 2.6-fold in comparison with the
graphite plate electrodes [163]. The microbial electrosynthesis of acetate from CO2 was described
using a vitreous carbon electrode modi�ed with multi-walled carbon nanotubes [ 164]. Bulutoglu et al.
immobilised fused alcohol dehydrogenase on multi-walled carbon nanotubes for the electrocatalytic
oxidation of 2,3-butanediol [ 165]. Bucky papers are �exible, light materials prepared from carbon
nanotubes [147,166]. Zhang et al. developed a bioelectrode for electroenzymatic synthesis using a
bucky paper electrode on which [Cp*Rh(bpy)Cl] + was immobilized as a mediator for the regeneration of
NADH. A turnover frequency of 1.3 s � 1 was achieved for the regeneration of NADH and the system was
used for the preparation of D-sorbitol from D-fructose using immobilized D-sorbitol dehydrogenase.

The high porosity of 3D graphene materials can enable higher enzyme loadings, increasing
the performance of the electrodes. Choi et al. used a combination of graphitic carbon nitride and
reduced graphene oxide as an e� cient cathode for the reduction of O 2. The H2O2 produced at the
surface of the cathode surface was used for the peroxygenase-catalysed selective hydroxylation of
ethylbenzene to (R)-1-phenylethanol [167]. Enzymes can be covalently attached on the graphene
hybrid electrodes through the controlled functionalization of graphene causing high stability. E � ective
enzyme–graphene conjugation can pave the way for direct electron transfer on the electrode surface.
Seelajaroen et al. used enzyme–graphene hybrids for the electrochemical preparation of methanol from
CO2 using NAD(P)-linked enzymes including formate dehydrogenase, formaldehyde dehydrogenase
and alcohol dehydrogenase (Figure 11). Enzymes were covalently bound on to carboxylate-modi�ed
graphene surfaces.
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Figure 11. The cofactor-free biosynthesis of methanol using formate dehydrogenase, formaldehyde
dehydrogenase and alcohol dehydrogenase. Reprinted from [ 168] Copyright (2020), with permission
from the American Chemical Society.
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Due to the e� ective rates of electron transfer from the graphene-modi�ed electrode to the enzymes,
considerable improvement was observed with a high faradaic e � ciency of 12%. A higher production
rate of 0.6 � mol �h� 1 was achieved and the current was stable for 20 h. This shows the advantage of
using conductive graphene carboxylic acid as support [168].

5.2. Enzyme Engineering

Protein engineering can be used to improve the catalytic performance of enzymes [ 169,170].
Rational design, directed evolution and combinations of these approaches are widely used to prepare
more active and stable enzymes [170]. In rational design, mutations are inserted into speci�c locations
in the protein through site-directed mutagenesis. The lack of a full understanding of the relationship
between the protein structure and the rate of electron transfer makes it di � cult to improve the catalytic
activity using rational design. The structural knowledge of proteins is not required for directed
evolution and catalytic activity can be improved in the absence of a detailed crystal structure of the
enzyme by mimicking Darwinian evolution [ 170]. Modifying the heme centre of myoglobin increased
its dehalogenation activity to over 1000 times that of a native dehaloperoxidase [ 171]. Recently,
Chen et al. prepared cytochrome P450 enzymes through the directed evolution of serine-ligated P450
variants for the preparation of cyclopropene with high e � ciency (with a total turnover number (TTN)
of up to 5760) and high selectivity ( >99.9% ee) [172]. Brandenberg et al. reported a cytochrome P450
variant that was able to catalyse the C2-amidation of indole. Both the heme and reductase domains
were modi�ed, improving the catalytic activity with the total turnover number increasing from 100
to 8400 and the product yield from 2.1 to 90% [ 173]. Mateljak et al. used computational design with
directed evolution to design fungal high-redox-potential laccases that exhibited high stability and
activity toward redox mediators [ 174]. Further work was performed to investigate the use of these
laccases for the reduction of O2 in the presence and absence of ABTS. The designed laccases could
reduce O2 at low overpotentials [ 175]. Protein engineering has been used to adjust the properties of
NAD(P)H-dependent oxidoreductases [ 176]. For example, Liu et al. used directed evolution to prepare
an NADH-dependent alcohol dehydrogenase from Lactococcus lactisfor the production of isobutanol.
The catalytic e� ciency of the engineered enzyme increased by a factor of 160 in comparison with the
wild-type enzyme [ 177]. Li et al. used directed evolution to improve the catalytic activity of puritative
oxidreductase in the production of 1,3-propanediol [178].

5.3. Enzyme Cascades

Typically, a biocatalytic cascade reaction is a reaction system in which two or more transformations
are performed simultaneously [ 179]. Through biocatalytic cascades, the isolation of reaction
intermediates is circumvented, saving time and the use of reagents. The synthesis of chemicals with
unstable intermediates is feasible as the isolation of the intermediates is not necessary [180]. Enzyme
cascades can enhance the current density as the oxidation of the substrate in a sequential manner enables
more electrons to be extracted [34]. Dong et al. designed a biphasic bioelectrocatalytic system that used
a reaction cascade to prepare (R)-ethyl-4-cyano-3-hydroxybutyrate from ethyl 4-chloroacetoacetate
using alcohol dehydrogenase and halohydrin dehalogenase (Figure 12). Ethyl 4-chloroacetoacetate
was reduced to (S)-4-chloro-3-hydroxybutanoate using alcohol dehydrogenase which was then
converted to its R enantiomer using halohydrin dehalogenase. E � cient NADH regeneration
was performed using diaphorase with the redox polymer cobaltocene-modi�ed poly-(allylamine)
as a mediator on the electrode surface [181]. In total, 85% of substrate was converted into
(R)-ethyl-4-cyano-3-hydroxybutyrate, an 8.8 higher yield than that achieved with a single-phase system.
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Figure 12. Schematic diagram of the biphasic bioelectrocatalytic reaction cascade for the synthesis of
(R)-ethyl-4-cyano-3-hydroxybutyrate. Reprinted from [ 181] Copyright (2020) with permission from
American Chemical Society.

Abdellaoui et al. combined aldehyde deformylating oxygenase, immobilised on the surface of
an electrode, with NAD + -dependent alcohol dehydrogenase to create an enzymatic cascade reaction
for the conversion of fatty alcohols to aldehydes followed by the decarbonylation to produce alkenes
(Figure 13) [182].
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Figure 13. Schematic diagram of a bioelectrochemical enzymatic cascade for the preparation of
alkenes [182].

Kuk et al. constructed a photoelectrochemical system for the production of methanol by a
multienzyme cascade (a three-dehydrogenase cascade system) and the e� cient regeneration of the
NADH via visible-light assistance (Figure 14) [183].

Chen et al. developed an enzyme cascade to produce chiral amines from nitrogen. NH 3 was
produced from N 2 via nitrogenase and then used, with L-alanine dehydrogenase, to produce alanine
from pyruvate. The desired chiral amines were produced via the ! -transaminase transfer of an amino
group from alanine. Pyruvate was generated as a by-product and converted to alanine using L-alanine
dehydrogenase. The system was used for the successful amination of the substrates, 4-phenyl-2
butanone, 4-methyl methoxy phenyl acetone, phenoxyacetone, 2-pentanone, methoxyacetone and
2-octanone with an enantiomeric excess>99% (Figure 15) [52].
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Figure 14. Schematic diagram of the light-assisted synthesis of methanol from CO 2 via an enzyme
cascade (formaldehyde dehydrogenase, formate dehydrogenase, and alcohol dehydrogenase) [183].
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Figure 15. A schematic of bioelectrochemical asymmetric amination [52].

In a sequential catalytic cascade, noble metal catalysts can also be used. For example,
the biocatalytic reduction of nitrite to ammonia is slow in comparison with metal catalysts [ 184].
Duca et al. fabricated a hybrid electrochemical cascade that combined nitrate reductase and Pt
nanoparticles on a carbon electrode surface. The reduction of nitrate to nitrite and nitrite to ammonia
was carried out by the Pt nanoparticles and nitrate reductase, respectively [185].

6. Bioelectrosynthesis

A variety of oxidoreductases have been used for the asymmetric synthesis of amines, amino
acids and alcohols [186–188]. Dong et al. developed a biphasic bioelectrocatalysis system for the
synthesis of (R)-CHCN (81.2%), (R)-3-hydroxy-3-Phenylpropanenitrile (96.8% ee), (S)-3-hydroxy-4-
phenylbutanenitrile (94.6% ee) using alcohol dehydrogenase and halohydrin dehalogenase. The system
showed high selectivity for the synthesis of chiral � -hydroxy nitriles. The NADH cofactor was e � ciently
regenerated using diaphorase and a cobaltocene-modi�ed poly(allylamine) redox polymer [ 181].
Combining enzymatic electrosynthesis with biofuel cells can pave the way for the self-powered
bioelectrosynthesis of valuable chemicals. Wu et al. designed an electroenzymatic system by combining
a bioelectrosynthesis cell and an enzymatic fuel cell to prepare L-3,4-dDihydroxyphenylalanine with
a coulombic e� ciency of 90% [189]. Chen et al. combined a H2/� -keto acid enzymatic fuel cells
with bioelectrosynthesis to synthesis chiral amino acids with high e � ciency. An enzymatic cascade

154



Catalysts2020, 10, 1232

consisting of nitrogenase, diaphorase and L-leucine dehydrogenase was used at the cathode to convert
nitrogen to chiral amino acids [190]. The NH 3 and NADH prepared in the reaction were used for the
synthesis of L-norleucine from 2-ketohexanoic acid via leucine dehydrogenase (LeuDH). A high NH 3

conversion ratio (92%) and a high faradaic e� ciency (87.1%) was observed.
Carbon dioxide emissions are increasing, dramatically bringing about an environmental crisis.

Therefore, electrochemical CO2 reduction to useful chemicals has gained great interest to reduce CO2

emissions. Cai et al. reduced CO2 to ethylene and propene via the VFe protein of vanadium nitrogenase
that was contacted with the electrode mediated by cobaltocene/cobaltocenium (Figure 16). A study
represented a new approach for preparing C–C bonds through a single metalloenzyme [191].
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Figure 16. A schematic of C–C bond preparation via bioelectrocatalysts, Amperometric i � t trace carried
out for enzymatic electroreduction of CO 2 via VFe nitrogenase [191].

Yuan et al. reported CO2 reduction producing formate with a high faradaic e � ciency of 99%
at a low potential � 0.66 V vs. The standard hydrogen electrode (SHE). They used immobilised
molybdenum-dependent formate mediated by cobaltocene on the electrode surface [ 192]. In some
studies, CO2 reduction was carried out via enzymatic cascade, using formate dehydrogenases,
formaldehyde dehydrogenase and alcohol dehydrogenase to produce CH 3OH [ 193]. Bioplastics can
be prepared from CO 2 reduction via bioelectrocatalysts. For example, Sciarria et al. synthesized
polyhydroxyalkanoates (PHA) from CO 2 through a bioelectrochemical reactor. CO2 was converted
into bioplastics successfully in a way that 0.41 kg of carbon as PHA was achieved per 1 kg of C CO2 in
the whole system [194].

Nitrogenase catalyses the reduction of N2 to ammonia. Nitrogenase can also be used for the
reduction of CO, nitrite, azide and cyanide that can then be used for the synthesis of a range of
products [ 195]. Lee et al. wired nitrogenase to a redox-polymer (neutral red-modi�ed poly(glycidyl
methacrylate-co-methylmethacrylate-co-poly(ethyleneglycol)methacrylate)) for the conversion of
nitrogen to ammonia. [ 196]. Milton et al. reported on the use of nitrogenase to prepare ammonia
from azide and nitrite using cobaltocene as a mediator. The system operated at a potential of � 1.25 V
with 70 and 234 nmol of NH 3 produced from the reduction of N 3

� and NO 2
� , respectively [197].

An ATP-free-mediated electron-transfer system operating at a potential of � 0.58 V was developed by
Lee et al. for the synthesis of ammonia using cobaltocene-functionalized poly(allylamine) (Cc-PAA) as
a mediator. The amount of ammonia prepared was 30 � 5 and 7 � 2 nmol from the reduction of N 3

�

and NO 2
� , respectively [198].

7. Conclusions

Oxidoreductases catalyse redox reactions and have been successfully used to prepare biofuel
cells and biosensors. The enzymes undergo electron transfer with the surface of the electrode via
mediated or direct electron transfer mechanisms. However, relatively few oxidoreductases can undergo
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direct electron transfer because their redox active centres are placed deep within their structures.
While enzymes have been widely used in batch and �ow reactors, the use of oxidoreductases in
bioreactors has been mainly con�ned to cofactor regeneration. A number of strategies that entail
the use of high surface area electrodes, enzyme engineering and enzyme cascades have been used
to improve the performance of bioelectrocatalysts. As an example of the scope of bioelectrocatalysts,
a variety of oxidoreductases has been used in asymmetric synthesis reactions. While the scope of
bioelectrocatalysts can be broadened, the successful use of bioelectrocatalysts will lie initially in the
development of small-scale reaction systems that focus on high-value �ne chemicals. The scale up of
the reaction systems to the size required for bulk manufacture will be a signi�cant challenge. Due to
this challenge, the development of electrocatalytic bioreactors will likely focus on the preparation of
products at a small scale taking advantage of the relatively low-cost systems that can be assembled in a
relatively simple and rapid manner. Such systems are adaptable and are particularly suited for systems
that may be required in process optimization or in the preparation of products or intermediates on a
small (g) scale. Screening the performance of mutant enzymes is also more feasible given the relatively
small amounts of enzymes required in such reactors. A particular area of interest lies in the use of
multiple enzymes for cascade reactions, where rapid prototyping is particularly useful in screening
and selecting the optimal operational conditions.
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