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Abstract: The restoration of an outdoor bronze artefact, among the various 
processes, provides the cleaning activity, a delicate task that requires a work of 
synthesis to define—checking step by step its peculiar irreversible process—an 
effective operating protocol on a limited patch area to be extended to the entire 
artwork’s surface. The paper presents a user-friendly, semi-automated three-
dimensional (3D) photogrammetry-based solution, developed and validated 
during the ongoing restoration of the Neptune Fountain in Bologna, that is able to 
support restorers in the open-air bronze artwork cleaning from corrosion and 
weathering decay. The purpose of the developed solution was to offer an 
operative and useful support tool for restorers, throughout the restoration work, 
to ascertain the ‘surfaces’ to be cleaned, for testing and gathering information (as 
direct feedback) of the achieved results. The proposed solution, in fact, thanks to 
a customized interface and using an OpenGL viewer, can reproduce with a high 
level of fidelity in colour and shape the bronze surface before, during, and after 
the clear-out treatment. 
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1. Introduction 

The restoration of an outdoor bronze artefact is a delicate activity since the 
operations to be performed are very complex, and for restorers it is very difficult to 
control the phases of the surface cleaning. In fact, the cleaning of outdoor bronze 
artefacts is a difficult and complex task due to the complex corrosion mechanisms, 
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which trigger the interaction between the material and the surrounding 
environment. 

The surface of a bronze object that is exposed to air presents corrosion 
products that are generated owing to electrochemical corrosion and chemical 
reactions with atmospheric pollutants. These chemical products form different 
layers of corrosion, typically called ‘patina’, which offer partial protection to the 
metal substrate. Outdoor bronze patina layers mainly consist of copper oxides, 
copper sulphides, and sulphates (green copper carbonates are extremely rare in 
atmospheric exposure). A healthy layer is thin, stable, and compact. A thick and 
dusty layer acts as a spongy wrap and keeps corrosive agents and moisture in 
direct and continuous contact with the bronze surface. The presence of chlorides 
readily causes the localized formation of copper chlorides that are known to have a 
weakening effect on copper alloy patinas. The main problem is the removal of the 
unstable corrosion products, encrusted and laminated, on the metal surface, as 
much as those substances that are applied in previous restoration or maintenance 
(i.e., coatings layers, paints, etc.), while keeping intact the original so-called 
‘patina’. Therefore, the restorers should consider the stratification system that is 
distributed unevenly over the artwork (Basilissi and Marabelli, 2008) in order to 
identify which is this ‘original surface’ of the artefact. The cleaning process is 
carried out like a stratigraphic excavation: throughout different cleaning steps 
restorers gradually advance and, analysing micro-areas, they slowly proceed to 
identify the original surface layer. 

The evaluation and understanding of stratigraphy of the bronze’s surface is 
currently tackled by a cautious and progressive operating procedure that is based 
primarily on the identification of representative sample areas that are indicative of 
the state of conservation; then, the action is gradually performed with a series of 
cleaning tests. When the supposed level is reached, the objective feedback is given 
by a chemical evaluation of the type of material removed. Different analytical 
investigation techniques exist to characterize the deterioration of the ‘patina’, such 
as Non-destructive Test or destructive ones: e.g., cross sections using reflected light 
microscopy and analytical techniques as infrared spectroscopy, Fourier-Transform 
Infrared Spectroscopy (FTIR) and FTIR microscopy, in conjunction with 
Attenuated Total Reflection (ATR) spectroscopy, also making possible the surface 
mapping of the identified corrosion products (Mazzeo and Joseph, 2004). 
However, these tools are not quickly available to restorers during the cleaning 
work and are employed mainly to control the end of the cleaning procedures. 

A second solution consists in the surface’s check using magnifiers and/or a 
digital microscope, which is able to ensure microscale accuracy. Nevertheless, it is 
very difficult to identify the same area in different cleaning phases and digital 
microscopes are not able to ensure a faithful colour reproduction (Figure 1). 
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In any case, to understand which is the proper layer, we not only need the 
experience of the restorer and specific tests, but also to interrelate heterogeneous 
data coming from different sources and fields of knowledge (restoration, 
chemistry, physics, art history, etc.). 

To overcome this complex and long procedure we developed a new, quick, 
semi-automated three-dimensional (3D) photogrammetry-based solution allowing 
to assess in Real-Time Rendering (RTR), and with a high level of fidelity in colour 
and shape, the comparison of ‘surfaces’ before, during, and after the cleaning 
treatment. The application is designed to be used by unskilled operators (i.e., the 
restorers) and aims to be an effective and valuable ‘verification tool’ to support the 
search and identification of the original layer of the bronze surface. Overall, the 
solution consists in an OpenGL viewer allowing to compare side-by-side high 
quality RTR of the bronze surfaces in the different phases of cleaning, from the 
dirty surface to the final one and in a robust pipeline for data acquisition, 
management, and visualisation, using a 6-click software. The focus of the 
development was on the colour management and final accuracy. Metric accuracy 
of the solution was checked against laser scanner data (see paragraph 7.). 

 
Figure 1. Optical evaluation of cleaning process: Neptune Head before (left) and 
after cleaning (right). 

2. Solution Overview 

The main problem faced in the developed solution is a correct visualisation 
using OpenGL graphics of real material aging. Aging phenomena could be 
classified as a process that deteriorates objects over time. On metals, there are 
several external factors of deterioration, generally gathered into two main classes: 
chemical and physical. Those changes are due to matter that is removed from the 
object’s surface. That can occur at a variety of geometric scales. Some effects of 
aging could lead to the formation of corrosion products and introduce structural 
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damage of the material, such as destructive corrosion that would destroy a metal 
surface with the passage of time (e.g., archaeological metal artefacts). A real-life 
surface might not be affected by just a single class of events, but of any 
combination of different factors. Moreover, simultaneous processes could influence 
each other (Merillou and Ghazanfarpour, 2008). Various methods have been 
developed to simulate material aging, including patinas. A complete survey is 
given by Lu et al. (2007) and Rushmeier (2009). Methods include modelling the 
mechanics of adhesion and cohesion of paint and substrates to simulate the 
cracking and peeling and flow over objects, resulting in the deposition of dirt and 
corrosive agents. Julie Dorsey and Pat Hanrahan have developed a physically 
based method for the modelling and rendering of such patinas (Dorsey and 
Hanrahan, 1996). 

 
Figure 2. The proposed solution in parallel with the bronze cleaning phases. 

Most simulation methods are computationally slow and can result in 
noticeable visual artefacts. Anyhow, simulations have only been validated by 
general comparisons of synthetic results with photographs of the same phenomena 
that show similarities, such as crack density and not being concerned with the 
faithful reproduction of real cases. Also, the basic approach, consisting in the 
acquisition of just the so-called apparent colour and mapping those samples to the 
3D model, fails, giving a limited realism, as a diffuse texture cannot represent an 
object’s true reflection properties. Summarizing, results are limited and do not 
concern the faithful reproduction of real cases, that is our case. Starting from 
studies demonstrating that open-air bronze patinas present average values of 
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thickness between 80 and 130 μm before cleaning, which reduces to 50 to 110 μm 
afterwards (Letardi, 2004), we modelled the material surface behaviour using the 
types of light interactions described in Westin et al. (1992), where they are roughly 
grouped by the size of the geometric structures into three different levels: 

• macroscopic scale: features on this scale are low-frequency details defining the 
shape and the geometry of a model and will be stored as polygonal meshes; 

• mesoscopic scale: features on this scale are high-frequency details still just 
visible with the naked eye but are usually not considered to be part of the 
defining shape of an object (e.g., small bumps). These fine structures are 
usually captured using data-driven representation techniques that directly 
stores measured data in a form allowing for faithful depiction at low 
computational cost: i.e., multiple textures, mapped onto the 3D geometry; 
and, 

• microscopic scale: on this level, the light is thought to interact with 
microscopically small facets on the surface of a material. The amount of 
reflected light can be influenced by the orientations of surface microfacets and 
the facets can occlude or cast shadows or inter-reflections on one another. A 
method that is usually adopted could model only the statistical distribution of 
the reflected light in dependence on the directions. In practice, the key issue to 
solve is to model correctly the Bidirectional Reflectance Distribution Function 
(BRDF) (Nicodemus, 1965), allowing to render the specular and diffuse 
reflectance components. 

The characterization of these three levels in the case of outdoor bronze 
surfaces has been defined as follows: 

• macroscopic scale: the shape of the surface has been reconstructed as a 
triangle mesh, with a 0.2 mm accuracy starting from a simple dataset of 9 
images; 

• mesostructure scale: today’s state of the art method for modelling the 
mesostructure is certainly the Bidirectional Texture Function (BTF) (Filip and 
Haindl, 2009). To overtake the usual difficulties characterizing this method 
(i.e., huge amount of data and the need of skilled operators), a new solution 
was developed starting from Kautz (2005), who shows that in many cases, 
acquiring some portions without making perceptible errors is enough. The 
new solution reconstructs the mesostructure, basically using a simple normal 
map obtained from a new procedure. Normal maps are an excellent solution 
to capture bronze surface mesostructure also because they are easy to be 
stored in the modern graphics hardware (Akenine-Mo ller et al., 2008); and, 

• microstructure scale: to represent it, we developed a new shader able to 
overcome the typical problem of the completely Lambertian reflexion of the 
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patinas and the presence of specular reflections in the case of the cleaned 
bronze using a unique BRDF representation. 

The proposed solution is illustrated in Figure 2, and some results are 
demonstrated in Figure 3. From the point of view of the 3D model acquisition, 
construction, and visualisation, it presents three distinct phases: 

• the delivering of a photogrammetric reality-based 3D model with a 0.2 mm 
accuracy to model the macrostructure of the bronze surface; 

• the acquisition and processing of some dataset of images to faithfully 
represent mesostructure and microstructure, modelling albedo, and normals 
of the bronze surface; and, 

• the side-by-side visualisation of the textured 3D model, allowing to compare 
in real-time inside the OpenGL viewer chromatic and microscale 
characteristics at different steps of the surface cleaning. 

The solution is based on our experience in the field of colour acquisition and 
reproduction, 3D photogrammetric pipeline automation (Gaiani, 2015) and RTR 
(Gaiani et al., 2015) applied to Cultural Heritage artefacts. 

From the point of view of the operator, it requires: to place a target X-Rite 
ColorChecker Classic (CC) in the scene; to take some images with a SLR camera, 
using a simple image sequence network geometry able to ensure correct camera 
calibration (Barazzetti et al., 2010) and orientation, and consistent data from dense 
stereo matching (Remondino et al., 2014) from automated process; and, to handle a 
button-click pipeline using a unique interface, specifying a measurement to scale 
the results. 

The pipeline is a seven steps process: 

1. images pre-processing: RAW images development, denoise, and colour 
balance;  

2. automatic 3D model construction: photos alignment, dense cloud building, 
mesh construction; 

3. 3D model scaling; 
4. 3D model remeshing and parametrization; 
5. texture map creation; 
6. normal map creation; and, 
7. 3D OpenGL based visualisation. 

Phases 1., 4., 5., 6., 7., are handled with in-house software; phases 2., 3., and 
partially 5. and 6., are managed using Agisoft PhotoScan (Agisoft, 2017); phase 7. is 
managed by Autodesk Showcase (Autodesk, 2017). 
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Figure 3. Female Putto. Comparison side-by-side on OpenGL viewer of bronze 
surfaces in the different phases of cleaning: before cleaning (left), phase 1 
(middle), phase 2 (right). 

 

Figure 4. Customized interface based on PhotoScan to manage some steps of the 
pipeline. 

Each phase inside PhotoScan was accurately checked and some improvements 
were done to overcome some emerged problems. Autodesk Showcase allowed to 
speed-up the development, but an in-house solution is under development. The 
current interface is based on a customized version of PhotoScan (Figure 4), but in 
the future, a web-based separate interface handling a new client server solution 
will be implemented, as well as an in-house solution to replace Autodesk 
Showcase. 

Automated image pre-processing is rooted in the well-delineated context in 
which Stamatopoulos et al. (2012) demonstrated that a pre-processing approach for 
RAW imagery can yield significant photogrammetric accuracy improvements over 
those from JPEG images. With the aim of avoiding as far as possible modifications 
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of RAW pixel values, only the basic in-camera processing was retained: black point 
subtraction; bad pixel removal; dark frame, bias subtraction and flat-field 
correction; green channel equilibrium correction; and, Bayer interpolation. We did 
not allow on-camera: denoising; colour scaling; image sharpening; colour space 
conversion; Gamma correction; and, format conversion. These pre-processing steps 
were done off-camera using an automated procedure described in (Ballabeni et al., 
2015). This procedure consists in a calibrated and customized version of the on-
camera processing, which consistently fits our purposes. For image denoising, a 
variant of the Color Block Matching 3D (CBM3D) filter (Dabov et al., 2007) was 
implemented (named CBM3D-new) with some customizations. For every image of 
a dataset, the method, reading initialization data from the EXIF, automatically 
selects the necessary parameters based on the type of camera, ISO sensitivity, and 
stored colour profiles. The processing selection of the latter one is based on image 
features and camera capabilities. Dealing with professional or prosumer setups, 
when source images are stored as RAW in a wide colour space, such as the Adobe-
RGB 1998, then opponent colour spaces are chosen. When consumer cameras are 
used and source images are stored in JPG format and a narrower colour space, 
such as sRGB, in that case YCbCr colour space is chosen. 

3. Photogrammetric Data Acquisition 

The photogrammetric-based 3D model construction is based on the 
completely automated pre-processing procedure, as illustrated in Gaiani et al. 
(2016a; 2016b), allowing for a robust image matching starting from RAW 
photographs. The remaining phases of the automatic photogrammetric pipeline 
(Structure-from-Motion (SfM), Bundle Adjustment, dense stereo matching), the 
mesh reconstruction, and the texture mapping are based on the automation of 
PhotoScan, with some customizations and enhancements listed below. The 
software allows also a quick orientation of the new images captured in the 
different steps of the cleaning process to obtain the new maps representing the 
albedo. We paid attention to the problems that have arisen in automated tools that 
are used to produce a metrically precise 3D point cloud or textured 3D model, 
where apparently successful solutions are instead a local minimum and not the 
fully correct one. Typical examples are SfM results where, despite a message of 
successful image orientation and a very small re-projection error, there are some 
cameras wrongly oriented. A non-expert user could only spot such errors with 
difficultly and would proceed to the successive processing stages, negatively 
affecting the results. To minimize these problems in our automated solution, we: 

• established a camera network, easy to use by restorers, appropriate for each 
bronze surface shooting setting and assuming areas of maximum size of 30 × 
30 × 30 cm, corresponding to the typical surface area investigated. The dataset 
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includes nine images, vertical and horizontal. Two images include a CC target 
acquired from a greater distance, the other seven are captured in an arc within 
a 45° angle from the perpendicular to the object; 

• automated all of the steps inside PhotoScan to avoid any human error without 
introducing further software errors; 

• tested repeatedly all of the steps performed in PhotoScan. Mainly we 
evaluated the cameras orientation using a different software solution 
consisting in our robust feature extraction based on a new implementation 
(Apollonio et al., 2014) of the ASIFT detector-descriptor (Morel and Yu, 2009) 
and a customized version of the software VisualSFM (Wu, 2013), slower but 
more accurate of the original software. We also tested the results made with 
the dense image matching against laser scanner data; and, 

• defined a very simple technique to put in scale the 3D model. The user just 
need to place markers in two different photos in correspondence of the four 
crosses placed on the corners of the CC. Distances between crosses are known, 
constant across different targets and accurately measured in the laboratory. 

4. Colour Workflow 

Colour acquisition, management, and visualisation solution extends an 
existing efficient solution that is developed for an interior, light controlled 
environment (Gaiani et al., 2015) to the outside environment, with the limited 
condition, always satisfied in a restoration site of a statue, to have only indirect 
lighting. Implementation includes: 

1. colour management and calibration throughout the acquisition and rendering 
pipeline, working in the context of colour space in which images are observed 
(i.e., sRGB); and, 

2. development of a specific shader simulating the microstructure behaviour of 
the metallic material. 

Essentially, we dealt with the issue of colour management for visualisation 
using OpenGL API, a very limited system when compared to the perceptive 
quality of the human eye and to that reproducible with analogical systems. 

4.1. Colour Management and Calibration 

The aim of our colour processing essentially consists in obtaining radiometric 
calibrated albedo maps that are able to ensure consistency and fidelity of surfaces 
colour reproduction at runtime in the OpenGL-based application. Albedo is the 
ratio of total reflected energy to incident energy as a function of incident angle. 
Diffuse albedo is the albedo of the diffuse component of the lighting, which is a 
constant in a Lambert diffuse model. 
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For digital images, colour characterization methods refer to the techniques of 
converting camera responses (e.g., RGB) to a device-independent colorimetric 
representation (e.g., CIEXYZ) (Green and MacDonald, 2002). The main problem 
consists in recovering a linear relationship between the irradiance values and the 
pixel encoding produced by the camera, typically non-linear. We need therefore to 
model the non-linearities introduced by in-camera processing for enhancing the 
visual quality of recorded images. Between the two general approaches to colour 
characterization—spectral sensitivities-based and colour targets-based (Hong et al., 
2001)—the latter technique is adopted, which uses a set of differently coloured 
samples that are measured with a spectrophotometer. The colour characterization 
is performed using a CC target (McCamy et al., 1976) in two different phases: 

• captured images development and pre-processing; and, 
• albedo map pre-processing for rendering. 

The colour characterization in the second phase was introduced to overcome a 
limitation of PhotoScan, which does not manage colour, producing unwanted 
artefact and even considerable colour differences in the image due to mismatches 
between the colour spaces. The solution is a two-steps process: 

• a first colour balance was performed against the CC using a polynomial 
regression approach realized with a known illuminant (e.g., known values of 
the patches) using images in the camera’s native linear colour space (Cheung 
et al., 2006). At the end of the process, before the rendered colour space 
assignment, we applied a standard gamma correction 
visualisation quality in the rendered colour space; and, 

• a refinement that is based on Bruce Fraser’s calibration procedure for 
successive approximations (RAGS, 2017). After colour balance, a conversion of 
image colorimetric coordinates in a scene-referred non-linear colour space 
was carried out. Colour correction settings are applied automatically using a 
developed software solution consisting in a RAW image processing 
implemented in MATLAB and supported by DCRaw, an open-source 
command-line program, easily coupled with MATLAB (DCRaw, 2017), 
allowing for image demosaicing, white balance, output file in a rendered 
colour space, gamma correction, brightness control, 8-bit/16-bit conversion. 

Our automatic workflow is partially described in (Gaiani et al., 2016a) and is 
as follows: 

1. RAW image 16-bit linearization and devignetting; 
2. ColorChecker localisation; 
3. polynomial fitting of observed values with expected values; 
4. image correction using the fitting function found at point 3; 
5. white balance of the correct image; 
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6. 00 mean error evaluation on the CC; 
7. iterative image correction using the fitting function found at point 3 

increasing the degree of the polynomial at each step (iteration stops when 
 

8. image correction using the new fitting function; 
9. ACR scripts calibration; and, 
10. colour space assignment. 

A crucial issue in the project concerned the use of an appropriate colour space. 
This is a major issue using PhotoScan since different colour spaces provide 
different results. 

We used two different colour spaces. The first is the sRGB IEC 61966-2-1, a 
default colour space for multimedia application (IEC, 1999) with the white-point at 
6500K temperature (D65) that we used as output colour space. The sRGB is 
consistent with the visualisation using different devices and is incorporated by the 
two dominant programming interfaces for 3D graphics, OpenGL and Microsoft 
Direct3D. The main drawback is the gamma built inside that cannot be expressed 
as a single numerical value. The overall gamma is approximately 2.2, but it consists 
of a linear (gamma 1.0) section near black, and a non-linear section elsewhere, 
involving a 2.4 exponent and a gamma changing from 1.0 through about 2.3. A 
second drawback is the range of colours, which is narrower than that of human 
perception (i.e., it does not display properly saturated colours, such as cadmium 
yellow and cobalt blue). This last disadvantage is not a problem in our case, 
because misrepresented colours are rarely found. The second one is the AdobeRGB 
(1998), a RGB colour space that is developed by Adobe Systems in 1998 that we 
used along the processing pipeline. This colour space is larger than that sRGB 
(mainly in cyan-green hues), well represents the colours that are acquired by the 
cameras and could be entirely (99%) displayed on a professional monitor. sRGB 
and AdobeRGB gamut are similar in mid-tone values (~50% luminance), but clear 
differences are evident in shadows (~25% luminance) and highlights (~75% 
luminance) as well. In fact, AdobeRGB expands its advantages to areas of intense 
orange, yellow, and magenta regions. We used the AdobeRGB colour space for 
images acquisition and processing, and only at the end of the workflow are the 
images compressed in the visualisation colour space sRGB for a minimum loss of 
information. 

4.2. Shader Development 

To faithfully represent microstructure, reflectance can be described in terms of 
the BRDF that defines in which way light is reflected off an object’s surface. A 
detailed presentation of BRDF theory and applications can be found in Dorsey  
et al. (2007) and Weyrich et al. (2008). The basic problem for its use is that the 
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BRDF is not known a priori in analytical form and its measurement is very 
difficult. However, efficiently modelling surface reflectance behaviour needs to be 
coupled with the use of an adequate model, which should have as few parameters 
as possible to still enable an easy to use faithful depiction of the material in a 
synthetic image. Usually for metal and patinas simulations layered models are 
used, but this is not our case where: 

• cleaned bronze surface presents a slight specular reflection; 
• metallic patina results in a relatively rough and diffuse surface which 

completely covers the bronze before the cleaning; and, 
• cleaning operations could change specular reflection of surface in the different 

steps of cleaning. 

Recent measurements on open-air bronze artworks (Franceschi et al., 2006) 
demonstrated that specular contribution is limited and only appears when patinas 
cover a very limited area on the surface, which is at the end of cleaning. Following 
these observations, we defined a BRDF incorporating a Lambert diffuse term and a 
microfacet BRDF for the specular contribution (Torrance and Sparrow 1967; Cook 
and Torrance, 1981; Walter et al., 2007): ( , ) =  + ( , ) ( , , ) ( )4( )( )  (1) 

where l light vector, v view vector, h is the halfway vector between the light 
direction vector and the viewing direction vector, cdiff diffuse albedo, F(l, h) is the 
Fresnel reflectance, G(l, v, h) is the proportion of microfacets, which are not 
shadowed or masked, and D(h) is the microfacet normal distribution function, 
determining the size, brightness, and shape of the specular highlight. 

A key step to define our BRDF is to have a Fresnel reflectance correct but 
practical to be used in RTR. The Fresnel reflectance term computes the fraction of 
light that is reflected from an optically flat surface. Its value depends on two 
things: the incoming angle (angle between light vector and surface normal) and the 
refractive index of the material. Since the refractive index may vary over the visible 
spectrum, the Fresnel reflectance is a spectral quantity. With a higher refractive 
index of the material, the surface will start to look equally reflective, no matter the 
viewing angle. A higher index of refraction ‘weakens’ the Fresnel effect. The full 
Fresnel equations are complex, require the material parameter (complex refractive 
index sampled densely over the visible spectrum), and are impractical to be used 
in RTR. Starting from Schlick’s approximation for the Fresnel term (Schlick, 1994): = + (1 )(1 )  (2) 

we modelled its behaviour starting from using two different values at 0° and 90° 
(in our case 0.8 to 1.0) and with an interpolating curve using the Nvidia formula 
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for CG programming, which considers the three parameters of bias, scale, and 
power (Fernando and Kilgard, 2003): = + (1 )  (3) 

G(l, v, h) in our case was fixed to 0.2 starting from direct observations. For D(h), we 
used the Beckmann distribution, which is physically-based and could deliver 
better results (Walter et al., 2007).  
The Beckmann normal distribution of microfacets is as follows: 

= 1( ) (( )( ) )
 (4) 

where m is a user-defined variable controlling the surface roughness, placed to 0.5 
according to Mihaylov (2013). 

Shader implementation was done using the OpenGL Shading Language 
(GLSL), where components are computed separately per-pixel and then added 
together to get the pixel’s final colour. 

5. Albedo and Normal Mapping, Mesh Processing 

Our albedo and normal reconstruction is a two-step process: 

• firstly, the selected set of images is projected on the mesh, exploiting camera 
pose and camera calibration previously recovered; and, 

• in the second step, a texture atlas is created. 

Both of these functions are implemented in PhotoScan reliably starting from 
Lempitsky and Ivanov (2007), allowing for excellent colour blending of images 
dataset and a compact atlas as output.  

We led enhancement in the parametrization to have less texture distortion, 
introducing an extra-step consisting in the remeshing of the geometry from dense 
stereo matching (typically noised and irregular) and exploiting the excellent 
blending to develop a new solution for normal mapping. 

Our remeshing technique relies on the method described in Dunyach et al. 
(2013), and is extended from Botsch and Kobbelt (2004), which are creating a 
uniform isotropic mesh, to an approach for curvature-adaptive remeshing. 

The normal mapping solution arises from the observation that we do not need 
a lower density surface to include finer detail, but accurately show these details. 
There are basically three methods to create normal maps that could to be used 
together: 3D modelling and baking from high-poly geometry to a low-poly 
geometry (Cohen et al., 1998; Cignoni et al., 1998); photometric stereo techniques 
(Horn, 1989); and, two-dimensional (2D) image processing, using filtering 
techniques over a heightmap, e.g., the Sobel filter (Pratt, 2007), which gives a 
greater weight to the directly adjacent neighbours (Ginsburg et al., 2001). In 
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practice, the Sobel operator is simply a pair of 3×3 convolution kernels. One 
highlights the horizontal gradient/edges, and the other one highlights the vertical 
gradient/edges. The normal map could be obtained from the gradient vectors, 
normalized, and displayed as an RGB-encoded normal map. 

In our case, the first two methods are impractical and/or ineffective. 
Preserving attribute values on simplified meshes present the only advantage of a 
lighter polygonal model, but the quality of the mesostructure is that explicitly 
modelled. Shape-from-shading is an ill posed problem and constraints needed to 
give solution in the outside environment without allowing high accuracy detail. 
Normal maps created in 2D could be an excellent solution. Sobel operator is a 
simple way to approximate the gradient of the intensity in an image. However, it 
works best when tiled across 3D models that have a uniform direction in tangent 
space, like terrains or walls. On these models, the UVs are not rotated; they are all 
facing roughly in the same direction. To get seamless lighting, rotated UVs require 
specific gradients in the normal map, which can be created properly by baking a 
3D model. 

To fill this requirement, we developed a reconstruction pipeline that combines 
data from two different sources: the cameras orientations obtained from automated 
photogrammetry and a few 2D normal maps calculated using the Sobel operator, 
starting from our dataset of nine images. The solution is inspired, with some 
customization, by the work of Nehab et al. (2005), who proposed combining the 
low-frequency components of the geometry with the high-frequency details of the 
normal maps. However, that work uses the 3D geometry, instead of the simple 
camera orientation parameters. Also, their optimization for full 3D models is an 
approximation that forces the surface to be locally planar, resulting in the over-
smoothing of high-frequency details. Our pipeline consists of three main steps: 

• extraction of 2D normal maps applying the Sobel filter to the images used for 
the photogrammetric process converted into greyscale diffuse images; 

• alignment of the normal maps to the mesh using existing camera orientation; 
and, 

• blending of multiple normal maps to produce a seamless normal field using 
Lempitsky and Ivanov (2007). 

The system is completely integrated in the photogrammetric pipeline and 
does not require further alignment, pre-processing, or resolution/precision 
compatibility between different data types. Results are presented in Figure 5. 
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Figure 5. Normal mapping of the Neptune’s Head, colour rendering: without 
normal mapping (left); using the proposed solution based on Sobel-filter (right). 

6. Data Visualisation 

The developed 3D model visualisation solution is based, at current state, on 
the RTR commercial software Autodesk Showcase. which is enabled by the 
PhotoScan interface. It consists basically of an OpenGL user-friendly viewer, 
allowing for quick prototyping of the visualisation system and the automatic 
variants change of the different maps representing the colour of the bronze surface 
without any intervention of the user. The viewer supports texture maps of up to 
16,384 × 16,384 pixels (a strict requirement to ensure the quality of the visualised 
surface). In Photoscan, a Python language script (Python, 2017) enabled by a pop-
up menu, allow to open a new file in Showcase, where geometry, texture mapping, 
and normal mapping come from Photoscan processing and shaders, lighting and 
environment are generated on-fly using the Showcase SDK environment 
(Autodesk, 2013), which is also enabled by the Python language programming. 

To improve the visualisation quality, four solutions have been implemented 
on the top of our RTR system: 

1. colour management: performed throughout the rendering pipeline by 
working within the context of the final colour space, in which images can be 
viewed (i.e., sRGB); 
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2. shading enhancement: a pre-computed ambient occlusion and a series of light 
maps were implemented; 

3. colour balance; and, 
4. image-based lighting (IBL) (Debevec, 2002). 

In more detail, colour balance allows to solve typical RGB rendering failures 
that are also present in our case: starting the process with measured colours; 
simulating colour appearance under another illuminant. 

We achieved colour balance by implementing the Ward and Eydelberg-
Vileshin (2002) ‘Picture Perfect RGB Rendering’ technique in the sRGB version as 
follows: 

1. identification of dominant illuminant spectrum by prefiltering of material 
spectra to obtain tristimulus colours for rendering with von Kries 
transformation; and appropriate adjustment of source colours; 

2. perform tristimulus (RGB) rendering; and, 
3. apply white balance transform and convert pixels to display colour space 

sRGB. 

This technique presents the benefit that no modification at all is required for a 
conventional RGB rendering engine. The spectral pre-filtering is realized by 
performing colour-balance by a fixed approach against a CC placed inside the 
scene using the ACR calibrator tools and by applying the results of the calibration 
step through a series of tone mapping algorithms, implemented in our software, 
having the same behaviour as in Adobe Photoshop. As suggested in the original 
paper, for the rendering in sRGB space, white balancing is performed ahead of 
time, prior to rendering. Light sources matching the dominant illuminant spectrum 
were modelled as neutral, while spectrally distinct light sources were modelled as 
having their sRGB colour divided by that of the dominant illuminant. IBL instead 
to simulate the complete interaction between the virtual and real objects, simplifies 
the simulation by dividing the real scenes into two parts, a distant part, which is 
not affected by the virtual objects, and a local part
properties and geometry are modelled. The distant scene is, in contrast to the local 
scene, only represented by its emitted radiance, or, equivalently, by the incident 
illumination on the virtual objects from the real scene. To co
composed rendered image in IBL, a technique known as differential rendering 
(Debevec, 1998) has been adopted, using as latitude-longitude HDR map, a 
physically accurate model of the typical bronze surface observation scenario 
lighting, synthetically recreated for the application. 

The main advantage of the system is a faithful visualisation that is able to 
provide the possibility to visualise the fine details of the surface from any angle of 
observation and under different types of lights. Restorers, as well as the scholars, 
can zoom in on high-resolution images to measure the characteristics of an image 
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and compare side-by-side different cleaning states from the same point of view, 
observing not only the cleaning level of the surface, but also many extraordinary 
details, invisible so far. 

 

Figure 6. Side by side visualization in Showcase of two different cleaning phases 
of the Neptune Head. 

7. Case Study and Assessment 

The implemented workflow was evaluated exploiting the on-going restoration 
works of the Neptune Fountain in Bologna, undoubtedly the most emblematic 
monumental complex of the city, and one of most beautiful Renaissance fountain 
worldwide (Tuttle, 2015). The restoration promoted by the Municipality of Bologna 
has been carried out in collaboration with the University of Bologna and the Istituto 
Superiore per la Conservazione ed il Restauro (ISCR). One author of this paper is the 
coordinator for the bronze restoration. 

We selected two case studies that were concerning bronze surfaces consisting 
in an area of a female Putto and in an area of the head of the Neptune statue. Each 
case study includes three datasets, concerning distinct cleaning stages: previous, 
during, and at end of the restoration activities. The datasets (acquired with a Nikon 
D5300, CMOS Image sensor 23.5 × 15.6 mm, 18 mm focal length) include nine 
images, two of which, containing the CC (Figures 6 and 7). 
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Figure 6. The female Putto datasets and camera networks. 

 
 

 

Figure 7. The Neptune head datasets and camera networks. 

Table 1. 00 and exposure error (in f-stops) evaluation. 

File Name 00 Captured 
Images Captured Images 

00 

Albedo Albedo 
Neptune before 2.33  2.45  

Neptune phase 1 2.80  2.71  
Neptune phase 2 2.53  2.61  

Putto before 2.42 0.13 2.51  
Putto phase 1 2.56 0.12 2.64  
Putto phase 2 2.75 0.15 2.95  

We assessed both case studies in two different aspects: 
Colour fidelity. We assessed the colour accuracy of our characterization process 

00, on the CIExyz chromaticity diagram (Sharma  
et al., 2005), and using the Imatest Studio software (Imatest, 2017). As reference, we 
used the 8-bit sRGB values tabulated by Pascale (2006). For all of the case studies, 

00 00 improved up  
to <2.3, both at the end of captured images development and pre-processing and of 
albedo map pre-processing for rendering. Exposure error in f-stops obtained were 
less than 0.05 f-stops. Results are shown in Table 1. 

Geometric reconstruction. The implemented procedure was evaluated on the 
nine image networks. We evaluate the statistical output of the Bundle Adjustment 
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(re-projection error) with two different software (besides PhotoScan, also with our 
customized version of Visual SFM); and, the accuracy of the dense matching 
results against the TLS mesh in the Cloud Compare software using Iterative 
Closest Point (ICP) alignment algorithm. Limits of the re-projection error 
measurement are known (results could be too optimistic), but no ground truth 
measurements are available to have an accurate evaluation. The accuracy 
evaluation of the dense cloud points results was done using Terrestrial Laser 
Scanning (TLS) data as reference, as acquired with an Artec Space Spider and a 
resolution of 0.5 mm. The two polygonal models obtained by TLS were compared 
with the photogrammetric ones. The average image GSD (Ground Sample 
Distance) in both of the datasets (reference and data comparison) is ca. 1 mm, 
obtained with a uniform resampling the TLS data. Results (see Figures 8 and 9) 
show an excellent consistency and completeness respect to the TLS ground truth 
data. 

  

BA reprojection error (px) 
- Visual SFM:  0.879 
- PhotoScan:  0.937 

 

Photogrammetric Model 
Numb. Pts. 160,461 / Trian. 313,801 

Reference (TLS) Model 
Numb. Pts. 409,681 / Trian. 818,403 

Gauss mean (mm):  0.04528 
Std. Dev. (mm): 0.44880 

Average dist. (mm): 0.07052 

Figure 8. Female Putto dataset. Bundle Adjustment results and dense cloud 
points compared with the ground truth TLS data using ICP in CloudCompare 
cloud to mesh without scale. 
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BA reprojection error (px) 
- Visual SFM:  0.961 
- PhotoScan:  0.831 

 

Photogrammetric Model 
Numb. Pts. 262,235 / Trian. 521,226 

Reference (LS) Model 
Numb. Pts. 594,835 / Trian. 1,186,299 

Gauss mean (mm): 0.08873 
Std. Dev. (mm):  0.62789 
Avg. dist. (mm): 0.08399 

 

Figure 9. Neptune head dataset. Bundle Adjustment results and dense cloud 
points compared with the ground truth Terrestrial Laser Scanning (TLS) data 
using ICP in CloudCompare cloud to mesh without scale. 

8. Conclusions and Future Works 

In this paper, we presented a global and easy-to-use solution allowing the 
restorer to have a useful control tool during the restoration work, especially for 3D 
artefacts. The software is a 6-click solution requiring the user just to check the 
camera settings before starting the imaging, to place in the scene a CC and to 
follow a simple image capture protocol. Model scaling is giving, using as reference 
points the distances between the cross at the CC corners, which are standard and 
well-known distances. The software can be useful during cleaning phases for 
testing and gathering information (as direct feedback) of the reached results, 
considering the irreversible nature of the operation. Furthermore, it becomes an 
objective tool for documenting the restoration during the work and to illustrate it, 
giving an easy and direct access to other professionals that are interested. In 
addition, the versatility of the system and its easy use will be useful to verify all of 
its potentialities in lab, without the difficulties in the data acquisition phase 
(stability of the scaffolding, distribution of light, etc.), as demonstrated during the 
experimentation that was carried out on a large bronze statue outdoors. 
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