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Abstract: The traditional Langmuir equation displays drawback in accurately characterizing the
methane adsorption behavior in coal, due to it assuming the uniform surface of coal pores. Addition-
ally, the decay law of gas adsorption capacity with an increasing coal reservoir temperature remains
unknown. In this study, the fractal adsorption model is proposed based on the fractal dimension (Dy)
of coal pores and the attenuation coefficient (1) of the adsorption capacity. The principles and methods
of this fractal adsorption model are deduced and summarized in detail. The results show that the pore
structures of the two coal samples exhibit obvious fractal characteristics, with the values of fractal
dimensions (Dy) being 2.6279 and 2.93. The values of adsorption capacity attenuation coefficients (1)
are estimated as —0.006 and —0.004 by the adsorption experiments with different temperatures. The
proposed fractal adsorption model presents a greater theoretical significance and higher accuracy
than that of the Langmuir equation. The accuracy of the fractal adsorption model with temperature
effect dependence is verified, establishing a prediction method for methane adsorption capacity in
deep coal reservoirs. This study can serve as a theoretical foundation for coalbed methane exploration
and development, as well as provide valuable insights for unconventional natural gas exploitation.

Keywords: fractal; adsorption; methane; coal; temperature effect

1. Introduction

Coalbed methane (CBM) is the gas associated with the process of coal generation and
metamorphism, primarily existing in the pore space of coal seams in an adsorbed state [1-3].
The traditional Langmuir adsorption equation is a classical model for characterizing the
adsorption behavior of methane in coal. Accordingly, the Langmuir equation is widely
applied in investigations into factors influencing methane adsorption in coal [4,5], calcu-
lations of critical desorption pressure and gas saturation [6], and predictions regarding
CBM-rich areas and estimations of CBM resources [7-9].

Coal as a heterogeneous porous medium exhibits complex pore structures and obvious
fractal characteristics [10-12]. The adsorption capacity of methane in coal is largely affected
by the pore structure parameters, including specific surface area, volume, distribution, and
size [13-15]. Wang conducted a study on the isothermal and kinetic adsorption processes
of three sorbents on activated carbon. To elucidate the kinetic mechanism of adsorbent
molecules on fractal particle surfaces, they established a relationship between the fractal
dimension and cross-sectional area of adsorbed gas molecules, thereby verifying the fractal
characteristics of activated carbon [16]. Karacan and Okandan utilized CT imaging technol-
ogy to investigate the fractal dimensions of different ranks of coal. The results indicated
that higher fractal dimensions corresponded to stronger methane adsorption capacities [17].
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Lu analyzed the fractal characteristics of middle-rank structural deformation coal and
explored the applicability of various pore-fractal models, such as the Sierpinski model,
Frenkel-Halsey-Hill model, and Menger model, for adsorption and seepage purposes.
Additionally, they investigated how these models respond to tectonic deformations in
coal [18].

The present studies indicate that the Langmuir adsorption model is not accurate
in quantitatively characterizing the adsorption behavior of coal’s heterogeneous pore
structures [19,20]. Hall et al. utilized the volume method to measure methane, nitrogen,
carbon dioxide, and their binary mixed gases” adsorption isotherm data on water-containing
coal samples, respectively [21]. They used experimental data to evaluate ideal solution
gas adsorption models, the two-dimensional equation of state models, and extended
Langmuir adsorption models. It was found that these models were biased to varying
degrees. Saad Alafnan discussed the applicability and limitations of Langmuir adsorption
isotherms in CBM resource estimation and pointed out that the theoretical hypothesis of
Langmuir equations describing the adsorption behavior of coal was insufficient [22]. In
addition, the reservoir temperature also plays a crucial role in influencing the storage and
migration of coalbed methane [23]. As temperature increases, thermal expansion, cracking,
and stress occur within the coal matrix, leading to alterations in its pore structure [24,25],
thereby impeding methane molecule adsorption [26-28]. Numerous studies have confirmed
that rising temperatures can inhibit methane adsorption capacity [29-31]. Based on the
above analysis, a fractal adsorption model on methane in coal with temperature effect
dependence is worth exploring, which is conducive to understanding the mechanism of
methane adsorption in coal and enhancing the prediction accuracy of methane adsorption
in deep coal seams.

In this study, the coal samples from Caiyuan Mine and Xiqu Mine in Shandong and
Shanxi provinces of China were selected as the research subjects. The adsorption isotherms
and fractal dimensions of these coal samples were determined through the weight method
isothermal adsorption experiment and liquid nitrogen adsorption experiment. A fractal
adsorption model, considering the temperature effect, was established. The theoretical
equation of the new model was derived in detail, and its accuracy was verified. Based on
this, a method for estimating methane adsorption in deep coalbed was proposed. This new
model provides a significant reference for comprehending the adsorption mechanism of
coalbed methane and predicting deep coalbed methane resources.

2. Principle and Methodology
2.1. Principle

As shown in Figure 1a, the Langmuir adsorption equation assumes that methane
molecules are homogeneously distributed in single molecular layers, with 0 representing
the adsorption coverage on a homogeneous solid surface [32-34]. However, the scanning
electron microscopy (SEM) results reveal that the pore structure of coal is heterogeneously
distributed, as depicted in Figure 1b. Based on the relationship between the fractal ad-
sorbent’s surface coverage and the ideal adsorbent’s behavior, a generalized form can be
derived to characterize the heterogeneous surface coverage ¢ [35], where ¢ denotes the
cross-sectional area of methane molecules, and Dy represents the fractal dimension of coal.
Ultimately, based on this expression for 6, we derive a theoretical equation for the fractal
adsorption model.

The temperature of the coal reservoir increases with increasing burial depth, and a
higher temperature leads to a lower methane adsorption [36-39]. If f; and t represent the
experimental temperature and the coal reservoir temperature, respectively, Viy and V;
denote the maximum adsorption capacity corresponding to fy and ¢. These values exhibit
an exponential decline rule [40], where 1 represents the attenuation coefficient of adsorption
capacity under the influence of temperature. Therefore, based on the relationship between
temperature and maximum methane adsorption, we can derive a fractal adsorption model
on methane in coal with temperature effect dependence.
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Figure 1. Adsorption principle for coal; (a) conventional Langmuir equation that does not involve the
heterogeneous pore structure; (b) fractal equation based on heterogeneous pore structure; (c) fractal
adsorption with temperature dependence.

2.2. Methodology

The surface coverages of both the fractal adsorbent and the ideal adsorbent are quanti-
tatively calculated in this section, establishing their relationship and proposing a fractal
adsorption model on methane in coal with temperature effect dependence. The principle
and methodology of the proposed equation are derived and comprehensively summarized
in detail.

2.2.1. Coverage of Homogeneous Pore Surface

The Langmuir model assumes the monolayer adsorption of adsorbent molecules on a
homogeneously distributed surface, without any intermolecular interactions [41], using 0
to represent the adsorption coverage on a homogeneous surface:

w

6% M)
where Sy represents the surface area covered by the adsorbent; S; represents the total
surface area of the solid; and (1 — 6) denotes the percentage of unoccupied space. At
equilibrium, the adsorption rate equals the desorption rate, based on the fundamental
assumption. According to the kinetic theory of gas molecules, N signifies the number of
colliding molecules per unit time on a unit surface.

_ P
N= v/ 2mmkt @)

Considering the variables in the Langmuir model, namely gas pressure (p), mass of
the gas molecule (m), Boltzmann constant (k), and absolute temperature (T), « represents
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the fraction of the collision molecules adsorbed. Following the fundamental assumption of
the Langmuir model, it is expected that the adsorption rate V,; should be determined as:

V, = aN(1—6) 3)

According to the fundamental assumption, the rate of desorption per unit time and
unit area is directly proportional solely to the number of molecules adsorbed, thereby
yielding the desorption rate Vj:

Vi =16 4)

v is the desorption proportional constant.
The above formula represents the desorption velocity when 6 = 1. When the adsorption
equilibrium is V, = V;, the following equation can be derived:

N bp

9: =
T+EN ~ T+bp

(5)

where 6 represents the surface coverage percentage, denoting the degree of coverage; p
denotes gas pressure; « signifies the fraction adsorbed during molecular collisions; and b is
the adsorption coefficient, which can be determined using the following expression:

aexp [%]

- {vo(ankt)%}

(6)

where b represents a function dependent on temperature and adsorption heat, and vy serves
as the initial constant for desorption proportionality.

2.2.2. Coverage of Heterogeneous Pore Surface

According to fractal theory, natural objects are fundamentally characterized by irreg-
ularity and disorder [42,43], with the self-similar fractal geometry being defined by its
fractal dimension:

Dy = logN /log(1/7) (7)

The adsorbent surface characterized by a fractal dimension is marked by the presence
of adsorbent molecules, each possessing a radius denoted as r. Using Equation (6), the
minimum number of required adsorbent molecules N can be expressed proportionally
to the negative Dy quadratic relationship concerning the cross-section radius r of these
adsorbent molecules.

N = Ar Ps (8)

where A represents the proportionality constant; considering a series of adsorbents wherein
the adsorption cross-sectional area ¢ of methane molecules is 0.181 nm? of each constituent
molecule and is directly proportional to the square of its cross-sectional radius r, the

following equation can be obtained:
2
"
o= C 9)

where C represents a constant. By substituting Formula (8) into Formula (7), we obtain the
following expression:
N = Ko Pr/? (10)

Assuming there is a homogeneous adsorbent surface and that there is a complete
monolayer saturation adsorption of adsorbent molecules across the entire surface, then:

N1 = 50’_1 (11)
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Formula (9) represents the number of monolayer-saturated adsorption molecules
on the surface of the fractal adsorbent, denoted as N [Z which is determined by the ideal
adsorbent’s cross-sectional area, and S represents the surface area of the adsorbent.

This relationship can be derived from Equations (9) and (10):

Ny K 1p /2
S f 12
Ny 34 (12)

When Df=2,Nf = Ny, resulting in K = S, so:

N’f 1-D /2
Ny 7 ( 3)

The concept of surface coverage can alternatively be articulated as:

n

0= —
N

(14)

The formula of n represents the quantity of adsorbent molecules present on the surface,
while N;; denotes the number of fully saturated adsorbent molecules on that same surface.
The surface coverage on the homogeneous adsorbent is as follows:

0h =n/N; (15)
The surface coverage on the fractal adsorbent is as follows:

0 =n/Ny (16)
The obtained results can be derived from Equations (13), (15), and (16):

n pe/2-1
Ny

0 = 9,001 (17)

The relationship between the surface coverage of the fractal adsorbent and that of the
ideal adsorbent can be derived from Equations (5) and (17):

bp &71

Gf: 71+bp0’2 (18)

2.2.3. Fractal Adsorption Model with Temperature Effect Dependence

The fractal adsorption model can be derived in a general form from the equation for
adsorption coverage on heterogeneous solid surfaces:

vV _ by T
Qf_VTn_l—O—b]f)U2 (19)

After transformation, it can be obtained as follows:

_ Vubp UDTffl _ W UDTL1
1+ bp p+Pf

(20)

The gas pressure, denoted as p, is associated with the adsorption amount V of the
adsorbed gas at a given pressure. The cross-sectional area ¢ represents the size of the adsor-
bent molecules, while the fractal dimension Dy characterizes their structural complexity. Vi,
denotes the maximum adsorption capacity of the adsorbent. Vy refers to the fractal volume,
and Py is the fractal pressure.
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The fractal adsorption model can be transformed into the Langmuir equation when
the value of Dy = 2. Therefore, compared with the Langmuir equation, this model has more
general significance.

p+PL
where p represents gas pressure, V denotes the adsorption capacity of the gas corresponding
to the given pressure, V| signifies the Langmuir volume, and P; refers to the Langmuir
pressure at which adsorption occurs.

The maximum methane adsorption capacity in coal decreases exponentially with
increasing reservoir temperature [44]. Here, we introduce the attenuation coefficient (1)
to represent this decrease and derive a fractal adsorption model on methane in coal with
temperature effect dependence:

_ ﬂan/Z—l'en(tgft) 22)
p+ Py

The temperature correction coefficient, denoted as n, is applied to adjust the experi-
mental temperature (¢p) in degrees to match the temperature of the coal reservoir ().

3. Sample and Experiment
3.1. Sample

The coal samples used in this experiment were collected from Caiyuan Coal Mine and
Xiqu Coal Mine in the Shandong and Shanxi provinces of China, respectively. The sample
numbers were designated as CY and XQ. Table 1 presents the coal quality analysis results
and maceral components of the experimental samples. The vitrinite reflectance values for
the XQ and CY samples were 1.3% and 2.1%, respectively, indicating that the coal samples
corresponded to gas coal and coking coal.

Table 1. Industrial analysis and maceral results of experimental coal samples.

Proximate (wt %) Maceral Composition (vol %)

R
. . S le N b 0,max
Collection Site ampre Number M.q Aq Vdaf (%) Vitrinite Exinite Inertinite
Caiyuan Coal Mine CY 2.35 8.15 34.57 0.86 71 18 8
Xiqu Coal Mine XQ 0.61 11.14 18.59 1.60 68 trace 30

3.2. Measurement of Pore Structure Parameters

The liquid nitrogen adsorption method is a commonly used technique for charac-
terizing the pore structure of coal. It is based on the interaction between coal samples
and nitrogen at liquid nitrogen temperature and involves measuring the relationship
between the nitrogen adsorption amount and different relative pressures to obtain an
adsorption isotherm. This allows for the determination of the distribution characteristics of
the pore structure.

In this study, we employed an ASAP2020M automatic specific surface area and phys-
ical adsorption analyzer from Micromeritics Instrument Company (Norcross, GA, USA)
to estimate the pore volume and specific surface area using the Brunauer-Emmett-Teller
(BET) theoretical model, as well as the Barrett-Joyner-Halenda (BJH) method. Additionally,
density functional theory (DFT) analysis was utilized to estimate the pore size distributions.
The lower limit of the specific surface area measurement was set at 0.0005 m? /g, with no
upper limit specified. The aperture analysis range spanned from 3.5 A to 5000 A, with a
resolution of 0.2 A in the micropore section, while the minimum detectable pore volume
was set at 0.0001 mm?/g.
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3.3. Methane Isothermal Adsorption Experiment

The ISOSORP-GAS SC weight adsorption instrument was utilized to conduct isother-
mal adsorption experiments on the experimental samples, employing a magnetic suspen-
sion balance as its core component with an accuracy of up to 10 ug [45]. In comparison with
the volumetric method, the gravimetric method provided a more reliable determination of
experimental data [46]. To simulate the temperature conditions of deep coalbed methane
reservoirs, the maximum experiment temperature was set at 70 °C. Isothermal adsorption
experiments were performed on coal samples under water equilibrium conditions at tem-
peratures of 30 °C, 50 °C, and 70 °C, respectively. Methane gas with a purity of 99.99%
was used as the adsorbate in these experiments, and the maximum experimental pressure
reached 10 MPa. A total of eight equilibrium adsorption pressure points were established,
each with an adsorption equilibrium time of 12 h. This experiment successfully simulated
both temperature and pressure conditions found in coal seams buried at depths ranging
from 1000 to 2000 m. The specific experimental process is illustrated in Figure 2.

Am:Fb/g:msc+ms+ma_(vsc+vsc+va)ng (23)

where Am indicates the magnetic suspension balance reading, g; Fj, is the pull of the balance,
N; g is the acceleration of gravity, m/s?; ms represents the mass of the sample barrel, g; 115
represents sample mass, g; 1, represents the mass of adsorbed methane, g; V. represents
the sample barrel volume, cm3; V represents the sample volume, cm3; V, represents the
adsorption phase volume, cm?; and pg represents the density of methane gas at different
pressure points, g/cm3.

s oy
) %, —
MSB
L + A,
e » Eletromagnet
Loy =
Permanent magnet

. Position sensor

J { -~ Coupling 1
e —

| lv Float

CH He . Coupling 2
4

__.{r Sample

—[» Sample container

Booster pump Vacuum pump

Figure 2. Schematic diagram of the gravimetric isothermal adsorption experiment.

3.4. Calculation of Pore Fractal Dimension

The concept of fractal dimension was first proposed by Mandelbrot in 1975 [47], and it
has now become a widely used parameter for quantitatively characterizing the heteroge-
neous pore structure of coal [48-50]. In coal samples, the fractal dimension of adsorption
pores is calculated based on experimental results from liquid nitrogen adsorption using the
Frenkel-Halsey-Hill (FHH) model [51]. The calculation formula is as follows:

Ln(V/Vy) = C+ (D — 3)[LuLn(Py/ P)] (24)

The adsorption capacity (V;;) was determined by the fractal dimension (Dy), satu-
rated vapor pressure of the gas (Py), equilibrium pressure of gas adsorption (P), and a
constant (C).

Finally, based on experimental coal sample data, a statistical relationship between LogV’
and Ln[Ln(Py/P)] was established to determine the fractal dimension of the coal sample.



Fractal Fract. 2024, 8, 370

8of 17

4. Results
4.1. Pore Structure Parameter Analysis

According to the original data from the low-temperature liquid nitrogen adsorption
experiment, an adsorption loop line is plotted. Figure 3 shows that the actual adsorption
loop line of the CY coal sample exhibits minimal magnitude, indicating that the pore
structure of coal primarily consists of nearly closed-end breathable pores with a diverse
range of shapes and sizes. At lower relative pressures, there is an overlap between the
adsorption and desorption branches, while the adsorption loop emerges at higher relative
pressures. In contrast, for XQ coal samples, both the adsorption and desorption branches
remain horizontal and parallel to each other across a wide pressure range, suggesting a
significant presence of micropores in the coal.

| a-CY | b-XQ

~
S

—&— Adsorption —&— Adsorption
—&— Desorption

—&— Desorption

o0

(=)}

5

Quantity Adsorbed (cm®/g)
Quantity Adsorbed (cm®/g)

i8]
T

0 L1 1 1 1 1 0 1 1 1 1 1
0.0 0.2 0.4 0.6 0.8 1.0 0.0 0.2 0.4 0.6 0.8 1.0

Relative Pressure (P/P) Relative Pressure (P/P)

Figure 3. Curves of adsorption and desorption loops.

Figures 4 and 5 show the specific pore volume, specific surface area, and their re-
spective proportions for each pore segment in the tested coal samples. Based on the
experimental data obtained from low-temperature liquid nitrogen adsorption, relationships
between pore size and the stage-specific pore volume, as well as the cumulative pore vol-
ume, are established. Additionally, relationships between pore size and the stage-specific
surface area, as well as the cumulative pore-specific surface area, are also derived.

The total pore volume of the CY coal sample (gas coal) is 0.006019 mL /g, with tran-
sitional pores being the dominant type, accounting for 48.35%. Mesopores constitute the
second largest fraction at 40.37%, while micropores have the smallest proportion at 11.28%.
The total pore volume of the XQ coal sample (coking coal) is 0.01476 mL/g, with micro-
pores being predominant at 51.02%, followed by transitional pores at 34% and with the
medium-sized pores having the smallest proportion.

0.0024 T T T T 0.010 0.0024 T T T 0.024
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4835% 51.02%

%5 0.0020 = 7p 0.0020 - - 0.020 =~
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\5/ 11.28% Ttransition pore g é [ ] E:::‘::;?: o 5_,
2 0.0016 I Micropore g 2 000164  397% 15, k0016 3
g 40.37% £ £ 01% o 2
= @ 0006 3 2 Y '/ E
< (=]

s 74.) § > o 5 §
) 0.0012 4 o 2 0.0012 o ? 0.012 °
o S 2 9\ 5
& 9 Looos & & el _— ° -
s ° 2 = ? b 2
= 0.0008 = = 0.0008 -  0.008 -Z
9 o s 2 / =
5 @ = 5 =S
2 £ 2 4 £
2 9 0002 5 S / g
= 000044 o O £ 0.0004 g 0.004 O

hod
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Figure 4. Pore volume of the CY and XQ coal samples.
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Figure 5. Pore-specific surface area of the CY and XQ coal samples.

The above results indicate that there is a significant increase in micropore capacity as
the coalification degree increases from gas to coking coal. Furthermore, it leads to a higher
number of micropores when the coalification degree increases, suggesting that increased
metamorphism promotes their formation. Additionally, the total pore volume also increases
with a higher coalification degree, due to an augmentation in micropore content.

4.2. Estimation of Fractal Dimension (Dy) for Coal Pore

The fractal dimension (Dy) for pore size is the one of fundamental parameters for estab-
lishing the fractal adsorption model with temperature effect dependence in Equation (22).
According to the experimental adsorption data of liquid nitrogen, a statistical relationship
was established between LnV and Ln[In(Py/P)] for two coal samples. Subsequently, the frac-
tal dimension (Dy) of the coal samples was calculated using Equation (10). The calculation
results are presented in Figure 6. The obtained fractal dimensions for the coal samples were
found to be 2.6279 and 2.93, respectively, with corresponding adjusted R? values of 0.98509
and 0.99062, respectively. These results reveal that the pore structure of the experimental
coal sample exhibits distinct fractal characteristics, with a higher complexity observed in
the CY sample compared to the XQ sample.

3.0 2.0

a-CY b-XQ
29 1.5 o
K=0.3721
1.0
2.8 D,=2.6279
> Z 05
=27 —
0.0 9
26 y=-0.07x-2.588 y=-0.3721x-0.63
Adjusted R?=0.98509 05 Adjusted R?=0.99062
2.5
-1.0
6 -5 4 3 2 -1 0 1 6 5 4 3 2 - 0 1

Ln[Ln(P,/P)] Ln[Ln(P,/P)]

Figure 6. Estimation of the fractal dimension Dy for the pore.

4.3. Langmuir Adsorption Equation Fitting

According to Equation (7), the isothermal adsorption curves of CY and XQ samples, as
well as Vi and Pj, at temperatures of 30 °C, 50 °C, and 70 °C, are depicted and summarized
in Figure 7.
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Figure 7. Langmuir adsorption equation fitting.

The fitting of adsorption data for coal samples is illustrated in Figure 7. At temper-
atures of 30 °C, 50 °C, and 70 °C, the maximum adsorption capacities (V1) of the CY
coal sample were determined to be 22.22 cm®/g, 20.6 cm?®/g, and 18.79 cm?®/g, respec-
tively. Similarly, for the XQ coal sample, the maximum adsorption capacities (V1) were
found to be 22.88 cm®/g, 20.01 cm3/g, and 18.16 cm?/g at the respective temperatures
mentioned above.

Furthermore, as the pressure increased, the adsorption capacity of coal samples gradu-
ally rose before reaching a plateau phase, indicating saturation; this behavior aligns with
previously established rules by Li [52] and Liu [53]. It is worth noting that both the maxi-
mum adsorption capacity and adsorption isotherms decreased with increasing temperature
for each specific coal sample. Deng [54] conducted a similar study on anthracite using the
volumetric method at temperatures of 25 °C, 35 °C, and 45 °C, which yielded consistent
results with our experiment’s findings. This can be attributed to the increased kinetic
energy of methane molecules due to the elevated temperature, resulting in more methane
transitioning from an absorbed state to a free state [55]. Additionally, the heat released
during the process of adsorption also contributed to reducing methane’s overall adsorption
capacity within coal [56,57].

Py gradually increased with the temperature, while the Langmuir volume and pres-
sure exhibited an inverse relationship. Yang conducted high-pressure methane adsorption
experiments on four coal samples with varying pore structures, investigating the correla-
tion between the Langmuir constant and proposing a fractal dimension-based adsorption
model incorporating the Langmuir constant. The experimental findings indicate that Py
is not independent of V;, and a complex pore structure corresponds to a higher num-
ber of adsorption energy sites, leading to multilayer adsorption, which enhances V; but
reduces P; [58]. Consequently, methane’s adsorption capacity weakens as temperature
rises. Considering the influence of the heterogeneous coal structure on adsorption behav-
ior, multi-layered adsorption can occur within coal pores, thereby increasing methane’s
adsorption capacity [59].

4.4. Fractal Langmuir Adsorption Equation Fitting

To facilitate the calculation of the volume and pressure of fractal equation, the fractal
model was converted into a linear line, represented by:
Pooa_, 1 B
V(T = pr + v (25)
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The detailed calculation procedure for determining the volume and pressure of the
fractal equation is as follows: Firstly, %UD #/2-1 was calculated based on data obtained from
isothermal adsorption experiments. Secondly, %UD 1271 was plotted against p, and a linear
intercept of Pf/ Vf and slope of 1/ Vf were fitted. Thirdly, the Vf and Pf from Pf / Vf and

1/V; were computed. The fitting process and results for two coal samples under different

temperature conditions are presented in Figure 8.
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Figure 8. Fitting results of fractal adsorption model parameters.

The adjusted R? of the linear fractal model ranged from 0.9984 to 0.9997, indicating a
high degree of fitting goodness. The maximum adsorption capacities Vy for CY and XQ
coal samples at 30 °C were determined as 38.39 cm?/g and 50.48 cm®/g, respectively. As
the temperature increased, Vf decreased while Pf increased, consistent with the adsorption
constant observed in the Langmuir model.

The comparison revealed that for the same coal sample, Py and P| values were closely
aligned; however, V exhibited a significant increase, compared to V;. Under identical
temperatures, the CY coal sample demonstrated an approximately 1.73-fold increase in
Vy, whereas the XQ coal sample showed a greater enhancement by about 2.21 times. The
curved and heterogeneous pore structure provided additional methane adsorption sites
within the pores, leading to potential multi-layer adsorption [52,60,61]. Therefore, the
fractal model fitting yielded significantly higher maximum adsorption capacities than those
obtained through Langmuir modeling.

Previous studies demonstrated a positive correlation between the fractal dimension of
porous media and its adsorption capacity [62—-64]. In comparison to the CY coal sample,
the XQ coal sample exhibited a higher fractal dimension, indicating an increased number
of adsorption sites within its pore structure. Moreover, considering that the XQ coal sample
possessed a higher coalification degree than the CY coal sample, it consequently displayed
a relatively higher V; value and thus showcased an enhanced adsorption capacity.

5. Discussion
5.1. Estimation of Attenuation Coefficient
Previous studies have confirmed a gradual decrease in the maximum adsorption

capacity of methane with increasing temperature. For instance, Ettinger initially proposed
an empirical equation demonstrating an exponential decline in methane adsorption in
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coal as temperature rises. Levy observed that at a pressure of 5 MPa and within the
temperature range of 10-70 °C, the equilibrium water—coal sample’s methane adsorption
capacity decreased by 0.12 cm? /g for every 10 °C increase in experimental temperature [65].
Ryan emphasized that methane adsorption in deep coal seams is primarily influenced
by temperature rather than pressure and exhibits a weak correlation with pressure [66].
Jing conducted measurements on methane adsorption under various pressure conditions
ranging from 20 °C to 100 °C, revealing a gradual reduction in methane adsorption with in-
creasing temperature, particularly during high-pressure stages, where temperature exerted
a significant influence on the amount of methane adsorbed [67].

To further investigate the relationship between different temperature conditions and
the maximum adsorption capacity of methane, we introduced the attenuation coefficient n
to characterize the variation pattern of adsorption capacity with increasing temperature.
Due to variations in pore structure among different coal samples, the adsorption attenuation
coefficients differed as temperature increased. Based on the calculation results in Section 4.4,
an exponential relationship was fitted for the maximum adsorption capacities V; of both
samples at 30 °C, 50 °C, and 70 °C. As shown in Figure 9, CY and XQ coal samples
had attenuation coefficients of —0.006 and —0.004, respectively. Compared to XQ coal
samples, CY coal samples exhibited a faster decrease in maximum adsorption capacity with
increasing temperature.

40 56
a-CY -
39 sq | D-XQ
38 52
. n=—0.004 50 n=—0.006
_ -0.006x 48 _ -0.004x
536 Y=43.96¢ ® Y=59.73¢
35 “z 46
S S
> 34 > 44
33 Adjusted R*=0.9981 22 Adjusted R*=0.993
40
3
38
31
36
30
30 40 50 60 70 30 40 50 60 70
T(°C) T(°C)

Figure 9. Estimation of the attenuation coefficient.

5.2. Accuracy Verification of Fractal Adsorption Model with Temperature Effect Dependence

According to the estimation results in Sections 4.4 and 5.1, the V values of CY and
XQ coal samples and their attenuation coefficients were substituted into Equation (22) to
predict the corresponding Vyat 30 °C, 50 °C, and 70 °C (Equations (26) and (27)), which
were then compared with the actual values calculated in Section 4.4.

38.39
Vey 0 = - 1*25 £0.1812-6279/2-1,,—0.006+20 (26)

Vo3 = L;Of%zg ¥ 0.181293/2-1,,—0.004+20 27)

To assess the accuracy of the model, two parameters, absolute error and relative error,
were employed (Figure 10). As depicted in Figure 10, under temperature conditions of
30 °C, 50 °C, and 70 °C, the absolute errors between actual and predicted Vy values for CY
and XQ coal samples ranged from 0.06 to 1.08 cm?/g, while relative errors ranged from
0.001 to 0.024. Specifically for CY coal samples, absolute errors were found as follows,
respectively: at a temperature of (i) 30 °C, 0.6 cm®/g; (ii) at 50 °C, 0.63 cm®/g; and
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(iii) at 70 °C, 1.08 cm® /g, with the corresponding relative errors being (i) 0.011, (ii) 0.013,
and (iii) 0.024. For XQ coal samples, absolute errors were found as follows, respectively:
(i) at a temperature of (i) 30 °C, 0.59 cm3/ g; (ii) at 50 °C, 0.06 cm3/ g; and (iii) at 70 °C,
0.78 cm?/g, with the corresponding relative errors being (i) 0.008, (ii) 0.001, and (iii) 0.014.
Therefore, the fractal adsorption model incorporating temperature effect dependence
exhibits high accuracy.

45 - 60

a-CY - Actual value _b‘XQ - Actual value
40 | 3839 389 I Predicted value Daij==— 49,59 I Predicted value
3536 3399 i 50 :
?335 - 145 ?045 B 44.19 44.25
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"‘E 30 "t 40 - 39.25
5 5
- =35 F
55| ]
b5} 530
o 20 + Q
s R
215+ 220
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- 0.001
5 5 (
0 \ 0
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T(°C) T(°C)

Figure 10. Comparison of the actual value of V¢ with the predicted value.

5.3. Application

The gas storage capacity of a coalbed methane reservoir is a crucial parameter for
estimating the reserves of coalbed methane resources [68,69]. Additionally, the temperature
of the coal reservoir plays a significant role in evaluating its gas storage capacity. Since
methane in coal primarily exists in an adsorbed state within the reservoirs [70], gas content
is typically determined through isothermal adsorption experiments on methane in coal [71].
However, accurately characterizing the methane adsorption capacity of deep coal reservoirs
using experimental methods remains challenging. Therefore, we propose a method to
estimate the methane adsorption capacity of deep coal seams. Considering the geothermal
gradient of the coal reservoir, it can be observed that every 100 m increase in burial depth
leads to a corresponding rise in reservoir temperature by 3 °C [72]. Hence, we establish the
following correlation between burial depth and temperature of the deep coal reservoir:

h
T=Ty+ Too% (28)
where T is the coal reservoir temperature, T is the experimental temperature, / is the
buried depth, and a = 3, is the temperature gradient.

The calculation process for determining the methane adsorption capacity of deep
coal reservoirs is as follows: (a) 2-3 experimental temperatures based on the burial depth
of the coal seam were set, and the corresponding adsorption isotherms for samples at
different temperature conditions were measured; (b) the fractal dimension (Dy) of the
sample using the liquid nitrogen adsorption method was determined; (c) the Vyand P
values were obtained using a linear fractal model, and the attenuation coefficient n of the
adsorption capacity was determined based on the exponential relationship of Vat different
temperatures; and (d) the temperature corresponding to the burial depth of the coal seam
was substituted into Equation (28) to obtain the methane adsorption capacity specific to
that depth. The detailed calculation method is illustrated in Figure 11.
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Figure 11. Prediction strategy of methane adsorption in a deep coal seam.

The occurrence modes of coalbed methane include the adsorbed state, free state,
and dissolved state. Among them, the adsorbed state typically accounts for more than
80 percent, which sets it apart from conventional natural gas. This difference makes the
extraction of coalbed methane more challenging, compared to conventional natural gas.
Therefore, accurately estimating the amount of adsorbed gas in a coal seam is crucial
for effective extraction. This study comprehensively examines the heterogeneity and
temperature effects of coal, subsequently unveiling the occurrence state of deep coalbed
methane. It provides a theoretical basis for the exploration and development of deep
coalbed methane. Furthermore, this approach can provide a theoretical foundation for
understanding accumulation conditions and distribution patterns and predicting sweet
spots in deep CBM reservoirs. It also presents the significance as a reference for exploring
and developing other unconventional gas reservoirs, such as shale gas, tight sandstone gas,
water-soluble gas, and natural gas hydrate.

6. Conclusions

In this study, the pore structure parameters and the fractal dimensions for the pore
size of gas coal and coking coal are investigated by the low-temperature N, adsorption
experiment. Additionally, the fractal equation based on the fractal dimension (D) of
coal pores and the attenuation coefficient (1) of adsorption capacity is proposed. Subse-
quently, the accuracy of this novel model is thoroughly investigated. Finally, a predictive
approach for methane adsorption in deep coal reservoirs is proposed, leading to the
following conclusions.

1. The pore structure heterogeneity in coal manifests pronounced fractal features that
can be described using the fractal dimension (Dy), and the fractal dimensions (Dy) for
the gas coal and coking coal are 2.6279 and 2.93, respectively.

2. The fractal adsorption constants, Vrand Py, corresponding to coal samples at 30 °C,
50 °C, and 70 °C are calculated, respectively, and # is used to characterize the attenua-
tion coefficient of Vy with increasing temperature. The adsorption capacity attenuation
adsorptions of gas coal and coking coal are —0.006 and —0.004, respectively.

3.  The fractal equation fitting demonstrates a higher adjusted R?, compared to the
Langmuir equation fitting. In addition, under temperature conditions of 30 °C, 50 °C,
and 70 °C, the absolute errors between actual and predicted V; values for CY and XQ
coal samples range from 0.06 to 1.08 cm?/g, while relative errors range from 0.001 to
0.024, indicating that the proposed fractal equation demonstrates a higher accuracy
than the traditional Langmuir equation.

4.  Based on the relationship between the temperature gradient and the buried depth of
coal reservoirs, a prediction method of methane adsorption in deep coal reservoirs
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is established to furnish a reference point to aid in the exploration and development
efforts of unconventional gas.
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