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Abstract: The presented study deals with the analysis of the stochastic geometry of grains on ceramic
foam strength behavior. A microstructural finite element (FE) model of a grainy structure of such a
material was developed and stochastic changes to the grain geometry (initially of a regular cubic
shape) were introduced. The numerical compression test of a series of finite element models was
carried out with the use of LS Dyna computer code. To consider the ceramic specific behavior, the
Johnson Holmquist constitutive model was implemented with parameters for alumina. The influence
of the stochastic irregularities on the ceramic foam strength was observed—the geometry changes
caused an increase in the maximum stress, which could be the basis for the indication that the
production of the energy absorbing material should be based on mostly irregular grains.
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1. Introduction—Aim of Study

Solid ceramic materials are well known and studied. Their behavior is analytically described, and
this description was successfully applied in numerical methods: the finite element method (FEM) [1],
meshless [2], and more. Constitutive material models were developed for solid ceramics. The most
popular is Johnson Holmquist, which was used in the presented study and described below.

Porous ceramics are a fairly new group of materials. They were patented in 1963 [3], however
the first studies were presented in 2001 [4]. Nevertheless, new methods of design, production and
applications are developed worldwide. Porous ceramics are characterized by [5,6]:

- good chemical stability—the possibility of various base materials and processing selection allows
for the preparation of structures resistant to different working conditions, e.g., corrosion;

- high specific strength and rigidity—the base material of a porous structure is stiff ceramic, which
causes gas or liquid pressure, and other stress loadings do not influence the shape and the size
of pores;

- good thermal stability—heat-resistant porous ceramics are able to filtrate the molten steel or
high-temperature burning gas.

The above-mentioned advantages show the wide possibility to apply porous ceramics, for example,
in various industries, such as chemical, energy, metallurgy, electronic engineering and design [7].

Porous ceramics can be characterized with pores classified into three classes depending on the pore
diameter, d: macroporous (d > 50 nm), mesoporous (50 nm > d > 2 nm) and microporous (d < 2 nm) [8].
Owing to this fact, various methods of production were developed. For macroporous foams, the
representative production process can be described in four steps: partial sintering, sacrificial fugitives,
replica templates and direct foaming (Figure 1) [8].
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Figure 1. Fabrication processes of macroporous ceramic [8]. 

The most interesting ceramic structures discussed in the paper are that with meso and micro 
pores which appear between ceramic grains. Such structures, obtained through sintering, are 
observed and presented in literature [9,10,11] (Figure 2). 

 
Figure 2. An illustration of microporous ceramic foams: a single open pore in Al2O3 ceramic 
microstructure magnification [11]. 

Some attempts to analyze porous ceramic structure can also be found in literature. The most 
popular method is using an X-ray tomography to develop a numerical model of a real structure 
[12,13], however, such studies do not allow for the checking of the general rules which can be useful 
in designing materials with desired properties. An example of such a method is given in Figure 3. 

Figure 1. Fabrication processes of macroporous ceramic [8].

The most interesting ceramic structures discussed in the paper are that with meso and micro pores
which appear between ceramic grains. Such structures, obtained through sintering, are observed and
presented in literature [9–11] (Figure 2).
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Figure 2. An illustration of microporous ceramic foams: a single open pore in Al2O3 ceramic
microstructure magnification [11].

Some attempts to analyze porous ceramic structure can also be found in literature. The most
popular method is using an X-ray tomography to develop a numerical model of a real structure [12,13],
however, such studies do not allow for the checking of the general rules which can be useful in
designing materials with desired properties. An example of such a method is given in Figure 3.
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Figure 3. An example of the modeling process of ceramic foam real structure: (a) computed 
tomography results marked as black and white bitmaps and thresholding of the pores, (b) pore space 
stl model, (c) finite element model [13]. 

Also, some idealistic models were developed using, e.g., Kelvin tetrakaicecahedron, beams [14] 
or spheres [15], as seen in Figure 4. 
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Figure 4. Examples of idealistic models of ceramic foams (a) using Kelvin structure, (b) beams [14] (c) 
and spheres [15]. 

On the basis of the presented methods of ceramic structure analyzing, it was concluded that the 
influence of a grain stochastic shape which influences on the foam mechanical properties was not 
concerned. The real structure models do not allow us to study the phenomena in every kind of 
structure. The selected region can only be observed, and some conclusions can be drawn for the 
locally observed phenomena. The idealistic models allow for the observation of some general rules 
of the foam behavior, however, they do not consider the stochastic parameters typical for a ceramic 
microstructure, such as the variable size or shape of grains. 

It was decided that we would develop a numerical model which allows for the study of the 
random geometry of grains in accordance with their mechanical parameters. The proposed method 
of analyzing the random ceramic structure can be assumed as novel, in accordance with the 
presented literature review and lack of such analyses. 

In this paper, the influence of stochastic changes on the geometry of grains, which builds the 
ceramic foam microstructure, was studied with the use of the finite element method. 

2. Numerical Model Development and Convergence Analysis 

The microstructural model of the porous ceramic material was built from solid hexagonal 
elements. A series of stochastic models was developed in the following steps: 

Figure 3. An example of the modeling process of ceramic foam real structure: (a) computed tomography
results marked as black and white bitmaps and thresholding of the pores, (b) pore space stl model,
(c) finite element model [13].

Also, some idealistic models were developed using, e.g., Kelvin tetrakaicecahedron, beams [14] or
spheres [15], as seen in Figure 4.
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On the basis of the presented methods of ceramic structure analyzing, it was concluded that
the influence of a grain stochastic shape which influences on the foam mechanical properties was
not concerned. The real structure models do not allow us to study the phenomena in every kind
of structure. The selected region can only be observed, and some conclusions can be drawn for the
locally observed phenomena. The idealistic models allow for the observation of some general rules
of the foam behavior, however, they do not consider the stochastic parameters typical for a ceramic
microstructure, such as the variable size or shape of grains.

It was decided that we would develop a numerical model which allows for the study of the
random geometry of grains in accordance with their mechanical parameters. The proposed method of
analyzing the random ceramic structure can be assumed as novel, in accordance with the presented
literature review and lack of such analyses.

In this paper, the influence of stochastic changes on the geometry of grains, which builds the
ceramic foam microstructure, was studied with the use of the finite element method.

2. Numerical Model Development and Convergence Analysis

The microstructural model of the porous ceramic material was built from solid hexagonal elements.
A series of stochastic models was developed in the following steps:
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Step 1: a solid model built from 10 × 10 × 10 brick elements was built (Figure 5a). Each element
reflects a grain;

Step 2: the porosity of the model was achieved by drawing 20% of the elements and removing
them from the model built in Step 1. Step 2 was performed ten times, and ten different models were
developed (Figure 5b);

Step 3: the stochastic process of changing the elements (grains geometry) was introduced. A FEM
input file was converted in Visual Basic for Applications (VBA)—the coordinates of the nodes of
elements were stochastically changed. The nodes were translated within a sphere with a radius of 0.1,
0.2 and 0.3 initial distance between the neighboring nodes. A translation value for each coordinate was
stochastically drawn (using Excel RAND function). The node translation method was presented in
Figure 6, and the developed model was shown in Figure 5c. It should be mentioned that the correction
of the porous space volume was introduced to achieve the same volume in each model. Ten models for
each radius for each model prepared in step 2 were developed—300 models were built in total.
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A finite element study was carried out with the use of LS Dyna software (v971, Livermore Software
Technology Corp., Livermore, CA, USA), which is dedicated to dynamic phenomena studies. A central
difference scheme was applied in the system for the explicit time integration to assesses the linear
change in acceleration. It was developed based on a single degree of freedom damping system, in
which forces acting on mass m are as follows: fs—elastic force, fI—inertia force, fD—damping forces,
p(t)—external forces [16].
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The equations of equilibrium are based on d’Alambert’s principle:

fI + fD + fint = p(t)
fI = m

..
u,

..
u = d2u

dt2 − acceleration
fD = c

.
u,

.
u = du

dt − velocity
fint = ku, u− displacement

(1)

In the equations presented above, m is mass, k is the linear stiffness and c is a damping coefficient.
The equations of motion for the linear behavior lead to a linear ordinary differential equation:

m
..
u + c

.
u + ku = p(t) (2)

where p(t) is assumed as the loading force. It should be observed that for the nonlinear case, the
internal force varies as a nonlinear function of the displacement, leading to the nonlinear formula:

m
..
u + c

.
u + fint(u) = p(t) (3)

Analytical solutions for linear ordinary differential equations are known, therefore, a dynamic
response of a linear system subjected to the harmonic loading can be also considered.
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The closed form solution can be defined as:

(t) = u0 cosωt +
.
u0

ω
sinωt +

p0

k
·

1
1− β2

(sinωt− β sinωt) (4)

with the initial conditions: initial displacement u0, initial velocity
.
u0 and static displacement p0

k . In
Equation (4), the following symbols were used:

- ω =
√

k
m —circular frequency for a single degree of freedom,

- p0,ω—amplitude and frequency in the harmonic loading equation P(t) = p0sinωt,

- β = ω
ω—applied load frequency.

For nonlinear problems, only numerical solutions are possible. In the problem described in
the paper, the explicit central difference scheme, built in LS Dyna, was applied for the equations of
motion integration.

To describe the central difference method, the semi-discrete equations of motion at time n are
defined as:

Man = Pn
− Fn + Hn (5)

where M is the diagonal mass matrix, Pn accounts for external and body force loads, Fn is the stress
divergence vector and Hn is the hourglass resistance. To advance time tn+1, the central difference time
integration is used in the following form:

an = M−1(Pn
− Fn + Hn) (6)

vn+ 1
2 = vn− 1

2 + an∆tn (7)

un+ 1
2 = un + vn+ 1

2 ∆tn+ 1
2 (8)

where:

∆tn+ 1
2 =

∆tn + ∆tn+1

2
(9)

and v and u are the global nodal velocity and displacement vectors, respectively. The geometry can be
updated by adding the displacement increments to the initial geometry:

xn+1 = x0 + un+1 (10)

For the purpose of finite element mesh development, 4- nodal brick elements were used.
MAT_JOHNSON_HOLMQUIST_CERAMICS was applied as a material model. This model is useful in
the analysis of brittle materials, such as ceramics, subjected to large pressures, shear strain and high
strain rates. The model considers the phenomena that appear when brittle materials are subjected to
load and damage. The ceramic-type material equivalent stress can be calculated as [16]:

σ∗ = σ∗i −D
(
σ∗i − σ

∗

f

)
(11)

where:
σ∗i = a(p∗ + t∗)n

(
1 + c ln

.
ε
∗
)

(12)

describes the intact undamaged state. The damage parameter:

D =
∑ ∆εp

ε
p
f

(13)

represents the accumulated damage based on an increase in the plastic strain per a computational cycle
and the plastic strain to fracture:

ε
p
f = d1(p∗ + t∗)d2 (14)
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and
σ∗f = b(p∗)m

(
1 + c ln

.
ε
∗
)
≤ SFMAX (15)

is the damaged state. In each case, “*” indicates a normalized quantity, the stresses are normalized by
the equivalent stress at the Hugoniot elastic limit, the pressures by the pressure at the Hugoniot elastic
limit and the strain rate by the reference strain rate [16]. The material constants for Al2O3 applied in
the model are presented in Table 1.

Table 1. Material constants for Al2O3 [17].

Parameter Unit Value

Density kg/m3 3.226

Shear modulus GPa 90.16

Strength constants

A - 0.93

B - 0.31

C - 0.0

M - 0.6

N - 0.6

EPSI (Ref strain rate) - 1.0

Tensile strength GPa 0.2

HEL GPa 2.79

HEL pressure GPa 1.46

HEL volumetric strain - 0.01117

HEL strength GPa 2.0

Damage constants

D1 - 0.005

D2 - 1.0

Equation of state constants

K1 – bulk modulus GPa 130.95

K2 GPa 0

K3 GPa 0

Beta - 1.0

The boundary conditions applied in the FE model were set to reflect the dynamic compression
test. The numerical sample was placed on the rigid wall. The compression was carried out with the
moving rigid wall (velocity v = 1 mm/ms). The automatic single surface contact, considering a penalty
function, was set. The static friction coefficient between the ceramic faces and the rigid wall and
ceramic structure was 0.2 and dynamic coefficient was 0.1.

Firstly, the convergence analysis of the developed model was carried out. The methods for such
analyses are known [18,19]. The most popular method is to use the experimental data to compare
them with calculations. However, this method cannot be used in the case of the proposed study.
The data that can be found in literature refer to the compression tests of ceramic foams treated as
macrostructures in which only the porosity and grain size (sieve analysis of powder) are considered as
a factor influencing the mechanical properties [20–22]. Those studies do not allow for their comparison
to the results of the presented study.

We decided to check the model convergence using the mesh size and eratio analysis. For the first one,
the exemplary models of both regular and irregular grains were prepared by applying 1, 8 and 27 elements
per one grain (Figure 7). The results of the FE tests are presented in Table 2 showing the maximum stress
and time of analysis. It should be noted that the maximum stress appeared for the same value of strain for
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each model. It can be observed that the model with one element reflecting one grain can be used. The
maximum stress parameter is the most important factor for the analysis presented in the paper.
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elements per grain, (c) 27 elements per grain.

Table 2. Mesh size convergence study results for the regular model.

Mesh Size Average Maximum Stress [MPa] Analysis Time

1 element per grain, 10.3 10 min

8 elements per grain, 10.3 38 min

27 elements per grain 10.3 2 h 4 min

The next step is to check the model convergence, which was the eratio analysis. Eratio is the
energy factor that is applied in LS Dyna to verify the energy conservation rule. The energy ratio is
considered as [16]:

eratio =
Etotal

E0
total + Wext

(16)

where Etotal is the total energy in the considered time step, E0
total is the initial total energy and Wext is

external work. In all analyzed models, eratio was equal to 1 ± 3% during the analysis.

3. Results and Discussion

The results were presented as stress–strain charts. The engineering stress was calculated as a
ratio of the reaction force from the stationary rigid wall to the initial cross section of the sample. The
engineering strain was calculated as a ratio of the loading rigid wall displacement to the initial height
of the sample. The examples of such charts are presented in Figure 8.
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structure, structure with nodes displacement within a sphere of with a radius of 0.1 (por01), 0.2 (por02)
and 0.3 (por03) of element edge: (a) regular behavior, (b) irregular behavior.
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The reason behind presenting two exemplary charts in Figure 8 is that some irregularities appeared
in a testing series of models, and to show this difference more clearly. Firstly, it should be observed
that the change in geometry caused a significant increase in the maximum stress (first peak stress).
However, the differences were not obvious. In Figure 8a, the trend is quite understandable—the bigger
displacement for nodes is assessed, and the bigger stress value is achieved, however, in Figure 8b this
rule is not restricted. To understand this phenomenon, a chart with average, maximum and minimum
values of the maximum stress was prepared (Figure 9). In this chart, it can be observed that the trend
of the irregularity increase causes an increase in stress appearance. Nevertheless, it can be observed
that, sometimes, the stress can be lower for a higher irregularity.

As already mentioned, the model was developed using random drawings of node displacement
that need to be placed in the sphere with the described radius. The averaged translation vector length
was calculated and analyzed. The calculations of the maximum stress value were set as a function
of the average value of nodes displacement length and presented in Figure 10. A linear trend can be
observed, however, there are some deviations.
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The reason for these deviations could be the displacement vector on the base of stochastic drawing
and, in some models, a different number of shorter and longer vectors. For example, the drawing
for por0.3 model can result in vector lengths comparable to those for 0.1 model, which can cause the
differences shown in Figure 8a,b. Therefore, it was decided to develop additional charts to verify those
assumptions. The charts of the number of node displacement vectors counted within the selected
ranges for the models analyzed in Figure 8 are presented in Figure 11. Based on those results, the
assumption presented above was confirmed. The distribution of vector length can influence the
strength characteristic.
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Eventually, the stress distribution was observed in the model (Figure 12). Interestingly, the
irregularity in the shape of grains caused an increase in the stress concentration regions, which could be
the reason for the maximum stress increase in comparison to regular structures. Such a concentration
appeared in vertices of the irregular elements. The more deformed the element was, the greater stress
concentration appeared.



Materials 2020, 13, 1944 11 of 12

Materials 2020, 13, x FOR PEER REVIEW 11 of 12 

 

 
Figure 12. Y—stress distribution for regular and irregular structure. 

The presented study considers the influence of the stochastic changes in porous ceramics grain 
geometry on ceramic foam mechanical properties. The following conclusion can be drawn: an 
increase in the irregularity of grains can cause a significant change in the strength behavior of the 
ceramic foam. The design and production of a new material with the desired properties can be based 
on this observation. This phenomenon is particularly useful when the first maximum stress 
determining the energy absorption and effectiveness of protection is used, e.g. during a gun bullet 
impact. The foam production process can begin from the selection of grains of the most irregular 
shapes within the selected size. However, the presented analysis is limited to some extent, as it only 
considers the grains of one sieve class size. 

Funding: This research received no external funding 

Conflicts of Interest: The author declares no conflict of interest 

References 

1. Chabera, P.; Boczkowska, A.; Morka, A.; Kędzierski, P.; Niezgoda, T.; Oziębło, A.; Witek, A. Comparison 
of numerical and experimental study of armour system based on alumina and silicon carbide ceramics. 
Bull. Pol. Acad. Sci. Tech. Sci. 2015, 63, 363–367, doi:10.1515/bpasts-2015-0040. 

2. Ma, J.; Wei, G.; Liu, D.; Liu, G. The numerical analysis of piezoelectric ceramics based on the Hermite-type 
RPIM. Appl. Math. Comput. 2017, 309, 170–182, doi:10.1016/j.amc.2017.03.045. 

3. Schwartzwalder, K.; Somers, A.V. Method of Making Porous Ceramic Articles; US Pat. No. 3090094; United 
States Patent Office: Detroit, MI, USA, 1963. 

4. American Society for Technion, Israel Institute Of Technology, Novel Ceramic Foam Is Safe And Effective 
Insulation, Science Daily. Available online: www.sciencedaily.com/releases/2001/05/010518082028.htm 
(accessed on 5 April 2020). 

5. Liu, Z., Wei, G. and Wang, Z. Numerical solution of functionally graded materials based on radial basis 
reproducing kernel particle method. Eng. Anal. Bound. Elem. 2020, 111, 32–43. 

6. Liu, P.; Chen, G. General Introduction to Porous Materials. In Porous Materials; Elsevier BV: Oxford, UK, 
2014; pp. 1–20. 

7. Ohji, T.; Fukushima, M. Macro-porous ceramics: Processing and properties. Int. Mater. Rev. 2012, 57, 115–
131, doi:10.1179/1743280411y.0000000006. 

8. Ohji, T. Porous Ceramic Materials. In Handbook of Advanced Ceramics, 2nd ed.; Elsevier Inc.: Oxford, UK, 
2013. 

9. Wu, Z.; Sun, L.; Wang, J. Progresses on the Optimal Processing and Properties of Highly Porous Rare 
Earth Silicate Thermal Insulators. J. Korean Ceram. Soc. 2018, 55, 527–555, doi:10.4191/kcers.2018.55.6.12. 

10. Grigor’Ev, M.V.; Savchenko, N.; Buyakova, S.P.; Kul’Kov, S.N. Inelastic behavior of ceramics with 
hierarchical pore structure under compression. Tech. Phys. Lett. 2017, 43, 723–726, 
doi:10.1134/s1063785017080089. 

11. Basheer Al-Naib, U.M. Magnification of a Single Open Pore in the Alumina Ceramic Body in A Brief Introduction 
to Porous Ceramic; IntechOpen: London, UK, 2017. 

12. Kułynycz, V.; Marutab, M. The application of X-Ray Computed Microtomography for estimation of 
petrophysical parameters of reservoir rocks. World Sci. News 2017, 76, 91–107. 

13. Boiger, G.; Ott, T.; Holzer, L.; Penner, D.; Gorbar, M.; De Hazan, Y. Multi-Parameter Improvement Method 
for (Micro-) Structural Properties of High Performance Ceramics. Int. J. Multiphysics 2017, 11, 49–69, 
doi:10.21152/1750-9548.11.1.49. 

Figure 12. Y—stress distribution for regular and irregular structure.

The presented study considers the influence of the stochastic changes in porous ceramics grain
geometry on ceramic foam mechanical properties. The following conclusion can be drawn: an increase
in the irregularity of grains can cause a significant change in the strength behavior of the ceramic
foam. The design and production of a new material with the desired properties can be based on this
observation. This phenomenon is particularly useful when the first maximum stress determining
the energy absorption and effectiveness of protection is used, e.g. during a gun bullet impact. The
foam production process can begin from the selection of grains of the most irregular shapes within the
selected size. However, the presented analysis is limited to some extent, as it only considers the grains
of one sieve class size.
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