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Abstract: The creep life prediction of austenitic heat-resistant steel is necessary to guarantee the
safe operation of the high-temperature components in thermal power plants. This work presents a
machine learning model that can be applied to predict the creep life of austenitic steels, offering a novel
method and approach for such predictions. In this paper, creep life data from six typical austenitic
heat-resistant steels are used to predict their creep life using various machine learning models.
Moreover, the dissimilarities between the machine learning model and the conventional lifetime
prediction method are compared. Finally, the influence of different input characteristics on creep
life is discussed. The results demonstrate that the prediction accuracy of machine learning depends
on both the model and the dataset used. The Gaussian model based on the second dataset achieves
the highest level of prediction accuracy. Additionally, the accuracy and the generalization ability of
the machine learning model prediction are significantly better than those of the traditional model.
Lastly, the effect of the input characteristics on creep life is generally consistent with experimental
observations and theoretical analyses.

Keywords: creep life prediction; austenitic heat-resistant steel; machine learning; Gaussian model;
input feature

1. Introduction

Austenitic heat-resistant steel is traditionally used for the high-temperature compo-
nents of thermal power plant boilers due to its high creep strength and excellent organiza-
tional stability. Due to the prolonged exposure to high temperatures and coupled stresses
in service, creep damage is a major failure mode of austenitic steels. Therefore, the creep
life prediction of austenitic steels, especially the remaining life prediction, is necessary to
guarantee the safe operation of thermal power boilers.

The creep life assessment of high-temperature pressurized components has long been
a focus of attention for various research institutions in different countries [1,2]. A variety
of creep life prediction methods have been developed from different perspectives in the
past, such as the isotherm method, the Larson-Miller (LM) parametric method, the 6
projection method, the Omega model, and the continuous-damage-based method. The
isotherm method predicts the creep rupture life at a specific temperature by accounting
for the persistent rupture time at that temperature, whereas the LM method factors in
the variations of stress, time, and temperature. For the LM method, most of the research
has focused on the acquisition of the C-value. According to Ghatak et al. [3], parameter
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C of the LM model has a correlation with the applied stress level. As a result, Ghatak
modified the LM formula to obtain more accurate results. The effect of different C-values
on the prediction accuracy of the LM parametric method was discussed by Gustin et al. [4],
who arrived at similar conclusions as Ghatak regarding the parameter. Cheng et al. [5],
Fu et al. [6,7], and Evans et al. [8] achieved better models for predicting life using the 6
model by changing the number of parameters or increasing the constraints applied to the
model. Moreover, life prediction can be achieved by combining finite element analysis
with damage theory. Salifu [9] developed a finite element model of the component and
predicted the time to creep failure of the component using creep constitutive relation and
time-cumulative damage theory. Li et al. [10] constructed a finite element model of crystal
plasticity containing creep damage based on the microscopic theory of crystal plasticity,
achieving the leap of predicting the macroscopic lifetime through a microscopic mechanism.
The creep damage evolution of materials under multiaxial stress was predicted by Goyal
et al. [11] through a combination of finite element analysis and the continuum damage
theory. In addition to the above phenomenological theories, other researchers have tried to
achieve the prediction through dislocation motion, grain boundary slip, cavity growth, and
other micro-mechanisms [12-16].

In general, creep in austenitic heat-resistant steel is a slow deformation behavior under
high temperature and low stress. The progression from creep deformation to creep fracture
is influenced by several factors. These factors include the alloy chemical composition, the
initial microstructure, variations in the microstructure during creep, and the environmental
conditions (stress and temperature). Thus, creep life prediction can be summarized as
a complex non-linear link between high-dimensional data. Conventional life prediction
methods involve only one or two of the factors mentioned above. For example, the isotherm
method incorporates only stress, while the LM method and the 6 projection method
consider both stress and temperature. Additionally, the micromechanical method includes
the environmental conditions and microstructure. The small number of factors covered in
the model limits its generalizability. Machine learning allows for training and prediction
on extensive amounts of data and has diverse applications in predicting the material
performance and developing new materials. Moreover, machine learning approaches have
been used to predict material lifetimes in recent years [17-20]. Wang et al. [21], Tan et al. [22],
and Wang et al. [23] combined machine learning, such as neural networks and integrated
learning, into conventional models to predict the creep life of alloys and achieved greater
precision in life prediction. Han et al. [24] developed a two-model linkage approach that
successfully addressed the low accuracy of lifetime prediction for small datasets. Chai
etal. [25] constructed a Gaussian process regression model with test stress, test temperature,
tempering time, S, and Cr content as inputs and successfully predicted the creep life of
9Cr-1Mo steel. Zhang et al. [26,27] and Gu et al. [28] predicted the creep-fatigue life of
different alloys using traditional and modified machine learning models, demonstrating
the possibility of machine learning in coupled damage life prediction.

The essence of machine learning models constructed to predict material creep life is
regression analysis. Commonly used regression modeling algorithms include the Support
Vector Machine, Decision Tree, integrated learning, Gaussian Regression, and the BP
Neural Network [29-33]. The Support Vector Machine uses kernel functions and non-linear
transformations to achieve linear divisibility in high-dimensional spaces and solves the
classification problems in high-dimensional spaces. Moreover, based on Support Vector
Machine classification, an insensitive loss function is introduced so that it can be used to
solve the regression problem. Decision Trees are based on tree structure, which is simple,
efficient, and capable of handling irrelevant input features. Additionally, the Decision
Tree can achieve satisfactory outcomes for large data sources within a relatively brief
amount of time. The shortcomings of Decision Trees are their susceptibility to overfitting
and neglecting the interdependence of attributes within the dataset. Integration learning
generally attains a greater generalization performance compared to a single learner by
amalgamating multiple base learners. In order to achieve a better integration performance,
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the following two fundamental conditions must be met: (1) the base classifiers must
demonstrate a certain level of performance, at least not inferior to that of random guessing;
and (2) the base learners should be variant. The Gaussian Regression process uses Bayesian
techniques, resulting in a non-parametric probabilistic model. One main advantage of
Gaussian Regression is the ability to predict the output of the unknown inputs while
also quantifying the uncertainty of the projected output. The BP Neural Network has the
ability to learn and store numerous input-output pattern mapping connections without the
requirement of predefining the mathematical equations for such mappings. The learning
procedure employs a rapid descent method in order to consistently modify the weights
and thresholds of the network via backpropagation, which aims to minimize the sum of
the squared errors of the network. Its main characteristics are the forward propagation of
the signal and the reverse propagation of the error.

Previous studies have shown that machine learning is a viable method for predicting
creep life. However, no research has been reported in the area of predicting the creep life
of austenitic heat-resistant steels using machine learning. In this study, machine learning
models for the creep life prediction of austenitic steel are developed. The prediction results
of the machine learning model are compared with those of the conventional model, using
530432 steel as an example. Finally, the trend of the influence of the input features on creep
life is discussed.

2. Data Collection and Machine Learning Model Selection
2.1. Establishment of Dataset

Figure 1 shows the distribution behaviors of the creep life collected for this study. As
illustrated in Figure 1, the creep rupture life data are distributed between 10 and 2 x 10° h,
the stress data range from 18 to 400 MPa, and the experimental temperature varies between
550 and 800 °C. Moreover, the creep data are obtained from experiments of tube specimens.
The following six materials are included in the data: TP304H, TP321H, TP316H, TP347H,
S30432, and TP310HCDbN [34-38]. A total of 1060 datasets are collected, and the data
numbers for each material are 207, 231, 245, 194, 117, and 66, respectively. The characteristic
parameters in the data are the chemical composition, the grain size, the test temperature,
and the test stress. The data distribution of the characteristic parameters is shown in
Figure 2. The x-axis denotes the content of each element within the dataset, while the
y-axis represents the frequency of occurrence of an element’s content within the dataset. In
general, characteristics such as the compositional features, the processing characteristics,
the microstructure, and the experimental conditions are typical input features for life
prediction. The materials used in this study are austenitic steels, therefore, the grain size is
used as the input feature for the microstructure. The precipitation, as a generated phase
during the creep, is one of the important factors affecting the creep properties of austenitic
steels. However, the input features of the precipitated phases are unavailable in this study
since no data on them are present in the literature to which the dataset belongs. Fortunately,
the precipitation and growth of the phase is related to the chemical composition; therefore,
the effect of precipitation on creep fracture can be reflected to some extent by the chemical
composition as an input feature.

2.2. Feature Extraction and Dataset Creation

Sensitivity analysis is a statistical technique used to investigate the degree and direc-
tion of the linkages between two or more characteristic variables. In this study, Pearson’s
correlation coefficient is used to investigate the effect of various input characteristic coeffi-
cients on the creep rupture time of austenitic steel. The formula is as follows:

B Cov(X;,Y)
—/Var(X;)/Var(Y)

where Cov stands for covariance; Var represents variance; X; represents the austenitic-steel-
influencing factor attribute, where I ranges from 1 to 17; and Y denotes the creep fracture

(X, Y) )
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time attribute. The Pearson’s correlation coefficient ranges from —1 to 1; furthermore,
a correlation coefficient closer to 1 indicates a stronger impact of the variable on creep
fracture life.
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Figure 1. Creep lifetime distribution in the dataset.
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Figure 2. Distribution of input features in the dataset. ‘max’, ‘min’, ‘mean’, and ‘std” represent the
maximum, minimum, average, and standard deviation, respectively. (a) C; (b) Si; (c) Mn; (d) P;
(e) S; (f) Cr; (g) Ni; (h) Mo; (i) Cu; (j) Ti; (k) Nb; (1) N; (m) B; (n) Al (o) grain size; (p) test stress; and
(q) test temperature.

Figure 3 presents the correlation coefficients between the various input features and
the creep rupture time for the austenitic steels. It shows that all of the feature coefficients
have correlation coefficients of <0.5, indicating that the creep rupture time of the austenitic
steels is affected by the non-linear interaction of several feature coefficients. In other words,
establishing an accurate relationship between the creep life and the features is not possible
when the input features are small. Furthermore, the correlation coefficient for the test stress
(Test S) is the highest among all of the input features, and it is twice as high as the second
highest coefficient. There are essentially equivalent correlation coefficients for the contents
of the elements Mn, N, Si, Cu, and Cr, and the test temperature (Test T). The correlation
coefficients for the input features, other than those mentioned above, exhibit a small value.
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Figure 3. Correlation coefficient between input features and creep life.

As shown in Figure 2, a total of 17 types of input parameters related to the creep
fracture are identified in this study. Generally, the input feature’s high dimensionality
may result in a disaster of dimensionality or overfitting on the machine learning model.
Reducing the input features from a high-dimensional space to a low-dimensional space is
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essential and can be achieved through the Principal Component Analysis (PCA) method.
By obtaining low-latitude input features in this manner, the main information of the input
attributes is retained, and noise reduction is achieved. Figure 4 illustrates that 17 types
of input features are transformed into 4 classes of principal components after the PCA
processing. The first principal component can express over 75% of the information from
the original set of features. Furthermore, by combining the first and second principal
components, over 90% of the data can be expressed. Three datasets are constructed based
on the results of the Principal Component Analysis (PCA), as presented in Table 1. We treat
the first principal component as a separate dataset, the second dataset consists of the first
and second principal components, and the third dataset encompasses all of the features.

Contribution rate/%

Frist Second Third Fourth
component companent component component

Figure 4. Contributions of different principal components.

Table 1. Grouping and composition of dataset.

Dataset

Input Features

Number of Features Features

First dataset

Second dataset

Third dataset

5 Test Stress (Test S), Wt. Mn, Wt. N, Wt. Si, Test temperature (Test T)
8 Test Stress (Test S), Wt. Mn, Wt. N, Wt. Si, Test temperature (Test T),
Wt. Cu, Wt. Cr, Wt. P
Test Stress (Test S), Wt. Mn, Wt. N, Wt. Si, Test temperature (Test T),
17 Wt. Cu, Wt. Cr, Wt. P, Wt. B, Wt. S, Grain Size (Grain S), Wt. C, Wt.
Nb, Wt. Mo, Wt. Al, Wt. Ni, Wt. Al

2.3. Data Preprocessing

The input features of the dataset show that the values of the different data classes are
significantly variable. In order to reduce their impact on model training and improve the
training speed, the normalization of the input features is required. In this study, the values
of the different input features are transformed into the interval [0, 1] by normalization.

2.4. Selection and Evaluation of the Machine Learning Model

Machine learning algorithms, as a whole, are divided into unsupervised and super-
vised learning. For lifetime prediction, a regression algorithm with supervised learning
is most appropriate. This section evaluates the performance of five candidate machine
learning algorithms in order to determine the best prediction model for the creep fracture
life of austenitic steel. The five methods are the Support Vector Machine (SVM), integrated
learning (Ensemble), Gaussian Regression (Gaussian), Decision Tree (DT), and the BP
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Neural Network (BPNN). Generally, the ability of a model to predict generalization to un-
known data is a measure of its applicability. The training dataset is 80% of the total dataset,
i.e., 848 datapoints, and the rest are the test dataset. Moreover, the training dataset is not
partitioned into the training and validation datasets. A 10-fold cross-validation method
is used to assess the generalization ability of the model during the training of the dataset.
To assess the model performance using cross-validation, the initial dataset is subjected to
200 divisions, modeling, and predictions, in order to eliminate the random errors generated
by a single training and test set division for model prediction. The prediction error of the
algorithm is then determined as the minimum of the 200 model errors observed. Finally, the
test dataset is employed to assess the generalization capability of the models. In addition,
the predictive performance of the model was assessed using the coefficient of determination
(R?), as demonstrated in Equation (2).

YNy —90)?
Lo i — %)’
where y; and fj; represent the experimental creep life and the creep life predicted by the

model for austenitic steels, respectively. Additionally, ¥/; represents the average of all of the
experimental values.

R*=1- @)

3. Results and Discussion
3.1. Predictive Results of the Machine Learning Methods

Figure 5a shows a comparison of the prediction accuracy of the machine learning
models after being trained on various datasets. It is evident from Figure 5a that the SVM
model provides a low prediction accuracy of 0.40-0.48. Moreover, as the number of input
features in the dataset increases, the prediction accuracy of the SVM model gradually
improves. Nonetheless, the other four prediction models exhibit superior prediction
accuracy in comparison to the SVM model. Similar to the SVM model, the prediction
accuracy of the Gaussian, Ensemble, and BPNN models varies with the size of the dataset.
When the number of input features in the dataset increases, the accuracy of the Gaussian
model predictions first increases and then decreases. At the second dataset, it achieves its
highest prediction accuracy of 0.998. Both the Ensemble model and the BPNN model show
a pattern of decreasing and increasing. The Ensemble model displays the highest accuracy
at the first dataset, while the BPNN model achieves the highest accuracy at the third dataset.
In contrast to the above models, the prediction accuracy of the DT model remains relatively
stable with increasing input features and is between 0.85 and 0.86. In general, based on the
predictive accuracy scores, the models are ranked as follows: Gaussian (second dataset) >
Ensemble (first dataset) > BPNN (third dataset) > DT (third dataset) > SVM (third dataset).
Moreover, this indicates that enhancing the dimensions of the input features in the database
does not necessarily enhance the accuracy of the prediction. Enhancing the accuracy of the
prediction necessitates matching the input feature dimensions with the prediction model.

Figure 5b,f illustrates a comparison between the predicted and the experimental values
for the different models’ highest prediction accuracies. Using 10* h as a threshold, the
data longer than or equal to 10* h are considered part of the long-life interval, while data
shorter than that are considered part of the short-life interval. As shown in Figure 5b, a
notable discrepancy exists between the anticipated and the actual SVM model outcomes
over the full-life interval. Additionally, a mere 40% of the total data fall within the £2 error
boundaries. In the long-life data, the predicted values of the Gaussian model are in
agreement with the experimental values, except for a few individual datapoints that lie
outside of the 2 error band (Figure 5c). The difference between the predicted and the
experimental values increases, especially for the short lifetime intervals, particularly those
of <103 h. The Ensemble and BPNN models demonstrate minor variations in the predicted
values when compared to the experimental data for the long-life interval. Over 90% of the
data predicted by both of the models fall within the £2 error limit; however, their accuracy
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is still weaker than that of the Gaussian model (Figure 5d,e). Furthermore, just like the
Gaussian model, both of the models exhibit noticeable variation from the experimental
results when it comes to predicting the short-life data. Unlike the above models, the
prediction accuracy of the DT model over the full-life interval does not differ much, as
shown in Figure 5f. Over the full-life interval, more than 80% of the predicted data fall
within the £2 error band. However, the predictions of the DT model are more discrete

within the 42 error band than the predictions made by the Gaussian, Ensemble, and BPNN
models for the long-life interval.
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Figure 5. Predicted life of machine learning models with different datasets. (a) Prediction accuracy of
machine learning models; (b) SVM, Third dataset; (c) Gaussian, Second dataset; (d) Ensemble, First
dataset; (e) DT, Third dataset; and (f) BPNN, Third dataset.

3.2. Comparison of Predictive Results Using Machine Learning and the Conventional Method

There are two commonly used methods for predicting the creep fracture life of
austenitic steels: the isotherm method and the LM parametric method. The isotherm
method predicts the creep rupture life at a given temperature based only on the persistence
time of the different stresses. In contrast, the LM parametric method considers the effects
of stress, time, and temperature variations. The LM method connects the three previously
mentioned variables using the following equation:

P(o)=T-(C+1gt) =by+by-1go+by - (lga)2 + by - (lga)k 3)

where T is the experimental temperature, ¢ is the creep rupture time, C is the LM constant
to be determined, and k is the exponent of the higher order term of the polynomial,
k =219,27]. In addition, by, by, and b, are the parameters to be fitted.

A comparison of the prediction results of machine learning and the conventional
methods using 530432 steel is used as an example here. Figure 6a presents the lgt vs. 1/T
plot for the LM constant C using the intersection method. Additionally, the data used in
the plot include information from the literature [38] and from our research group. The
figure shows C-values for 220, 200, 180, and 160 MPa as 16.29585, 17.47969, 19.41373, and
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5.0

21.6, respectively. To obtain the average C-value, Cayve, we take the arithmetic mean of the
above values as Cave = 18.6973. Furthermore, the parameters of the LM are fitted with

by = 18523.23, by =7810.26, and b, = —3028.28, according to Equation (3), which is illustrated
in Figure 6b.
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Figure 6. Acquisition of the LM model parameters. (a) Plot of Igt vs. 1/T and (b) fit curve of the
LM model.

Figure 7 shows the predicted creep life of S30432 austenitic steel using various methods.
It illustrates that the conventional LM method predicts high dispersion, with an accuracy
of 0.752, while the Gaussian model, based on the second dataset, predicts a high accuracy
of 0.972. Additionally, the LM method is based on a dataset of S30432 steel, while the
Gaussian model utilizes a dataset that includes various austenitic steels. Compared to the
LM model, the machine learning Gaussian model exhibits superior prediction accuracy
and steel grade adaptability.
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10° 4
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Figure 7. The predicted life of LM model and Gaussian model. (a) LM model and (b) Gaussian model.

3.3. Effect of Input Features on Creep Fracture Lifetime

To improve the creep life of austenitic steel, introducing alloy atoms into the matrix,
optimizing the morphology of austenite, and regulating the precipitation of the second
phase can be effective strategies. In this section, the influences of the element content
and the grain size on the creep life of 530432 austenitic steel are investigated. Equation (4)
is used to normalize the different characteristic parameters to the interval [0, 1], since
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their variation range is not consistent. The normalization is used to convert the different
characteristic parameters to the interval [0, 1].

(1-0)

x=0+ (My — Mpjn) X ————
( X mm) Mmax _Mmin

4)
where x represents the relative amount of input features after normalization, My is the
actual amount of an input feature, and Mmax and Mp,jn are the maximum and minimum
values of an input feature, respectively, taken from the ASME SA-213M standard [39].

The trend in the impact of various input characteristics on the creep rupture life is
shown in Figure 8. In general, the lifespan of 530432 steel varies significantly between
15,000 h and 70,000 h, as the contents of C, P, and B elements vary. Comparatively, the
impact of the changes in the other characteristics on the lifespan of 530432 steel is rela-
tively limited.
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Figure 8. Effect of different input characteristics on creep life. (a) C, P, and B; (b) S, Ni, Cr, and Al;
(c) Si, Mn, and Cu; and (d) Mo, Ti, N, Nb, and GS (grain size).

According to Figure 8b, the creep life of S30432 steel decreases with the continuous
increase in concentrations of Cr, Ni, Al, and S. As a general rule, when the level of Cr
content rises, it inhibits the MX and M2CN precipitates; however, as for Nj, it inhibits the
MX, the o phase, and the Cu-rich phase [40,41]. Al has a strong affinity for both O and
N and has the capability to refine the S30432 grains. However, an increase in Al reduces
the bonding of N with the other alloying elements, such as Cr and Nb. Therefore, all
three of the elements mentioned above reduce the precipitation strengthening effect of the
precipitates in the steel. An increase in the S content may result in the formation of FeS and
MnS at the grain boundaries, leading to weakened grain boundary bonding. Consequently,
the high-temperature creep properties of the material may reduce.
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Figure 8a,c indicates that the creep life initially decreases and then increases as the
content of P, Cu, Mn, and Si increases. The research has revealed that the addition of a
specific amount (0.1-0.3 mass%) of P promotes the precipitation of M»3Cg and, consequently,
increases the creep strength of the steel [35,42]. Meanwhile, Cu is distributed diffusely in
the form of the Cu-rich phase in the matrix during the high-temperature creep, thereby
enhancing the creep strength of the steel [41]. However, the effect of Cu is predicted
to decrease and then increase, which is at variance with reality. This may be caused by
the overly concentrated distribution of Cu data in the dataset. In contrast to P and Cu,
the function mechanism of Mn and Si primarily affects the stacking fault energy of the
steel. This indicates that Si reduces the stacking fault energy of the steel, whereas Mn
increases it [43]. From the view of improving the creep strength, the Si content should be
increased, while reducing the Mn content. However, an increase in Si increases the chance
of ferrite nucleation, while a reduction in Mn has a detrimental effect on the austenite
stabilization [44,45]. Thus, the two elements must be adequately proportioned in order to
improve the creep strength.

It can be observed in Figure 8a,d that the creep life of the S30432 steel is positively
correlated with the elemental contents of C, B, N, and Nb. Moreover, the Ti and Mo element
contents have a minimal impact on the creep life of the 530432 steel. C, N, B, and Nb all
contribute to the formation of the main precipitation strengthening phases (M23Cg, MX)
of the S30432 steel. An increase in their concentration promotes the nucleation of the
precipitated phases. The Mo element has a significant impact on the corrosion properties of
the S30432 steel, while Ti plays a crucial role in the deoxidation and fixing of carbon and
nitrogen elements during steelmaking; however, both Mo and Ti elements have a minor
effect on the creep properties of the 530432 steel. In general, the effect of the second phase
on the creep life presented in the above analyses is a general phenomenon and excludes
exceptional cases, including significant growth and merging of precipitation, the emergence
of the second phases through atypical heat treatments, an unusual second phases added
externally, etc.

According to Figure 8d, with increasing austenite grain size, the creep life gradually
increases. The dataset reveals that the creep experiments were conducted at temperatures
exceeding the isotropic temperature (approximately > 0.5 Tm, Tm: melting point of the
steel) of the austenitic steels [46]. At this time, the grain boundary strength is lower than that
of the intragranular strength, and the creep mechanism is dominated by grain boundary
slip. Consequently, increasing the grain size may reduce the grain boundary occupancy
ratio and decrease the chance of cracks occurring due to grain boundary slip. This improves
the creep life of the material.

4. Conclusions

In present work, five machine learning models are used to predict the creep life of
austenitic stainless steels. The prediction results from the Gaussian model are compared
with those from the conventional LM methods. Furthermore, the effect of different input
features on the creep life of steel is investigated, using 530432 steel as an example. The
main conclusions obtained are as follows:

1.  The prediction accuracy of the machine learning models varies widely. Moreover,
the prediction accuracy varies with different datasets. The Gaussian (second dataset)
model has the highest prediction accuracy (0.991), while the SVM (third dataset)
model has the lowest prediction accuracy (0.457).

2. The Gaussian (second dataset) model has a high prediction accuracy (0.972) and is
suitable for the life prediction of a wide range of austenitic steels, as compared to the
conventional LM methods.

3. The machine-learning -predicted patterns of input features on the creep life are in
general agreement with the results of experimental observations and theoretical
analyses. In order to improve the creep life, it is advisable to increase the grain size
(GS) and the amounts of C, B, and Nb, while decreasing the amounts of Cr, Ni, Al,



Metals 2023, 13, 1630 12 0f13

and S. It is also important to monitor and limit the amounts of P, Cu, Mn, and Si to
ensure that they do not fall within the mid-range of the ASME standard [39].
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