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Abstract: Novel silicone-based nanocomposites with varied elastic properties were prepared
by blending standard polydimethylsiloxane (PDMS) with a lower viscosity component
(hydroxyl-terminated PDMS) and integrating a graphene nanoplatelets (GNP) filler modified by strands
of deoxyribonucleic acid (DNA). The curing behavior of these nanocomposites was studied by dynamic
and isothermal differential scanning calorimetry. The activation energies of the polymerization
reactions were determined using the Kissinger method and two model-free isoconversional approaches,
the Ozawa–Flynn–Wall and the Kissinger–Akahira–Sunose methods. Results show that the complex
trend of the curing behavior can be described using the isoconversional methods, unveiling lower
activation energies for the nanocomposites with standard PDMS matrices. The role of the DNA
modification of graphene on the curing behavior is also demonstrated. The curing reactions of
the nanocomposites with the PDMS matrix are favored by the presence of the GNP–DNA filler.
PDMS/PDMS–OH blends generate softer nanocomposites with hardness and reduced elastic modulus
that can be tuned by varying the amount of the filler.
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1. Introduction

Composite materials consisting of carbon-based fillers embedded in an elastomeric polymer
matrix are increasingly considered for stretchable and flexible electrodes in applications such as
sensors, transducers and actuators in different fields, from aerospace technology to biomedicine
and biotechnology [1–3]. In particular, the interest in silicone nanocomposites with graphene filler
is steadily growing as they can be endowed with a wide array of multifunctional properties by
integrating the exceptional mechanical strength and the good thermal and electrical conductivities of
graphene nanoplatelets (GNP) [4–6] with the flexibility of a nontoxic polymer matrix, such as
polydimethylsiloxane (PDMS), which is widely used in biocompatible materials and wearable
devices [7,8].

In the design of graphene nanocomposites with tailored properties, the modification of the filler
surface is often useful to enhance the integration of the filler with the polymer matrix or to add a
novel functionality to the overall nanocomposite [9]. For example, the modification of GNP with
DNA enables the creation of a UV-sensitive nanofiller, which can be used in radiation monitoring
devices [10,11]. Due to its sensitivity to UV light [12], DNA can be used as a biological target for the
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detection of the UV-induced damage, and at the same time acts as a solubilizing and exfoliating agent
for the graphene nanoplatelets in aqueous solutions. The DNA-modified graphene nanofiller was
successfully embedded in a silicone (Sylgard 184 PDMS) matrix, which is transparent to UV radiation,
thus creating a UV-sensitive stretchable nanocomposite [13]. In order to prevent the alteration of their
electrical properties, GNPs can be functionalized by DNA molecules through non-covalent interactions,
involving DNA functional moieties and oxidized groups on the GNP edges or base-graphene π

stacking [14,15]. By varying the content of the DNA-modified graphene filler it is possible to obtain
nanocomposites with different degrees of flexibility and electrical conductivity. In the biomedical field,
this would allow for the use of such nanocomposites as soft elastic substrates for cell proliferation [16]
or in devices that exploit their electro-mechanical properties, such as pressure sensors for artificial
skin [17,18]. DNA-functionalized graphene nanostructures with different electrical properties can be
developed by changing the type of non-covalent functionalization [19]. Botti et al. have also shown
that the electrical behavior of GNP/DNA assemblies is affected by the DNA molecule orientation
(tilted or flattened) with respect to the graphene surface, as revealed by surface-enhanced Raman
spectroscopy [20].

The curing process of polymer matrices and how it is affected by the presence of fillers (modified
or not) is a crucial aspect in the design and fabrication of nanocomposite materials [21]. In general,
the specific properties of polymer-based composites are strictly related to the kinetics of the involved
curing reactions [22,23]. In this perspective, differential scanning calorimetry (DSC) represents one of the
most effective techniques to investigate the curing conditions of nanocomposites so to choose the most
suitable process parameters for their fabrication [24–26]. The possibility to assess the filler effects on the
curing behavior of polymer matrices allows to avoid using nanoparticles that can negatively affect the
polymerization (in terms of high activation energies, long times or high temperatures required), and in
some cases, detecting possible advantages such as an accelerating effect on the process [27,28]. A DSC
analysis enables to determine the parameters that describe the curing phenomenon, which is denoted by
a typical exothermic peak, such as enthalpy value, peak temperature and the corresponding cure time.
Starting from the DSC data, the curing kinetics can be examined by estimating the activation energy
values using different methodologies. In the case of filled polymer matrices and other complex polymer
systems, many authors have relied on isoconversional methods [29–32] to have an assessment of the
variation of the activation energy with the extent of cure. These methods, such as the Ozawa–Flynn–Wall
(OFW) and Kissinger–Akahira–Sunose (KAS) ones, are based on the assumption that the reaction rate
is only a function of the temperature. On the other hand, the Kissinger method represents a more
simplistic method for the estimation of the activation energy [33]. Nevertheless, this method can be
applied, as done by most of the authors, with the purpose to compare and eventually validate its
outcome with respect to more complex approaches.

The aim of this study was to investigate the curing behavior of silicone/GNP–DNA nanocomposites
and the role of the DNA-modified GNP filler on the curing kinetics. In particular, we focused
on nanocomposites with a PDMS-based matrix determining their activation energy profiles using
differential scanning calorimetry under non-isothermal conditions. Different nanocomposite samples
are investigated varying the type of matrix, PDMS (Sylgard 184) or its mixture with hydroxyl-terminated
PDMS (PDMS–OH), and the amount of GNP–DNA filler. The use of a PDMS/PDMS–OH matrix
(ratio 75:25 w/w) allowed enhancing the filler dispersion, by lowering the prepolymer viscosity,
and also affects the elasticity of the cured nanocomposite [34]. The overall goal is to determine the
curing kinetics of these types of nanocomposites, which adds valuable information for the materials
processing and highlights possible limitations due to the presence of the filler.
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2. Materials and Methods

2.1. Materials

Graphene nanoplatelets were purchased from XG Sciences (Lansing, MI, USA) and they were
of grade C750, consisting of aggregates of platelets with a diameter of less than 2 µm, thickness of a
few nm, and average surface area of 750 m2/g according to the manufacturer datasheet. Two-component
polydimethylsiloxane (PDMS, Sylgard 184) was obtained from Dow Corning (Midland, MI, USA).
Double-stranded DNA (product number 74782, purity ≤1% protein, A260/280 nm ≥ 1.5) was purchased
from Sigma-Aldrich (Milan, Italy) and used as received. Hydroxyl-terminated polydimethylsiloxane
(PDMS–OH, average Mn ~550) was obtained from Sigma-Aldrich (Milan, Italy). Sterile deionized
water (resistivity 18.2 MΩ·cm) was produced by a Direct-Q3 UV water purification system (Millipore,
Molsheim, France) and used to prepare DNA solutions and DNA/graphene dispersions.

2.2. Preparation of Nanocomposite Mixtures

Nanocomposite mixtures were obtained by adding the DNA-modified graphene filler to the
silicone prepolymer made of neat PDMS or PDMS/PDMS–OH (75:25 w/w) blend. The GNP–DNA filler
was prepared by dispersing the GNP powder (grade C750) in an aqueous solution of DNA (2.5 mg/mL)
and sonicating for 1 h in ultrasonic bath (Elmasonic P30H, Elma, Singen, Germany) with cold water to
prevent DNA denaturation. Graphene and DNA were mixed in a ratio of 1:1 (w/w), which assures the
best degree of dispersion of the nanoplatelets in the DNA solution. Figure 1 shows the GNP–DNA
dispersions at different ratios (by weight) deposited on glass slides and imaged in transmitted light
using a Leica polarized light microscope (DMLP series, Leica Microsystems, Wetzlar, Germany).
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Figure 1. Optical images of aqueous dispersions with different graphene nanoplatelets (GNP):DNA
ratios (w/w): (a) 1:0; (b) 1:1; (c) 1:2; (d) 1:3; (e) 1:4. Scale bar: 300 µm.

The successful non-covalent functionalization of the graphene filler by DNA without altering the
nanoplatelet properties was demonstrated by our group using surface-enhanced Raman spectroscopy
and high-resolution SEM [20]. The dispersion was completely evaporated by slow stirring at 50 ◦C
and the desired amount of dried GNP–DNA added to the PDMS base or PDMS/PDMS–OH blend.
The nanocomposite mixtures were sonicated for 1 h in the cold bath. Then, the curing agent was added
in a ratio of base to curing agent of 10:1 (w/w) and gently mixed mechanically. Different nanocomposite
samples were realized varying the amount of GNP–DNA filler (1 wt% and 5 wt%) for each of the two
types of silicone matrix. The PDMS/PDMS–OH matrix was prepared by mixing the two components in
the ratio of 75:25 (w/w), resulting in a less viscous matrix than neat PDMS due to the lower molecular



Polymers 2020, 12, 2301 4 of 20

weight of hydroxyl-terminated PDMS (Mn ~550). The ratio 75:25 was selected as an optimal ratio
following our previous work on the dispersion of graphene nanofillers in silicone-based matrices,
where it was demonstrated that mixed PDMS matrices with higher amounts of hydroxyl-terminated
PDMS could not be successfully cured at the conditions used in this study [34].

2.3. DSC Experiments

The curing process of the nanocomposites was investigated by differential scanning calorimetry
under non-isothermal conditions at heating rates of 5, 10, 15 and 20 ◦C/min. Isothermal scans were
performed at T = 50 ◦C on selected PDMS-based samples. A Pyris 1 DSC instrument (Perkin–Elmer,
Waltham, MA, USA) calibrated with high-purity indium and tin materials was used. DSC samples
were prepared starting from each mixture immediately after the addition of the curing agent.
Samples (~20 mg) were sealed in aluminum pans with lids and measured in the temperature range
from 30 ◦C to 150 ◦C under a constant flow of nitrogen (20 mL/min). An identical empty cell was
taken as the reference. A baseline was measured at the same experimental conditions using an empty
cell and subtracted from the sample data. The exothermic peaks were analyzed using the thermal
analysis software provided with the instrument. The heat flow data were processed to obtain the extent
of conversion (α) as a function of temperature using the Perkin–Elmer Kinetics Software package
(Perkin–Elmer, Waltham, MA, USA).

2.4. Kinetic Models for DSC Analysis

Data collected in the non-isothermal calorimetric experiments were implemented into different
dynamic kinetic models, with the aim to estimate and compare the activation energy values related
to the curing reactions. The first approach consisted in the application of the Kissinger method [33],
which is based on the following equation:

ln

 β

T2
P

 = ln
(AR

E

)
−

E
RTP

(1)

where β is the linear heating rate, Tp is the peak temperature, A and E are the pre-exponential factor
and activation energy, respectively, and R is the universal gas constant. By plotting ln(β/Tp

2) versus
1/Tp it is possible to estimate the values of A and E. This method assumes that the maximum reaction
rate occurs at peak temperature, corresponding to the exothermal peak position in the dynamic scan,
and it exploits the correlation between this temperature value and the heating rate. One of the main
limitations of the Kissinger method is the assignment of a single activation energy value to the entire
process, which means that the assumption of a simple kinetic of reaction is based on a single step.
In general, the Kissinger method fails when multiple reaction mechanisms are present or when the
activation energy depends on the extent of conversion (α). For these cases, isoconversional methods
have been developed [35,36], which require to determine the temperature (Tα) associated with a certain
extent of conversion for a fixed heating rate. These methods are based on the subdivision of the entire
kinetic process into multiple single steps, where each step is characterized by a single value of the extent
of conversion in a restricted range of temperature. Small variations of the activation energy values with
the extent of conversion can legitimate the application of these methods, but without excluding other
effects that can influence their use, as recommended by the Kinetics Committee of the International
Confederation for Thermal Analysis and Calorimetry (ICTAC) [37]. The Ozawa–Flynn–Wall (OFW)
method [38,39] is based on the equation:

ln(βi) = const− 1.052
( Eα

RTα

)
(2)
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whereas the Kissinger–Akahira–Sunose (KAS) method [40] relies on the equation:

ln

 βi

T2
α,i

 = const−
( Eα

RTα

)
(3)

Here, the subscript α indicates isoconversional values, i.e., the values related to a given extent of
conversion, and the index i identifies an individual heating rate (for non-isothermal programs).
After studying the relation between the temperature values of the dynamic scan and the related
extents of conversion, at each heating rate, the OFW and KAS methods were applied plotting ln(βi)
versus 1/Tα and ln(βi/Tα

2) versus 1/Tα, respectively. By comparing the results from the Kissinger
and isoconversional approaches, it is possible to evaluate the consistency of the estimated activation
energies. Since they are based on the same assumptions, the results from the two isoconversional
methods (OFW and KAS) only differ in the degree of accuracy. In fact, the OFW and KAS equations
were derived by the same linear equation, in the following general form [37]:

ln

 βi

TB
α,i

 = const−C
( Eα

RTα

)
(4)

The parameters B and C were approximated to 0 and 1, respectively, by Doyle [41] obtaining the OFW
equation (Equation (2)). Murray and White gave a more accurate approximation by setting B = 2 and
C = 1 [37], which leads to the KAS equation (Equation (3)).

2.5. Characterization of Nanocomposites after Cure

Nanocomposite samples were prepared by casting method in circular molds (diameter of 35 mm,
thickness of 5 mm), and they were cured in an oven at 50 ◦C for 24 h. Nanoindentation tests were
performed using a NanoTest Platform instrument (Micro Materials Ltd., Wrexham, UK) with ten
indentations in random positions on each specimen, with six repeats for each point. Experiments were
performed with a spherical tip, under different applied loads (0.5 and 1 mN) with a loading rate of
0.5 mN/s and holding the maximum load for 20 s. Hardness and reduced elastic modulus were calculated
from the load–displacement curves [42]. Optical images were acquired using a Leica polarized light
microscope (DMLP series, Leica Microsystems, Wetzlar, Germany). Contact angles were measured by
the sessile drop method using a DataPhysics OCA15Pro analyzer (DataPhysics Instruments, Filderstadt,
Germany) with degassed ultrapure water as a testing liquid. A minimum of ten drops (volume 3 µL) on
different areas of the substrate were analyzed for each nanocomposite sample. The determination of the
water contact angle (WCA) values was performed according to the Young–Laplace fitting method using
the DataPhysics SCA20 image analysis software (DataPhysics Instruments, Filderstadt, Germany).

3. Results and Discussion

3.1. Calorimetry Analysis

Dynamic differential scanning calorimetry was used to analyze the curing kinetics of
nanocomposite mixtures made of silicone-based matrices containing GNP nanofiller modified with
DNA. First, the unfilled polymer matrices, Sylgard 184 PDMS and its blend with hydroxyl-terminated
PDMS were investigated. Figures 2a and 3a show the non-isothermal scans for the neat PDMS and
PDMS/PDMS–OH systems, respectively, at the four heating rates considered in this study (5, 10, 15,
20 ◦C/min). The typical exothermic peaks of the PDMS curing reactions occur in the range from 90 to
110 ◦C and are slightly shifted to higher temperature (1–2 ◦C at most) for the PDMS/PDMS–OH blend.
After the addition of the GNP–DNA nanofiller to the PDMS matrix (Figure 2b,c), the position and depth
of the exothermic peak do not vary significantly with respect to the neat matrix (Figure 2a). A different
situation is noted for the nanocomposites with the PDMS/PDMS–OH matrix, as a large shift of the peak
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combined with a decrease in the area under the curve can be observed (Figure 3b,c), particularly after
the addition of 5 wt% of GNP–DNA. This result is a first indication of the different compatibility
of the DNA-modified GNP nanofiller with the PDMS and PDMS/PDMS–OH matrices and will be
investigated in more detail later, in terms of the activation energy of the curing process using different
kinetic models. From the analysis of the exothermic peaks of the DSC thermograms, the onset, peak and
end temperatures, and the heat of reaction (∆H) were determined. These parameters for the unloaded
matrices and for the nanocomposites with the GNP–DNA filler are summarized in Tables 1 and 2.

Table 1. Curing process parameters for PDMS (Sylgard 184) and its nanocomposites with GNP–DNA
filler from DSC dynamic scans at different heating rates.

Sample β (◦C/min) Tonset (◦C) Tpeak (◦C) Tend (◦C) ∆H (J/g)

PDMS

5
10
15
20

83.3
91.9
98.0

101.8

90.2
99.3

105.7
110.2

96.4
106.7
112.6
117.8

22.0
22.6
24.1
25.2

PDMS/
GNP–DNA 1 wt%

5
10
15
20

83.9
92.0
98.2

103.0

90.7
99.0

105.9
111.5

96.8
106.0
113.4
120.7

23.9
21.6
22.9
24.3

PDMS/
GNP–DNA 5 wt%

5
10
15
20

83.5
93.4
98.2

103.7

90.2
99.8

105.7
111.5

96.6
106.4
112.7
119.6

23.7
24.3
24.5
26.6

Table 2. Curing process parameters for the PDMS/PDMS–OH (75:25 w/w) blend and its nanocomposites
with GNP–DNA filler from DSC dynamic scans at different heating rates.

Sample β (◦C/min) Tonset (◦C) Tpeak (◦C) Tend (◦C) ∆H (J/g)

PDMS/PDMS–OH

5
10
15
20

86.9
96.1

102.2
106.1

92.0
101.1
107.1
111.3

97.2
105.9
112.0
116.8

22.5
23.6
24.6
24.5

PDMS/PDMS–OH/
GNP–DNA 1 wt%

5
10
15
20

89.2
97.4

103.4
107.4

93.2
102.5
108.6
112.7

97.1
107

113.5
117.6

20.6
20.4
20.7
22.6

PDMS/PDMS–OH/
GNP–DNA 5 wt%

5
10
15
20

92.2
101.7
106.0
109.0

99.7
108.7
115.1
119.3

107.1
115.5
112.9
128.3

16.6
17.7
13.4
12.4

In general, for the standard PDMS (Sylgard 184), the characteristic temperatures of the exotherms
show a relatively small increase, at fixed heating rate, upon the addition of the GNP–DNA filler. On the
other hand, the curing parameters of the nanocomposites with the PDMS/PDMS–OH (75:25 w/w)
matrix vary significantly with the amount of GNP–DNA filler. In fact, a shift of the exotherms to
higher temperatures and a marked decrease in the heat of reaction values at higher concentrations of
GNP–DNA are observed. This can be ascribed to a reduced compatibility between the filler and the
hydroxylated component of the matrix, resulting in a delay in the curing of the PDMS/PDMS–OH blend
in the presence of the GNP–DNA filler. This behavior is generally observed when the filler inhibits the
polymer crosslinking process [43,44]. In particular, at the heating rate of 10 ◦C/min, there is an increase
of 5.8–9.0% of the exotherm characteristic temperatures and a decrease of 25% of the heat of reaction,
when comparing the unloaded PDMS/PDMS–OH matrix and the one filled with 5 wt% of GNP–DNA.
It is interesting to note that, at each heating rate, the unloaded matrices show similar curing behavior
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in terms of peak temperature and the heat of reaction values. However, the onset temperature of the
exotherms of the PDMS/PDMS–OH blend is always higher than that of the PDMS matrix.Polymers 2020, 12, x FOR PEER REVIEW  6 of 20 
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When comparing the curing behavior of the nanocomposites with GNP–DNA filler, the situation is
quite different depending on the type of silicone matrix. For the nanocomposites with the PDMS matrix,
the characteristic temperatures and ∆H values of the exothermic peaks do not vary significantly upon
the addition of the GNP–DNA filler. Samples containing 5 wt% of GNP–DNA show a difference of less
than 1% in the exothermic peak temperature with respect to the empty PDMS matrix, and a difference
of 5–7% in the ∆H values (Table 1). On the other hand, for the nanocomposites with PDMS/PDMS–OH
(75:25 w/w) matrix, the curing behavior is strongly affected by the presence of the GNP–DNA filler.
In particular, there is an increase of 7–8% in the peak temperatures and a decrease of 26–49% in the
∆H values (depending on the heating rate) for the nanocomposites with 5 wt% of GNP–DNA with
respect to the unloaded PDMS/PDMS–OH blend (Table 2). These values indicate that the filler is
more compatible with the neat PDMS matrix, whereas it affects negatively the curing kinetics of the
nanocomposites with PDMS/PDMS–OH matrix.

Analysis of the trends of the characteristic temperatures (Tonset, Tpeak, and Tend) of the exothermic
peaks only provides a qualitative assessment of the nanocomposites curing process and is not sufficient
to thoroughly understand the dynamics of the curing reactions. The variation of enthalpy (∆H),
calculated as the area underneath the exothermic peak, adds important information to the analysis
allowing to evaluate the extent of the conversion (α) of the reaction. The value of α can be calculated as
the ratio of ∆Hi, corresponding to a fixed degree of conversion i, and the overall variation of enthalpy
of the curing reaction:

αi =
∆Hi

∆H
(5)

For each sample made of neat silicone matrix or nanocomposite, the extent of conversion was
plotted as a function of temperature at each fixed scan rate, obtaining the sigmoidal curves showed
in Figure 4. Here, the sigmoidal shape is typical of an autocatalytic reaction mechanism, and its
invariance upon the addition of the filler indicates that the kinetics of the curing process are not altered
by the presence of the filler. This is more evident for the samples with a PDMS matrix (Figure 4a,c),
whereas for the nanocomposites with the PDMS/PDMS–OH matrix, a shift in the sigmoidal towards
higher temperatures is observed when increasing the content of the GNP–DNA filler (Figure 4d,f),
suggesting a delay in the curing reaction caused by the filler addition.

Isothermal studies were conducted to investigate the role of DNA on the curing process of the
PDMS-based nanocomposites. The experiments were carried out at T = 50 ◦C taking into account the
thermal sensitivity of DNA, which degrades at temperatures higher than 90 ◦C. In addition, since the
mechanical properties of elastomers are known to vary with curing temperature [45], we used a
lower temperature in order to obtain soft and flexible materials suitable for bioelectronics applications.
PDMS prepolymer and PDMS nanocomposite mixtures filled with the same weight percentage of GNP
(2.5 wt%) (Figure 5) were examined. Results unveiled that the presence of DNA strongly favors the
curing process of the mixtures, and curing does not occur when unmodified GNP powder (grade C750)
is used.
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Figure 4. Extent of conversion (α) as a function of temperature for the nanocomposites with PDMS
(Sylgard 184) and the PDMS/PDMS–OH (75:25 w/w) matrix at different heating rates: (a,d) unfilled;
(b,e) filled with 1 wt% GNP–DNA; (c,f) filled with 5 wt% GNP–DNA.
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Figure 5. Isothermal DSC analysis (T = 50 ◦C) of the cure kinetics of PDMS prepolymer and PDMS
nanocomposite mixtures filled with 2.5 wt% GNP and 5 wt% GNP–DNA.

3.2. Modeling of the Nanocomposites Curing Reactions

Starting from the data collected in the dynamic calorimetric experiments, different kinetic models
were implemented with the aim to estimate and compare the activation energy values of the curing
reactions. First, the Kissinger method was applied by plotting ln(β/Tp

2) versus 1/Tp, using the values
of peak temperature extracted from the thermograms at different heating rates (Tables 1 and 2). For all
the cases of nanocomposite systems (with the PDMS and PDMS/PDMS–OH matrix), the Kissinger
equation gave a linear relationship with a high correlation factor (R-squared > 0.9884) and the curing
activation energy (E) was determined confidently from the slope (Equation (1)). Results from the linear
regression are reported in Table 3. By comparing the curing activation energies of the PDMS and
PDMS/PDMS–OH neat matrices, it was observed that the value of E was slightly higher for the mixed
silicone system. This can be explained by the presence of the hydroxyl-terminated PDMS, which slows
down the curing reaction of PDMS (Sylgard 184) occurring by cross-linking at the vinyl groups of
the base component. Nevertheless, nanocomposites with a PDMS/PDMS–OH matrix at the ratio of
75:25 w/w can be successfully cured also at low temperatures (50 ◦C for 24 h), whereas mixed matrices
with a higher content of hydroxyl-terminated PDMS (50:50 w/w) are only partially cured at the same
conditions [34].

When considering the nanocomposite systems with the GNP–DNA nanofiller at increasing
concentrations, we observed an opposite trend for the curing activation energy depending on the
type of silicone matrix. For the nanocomposites with the PDMS (Sylgard 184) matrix, the presence
of the filler contributes to lower the curing activation energy of the neat silicone, whereas when
the matrix is made of the PDMS/PDMS–OH blend, the presence of the filler increases the activation
energy. In particular, for nanocomposites with 5 wt% of GNP–DNA, the curing activation energy of the
PDMS/PDMS–OH system is 13.2% higher than the nanocomposite with the PDMS matrix. This result
points to the different interaction of the filler with the PDMS-based matrices, suggesting that the
GNP–DNA assembly is less compatible with the hydroxyl-terminated PDMS component of the mixed
silicone matrix, than with the neat PDMS (Sylgard 184).
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Table 3. Activation energies for the curing process of PDMS (Sylgard 184) and PDMS/PDMS–OH
(75:25 w/w) nanocomposite systems estimated by the Kissinger method (with R-squared
values from linear regression) and the isoconversional methods, Ozawa–Flynn–Wall (OFW) and
Kissinger–Akahira–Sunose (KAS).

Sample
E (kJ/mol)

Kissinger OFW KAS

PDMS 74.2 (0.9987) 78.6 ± 6.3 76.6 ± 6.7
PDMS/GNP–DNA 1 wt% 71.2 (0.9884) 79.1 ± 4.0 77.1 ± 4.1
PDMS/GNP–DNA 5 wt% 70.4 (0.9956) 72.6 ± 1.4 70.3 ± 1.5

PDMS/PDMS–OH 77.5 (0.9996) 81.4 ± 5.7 78.9 ± 4.6
PDMS/PDMS–OH/GNP–DNA 1 wt% 77.0 (0.9997) 84.0 ± 3.9 82.2 ± 4.1
PDMS/PDMS–OH/GNP–DNA 5 wt% 79.7 (0.9989) 96.8 ± 5.5 95.6 ± 5.8

After a first assessment of the activation energy by the Kissinger method, the curing process of
the elastomeric nanocomposites was analyzed using the OFW and KAS isoconversional methods,
following Equation (2) and Equation (3), respectively, and using the experimental data on the extent
of conversion (α) as a function of temperature that are reported in Figure 4. Plots of ln(β) versus 1/T
(Figure 6) and of ln(β/T2) versus 1/T (Figure 7) were generated for the implementation of the OFW
and KAS methods, respectively. Each data set was plotted at a fixed extent of conversion (α) ranging
from 0.1 to 0.9, and the value of the activation energy (Eα) was estimated from the slope of the linear
fit. Results from the OFW and KAS analyses, in terms of the activation energy of the curing process
as a function of the extent of conversion α, are reported in Figure 8. Since the difference between
the maximum and minimum values of Eα across the range of the conversion degree does not exceed
20–30% of its average [37], from the OFW and KAS approach, a mean value of Eα was calculated by
averaging the values at each extent of conversion. Results are summarized in Table 3, where it can be
noted that there is a small difference between the mean values of Eα obtained from the two methods.
Such a small difference has been reported by several authors [46–48], and is due to the different degree
of accuracy of the two mathematical approaches. All methods are in good agreement as far as the curing
behavior of the unfilled matrices is analyzed, and they all correctly indicate that the activation energy
of the PDMS/PDMS–OH blend is higher than that of the neat PDMS matrix due to the presence of the
silicone oil component. In general, the Eα values determined by the OFW and KAS methods are higher
than those obtained by the Kissinger method, and most notably they show a larger variation for the
nanocomposite samples with respect to the unfilled matrices. In fact, results by the Kissinger method
do not show significant differences between the unfilled matrix and the nanocomposites, unlike what
can be observed experimentally after the curing cycle, thus underestimating the effect of the nanofiller
on the curing behavior of the PDMS-based matrices. In addition, the OFW and KAS approaches
both confirm the opposite trend that the GNP–DNA nanofiller has on the curing kinetics of the two
different matrices (Figure 8b,c). In the case of the PDMS matrix, the presence of the nanofiller causes a
decrease in the activation energies, reaching an 8% decrease upon the addition of 5 wt% of GNP–DNA
(Table 3). This can be explained by the high thermal conductivity of the graphene nanoplatelets [49,50],
which enhances the cure kinetics of the PDMS when a sufficient amount of GNP is added. On the
other hand, for the PDMS/PDMS–OH blend, a progressive and significant increase in the Eα values is
observed upon addition of the GNP–DNA filler, with an increase of about 20% at 5 wt% of filler (Table 3).
This result agrees with the experimental values of enthalpies determined by the DSC thermograms
and reported in Table 2, indicating a lower degree of curing for the PDMS/PDMS–OH blend upon
the addition of the nanofiller, and is due to the incompatibility of the hydrophobic GNP with the
hydroxyl-terminated component (PDMS–OH) of the matrix. Overall, the results above indicate that
the Kissinger method underestimates the presence of the filler in the elastomeric matrices, whereas the
OFW and KAS isoconversional methods are more suitable for the analysis of the curing kinetics of
these nanocomposite samples.
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Figure 6. Plots of ln(β) versus 1/T at different extents of conversion according to the Ozawa–Flynn–Wall
model for nanocomposites with the PDMS and PDMS/PDMS–OH (75:25 w/w) matrix: (a,d) unfilled;
(b,e) filled with 1 wt% GNP–DNA; (c,f) filled with 5 wt% GNP–DNA.
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Figure 7. Plots of ln(β/T2) versus 1/T at different extents of conversion according to the
Kissinger–Akahira–Sunose model for nanocomposites with the PDMS and PDMS/PDMS–OH
(75:25 w/w) matrix: (a,d) unfilled; (b,e) filled with 1 wt% GNP–DNA; (c,f) filled with 5 wt% GNP–DNA.
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Figure 8. Activation energies (Eα) of the curing process of (a) the unfilled PDMS matrix and
PDMS/PDMS–OH blend (75:25 w/w); (b) the PDMS nanocomposites filled with GNP–DNA (1 wt%,
5 wt%); (c) PDMS/PDMS–OH nanocomposites filled with GNP–DNA (1 wt%, 5 wt%) estimated by
Ozawa–Flynn–Wall (OFW) and Kissinger–Akahira–Sunose (KAS) methods.

3.3. Mechanical Properties and Analysis of Surface Wettability

Following the calorimetric analysis of the cure behavior, the local surface mechanical properties
of the elastomeric nanocomposites prepared from the two silicone matrices were determined by
nanoindentation. Samples were cured for 24 h at 50 ◦C because of the thermal sensitivity of DNA,
which undergoes degradation at temperatures higher than 90 ◦C. These parameters still ensure a
complete cure of the nanocomposite mixtures as determined by post-cure DSC analysis resulting in the
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absence of any residual exothermic peak. In addition, it is known that PDMS can be cured at different
temperatures in the range from ambient to 200 ◦C, obtaining substrates with different mechanical
properties [45]. The morphology of the silicone-based nanocomposites after cure is shown in Figure 9.
The optical images reveal a similar degree of dispersion of the GNP–DNA filler for both PDMS and
PDMS/PDMS–OH matrices for filler loadings up to 5 wt%.
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Figure 9. Optical images of nanocomposite samples fabricated by mold casting and cured at 50 ◦C
for 24 h. Top: PDMS-based nanocomposites filled with (a) 1 wt%; (b) 3 wt%; and (c) 5 wt% of
GNP–DNA. Bottom: PDMS/PDMS–OH-based nanocomposites filled with (d) 1 wt%; (e) 3 wt%; and (f)
5 wt% of GNP–DNA. Scale bar: 1 mm.

The mean values of the hardness and reduced elastic modulus obtained by nanoindentation tests
at 0.5 mN applied load are shown in Figure 10a. Results clearly indicate that the elastic behavior and
the hardness of the two nanocomposite systems, with the PDMS and PDMS/PDMS–OH matrices,
are quite different. The nanocomposites with the mixed PDMS/PDMS–OH matrix are much softer and
with a reduced elastic modulus which varies significantly as a function of the nanofiller concentration.
In contrast, the nanocomposite samples with the PDMS matrix show a quite similar elastic modulus,
up to 5 wt% of GNP–DNA. In both cases, the material hardness tends to increase upon the addition of
the modified graphene nanofiller. Figure 10b shows the different flexibility of the nanocomposites with
PDMS and PDMS/PDMS–OH (75:25 w/w) matrices containing 5 wt% of GNP–DNA filler.
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Figure 10. (a) Mechanical properties of nanocomposites with silicone-based matrices, the PDMS
(Sylgard 184) and the PDMS/PDMS–OH blend (75:25 w/w), and GNP–DNA filler from nanoindentation
tests (0.5 mN applied load, standard deviations in the range of 5–8%); (b) the flexibility of nanocomposites
with 5 wt% of GNP–DNA.
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Finally, the surface wettability of the flexible nanocomposites was assessed by contact angle
measurements at room temperature using the sessile drop method. A comparison of the water
contact angles of the nanocomposites with PDMS and PDMS/PDMS–OH (75:25 w/w) matrices was
reported in Figure 11. The addition of the less viscous PDMS–OH component to the silicone matrix
significantly lowers its hydrophobicity due to the presence of the hydroxyl functional groups. The WCA
value decreases from 113.8◦ ± 1.6◦ for the standard PDMS substrate to 89.6◦ ± 0.9◦ for the softer
PDMS/PDMS–OH sample. No statistically relevant variation can be detected in the nanocomposites
with respect to the unfilled matrices up to 5 wt% of the GNP–DNA filler.
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Figure 11. Comparison of the surface hydrophobicity of the standard PDMS (Sylgard 184) and the
PDMS/PDMS–OH blend (75:25 w/w), unfilled and after the addition of 1 wt% and 5 wt% of GNP–DNA,
as determined by the sessile drop method.

4. Conclusions

Polymer nanocomposites with silicone matrices filled with DNA-functionalized graphene were
investigated by dynamic calorimetry to determine the curing reaction kinetics. The Kissinger
method underestimates the presence of the filler in the elastomeric matrices, whereas the two
isoconversional models (OFW and KAS) are able to follow the complex trend of the curing behavior of
the nanocomposites as a function of the filler content. For a fixed filler content, the nanocomposites
with standard PDMS are characterized by lower activation energies for the polymerization than those
with the PDMS/PDMS–OH blend. The PDMS curing reactions are favored by the presence of the
GNP–DNA filler, at sufficiently high content (5 wt%). Isothermal DSC experiments unveiled that the
DNA component favors the curing process, as nanocomposites filled with pristine GNP do not cure.
Nanoindentation tests showed that the cured nanocomposites with the PDMS/PDMS–OH matrix are
softer than those with standard PDMS. The hardness and reduced elastic modulus can be tuned by
varying the amount of the filler. Our work provides a facile and effective way to prepare silicone-based
nanocomposites with varied flexibility and surface hydrophobicity.

Author Contributions: Conceptualization, M.G.S.; methodology, E.T., S.L. and M.G.S.; investigation, E.T.; formal
analysis, E.T., S.L. and M.G.S.; writing—original draft preparation, E.T.; writing—review and editing, M.G.S. and
S.L.; supervision, M.G.S.; funding acquisition, M.G.S. All authors have read and agreed to the published version
of the manuscript.

Funding: This research was funded by Italian Ministry of University and Research (MIUR, Montalcini Grant) and
by Sapienza University of Rome (grant number RM11916B88EB34A0).

Conflicts of Interest: The authors declare no conflict of interest.



Polymers 2020, 12, 2301 18 of 20

References

1. Michel, S.; Chu, B.T.; Grimm, S.; Nüesch, F.A.; Borgschulte, A.; Opris, D.M. Self-healing electrodes for
dielectric elastomer actuators. J. Mater. Chem. 2012, 22, 20736–20741. [CrossRef]

2. Li, Y.Q.; Zhu, W.B.; Yu, X.G.; Huang, P.; Fu, S.Y.; Hu, N.; Liao, K. Multifunctional Wearable Device Based on
Flexible and Conductive Carbon Sponge/Polydimethylsiloxane Composite. ACS Appl. Mater. Interfaces 2016,
8, 33189–33196. [CrossRef] [PubMed]

3. Zhang, R.; Ying, C.; Gao, H.; Liu, Q.; Fu, X.; Hu, S. Highly flexible strain sensors based on
polydimethylsiloxane/carbon nanotubes (CNTs) prepared by a swelling/permeating method and enhanced
sensitivity by CNTs surface modification. Compos. Sci. Technol. 2019, 171, 218–225. [CrossRef]

4. Kim, H.; Abdala, A.A.; Macosko, C.W. Graphene/Polymer Nanocomposites. Macromolecules 2010, 43,
6515–6530. [CrossRef]

5. Ozbas, B.; O’Neill, C.D.; Register, R.A.; Aksay, I.A.; Prud’homme, R.K.; Adamson, D.H. Multifunctional
elastomer nanocomposites with functionalized graphene single sheets. J. Polym. Sci. Part. B Polym. Phys.
2012, 50, 910–916. [CrossRef]

6. Zhao, Y.H.; Zhang, Y.F.; Bai, S.L.; Yuan, X.W. Carbon fibre/graphene foam/polymer composites with enhanced
mechanical and thermal properties. Compos. Part. B 2016, 94, 102–108. [CrossRef]

7. Yan, C.; Kang, W.; Wang, J.; Cui, M.; Wang, X.; Foo, C.Y.; Chee, K.J.; Lee, P.S. Stretchable and Wearable
Electrochromic Devices. ACS Nano 2014, 8, 316–322. [CrossRef]

8. Gong, S.; Schwalb, W.; Wang, Y.; Chen, Y.; Tang, Y.; Si, J.; Shirinzadeh, B.; Cheng, W. A wearable and highly
sensitive pressure sensor with ultrathin gold nanowires. Nat. Commun. 2014, 5, 3132. [CrossRef]

9. Yu, Z.; Drzal, L.T. Functionalized graphene oxide as coupling agent for graphene nanoplatelet/epoxy
composites. Polym. Compos. 2020, 41, 920–929. [CrossRef]

10. Santonicola, M.G.; Coscia, M.G.; Sirilli, M.; Laurenzi, S. Nanomaterial-based biosensors for a real-time
detection of biological damage by UV light. In Proceedings of the 37th Annual International Conference of
the IEEE Engineering in Medicine and Biology Society, EMBC, Milan, Italy, 25–29 August 2015; pp. 4391–4394.
[CrossRef]

11. Toto, E.; Santonicola, M.G.; Mancini, M.C.; Laurenzi, S. Ultraviolet-sensing surfaces based on hybrid
nanocomposites for radiation monitoring systems. In Proceedings of the IEEE International Workshop on
Metrology for AeroSpace, MetroAeroSpace, Padua, Italy, 21–23 June 2017; pp. 369–373. [CrossRef]

12. Ravanat, J.-L.; Douki, T.; Cadet, J. Direct and indirect effects of UV radiation on DNA and its components.
J. Photochem. Photobiol. B 2001, 63, 88–102. [CrossRef]

13. Toto, E.; Palombi, M.; Laurenzi, S.; Santonicola, M.G. Functional nanocomposites with graphene-DNA hybrid
fillers: Synthesis and surface properties under UV irradiation. Ceram. Int. 2019, 45, 9631–9637. [CrossRef]

14. Hain, T.C.; Kroeker, K.; Stich, D.G.; Hertel, T. Influence of DNA conformation on the dispersion of SWNTs:
Single-strand DNA vs. hairpin DNA. Soft Matter 2012, 8, 2820–2823. [CrossRef]

15. Patil, A.J.; Vickery, J.L.; Scott, T.B.; Mann, S. Aqueous stabilization and self-assembly of graphene sheets into
layered bio-nanocomposites using DNA. Adv. Mater. 2009, 21, 3159–3164. [CrossRef]

16. Solon, J.; Levental, I.; Sengupta, K.; Georges, P.C.; Janmey, P.A. Fibroblast adaptation and stiffness matching
to soft elastic substrates. Biophys. J. 2007, 93, 4453–4461. [CrossRef]

17. Amjadi, M.; Kyung, K.U.; Park, I.; Sitti, M. Stretchable, Skin-Mountable, and Wearable Strain Sensors and
Their Potential Applications: A Review. Adv. Funct. Mater. 2016, 26, 1678–1698. [CrossRef]

18. Shu, Y.; Tian, H.; Yang, Y.; Li, C.; Cui, Y.; Mi, W.; Li, Y.; Wang, Z.; Deng, N.; Peng, B.; et al. Surface-modified
piezoresistive nanocomposite flexible pressure sensors with high sensitivity and wide linearity. Nanoscale
2015, 7, 8636–8644. [CrossRef]

19. Santonicola, M.G. Label-Free Biosensing Platforms Based on Graphene/DNA Interfaces. In Graphene
Bioelectronics; Tiwari, A., Ed.; Elsevier: Amsterdam, The Netherlands, 2018; Chapter 8; pp. 177–191.
[CrossRef]

20. Botti, S.; Rufoloni, A.; Laurenzi, S.; Gay, S.; Rindzevicius, T.; Schmidt, M.S.; Santonicola, M.G.
DNA self-assembly on graphene surface studied by SERS mapping. Carbon 2016, 109, 363–372. [CrossRef]

http://dx.doi.org/10.1039/c2jm32228e
http://dx.doi.org/10.1021/acsami.6b11196
http://www.ncbi.nlm.nih.gov/pubmed/27934197
http://dx.doi.org/10.1016/j.compscitech.2018.11.034
http://dx.doi.org/10.1021/ma100572e
http://dx.doi.org/10.1002/polb.23080
http://dx.doi.org/10.1016/j.compositesb.2016.03.056
http://dx.doi.org/10.1021/nn404061g
http://dx.doi.org/10.1038/ncomms4132
http://dx.doi.org/10.1002/pc.25423
http://dx.doi.org/10.1109/EMBC.2015.7319368
http://dx.doi.org/10.1109/MetroAeroSpace.2017.7999599
http://dx.doi.org/10.1016/S1011-1344(01)00206-8
http://dx.doi.org/10.1016/j.ceramint.2018.10.236
http://dx.doi.org/10.1039/c2sm07148g
http://dx.doi.org/10.1002/adma.200803633
http://dx.doi.org/10.1529/biophysj.106.101386
http://dx.doi.org/10.1002/adfm.201504755
http://dx.doi.org/10.1039/C5NR01259G
http://dx.doi.org/10.1016/B978-0-12-813349-1.00008-1
http://dx.doi.org/10.1016/j.carbon.2016.07.069


Polymers 2020, 12, 2301 19 of 20

21. Zuluaga-Parra, J.D.; Sanchez-Valdes, S.; Ramos-de Valle, L.F.; Flores-Gallardo, S.; Uribe-Calderón, J.A.;
Beltrán-Ramírez, F.I.; Romero-García, J.; Narro-Céspedes, R.I.; Morales-Cepeda, A.B.; Lozano-Ramírez, T.; et al.
Effect of magnetite nanoparticles and their surface modification on the mechanical and magnetic properties
of silicon-based magnetic elastomer nanocomposite. Polym. Compos. 2019, 40, 3981–3988. [CrossRef]

22. White, S.R.; Hahn, H. Process modeling of composite materials: Residual stress development during cure.
Part II. Experimental validation. J. Compos. Mater. 1992, 26, 2423–2453. [CrossRef]

23. Pisupati, A.; Ayadi, A.; Deléglise-Lagardère, M.; Park, C.H. Influence of resin curing cycle on the
characterization of the tensile properties of flax fibers by impregnated fiber bundle test. Composites Part A
2019, 126, 105572. [CrossRef]

24. Puglia, D.; Valentini, L.; Kenny, J.M. Analysis of the cure reaction of carbon nanotubes/epoxy resin composites
through thermal analysis and Raman spectroscopy. J. Appl. Polym. Sci. 2003, 88, 452–458. [CrossRef]

25. Hardis, R.; Jessop, J.L.P.; Peters, F.E.; Kessler, M.R. Cure kinetics characterization and monitoring of an epoxy
resin using DSC, Raman spectroscopy, and DEA. Compos. Part. A 2013, 49, 100–108. [CrossRef]

26. Monti, M.; Puglia, D.; Natali, M.; Torre, L.; Kenny, J.M. Effect of carbon nanofibers on the cure kinetics of
unsaturated polyester resin: Thermal and chemorheological modelling. Compos. Sci. Technol. 2011, 71,
1507–1516. [CrossRef]

27. Zhou, T.; Wang, X.; Liu, X.; Xiong, D. Influence of multi-walled carbon nanotubes on the cure behavior of
epoxy-imidazole system. Carbon 2009, 47, 1112–1118. [CrossRef]

28. Yu, J.H.; Duan, J.K.; Peng, W.Y.; Wang, L.C.; Peng, P.; Jiang, P.K. Influence of nano-AlN particles on
thermal conductivity, thermal stability and cure behavior of cycloaliphatic epoxy/trimethacrylate system.
Express Polym. Lett. 2011, 5, 132–141. [CrossRef]

29. Pérez, J.; Oliet, M.; Alonso, M.; Rodríguez, F. Cure kinetics of lignin–novolac resins studied by isoconversional
methods. Thermochim. Acta 2009, 487, 39–42. [CrossRef]

30. Domínguez, J.; Grivel, J.-C.; Madsen, B. Study on the non-isothermal curing kinetics of a polyfurfuryl alcohol
bioresin by DSC using different amounts of catalyst. Thermochim. Acta 2012, 529, 29–35. [CrossRef]

31. Kuo, P.Y.; Yan, N.; Sain, M. Influence of cellulose nanofibers on the curing behavior of epoxy/amine systems.
Eur. Polym. J. 2013, 49, 3778–3787. [CrossRef]

32. Ghaemy, M.; Nasab, S.M.A.; Barghamadi, M. Preparation and nonisothermal cure kinetics of
DGEBA-nanosilica particles composites. Polym. Compos. 2008, 29, 165–172. [CrossRef]

33. Kissinger, H.E. Reaction kinetics in differential thermal analysis. Anal. Chem. 1957, 29, 1702–1706. [CrossRef]
34. Santonicola, M.G.; Coscia, M.G.; Botti, S.; Laurenzi, S. Graphene/DNA nanostructured films for bioinspired

sensing of UV radiation effects. In Proceedings of the International Astronautical Congress, Toronto, ON,
Canada, 29 September–3 October 2014; pp. 6313–6317.

35. Vyazovkin, S. Evaluation of activation energy of thermally stimulated solid-state reactions under arbitrary
variation of temperature. J. Comput. Chem. 1997, 18, 393–402. [CrossRef]

36. Vyazovkin, S.; Sbirrazzuoli, N. Kinetic methods to study isothermal and nonisothermal epoxy-anhydride
cure. Macromol. Chem. Phys. 1999, 200, 2294–2303. [CrossRef]

37. Vyazovkin, S.; Burnham, A.K.; Criado, J.M.; Pérez-Maqueda, L.A.; Popescu, C.; Sbirrazzuoli, N.
ICTAC Kinetics Committee recommendations for performing kinetic computations on thermal analysis data.
Thermochim. Acta 2011, 520, 1–19. [CrossRef]

38. Ozawa, T. A new method of analyzing thermogravimetric data. Bull. Chem. Soc. Jpn. 1965, 38, 1881–1886.
[CrossRef]

39. Flynn, J.H.; Wall, L.A. General treatment of the thermogravimetry of polymers. J. Res. Nat. Bur. Stand. 1966,
70, 487–523. [CrossRef]

40. Akahira, T.; Sunose, T. Method of determining activation deterioration constant of electrical insulating
materials. Res. Rep. Chiba Inst. Technol. Sci. Technol. 1971, 16, 22–31.

41. Doyle, C.D. Estimating isothermal life from thermogravimetric data. J. Appl. Polym. Sci. 1962, 6, 639–642.
[CrossRef]

42. Li, X.; Bhushan, B. A review of nanoindentation continuous stiffness measurement technique and its
applications. Mater. Charact. 2002, 48, 11–36. [CrossRef]

43. Xu, J.; Razeeb, K.M.; Roy, S. Thermal properties of single walled carbon nanotube-silicone nanocomposites.
J. Polym. Sci. Part. B: Polym. Phys. 2008, 46, 1845–1852. [CrossRef]

http://dx.doi.org/10.1002/pc.25259
http://dx.doi.org/10.1177/002199839202601605
http://dx.doi.org/10.1016/j.compositesa.2019.105572
http://dx.doi.org/10.1002/app.11745
http://dx.doi.org/10.1016/j.compositesa.2013.01.021
http://dx.doi.org/10.1016/j.compscitech.2011.06.010
http://dx.doi.org/10.1016/j.carbon.2008.12.039
http://dx.doi.org/10.3144/expresspolymlett.2011.14
http://dx.doi.org/10.1016/j.tca.2009.01.005
http://dx.doi.org/10.1016/j.tca.2011.11.018
http://dx.doi.org/10.1016/j.eurpolymj.2013.08.022
http://dx.doi.org/10.1002/pc.20363
http://dx.doi.org/10.1021/ac60131a045
http://dx.doi.org/10.1002/(SICI)1096-987X(199702)18:3&lt;393::AID-JCC9&gt;3.0.CO;2-P
http://dx.doi.org/10.1002/(SICI)1521-3935(19991001)200:10&lt;2294::AID-MACP2294&gt;3.0.CO;2-V
http://dx.doi.org/10.1016/j.tca.2011.03.034
http://dx.doi.org/10.1246/bcsj.38.1881
http://dx.doi.org/10.6028/jres.070A.043
http://dx.doi.org/10.1002/app.1962.070062406
http://dx.doi.org/10.1016/S1044-5803(02)00192-4
http://dx.doi.org/10.1002/polb.21519


Polymers 2020, 12, 2301 20 of 20

44. Tao, K.; Yang, S.; Grunlan, J.C.; Kim, Y.S.; Dang, B.; Deng, Y.; Thomas, R.L.; Wilson, B.L.; Wei, X. Effects of
carbon nanotube fillers on the curing processes of epoxy resin-based composites. J. Appl. Polym. Sci. 2006,
102, 5248–5254. [CrossRef]

45. Johnston, I.D.; McCluskey, D.K.; Tan, C.K.L.; Tracey, M.C. Mechanical characterization of bulk Sylgard 184
for microfluidics and microengineering. J. Micromech. Microeng. 2014, 24, 35017. [CrossRef]

46. Sbirrazzuoli, N.; Vincent, L.; Mija, A.; Guigo, N. Integral, differential and advanced isoconversional methods:
Complex mechanisms and isothermal predicted conversion–time curves. Chemom. Intell. Lab. Syst. 2009, 96,
219–226. [CrossRef]

47. Xia, Y.; Huang, Y.; Li, Y.; Liao, S.; Long, Q.; Liang, J. LaPO4: Ce, Tb, Yb phosphor—synthesis and kinetics
study for thermal process of precursor by Vyazovkin, OFW, KAS, Starink, and Mastplosts methods. J. Therm.
Anal. Calorim. 2015, 120, 1635–1643. [CrossRef]

48. Salehi, M.; Clemens, F.; Graule, T.; Grobéty, B. Kinetic analysis of the polymer burnout in ceramic thermoplastic
processing of the YSZ thin electrolyte structures using model free method. Appl. Energy 2012, 95, 147–155.
[CrossRef]

49. Yu, A.; Ramesh, P.; Sun, X.; Bekyarova, E.; Itkis, M.E.; Haddon, R.C. Enhanced thermal conductivity in a
hybrid graphite nanoplatelet–Carbon nanotube filler for epoxy composites. Adv. Mater. 2008, 20, 4740–4744.
[CrossRef]

50. Song, Y.; Yu, J.; Yu, L.; Alam, F.E.; Dai, W.; Li, C.; Jiang, N. Enhancing the thermal, electrical, and mechanical
properties of silicone rubber by addition of graphene nanoplatelets. Mater. Des. 2015, 88, 950–957. [CrossRef]

© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.1002/app.24773
http://dx.doi.org/10.1088/0960-1317/24/3/035017
http://dx.doi.org/10.1016/j.chemolab.2009.02.002
http://dx.doi.org/10.1007/s10973-015-4548-6
http://dx.doi.org/10.1016/j.apenergy.2012.02.025
http://dx.doi.org/10.1002/adma.200800401
http://dx.doi.org/10.1016/j.matdes.2015.09.064
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Materials and Methods 
	Materials 
	Preparation of Nanocomposite Mixtures 
	DSC Experiments 
	Kinetic Models for DSC Analysis 
	Characterization of Nanocomposites after Cure 

	Results and Discussion 
	Calorimetry Analysis 
	Modeling of the Nanocomposites Curing Reactions 
	Mechanical Properties and Analysis of Surface Wettability 

	Conclusions 
	References

