
Table S1. Linear regressions for the concentration of cyanidin species absorbing at 545 nm, during 

depolymerization. 

Molecule retention time Adjusted model equation R2 

36.8 Order 0 A1= 0.0129t2 – 0.0305  0.9871 

39.6 Order 0 A= 0.0479t – 0.1748 0.9738 

41.6 Order 0 A= 0.0111t – 0.0469 0.9186 

43.6 Order 0 A= 0.0014t – 0.0075 0.8754 

44.2 Order 0 A= 0.0022t – 0.0046 0.9263 

45.0  Order 0 A= 0.0056t – 0.0244 0.9432 

49.1 Order 0 A= 0.1935t – 0.6811 0.9706 
1 Area at retention time, 2 time reaction. 

 


