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Abstract: The effect of adsorbent dose and initial concentration on removing the azo-anionic dyes
Congo Red andtartrazine present in a synthetic aqueous solution was studied using natural cellulose
(CC) and modified cationic cellulose (MCC) from coconut mesocarp. Three levels of adsorbent
dosage (5, 8 and 12 mg/L) and initial concentration (40, 70 and 100 mg/L) were used. Cetyl trimethyl
ammonium chloride (CTAC) was used as a modifying agent. TGA and DSC showed that the extracted
cellulose was of good quality, composed mostly of cellulose with lignin and hemicellulose traces,
and 8% moisture. The FTIR spectrum showed the effectiveness of the modification in the structure of
the material with symmetric deformation of the C6 H6 -Cl group in 1472 cm−1 present in the CTAC.
It was found that decreasing the adsorbent dosage and increasing the initial concentration favored
the dyes’ adsorption capacity on the two bioadsorbents. Tartrazine removals of 5.67 mg/g on CC
and 19.61 mg/g on MCC were achieved, and for CR of 15.52 mg/g on CC and 19.99 with MCC with
removal percentages over 97% with the quaternized biomass in all cases. The kinetic and equilibrium
study was carried out to identify the mechanisms involved in the adsorption process. The Freundlich
model can describe the equilibrium isotherm data of tartrazine on CC and MCC. In contrast, those of
CR is defined by the Langmuir and Dubinin–Radushkevic models for CC and MCC, respectively
Adsorption kinetics showed that equilibrium was reached at 30 min, with rapid adsorption in the
initial minutes with the removal of about 97% of the contaminant in the first 5 min; fitting to kinetic
models showed that the kinetics of tartrazine on CC was fitted by Elovich (R2 = 0.756), and on MCC
the Elovich (R2 = 0.887) and pseudo-second-order (R2 = 0.999) models. Removing CR on CC was
fitted by pseudo-first-order, pseudo-second-order and Elovich models (R2 > 0.98), and when using
MCC, all models show a good fitting with R2 = 0.99 in all cases.
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1. Introduction
Dyes are ionic aromatic organic compounds with structures that include aryl groups
that have delocalized electron systems, and when bound to a material gives color to the
material [1]. About 7000 different chemical structures have been identified that absorb
or emit light in the visible spectrum range [2]. It has been estimated that there are more
than 100,000 dyes and colorants commercially available and more than 7 × 105 tons are
produced annually worldwide [3]. Their presence in effluents is cause for great concern
because they change the spectrophotometry of wastewater from industries such as food
and textiles. Their metabolites and by-products obtained, once they come into contact with
surface effluents such as lakes and rivers, can cause carcinoma, and damage to the nervous
system and urinary system of living beings [4]. Nowadays, the textile industry uses around
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3600 dyes and 8000 different chemicals products in various processes, including bleaching,
dyeing, printing and finishing [5].
The great demand for colorants due to their application in different industrial sectors
generates a large volume of colored residual effluents and post-production waste. Among
these, the textile industry discharges high volumes of wastewater into aquatic environments, since during the dyeing processes between 5% and 50% is wasted, depending on
the type of fabric and dye, resulting in almost 200 billion liters of effluents with dyes
per year [6]. For their part, the dyeing industries use large volumes of water and dyes,
pouring 8% to 20% of colorants and additives into the wastewater streams from the textile
industries [7]. Thus, tons of dyes are dumped into the environment as waste daily [8].
Many of the synthetic organic dyes are not biodegradable or do so slowly, which makes it
difficult to eliminate them using conventional methods available in wastewater treatment
plants [9]. The discharge of effluents contaminated with dyes without treatment affects
the health of water bodies because it reduces the photosynthetic capacity of sub-aquatic
plants, increases COD and causes eutrophication of surface waters [10]. Likewise, the toxic
properties of some dyes have been confirmed, including carcinogenic [11], mutagenic [12],
allergic and dermatological [13] effects. Even at trace levels (<1 mg/L), these compounds
have adverse health effects [9]. This confirms that synthetic organic colorants pose an
environmental problem for aquatic ecosystems, and for this reason, it is necessary to treat
wastewater containing dyes before it is discharged into the environment.
Various chemical and physical processes such as flocculation, chemical coagulation,
precipitation, and adsorption have been widely used to treat dye-bearing wastewater,
with adsorption being one of the most efficient methods [14]. Agricultural wastes are an
excellent source for dye adsorption. They are cheap and abundantly available, mainly
consisting of cellulose, hemicellulose and lignin that bind as effective adsorbents for a
wide range of contaminants containing the functional groups hydroxyl, carboxyl, phenols,
methoxy, etc. [15]. The development of green adsorbents such as cellulose for dye adsorption is receiving widespread attention due to their non-toxicity, renewal capacity and high
economic value [16].
The use of cellulose as a bioadsorbent is recent, as it was used in reducing sugars or
raw material to produce ethanol or for the paper industry [17]. Cellulose can be modified
to improve its dye and colorant retention action. The most commonly used modification method is quaternization, which is an etherification reaction in which a quaternary
ammonium salt reacts with cellulose to derive a positively charged product (cationic cellulose) [18,19]. A quaternary ammonium salt is useful as an etherifying agent for cellulose;
one of the most used for the synthesis of quaternized cellulose is cetyl trimethyl ammonium
chloride. This compound is 70% degradable to stable compounds, in its configuration the
nitrogen takes valence IV; thus, the cellulose reacts with the cetyl trimethylammonium
chloride creating a cationic surface, displacing the hydrogens present in the OH group or
otherwise the whole group [20].
The adsorption equilibrium has been studied using isotherms, in order to identify
how the analyte molecules in question are distributed between the liquid phase and the
solid phase when the adsorption process reaches an equilibrium state [21]. The data used
to obtain isotherms can be fitted by different models to study the nature of the process
and can be used to compare the efficiency [22,23]. The adsorption equilibrium of Congo
Red and Methylene Blue (MB) on activated carbons from ashitaba residues and walnut
shells modified with Zinc Chloride has been investigated, finding that the bioadsorbents
from ashitaba residues showed selectivity for CR reaching a maximum adsorption capacity
of 632.13 mg/g, indicating their selectivity for the material; a maximum MB adsorption
capacity of 400.11 mg/g was achieved on walnut shell biochar [24]. The study of tartrazine
removal on activated carbon from moringa seeds showed a better fit of the experimental
data of the isotherm to the Freundlich model because it was assumed that the removal
process of the contaminant occurred in multilayers inside the pores of the bioadsorbent,
achieving a maximum removal capacity of 44.02 mg/g [25].
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Additionally, different methodologies have been proposed for the reuse of bioadsorbent materials, in order to extend their useful life, as well as to recover the dye in a
concentrated solution after each desorption cycle, using NaOH, HCl, acetic acid and organic solvent mixtures [26]. This successfully demonstrates the possibility of regenerating
and reusing adsorbent materials, as well as obtaining removal efficiencies >60% after six adsorption cycles [27]. Regarding the final disposal of the adsorbents once they are aged after
the desorption cycles, practices have been studied to get rid of this waste, such as recycling
in the cement matrix, re-filling of the road, stabilization soil, stabilization/solidification
processes, soil correction and as a liming agent [28].
On the other hand, 22,865 hectares of coconut were planted in Colombia in 2019
with a production of 145,578 t/year. Since only the fruit is used, which is equivalent
to 17% (endosperm), the remaining 83% is considered as waste (exocarp and mesocarp).
The mesocarp is the most abundant part of the coconut fruit, which is treated as a reject
product during its agro-industrial exploitation, from the cultivation of the raw material to
its commercialization [29]. Thus, it would be generating tons of coconut waste per year,
which causes a negative impact on the environment [30]. Thus, in this paper, the effect of
adsorbent dosage and initial concentration on the removal of the azo-anionic dyes Congo
Red and tartrazine present in synthetic aqueous solution was studied using adsorbents
modified from coconut mesocarp. A kinetic and equilibrium study was carried out to
identify the mechanisms involved in the adsorption process. The use of coconut mesocarp
as adsorbent represents an economic advantage because it is an abundant residue in
Colombian food industries; likewise, it is a biomass that has not been previously reported in
the literature for the removal of diazoanionic dyes, such as tartrazine and Congo Red, due to
the presence of lignin (61.17% wt), cellulose (21.18% wt) and hemicellulose (17.64% wt)
reported in its structure [31]. As well as cellulose, neither cellulose extracted from coconut
mesocarp and modified with (CTAC) have been studied for this purpose, which is the
reason why this work would be a contribution to current technology.
2. Materials and Methods
2.1. Materials and Reagents
To prepare, the following stock solutions were used: (Trisodium 1-(4-sulfonatophenyl)4-(4-sulfonatophenylazo)-5-pyrazolone-3-carboxylate) and Congo Red (naphthylensulfonic
acid salt 3,30 -(4,40 - biphenylenebis (azo) bis (4amino) disodium), analytical grade. The pH
was adjusted with HCl and NaOH 0.1 M. Cellulose modification was performed using 25%
cetyl trimethyl ammonium chloride (CTAC).
2.2. Experiment Design
The dye adsorption capacity per biomass unit (mg/g) was considered as the response
variable, the initial contaminant concentration (mg/L) and the adsorbent dose (g/L) as
independent variables, and pH, particle size, temperature and agitation rate as intervening variables. The experimental stage was carried out following a multilevel factorial
design of 3 adsorbent dose levels (5, 8 and 12 mg/L), three variations of contaminant
concentration (40, 70, and 100 mg/L). The anionic dyes tartrazine and Congo Red were
removed, using the two biomaterials, for 36 experiments. A target was made with the
unmodified biomasses and celluloses, in order to know the feasibility of cellulose synthesis
and subsequent modification.
2.3. Experimental Methodology
2.3.1. Mechanical Treatment of Biomass
The coconut mesocarp was collected from street vendors. The material in the best
condition was selected to take advantage of its long useful life, conserve its properties and
avoid its early decomposition. The biomass was washed with deionized water, dried in an
oven at 70 ◦ C for 5 h, and the size was reduced using a knife mill. The size classification
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was carried out in a Shaker type sieve utilizing a series of stainless steel sieves, which have
the opening sizes 8, 6.3, 4.75, 3.35, 2.362, 2, 1.7, 1.0, 0.5 and 0.355 mm [32].
2.3.2. Cellulose Extraction
Cellulose was extracted according to the method proposed by Xu et al. [33]. After
mechanical pretreatment of the biomass, a double alkaline extraction was performed
to eliminate the soluble polysaccharides. For this, 20 g of dry material was suspended
in distilled water (up to have a solution between 2 to 4% w/v) and mixed in a Waring
mechanical mixer for 10 min at 300 rpm. The resulting sample was resuspended and filtered
on a 75 µm sieve. The liquid passing through the sieve was discarded, and 500 mL of 4%
NaOH wt was added to the sediment. The suspension was shaken at 200 rpm at 80 ◦ C for
2 h. The solid sample was washed with distilled water, and the extraction was repeated
with NaOH. After rewashing the sample, the liquid was discarded, and the resulting
sediment was selected. For delignification, a solution of 50 g of NaCl to 500 mL of distilled
water and 50 mL of glacial acetic acid was added to the sample obtained. The mixture was
shaken for 24 h. Subsequently, it was washed with distilled water, discarding the wash
water. Finally, the resulting sample was dried at 70 ◦ C for approximately 2 to 3 h, left to
cool in a desiccator and reserved in plastic vials.
2.3.3. Cellulose Quaternization
The cellulose was modified with CTAC, using a ratio of per 1 g of cellulose a volume
of 10 mL of cetyl at a concentration of 100 mmol/L. It was left in agitation in the shaker for
24 h at 300 rpm. The quaternized sample was washed until reaching a neutral pH or close
to 7.
2.3.4. Characterization of Bioadsorbents
Coconut mesocarp (CM), coconut cellulose (CC) and modified coconut cellulose
(MCC) were characterized by Fourier transform infrared spectroscopy (FTIR) analysis to
identify the functional groups involved in the anion adsorption process, using a Perkin
Elmer model 1600 series spectrophotometer. The surface structure was studied by scanning
electron microscopy (SEM). The surface elemental composition was determined by energydispersive X-ray spectroscopy (EDS). SEM-EDS structural analysis was performed on a
TESCAN model F E-MEB LYRA 3 scanning electron microscope with gold coating, 10 kV
voltage and 1 kx magnification. The zero-loading point pH (pHpzc ), was determined to
analyze the distribution of loads on the adsorbent surface and its effect on the adsorption
capacity [34]. The cellulose sample obtained was characterized by thermogravimetry
(TGA) and differential scanning calorimetry (DSC) to measure the material’s stability to
temperature changes.
2.3.5. Adsorption Tests
The adsorption experiments were performed according to the proposed design of
experiments. Congo Red and tartrazine’s synthetic solutions were placed in contact with
the adsorbent in 5 mL test tubes, in an orbital shaker Thermo Scientific model MAXQ
4450, with an agitation of 250 rpm, at room temperature, for 24 h. The remaining concentration of Congo Red and tartrazine was determined by infrared spectrophotometry
at 427 and 500 nm, respectively, in a Biobase model BK-UV1900 UV/Vis spectrophotometer. The adsorption capacity of the bioadsorbent (qt ) and the removal efficiency (R) were
determined with Equations (1) and (2):

qt


(C0 − C f )V
mg
=
g
m

(1)

(C0 − C f )
∗ 100
Co

(2)

R [%] =
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mg 
mg 
where C0 L
is the initial dye concentration in the dissolution, C f L
is the final
concentration of dye in the dissolution, V (L) is the volume of dissolution and m (g) is the
mass of bioadsorbent used in the tests.

2.4. Adsorption Isotherms
Adsorption isotherms describe adsorbate-adsorbent interactions, a critical factor in
optimizing the use of adsorbents [35]. The tests for the determination of the isotherms were
carried out by varying the initial concentration of the sample (25, 50, 75, 100 and 125 mg/L),
at the best experimental conditions of adsorbent dosage using the bioadsorbents prepared
from coconut mesocarp, for 24 h at 150 rpm and room temperature. The experimental data
were fitted to the Langmuir (3), Freundlich (4) and Dubinin–Radushkevich (5) models,
shown in Table 1.
Table 1. Adsorption isotherm models.
Model.

Equation

Langmuir

Parameters

(3)

qmax (mg/g): maximum amount of analyte removed per unit weight of biomass
b (L/mg): constant related to the affinity of the binding sites with the contaminant
Ce (mg/L): concentration of the remaining contaminant in solution

qe = k F Ce (4)

kF (mg/g (L/mg)1/n ): adsorption capacity indicator
n: indicates the effect of concentration on adsorption capacity and represents the
adsorption intensity.

qe =

qmax bCe
1+bCe

1
n

Freundlich

ε2 : l Polanyi’s potential which is based on temperature
KDR (mol2 /kJ2 ): Dubinin–Radushkevich constant related to adsorption energy
E (kJ/mol): average adsorption energy per molecule of adsorbate required to
transfer one mole of the ion from the solution to the adsorbent surface

2

Dabunin–
Radushkevich

qe = q DR ∗e−KDR ε (5)

ε = RT ∗ ln 1 +
E=

√ 1
2K DR

1
Ce

(6)

(7)

Adapted from: [36].

2.5. Adsorption Kinetics
The kinetic study was carried out to study the effect of time on removal and the
possible mechanisms involved in the process. Thus, tests were performed at the best
conditions of adsorbent dose and initial dye concentration at 150 rpm and room temperature. Aliquots were taken at different time intervals (5, 10, 20, 30, 30, 60, 60, 120, 240, 480,
720 and 1440 min), and the remaining dye concentration was determined. The experimental
data were fitted to the pseudo-first-order (8), pseudo-second-order (9), Elovich (10) and
intraparticle diffusion (11) models, summarized in Table 2.
Table 2. Kinetic models.
Model

Equation

Parameters
(min−1 ):

Pseudo-first-order

Pseudo-secon -order

Elovich

Intraparticle diffusion

qt = qe1



qt =

qt =

1
β

1 + e−kt

q2e k2 t
1+ k 2 q e t

ln(t) +
(10)

1
β



(8)

(9)

ln(αβ)

qt = k3 t1/2 (11)

k1
Lagergren’s kinetic constant
qe1 (mg/g): adsorption capacity at equilibrium.
qt (mg/g): adsorption capacity at time t
t (min): time
k2 (g/ mg·min): pseudo-second order kinetic constant
qe2 (mg/g): adsorption capacity at equilibrium.
qt (mg/g): adsorption capacity at time t
t (min): time
qt (mg/g): adsorption capacity at time t
α (mg/g.min−1 ): initial adsorption rate
β (g/mg): desorption constant related to the surface area of the biomaterial
qt (mg/g): adsorption capacity at time t
t (min): time
k3 (mg/g.min1/2 ): kinetic constant of intra-particle diffusion
Adapted from: [37].

(10)
Intraparticle
diffusion
Water 2021, 13, 1382
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biomaterial
qt (mg/g): adsorption capacity at time t
t (min): time
k3 (mg/g.min1/2): kinetic constant of intra-particle diffusion
Adapted from: [37].
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Figure 1. Analysis (a) TGA and (b) DSC of the cellulose extracted from the CM.

DSC shows that the celluloses obtained present an endothermic peak around 80 ◦ C
associated with water evaporation. From 320 to 350 ◦ C, an exothermic pyrolysis reaction
peak occurred, corresponding to the melting of the cellulose polymer crystals. It could be
attributed to the different reactions or mechanisms involved in the pyrolysis of the three
components. Previously, it has been indicated that the carbonization process was highly
exothermic, while the volatilization was endothermic [40]. The non-occurrence of a peak
between 222–228 ◦ C means that hemicellulose was removed during the cellulose extraction
process from the coconut mesocarp [41].
3.1.2. FTIR Spectroscopy Analysis
FTIR transmittance spectra for CC and MCC, before and after tartrazine removal,
are shown in Figure 2. The position of the peak and the corresponding chemical functional
group assignments are summarized in Table 3.
The IR spectra of the CC (Figure 2a) and MCC (Figure 2b) show the presence of
functional groups involved in the uptake of pollutants during the adsorption processes.
The presence of CH vibrations, the intensity reaching a maximum close to 900 cm−1 for CC
and 890 cm−1 for MCC, indicates the purity of cellulose, which is a common characteristic of
synthesized adsorbents [42]. The peak near 1455 cm−1 indicates the O-H bending vibration
of the cellulose. Bands at 3450 and 3390 cm−1 refer to the O-H stretch and at 2937 cm−1 to

Figure 1. Analysis (a) TGA and (b) DSC of the cellulose extracted from the CM.
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Cellulose

Water 2021, 13, 1382

8 of 20

Table 3. Peak position and chemical group assignments in the CC and MCC.
Peak (Wavelength cm−1 )

Functional Group

Chemical Component

3390

Stretching -OH

Cellulose

2937

2937

Stretching -CH

Cellulose

2275

2337

Stretching -C=O

Cellulose

1720

1691

Stretching -C=C

Hemicellulose

1640

1640

Vibration N=N

Lignin

1455

1455

Bending vibration -OH

Cellulose

–

1472

Symmetric deformation of C6 H6 -Cl

CTAC

1100

1100

Stretching C-O-C

Polysaccharides

900

890

Vibration -CH

Cellulose

CC

MCC

3450

The peaks observed at 1720 cm−1 and 1621 cm−1 were related to the C = O stretching
of the acetyl and uronic ester groups of hemicellulose [45]. After the removal of CR and
tartrazine, the enlargement and shift of specific bands was evidenced in both bioadsorbents.
Using MCC, pronounced peaks are observed at 2357 and 1035 cm−1 , attributed to the
fixation of the dye at these sites on the surface of the bioadsorbents [46]. Similarly, the bands
at 3432 and 1631 cm−1 decrease in amplitude and move slightly when CR is adsorbed,
indicating a deep involvement of the amino species. On the other hand, the conservation
of the pattern in the FTIR spectrum implies the non-biodegradability of the CC and MCC
sample after the adsorption of the dyes [47]. The intensification of the peak near 1250 cm−1
after adsorption of CR and tartrazine can be attributed to the -SO3 group in the dyes as
previously reported by Kumar et al. [48].
3.1.3. SEM-EDS Structural Analysis
SEM analysis of the coconut mesocarp (Figure 3a), exhibits the structure of fibrous
lignocellulosic materials; the CM shows an irregular exposed area with the presence of
fiber fragments, blocks with noticeable and irregular circular indentations, heterogeneous
spirals, fragments embedded square grids and heterogeneous spirals. The appearance of
fiber fragments is due to the presence of lignin (61.17% wt), cellulose (21.18% wt) and hemicellulose (17.64% wt) in the structure of the bioadsorbent, which benefits the adsorptive
capacities of the material due to the presence of carboxyl, amino and hydroxyl functional
groups, which have the ability to retain Pb(II) ions with the formation of complexes [49].
Figure 3b shows the cellulose extracted from the coconut mesocarp (CC), which shows
the presence of porous cavities that are attributed to the delignification of the biomass [50].
The EDS spectrum shows that the elements with the highest presence in CC are carbon
(55.43% w) and oxygen (43.01% w), with small traces of sodium (0.65% w) and chlorine
(0.92% w); the disappearance of silicon and calcium, due to NaOH treatment, is necessary
for the elimination of lignin and hemicelluloses from the CM [50]. After modification with
CTAC (Figure 3c), it is observed the softening of the adsorbent surface and an increase
in the porosity, thus in the physicochemical properties of the biomaterial [51]. Although,
it is appreciated that a change in the exposed surface of the material after the modification,
thus increasing the roughness of the material, and the smoothing of the surface due to
the dissolution of impurities [52], EDS does not evidence that this has been successful;
an increase in the presence of carbon (61.48% w) and a decrease in the amount of oxygen
(38.28% w) and traces of aluminum (0.24% w) in the 1.5 keV intensity peak. Similar behavior
was found when modifying a magnetic biochar with cetyl trimethyl ammonium bromide,
finding that there is no evidence of this modification’s presence in the EDS spectrum [53].
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hemicellulose (17.64% wt) in the structure of the bioadsorbent, which benefits the adsorptive capacities of the material due to the presence of carboxyl, amino and hydroxyl functional groups, which have the ability to retain Pb(II) ions with the formation of complexes
9 of 20
[49].
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favoring the diffusive and mass transfer processes from within the solution (with a higher
amount of dye) to the free surface of the adsorbent [59]. From the CR and tartrazine
removal tests carried out as a standard, it was found that coconut mesocarp is a good
Water 2021, 13, x FOR PEER REVIEW
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adsorbent of CR, reaching removal percentages between 83 and 97%, with adsorption
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concentration provides a driving force to overcome all the resistances of the anionic dye
ions and the adsorbent, thus improving the adsorption process [61]. Results similar to
between the aqueous and solid phases, thus increasing adsorption; moreover, as the initial
those of the present study have been previously reported, when evaluating different initial
concentration increased, so did the number of collisions between the dye ions and the
concentrations tested (300, 500 and 700 mg/L), the increase in the adsorbent mass from
adsorbent, thus improving the adsorption process [61]. Results similar to those of the pre0.2 to 1.0 g results in a decrease in the capacity of adsorption of the dye from 691.4 mg/g to
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molecules, which results in a lower saturation and a lower adsorption capacity [63]. Therefore, it is evident that at lower doses of CC and MCC there is a more efficient use of their
available active adsorption sites, which leads to a higher dye load [64]. It is important to
note that, when using the 25 and 35 mg doses of material, the concentration of both CR
and tartrazine remains the same, which promotes less use of the sites.
Figure 4 evidenced the selectivity of the biomaterials for CR at the different concen-
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load [64]. It is important to note that, when using the 25 and 35 mg doses of material,
the concentration of both CR and tartrazine remains the same, which promotes less use of
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the sites.
Figure 4 evidenced the selectivity of the biomaterials for CR at the different concentrations evaluated; this was due to the reactive nature of the dye since it easily sticks to any
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[65]. Similarly,
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ties between 3.44 and 0.32 were obtained, showing a behavior to remove dyes that gave
3.44 and 0.32 were obtained, showing a behavior to remove dyes that gave the ordered set
the ordered set BR 160 > VR 5 > RR 5 > R S2G > IOG [58].
BR 160 > VR 5 > RR 5 > R S2G > IOG [58].
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(d) Congo Red on MCC, at pH 4, 30 ◦ C and 5 mg/L of adsorbent dose.
Figure 5. Fitting to adsorption isotherm models of (a) tartrazine on CC, (b) tartrazine on MCC, (c) Congo Red on CC and
(d) Congo Red on MCC, at pH 4, 30 °C and 5 mg/L of adsorbent dose.

Water 2021, 13, 1382

12 of 20

Table 4. Adsorption isotherm parameters.
Tartrazine
Model

Langmuir

Freundlich

Dubinin–
Radushkevich

Parameters

Congo Red

CC

MCC

CC

MCC

qmax (mg/g)

5.222

18.412

10.890

19.372

b (L/mg)

2.0967 × 10−5

1.220 × 10−4

0.215

0.353

R2

0.933

0.914

0.899

0.722

SS

12.120

0.022

1.219

5.632

kF (mg/g (L/mg)1/n )

0.033

0.956

3.516

5.598

n

0.937

0.973

3.527

2.224

R2

0.936

0.915

0.732

0.629

SS

0.177

0.646

2.236

2.219

qDR (mg/g)

5.214

16.512

8.544

15.072

KDR (mol2 /kJ2 )

2.441 × 10−4

5.181 × 10−6

7.106 × 10−7

4.3683 × 10−7

E (KJ/mol)

45.229

310.65

838.83

1069.86

R2

0.933

0.834

0.683

0.879

SS

0.464

2.129

0.914

1.506

From the results of tartrazine adsorption on CC (Figure 5a) and MCC (Figure 5b),
and the parameters in Table 4, it can be said that the model that best fits the process
was Freundlich, having a slight variation concerning those of Langmuir and Dubinin–
Radushkevich; this indicated that the process happens with the presence of mono and
multilayers, due to the heterogeneity of the active centers of the two adsorbents. However,
chemical forces prevail over these, and the formation of multilayers limits the process,
with a non-uniform distribution of heat and adsorption affinities on the heterogeneous
surface [35]. The active absorption sites are first occupied by strong bonds, and this strength
decreases as they are occupied by ions [35]. The kf is higher when adsorption of the dye
on MCC occurs, indicating its higher selectivity for tartrazine than CC. The Freundlich
constant n (Table 3) values are not in the range 1–10, indicating that the chemical bonds
formed between the ions and the adsorbent are weak; this could be due to the importance of the formation of a monolayer during adsorption [66]. The E parameter of the
Dubinin–Radushkevich model is higher for MCC (310.65 KJ/mol) than CC (42.229 KJ/mol),
indicating that the ion exchange process is more elevated in modified cellulose than in
natural cellulose [35]. It has been previously reported for the removal of tartrazine that
the Freundlich model is the one that best describes the process, using bentonite modified
with hexadecyltrimethylammonium bromide [23] and activated carbon from Lantana camara [1]; while the use of activated carbon from Moringa [25] was found in Langmuir to be
a better fitting.
On the other hand, the adsorption isotherms of CR showed better fitting to the Langmuir model when CC was used, while Dubininin–Radushkevich described the equilibrium
on MCC. The equilibrium of removal of CR on CC and MCC show an important adsorption
even at low concentrations, with an H-type isotherm in the Giles classification; this indicates the predominance of strong ionic interactions between the adsorbate–adsorbent [67].
The fit to the Langmuir model suggests that the adsorption process occurs in a monolayer
with similar activation energy in all the active centers [1]. From the Langmuir parameter
b, it can be intuited that the MCC presented greater affinity for the pollutant, the values
of b ranged between 0 and 1, which indicates favorability of the process; as well as a
greater adsorption capacity according to the qmax [15]. Similarly, the parameter n of the
Freundlich model suggests a high affinity by CC and MCC for the CR, since in both cases,
it is >1 [1]. Values below 8 kJ/mol represent the process’s physical nature, while values
between 8 and 16 kJ/mol indicate that the process was chemical [35]. The data provided
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in Table 3 showed that the adsorption process of CR on CC (838.83 kJ/mol) and MCC
(1069.86 kJ/mol) occurred due to chemical interactions, involving the functional groups
and electron transfer between the adsorbate and the adsorbents. Previously, it was reported
that the adsorption isotherm of the azo dye on nanostructures obtained from broom and
straw [20].
Table 5 shows data of the Langmuir parameter qmax , reported for the removal of
tartrazine and Congo Red with adsorbents of different nature. It is observed that the
adsorption capacity of tartrazine was lower for the other adsorbents, with respect to CR,
and that the results obtained in the present study are in the average for lignocellulosic
biomaterials; the best results were obtained using the chitosan/polyaniline matrix [59],
zeolites and different activated carbons such as corn and moringa seeds. This is due to
the large surface area of this kind of adsorbent, especially after chemical and/or thermal
modification. The removal of CR also presented average adsorption capacities for lignocellulosic materials, following what has been reported in the literature, with especially
outstanding performance of biochars, zeolites [22] and the exchange membrane made from
eggshells [68].
3.4. Adsorption Kinetics
Adsorption kinetics was studied to identify the steps that control the adsorption
mechanism and the incidence of time on the process [37]. In removing tartrazine and CR,
a better performance was observed for the cellulose modified with CTAC, showing the
success of the modification process with the quaternary salt. Similarly, it was found that
the equilibrium time was reached at about 30 min (Figure 6) and that initially, the removal
of the dyes was rapid, removing approximately 97% of the contaminant in the first 5 min,
which could be due to the high availability of active centers in the unsaturated material,
as well as the availability of anions [75]. These results differ from those reported on the
removal of CR on reticulated cellulose–chitosan foam, where adsorption was found to
increase rapidly at 8 h and then continued gradually over 120 h [78]. However, in the
removal of tartrazine on Lantana camara [1] and Congo Red on silica-rich zeolite particles
functionalized with ZnO [22], that the kinetics was rapid in the initial stages of removal as
in the present study.
The study of kinetic models enables the quantitative understanding of the adsorption
process because it helps describe the process [70]. In the present study, pseudo-firstorder [25], pseudo-second-order [19], Elovich [79] and Intraparticle Diffusion kinetic models were applied [68] to study the adsorption mechanism of Congo Red and tartrazine dyes.
According to the results presented in Table 6, it can be said that the kinetics of tartrazine on
CC presented a low fitting to the evaluated models, Elovich is the one that came closest
to the experimental data (R2 = 0.756). On the other hand, when using MCC, the Elovich
(R2 = 0.987) and pseudo-second-order (R2 = 0.999) models fit the kinetics well. The fitting
to these models explains the chemisorptive elimination of the tartrazine dye. In addition,
the experimental value (qe ) when using MCC is close to the calculated value, as a sign of
the good fit of the data to the models, which is not the case with CC. The parameter α of the
Elovich model was higher in CC than in MCC, suggesting that the reduction in adsorption
rate with increasing amount adsorbed is greater in CC than in MCC, in agreement with
that reported by Marques et al. [80], by using Attalea funifera fibers.
On the other hand, the kinetics of CR over CC was fitted by the pseudo-first-order,
pseudo-second-order and Elovich model with R2 > 0.98 in all cases; while when using
MCC the four evaluated models present R2 = 0.99 in all cases, as shown in Table 6. As with
tartrazine, the Elovich and pseudo-second-order models fitting assumes that the nature
of the adsorption process has a chemical nature [28]. The values of α suggests that adsorption occurred rapidly in the initial minutes (Figure 5b), while the value recorded for β
indicates that in this system, desorption can be easily achieved, facilitating the recovery
of the biomaterial and the colorant [80]. Moreover, the value of the k3 parameter of the
intraparticle diffusion model suggests that the diffusion rate during the process was high.

Water 2021, 13, 1382

14 of 20

Since the graph does not cut the origin, the model proposes that diffusion is not the limiting
step, and that it happens in several stages: In the first few minutes occurs the surface
adsorption or transport of CR molecules from the bulk phase to the adsorbent surface.
Then, intraparticle diffusion of CR anions into the pores of the adsorbent particles occurs.
Finally, the equilibrium stage showed gradual adsorption dominated by porous diffusions.
Therefore, diffusion between particles intervened in the adsorption process, but cannot
control CR molecules’ overall adsorption [81]. Consequently, more than one mechanism
could drive the adsorption mechanism, including surface and pore diffusion [79]. The adsorption rate constants of the pseudo-first and pseudo-second-order models express that
the adsorption process occurs more rapidly over the MCC.
Table 5. qmax of tartrazine and Congo Red according to the Langmuir model using various adsorbents.
Contaminant

Tartrazine

Congo Red

Adsorbent

qmax (mg/g)

Reference

Organobentonite

40.79

[23]

Activated carbon from corn cob modified
with H2 PO4

89.75

[69]

Coconut shell

4.452

Commercial activated carbon

24.22

Chitosan/polyaniline compound

617.8

Chitosan

46.4

Polyaniline

434.5

Sawdust

7.71

[71]

Chicken feathers

0.097

[72]

Activated carbon from moringa seeds

91.27

Activated carbon from babassu bone

11.99

Activated carbon from babassu coconut

19.20

Coconut cellulose

5.222

CTAC modified coconut mesocarp cellulose

18.412

Present
study

Residual coconut fiber modified with
hexane and HCl

181.82

[73]

Mucuna pruriens activated carbon modified
with orthophosphoric acid

55.56

[21]

Activated carbon from Cornulaca modified
with NaOH and NaClO

78.19

Cornulaca monacantha

43.42

Pine bark

3.92

[75]

Sugar cane bagasse

4.43

[76]

Banana peel

1.721

[61]

Activated carbon from pine cones

434.78

[60]

Activated carbon from bael shell

65.039

[77]

Zeolitic particles with high silica content
functionalized with ZnO

161.3

[22]

Eggshell membrane chemically modified
with HCl

117.65

[68]

Coconut cellulose

5.222

Coconut mesocarp cellulose modified
with CTAC

18.412

[70]

[59]

[25]

[74]

Present
study

removal of CR on reticulated cellulose–chitosan foam, where adsorption was found to
increase rapidly at 8 h and then continued gradually over 120 h [78]. However, in the
removal of tartrazine on Lantana camara [1] and Congo Red on silica-rich zeolite particles
functionalized with ZnO [22], that the kinetics was rapid in the initial stages of removal
15 of 20
as in the present study.
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Figure 6. Adsorption kinetics of (a) tartrazine and (b) Congo Red on adsorbents from coconut mesocarp; at pH 4, 30 ◦ C,
initial concentration of 100 mg/L and 5 mg/L of adsorbent dose.
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Tableand
6. Adsorption
kinetics parameters.
initial concentration of 100 mg/L
5 mg/L of adsorbent
dose.
Tartrazine

Congo Red

The
study
of kinetic Parameters
models enables the quantitative understanding of the adsorption
Kinetic
Model
CC
MCC
CC
MCC
process because it helps describe the process
[70]. In the
present study,
pseudo-first-order
qe1 Elovich 4.131
11.390
7.884 kinetic
11.793
[25], pseudo-second-order [19],
[79] and Intraparticle
Diffusion
models
Pseudo-first-order

Pseudo-second-order

Elovich

Intraparticle diffusion

k1

0.014

0.419

0.393

0.904

SS

0.297

0.151

5.3278

0.005

R2

0.454

0.640

0.995

0.999

k2

0.818

11.561

7.122

8.396

qe2

0.033

0.116

6.775

11.787

SS

0.227

0.088

5.971

0.005

R2

0.533

0.999

0.997

0.999

β

0.131

1.860

3.497

11.743

α

8.560

19.642

2.626

12.828

SS

0.082

0.122

0.603

0.036

R2

0.756

0.987

0.985

0.998

k3

0.066

2.048

1.138

9.3

SS

0.134

0.163

27.665

0.007

R2

0.456

0.867

0.632

0.999

The obtained values of α obtained are higher when using MCC than CC, showing that
the adsorption rate of the contaminant on CC is slower with respect to MCC. This could be
explained by the higher number of protonated sorption active sites on the surface of CTACmodified cellulose. Cellulose has a large presence of adsorption sites, mostly negatively
charged (Figure 2a and Table 3), while MCC has C6 H6 -Cl on its surface (Figure 2b) that
deforms after the capture of the group -SO3 of the anionic dyes CR and tartrazine. Similar
results were presented in the removal of dyes on adsorbents modified with surfactants,
especially CTAB, such as celery [82] and expanded graphite [83].
Although bioadsorbents of plant origin have multiple options for titration, their use
as adsorbents for pollutants present in aqueous solution is of great importance due to
their availability in countries characterized by their nature and agricultural productivity,
high efficiency removal, because they are an alternative solution to the problem generated
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by poor waste disposal and its low energy consumption. Thus, one of the purposes of using
these materials is their reuse as a biodegradable material for the treatment of contaminated
wastewater to extend its useful life and generate less amount of contaminated waste. In this
sense, the reuse of bioadsorbents has been studied after their regeneration through desorption cycles with NaOH, HCl, acetic acid and mixtures of organic solvents [26], reporting
removal efficiencies >60% after six cycles of adsorption—desorption [27]. It is highlighted
that the life cycle of these biomasses closes with the immobilization or stabilization of the
remaining pollutants in them, by means of encapsulation techniques and inactivation by
thermal treatment. To address the problem of the disposal of aged adsorbents, immobilization techniques are proposed to reduce the possible migration of pollutants in the event
of a possible change in the physical and chemical properties of the waste [84]. One of
the immobilization methods is solidification/stabilization in cement matrices as well as
inactivation by heat treatment [85].
4. Conclusions
The present study presents favorable results regarding tartrazine and Congo Red’s
adsorption performance on bioadsorbents prepared from coconut mesocarp. From there,
it can be concluded that: (1) Coconut mesocarp waste is a good source for cellulose extraction and the modification with cetyl trimethyl ammonium chloride (CTAC), to protonate
the surface of the material was efficient for use in the removal of the anionic dyes understudy in a batch system. (2) The extracted cellulose was of good quality, composed
mostly of cellulose with traces of lignin and hemicellulose, and 8% moisture. (3) The
FTIR showed the effectiveness of the modification in the structure of the material with
symmetric deformation of the C6 H6 -Cl group in 1472 cm−1 present in the CTAC. (4) The
effect of adsorbent dose and initial concentration on the adsorption capacity was evaluated,
finding that coconut mesocarp requires modification for efficient removal of anionic dyes.
Decreasing the adsorbent dose and increasing the initial concentration favored the removal
of contaminants, achieving tartrazine removals of 5.67 mg/g on CC and 19.61 mg/g on
MCC, and for CR of 15.52 mg/g on CC and 19.99 with MCC with removal percentages
over 97% with quaternized biomass in all cases. (5) The adsorption isotherms showed the
equilibrium of tartrazine on CC and MCC, and it can be said that the model that best fit
the process was the Freundlich model. In contrast, CR’s removal showed a better fit to
the Langmuir model when using CC and to Dubinin–Radushkevich when using MCC.
(6) Adsorption kinetics showed that equilibrium was reached at 30 min and that initially,
the removal of the dyes occurred rapidly with about 97% of the contaminant being removed
in the first 5 min.
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