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Abstract

At last year's edition of EVS, we presented an improved model for iron losses prediction in Permanent Magnet
Synchronous Machines (PMSM) [1]. The benefit of this model holds in that it fits more closely the real material
behavior than the standard Steinmetz or Bertotti approaches [2], by including 1) magnetic material
characteristics measured at high frequency and 2) an improved representation of iron losses at the approach to
saturation (by introducing a higher order term in J). We are taking this model a step further by considering now
another phenomenon impacting iron losses in electrical machines: the decrease of magnetic permeability and the
increase of local hysteresis loss at the vicinity of lamination edges due to the cutting process. This paper presents
a quantitative analysis of the impact of lamination processing (cutting, punching, etc) for high quality low loss
electrical steels used in automotive traction applications. It is important to perform the analysis over a wide
frequency range, because of the large speed range of PMSM drives in automotive applications and the presence
of higher harmonics (PWM supply). Our approach consists in measuring the material characteristics for sample
sets with different ratios of degraded vs. non degraded material and at various frequencies. Starting from that
experimental data we propose a method to determine the local magnetization curves, as function of distance from
the cut edge. These local material characteristics can then be implemented in a FE model so that the effect of
punching on the machine performance can be determined quantitatively: (1) the cutting impact on magnetization
modification allows more precise field calculations; (2) a proposition is made on the implementation of the
cutting impact on the loss calculations in post processing via an enhanced version of the loss model developed in

[1].

Keywords— Material models for finite element computation, iron losses, magnetization curve, low loss fully processed
electrical steels, machine design optimization

morphology) is affected by the mechanical cutting
1 Introduction or punching, which results in a decrease of
magnetic permeability and an increase of
hysteresis losses in the region near the cutting
edge [3-9]. ArcelorMittal quantified this effect in
the past for typical electrical steel grades used in
industry machines (50Hz applications) [4,5]. In

The industrial processing of steel laminations
(cutting, punching, etc.) causes a significant
degradation of its magnetic material properties.
Locally near the cutting edge the microstructure
of the steel (dislocations, internal stresses, grain
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this paper, we present a new study with focus on
the electrical steel grades used for automotive
traction machines and their specific application
range (for higher frequencies than 50 Hz).

2 Experimental procedure

2.1 Sample preparation

A number of samples of 80 mm by 260 mm are
cut by electrical discharge wire cutting (spark
erosion). The outer edges of these 80 mm wide
samples are assumed to be unaffected by this
cutting technique [4-5]. The length direction of
the samples corresponds to the rolling direction of
the sheet. In this paper, the material under test is a
fully processed electrical steel grade M235-35A.

Further, some of these samples are cut in smaller
strips by guillotine cutting (cutting blade makes a
small angle with the plane of the sheet), which
simulates the actual punching used in the
industrial process. This results in four different
sample sets, one with N = 6 additional guillotine
cut edges, one with N = 14, one with N = 26 and
one with N = 42 cut edges. The total width
remains 80 mm. In more detail, the sample set
with N = 6 consists of 4 strips of 20 mm in width,
the sample set with N = 14 consists of 8 samples
of 10 mm in width, and so on: 14 strips of 5.71
mm and 22 strips of 3.64 mm. A sample of 80
mm width without additional cut edges is taken as
the reference sample.

2.2 Magnetic measurements

In order to characterize the cut edge effect on both
the single valued (virgin) magnetization curve
J(H) and on the losses at elevated frequencies
(from 50 Hz up to 1 kHz), magnetic
measurements are performed on these five sets of
samples of M235-35A (always 80mm width in
total, but with different number N of guillotine cut
edges), with a single sheet tester having a
magnetic path length of 226 mm.

Due to the cutting, a spatial distribution of
magnetic polarization J(x) as function of the
distance x from the cutting edge is present. Hence,
in the context of this paper, it’s important to
emphasize the following inherent aspect of
magnetic measurements: the measured J at a
certain time instant t is actually a mean value,
averaged out in space, over the cross section of
the sample under test. In the following, this is
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highlighted by denoting the measured magnetic
polarization as J,,(t).

When performing the magnetic measurements, the
amplitude value of the magnetic polarization javg
(averaged out in space) is controlled, and also the
waveform of one cycle of the induced voltage
Viee(t) ~ -dJavg(t)/dt is controlled to be sinusoidal.
Measurements are performed for different
polarization amplitudes J avg> and for the following
excitation frequencies: 50, 200, 400, 700 Hz and 1
kHz. Peak (amplitude) values of H(t) and J,,(t)
are recorded (denoted by A and javg), and also the
losses P, in W/kg, are retrieved.

2.3 Results regarding the virgin magnetic
polarization curve

Fig. 1 shows the change in shape of the virgin
magnetic polarization curve. The strongest effect
is noted in the lower H and J area. Fig. 2 and 3
show the relative permeability pr, being the
amplitude permeability ji; = Joe/(OF). When the
number of cut edges is increased, the permeability
below 1 kA/m (or 1.5T) reduces drastically.
Clearly the impact of cutting is strongest when
magnetization is realized via magnetic domain
boundary displacement. Above the knee-point,
when rotational magnetization is the predominant
phenomenon, the dislocations created during the
punching hinder the magnetization process less.
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Figure 1: J,,,(H) characteristics for several values of
the number of cutting edges N.
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Figure 2: u,(H) characteristics for several values of the
number of cutting edges N.
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Figure 3: y,(javg) characteristics for several values of
the number of cutting edges N.

2.4 Results regarding the magnetization
loops

Fig. 4 to 6 show the magnetization loops at the
polarization levels of 1T and 1,5T, resp. at 50 Hz,
400 Hz and 1 kHz. Clearly the strongest impact
of cutting is that it is making the loops less
squared and more S-shaped, a behavior we
already saw in fig. 1. Additionally in these
figures, considered for a certain frequency, the
widening of the loops due to the cutting can be
noted, hence an increase in the coercive fields.

magnetic polarization J (T)

magnetic polarization J (T)
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Fig. 4: measured magnetisation loops at S0Hz
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Fig. 5: measured magnetisation loops at 400Hz
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Fig. 6: measured magnetisation loops at 1kHz

Considering the frequency dependence of the loop
shape and the associated losses, we can assume
that the electrical conductivity (or the chemical
composition) is locally not being changed by the
cutting process. The (classical Foucault) eddy
currents are thus not directly influenced by the
cutting technique. On the other hand, the eddy
current distribution will (indirectly) be influenced
by the cut edge quality, in a sense that a change in
the eddy current distribution is a consequence of
the variation of the local magnetic flux density
J(x), see section 4.1.

2.5 Results regarding the losses
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Figure 7: P(javg) characteristics at 50 Hz, for several
values of the number of cutting edges N.
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Figure 8: P(javg) characteristics at 400 Hz, for several
values of the number of cutting edges N.
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Figure 9: P(javg) characteristics at 1 kHz, for several
values of the number of cutting edges N.

Fig. 7 to 9 show the increase in losses P(javg) with
the number of cut edges at 50 Hz, 400 Hz and 1
kHz, respectively. In table 1 the increase of losses
with the number of cuts and the frequency is
quantified.

Note that these values are obtained with single
sheet measurements on samples parallel to rolling
direction, whereas standard Epstein measurements
are performed with a different magnetic circuit
(different magnetic path length definition) and
moreover on a mixed sample set (half of the
samples are along rolling direction, half is
transverse direction). Hence, the results shown in
this paper should be interpreted relatively, i.e. in
comparison to one another to study relative
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differences, as given by table 2. The absolute
values should be interpreted with care.

Table 1: absolute values of the losses in W/kg for three
different excitation frequencies, three different sample
sets (N=0, 14 and 42), and two amplitude values for
magnetic polarisation

Losses (W/kg) at J,,, =1T
reference 14 cut edges | 42 cut edges
f=50Hz 0.77 0.92 1.29
f=400 Hz 14.69 17.24 22.15
f=1kHz 64.81 75.63 95.24
Losses (W/kg) at J,,, = 1.5T
reference 14 cut edges | 42 cut edges
f=50Hz 1.97 230 292
f=400 Hz 38.05 42.83 50.84
f=1kHz 182.05 198.90 221.82

Table 2: relative values of the losses in W/kg compared
to the reference case (N = 0), for two different sample
sets (N=14 and 42), three different excitation
frequencies, and two amplitude values of magnetic

polarization.
Increase of losses at javg =1T
(compared to reference, N = ()
14 cut edges 42 cut edges
f=50Hz 194% 67.7%
f=400 Hz 17.3% 50.7%
f=1kHz 16.7% 47.0%
Increase of losses at javg =1.5T
(compared to reference, N= 0)
14 cut edges 42 cut edges
f=50Hz 16.6% 48.0%
f=400 Hz 12.6% 33.6%
f=1kHz 9.3% 21.8%

When comparing in table 2 the losses at same javg
(e.g. at 1.5T) for the sample set without cuts and
the sample with the highest number of cutting
edges (N = 42), we see that P at 1.5T/50Hz
increases with 48%, whereas P at 1.5T/1kHz
increases still with 22%. The percentage value of
this increase of depends on the J avg-value at which
the comparison is performed.
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It is clear that the degradation of the magnetization
curve J,,,(H) due to the cutting plays an important
role: to obtain the same J,,, for the sample with N =
42 cut edges we need to apply more H, resulting in
higher losses.

The effect of degraded properties at the cut edge
results in a non-uniform distribution of flux over
the width of the material. This is also the case
during the measurements of the losses: the
measured J,,, has to be envisaged as the value
averaged in space (in the bulk, J(x) will be
somewhat higher than J,,,, whereas at the edge,
J(x) decreases).

3 Mathematic description of the
effect of cutting on the J(H,x) curve

3.1 Methodology

3.1.1 The magnetic permeability decreases
locally

As described in §1, the J field locally decreases in
the vicinity of a cut edge compared to the value at
the bulk of the sheet. Micro-magnetic
measurements reported in [3] show that the spatial
distribution of J(x), where X represents the
distance from the edge (x=0 is the edge itself), is
parabolic and can have a depth up to 10 mm [3,6],
depending on the actual definition of this depth.

Ampere's law imposes the magnetic field H to be
uniform over the sample when performing the
SST measurements. Therefore, the effect of
cutting the lamination can be seen as a local
inhomogeneous decrease of the magnetic
permeability y. We note this variation of the
permeability Au(H x).

3.1.2 Maximal permeability drop
Ap o (H)=Au(H x=0) is a material constant

The density of additional dislocations and the
residual stresses induced by cutting is maximal at
the cut edge, and decreases as one enters the
lamination. This maximum density is linked to the
plastic strain attained by the material during the
cutting process, which is itself linked to the
applied stress. In case of cutting, this applied
stress must have reached the rupture stress, which
is a material constant. One can thus assume that
the increase of the dislocation density at the cut
edge, and hence Apu . (H)=Au(Hx=0) are also
material constants. In the sequel, the material
characteristic ~ Ap(H) is called maximal
permeability drop due to cutting. This is
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understood as a change in the relative
permeability of the material.

3.1.3 The depth d of the degraded zone is a
lamination characteristic

The depth & over which the material's
permeability is degraded by the cutting depends
on how the rupture stress diffuses across the
material according to the laws of structural
dynamics. It depends hence basically on the
geometry of the lamination, in particular on the
lamination thickness d, as well as on structural
elements such as the grain size. The punch-die
clearance influences also the deformation, and
consequently the apparition of dislocations and
the degradation of the electrical steel
performance. = However, punchers know  this
phenomenon and work with optimal clearances
for optimal cut edge shape. Such an optimal
clearance was used in this study in order to make
the results relevant for industrial punching
applications.

3.1.4 Spatial distribution of Ax(H x)

Since the amplitude of the permeability drop
Apc(H) is considered to be a material constant,
the spatial distribution of Au(H,x) can be
expressed in terms of a field-independent spatial
distribution function 1(x) as

Au(H ,x) = At (H)(x) - (1

Because the H field is homogenous over the
sample, this spatial distribution is that of the J(x)
field. It must have a localized support, i..
N(x>0)=0.

With this variable separation, one can calculate
the average value of the magnetic permeability
over the whole width L of the strip, assuming it is
cut into n,, pieces of equal width. If L/N, where N
is the number of cut-edges in the sample, is larger
than the depth & of the material degradation, the
degraded zones associated with the different cuts
do not overlap and are independent of each other.
If 6>L/N, the degraded zones of the cuts at both
side of each piece overlap and it is assumed that
the resultant distribution follows then

N,,(x) = max(n,(x, = x),n,(x, = L/N -x)) . (2)
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Taking the maximum is natural, as we deal with a
quantity that is directly related with plastic strain.
One can then readily show that the spatial average
of the permeability y(H,x) over a sample with N
cut edges evaluates as

H(H.N) = u(H N =0) - Au,, (H)F(N), 3)
with
F(N) _ %J-Onﬁn(a,L/N)n(x)dx' (4)

3.2 Resulting model for the cutting effect
on J(Hx)

Equation (3) is very useful to analyze the SST
measurements. The spatial average permeability
for various number of cut edges at the left-hand
side of (3) is indeed directly known from the
measurements (cfr. fig. 2), whereas the right-hand
side contains two unknowns that one has to
identify: the maximum permeability drop
Apco(H), and the function F(N). The function
F(N) itself depends on the number of cut edges N
and the distribution function m(x). It has the
following properties:

*  F(0)=0

*  F(o0)=1

* F(NN) for N<L/d is linear with slope
1 ¢d
Zjon(x)dx-

For the simple case of a parabolic distribution
function

7](x)=1—;—a;(1—;j (5)

the function F(N) is
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Additionally, n(x) should also be determined on
basis of considerations regarding

¢ the diffusion of stress and strain in plastic
materials,

e the way plastic deformations due to
successive cuttings actually add up,

¢ the intended FE implementation of the
modified constitutive relationship.

The maximum permeability drop Ap.(H), as
discussed above, is a material constant and hence
independent of N. The left-hand side of the
equation

u(H N =0)-fi(H .N) @

A/’lcut(H) = F(N)

should therefore not depend on N, and one can
use this fact to identify simultaneously Ay, (H)
and the values of F(Ny) for the number of cuts that
have been measured.
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Figure 10: maximum relative permeability drop
characteristics with different number of cutting edges,
at 5S0Hz.

At 50Hz, the following results are obtained: fig.
10 shows the different expressions at the right-
hand side of equation (7), for Ny = 6, 14, 26 and
42, and the function F(Ny) identified so that the
curves match as closely as possible with each
other. Except for the sample with N = 6 cut-edges,
a reasonable match is obtained, which defines the
maximum permeability drop of the material
Apc(H), see fig. 11. It is observed that, at fields
below 30-40 A/m, Au.(H) is nearly equal to the
permeability of the uncut sample (represented
with a dashed line). This means that the
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permeability of the cut material vanishes almost
completely at very low fields. On the other hand,
the permeability drop vanishes above 1000 A/m.
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Figure 11: In red, the final identified maximum
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Fig. 12 shows the corresponding function F(N).
The red curve (labeled “experimental”) represents
the values F(Ny) obtained from the identification
process described above, whereas the green one
(labeled “eta parabolic”) represents the fitted
theoretical F(N) function given in (6)
corresponding to the parabolic distribution n(x).
The parameters describing the fitted distribution
function n(x) are found to be 8=6.5mm and a=1.0.
The latter value shows that the distribution
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vanishes quadratically as x approaches 9, as was
shown experimentally by Nakata [3] who
performed local magnetic measurements. Finally,
the indicative blue curve (labeled “eta=1")
represents worst case 1(x)=1, 0<x<d, F(N)=N&/L.
This is the upper limit for all possible M(x)
functions.

The magnetization field distribution is
reconstructed as

J(H %)= uy(u, (H N =0) - A, (Hp(0))H — (8)

and Fig. 13 shows an example for a lamination cut
on one side. As before, x = 0 corresponds with the
cut edge.
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Figure 13: Distribution of J(H,x) over the degraded
zone for three different magnetic field strengths
corresponding to bulk values of J=1T, 1.3T and 1.5T.

4 Mathematic description of the
effect of cutting on the losses

P(JavgX)

In [1] we developed an improved loss model with
the advantage to allow a closer fit to experimental
measurements of iron losses, both in the
application region of higher polarizations, as for
higher frequencies.

Ptot = a, J(H)* f
+ a; (1+asJ(H)™) J(H)* £
+as JH)' 2 )
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Besides providing adapted polarization curves at
the edge zone for FEM field calculations, another
target of this work is to implement the impact of
cutting into the coefficients of the loss model [1]
used in the post-processing. In (9), the term with
a, refers to the hysteresis losses, which are most
prone to be affected by cutting, as discussed
above in the experimental section showing the
magnetization loops (§ 24). Given the
mathematical description as determined for the
polarization and the permeability evolution in
relation to the cutting impact, it is proposed to
rewrite the equation as:

Ptot(x) = ay(x) J(Hx)* f
+ a; (1+asJ(Hx)™) JH x)* £
+as JHX)" 7 (10)

In this local loss description, the hysteresis
coefficient a, has become dependent on the
distance from the cut edge. Furthermore we
showed that near the cut edge J is deteriorated,
whereas — for a given machine output — the
average J over space needs to remain constant,
hence J in the bulk will be larger. This implies J is
not only dependent from H, but also on x.

5 Conclusion

The phenomenon of permeability decrease and
iron loss increase due to cutting of the electrical
steel laminations has been measured thoroughly in
case of the Fully Processed M235-35A grade. A
theoretical analysis has linked it to a decrease of
the permeability at the vicinity of the cut-edge,
and a mathematical description has been
developed to allow calculating this effect in a
quantitative way. At 50Hz, the impact of cutting
is observed over a degraded region as deep as
6.,5mm from the cut-edge inwards. However, as
the distribution is parabolic, the most significant
material degradation occurs over the first 3mm
only. The degradation has also been shown to be
more important at low fields:

* At 1T, the polarization drop at the cut-edge
is 83%, and this drop reduces to 24% at
3mm from the cut-edge, compared to the
bulk polarization value.

* At 1,5T, the polarization drop at the cut-
edge is 14%, and this drop reduces to 4% at
3mm, compared to the bulk polarization
value.
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Cutting increases iron losses in a twofold way:

* Inadirect way, by increasing the hysteresis
losses, and hence the total iron losses, at
the vicinity of the cut edge.

* In an indirect way, by modifying the
magnetization profile inside the lamination.
Due to the permeability drop, the
polarization obtained with a given
excitation is significantly reduced at the cut
edge. Hence, in order to have the same
flux across the sample (i.e. the same
average polarization), a higher polarization
in the bulk of the lamination is required.
This higher polarization induces higher
total losses.

The mathematical description of the permeability
loss defined in this paper, allows more correct
finite element modeling of the field distribution in
e-machines.

The next step is to introduce the permeability drop
quantified in this work, and hence of the shape
change of hysteresis loops, in the hysteresis
coefficient of the advanced loss model described in
our EVS24 paper [1]. In this way, both the field and
the iron loss evaluation in e-machines will be done
in a more accurate way. The result of this work is
also that, via the impact of cutting on air gap flux,
hence the need to adapt the magnetizing current, the
possibility exists to make copper loss determination
also more accurate.
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